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The grand vision of manufacturing large-area emissive devices with low-cost roll-to-roll 
coating methods, akin to how newspapers are produced, appeared with the emergence of 
the organic light-emitting diode about 20 years ago. Today, small organic light-emitting 
diode displays are commercially available in smartphones, but the promise of a continuous 
ambient fabrication has unfortunately not materialized yet, as organic light-emitting diodes 
invariably depend on the use of one or more time- and energy-consuming process steps under 
vacuum. Here we report an all-solution-based fabrication of an alternative emissive device, 
a light-emitting electrochemical cell, using a slot-die roll-coating apparatus. The fabricated 
flexible sheets exhibit bidirectional and uniform light emission, and feature a fault-tolerant  
 > 1-µm-thick active material that is doped in situ during operation. It is notable that the initial 
preparation of inks, the subsequent coating of the constituent layers and the final device 
operation all could be executed under ambient air. 
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With tantalizing goals such as the projected multi-billion-
dollar market for low-cost and environmentally friendly 
illumination panels in sight1, it comes as no surprise that 

tremendous efforts have been directed towards the development of 
high-throughput and cost-effective fabrication methods of quali-
fied lighting technologies. The organic light-emitting diode (OLED) 
is one such technology2–7, and numerous scientific and company 
reports related to the partial fabrication of OLEDs under ambient 
air using low-cost printing and coating methods, such as inkjet8–10, 
screen11,12, and gravure13,14, are today available. However, despite 
these achievements, to our knowledge, no single report on an unin-
terrupted fabrication of a functional OLED under ambient condi-
tions has appeared to date. This is particularly problematic not only 
because it makes today’s OLEDs prohibitively expensive for many 
large-scale applications4 but also because the current dependency 
of OLEDs on, first, an electron-injection layer/cathode with low-
work function and concomitant poor ambient stability, and, second, 
a thin active layer with extremely well-controlled thickness, make 
the future prospects for such a breakthrough bleak.

An alternative to the OLED is the more process-tolerant light-
emitting electrochemical cell (LEC) technology. LECs are charac-
terized by the existence of mobile ions in the active layer, which can 
redistribute to allow for electrochemical doping following the appli-
cation of an external voltage. This in-situ electrochemical doping 
process brings the attractive consequence that the LEC operation 
is notably insensitive to the above-specified problematic require-
ments of the OLED, and that LECs thus can be expected to be well 
suited for the hitherto elusive uninterrupted manufacturing under 
ambient conditions. Relatively few studies on a potentially scal-
able fabrication of LECs can be found in the literature, but we note  
Mauthner et al.’s15 report on inkjet printing of the active material 
in an open planar device geometry, and recent demonstrations of 
metal-free16,17 and stretchable LECs18,19.

Here we show that it is possible to fabricate large-area LEC sheets 
under uninterrupted ambient conditions using a purpose-built roll-
coater apparatus. The constituent device layers consist of solely  
air-stable materials, which are deposited using the slot-die coating 
technique. The constituent device layers were found to be highly 
uneven, but the roll-coated LEC devices still exhibited uniform and 
strong light emission at low applied voltage. The realized LEC sheets 
are in addition flexible and feature bidirectional light emission as a 
result of the use of conformable and transparent electrode materials.

Results
Ambient fabrication using a roll-coater apparatus. For the fabri-
cation of LEC devices, we used the technique of slot-die coating.  
Figure 1a depicts schematically the successive deposition of a 
(yellow) active layer and a (blue) anode on top of a (pink) flexible 
cathode-coated substrate mounted on a roll. The dissolved material 
to be coated (the ink) is transferred from an external container via  
a pump to the (orange) slot-die head, where the coating width is 
defined by the width of the head’s bottom slot through which the 
ink flows onto the moving substrate, while the coating thickness 
is dictated by the ink flow rate and the substrate speed. The 
apparatus shown in Fig. 1b is a new type of slot-die roll coater 
specifically designed and developed for the challenging task of 
enabling a time- and material-efficient optimization of a continuous 
coating process20. The motorized roll can be heated to an elevated 
temperature of  > 180 °C and has a diameter of 300 mm, so that a 
flexible substrate with 1 m length can be mounted and dried directly 
on the roll. By using a small slot-die head (Fig. 1c), and allowing 
the head to be translated perpendicular to the coating direction 
following every complete revolution of the roll, it is possible to  
coat several stripes on one substrate and enable for an effective 
substrate length of several metres (Fig. 1b). When the coating 
system is equipped with the small slot-die head it requires a very 

small amount of dead volume ( < 50 µl), which makes the technique 
well suited for a screening of novel and expensive inks.

We prepared a relatively viscous active-material ink, free from 
binder and thickener additives, comprising a blend of the emis-
sive conjugated polymer superyellow (SY) and the electrolyte 
KCF3SO3 in poly(ethylene oxide) (PEO). The ink was deposited 
as multiple stripes (typically three) on a flexible poly(ethylene 
terephthalate) substrate, precoated with ZnO-on-indium-tin-oxide 
cathodic stripes21, at a coating speed of 0.6 m min − 1; see Fig. 1b,c. 
A matching number of anode stripes was thereafter coated on top 
of the active material from a diluted poly(3,4-ethylenedioxythio-
phene):poly(styrenesulfonate) (PEDOT:PSS) water dispersion at 
0.6 m min − 1. The ink formulation and coating took place under 
ambient air, with the roller kept at 40 °C to facilitate the drying of 
the films. The coated layers had a wet thickness of 100 µm and a 
dry thickness of 1–1.5 µm (Fig. 1d). The surface morphology map 
of the dry layers shown in Fig. 1e,f reveals rather uneven interfaces, 
with an root mean squared surface roughness for the cathodic and 
anodic interfaces of 4.5 and 20 nm, respectively. Figure 1g–i presents 
2×2 µm2 phase-contrast maps of the constituent layers, and we note 
that the active material (Fig. 1h) displays a relatively minor phase 
separation on the order of a few hundred nanometres between the 
hydrophobic conjugated polymer and the hydrophilic electrolyte, 
which is of the same order of magnitude as for spin-coated LEC 
films with similar composition22–24.

Performance of the roll-coated devices. Figure 2a,b shows the light 
emission from two roll-coated devices when driven with an applied 
voltage of V = 7 V. The emitting area is ~300 mm2, and we call atten-
tion to the bidirectionality and the uniformity of the light emission. 
The former is a consequence of both the anode and the cathode 
being transparent, whereas the latter is a direct manifestation of the 
unique operational mechanism of LECs. In fact, an OLED compris-
ing a similar thick and uneven layer for the active material (Fig. 1e,f) 
would emit with a much lower and non-uniform light intensity, if 
any. Moreover, as mentioned previously, the current generation of 
OLEDs depends on the existence of a highly air-sensitive (low-work 
function) material for the attainment of efficient electron injection, 
which on generic terms excludes a continuous fabrication process 
under ambient conditions.

So what is the key distinguishing feature between an LEC and 
an OLED that makes the former so much more fit for a low-cost 
continuous coating process in ambient conditions? The answer is 
the existence of mobile ions within the active layer (Fig. 2c)25. These 
ions redistribute following the application of a voltage to establish 
nanometre-thin electric double layers at the cathodic and anodic 
interfaces that allow for balanced and efficient electron and hole 
injection, respectively (Fig. 2d). The initial injected electrons and 
holes attract electrostatically compensating counter-ions in an elec-
trochemical doping process—n-type at the cathode and p-type at 
the anode—and these two doping regions grow with time, eventu-
ally making contact in the bulk to form a p–n junction structure  
(Fig. 2e)26,27. Such an in-situ formation of a p–n junction is particu-
larly attractive in the context of thick and uneven layers of active 
material that commonly result from a coating or printing process, 
as the p–n junction will form independent on the thickness of the 
active layer. In other words, the doped regions continue to grow 
until they make contact, at which point the limiting thickness of the 
device is the small and constant thickness of the p–n junction and 
not the large and spatially varying thickness of the active material.

The measured performance of the roll-coated LEC devices is 
quite promising, considering that these are the pioneering experi-
ments in the field. Figure 3a shows optoelectronic data recorded 
during a voltage sweep at 0.1 V s − 1, during which the brightness 
reaches B = 150 cd m − 2 at V = 10 V. The turn-on voltage at which 
the device begins to emit visible light (B > 1 cd m − 2) is V = 3.7 V  
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(see inset in Fig. 3a), which is close to the theoretical limit, as dic-
tated by the band-gap potential of SY; VBG (SY) = 2.4 V (refs 28, 29). 
The turn-on time is a critical and important parameter for LEC 
devices. Figure 3b presents the brightness versus time for a device 
driven at constant current density (j). We define the turn-on time 
as the time to reach B > 10 cd m − 2 for a pristine device, and find 
that the turn-on time is ~2 s at j = 770 A m − 2 (see inset in Fig. 3b). 
The operational stability of roll-coated LECs can be quantified by 
the time to reach half-maximum brightness22,30, which we find to 
be ~8 h at a drive current density of j = 77 A m − 2. The latter results 
were attained on devices that had been stored in a glove box for  > 6 
months. The highest recorded current efficacy is 0.6 cd A − 1 at a 
brightness of B = 50 cd m − 2. Finally, the fabrication yield of the 
roll-coated LECs is found to be very satisfying, primarily due to 
the fault-tolerant device geometry with a thick active layer and air- 
stable materials, and barring mistakes during transportation and 
contacting, all tested devices were functional and emitting light.

Discussion
In the above performance context, we mention that the herein used 
active material was chosen and optimized for the purpose of facile 
coating, but that, for example, its high electrolyte content has proven 
to be detrimental for the attainment of high efficiency and long-term 
stability31. We therefore foresee that the reported performance val-
ues can be significantly improved with further optimization of the 
constituent processes and the utilization of lower-electrolyte-content 
active materials, so that state-of-the art efficiency and operational 
stability values for polymer LECs of ~10 cd A − 1 and several 1,000 h, 
respectively, can be attained also for roll-coated LEC devices32–35.

The ink formulation and coating processes, as presented herein, 
were conveniently executed solely under ambient conditions, but 
during light emission the active material in LECs (and in OLEDs) 
must be free from oxygen and water vapour to enable a satisfying 
performance. This challenge should, however, be addressable in  
a manner compatible with ambient processing by including an  

efficient drying stage at an elevated temperature to drive out rem-
nants of O2/H2O/solvents followed by an immediately subsequent 
encapsulation stage, where a flexible barrier material is attached to 
the device with, for example, a simple pressure-sensitive adhesive. 
Figure 3c shows a photograph of such an encapsulated roll-coated 
LEC device during operation at V = 7 V under ambient conditions. 
This device could be operated without any signs of deterioration in 
performance following 3 days of ambient storage, despite the fact 
that the encapsulation material exhibits rather limited barrier prop-
erties (see ref. 36). Considering the current prohibitive significant 
cost for high-performance barrier materials37, this opportunity to 
utilize a material-conservative and time-efficient fabrication proc-
ess and a low-cost barrier material could thus indicate a viable path 
towards conformable emissive devices for low-end applications, at a 
cost that could be accepted by the market.

To conclude, we demonstrate that the entire manufacturing of 
emissive LEC sheets—from the initial preparation of inks, to the 
coating of the constituent layers, to the final encapsulation—can be 
carried out in air using a slot-die coating technique that is directly 
compatible with high-speed and low-cost roll-to-roll fabrication. 
The fabricated devices are attractively robust and fault-tolerant due 
to the utilization of air-stable materials and a micrometre-thick 
emissive layer. Furthermore, the introduced roll-coating apparatus 
is particularly fit for further optimization of the constituent proc-
esses and the device performance. We anticipate that transparent 
and metal-free plastic applications with good light-emission per-
formance should be a highly realistic option with the use of other 
available material combinations, and hope that our effort will pave 
the way so that long-term grand visions within the illumination 
community, notably an affordable ‘light-emitting wall-paper’, finally 
will turn into reality.

Methods
Materials and ink preparation. The dry materials, SY (Merck, catalogue no. PDY-
132), PEO (Mw = 5×106 g mol − 1, Sigma-Aldrich), and KCF3SO3 (Sigma-Aldrich), 
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Figure 1 | Coating process and morphology and thickness of the coated films. (a) schematic view of the slot-die roll coating of the (yellow) active layer 
and the (blue) semitransparent anode on top of a (pink) flexible cathode-coated substrate. The ink is transferred from an external container via a pump to 
the slot-die head (orange). (b) Photograph of the roll coater during the deposition of the active layer. (c) Close-up photograph of the slot-die head during 
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device stack. (e) Enlarged AFm data indicating the roughness of the anodic and the cathodic interfaces. (f) Exploded view of 10×10 µm2 AFm height maps 
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were separately dissolved in cyclohexanone in a 10 g l − 1 concentration. These 
master solutions were stirred for 24 h at 70 °C, before being blended in a (SY:PEO:
KCF3SO3) volume ratio of (1:1.35:0.25) to form the active-material ink. The  
ink was stored in 20-ml glass vials with Al lined screw caps for  > 5 days before  
deposition. The anode ink was a PEDOT:PSS dispersion (Orgacon 5015, Agfa) 
diluted with 75 volume % isopropanol. All ink formulation was done under  
ambient air.

Device fabrication. The LEC devices were manufactured on a slot-die roll coater 
developed at Risø DTU (Fig. 1b)20. A flexible poly(ethylene terephthalate) sub-
strate (length = 1 m, width = 0.15 m) was roll-coated with a 14-nm-thick ZnO nano-
particle layer on indium-tin oxide (60 Ω/) in a line pattern (line width = 4 mm, 
line separation = 1 mm)38 and attached to the roller using pressure adhesive tape. 
The active-layer ink was deposited onto the ZnO cathode with an ink-flow rate 
of 4.0 ml min − 1 at a substrate speed of 0.6 m min − 1 using a 13- or 50-mm-wide 
slot-die head. Following a 5-min intermission, the anode ink was deposited on top 
of the active layer at 1.0 ml min − 1 and 0.6 m min − 1 using a 13-mm-wide slot-die 

head. The entire coating process was executed at 40 °C under ambient air. The LEC 
devices were additionally dried at 100 °C for 12 h under N2 and thereafter stored 
under ambient air for  > 5 days before testing. Some devices were encapsulated on 
both sides with a 55-µm-thick barrier foil (U-barrier, Amcor Flexibles) to allow for 
light emission under ambient conditions, whereas non-encapsulated devices were 
tested in a N2-filled glove box ([O2], [H2O]  < 10 p.p.m.).

Device characterization. The roll-coated LEC sheets were characterized  
using a computer controlled source-measure unit (Agilent U2722A) and a  
calibrated photodiode equipped with an eye-response filter (Hamamatsu  
Photonics) connected to a data acquisition card (National Instruments  
USB-6009) via a current-to-voltage amplifier. The AFM data were recorded  
in tapping mode under ambient conditions using a MultiMode SPM (Veeco)  
and the recorded micrographs were visualized using the software Gwyddion.  
The photographs were recorded with a digital camera (Canon EOS 300D)  
using the following settings: shutter speed = 1/8 s, aperture = f/5.6, sensor  
sensitivity = ISO-3200. 
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Figure 2 | Key aspects of LEC operation. (a) Photograph of a slot-die–coated LEC, illustrating the bidirectional light emission and the device conformability. 
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steady state.
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