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Abstract

The study (and potential application) of diphenylalanine peptide nanotubes is a popular topic
that in recent years has experienced a boost in activity. This activity has been propelled forward
by new articles continuously being published presenting even more spectacular properties of the
nanotube structures ranging from piezo electricity over semi conductance to fluorescence. If such
peptide nanotubes could be controlled and incorporated in sensors such as a biological field effect
transistor it would greatly reduce the fabrication costs while at the same time providing researchers
with new and exciting possibilities. The major driving forces supporting the interest in the pep-
tide nanotubes is the fast and simple assembly process combined with their remarkable stability
towards alcohols, organic solvents, and biological analytes that was presented shortly after the
self-assembling properties of the diphenylalanine peptide was reported.

The self-assembly process of the peptide nanotubes is entropy driven relying solely on hydropho-
bic packing of the aminoacid side groups and π-π interactions of the phenyl rings as stabilizing
entities. As such it seems surprising that the peptide nanotubes should be as stable as reported.
In this work, a more detailed study has demonstrated that the peptide nanotubes dissolve in most
liquids including water.

Despite the solubility of the peptide nanotubes in most liquids they remain remarkable stable
under bombardment with heavy ions in dry conditions. This makes the peptide nanotubes excellent
candidates as a water soluble alternative to traditional photolithography masks. In the present
work we have demonstrated a rapid and low cost fabrication of silicon nanowires, in which process
the silicon nanowire was defined in a dry etching procedure masked by the peptide nanotubes. To
utilize this fabrication approach a manipulation method capable of orienting the peptide nanotubes
at wafer scale has been developed. Furthermore, we have demonstrated that the peptide nanotubes
can be used as a lift off material for the fabrication of nanoslits in metal surfaces.

The water solubility of the peptide nanotubes allow the patterning of polymer materials not
compatible with the organic solvents (used to remove the photoresists in traditional microfabrica-
tion techniques). In the final part of the project we have demonstrated a rapid and mild fabrication
of conducting polymer nanowire devices and illustrated their potential use as sensitive temperature
sensor.
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Resumé

Studiet (og den potentielle brug) af diphenylalanin peptid nanorør er et populært forskningsomr̊ade,
der i de senere år har oplevet en stror fremgang i aktivitet. Denne aktivitet har været drevet frem
af en kontinuerlig publicering af nye artikler, som præsenterer endnu mere opsigtsvækkende egen-
skaber ved nanorørene, Der blandt andet inklederer piezoelektricitet, halvlederegenskaber og fluo-
rescens. Hvis disse peptid nanorør kunne kontroleres og inkorporeres i sensorer som for eksempel
biologiske felteffekttransistorer, ville det drastisk reducere fabrikationsomkostningerne og samtidig
give forskerne nye og spændende muligheder. den hurtige og milde samleproces kombineret med
deres spektakulærer stabilitet mod alkoholer, organiske opløsningsmidler og biologiske analyter,
der blev præsenteret kort efter, at de selvorganiserende egenskaber af diphenylalanin peptiderne
var rapporteret, har været nogle af de primære drivkræfter bag denne opblomstring.

Peptid nanorørenes selvorganiserende proces er entropisk drevet og de eneste stabiliserende fak-
torer er den hydrofobiske pakning af sidegrupperne og π-π interaktionerne mellem phenylringene.
Derfor virker det overraskende, at peptid nanorørene skulle være s̊a stabile som rapporteret. I
denne afhandling har et mere detaljeret studie vist, at peptid nanorørene opløses i de fleste væsker
inklusiv vand.

P̊a trods af peptid nanorørenes opløselighed i de fleste væsker er de dog stadig meget stabile ved
tørre betingelser under bombardement med tunge ioner. Dette gør peptid nanorørene til glimrende
kandidater som et vandopløseligt alternativ til traditionelle fotolitografi resister. I dette projekt er
en hurtig og billig fabrikation af silicon nanowires blevet demonstreret. I denne process er silicium
nanowireren defineret i en tør ætsningsprocedure, hvor masken best̊ar af peptid nanorørene. For
at denne fabrikationsproces kan udnyttes fuldt ud, er en manipuleringsmetode, som er i stand til
at orientere peptid nanorørene p̊a wafer skala, blevet udviklet. Derudover har vi demonstreret at
peptid nanorørene kan benyttes som en lift off maske i fabrikationen af nanorevner i metaloverflader.

Peptid nanorørenes vandopløselighed tillader en mønstring af polymer materialer, som ikke er
kompatibel med organiske opløsningsmidler (bruges til at fjerne fotoresist i traditionel mikrofab-
rikationsteknikker). I den sidste del af projektet har vi demonstreret en hurtig og mild fabrikation
af ledende polymer nanowire devices og illustreret potentialet af disse som temperatur sensorer.
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and Lean Gottlieb Pedersen for the realization of transparent silicon nanowire devices and the char-
acterization of the fabricated nanowire devices respectively. To Ane Rømer sørensen and Tanya
Bakmand for their contributions in the development of the perfusion based culture platform. Fi-
nally to Alexander Bruun Christiansen, Anas Fahad Al-Azawi, Mikkel Dysseholm Mar and Søren
Vang Fischer for their individual contributions to other parts of the project.

DTU Nanotech is a fantastic place with many very good and highly motivated scientist. I have
enjoyed working in this environment and enjoyed discussions of idea across the research groups. I
owe a special thanks to a number of people across the department: To Fridolin Okkels for many
long and exciting discussions regarding the possibilities with our latest patent. You have an ability
to quickly understand the key aspects of new ideas and push them even further with your intuitive
thinking. To Nikolaj Ormstrup Christiansen for our joint effort in the realization of the PEDOT
nanowire devices. To Birgit Herup Nygaard for helping me around the labs and ordering all of the
components needed. To the innovation crew at DTU Nanotech Flemming Larsen and Rolf Henrik
Berg for many discussions of new inventions and numerous meetings with different stake holders
in these.

I would like to thank the fantastic people working at the cleanroom facilities at DTU Danchip.
The development of the peptide nanotube based lithography approach has not been standard
cleanroom work and it required that this mystique material was introduced to many of the different
machines in the clean room. Thank you to Majken Becker and Flemming Jensen for their help in
this aspects. In particular I would like to thank the people that have been involved and assisted
in the development of the new fabrication approach. Yvonne Gyrsting for teaching me the ways
around the cleanroom during my master thesis and helping with the initial RIE experiments and
for always taken time out of her calender to discuss new idea and help find the right people to
talk to. To Conny Hougaard and Helle Vendelbo Jensen for teaching many of my students how
to behave in the cleanroom and to Mikkel Dysseholm Mar for helping with the deposition of thin
poly silicon layers for the polysilicon SOI wafers.

Of course, nothing would have ever been completed without the support of my family and
friends - Thank you. Speciel thanks to my wife Camilla Bülow Andersen and our son Jakob. I
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CHAPTER 1

Motivation and basic concepts

1.1 Thesis Objectives and Outline

1.1.1 Motivation

The bottom up fabrication of nanomechanical and electrical devices has intrigued scientists for
many years with the potential for low cost, fast and easy fabrication of sensor and sensor networks.
Through self-assembling processes, nature is able to build the most remarkable structures ranging
from the tiniest proteins to much more complex structures. If we were able to control only a
fraction of these self-assembling processes the possibilities are unlimited. The major challenge in
the exploitation of the self-assembly process lies in the establishment of a connection from the
self-assembled structure(s) to the macroscopic world.

Self-assembled structures such as the diphenylalanine peptide nanotubes, which is the subject
of the present work, offer a fast and inexpensive approach to the realization of nanosized structures.
Considering the huge and expensive machines used in the traditional fabrication approach for the
realization of such structures this is remarkable. Despite all the benefits of such self-assembled
structures it is, as mentioned above, difficult to realize devices that relies solely on the bottom up
self-assembled structures. If the goal of the fabrication procedure is the production of sensor system
the self-assembled structures face an additional challenge, besides the challenge with establishing
contact to the macroscopic world, namely: The material properties of the self-assembled struc-
tures. Compared to standard semiconducting sensor materials they posses insufferior electrical
and mechanical properties. Despite the shortcomings discussed above the self-assembled struc-
tures is still an interesting material doe to their ability to produce lots of objects in nanometer
scale in an inexpensive procedure. The later being more pronounced when working with biological
self-assembled structures, since the self-assembly process of these often inexpensive structures tra-
ditionally takes place at room temperature under mild conditions and therefore does not rely on
expensive equipment during fabrication. In this project effort has been invested in the realization
of a reliable, rapid and inexpensive fabrication approach, where the self-assembled diphenylalanine
peptide nanotubes are used as a nanolithography fabrication tool. In this way the geometry of
the self-assembled peptide nanotubes are transferred to more traditional sensor materials to real-
ize low cost nanostructures while maintaining the material properties of more traditional sensor
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2 CHAPTER 1. MOTIVATION AND BASIC CONCEPTS

maetrial such as silicon or other semiconducting materials. The self-assembled structures will in
this fabrication approach replace the e-beam lithography or other nanolithography tools during
the fabrication of nanosensors. In order to combine the top down and the bottom up fabrication
approaches one needs to develop a manipulation approach that enable the positioning of the self-
assembling structures at the proper location on the top down fabricated structures.

The goal of this project is to establish a fabrication platform for the controlled, rapid and low
cost fabrication of nanowire devices utilizing a self-assembled PNT to mask the nanowire itself. In
this approach other self-assembled structures of course can replace the PNT to provide the user
with a wide range of different geometries to be used in the fabrication of the nanostructured part
of the sensors or electronics.

1.1.2 Outline

The first two chapters of the thesis will be focussed on a short discussion of the driving forces
in self-assembly processes in general and the self-assembly mechanism for diphenylalanine peptide
nanostructures in particular. A short review on previous application of the diphenylalanine peptide
nanotubes will be given in the final part of chapter 1. In chapter 2 a more in depth characteri-
zation of the peptide nanotubes formed by the diphenylalanine monomers, which is the focus of
the remaining thesis, will be provided. This characterization will be based partly on previously
published results and partly on experiments conducted during the current project.

The remainder of the thesis will be based on the published and submitted articles from this
project. These chapters will be arranged so that prior to each article a short introduction to
the article will be given. At the end of the chapters a small paragraph with concluding remarks
positioning the published article with respect to the overall project will be provided. In these
concluding remarks also potential challenges that still must be faced will be discussed.

In chapter 3 the stability of the peptide nanotubes under liquid conditions will be addressed.
In the initial phase of the project the peptide nanotube structures were, based on previously
published data, believed to be stable in most solutions. However the issue of stability is not as
straight forward as one might think. This part of the characterization is included in a separate
chapter since this investigation affected the aim of the project greatly.

Under dry conditions the peptide nanotubes however, remains stable and are able to withstand
prolonged ion bombardment. This topic will be addressed in chapter 4, where also the potential
use of the peptide nanotubes as a clean room fabrication tool is discussed and demonstrated. In
chapter 5 the properties of the peptide nanotubes as a masking material is further explored for
both dry etching for the formation of silicon nanowires and in lift off procedures for the formation
of gold nanoslits. In this chapter the central focus is the development of a manipulation approach
capable of positioning the peptide nanotubes at wafer scale in a parallel approach.

The water solubility of the peptide nanotube allow the patterning of organic materials in-
compatible with acetone, which is used in traditional photolithography. In chapter 6 conducting
polymer nanowires has been realized from the conductive polymer PEDOT based on the PNT
lithography approach.

Finally, Chapter 7 and 8 provides a conclusion and an outlook of the project respectively.

1.2 Self-Assembly Driving Forces

In nature many different self-assembling structures exist. Our life depends on a very well func-
tioning self-assembly process. In the body numerous new entities from simple proteins to entire
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Figure 1.1: Self-assembly is an entropy driven process where the interaction between polar water molecules,
illustrated in b, and nonpolar molecules, illustrated in c, is minimized to ensure maximal entropy of the system.
In liquid water the molecules form and break up hydrogen bonds spontaneously to neighboring water or other polar
molecules in a continuous process as illustrated in the top part of a. When a nonpolar molecule as a heptane is
submerged in the water it induces order in the water surrounding it (illustrated by the red water molecules in the
lower part of a). If a molecule with a polar end and a non polar end is submerged in water the polar groups can
interact with the water molecules and participate in the dynamic hydrogen bonding process and hence does not
induce order to the surrounding molecules whereas the nonpolar part induces order in the same way as the heptane
molecule (again illustrated by the red water molecules in the top part of d). To increase the entropy of the system
such molecule will self-assemble to minimize the contact between the nonpolar parts and the water molecules as
illustrated in the lower part of d. Depending on the relative size of the polar and nonpolar parts the molecules will
self-assemble into different geometries as illustrated in e. Packing parameter illustration reprinted with permission1

cells are fabricated every second. In this section the self-assembling structures, which has been
investigated throughout this project will be presented.

1.2.1 Entropically Driven System

According to the second law of thermodynamics entropy is not allowed to decrease. It can only
increase or in special cases (adiabatic processes) remain unchanged. The entropy is a measure
of the randomness of a system and hence nature will always try to increase the randomness of a
system in order to ensure an increase in entropy. The hydrophobicity of materials is an effect of
this particular thermodynamic principle, as will be explained below.

In figure 1.1 the general principle behind entropically driven self-assembly is illustrated. The
driving force in the self-assembly process is the interaction between polar and non-polar molecules.
In figure 1.1b and figure 1.1c a polar water molecule and a nonpolar heptane molecule is illustrated
respectively. The difference in the polarity of these two molecules is an effect of the electronegativity
of the individual atoms involved. The oxygen atoms in the water molecule is more electronegative
than the hydrogen atoms and hence the shared electrons will spent more time around the oxygen
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atoms than the hydrogen atoms resulting in a net negative charge on the oxygen atom and a net
positive charge on the hydrogen atoms. Whereas in the case of the nonpolar heptane the carbon
atoms and the hydrogen atoms have similar electronegativity and hence the electron will be divided
equally and no polarity will exist.

The polar water molecules are able to form hydrogen bonds between neighboring water molecule,
so that a hydrogen atom of a water molecule interacts with the oxygen atom of another water
molecule. In liquid water the water molecules are free to move and hydrogen bonds are continu-
ously formed and broken up over time. A nonpolar molecule submerged in water will induce order,
to ensure charge neutrality in its surroundings as illustrated by the red water molecules in figure
1.1a, and hence lower the entropy locally. To maximize the entropy of the system nonpolar or
hydrophobic molecules will stick together in order to reduce the contact area between the nonpolar
molecules and the polar water molecules, as seen when you try to mix oil (nonpolar molecules)
and water (polar molecules). If a molecule with a polar end and a nonpolar end, illustrated in
blue and green in figure 1.1d respectively, is submerged in water the water molecules are free to
move and interact through hydrogen bonds with the polar part of the molecule whereas the water
molecules around the nonpolar part are forced into an induced order lowering the entropy locally.
When the concentration of such molecules increases they will interact to shield the nonpolar part
from contact with the water molecules, as illustrated in the lower part of figure 1.1d, to ensure
a higher entropy of the system overall. Depending on the relative size of the polar and nonpolar
parts, also known as the packing parameter, the molecules will assembly into a range of different
geometries as illustrated in figure 1.1e. The most well known of such self-assembled structures are
the cell membranes which consist of a self-assembled double layer of phospholipids. All molecules
with a hydrophillic side and a hydrophobic side will to a certain degree attempt to shield of their
hydrophobic parts when submerged in water and thereby only expose the hydrophobic side to the
water molecules. As explained below this is also the case for the self-assembly of diphenylalanine
monomers into the peptide nanotubes.

1.2.2 Factors Stabilizing Self-Assembled Structures

As mentioned above the initial self-assembly process is an entropically driven process and hence
the formed structure will without any further stabilizing factors be a dynamic entity of monomers
assembling and disassembling based on thermal fluctuations. To stabilize self-assembled structures
such as proteins in the body a range of different stabilizing factors exists. In this section a short
description of a few of these stabilizing entities will be given.

The hydrophobic packing of the self-assembly process provides a certain level of stability for
the structure. However, thermal energy (even at room temperature) is in some cases enough to
break up such a structure if no other stabilizing factors are present. In this case the assembly
and disassembly of the structure will be a dynamic process as mentioned above. Of course the
larger the hydrophobic part of the molecule, the better the packing and hence the more stable the
structures will be.

The most well known stabilizing factor is hydrogen bonds between hydrogen atoms in hydrogen
bond donor groups and electronegative ions (hydrogen bond acceptors) such as oxygen or nitrogen.
It is in general stronger than the hydrophobic packing of monomers discussed above, but not as
strong as covalent or polar bonds. The hydrogen bond is one of the main stabilizing bonds in
the self-assembled structures in our body. In fact the double helix of the DNA molecules is held
together by hydrogen bonds between the individual base pairs.

An even stronger bond can be formed between two thiol groups present in for instance the
amino acid cystine. This bond is known as a disulfide bridge where the two thiol groups react and
form the bond. This is a covalent bond and therefore a very strong chemical bond, which stabilize
the entire self-assembled structure. In this case the role of the initial self-assembly process is to
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move the thiol groups close together to enable the formation of the disulfide bridges, which in
turn stabilize the entire structure (such disulfide bonds are often encountered in larger protein
structures).

In the peptide nanotubes the stabilizing factors are the hydrophobic packing of the sidegroups
and the π - π interaction arising from the stacking of the aromatic phenyl rings in the hydrophobic
core of the self-assembled PNT’s. In other words no chemical bonding between the individual
monomers are present and the stability of the self-assembled structures relies solely on non covalent
interactions.

1.3 Diphenylalanine Peptide Structures and Applications

1.3.1 A Historical Note on the Diphenylalanine Monomers

The diphenylalanine (FF) dipeptide has historically been related to the Alzheimer’s disease. The
connection arises from the notion that the two neighboring phenylalanine aminoacids are the cen-
tral structural recognition element of the β-Amyloid (Aβ) peptide of Alzheimer’s2(in Alzheimer’s
patients this peptide forms amyloid fibrils in the brain tissue). All short polypeptide capable of
binding the Aβ peptide had this central structural motif as the only recurring part. Therefore the
FF monomer is often referred to as the central structural motif of the Aβ peptide. This origin
initially led to the interpretation that the structures formed from this monomer also were amyloid
like structures and hence very stable and difficult to dissolve.3–5

The FF monomers are produced in standard linear peptide synthesis and are commercially
available and it has a molecular weight of 312.37 g/mol. Below an overview of the different
structures that can be formed from the diphenylalanine monomer and its analogues is provided.
The most used structure formed by the FF monomers is the peptide nanotubes that are the topic of
the current work. In fact this structure has given name to a whole class of self-assembling structures
(assembling in the samme way as the FF monomers). This class is referred to as the phe-phe class
and includes dipeptide with bulky hydrophobic side groups such as leucine, isoleucine, tryptophane
and of course phenylalanine.6

1.3.2 Self-Assembled Diphenylalanine Structures

The FF monomer is an interesting molecule since depending on the formation condition it is able to
form very different structures as illustrated in figure 1.2. Other aromatic hydrophobic dipeptides
have been reported to form both different and similar structures. A full discussion of these materials
is out of the scope of the current work. I will refer the interested reader to consult some of the
previous published work on this specific topic.6,10–13

In figure 1.2 an overview of the pathways for the formation of the self-assembled FF structures
is seen. Below the different pathways will be presented individually and previous applications of
the formed structures will briefly be noted. In the final parts of the present chapter previous
applications of the PNT’s will be described.

Peptide Nanofibers

From the FF monomer a forrest of peptide nanofibers attached to the surface can be formed, as
illustrated in pathway A in figure 1.2. The initial step in this pathway is the formation of a stock
solution. The lyophilized form of the FF monomer is dissolved in 1,1,1,3,3,3 hexaflouroisopropanol
(HFP) at a high concentration. In this alcohol high concentrations (above 200 mg/ml) of the
peptide monomer can be dissolved without the formation of aggregates.The peptide nanofibers are
formed by spreading the stock solution on a surface which is then dried under vacuum condition.
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Figure 1.2: Illustration of different pathways for the formation of the diverse structures that can be formed from
the diphenylalanine peptide monomer (illustrated in the top left corner). In most (pathway A-C) applications the
peptide monomer is initially dissolved in 1,1,1,3,3,3 hexaflouroisopropanol (HFP) to form a stock solution. If the
HFP solution is dried on a substrate to form a peptide film, which is then treated with analine vapor at an elevated
temperature, the formation of a peptide nanofiber forrest is observed as illustrated in pathway A. The peptide
nanotubes that are the central structure in this thesis are formed upon a dilution of the stock solution in water as
illustrated in pathway B and finally the peptide nanotubes can be electro spun directly from the HFP solution as
indicated in pathway C. An alternative approach for the formation of peptide nanotubes can be seen in pathway D
where a physical vapor deposition technique is utilized for the direct growth of peptide nanotubes attached to the
surface of the growth substrate. Note that in this process the monomers undergoes a structural change as indicated
in the figure. In the lower right corner of the figure structures formed by analogues of the peptide monomer is
summarized. reprinted with permission from.7–9
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When the film is heated in the presence of aniline vapor the growth of the peptide wires will
be initiated.14 The gradient of the aniline vapor away from the surface will ensure the vertical
alignment of the formed peptide wires. The diameter of the formed wires are rather consistent at
approximately 200 nm and the length is controlled by the time of growth although it is typically
in the order of a few microns.14 The growth of the peptide wires can be grown in specific pattern
by limiting the peptide film in the initial spreading by for instance PDMS structures whereby the
growth of the peptide wires can be limited to specific areas of interest.14,15 The peptide wires have
shown a high stability against thermal, chemical and proteolytic attacks16 and have been grown
on many different solid substrates such as silicon14 and gold electrodes.17

The peptide nanofibers have been utilized in electrochemistry as an autoclavable alternative to
laminin in order to increase the cell viability on metal electrode surfaces,15,18 for the formation of
super hydrophobic surfaces19 and as a scaffold for the formation of hybrids between the peptide
material and cobalt oxide,20 hydroxyapatite,21 polyalanine17 and palladium nanoparticles.22

Solution Formed Peptide Nanotubes

The solution based assembly of the PNT’s is the simplest and most used approach for the formation
of structures from the diphenylalanine monomers. In this approach illustrated as pathway B
in figure 1.2 the lyophilized peptide monomer is initially dissolved in HFP to form the stock
solution as explained above. This stock solution is then diluted in water or other polar solvents
in which process the PNT’s are formed.3 The assembly is an entropically driven process where
the hydrophobic side groups of the phenylalanine are rotated so that they are present on the same
side of the peptide backbone.23 The hydrophobic packing of the amino acid side groups (after
rotation of the sidegroups to position them on the same side of the peptide backbone) results in
the formation of the PNT’s. The water molecules will in this conformation mainly be in contact
with the hydrophillic peptide backbone which is entropically highly favorable also illustrated by
the fast assembly of the PNT’s. There is an alternative pathway for the formation of peptide
nanotubes denoted as pathway B*. Rather than dissolving the peptide in the HFP, it can be
dissolved in a water solution heated to 65◦C, followed by 30 mins. of equilibration and finally
cooling the solution to room temperature.24 The peptide nanotubes will form during cooling of
the solution once the concentration of the peptide monomers reaches a critical concentration. A
different approach for the formation of the PNTs involved the mixing of the peptide stock solution
and water in a laminar flow regimen. For this a microfluidic chip was fabricated allowing the
introduction of the separated solutions and its mixing in a merging channel.25

The peptide nanotubes formed by the diphenylalanine monomer all share the same overall
structural properties being that they are straight, stiff structures with no branches. The exact
organization of the peptide monomers in the assembled structure will be discussed below.

In the present work focus has been on the PNT’s formed upon dilution in pure water. How-
ever, the PNT’s can be formed in other polar solvents to gain structures with different character-
istics.26–29

Electrospinning of Peptide Nanotubes

PNT’s can also be formed in an electrospinning procedure as illustrated in pathway C in figure
1.2. A high voltage difference is applied between the needle from the reservoir, containing the
stock solution, and the substrate. This high voltage forms a jet of solution in which the peptide
monomers are present. Upon the evaporation of the HFP the peptide nanotubes are formed.
The formed structure shows the same characteristic Raman spectra as the solution based peptide
nanotubes and hence has the same chemical composition.8 The diameter of the electrospun fibers
are much more consistent than the diameter of the PNT’s formed in solution. The length of the
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PNT’s formed by the electrospinning process is also much longer than the tubes formed in solution.
The diameter and length of the PNT’s can be controlled to a certain degree by the electrospinning
parameters such as the applied voltage and the concentration of the monomers.8 The PNT’s
formed in the electrospinning process have currently not been utilized in any applications. This
might be due to the fact that the peptide tubes formed in solution is easier to form than the PNT’s
formed by electrospinning.

Physical Vapor Deposition Based Nanotubes

In pathway D in figure 1.2 an approach for the formation of peptide nanotubes attached to the
surface of a substrate is illustrated. This process is based on a physical vapor deposition (PVD)
technique where the FF monomers in powder form is heated in a vacuum chamber at 220◦C
which evaporates the monomers. During the evaporation phase the peptide monomer attains a
cyclic structure and finally assembles in peptide nanotubes on the surface of the substrate which is
maintained at a lower temperature of 80◦C.9 The formed peptide nanotubes are vertically aligned as
a function of the formation process as seen in figure 1.2 where a SEM image of the formed structures
is shown. The peptide nanotubes formed in the PVD approach show a different conformation than
the PNT’s formed in solution due partly to the cyclic nature of the monomers and partly due
to the absence of water. The peptide nanotube array can be formed at wafer scale and can be
patterned as described by Shklovsky et al.30

The peptide nanotubes formed by the physical vapor deposition technique have been utilized
as super capacitor structures,9,31 as surface modification for increased hydrophobicity9 and as
electrode modification in electrochemistry30

Structures Formed from Diphenylalanine Analogues

A slight chemical modification of the peptide monomer can as noted in the table in figure 1.2
lead to the formation of different peptide structures.32 When a tert-butoxycarbonal(boc) group
is attached to the amino terminated end of the dipeptide it is possible to form peptide spheres or
particles. The modified peptide monomer is dissolved in HFP at a concentration of 100 mg/ml.
When diluted in water this monomer forms peptide tubes as was the case for the native structure.33

However when diluted in ethanol rather than water the monomers form nanospheres with diameter
between 30 nm and 2 µm micrometers with an average diameter of 1 µm.32 The formed structures
have been reported as a unique material with a stiffness comparable to that of steel.32 However,
recently the hollowness of the structures has been questioned as assumed in the previous reports.34

Furthermore they can be printed directly onto the surface of substrates using an ink jet printer.33

The boc modified peptide stock solution has recently been combined with a stock solution of the
native peptide for the formation of nano necklaces.35 Another modified version of the diphenylala-
nine monomers, that forms hydrogel upon the dilution of the HFP stock in acidic solutions,36,37

is the Fmoc version of the monomer where the amino group is protected by a fluorenylmethoxy-
carbonyl group.38–42 These hydrogels have been used as cell culture platforms,38–40,43–45 optical
biosensors,46 drug delivery candidates47 and batteries.48 An overview of the different analogues
can be found in the review by Reches et al.49

1.3.3 Application of Diphenylalanine Peptide Nanotubes

Many applications of the peptide nanotubes have been inspired by previous applications of better
know wire geometries such as semiconducting nanowires50–53 and carbon nanotubes.54–58 The
applications presented below will be divided into direct applications, where the PNT is present in
the final product, and indirect applications, where the PNT’s are only used as a fabrication tool.
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Bare in mind that many of the applications presented below were designed when the PNT’s were
still believed to be stable in most solutions. The issue with stability will be addressed in chapter
3.

One of the main advantages of the PNT’s compared to the traditional wire structures mentioned
above is beside the mild fabrication conditions the availability of both amino groups and carboxylic
groups that decorates the surface of the PNT’s. The presence of these groups allow a very simple
and direct functionalization procedure with a possibility to use the two groups for two different
functional molecules providing a simpler approach for multiple functionalization schemes.

Direct Incorporation

In direct applications the material properties of the self-assembled structures is a key parameter
for the functionality of the finished product. The easy access to both amino groups and carboxylic
groups on the surface of the nanowire enables, as mentioned above, a very easy functionalization
scheme. This combined with the fact that the PNT’s were believed to be stable under most condi-
tions made them excellent candidates for electrode modification inspired mainly by the electrode
modification with CNT’s.59–62 The purpose of such an electrode modification is to increase the
surface area of the electrode and at the same time provide a pathway for functionalization. The
central idea is illustrated in figure 1.3a where the enzymatically active molecule is chemically linked
to the surface of the PNT’s and hence the effective surface area of the electrode is increased63 as
first demonstrated by Yemini et al.64 This effect has been utilized for the detection of glucose using
glucose oxidase molecule,66,72 dopamine using a PNT-Copper complex in a nafion film73 and as
an immunosensor for the detection of Escherichia coli bacteria.65 In the electrochemical detection
of glucose the PNT’s are utilized in two different approaches. Initially the PNT’s are simply used
to increase the surface area of the working electrodes.72 In the later approach the they are also
utilized as a carrier for the glucose oxidase molecules, which is positioned in the cavity of the
PNT’s. The presence of the PNT increases the long term stability of the glucose oxidase67,74 that
retained a larger part of its functionality compared to glucose oxidase molecules stored directly in
solution. The PNT’s have in several applications been utilized as a scaffold for the immobilization
of different active groups. As seen in figure 1.3b functionalized PNT’s have been utilized for the
detection of neurotoxins69 and as carriers for photosynsitive active molecules.68

Another demonstrated direct application of the peptide nanotubes is the formation of coaxial
nanocables, where the nanotube served the role as the isolating middle layer.71 In this approach an
extra amino acid containing a thiol group that enabled the attachment of discrete gold nanoparticles
was introduced in the monomers. After the reduction of silver inside the cavity of the PNT’s the
reduction of gold from the solution formed a continues layer of gold on the outside of the nanotube
from the discrete nanoparticles as illustrated in figure 1.3c.

The PNT’s have furthermore been utilized in the fabrication of composite materials as a filler
to achieve better material properties corresponding to the native polymer. PNT’s have for instance
been utilized to enhance the ion transport properties of solid polymer electrolytes75 and increase
the mechanical strength of an epoxy.76

Indirect Applications

In indirect applications the material properties and long term stability is of minor importance
since the PNT’s are only utilized as a scaffold structure in a fabrication process. In one of the
first reports on the use of PNT’s3 the formed tubular structures were utilized as a template for
the reduction of silver ions which eventually formed a silver nanowire.3 However, the process
behind the formation of the silver wire has been questioned in recent yars.77 In another work the
PNT’s have been utilized as a scaffold material for the realization of hollow TiO2 nanotubes.78
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Figure 1.3: Illustration of different applications of the FF PNT’s. The most widely used direct application of
the PNT’s is as an electrode modification material to increase the surface area of the electrode and hence increase
the sensitivity of the electrochemical measurements as illustrated in a. Another direct application of the PNT’s is
as a scaffold material for a biomimetic photosynthesis system and an optical biosensor is illustrated in b. Finally
examples of the PNT’s as a fabrication tool are illustrated in c. Reprinted with permission from.65–71
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Finally PNT’s has been utilized as a scaffold for the fabrication of nanofluidic channels directly in
a photoresist polymer as seen in figure 1.2c.70

The PNT’s provide an easy and quick way of realizing nanostructured objects in a low cost
approach. Therefore they have also been utilized as a template material to transfer the nanostruc-
ture geometry to other materials. However, before one is able to rely on the PNT’s as a fabrication
tool a controlled way of manipulating the structures must be developed. This will be the focus of
chapter 4.
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CHAPTER 2

Diphenylalanine Peptide Nanotubes

The dipeptide FF can, as presented in the previous chapter, form a range of different structures
with very different characteristics and properties depending on the formation conditions. When
dissolved in water either directly using sonication79 or from a stock solution in HFP3,71 the dipep-
tide self-assemble into nanotubes with a hydrophilic core and outer shell.6,77 On the other hand,
when grown from a thin film in the present of analine vapor in the absent of water, the dipep-
tide form a forrest of nanofibers14,20 with distinct different properties and characteristics than the
corresponding nanotubes.79

In the present work focus has been placed on the nanotubes and the applications of these.
Therefore in this chapter and the remainder of the thesis focus will be on the characteristics of the
PNT’s and the aggregates formed from these. The peptide nanowires will only be introduced to
highlight the diversity of the structures formed from identical monomers.

2.1 Structure

The overall properties of the assembled PNT’s and the larger microcrystals are strongly depended
on the organization and interactions of the individual FF monomers. Therefore before the proper-
ties of the structure are investigated in more details the internal structure of these assemblies will
be discussed.

2.1.1 Structural Organization

Originally it was proposed that the peptide monomers in the self-assembled PNT’s were arranged
in β sheets3 similar to the assemblies of traditional amyloid fibrils.4,5 This was supported by exper-
imental data from Fourier transform infrared spectroscopy and congo red staining experiments.3

The assumption arose from the original notion that the FF dipeptide was the central structural
motif of the amyloid fibril Aβ42.3 The presence of these fibrils in the brain is as mentioned above
related to the Alzheimer’s disease.

The FF monomers consist as previously mentioned of two phenylalanine amino acids as seen
in figure 2.1a. The two side groups are highly hydrophobic and the peptide backbone is highly
hydrophilic. Therefore if the hydrophobic side chains arrange so that they are at the same side

13
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Figure 2.1: In vacuum the two side groups of the FF molecule will be located on either side of the peptide backbone
as illustrated in the top part of a. However, there is rotational freedom around the peptide bond indicated with θ
in the figure so that the side groups can rotate to the same side of the backbone. This configuration gives rise
to a molecule with a larger hydrophobic part and a smaller hydrophilic part. When submerged in a polar solvent
this configuration is entropically favorable since the hydrophobic sidegroups can be shielded from the polar solution
by the formation of double layered nanotubes as seen in b and e. The further aggregation of these nanotubes to
increase the shielding effectiveness leads to the formation of the PNT’s illustrated in c. In d a SEM image of these
formed structures is shown. b and c is adapted from77 and e is adapted from.23

of the backbone the monomer will have a hydrophobic side and a hydrophilic side. When diluted
in water the hydrophobic parts of the monomers would prefer to be shielded away from the polar
water molecules forming structures similar to micelles. Due to the packing parameter the peptide
monomers will be arranged in nanotubes with a hydrophilic core and surface. The hydrophobic
sidechains are packed inside the wall of the individual PNT’s as illustrated in figure 2.1b and
confirmed by molecular dynamic (MD) simulation as seen in 2.1e.23 This organization theory
has been supported by single crystal x-ray diffraction experiments,10 x-ray powder diffraction
experiments77 and molecular dynamics simulations.23 The position of the two sidechain on the
same side of the backbone results in an unusual torsion angle between the two amino acids (The
rotational angle around the amide bond linking the two amino acids shown as θ in figure 2.1a)
in the order of 0◦ representing a higher energy state than the ground level. However this is
compensated by the possibility of limiting the contact between the hydrophobic sidechains and the
polar water molecules and therefore an overall increase in entropy.6 In fig. 2.1b an illustration of
the suggested organization of the peptide monomers is shown which illustrates how the sidechains
on the PNT’s are shielded away from the hydrophilic core of the individual nanotubes and the core
of the larger super assembly. This information was supported in molecular dynamics simulations
where the FF monomers were randomly placed in a box with periodic boundary conditions as
seen in figure 2.1e. In less than two µs the formation of the PNT’s was observed23 underlining
the fast formation process also observed experimentally. In fig. 2.1c it is illustrated how the
formed PNT’s pack further together in the formation of the larger nanotubes and microstructures.
This later aggregation of the individual PNT’s into larger microstructures is a slower process than
the formation of the individual nanotubes. The further aggregation of the individual PNT’s is
confirmed in the MD simulation shown in fig. 2.1e in this case through the interaction of a formed
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Figure 2.2: Images of the FF PNT’s. In a an assembly of the PNT’s is shown. In this SEM image both the
smaller PNT’s (also seen in c) and the larger supra assemblies of these (also seen in b) is shown. In this image also
the interaction between the smaller PNT’s in the formation of the larger structures can be seen. Regardless of their
size the tubes formed from the FF peptide appear strong and stiff evident by the straight nature of the structures.

nanotube and a spherical structure. The aggregation of the formed PNT’s further reduces the
entropy of the system since the shielding of the hydrophobic sidechains in the individual PNT’s is
not sufficient. Therefore energy can be gained by fussing two or more of these individual nanotubes
into larger supramolecular structures, while the water columns inside the individual PNT’s remains.

2.1.2 Dimensions

As stated above the FF monomers initially assemble into individual PNT’s that further aggregate
into larger nano and microstructures. The diameter of these individual nanotubes is less than 2
nm. These structures are however not observed under dried conditions and therefore all of the
characterization conducted and the suggested application is based on the larger supra assemblies
and not the individual nanotubes. By tradition these supramolecular structures are referred to
simply as PNT’s regardless of their size. For simplicity this notion will be adopted in the present
thesis.

The fact that the structures seen in SEM and TEM analysis are the larger supra assemblies also
explains the wide range of different sizes and tubular shapes reported, ranging from the smallest
structures like the one seen in figure 2.2c with a diameter around 100 nm to the larger giant
structures with diameters of severalµm’s as seen in figure 2.2b. Despite the difference in size all of
these structures show the same overall conformation indicating that they share the same building
block namely the individual nanotubes. The internal van der Valls diameter of the individual
nanotubes has been determined by x-ray crystallography to be 0.92 nm.6 The water inside these
central coloumns is crystallographic water meaning that it is an integral part of the structure
and hence cannot be removed easily from the structures either by heating or vacuum. The larger
supramolecular structures in fact consist to a large degree of such water columns. The formation
of these supramolecular structures is a dynamic process, where over time, the average size of the
structures in a given solution tend to increase. The presence of the central water columns has
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furthermore been confirmed using electrostatic force microscopy,34 where a change in the electrical
signal indicates a local change in the dielectric properties of the material.

In figure 2.2a-c SEM images of the different sized FF PNT’s are seen. From this figure it is
obvious that the PNT’s tend to be rigid and straight indicating that the stiffness of these structures
is very high. Furthermore no branching has been observed in the PNT’s at any point in contrast
to many other self-assembled structures.

The dimension of the supramolecular structures is, as mentioned above, governed by the incu-
bation time, namely the age of the solution. To obtain smaller peptide structures one should be
sure to prepare fresh solution prior to experiments. The formed structures furthermore vary with
relation to the central core of the microtubes. This behavior underlines the organizational theory
proposed and verified by Görbitz.6,10,77

2.2 Physical Characteristics

In this section the physical characteristics of the assemblies will be presented and discussed. Some
of the characteristic properties inherited from the individual monomers, some from the individual
PNT’s and some from the interplay between all of these components. Again as mentioned above
the focus of this characterization will be on the larger assemblies rather than on the individual
PNT’s, since these will not be observed in experiments and hence will not have any practical
applications.

2.2.1 Mechanical properties

The appearance of the PNTs in for instance SEM, as seen in figure 2.2, suggests that the PNT’s
are strong and rigid structures. In two different experiments the mechanical properties of the
PNT’s have been investigated.80,81 The two independent experiments both conducted with an
AFM yielded rather similar results. In7 a general introduction to these different characterization
approaches can be found. In the studies a the stiffness of the tube was estimated to 160 N/m80

independent on the tube dimensions and a Young’s modulus of 19 GPa80 and 27 GPa.81

The modulus was estimated for a range of temperatures and at temperatures beneath 100◦C the
modulus dropped with increasing temperatures. Above this temperature the nanotubes lost their
structural confirmation probably due to reorganization of the peptide backbone in the individual
monomers as reported elsewhere.82,83 The thermal stability of the formed nanotubes will be
discussed in more details below. The humidity did not seem to change the properties of the
nanotubes in any predictable manner.

2.2.2 Electrical Characteristics

The main application of the PNTs in previous reports has been as an electrode modification
material for the increase of the active surface area and hence increase the sensitivity of the sensor.
Therefore the electronic properties of the PNT’s are highly relevant to study and have been the
subject of previous work.

Initially the direct conductivity of the formed structures has been measured in a two electrode
setup indicating that the PNT’s as most biological materials are somewhat isolating.84 In this work
the PNT’s were immobilized on gold electrodes and the current-voltage relationship for both single
peptide tubes and bondles of tubes was recorded. In both cases only a few pA’s were recorded at
a potential difference of a few volts.85 A slightly higher conductance has been observed for the
peptide nanowires.86 The charge transfer in the individual peptide monomers has been reported
to be on the order of the transfer in inorganic structures such as CNT’s.87 However the weak link
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in the PNT’s is the coupling between the individual monomers in the PNT’s and therefore the
conductance of these structures is not comparable to that of the inorganic structures such as the
CNT’s.
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CHAPTER 3

Stability of the Peptide Nanotubes

3.1 Introduction

The initial focus of the present project was the development of biosensors, such as Biological Field
Effect Transistors (BioFET), and drug delivery systems based on the PNT’s. In this context the
stability of the PNT’s in liquid is vital. In a previous report the chemical and thermal stability
of the PNT’s was investigated.83 However, in this work only dried samples of the PNT’s were
investigated and hence no real information regarding the stability in solution is gained. In the
article below the stability of the PNT’s in solution is investigated using a combination of optical
microscopy, mass spectrometry and high pressure liquid chromatography experiments. To compare
these results with the previously published work83 it is important to keep the structures and the
fast formation of the PNT’s, described in the previous chapter, in mind.

3.1.1 A Note on Thermal Stability

The ability of the peptide nanotubes to handle elevated temperatures greatly depends on whether
the peptides are in a dried condition or in a solution. The concentration at which the peptide
nanotubes form is affected by the temperature of the solution, when the solution is heated the
critical concentration increases and the already formed peptide nanotube structures start dissolving
until the critical concentration of the monomers in solution is reached, whereby equilibrium once
again is established. Therefore the thermal stability of the structures in solution is simply a question
of the critical concentration of the monomers in that particular solution at a given temperature.
This is also evident from the alternative formation process of the peptide nanotubes in which
the peptide monomers are dissolved in a heated water solution under sonication.24 The critical
concentration of the monomers is higher at this elevated temperature and the PNT’s form once
the solution is cooled and the critical concentration as an effect of this decreases. Previously the
thermal stability in solution has been studied and it has been published that the peptide nanotubes
remain stable even at elevated temperatures (up to 120◦C).83 However as the peptide nanotubes
are only studied in a dried state the peptide nanotubes are able to form in the evaporation process
even if it is very rapid. Keep in mind that the peptide nanotubes form in less than a second.23,77

Therefore in principle only the chemical stability of the individual monomers have been studied
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Figure 3.1: Illustration of the structure formed when heating a dried peptide nanotube. The structural confor-
mation change of the FF monomer, illustrated in a, induces a difference in the geometry of the peptide nanotube
splitting the PNT’s into smaller entities as seen in the SEM images shown in b. The dimensions of the newly
formed structures are orders of magnitude smaller than that of the unmodified PNT’s.

in the previous work.83 In agreement with the studies of dried structures they remain stable at
temperatures of 121◦C and below.

In the article below the stability of the peptide nanotubes in solution is investigated. In dried
conditions the situation is different. In fact several studies has investigated the thermal stability
of the formed and dried peptide nanotube structures. When the nanotubes are in a dried state
their properties are remarkably different. At temperatures below 100◦C the peptide nanotubes
remain stable and the structural conformation is not affected by the heating procedure. However
at elevated temperatures changes are observed even below the melting point of the structure,
which is around 300◦C,83 as seen from the SEM images in Figure 3.1. The change in structural
conformation seen in these images arize from a cyclization of the linear peptide backbone in the
individual monomers as illustrated in Figure 3.1a. In this process the carboxylic - and the amino
group reacts. The structural change was originally demonstrated with a range of x-ray techniques
by Amdursky et al.88 and later confirmed by 1D and 2D NMR studies by Jaworsky et al.89 The
structural change of the peptide monomers split the larger aggregates up into smaller entities as
seen in the figure.
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Over the last couple of years, self-organizing nanotubes based on the dipeptide diphenylalanine have

received much attention, mainly as possible building blocks for the next generation of biosensors and as

drug delivery systems. One of the main reasons for this large interest is that these peptide nanotubes are

believed to be very stable both thermally and chemically. Previously, the chemical and thermal stability

of self-organizing structures has been investigated after the evaporation of the solvent. However, it was

recently discovered that the stability of the structures differed significantly when the tubes were in

solution. It has been shown that, in solution, the peptide nanotubes can easily be dissolved in several

solvents including water. It is therefore of critical importance that the stability of the nanotubes in

solution and not after solvent evaporation be investigated prior to applications in which the nanotube

will be submerged in liquid. The present article reports results demonstrating the instability and

suggests a possible approach to a stabilization procedure, which drastically improves the stability of the

formed structures. The results presented herein provide new information regarding the stability of self-

organizing diphenylalanine nanotubes in solution.

1. Introduction

Self-organizing peptide nanotubes can be employed in a large

number of intriguing applications ranging from building blocks

in the fabrication of new types of biosensors, such as a Biological

Field Effect Transistor (BioFET), over drug delivery systems, to

the chemical modification of electrodes.1–6

Peptide nanotubes based on the self-organization of the

dipeptide diphenylalanine (FF) have received much attention as

a promising nanostructure. Previously, it has been shown that

self-organizing nanotubes based on these particular dipeptides

display a high Young’s modulus and bending stiffness.7,8

Recently, their electrical and structural properties were investi-

gated in our group.9,10 Furthermore it has been published that

they are thermally stable up to 80 �C11,12 and that they are also

chemically very stable.13 However, the latter result was obtained

based on a study of dried samples of peptide nanotubes, for

which reason investigation did not reveal information concern-

ing the chemical stability of the peptide nanotubes when

submerged in solution.

This article presents recent results demonstrating that peptide

nanotubes can be dissolved in most liquids, including water. In

contrast, peptide nanotubes have previously been found to be

stable in most solvents. However, the previous data was

obtained from the observation of dried droplets of peptide

solutions and, therefore, any knowledge of the stability of the

nanotubes in a liquid environment was lost. Hence, new inves-

tigations of the stability of the peptide nanotubes in solution are

required. Within the framework of the present study, tests were

performed on the stability of the nanotubes in various solutions

ranging from organic solvents to buffer liquids, including

Phosphate Buffered Saline (PBS), which is a commonly

employed biological buffer and therefore highly relevant for

biomedical applications.

Various descriptions of the self-organizing process for the

peptide nanotubes exist in literature. The two governing

hypotheses include the dipeptide monomers first forming a sheet

and then rolling up to form nanotubes,5,6,14 and the dipeptides

arranging themselves into hydrophobic-hydrophilic rods which

interact to form larger superstructures.15–17 The information

gained from the study of the dissolution process can assist in the

understanding of the formation process since it is easier to

monitor the former rather than the latter.

An interesting application involving the peptide nanotubes is

the possibility of reducing silver within the nanotubes to

increase their ability to conduct current.5,6 However, the layer of

peptides covering the silver nanowire after the reduction process

significantly raises the contact resistance between the silver wire

and the contact pads. Dry etching clean room processes have

been suggested as a possible means for removing the dipeptide

nanotubes from the contact area.2 At the end of the paper we

will suggest a simpler method for the removal of the peptide

nanotubes.

2. Experimental section

2.1. Materials and chemicals

The FF peptide was purchased from Bachem (Cat. no. G-2925,

Germany). All other chemicals were purchased from Sigma-

Aldrich.

The optical microscope images were obtained using an inver-

ted microscope (Olympus IX51) and all the dissolving experi-

ments were conducted in 1.5 ml microwells purchased fromNunc

A/S.

aDTU - Nanotech, Technical University of Denmark, Lyngby, Denmark.
E-mail: winnie.svendsen@nanotech.dtu.dk; Fax: +45 4588 7762; Tel:
+45 4525 5731
bDepartment of Biotechnology, Lund University, Lund, Sweden

† Electronic supplementary information (ESI) available: Experimental
mass spectroscopy data and overview of dissolution in solution in
which the peptides dissolves slowly. See DOI: 10.1039/c0nr00734j
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2.2. Preparation of the peptide nanotubes

The peptide nanotubes were all formed from a stock solution of

FFmonomers. The stock solution was prepared by dissolving the

FF peptide powder in the alcohol 1,1,1,3,3,3-hexafluoro-2-

propanol (HFP) at a concentration of 100 mg/ml. A fresh stock

solution was prepared prior to the experiments. In order to form

the nanotubes, the stock solution was further diluted in water to

a final concentration of 2 mg/ml and aged for a day during which

period the nanotubes were formed. The peptide structures were

formed in acidic conditions in diluted hydrochloric acid.

2.3. Fixation of the nanotubes

An important part of the study was the possibility of observing

the nanotubes when placed in a solution. Such a controlled

monitoring of the nanotubes in a liquid environment was enabled

by fixing them to the substrate before introducing the solvent in

question. In these experiments, a 10 ml drop of the peptide

solution at a concentration of 2 mg/ml was dried in a microwell

under vacuum conditions at room temperature. Control experi-

ments showed that tubes dried under atmospheric pressures

showed similar results, see the supplementary material. The

microwell containing the dried sample was then placed under an

inverted microscope and the peptides were monitored continu-

ously as fresh solution was dispersed on top of the dried nano-

tubes.

2.4. Optical observation of the dissolving process

In these experiments a 10 ml drop of peptide solution (2 mg/ml)

was dried as described above. To test the stability of the peptides

in various solvents, 1 ml of the solvent was added to the micro-

well and the peptide structure was monitored using an optical

microscope. To verify that the heat generated by the light from

the inverted microscope did not influence the obtained results,

parallel experiments were performed outside the inverted

microscope. These experiments showed equivalent results, and it

could thus be concluded that the generated heat in the liquid did

not affect the results presented below.

2.5. HPLC experiments and mass spectrometry

To confirm observations from the optical microscopy, high

pressure liquid chromatography (HPLC) as well as mass spec-

trometry (MS) analysis was performed on small samples of the

fresh solution dispersed on top of the dried nanotubes at

different times succeeding the addition of the solvents. If the

peptide nanotubes became dissolved, the corresponding peak

should increase over time. The solutions analyzed using HPLC

were taken during the dissolution experiments as explained

above. MS determinations of the peptide nanotubes (PNTs) were

performed using turbo ion � spray MS (QSTAR �,-i-Q-TOF

tandem mass spectrometer, PE Sciex, Toronto, Canada) con-

nected in series to a HPLC system from Perkin Elmer (Boston,

USA). The samples (z10 ml) containing the FF monomers

having gradually increased contact times with the solvents

studied were serially injected via the LC autosampler. The mass

spectrometer was set to positive ion mode with a needle voltage

of +5500V and the quadrupole system was set to scan m/z 200–

1000 in TOF-MS mode whereas for product ion mode (i.e. MS/

MS) a range of m/z 50–1000 was chosen. Analysis of the MS data

was performed using the software Analyst �,QS (PE Sciex,

Toronto, Canada).

3. Results

The diphenylalanine dipeptide will form two different structures

when mixed with water. In the solution both peptide nanotubes

and larger microcrystals consisting of these peptide nanotubes

will form. In Fig. 1 the two structures formed by this material are

illustrated. In this figure also the interaction between the nano-

tubes and the larger microcrystal structures can be seen, as the

nanotubes tend to attach to the sides of the larger microcrystals.

In the inset an image of a single peptide nanotube is shown in

order to better distinguish its size.

In the initial experiments, the stability of the peptide nano-

tubes in solution was investigated using solvents in which the

nanotubes have previously been shown to be stable.13 The

microcrystals were monitored under the microscope immediately

after the solvents had been added to the dried samples. In order

to better be able to visualize the dissolution process the dissolving

of the larger microcrystals was monitored in this part of the

investigation. However, later the dissolution of the nanotubes

will be followed by the monitoring of the concentration of the

dipeptide monomers. Images of the nanotubes were taken at

fixed intervals during the dissolution process, and Fig. 2 displays

optical images from some of these experiments. As can be seen,

the stability of the nanotubes was very different in solution as

compared to previously published results. The nanotubes were

found to dissolve in most of the tested solvents. Furthermore, the

dissolution time of the peptide nanotubes differed drastically

between the solutions. Images from long-term monitoring of the

peptide tubes are available in the supplementary material. It was

found that the peptide nanotubes seemed stable only in aceto-

nitrile and PBS saturated with peptide monomers. Nevertheless,

it should be noted that the peptide structures should be stable in

Fig. 1 SEM image to show the different structures that the dipeptide

diphenylalanine is able to form. In this image the larger microcrystals also

formed by diphenylalanine are visible along with a pile of peptide

nanotubes. The inset shows a single peptide nanotube. The scale bars in

both images correspond to 1 mm.
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any saturated solution; PBS was merely used for illustrative

purposes since the peptide tubes dissolved quickly in the non-

saturated solution.

To confirm the results from the optical investigation, HPLC/

MS experiments were conducted. If the results presented above

were correct and the peptide nanotubes indeed dissolve when

submerged in solution, the concentration of peptide monomer

should increase over time from zero to a saturated concentration

level in the liquid covering the dried nanotubes. Therefore, a way

to confirm the results presented above would be to monitor the

concentration of the peptide monomers as a function of time.

Fig. 3 plots the amplitude of the HPLC peak corresponding to

the peptide monomers dissolved in solution as a function of time.

From this figure, it was clear that the amplitude of the peak and

hence the concentration of the monomers did in fact increase

over time and hence that the peptide nanotubes dissolves. By

using MS, it was confirmed that the HPLC peak increasing in

intensity over time corresponded to the FF monomers. The data

from these experiments can be seen in the supplementary mate-

rial online.

In order for the peptide tubes to be successfully incorporated

into a variety of sensor systems, it is essential that their stability

in solution becomes increased so that they remain intact longer

when submerged in the liquid. Thus, it was studied how a change

in the formation conditions affected the stability of the formed

structures. The results showed that the structures formed in an

acidic environment demonstrated an increase in stability over

time. However, it should be noted that the exact structural

conformation of these is still not known. Fig. 4 presents

a number of optical images of the dissolution process of peptide

structures formed at pH 3 submerged in PBS. This dissolution

process should be compared to standard tubes becoming dis-

solved in PBS, as presented in Fig. 2. As can be seen from these

images, the tubes showed a tendency of being more stable when

formed in a more acidic environment. When formed in the most

acidic environment, the tubes were found to be stable in the

solution for up to several hours. It should be noted that the

number of tubes formed in a given solution was strongly

dependent on the pH of that particular solution. From the per-

formed experiments, one can see that when formed at a pH

between 5 and 6 the density of tubes is highest. In more acidic

solutions, much fewer peptide tubes were formed and the

formation process was significantly slower. At pH 3, for instance,

the peptide solution had to age for several days before the tubes

were completely formed.

4. Discussion

The results presented above have revealed new information with

regard to the chemical stability of the peptide nanotubes. It was

demonstrated that the peptide nanotubes could be dissolved in

Fig. 2 Microscopy images of the dissolving peptide nanotubes in

distilled water, PBS (pH 7,4), ethanol, isopropanol, methanol, acetoni-

trile and a PBS (pH 7,4) solution saturated with peptide monomers. From

these images, the nanotubes were found to dissolve in many of the

solutions in which it has been claimed that they were stable. All scale bars

in the images correspond to 20 mm.

Fig. 3 An example of data from the HPLC experiments, performed to

confirm the results presented in Fig. 2. Here the concentration of the FF

monomers was monitored in an aqueous solution. The horizontal axis

should not be seen as an expression of the dissolution time (but rather as

the actual duration of the measurements). However, from the above

figure, it is clear that the concentration of the FF peptide monomers

increased as the peptides were dissolved in the fresh solution.

Fig. 4 Optical images of the dissolution process of peptide structures,

formed at pH 3, submerged in PBS. It was clear that the tubes showed

a tendency to be more stable when formed in a more acidic environment.

All scale bars corresponds to 20 mm.
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most solvents including water and PBS.Many of the applications

in which nanotubes are planned to play a central role involve

their submersion in a solvent. An example of such use could be

BioFET or cargo vehicles designed for drug delivery.

The dissolution effect observed in the optical microscope was

confirmed by HPLC/MS experiments. Here, it was seen that the

concentration of FF monomers increased over time in a fresh

solution added to the dried peptide structures. The fact that the

concentration of the monomers increased continually over time

confirmed that the peptide structures became dissolved; other-

wise, the concentration of monomers would be constant as

a function of time. Through MS analysis, it was determined that

it was the concentration of the FF monomers that increased over

time.

The above mentioned results suggest that the formation of

self-organizing peptide nanotubes was a question of solubility of

the peptide monomers in the various solutions. When the

concentration of the peptide monomers exceeded the solubility

limit of peptide monomers, peptide nanotubes were formed.

Naturally, the solubility of the peptide monomers varied with the

type of solution. When a fresh solution was added to a dried

sample of peptide nanotubes, the latter became dissolved due to

the same effect. Initially, the concentration of peptide monomers

in the fresh solution was zero, and as long as the concentration of

monomers remained below the solubility of peptide monomers,

the nanotubes continued to dissolve and eventually disappeared.

The previous section demonstrated that it was possible to

drastically increase the stability of the peptide tubes by altering

the formation process. This represents a means of obtaining

a sufficient stabilization of the peptide tubes in order for them to

be useful in a variety of applications. We have shown tubes that

remained unaffected by the dissolution process for more than

two hours in a PBS solution, whereas tubes formed in the stan-

dard approach disappeared after only a couple of minutes, as

evidenced in the experiments. This was indeed very promising

since a further optimization of the parameters involved in the

formation process might result in even more stable tubes.

The time it took to form the peptide tubes varied significantly

with pH, as was mentioned above. This might prove useful in

future applications since the formation of peptide tubes in

distilled water might lead to additional peptide tubes forming in

the evaporation phase. This, in turn, could give rise to tubes at

unwanted places after a completed manipulation. However, for

the tubes formed in the acidic solution, the formation process

would be so slow that no new tubes should form in the evapo-

ration phase. Hence, when a tube in solution has been positioned

at the place of interest, no formation of new tubes occurs when

the solution is evaporated, thus rendering the manipulation of

the peptide far more simple. It should be noted that the structural

details of the structures formed in the acidic environment is still

unknown. Therefore whether they are in fact nanotubes or rather

nanowires is a subject for further investigation.

In this work, only the pH of the solution was varied, however

many other parameters in the formation process may influence

the properties of the tubes. When the peptide monomers are

dissolved in distilled water, as described in the standard process

for tube formation,6 the pH of the solution actually dropped to

around pH 5. It was demonstrated that the tubes formed at this

pH were the most unstable (even though the amount of formed

tubes was much larger), which indicates that the standard

production approach results in the most unstable structures.

Therefore, it is strongly suggested that the parameters of the

formation process be investigated further and in particular that

a new standard fabrication process be developed.

The results presented by Adler-Abramovich et al.13 can also be

explained by this description of nanotube formation. These

authors mainly studied peptides after solvent evaporation. In this

case, the peptide nanotubes will form in the evaporation phase

even though they are not present in the solution. This is due to

the concentration of the monomers increasing as the solvent

evaporates. Our experiments also confirmed that nanotubes

reformed in the evaporation phase.

The results presented in this article may explain some of the

difficulties with these peptide nanotubes according to prior

publications. In the work by Ryu et al.,18 the authors stated that

the stability of the peptide nanotubes could not be investigated as

a result of the nanotubes detaching from the surface they were

placed on when emerged into the solvent. These observations can

be explained by the fact that the nanotubes simply dissolved in

the different solutions in which they were submerged. The fact

that the peptide nanotubes dissolved in nearly all solutions can

actually also be used in a wide variety of new and innovative

applications. For instance, water could be used instead of the dry

etching machines, as suggested previously,2 in the process of

achieving electrical contact between the contact pads and the

silver wires reduced inside the peptide nanotube. Furthermore,

the nanotubes could be employed as a mold in the fabrication of

a nanofluidic channel connecting two reservoirs.

5. Conclusion

This article has presented the stability of diphenylalanine peptide

nanotubes in solution, which differed significantly from previ-

ously published results regarding the stability under dried

conditions. In particular, images of the peptide nanotubes dis-

solving in distilled water, PBS, ethanol, methanol, isopropanol

and acetonitrile were shown.

It was argued that the dissolution of these peptides could be

due to the final solubility of the peptide monomers in the

respective solutions. In particular, the nanotubes were found to

be stable in a saturated solution, which confirms this hypothesis.

In many potential applications, the peptide nanotubes will be

exposed to a solvent. The present investigation is thus of great

importance since it proves that the stability of the peptide

nanotubes in solution differs from that of the same structure

under dry conditions. From this, it is clear that an emphasis

should be put on the stabilization of the peptide nanotubes in

order to expand the field of possible applications for this mate-

rial.

The present article has also shown that the stability of the

peptide tubes could be increased by simply forming them under,

for instance, varying pH conditions of the solution. In particular,

it was demonstrated that tubes formed at low pH were more

stable than their counterparts formed in the standard fabrication

approach used previously. Such a dramatic increase in peptide

stability is indeed a promising result. However, room for opti-

mization remains with regard to the formation parameters,

which may result in even longer stabilization.
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26 CHAPTER 3. STABILITY OF THE PEPTIDE NANOTUBES

3.2 Summary and Perspectives

In the article above the stability of the PNT’s in solution was investigated and in contrast to
previous study where only the dried samples of the PNT’s were investigated it was demonstrated
that the PNT’s in fact dissolve in most liquids including water. This has tremendous effect on
the current project since structures that are not stable under liquid conditions cannot be relied
upon as the central component in a BioFET or similar biosensor as was the original goal of the
project. Nor can it be used as a drug delivery system considering that in the blood stream the
PNT’s would dissolve within seconds (assuming it did not dissolve in the preparation process).
Even though it seemed possible to increase the stability of the peptide nanotubes in solution by
the formation of the structures in an acidic environment they still dissolved only in this case slower.
In the remainder of the thesis focus will be on the application of the PNT’s in situations where
the solubility of the PNT’s in water will be an advantage.

Initially after the publication of this article focus in the project was turned to the stabilization
of the PNT’s based on the approach described in the article and the crosslinking of the individual
peptide monomers in the formed PNT’s with molecules such as glutaraldehyde. However, despite
the effort it was not possible to stabilize the structures completely. Instead of pursuing the route of
changing the material properties of the PNT’s it was decided to pursue new applications in which
the material properties of the PNT’s can be utilized. The first step in this was to fully understand
the stability of the peptide nanotubes as described in the chapter below.



CHAPTER 4

Clean Room Fabrication Tool

4.1 Introduction

In the previous chapter the stability of the PNT’s in liquid was investigated. It was demonstrated
that the formed PNT’s dissolve in most liquids including water, rendering the use of such structures
in direct applications challenging. This also explains why an external polymer matrix was required
to keep the covalently linked structures in place at the electrode surfaces during the electrochemical
measurements described in chapter 1. Despite the issue with the stability in liquid, PNT’s still are
a very interesting alternative as reinforcement to enhance the mechanical properties of a hybrid
material.75,76 One should keep the solubility in mind when designing the hybrid materials. The
solubility of the PNT’s in water might in some cases actually be an advantage - namely when
utilizing the structures indirectly as a sacrificial scaffold material or as a fabrication tool to transfer
the geometry and dimensions of PNT’s to other materials. In the remainder of the thesis focus
will be on such indirect applications of the PNT’s and the potential of the formed structures.

In the article below the stability of the PNT’s under a bombardment with heavy ions is inves-
tigated to explore the potential use of the PNT’s as a water soluble clean room masking material.
In the final part of the paper the fabrication of silicon microwires based on a PNT mask is demon-
strated as an example of the possibilities of this new type of masks.
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Abstract This study has evaluated self-assembled peptide
nanotubes (PNTS) and nanowires (PNWS) as etching mask
materials for the rapid and low-cost fabrication of silicon
wires using reactive ion etching (RIE). The self-assembled
peptide structures were fabricated under mild conditions
and positioned on clean silicon wafers, after which these
biological nanostructures were exposed to an RIE etching
process. Following this treatment, the structure of the
remaining nanotubes and nanowires was analyzed by
scanning electron microscopy (SEM). Important differences
in the behavior of the nanotubes and the nanowires were
observed after the RIE process. The nanotubes remained
intact while the nanowires were destroyed by the RIE
process. The instability of the peptide nanowires during this
process was further confirmed with focused ion beam
milling experiments. The PNTS could stand energetic argon
ions for around 32 s while the PNWS resisted only 4 s
before becoming milled. Based on these results, self-
assembled PNTS were further used as an etching mask to
fabricate silicon wires in a rapid and low-cost manner. The
obtained silicon wires were subjected to structural and
electrical characterization by SEM and I–V measurements.
Additionally, the fabricated silicon structures were func-
tionalized with fluorescent molecules via a biotin–strepta-

vidin interaction in order to probe their potential in the
development of biosensing devices.

Keywords Peptide nanotubes . Peptide nanowires . Self-
assembly . Silicon wires . Reactive-ion etching .Masking
material . Diphenylalanine

1 Introduction

Biological nanostructures based on self-assembled peptides
have been highlighted as very promising materials for
various applications, including drug delivery, electronics,
and energy storage, among others [1–3]. Compared to
nanomaterials such as carbon nanotubes or silicon nano-
wires, self-assembled peptides can be fabricated outside the
clean room, under mild conditions, and in a rapid, low-cost
process [4]. Their preparation in a microfluidic device was
recently reported [5]. Diphenylalanine, (FF), the core
recognition motif of Alzheimer’s β-amyloid peptide, is a
short dipeptide that self-assembles into 3D nanostructures
(i.e., nanotubes, nanowires, or hydrogels) [4]. The manip-
ulation, electrical and structural characterization, and the
stability under liquid conditions of nanotubes formed by FF
peptides were recently studied in our group [6–8]. These
nanostructures can be easily functionalized [9]; FF nano-
tubes present extraordinary mechanical properties, and FF
nanowires are resistant to thermal, chemical, and proteolyt-
ic attacks [10, 11]. All these properties make them
promising materials to be used in micro- and nano-
fabrication processes.

Due to their optical, electrical, photonic, and mechanical
properties, silicon wires are extensively used in electronics
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[12, 13], chemical and biosensor development [14],
photonics [15, 16], and microelectromechanical systems
[17, 18], among many other applications. Standard tech-
niques for the preparation of silicon wires include top-down
and/or bottom-up approaches [19–21]. These methods may
include several steps, the use of specialized equipment and
in some cases the application of high temperatures and/or
pressures [22, 23]. All these conditions increase the
fabrication time and costs.

A more simple and low-cost fabrication process that
reduces the fabrication time is highly sought after. In this
work, peptide nanotubes (PNTS) and peptide nanowires
(PNWS) were used as etching mask materials to fabricate
silicon wires in a less complicated and low-cost fashion by
deep reactive ion etching (RIE). Deep RIE is a powerful
top-down fabrication method extensively used to prepare
3D silicon structures [24–31]. The resultant materials were
evaluated to prove that functional silicon structures could
indeed be obtained using this technique, which thus

constitutes a simple, fast, and low-cost method for the
preparation of silicon wires.

2 Materials and Methods

Fabrication of self-assembled peptide nanotubes and nano-
wires Diphenylalanine peptide was purchased from
Bachem (cat. no. G-2925, Germany). Fresh stock solutions
were prepared by dissolving the lyophilized form of the
peptide in 1,1,1,3,3,3-hexafluoro-2-propanol (HFP) (Sigma-
Aldrich) at a final concentration of 100 mg/mL. Fresh
solutions were prepared before each experiment. Amyloid
peptide nanotubes, PNTS, were obtained by dissolving
aliquots of a concentrated diphenylalanine peptide stock
solution in water.

Peptide nanowires, PNWS, were synthesized following a
previously reported method [32]. In short, 10-μL drops of
peptide solutions in HFP of concentrations ranging from 0.05

Fig. 2 An SEM image of a PNT being milled using FIB with steps of 2 s; from a to h

Fig. 1 Comparison of the sta-
bility of self-assembled PNWS
and PNTS after 1 min under an
RIE process. SEM image after
RIE of a a PNW and b a PNT
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to 25 mg/mL were pipetted onto the working surface of
commercial gold electrodes. The samples were allowed to dry
under anhydrous conditions in a vacuum desiccator in order
for an amorphous film to form. The aniline vapor treatment
was carried out in a Petri dish containing two separate
compartments, one for the sample and one for the aniline
solvent, in order to allow only the solvent vapor to reach the
film. The chamber system was sealed with an aluminum
sealing film and placed in the oven for 16 h at 100°C.

Production of polysilicon wafers For the preparation of the
polysilicon structures, custom-made silicon nitride SOI
wafers, with the insulation layer being silicon nitride, were
used. On the wafers, a layer of polysilicon and a layer of
insulating silicon nitride, both 100-nm thick, were deposited.

An ultraviolet lithography process was used to define
interdigitated electrodes on the surface of the polysilicon
wafers. These electrodes were later used as contact pads to

connect the fabricated polysilicon structures. A 100-nm
aluminum layer was deposited onto the wafers using electron
beam evaporation. The remaining aluminum was removed in
a lift-off process together with the remained photoresist.

Immobilization of the PNTS and PNWS on the polysilicon
wafers The PNTS and PNWS were manually positioned on
the polysilicon wafers by placing a droplet of the peptide
solution on top of the aluminum electrodes located at their
surface.

RIE process An STS C010 Multiplex Cluster System for
reactive ion etching was used during this study. During the
etching process, SF6 and O2 gases with flow rates of
respectively 32 standard cubic centimeters per minute
(sccm) and 8 sccm were employed. The pressure inside
the vacuum chamber was adjusted to 80 mTorr and the RF
power to 30 W.

Fig. 3 SEM image of a PNW a
before and b after milling with
FIB during 4 s

Fig. 4 Process steps for the
fabrication of silicon nanostruc-
tures using self-assembled pep-
tide nanotubes as an etching
mask. a 100 nm of polysilicon
on a 100-nm silicon nitride
wafer. b–d Photolithography
and metallization steps to define
the electrodes. e–f Manual pep-
tide tube placement and flushing
with DI water. g Reactive ion
etching of the structures to
define the polysilicon wires.
h Removal of PNTS using
distilled water
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Focused Ion Beam For the focused ion beam (FIB) milling
experiments on the PNTS and PNWS, a Quanta™ dual-
beam scanning electron microscope and focused ion beam
work station was utilized. The samples were covered with a
layer of gold to avoid charge build up and thus obtain better
images and a more precise control during the milling
process. The samples were bombarded with Ga ions during
several exposure times, after which they were evaluated
using scanning electron microscopy (SEM). The milling
procedure was conducted in steps of 2 s.

Electrical characterization A current preamplifier (Stanford
Research SR570) was used to obtain the I–V curves.

Functionalization of the polysilicon wire The polysilicon
wire was thoroughly washed with ethanol to remove any
organic contaminant. Subsequently, the wire was immersed
in a 2% (3-aminopropyl)triethoxysilane (APTES) ethanol
solution for 30 min. The polysilicon wire was washed with
ethanol and heated to 120°C for 10 min to completely
remove the ethanol. The APTES-modified polysilicon wire
was incubated in 1 mg/mL of sulfo-NHS-biotin for 3 h.
Following this, the modified wire was incubated with an
Atto 610 streptavidin solution during 30 min, and the
functionalized wire was finally evaluated using a fluores-
cent microscope.

3 Results and Discussion

Stability of the self-assembled PNTS and PNWS under
RIE The stability of the self-assembled PNTS and PNWS
in an RIE process was evaluated. For this, droplets of
solutions containing self-assembled tubes and wires were
deposited on a silicon wafer and then dried at room
temperature. Subsequently, the wafer was placed in the
RIE chamber and exposed to the process for 1, 2, and
3 min. At the end of the process, the samples were
evaluated using SEM. As shown in Fig. 1, the structure of
the self-assembled wires was severely damaged while that
of the tubes was unaffected by the RIE process.

This difference in behavior between the two structures,
which in this case was attributed to the dissimilarities in
their structural conformation, has been previously noted
and discussed by other researchers [11]. Ryu and co-
workers observed differences in the stability of the same
type of self-assembled structures as that investigated in our
work when exposed to thermal, chemical, and proteolytic
attacks. However, contrary to our findings, the nanowires
demonstrated a better resistance to these attacks, and Ryu
and co-workers suggested their use in future applications
requiring harsh processing conditions. These findings
obviously suggest the realization of a more detailed study
on the differences in behavior between the two types of

Fig. 5 a Optical image of
PNTS immobilized on a poly-
silicon wafer. b Zoom of one of
the PNTS connecting the
aluminum electrodes

Fig. 6 a SEM image of the
PNTS located at the surface of
the polysilicon wafer. b Zoom of
the SEM image of the etched
silicon wire, inside the circles,
after removal of the PNTS
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self-assembled peptide structures, which is beyond the goal
of the present investigation.

FIB milling FIB milling was used to further confirm the
differences in stability between PNTS and PNWS. The FIB
technique is very similar to RIE and has previously been
used to modify a wide variety of materials, including
silicon [33–35]. The obtained results confirmed our
previous observations using RIE. PNTS seemed to better
resist the bombardment of ions as compared to PNWS. The
time required to mill cross-sections of PNTS was longer
than the corresponding time for the milling of PNWS. It
took 32 s to mill through a peptide nanotube (PNT), cf.

Fig. 2, while in the case of the PNW, the same process took
only 4 s, cf. Fig. 3.

Fabrication of silicon structures using self-assembled
PNTS as an etching mask Based on the results from the
stability test, self-assembled PNTS were chosen as the
etching material for the fabrication of silicon structures in
an RIE process. For this, a solution of self-assembled PNTS
was manually placed on a silicon wafer containing
aluminum electrodes. Once the solvent had been allowed
to evaporate at room temperature, the wafer was placed in
an RIE chamber and etched for 5 min. The entire process is
described in Fig. 4.

An optical image of the PNTS positioned on top of the
aluminum electrodes before the RIE process is given in
Fig. 5.

Subsequently, the wafer was evaluated with SEM. The
PNT was still present after the RIE process, and the
structure was found not to be affected by the RIE process,
as evidenced in Fig. 6. Figure 6a displays an SEM image of
the PNTS after the RIE process. As can be seen, the PNTS
were located at the same positions as in Fig. 5, and their
structure appeared unaffected by the RIE procedure.
Figure 6b displays a zoom of Fig. 6a after removal of the
PNT with distilled water. It can be observed that a silicon
wire was etched exactly at the same location where the
PNT was placed. The fabricated silicon structure displayed
the same diameter as the PNT, and it connected the
aluminum electrodes on the polysilicon wafer.

Different types of polysilicon structures can be etched
based on the initial placement of the PNTS. Figure 7
displays a polysilicon structure etched using two over-
lapping PNTS as the etching mask. Clear ridges were
exposed after rinsing the polysilicon wafer with distilled
water to remove the PNTS.

Functionalization and electrical characterization of the
etched polysilicon structures In order to evaluate the
possibility of employing the fabricated polysilicon struc-
tures in the development of biosensing devices, their
electrical properties were characterized. For this, an I–V
curve was plotted for the etched polysilicon structure
connecting the aluminum wires displayed in Fig. 6b. A
voltage scan between −1 and 1 V was applied to the
aluminum electrodes, and the current through the poly-
silicon wire connecting the metal electrodes was measured.
The obtained I–V curve is given in Fig. 8.

As expected for a conductive silicon structure, the
etched polysilicon wire was able to conduct a current
after a potential was applied to the metal electrodes. The
I–V curve displayed resistances of 27.1 and 25.0 MΩ at
the negative and positive regions, respectively. These
values indicate that the fabricated polysilicon structure

Fig. 8 Characteristic I–V curve of a polysilicon wire fabricated using
PNTS as the etching mask material. The voltage was swept from −1 to
1 V. The measured resistance for the negative region was 27.1 MΩ,
whereas it was 25.0 MΩ for the positive region

Fig. 7 SEM image of a polysilicon structure etched using two
overlapping PNTS. The inset displays a zoom of the crossing point
where clear ridges can be seen after removal of the PNTS with
distilled water
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could be used for the development of a biosensing
device such as a field effect transistor or an electro-
chemical biosensor. The diode behavior for small
potential is due to Schottky barriers between the
aluminum and the lightly doped polysilicon. In sensor
applications, heavy-doped contact regions should be
added below the aluminum electrodes.

In order to evaluate the functionalization of the fabricat-
ed polysilicon structure, a fluorescent molecule was
attached to its surface through the biotin–streptavidin
interaction. Figure 9 displays a polysilicon wire before,
Fig. 9a, and after, Fig. 9b, the functionalization with Atto
610 streptavidin.

It was found to be possible to attach a fluorescent
molecule to the surface of the fabricated polysilicon
wire, thus suggesting that the latter could be further
functionalized with other functional molecules such as
enzymes or antibodies for the development of biosensing
devices.

4 Conclusions

Self-assembled PNTS and PNWS were exposed to RIE
etching and to an FIB milling process. The self-assembled
structures differed in their behavior: the PNTS were more
resistant in both cases. These behavioral differences should
be further explored in future studies. Nevertheless, based on
the obtained results, functional polysilicon wires were
fabricated using self-assembled PNTS as an etching mask
material. The presented fabrication procedure was fast,
simple, and low-cost compared to traditional methods for
preparing silicon nanowires. The etched polysilicon struc-
tures displayed sizes that were similar to those found when
self-assembled PNT were used as an etching mask.
Moreover, the conductivity of the fabricated polysilicon
structure was evaluated as well as its functionalization
through the attachment to a fluorescent molecule. The
obtained results suggested that the fabricated polysilicon

structure has the potential to be used in the development of
biosensing devices.
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4.2 Summary and Perspectives

In this article the potential use of the PNT’s as a dry etching mask was demonstrated. The fact
that the PNT’s despite being very stable during the ion bombardment dissolve rapidly in water
after processing makes it possible to pattern materials not compatible with acetone which is used
to remove traditional masking material such as photoresist or e-beam resist.

Other 1D structures such as silicon dioxide nanowires has previously been utilized as etching
masks for the formation of silicon nanowires.90,91 However, in this case the removal of the masking
material is often more complicated than the removal of traditional photoresists in acetone. Fur-
thermore the formation of these inorganic nanowires is a more complicated and slower process than
the formation of the peptide nanotubes that are the topic of this work. The PNT’s provides new
possibilities both with the simple formation and with due to the water solubility makes it possible
to pattern organic materials.
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CHAPTER 5

Manipulation Techniques

5.1 Introduction

In the article presented in the previous chapter the PNT’s were pippeted on top of aluminum
electrodes and by chance a few were aligned across the electrodes. The geometry of the PNT’s
was in the etching procedure transferred to the thin silicon layer beneath providing a simple and
low cost nanolithography mask. To utilize the possibilities of this new fabrication technique a
manipulation method capable of positioning the PNT’s between electrodes on wafer scale must be
developed. The purpose of such a manipulation method is to position the PNT’s at the prober
location(s) or with the proper orientation(s) to enable contact between the nanostructures defined
by the nanotube geometry and the macroscopic contact pads.

Manipulation methods can be divided into two overall groups depending on whether single
structures are moved individually in a serial approach, in this context referred to as a serial manip-
ulation technique, or a parallel manipulation technique, where several or preferably all structures
are positioned in a single step. In the development of prototypes one often relies on a serial manip-
ulation technique such as pick and place using micro tweezers,94–98 AFM probes99–101 or optical
tweezers,102–104 etc. For an in depth description of these the interested reader is referred to some
of the many reviews on this topic.105–108

In this work focus has been on the development of a parallel manipulation technique capable
of positioning the PNT’s in a single step process at wafer scale to utilize the dry masking ca-
pabilities of the PNT’s at large scale. A whole range of different parallel manipulation methods
for the positioning of nanowire structures have also been developed based on very different tech-
niques such as inkjet printing,33 magnetic and electric fields fields,109–111 hydrophobic-hydrophillic
interactions,112 blown bubble,113,114 etc. Again a number of review exists on this topic.93,115,116

In fig. 5.1a an overview of an the manipulation methods considered in this project are provided
along with references for further reading. In this introduction only the manipulation methods, that
provided the best results and lead to the development of the final manipulation method will be
discussed. The principle behind the manipulation methods discussed below is illustrated in figure
5.1b-d.
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Figure 5.1: Overview of the different manipulation techniques considered to orient and position the PNT’s. In a
a list of the different techniques considered is provided. The techniques highlighted in bold has been demonstrated
with the FF PNT’s. An asterix furthermore indicates that the principle was investigated in this work. Finally after
each manipulation techniques references are given for further reading. In b-d the principle behind the techniques
that was investigated further in this project(dielectrophoresis, Langmuir-Blodgett, and flow based manipulation) is
illustrated along with an image of PNT’s aligned with this method. Reprinted with permission from.84,92,93
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5.1.1 Dielectrophoresis

Dielectrophoretic (DEP) manipulation of the PNT’s has been demonstrated previously in our group
as a serial manipulation approach as seen in figure 5.1b.84 By proper design of the electrodes
the DEP manipulation approach can be utilized in large scale parallel manipulation on wafer
scale.110,111 Therefore in the current project the first manipulation approach that was investigated
further was the parallel DEP manipulation. The principle behind DEP is illustrated in figure
5.1b. In an asymmetric electrical field the structures will either be pushed towards (positive
DEP) or pushed away (negative DEP) from the stronger field.117 DEP has been extensively
used for the manipulation of different nanowire geometries such as metal nanowires,118,119 carbon
nanotubes,110,111,120,121 rhodium rods,120 indium arsenide nanowires122 and silicon nanowires.123

The force on the particle arises from the different properties (polarizability and conductivity)
of structures and the medium in which the structures are suspended. Therefore if there is no
difference or only very little difference between these parameters the forces will be equally small.
The capture of the PNT’s with DEP proved challenging partly due to the small forces exerted
on the PNT’s since a large part of the PNT is the water filled cavity and hence without change
of medium (which would partly dissolve the structures) before the DEP manipulation the forces
exerted on the PNT’s would be smaller.

5.1.2 Langmuir-Blodgett

A Langmuir-Blodgett trough is traditionally used to form monolayer films of different molecules
both directly on a water surface124–126 or by a transfer process on other substrates.125,126 This
manipulation method has been used for the alignment of silicon nanowires,90,92,127,128 ZnSe
nanowires129 and silver nanowires.130 A Langmuir-Blodgett trough is a water bath, where floating
sliding barrier can glide over the water surface pressing the molecules in the surface together until
they form a complete monolayer. The structures forming the monolayer are suspended in a liquid
with a low boiling point and carefully pippeted onto the water, where the low boiling point liquid
evaporates leaving the molecules suspended on the water surface. The formation of the monolayer
is monitored through the surface tension in the through between the sliding barriers (upon the
formation of the monolayer the surface tension increases drastically). The monolayer can then
be transferred to a substrate by pulling the substrate out of or pushing it into the water surface
depending on the hydrophobicity of the substrate.125

As seen from figure 5.1c the moving barriers will force the wire like structures to orient parallel
to the moving barriers.90,130 In the figure the best result obtained with the Langmuir-Blodgett
manipulation method is shown, but such good results were rare. the biggest issue was the underly-
ing water bath. After suspension on the water surface the PNT’s started dissolving in the process
of moving the barriers making it impossible to form the monolayer surface and prober orienting
the PNT’s. This issue could potentially be faced if the water in the trough was replaced with a
saturated solution of the peptide monomers. This would prevent the dissolution of the PNT’s on
the water surface. However, it might also compromise the alignment in the surface through the
formation of peptide nanotubes in the trough.

5.1.3 Flow Based

In another approach the fluidic motion in a microfluidic channel was utilized to orient the PNT’s
according to the direction of the flow. This form of manipulation of wire like structures has
previously been demonstrated for the manipulation of silicon nanowires,131 silver nanowires132 and
carbon nanotubes.133,134 In the flow based manipulation technique a microfluidic channel is placed
on the surface of the receiving substrate as illustrated in figure 5.1d. The solution containing the
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structures to be positioned is flushed through the microfluidic channel and some of the structures
(aligned by the flow in the microfluidic channel) will come in contact with the substrate and remain
in place after the removal of the fluidic channel due to van der Wals interaction between the PNT’s
and the substrate. In figure 5.1d, PNT’s positioned using this technique can be seen. From this
it is evident that the manipulation method in principle works. However, not seen in this figure is
the major issue of clogging in the microfluidic channel caused by the PNT’s.

The same effect that leads to the fast formation of the PNT’s in the initial formation process
also leads to the fact that the PNT’s tend to stick together and once one is either attached to
the wafer substrate, or more likely to the walls of the polymer microfluidic structures, additional
PNT’s flowing in the channel will pile up, ruin the alignment and eventually clog the channel and
hence compromise the alignment. Even the addition of Tween, a polysorbate surfactant, to the
PNT solution could not prevent the clogging of the microfluidic channel.

It was demonstrated that PNT’s could successfully be oriented in a flow based manipulation
approach. Inspired by the lab on a disc microfluidic systems,135,136 where the rotational motion of a
spinning disk is used to drive the solution inside microfluidic channels, a system was designed where
channels were milled into a plastic substrate (mimicking a silicon wafer with clamped or attached
polymer channels). The idea behind the manipulation approach is to drive the PNT solution in
open channels on the substrate by the rotational motion of the substrate. In the present work
both channel oriented in the axial direction and channels spiralling out from the center of the
wafer was investigated. The alignment of the PNT’s worked very well and even with the spiralling
channel the PNT’s aligned according to the direction of the channel. If not for the success of the
spin casting technique this could have been a promising candidate for the manipulation method
utilized in the final fabrication procedure presented in the article below.

5.1.4 Spin Casting

With the modified version of the spin casting technique137,138 developed in this project the best
compromises between the degree of manipulation and the time required to achieve this were found.
In the article below this manipulation technique is presented along with a demonstration of the
properties of the FF PNT’s as a lift off material for the rapid, simple and inexpensive formation
of nanoslits in metal surfaces.
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Self-assembled diphenylalanine peptide nanotubes provide a means of achieving nanostructured materials in a very simple and fast way. Recent

discoveries have shown that this unique material, in addition to remaining stable under dry conditions, rapidly dissolves in water making it a

promising candidate for controlled nanofabrication without organic solvents. The present work demonstrates how this unique structure can be

aligned, manipulated and used as both an etching mask in a dry etching procedure and as a lift-off material. As a further demonstration of the

potential of this technique, the peptide nanotubes were utilized to fabricate silicon nanowire devices and gold nanoslits in a rapid manner.
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1. Introduction

Self-assembling structures, such as different peptides,
liposomes and block copolymers among others, have long
been considered attractive options for the realization of low
cost nanostructures.1–5) However, despite the increased focus
on these materials, few devices that rely solely on self-
assembled structures have been widely adopted. One of the
reasons for this is that many of these self-assembled
structures cannot match traditional sensor materials such
as silicon with regard to for instance conductivity6) and
stability.7) Another challenge when working with self-
assembling materials is the manipulation of the formed
structures so that they can be placed at the desired location in
a repeatable, fast and reliable manner. In order to realize low-
cost nanostructures with self-assembling biomaterials while
maintaining the material properties of for instance silicon,
self-assembling structures have been utilized as a fabrication
tool to transfer their nanostructures to more standard sensor
materials.8–10) However, this approach does not solve the
second challenge of manipulating the formed structures.

To meet this challenge, many different manipulation
methods have been investigated as is discussed below. The
common goal of these approaches is to position the material
in a controlled manner in large scale to enable parallel
production. The peptide nanotubes (PNTs) formed by the
dipeptide diphenylalanine are interesting due to their fast
formation that takes place under mild conditions,2,11,12) their
large stiffness13) and high Young’s modulus,14) their good
stability under dry conditions7,15) and finally the fact that
they can be dissolved in most liquids including water.7) The
electrical and structural properties of PNTs were recently
studied in our group.6,16,17) The material has been utilized in
a wide variety of applications such as for moulds for the
fabrication of nanofluidic channels and coaxial nano-
cables,18,19) fabrication of silicon wires20) and electrode
modification for development of biosensors.21–23)

The present work demonstrates how this self-assembled
biological material can be used for fast, cheap and
reproducible cleanroom processing. As will be shown, the
peptide nanotubes can be employed as an etching mask in a
dry etching procedure and their potential as a lift-off mask
for the fabrication of gold nanoslits is demonstrated in
another approach. Due the unique properties of the PNTs,
both of these procedures can be realized without the use of

organic solvents, which is otherwise normally required in
traditional fabrication techniques either to remove the
masking material or to perform the lift off procedure.
Furthermore, the present approach enables patterning of
materials that are incompatible with solvents. Finally a
manipulation method based on a modified spin casting
technique capable of orienting the peptide nanostructures on
wafer scale is presented. This simple method was optimized
to position the peptide nanostructures individually across the
entire wafer.

2. Experimental Methods

2.1 Peptide nanotubes fabrication

Peptide nanotubes were synthesised using diphenylalanine
peptide (Bachem G-2925). Fresh stock solutions were
prepared by dissolving the lyophilized form of the peptide
in 1,1,1,3,3,3-hexafluoro-2-propanol (HFP; Sigma-Aldrich)
at a final concentration of 100mg/mL. Fresh solutions were
prepared before each experiment. Peptide nanotubes, PNTS,
were fabricated by dissolving aliquots of the stock solution
in water.

2.2 Silicon wafer fabrication

Silicon nanowires were fabricated from a silicon-on-isolator
(SOI) wafer, in this case a device layer of 50 nm and a buried
oxide layer of 380 nm. A UV lithography process was used
to define interdigitated electrodes on the surface of the
silicon wafers. These electrodes were later used as contact
pads to connect the fabricated silicon structures. A 100-nm
aluminium layer was deposited onto the wafers using
electron beam evaporation. The remaining aluminium was
removed in a lift-off process together with the remaining
photoresist.

2.3 Peptide nanotubes alignment

The peptide nanotubes solution was dropped on the wafer
along with drops of isopropanol in an alternating manner, so
that each drop of the PNTs suspension is immediately
followed by a drop of isopropanol.

2.4 Reactive ion etching experiment

For the reactive ion etching (RIE) process a STS C010
Multiplex Cluster System was used during this study. During
the etching process, SF6 and O2 gases with flow rates of
respectively 32 and 8 sccm were employed. The pressure
inside the vacuum chamber was adjusted to 80mTorr and
the RF power to 30W.�E-mail address: jaic@nanotech.dtu.dk
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3. Results and Discussion

3.1 Peptide nanotubes as masking material

Many different preformed materials such as silicon dioxide
nanowires have previously been utilized as masking
materials in dry etching procedures for the fabrication of
nanosized structures.24,25) What makes the diphenylalanine
PNTs unique, beside the fact that they are formed under mild
conditions at low cost, is that they are more etch resistant
than silicon while they at the same time dissolve in water,
thus making the removal of the mask easier and more gentle.

Figure 1(a) shows a scanning electron microscopy (SEM)
image where both types of structures, nanotubes and large
bundles, are visible. The diameter of the smaller PNTs was
on the order of 200 to 300 nm, and the diameter of the larger
bundles can be more than 3 to 5 �m. In a previous study,
we demonstrated the use of the bigger bundles for the
fabrication of nanoribbons or larger silicon microwires.20)

However, silicon nanowires present a larger sensitivity
than the corresponding nanoribbons. Consequently, this
study has focused on investigating the performance of the
smaller peptide nanotubes as a fabrication tool to achieve
both silicon nanowires and nanoslits in metal surfaces.
Furthermore, a controlled manipulation approach capable
of orienting the PNTs, thus enabling a controlled and
reproducible production of for instance silicon nanowire
devices, has been developed.

To demonstrate that the PNTs displayed a similar etch
resistance as the larger bundles in a dry etching procedure, a
solution containing both PNTs and bundles was placed on a
silicon substrate. After evaporation of the solvent, the wafer
was dry-etched for 2min and finally the PNTs and the
bundles were dissolved by placing the wafer in pure distilled
water. Figure 1(b) presents a SEM image of the now
patterned silicon surface. From this figure, it is evident that
both the PNTs and the bundles were able to act as a mask for
the etching procedure and finally dissolve rapidly in water.

Another way of utilizing the characteristic properties of
the peptide nanotubes in cleanroom processing is as lift-off
materials for the patterning of for instance various metal
films. In this approach, the peptide nanotubes are positioned

on the wafer before the material to be patterned is deposited.
After metal deposition, the wafers are placed in a distilled
water bath and the metal on top of the peptide nanotubes is
lifted off as the underlying tubes dissolve, leaving a slit in
the metal surface with the same dimensions as the dissolved
PNT.

To demonstrate the potential of this application method, a
nanoslit was patterned in a titanium gold double layer. After
positioning of the peptide nanotubes on the wafer, a double
layer of titanium and gold with a thickness of 10 and 50 nm,
respectively, was deposited. As described above, the wafers
were after the metal deposition placed in a Milli-Q water
bath in which the titanium gold double layer became
patterned through the lift-off process. An example of a
patterned nanoslit in the gold titanium double layer is given
in the SEM image of Fig. 1(c). The darker area in the image
corresponds to the silicon wafer and the lighter area is the
titanium gold double layer. In cleanroom processing,
titanium is often used as an adhesive layer between the
gold and, in this case, the underlying silicon layer.

3.2 Manipulation of peptide nanotubes

As described above, the PNTs are formed within seconds
and therefore provide a fast approach for achieving
nanostructured materials at low cost. However, before the
structures can be utilized in the controlled and reproducible
fabrication of different devices, such as silicon nanowires in
cleanroom processing, a manipulation method capable of
transferring them from the liquid in which they are formed to
the substrate must be developed. For this purpose many
different manipulation methods capable of performing wafer
scale alignment exist, ranging from techniques based on
Langmuir Blodgett films to bubble bursting.26–30) For the
PNTs in this work, an alignment method based on a modified
version of a spin casting approach gave the best result. The
procedure is described below.

The approach renders it possible to align the PNTs on the
wafer surface pointing radially away from the centre of the
wafer, and is based on the spin casting manipulation
technique described elsewhere.31,32) In the original meth-
od,31) the solution is simply dropped on the spinning
substrate drop by drop and the wafer is allowed to dry
between the droplets. When applying this technique to the
PNTs, they tended to bundle up in larger piles around the
wafer, thus disturbing the flow and thereby compromising
the alignment results. An illustration of these piles of
peptides can be seen in the inset of Fig. 2. It is believed
that these larger piles were formed when the PNTs of a
subsequent drop came into contact with the few nonaligned
tubes from the previous drop and got stuck. Consequently,
when the next droplets arrived, the obstruction to the flow
was even larger, increasing the probability of a new tube
getting captured and causing piles to build up. Such a build-
up of PNT piles naturally compromised the effectiveness
of the alignment procedure and hence the yield of the
fabrication process.

A simple modification of the above procedure has proven
to drastically reduce the issues of piling and nonaligned
PNTs as seen in Fig. 2. In this approach, each drop of the
PNT solution is immediately followed by a drop of
isopropanol. The isopropanol ensures that the non-aligned

Fig. 1. Illustration of the properties of the peptide nanotubes as a

fabrication tool: (a) A SEM image of the diphenylalanine peptide nanotubes.

The image also portrays an example of the larger structures which the

nanotubes tend to aggregate into. Both of these structures have shown

excellent masking abilities for the patterning of materials in dry etching

procedures. (b) A surface protected by peptide structures has been etched in

a reactive ion etching process. Finally, the peptide nanotubes can be utilized

as lift off materials. (c) A nanoslit fabricated in a lift-off process with the

peptide nanotubes. All scale bars in the images correspond to 5 �m.
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tubes or potential bundles of tubes are flushed off the wafer
since they will represent a larger cross sectional area for the
isopropanol than their corresponding aligned structures.
Hence these will be more likely to be flushed off the
substrate during the flushing spinning process, since a larger
radial force will be exerted on these structures compared to
the aligned. The wafers were allowed to dry before the next
double droplet as in the original approach.

Combining the above-presented results opens the possi-
bility for a low-cost and rapid fabrication of silicon
nanowires based on the masking properties of PNTs. As
a demonstration of the potential of such an alignment
procedure combined with the unique properties of the PNTs,
silicon nanowires for biosensing purposes were fabricated.

Finally it is important to mention that using the described
approach it is possible to control the orientation of the PNTs
but not the exact position of them. However by prober
design it is possible to overcome this so that only the PNTs
at the electrodes are relevant, whereas the distance between
the wires connecting the electrodes and contact pads should
be much larger that the average peptide nanotube length. In
this way the PNTs will only be able to bridge the gap
between two connections in the electrode area. The number
of nanotubes bridging the gap can be adjusted by changing
either the concentration of the peptide solution or by
increasing the spin casting time.

3.3 Rapid fabrication of silicon nanowires using peptide

nanotubes as etching mask

Silicon nanowires have in recent times been shown to
perform in an excellent manner as a sensor platform for
label-free detection of various biomarkers ranging from
cancer markers over DNA to whole viruses.10,33) However,
the fabrication costs of such devices is relatively high due
to the requirement of e-beam or another nanolithography
process.34) Our work presents an alternative fabrication
approach that can be utilized for a fast and cheap fabrication
of silicon nanowire devices.

Silicon nanowire devices were fabricated from a SOI
wafer, in this case with a device layer of 50 nm and a buried
oxide layer of 380 nm. The fabrication process is illustrated
in Fig. 3(a). The metal electrodes were first patterned
using standard photolithography, and after deposition of
the electrodes, the peptide nanotubes were positioned
according to the procedure described above. The silicon
nanowires were then etched in a reactive ion etching process
masked by the positioned peptide nanotubes. Finally, the
peptide nanotubes were dissolved by placing the now
processed wafers in a pure distilled water bath.

Figure 3(b) presents a SEM image of a PNT positioned
between two metal electrodes. After alignment of the PNT,
the wafers were placed in the RIE where the PNT acted as a
mask for the dry etching procedure leaving behind a silicon
nanowire with a width of the same size as the PNT diameter.
Finally, the PNT was removed by dipping the wafer in pure
distilled water whereby the PNT dissolved, leaving behind a
silicon nanowire as shown in Figs. 3(c) and 3(d). The silicon
nanowire fabricated in this experiment had a width on the
order of 250 nm—well below the limitations of standard
photolithography.

As an additional evidence of our suggestion of the use of
PNTs as dry-etching mask SEM images showing PNTs
before and after the dry etching are included in Figs. 4 and 5.
In Fig. 4(a) the area containing PNTs is seen after the
etching procedure and in Fig. 4(b) the same area is seen after
water rinsing (dissolving the peptide mask). Figure 5 shows
a SEM image of a fabricated silicon nanostructure cross
from where it can be verify that the even the slits between
the PNTs were etched away.

To verify the complete removal of the PNTs after the
etching procedure, the fabricated silicon nanowire devices
were functionalized using a fluorescent compound. In this
approach the native oxide covering the silicon nanowire was
removed using a hydrofluoric acid etch. Followed by a
functionalization procedure in which silicon was selectively
marked with a fluorescent compound. The fluorescent image
is shown in Fig. 6(a). One should note that the functiona-
lization experiments were conducted on the larger nano-
ribbons defined using the bigger bundles as described
previously19) for a clearer visualization of the results.

Fig. 2. (Color online) Example of the advantages of using the modified

spin casting manipulation approach: Illustration of the alignment procedure

utilized in this work. The inset shows a typical surface result after alignment

using the standard spin casting procedure. In this image, a larger pile of

peptide nanotube bundles is visible. The presence of these bundles

compromises the effectiveness of the alignment procedure. Nevertheless, the

bundles of peptide tubes can be avoided using the manipulation approach

described in this article, as can be seen from a comparison of the two

images. The scale bars correspond to 200 �m.

Fig. 3. (Color online) Fabrication sequence for silicon nanowire devices:

Illustration and results of the fabrication of silicon nanowire devices. (a) An

illustration of the fabrication procedure for the fabrication of a single silicon

nanowire between two electrodes. (b)–(d) SEM images of the devices during

the fabrication process. In this case the fabricated silicon nanowire is on the

order of 250 nm. All scale bars in the images correspond to 2 �m.
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The final test involved verifying whether an electrical
contact could be established between the metal electrodes
and the silicon nanowires. Figure 6(b) displays the electrical
characteristics of a silicon nanowire. The current–voltage
(I–V ) curves were measured using a custom-built experi-
mental setup. Due to the lack of a highly doped region
between the metal electrodes and the lightly doped silicon
nanowire, the curve showed features that were slightly non
linear as is also evident from the plots. The high resistance
of the two nanowires was due partly to small dimensions
and partly to the light doping (the sheet resistance of the
wafers was between 9 and 23�/cm). The latter can be
changed according to demand.

4. Conclusions

This work has demonstrated how newly discovered proper-
ties of diphenylalanine PNTs make them excellent candi-
dates as the next nanotechnology fabrication tool. The fact
that the formed nanotubes dissolve in distilled water while
remaining stable under prolonged ion bombardment in a dry
etching procedure allows for an easy and fast processing of
fragile materials, where organic solvents for the removal of
the masking layer can be avoided. In particular, it was
demonstrated how the PNTs could be utilized for a low-cost
and fast fabrication of silicon nanowires. Furthermore, the
PNTs could be used as lift-off masks for the patterning
during deposition of materials. The lift off procedure could
be conducted in pure distilled water due to the unique
properties of the PNTs, and the need for organic solvents
could again be avoided. This rendered possible the
patterning of fragile materials. Finally, a method for aligning
the PNT structures on a wafer scale based on a modified spin
casting technique avoiding the use of pumps was also
presented as an alternative for the alignment and manipula-
tion of these biological nanostructures on desired locations.
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Fig. 4. SEM images of an area containing PNTs (a) before and (b) after

the dry-etching process. Scale bar in these images correspond to 20�m.

Fig. 5. SEM image of silicon nanostructures forming an intersecting point

fabricated using PNTs as dry-etching mask. Even the slits between the PNTs

were etched as is displayed here. Scale bar in this image correspond to

20 �m.

Fig. 6. (Color online) Characterization of fabricated silicon nanowires:

To verify that the result of the fabrication process is in fact a silicon

nanowire, the surface of the structure is first functionalized with a

fluorescent streptavidin through a silanization approach where only silicon

dioxide and hence the native oxide covering the silicon nanowire is marked.

The results are seen in (a) and the inset shows an optical image of the same

area. (b) The I–V curve for the silicon nanowire. The slightly nonlinear

behavior of the device is due to poor electrical contact.

K. B. Andersen et al.Jpn. J. Appl. Phys. 51 (2012) 06FF13

06FF13-4 # 2012 The Japan Society of Applied Physics



1) C. Allen, D. Maysinger, and A. Eisenberg: Colloid Surf. B 16 (1999) 3.

2) E. Gazit: Chem. Soc. Rev. 36 (2007) 1263.

3) I. W. Hamley: Angew. Chem., Int. Ed. 42 (2003) 1692.

4) C. Park, J. Yoon, and E. L. Thomas: Polymer 44 (2003) 6725.

5) S. Scanlon and A. Aggeli: Nano Today 3 (2008) 22.

6) J. Castillo, S. Tanzi, M. Dimaki, and W. Svendsen: Electrophoresis 29

(2008) 5026.

7) K. B. Andersen, J. Castillo-Leon, M. Hedstrom, and W. E. Svendsen:

Nanoscale 3 (2011) 994.

8) J. P. Lee, B. M. Bang, S. Choi, T. Kim, and S. Park: Nanotechnology 22

(2011) 275305.

9) J. S. Park, T. H. Han, J. K. Oh, and S. O. Kim: J. Nanosci. Nanotechnol. 10

(2010) 6954.

10) G. J. Zhang, L. Zhang, M. J. Huang, Z. H. H. Luo, G. K. I. Tay, E. J. A.

Lim, T. G. Kang, and Y. Chen: Sens. Actuators B 146 (2010) 138.

11) J. Castillo-León, R. Rodriguez-Trujillo, S. Gauthier, A. C. �. Jensen, and

W. E. Svendsen: Microelectron. Eng. 88 (2011) 1685.

12) M. Reches and E. Gazit: Science 300 (2003) 625.

13) N. Kol, L. Adler-Abramovich, D. Barlam, R. Z. Shneck, E. Gazit, and I.

Rousso: Nano Lett. 5 (2005) 1343.

14) L. Niu, X. Chen, S. Allen, and S. J. B. Tendler: Langmuir 23 (2007) 7443.

15) L. Adler-Abramovich, M. Reches, V. L. Sedman, S. Allen, S. J. B. Tendler,

and E. Gazit: Langmuir 22 (2006) 1313.

16) C. H. Clausen, M. Dimaki, S. P. Panagos, E. Kasotakis, A. Mitraki, W. E.

Svendsen, and J. Castillo-León: Scanning 33 (2011) 201.

17) C. H. Clausen, J. Jensen, J. Castillo, M. Dimaki, and W. E. Svendsen: Nano

Lett. 8 (2008) 4066.

18) O. Carny, D. E. Shalev, and E. Gazit: Nano Lett. 6 (2006) 1594.

19) N. B. Sopher, Z. R. Abrams, M. Reches, E. Gazit, and Y. Hanein:

J. Micromech. Microeng. 17 (2007) 2360.

20) M. Larsen, K. Andersen, W. Svendsen, and J. Castillo-León:

BioNanoScience 1 (2011) 31.

21) E. C. Cho, J. W. Choi, M. Lee, and K. K. Koo: Colloid Surf. A 313–314

(2008) 95.

22) M. Yemini, M. Reches, E. Gazit, and J. Rishpon: Anal. Chem. 77 (2005)

5155.

23) M. Yemini, M. Reches, J. Rishpon, and E. Gazit: Nano Lett. 5 (2005) 183.

24) A. Colli, A. Fasoli, S. Pisana, Y. Fu, P. Beecher, W. I. Milne, and A. C.

Ferrari: Nano Lett. 8 (2008) 1358.

25) D. Whang, S. Jin, and C. M. Lieber: Nano Lett. 3 (2003) 951.

26) S. Li, N. Liu, M. B. Chan-Park, Y. Yan, and Q. Zhang: Nanotechnology 18

(2007) 455302.

27) M. Liu, Y. Chen, Q. Guo, R. Li, X. Sun, and J. Yang: Nanotechnology 22

(2011) 125302.

28) G. Yu, A. Cao, and C. M. Lieber: Nature Nanotechnology 2 (2007) 372.

29) G. Yu, X. Li, C. M. Lieber, and A. Cao: J. Mater. Chem. 18 (2008) 728.

30) T. D. Yuzvinsky, A. M. Fennimore, A. Kis, and A. Zettl: Nanotechnology

17 (2006) 434.

31) A. R. Hopkins, N. A. Kruk, and R. A. Lipeles: Surf. Coatings Technol. 202

(2007) 1282.

32) B. Zheng, C. J. Gerdts, and R. F. Ismagilov: Curr. Opin. Struct. Biol. 15

(2005) 548.

33) G. Zheng, F. Patolsky, Y. Cui, W. U. Wang, and C. M. Lieber: Nat.

Biotechnol. 23 (2005) 1294.

34) K. Balasubramanian: Biosens. Bioelectron. 26 (2010) 1195.

K. B. Andersen et al.Jpn. J. Appl. Phys. 51 (2012) 06FF13

06FF13-5 # 2012 The Japan Society of Applied Physics



46 CHAPTER 5. MANIPULATION TECHNIQUES

5.2 Summary and Perspectives

The fabrication method presented in the present article relies on a spin casting procedure, in
which the PNT’s are positioned on the wafer aligned with the axial direction. The spin casting
procedure itself ensures the absence of larger piles of PNT’s and that the structures are positioned
individually on the wafer. To utilize this manipulation technique for a controlled fabrication of
for instance silicon nanowires, as was the case here, or nanowires from different materials, the
electrodes providing the electrical contact to the nanowires, must be designed so that they are
oriented perpendicular to the PNT and hence nanowire orientation. To avoid unwanted short
circuits elsewhere on the devices the mask must be designed so that the PNT’s are only capable of
bridging the gab between the electrodes and not between connecting wires. An in depth description
of the design of the electrode mask is given in the fabrication procedure discussion in Appendix A.

As mentioned above the manipulation techniques must be changed and optimized for each struc-
ture to be positioned and each surface that the structures should be positioned on top. Therefore
a manipulation technique providing excellent results for the manipulation of silicon nanowires on a
silicon dioxide surface may be useless for the positioning of the biological structures. The method
presented in the article is tailored towards the manipulation of FF PNT’s on a hydrophillic native
oxide covered silicon wafer with a thin electrode pattern as seen in the article. If the structure or
the surface is changed some of the parameters in the manipulation methods will probably need to
be changed accordingly in order to ensure prober alignment.

Silicon nanowire devices fabricated in this approach has been extensively used in the group in
biosenser applications.139,140



CHAPTER 6

PEDOT Nanowires

6.1 Introduction

In an attempt to fabricate biosensors at a lower cost effort has been invested in the develop-
ment of nanowire devices in different conducting polymers as for instance polyalanine141–143 and
PEDOT.144–146 The fabricated polymer nanowires has been utilized for both gas - and biosen-
sors.147–151 However, still issues remain in the development of such polymer nanowire devices.
Namely that traditional micro and nano fabrication processes cannot be used in the realization of
these devices due to the dependency of organic solvents for the removal of the photoresists.152

In the previous chapters the PNT’s were utilized in the fabrication of silicon nanowire devices.
One of the key aspects of the PNT based fabrication procedure is that the dry etching mask
defining the nanowire geometry is water soluble. This allows the patterning of organic material
traditionally incompatible with acetone or other organic solvents. In the present article PEDOT
nanowire devices was realized in a fast and low cost procedure based on the PNT lithography
approach. It was however necessary to change the electrode material since the aluminum oxide
formed on aluminum electrodes prevented prober electrical contact between the electrodes and the
spin coated PEDOT layer.

Note that the manipulation technique needs to be tailored towards this new surface in order to
provide better alignment of the PNT’s due to the different surface properties of PEDOT compared
to silicon. In the final parts of the paper the functionality of the fabricated PEDOT nanowires is
demonstrated in a temperature experiment.
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Abstract

In this article we demonstrate the use of self-assembled peptide nanotube structures as a masking material in a rapid, mild and low
cost fabrication of PEDOT:TsO nanowire device. In this new fabrication approach the PEDOT:TsO nanowire avoids all contact with
any organic solvents otherwise traditionally used in clean room fabrication. This can be achieved due to the intriguing properties of
the self-assembled peptide nanotubes utilized as a dry etching mask for the patterning of the PEDOT:TsO nanowire. The peptide
nanotubes, despite remaining stable during the reactive ion etching procedure, can be dissolved rapidly in water afterwards. The
fabricated PEDOT:TsO nanowire devices exhibit excellent electrical characteristics. Finally the potential of these PEDOT:TsO
nanowires as temperature sensors has been demonstrated and the high resolution of the sensor was illustrated.

c© 2012 Published by Elsevier Ltd.

Keywords: PEDOT:TsO, Diphenylalanine, Nanowire, Nanolithography, Cleanroom fabrication, Self-assembly, Peptide
nanotubes

1. Introduction

Since the original paper on silicon nanowire demonstrating the potential of these new type of biosensors was
published more than a decade ago [1] the field of silicon nanowires has received a lot of attention and many articles
exploring this specific field have been published [2, 3, 4, 5]. But the fabrication costs of the nanowire devices still
are a challenge hindering the full exploration of the nanowire devices as biosensors for diagnostic use [6]. One of
the approaches explored to face this challenge has been the realization of nanowires in cheaper materials, for instance
conductive polymers such as polyanaline [7, 8, 9] and PEDOT [10, 11, 12]. The benefits of the cheaper nanowire
devices have been demonstrated in various applications ranging from chemical gas and liquid sensors [13, 14] over
temperature sensors [15] to biosensors [16, 17, 18]. However, the fabrication procedure for the polymer nanowire de-
vices still is challenging and/or time consuming, due to the incompatibility of the polymers with organic solvents used
in traditional nanofabrication techniques [19]. Recently we have demonstrated the use of self-assembled dipheny-
lalanine peptide nanotubes (PNT’s) as dry etching masks for the low cost, mild and rapid clean room fabrication of
silicon nanowire devices [20, 21]. Diphenylalanine self-assembled peptide nanostructures are biological entities able
to self-organize in a rapid way under mild conditions. Its on-chip fabrication, structural and electrical characteriza-
tion, manipulation and application in the development of biosensors were recently reported [22, 23, 24, 25, 26]. In
this work we have demonstrated the rapid fabrication of PEDOT:TsO nanowire devices (the whole process can be
conducted in approximately 5 hours) based on the self-assembled PNT lithography. The benefit of this fabrication
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procedure is that any contact between PEDOT:TsO and organic solvents, such as acetone, can be avoided since the
PNT’s dissolve rapidly in Milli Q water after the dry etching pattern transfer [27]. The potential of the fabricated
PEDOT:TsO nanowire was demonstrated in a temperature experiments, in which the nanowire devices showed a high
resolution with a fast response.

2. Materials and Methods

2.1. Chemicals

The Lyophilized diphenylalanine dipeptide powder was purchased from Bachem (product number: G-2925). All
other chemicals utilized were purchased from Sigma-Aldrich.

2.2. PEDOT:TsO Preparation

260 µl Baytron C (40,% FeIIItosylate in butanol), 80 µl butanol, 6 µl pyridine and 8.8 µl EDOT were thoroughly
mixed and spun on the substrate wafer with 4000 rpm for 60 s. The coated wafers were heated to 70◦C for 10 minutes
to evaporate the inhibitor Pyradine and start the polymerization process. The wafers were finally rinsed in de-ionised
water to wash away excess reactants. This procedure ensures a PEDOT:TsO film thickness of 75 nm.

2.3. Preparation of Diphenylalanine Peptide Nanotubes

The PNT’s were prepared from a stock solution, where the lyophilized form of the peptide monomers was dis-
solved at a concentration of 100 mg/ml in 1, 1, 1, 3, 3, 3 hexaflouro-2-propanol (HFP). The HFP stock solution was
diluted to a final peptide concentration of 2 mg/ml in water in which process the PNT’s are formed. Fresh stock
solution were prepared prior to experiments to avoid pre aggregates.

2.4. Spin Casting Procedure

The PNT’s were positioned across the electrodes in a spin casting procedure as described in [21]. In short the
solution containing the newly formed PNT’s is dropped in individual drops on the spinning substrate. This spin
casting procedure ensures that the PNT’s on the surface of the wafer are oriented along the axial direction. In this
work a spinrate of 4000 rpm was utilized in all of the experiments.

2.5. Reactive Ion Etching Procedure

The reactive ion etching procedure was conducted in a STS Cluster System C010 with a pressure of 300mTorr
and a power of 100W. For the patterning of the PEDOT:TsO an oxygen based plasma was used (98 SCCM O2 and 20
SCCM N2). The wafers were subjected to the plasma for 15 s, which was enough to etch through the thin PEDOT:TsO
layer.

2.6. Visualization

All scanning electron microscopic (SEM) images were acquired using a Zeiss supra 40 VP operated in the in-lens
mode with an acceleration voltage of 3 kV. The atomic force microscopy (AFM) measurements were conducted using
a PSIA XE 150 in both tapping (for topography imaging) and contact (for conductive recordings with a tip bias of
0.7 V) mode. The conductive AFM images was acquired with a Cr/Pt coated cantilever (ContE-Al, Budget Sensors)
with a force constant of 0.3/m. The current between the AFM tip and sample was measured using an inverting current
amplifier and one of the analogue-digital converter inputs of the AFM controller.

2.7. Electrical Readout

The impedance of the PEDOT:TsO nanowire device was recorded with a custom build lab view controlled experi-
mental setup, as described in [5], where the current through the PEDOT:TsO nanowire is externally amplified using a
low-noise current preamplifier model: SR570 from Stanford Research Systems and finally recorded using a National
Instruments data acquisition card model BNC-2111.

2



K.B. Andersen et al. / Organic Electronics 00 (2012) 1–8 3

2.8. Temperature Measurements

The initial temperature measurements were conducted in a water bath with a temperature controlled feedback
loop. The real temperature of the water bath was measured using an external thermometer model VT5-S40 from
VWR. To investigate the response time of the PEDOT:TsO nanowire to a change in temperature two water baths at
different temperatures were prepared and the PEDOT:TsO nanowire devices were moved manually from one to the
other while the impedance of the wire was continuously monitored.

3. Results and Discussion

3.1. Fabrication of PEDOT:TsO Nanowires

In a previous work we have demonstrated the use of the diphenylalanine PNT’s as a dry etching mask for the
fabrication of poly silicon nanowires[20, 21]. One of the benefits of utilizing the PNT’s besides the low cost and
rapid fabrication process is that they can be removed in Milli Q water after processing[27]. In this way acetone,
traditionally required for the removal of photoresists, can be avoided. This enables the patterning of new types
of materials normally incompatible with such organic solvents. In this work a modified version of this fabrication
procedure has been utilized for the rapid and low cost fabrication of PEDOT:TsO nanowire devices. In fact the entire
fabrication procedure can be conducted in approximately 5 hours yielding at the moment around 200 ready to use
PEDOT:TsO nanowire devices. In figure 1 the fabrication steps in the process is illustrated. The first and the most
time consuming part of the fabrication was the deposition and patterning of the gold electrodes and contact pads
allowing electrical connection to the PEDOT:TsO nanowires. In this work 90 nm of gold was deposited on a 500 nm
thick silicon dioxide layer grown from a bare silicon wafer utilizing a 10 nm Chromium adhesion layer. The metal
layers were patterned in a traditional lift off procedure. The only difference being that the wafer was dipped in a
5% buffered hydrofluoric acid solution for 20 s prior to metal deposition in order to ensure a smooth corner on the
edge of the gold electrodes to provide electrical connection between the electrodes and the PEDOT:TsO nanowire. In
the second step the PEDOT:TsO layer was spin coated on the wafer with a spinrate of 4000 rpm followed by a post
backing step as explained above. The PNT’s forming the dry etching mask were positioned across the electrodes in a
modified spin casting technique described in [21]. In this manipulation procedure the PNT’s aligned according to the
axial direction on the wafer. The gold electrodes were positioned perpendicular to this direction such that the aligned
peptide nanotubes only were able to bridge the gab at the electrode position and not at other locations in order to avoid
potential short circuits as described in our previous work[21]. The final step in the fabrication process was to transfer
the pattern of the self-assembled peptide nanotubes to the spin coated PEDOT:TsO layer. After pattern transfer the
PNT’s were removed in pure Milli Q water.

3.2. Characterization of PEDOT:TsO Nanowires

The fabricated PEDOT:TsO nanowire devices were characterized using both SEM and AFM. A SEM image of
a PEDOT:TsO nanowire spanning the gap between two gold electrodes is shown in figure 2a and 2in b a zoom
of the contact between the PEDOT:TsO nanowire and the gold electrode illustrates the smooth step coverage of the
PEDOT:TsO nanowire across the step from the oxide substrate to the top of the gold electrodes. The large contact area
between the gold electrodes and the PEDOT:TsO nanowire and the smooth coverage of the step from the electrode
to the substrate by the PEDOT:TsO, as seen in the figure, ensured proper electrical contact in the devices. This is
also evident from the small impedance and linear current voltage characteristics even at room temperature of these
devices as described below. In figure 2c a topography image of the surface of the PEDOT:TsO nanowire recorded
with an AFM in tapping mode is seen and from the line profile shown in d the height of the PEDOT:TsO nanowire
can be determined to 75 nm. In this image the surface roughness of the PEDOT:TsO nanowire is also clearly seen.
This roughness of the surface introduces a larger surface to volume ratio than comparable flat nanowires and should
therefore increase the sensitivity of the measurements. With conductive AFM the complete removal of the PNT’s
from the PEDOT:TsO surface after etching was verified as seen in figure 3c. From this AFM image it is seen that the
surface of the PEDOT:TsO nanowire is highly conductive and hence the isolating PNT’s must have dissolved.
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Figure 1. Illustration of the fabrication procedure developed and utilized in this article. In this approach the gold electrodes were initially defined
by a lift off procedure. The PEDOT:TsO was spincoated on the wafer and finally the peptide nanotubes were spin casted on the coated wafer to
ensure prober alignment of the structures to the electrodes. In the last step the pattern of the nanotubes was transferred to the PEDOT:TsO layer in
a reactive ion etching procedure and finally the peptide nanotubes were dissolved in Milli Q water. The process can be completed in approximately
5 hours.
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Figure 2. Visualization of the fabricated PEDOT:TsO nanowire structures with the gold contact pads visible. A SEM image of the whole PE-
DOT:TsO nanowire spanning the gap between two of the gold electrodes is seen in a. And in b a zoom of the contact area between the PEDOT:TsO
nanowire and the gold contacts is shown. In this image it is seen that the PEDOT:TsO nanowire covers the step of the gold contact very well, which
is also evident in the electrical recordings presented below. In c an AFM image of the junction between the PEDOT:TsO nanowire and the gold
contact pads is seen and in d a line scan covering the PEDOT:TsO wire is included to verify the height of the fabricated PEDOT:TsO nanowire.
From this scan the thickness of the nanowire can be estimated to 75 nm.

3.3. Electrical Characterization

From the SEM image in figure 2a and 2b a continuous connection between that the PEDOT:TsO nanowire and
the gold without any fracture in the structure can be seen, which indicates a good electrical connection. To verify
this the current voltage relationship of a single PEDOT:TsO nanowire was recorded and plotted in figure 3a for a
range of different temperatures. From this plot is is clear that an ohmic electrical contact between the gold contact
pads and the PEDOT:TsO nanowires was established as the current voltage relation was linear. The proper electrical
contact is ensured by the large contact area between the PEDOT:TsO nanowires and the gold electrodes combined
with the smooth corner of the electrodes. The major difference, between this and previous fabrication approaches, is
that the PEDOT:TsO in this case is first spin coated on the electrodes and patterned at the electrodes yielding the good
electrical contact.

3.4. Temperature Measurements

Finally, to demonstrate the potential of the PEDOT:TsO nanowires they were used as temperature sensors. The
impedance of the PEDOT:TsO nanowire was monitored as the temperature was changed. In figure 4a the impedance of
the wire is plotted as a function of the temperature of the solution in which the PEDOT:TsO nanowires were submerged
(determined by external temperature sensing). In this experiment a linear correlation between the impedance of the
PEDOT:TsO nanowires and the external temperature was seen. From this plot it is also evident that the noise level in
the PEDOT:TsO nanowire appears very small (corresponding to less than 0.05◦C). This is further investigated in 4b
where the impedance is monitored while the temperature is changed 0.4◦C. As a result of this change in temperature
the impedance of the PEDOT:TsO nanowire increased more than 8 times the noise level. Note that in this measurement
no shielding of the signal was conducted to mimic the situation in real temperature sensing environments. Performing
the measurements in a faraday cage would result in an even smaller noise level and hence higher sensitivity. During
the experiments it was also noted that the response time of the PEDOT:TsO nanowire temperature sensor was shorter
than that of the traditional external temperature sensor. Therefore in figure 4 the response time of the PEDOT:TsO
nanowire device is investigated by the repeated change of external temperature of the wire. From this measurement it
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Figure 3. An image acquired with conductive AFM is shown in c demonstrating the complete removal of the isolating peptide nanotubes from the
surface of the PEDOT:TsO nanowire. I-V curves for the nanowire devices at different temperatures is plotted to demonstrate the completely linear
ohmic behavior of the PEDOT:TsO nanowire indicating a good contact between the gold electrodes and the PEDOT:TsO nanowire in a.

is seen that within 10 s the PEDOT:TsO nanowire device has equilibrated to the new temperature. The fast response
of the PEDOT:TsO nanowire stem from the small thermal mass of the wire. In the specific experiments, in fact,
the major part of the thermal mass and hence the major contribution to the response time stems from thermal mass
of the substrate wafer on which the PEDOT:TsO nanowire is fabricated. The PEDOT:TsO nanowire itself has a
thickness of 50 nm, a length of 10 µm and a width in the order of 500 nm and hence the volume of the wire is
only 0.25 µm3 compared to the ≈ 1017µm3 of the substrate. In comparison with other temperature sensors such as
strings and bimetallic geometries relying on optical readout [28, 29, 30], the PEDOT:TsO nanowire only requires a
2 point electrical readout that, due to the small impedance, in principle can be read using a multimeter depending
on the desired precision. The very low contact resistance between the gold electrode and the PEDOT:TsO nanowire
ensure very sensitive measurements since the dominant change to the impedance of the device is the impedance of
the PEDOT:TsO nanowire and hence any smaller change in the impedance in the gold contact pads and electrodes
due to the temperature change can be disregarded. In order to utilize the PEDOT:TsO nanowires as biosensors in
liquid condition one will have to pattern a passivation layer covering the gold electrodes to ensure no parasitic current
through the medium in which the sensors are operated, this will be the focus of future work.

4. Conclusion

In this work we have combined the benefits of bottom up fabrication using self-assembled peptide structures for
the patterning of PEDOT:TsO nanowires with the benefits of top down fabrication of macroscopic gold electrode
patterns to provide contact pads for reliable electrical contact. In this way we have demonstrated a rapid and low
cost fabrication method for the preparation of PEDOT:TsO nanowire devices (The entire fabrication process can be
conducted in approximately 5 hours). Note that in the fabrication procedure the PEDOT:TsO layer is never in contact
with any organic solvents due to the easy removal of the peptide nanotubes in water. The fabricated PEDOT:TsO
nanowires were demonstrated as sensitive to temperature changes (down to 0.05◦C changes can be detected with the
current setup) and with a fast response time (in this setup approximately 10 s).
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6.2 Summary and Perspectives

In the current article PEDOT nanowires were realized based on the PNT mask to demonstrate
the patterning of organic materials. Note that the fabrication technique described in this paper is
very fast. In fact the entire process from the isolated substrate wafer to the final PEDOT nanowire
devices can be realized in less than a day. This work was the first demonstration where the water
solubility of the peptide nanotubes was of vital importance. In the fabrication of silicon nanowires
it was merely convenient that the nano lithography masking material could be removed in water
rather organic solvents. In this work it was key.

Due to the temperature sensitivity of the PEDOT nanowires demonstrated in this report it
will in future applications be necessary to either ensure a constant temperature or have a reference
PEDOT wire for monitoring the change in impedance caused by changes in external temperatures.

In the previous article we demonstrated that the PEDOT nanowires had a high sensitivity to
temperature changes. Currently we are working on the exploitation of this sensitivity for biosensing
purposes. However, Before the fabricated PEDOT nanowire devices can be utilized for biosensing
purposes a passivation layer covering the gold electrodes connecting the gold contact pads and
the PEDOT nanowires must be passivated to avoid leakage current running through the analyte
solution rather than through the nanowire.



CHAPTER 7

Conclusion

The main aim of the current project was to investigate and demonstrate different applications of
the self-assembling peptide nanotubes based on the dipeptide diphenylalanine. When the project
started the structures were believed to be both conducting and stable in most solutions. However, in
the initial characterization experiments I have demonstrated that in fact when carefully examined
the peptide nanotubes dissolve in most liquids over time. The misinterpretations in former reports
arise from an underestimation of how fast the PNT’s were able to self-assemble. In the previous
work only dried samples was investigated and the PNT’s are able to form in the evaporation phase.

In the present study I have performed an in depth study of the stability of the peptide nanotubes
when submerged in liquid. In this study I demonstrated that when formed peptide nanotubes were
submerged in liquid the concentration of monomers in that particular liquid increased continuously
over time. This confirmed the dissolution of the larger peptide nanotubes observed by optical mi-
croscopy. We demonstrated that it was possible to increase the stability of the formed structures
by changing the formation conditions. In fact when formed in acidic solutions the peptide nan-
otubes proved significantly more stable (they did still dissolve but proved stable in solution for
a few hours). However, the low conductivity of the peptide nanotubes renders them not suited
for the implementation as the central component in biological field effect transistors as was the
original idea.

In a further investigation of the stability of the peptide nanotubes the structures were taken
to a dual beam scanning electron microscope. In this experiment it was demonstrated that the
peptide nanotubes, despite the fact that they dissolve in most liquids, remain remarkable stable
during prolonged bombardment with heavy ions. This effect was further utilized to demonstrate
the potential use of the peptide nanotubes as an inexpensive water soluble mask to be used in
standard cleanroom fabrication of silicon nanowires instead of the traditional and very expensive
electron beam lithography. In this report also the potential use of the peptide nanotubes as a lift
off mask for the fabrication of nanoslits in metal surfaces was demonstrated. Note that in this
process the lift off procedure is conducted in water instead of acetone.

In order to utilize the full potential of the peptide nanotubes as a cleanroom fabrication tool
a method for the controlled manipulation of the peptide nanotubes must be developed. This
manipulation technique should enable a proper positioning of the peptide nanotubes in fast and
reliable manner preferably at wafer scale. Different manipulation techniques were considered,
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but the solubility of the peptide nanotubes rendered many traditional manipulation techniques
useless. With a modified version of the spin casting technique developed in this project the best
compromises between the results and the time required for the manipulation were achieved. By
proper electrode design it was possible to increase the yield of this fabrication process to 80 % with
very few short circuits.

The water solubility of the peptide nanotube dry etching mask allows the patterning of organic
materials, which are not compatible with acetone or other organic solvents used to remove the tra-
ditional photoresists. In the final parts of the project the rapid (entire process could be conducted
in approximately 5 hours) and low cost fabrication of conductive polymer (PEDOT:TsO) nanowire
devices based on the peptide nanotube lithography approach was demonstrated. The potential of
the fabricated nanowire devices as temperature sensors was demonstrated. In the experiments it
was shown that the nanowire devices were capable of detecting a temperature change of 0.05◦C.



CHAPTER 8

Final Thoughts and Outlook

Self-assembling structures will continue to intrigue scientists in years to come. Due to advances
in peptide synthesis and a better understanding of the biological structures new self-assembling
structures will be discovered and they will initially be surrounded by the same hype as for the
diphenylalanine peptide nanotubes. However, it is important first to properly characterize the
material and to keep these material properties in mind when designing applications for the new
and fascinating structures. The water solubility of the diphenylalanine peptide nanotubes does not
make them less interesting. In fact they may even prove more valuable as a fabrication tool than
in the various direct application previously reported.

In this work I have demonstrated the potential of the peptide nanotubes as a fabrication
tool. I might have just scratched the surface of the opportunities for the peptide nanotubes
in an alternative fabrication approach, where top down fabrication approach for the patterning
of the interconnections is combined with the self-assembled peptide nanotube based lithography
allowing a vast amount of nanostructures in a rapid and mild manner. In fact the water solubility
of the peptide nanotubes allows the patterning of new polymer materials incompatible with the
organic solvents used in traditional photolithography. However, a number of challenges for the
full exploitation of this fabrication approach still exists: 1) The formation process of the peptide
nanotubes leads to a large distribution in size ranging from the smallest nanotubes in the order
of 100 nm up to several microns. A smaller size variation can be achieved if the peptide tubes are
prepared immediately before the spin casting procedure, but the size variation is still significant.
The formed peptide nanotubes also vary in length, which further complicate the design of the
electrodes and contact pads. Recently we have seen that with a point sonicator it was possible
to break up the PNT’s into smaller much more uniform entities. The sonication of the PNT
solution could be performed immediately prior to the spin casting procedure whereby smaller and
more uniform PNT’s would be positioned on the wafer. This would further allow an optimization
of the electrode structure to fit these smaller PNT’s providing smaller nanowires and less short
circuits. 2) The spin casting procedure does still not ensure a perfect yield. In fact only a few
chips were realized with all the five electrode pairs connected by nanowires. As mentioned in
chapter 5 a whole range of different parameters affect the spin casting procedure and to ensure
better alignment a detailed study on how the individual parameters affect the alignment should be
conducted. A simple way of increasing the yield of the manipulation approach would be to increase
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the affinity between the peptide nanotubes and the substrate at the electrode locations by a surface
modification and vice versa at the contact pad positions (most short circuits are experienced in
this area).

If the challenges mentioned above could be met a number of very interesting applications for the
peptide nanotubes could be explored. Below I will briefly mention a few that from my point of view
should be explored. 1) In the same way as PEDOT:TsO nanowires were realized one could be able
to fabricate graphene nanoribbons either directly on the electrodes or (due to the water solubility
of the peptide nanotubes) on the polymer sacrificial layer, used to transfer the graphene from the
copper growth substrate to the device substrate, providing the user with a graphene nanoribbon
stamp. 2) In chapter 3 it was seen how the structure changed upon heating of a formed and dried
peptide nanotube. If the heated structures could be used as a dry etching mask in the same way
as the non heated structures one would be able to produce nanowire devices with much smaller
dimension and at the same time with a much larger surface to volume ratio. Both of these should
result in a sensor with a larger sensitivity. The benefit of the heated structures is that the smaller
entities of the PNT’s remain in the same position and therefore the heated structure often still
bridge the gaps between the electrodes and could still potentially be used as an etching mask. It
would result in a nanowire structure with a much higher surface to volume ratio and at the same
time smaller dimension of the fabricated nanowire and hence a higher sensitivity.
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APPENDIX A

Peptide Based Fabrication Approach

In this Appendix a detailed description of the peptide based fabrication approach will be presented.
First a few initial consideration regarding the fabrication process will be presented followed by
presentation of the mask design. Finally a discussion of the different steps of the fabrication
procedure will be given.

A.1 General Considerations

The design of the masks for the PNT based lithography approach is highly dependent on the actual
manipulation approach utilized in the procedure. In chapter 5 the modified spin casting technique
developed in this project was presented. In this manipulation technique a solution containing the
PNT’s was dropped on the spinning substrate. This procedure caused the PNT’s to align in the
axial direction. To increase the yield the electrodes should be placed perpendicular to the nanotube
orientation and hence the orientation of the electrodes should change over the wafer.

It was decided to deposit the metal layer on the SOI wafers before the definition of the nanowires
for two reason. The practical reason was that it would be easier to evaluate the result of the
manipulation and whether it should be repeated or not if the electrodes were already present
on the wafer. Furthermore a better electrical connection between the metal electrodes and the
polysilicon layer can be established in this way, since there will be no step to cover by the metal.

A.2 Mask Design

As mentioned above the chip design varied over the wafer and therefore it was necessary to apply
multiple electrode designs for the different areas of the wafer as discussed in the section below. The
individual chips was designed so that the electrical connections and the fluidic interconnections
was located at the same positions for the individual chips regardless of the chip design so that
the same holder could be utilized for all chips. In figure A.1 the masks used in the fabrication is
illustrated.
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Figure A.1: Illustration of the masks used in the fabrication of the silicon nanowire devices based on the PNT
lithography. The blue parts correspond to the mask designed for the electrodes and the transparent part with green
edges corresponds to the passivation layer. In order to ensure that the electrodes are oriented perpendicular to the
direction of the spin casted PNT’s different chip design is required for different parts of the wafer as indicated in
the figure.

A.2.1 Metal Electrodes and Contact Pads

The metal layer will form both the electrodes in contact with the nanowires and the contact pads
for the connection to the macroscopic world. The devices are designed to fit into standard zif
sockets to enable a fast and reliable electrical interconnection approach. The different electrode
patterns are designed so that they will be perpendicular to the orientation of the spin casted PNT’s.
Note that the outer geometry of the different chips and the position of the contact pads is the same
regardless of the chip design simplifying the final dicing procedure. To enable this identical outer
geometry the chips must have different electrode geometries depending on position on the wafer
to ensure prober electrode orientation. In figure A.1 the three different chip design implemented
in this mask is shown.

In the spin casting procedure the PNT’s will not only be positioned at the electrode location,
they will be positioned all over the wafer while still being oriented in the axial direction. In this
fabrication approach the length of the PNT’s are utilized to ensure that they will only bridge the
gab between the electrodes and not between the contact pads or leads between the two. A PNT
connecting the later two would result in short circuits compromising the useability of the chip.
This is realized by having a short distance (shorter than the average length of the PNT’s) between
the electrodes but a much larger distance (larger than the average length of the PNT’s) between
the any other metal parts in the chip. In this way the number of short circuits is limited since
it would require more than one PNT in series to bridge the gap between metal parts outside the
electrode gaps. Of course this fabrication approach will lead to the presence of silicon nanowires
all over the wafer. However, only those bridging the gap between two contacts will influence the
performance of the sensor.
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A.2.2 Passivation Layer

The passivation layer mask is designed so that it can be used both as a mask for the patterning
of SU8 microfluidic channels and for the ion beam deposition of a silicon dioxide passivation layer.
Note that the microfluidic inlets (in case of the SU8 layer) are positioned at the same positions for
all the devices regardless of the electrode design. Furthermore, all sharp corners have been avoided
to prevent nucleation of air bobbles at these locations.

A.3 Fabrication Discussion

A.3.1 Metal Electrodes

The decision to deposit the metal prior to etching of course places limitations on which metal to
use. Therefore in this fabrication procedure aluminum was used since this is the only metal that are
allowed to cover more than 5 % of the wafer in the reactive ion etch procedure. In the fabrication
of the PEDOT:TsO nanowires a new electrode mask was designed with a metal coverage of less
than 5 % for the implementation of gold electrodes (This mask had fewer devices). This change
was necessary because the aluminum oxide formed on the aluminum electrodes made it impossible
to establish electrical contact with the PEDOT:TsO ontop.

A.3.2 Peptide Nanotubes Lithography

The central step in this fabrication procedure is the positioning of the PNT’s followed by the
pattern transfer in a reactive dry etching procedure of the peptide pattern to the poly silicon layer.
In chapter 5 the spin casting procedure was presented and therefore in this appendix only a few
practical remarks regarding the procedure will be given.

It is important to understand that the specific spin casting procedure must be changed and
optimized for new materials in order to provide proper alignment. This is illustrated by the different
spin casting procedures utilized for the fabrication of silicon nanowire and PEDOT:TsO nanowires.

If for some reason the alignment of the PNT’s is not satisfactory one can simply flush the
wafer with milli Q water and repeat the manipulation procedure until a satisfactory results has
been achieved. It is my experience that there is a whole range of parameters greatly affecting the
results of the manipulation which can be optimized for other materials than poly silicon. These
are: The spin rate of the substrate, The height from where the peptides are dropped, The surface
properties of the substrate, The age-, Concentration-, HFP content-, Temperature-, and treatment
of the peptide solution and finally the presence of flushing steps (As the isopropanol drops for the
polysilicon). All of which of course are not equally important but may serve a role in the optimal
procedure.

After the spin casting procedure the pattern of the PNT’s are transferred to the polysilicon
layer beneath in a reactive ion etch procedure. Note that if to thick metal electrodes were deposited
in the previous step there will be an underetching below the PNT’s at the edge of the electrodes,
since the PNT will be hanging above the substrate rather than being immobilized onto it (a side
effect of the high stiffness of the PNT’s). Therefore a thickness of less than 50 nm is preferred.

A.3.3 Passivation Layer

The goal of the PNT lithography based fabrication process is provide a rapid and low cost fabrica-
tion scheme for the fabrication of nanowire devices. Before the nanowire sensor can be utilized in
any biosensor applications it is important that the metal electrodes is passivated, since otherwise
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the current would simply be running through the medium in which the measurements are per-
formed. Traditionally either polymer layers such as SU8 or PECVD deposited insulating materials
such as silicon nitride has been used. However, both of these solutions are time consuming and for
the case of the PECVD silicon nitride layer it is nor possible to pattern this without compromising
either the thin polysilicon nanowires or the aluminum electrodes and contact pads. In this fabri-
cation approach a ion beam deposited layer of silicon dioxide will be used as the passivation layer.
This layer can be patterned in a traditional lift off procedure and therefore the entire passivation
layer step of the fabrication sequence can be realized in less than 3 hours for with 4 wafers.



A.4. FABRICATION SEQUENCE 77

A.4 Fabrication Sequence
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Objective
Batch name: Peptide Poly Silicon Nanowires 

The objective with this process flow is to fabricate poly silicon nanowire devices utilizing peptide nanotubes (PNTs) 
formed in water from the dipeptide diphenylalanine as a masking material 
 
The PNTs is formed from a small dipeptide consisting of two phenylalanine amino acids. The formed peptide nanotubes 
are non toxic and dissolve rapidly in all liquids including water. However it has been proven able to mask dry etching 
procedures in the reactive ion etch machines. 
 
The current fabrication procedure can also be used for the fabrication of single crystalline silicon nanowires and the 
patterning of silicon nanowires on quartz wafer providing the user with transparent silicon nanowires. Such devices 
would make it easier to work with biological samples since these chips can be used in inverted microscopes with allowing 
time lapse experiments with cells.  
 
Note: The diphenylalanine peptide nanotubes have been approved as an allowed material in the clean room. And it has 
been approved to be used in all the processes and machines that it is introduced to in this process flow by the safety 
comity and the machine responsible. 

 

Substrates
Substrate  Orient.  Size  Doping/type  Polish Thickness Box Purpose  # Sample ID

Silicon   <100>  4”  n (Phos.)  DSP  350±25µm    Substrate  4 SI 1‐4 
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Figures
Figure  Caption  Step  Figure (Side and top view)

1   After Poly Si Deposition  2.2 

2   After lithography  3.8 

3   After Aluminum 
deposition 

4.1 

4   After lift off  4.2 

5   After Peptide positioning  5.1 

6   After Poly si etch and 
water dip 
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7   After photolithography   6.7 

8   After TiO2 deposition  7.1 

9   After lift off  7.2 
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Step Heading  Equipment  Procedure  Comments 

1 Preparation  SI 1‐4 

1.1 Wafer 
selection 

Wafer box  Take the wafers from the storage and put them in a 
wafer box.  

Note the wafer IDs in the 
batch traveler.  

1.2 Oxide 
growth 

Drive In 
furnace 

Recipe: Wet1050 
Time: 4 hours 
Temperature: 1050°C 
Gas flow: 2.5 SLM O2 and 3 SLM H2  
Aneal: 20 min at 5 SLM H2

To grow 500 nm SiO2, 
remember to include test 
wafers 

2 Poly Silicon deposition  SI 1‐4 

2.1 RCA cleaning  RCA Bench    Note that procedure must be 
performed right before 
polysilicon deposition. 
Remember to include test 
wafer with oxygen for 
polydeposition.  
If step 2.2 is performed 
immediately after 1.2 this 
cleaning step can be skipped. 

2.2 Poly Silicon 
deposition 

LPCVD Poly‐
Si (B4) 

Place a test wafer in the center of the boat and 
place device wafers equally distributed on each side 
of the test wafer (wafer with oxide). Finally fill up 
with dummy wafers for p‐type poly. Wafers in every 
other slot 
Recipe: Poly620PX, time: 5min 
Target thickness: 55±5nm 
Gas flow: 80 SCCM SiH4 and 7 SCCM B2H6

Measure poly silicon 
thickness on the filmtech and 
note the result in the furnace 
log. Remember to leave the 
test wafer in the designated 
box after investigation 

3 Lithography – 1.5µm standard  SI 1‐4 

3.1 Surface 
treatment 

HMDS oven  Load wafers in oven for ~30 mins 
Recipe: program 4 

Note time in logbook, can be 
replaced by 15 s. HF dip 

3.2 Clean 
spinner 

SSE spinner  Clean spinner nozzle and run the dummy wafers 
Recipe: 1.5 4inch 

1‐3 dummies 
 

3.3 Coat wafers  SSE spinner  Coat the device wafers 

1.5 m AZ5214e Novolac resist 
Softbake on hotplate  
Recipe: 1.5 4inch (Temp: 90°C, time:60 sec) 

Note in logbook 

3.4 Exposure  Aligner‐6inch  Align to flat. Hard contact 
Recipe: first print neg. process 
Exposure time: 1.7 sec 
Mask: Electrodes 

Note time in logbook 

3.5 Reverse bake  Manual Hot 
plate 

Temp: 110 °C 
Time: 100 sec 

Placed in the old yellow 
room 

3.6 Flood 
exposure 

Aligner‐6inch  Recipe: Flood exposure 
Exposure time: 15 sec 
Mask: none 

Note time in logbook 
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3.7 Transport of 
wafers 

transport 
box 

Load wafers into the Black or blue transport box  To avoid unwanted exposure 
from the white light 

3.8 Develop  Developer 
bench 

Develop in 351B for 60±10 sec  Note time in logbook

3.9 Rinse/dry  Wet bench/ 
Spin dryer 

Rinse in DI water for 5 min (300±30 sec). 
Spin dry 

 

3.10 Inspection  Optical 
microscope 

Check pattern and alignment marks   

4 Aluminum deposition SI 1‐4 

4.1 Aluminum 
deposition 

Alcatel  Metal: Al 
Thickness: 50 nm  

Note in logbook 

4.2 Lift‐off  Remover 
1165 lift off 

Ultrasound on for 30 min   

4.3 Rinse/dry  Wet bench/ 
Spin dryer 

Rinse in DI water for 5 min (300±30 sec). 
Spin dry 

 

4.4 Inspection  Optical 
microscope 

Check for completeness   

4.5 Inspection  Dektak  Measure heights and widths  Note on measurement sheet 

5 Nanowire Definition with Peptides SI 1‐4 

5.1 Spin casting 
peptides 

Portable 
spinner 

4000 rpm for 15 s. 
Spin dry 

Specific process described in 
Chapter 5 and Appendix A 

5.2 Inspection  Optical 
microscope 

Check for alignment and density  If not successful rinse in Di 
water and redo step 5.1 

5.3 Poly Silicon 
Etching 

RIE 2  Recipe: oh_polya 
Time: ~30s. 
Pressure: 80 mTorr 
Gas Flow: 32 SCCM SF6 and 8 SCCM O2 
RF power: 30 W 

Use endpoint detection to 
determine when the silicon 
layer has been removed 

5.4 Removal of 
peptides 

Dedicated 
petridish 

Place in water in dedicated petridish for ~1h   

5.5 Verify 
peptide 
removal 

Optical 
microscope 

Check removal for peptides 
 

Most easily seen at the 
border of the electrodes 

6 Lithography – 1.5µm standard  SI 1‐4 

6.1 Surface 
treatment 

HMDS oven  Load wafers in oven for ~30 mins 
Recipe: program 4 

Note in logbook

6.2 Clean 
spinner 

SSE spinner  Clean spinner nozzle and run the dummy wafers 
Recipe: 1.5 4inch 

1‐3 dummies 
 

6.3 Coat wafers  SSE spinner  Coat the device wafers 

1.5 m AZ5214e Novolac resist 
Softbake on hotplate  
Recipe: 1.5 4inch (Temp: 90°C, time:60 sec) 

Resist thickness not checked 
Note in logbook 

6.4 Exposure  Aligner‐6inch  Align to flat. Hard contact 
Recipe: 1.5 µm positive resist 
Exposure time: 3 sec 
Mask: Passivation 

Note time in logbook 

6.5 Transport of 
wafers 

transport 
box 

Load wafers into the Black or blue transport box  To avoid unwanted exposure 
from the white light 

6.6 Develop  Developer 
bench 

Develop in 351B for 60±10 sec  Note time in logbook
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6.7 Rinse/dry  Wet bench/ 
Spin dryer 

Rinse in DI water for 5 min (300±30 sec). 
Spin dry 

 

6.8 Inspection  Optical 
microscope 

Check pattern and alignment marks   

7 SiO2 Deposition  SI 1‐4 

7.1 SiO2 
deposition 

Ion FAB  Recipe: SiO2 Acceptance 
Time: 30 min 
Thickness: 100 nm  

Note in logbook 

7.2 Lift‐off  Dedicated 
petridish 

In single wafer ultrasound bath for petridish 
Time: 15 min 

Can be performed in parallel 
with SiO2 deposition on 
following wafer 

7.3 Rinse/dry  Fumehood  Flush with DI water and Spin dry on single wafer 
dryer 

 

7.4 Inspection  Optical 
microscope 

Check for Complete lift off   

7.5 Inspection  Dektak  Measure heights and widths  Note on measurement sheet 

 
   



Process flow title  Rev. Date of revision  Contact email

Peptide Poly Silicon Nanowires on Quartz  1.0  10‐Jan‐13 
Karsten.andersen@nan

otehc.dtu.dk 

 

Not confidential  File name: Peptide Poly Si on Si.docx Page 6 of 6

 

Contents 

1  Preparation ..................................................................................................................................................................... 3 

1.1  Wafer selection ................................................................................................................................................................. 3 
1.2  Oxide growth ..................................................................................................................................................................... 3 

2  Poly Silicon deposition .................................................................................................................................................... 3 

2.1  RCA cleaning ...................................................................................................................................................................... 3 
2.2  Poly Silicon deposition ....................................................................................................................................................... 3 

3  Lithography – 1.5µm standard ......................................................................................................................................... 3 

3.1  Surface treatment ............................................................................................................................................................. 3 
3.2  Clean spinner ..................................................................................................................................................................... 3 
3.3  Coat wafers ........................................................................................................................................................................ 3 
3.4  Exposure ............................................................................................................................................................................ 3 
3.5  Reverse bake ..................................................................................................................................................................... 3 
3.6  Flood exposure .................................................................................................................................................................. 3 
3.7  Transport of wafers ........................................................................................................................................................... 4 
3.8  Develop.............................................................................................................................................................................. 4 
3.9  Rinse/dry ........................................................................................................................................................................... 4 
3.10  Inspection .......................................................................................................................................................................... 4 

4  Aluminum deposition ...................................................................................................................................................... 4 

4.1  Aluminum deposition ........................................................................................................................................................ 4 
4.2  Lift‐off ................................................................................................................................................................................ 4 
4.3  Rinse/dry ........................................................................................................................................................................... 4 
4.4  Inspection .......................................................................................................................................................................... 4 
4.5  Inspection .......................................................................................................................................................................... 4 

5  Nanowire Definition with Peptides .................................................................................................................................. 4 

5.1  Spin casting peptides ......................................................................................................................................................... 4 
5.2  Inspection .......................................................................................................................................................................... 4 
5.3  Poly Silicon Etching ............................................................................................................................................................ 4 
5.4  Removal of peptides .......................................................................................................................................................... 4 
5.5  Verify peptide removal ...................................................................................................................................................... 4 

6  Lithography – 1.5µm standard ......................................................................................................................................... 4 

6.1  Surface treatment ............................................................................................................................................................. 4 
6.2  Clean spinner ..................................................................................................................................................................... 4 
6.3  Coat wafers ........................................................................................................................................................................ 4 
6.4  Exposure ............................................................................................................................................................................ 4 
6.5  Transport of wafers ........................................................................................................................................................... 4 
6.6  Develop.............................................................................................................................................................................. 4 
6.7  Rinse/dry ........................................................................................................................................................................... 5 
6.8  Inspection .......................................................................................................................................................................... 5 

7  SiO2 Deposition .............................................................................................................................................................. 5 

7.1  SiO2 deposition ................................................................................................................................................................. 5 
7.2  Lift‐off ................................................................................................................................................................................ 5 
7.3  Rinse/dry ........................................................................................................................................................................... 5 
7.4  Inspection .......................................................................................................................................................................... 5 
7.5  Inspection .......................................................................................................................................................................... 5 

 

 
 



84 APPENDIX A. PEPTIDE BASED FABRICATION APPROACH



APPENDIX B

Experimental Setup

In this appendix the manual for the silicon nanowire experimental setup written by a master
student (Michael Jørgensen) supervised by me is included. For a more detailed description of the
setup, which is out of the scope of this thesis I refer the interested reader to the master thesis of
Michael Jørgensen.153
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1 How the devices are connected

The purpose of this measurement system is to fully automate IV- and impedance mea-
surements of silicon nanowires while controlling which solution the nanowires are exposed
to.

This section describes which devices the measurement system consists of and how they
are connected. Section 2 describes the basic principle behind the IV- and impedance
measurements and explaines how to use the LabVIEW program. Section 3 is build up in
the same way, just for batch processing.

The system consists of a computer controlling 3 di�erent devices and is seen in �gure 1 (a)

The impedance measurements are done using the LabVIEW devices (NI PCIe-6251 and NI
BNC-2111) and the current preampli�er (Stanford Research SR570), which are connected
to the nanowire chip inside the Faraday Cage. The electric diagram is seen in �gure 1
(b). The LabVIEW devices applies a variable voltage using analog output, AO0, across
the unknown impedance of the nanowire, Z. The actual voltage is measured using analog
input, AI0.

The current through the impedance, Z, is measured using the current preampli�er, which
converts the current to an ampli�ed voltage with an ampli�cation the PC controls through
the RS232 cable. This voltage is then measured by the LabVIEW device using analog
input, AI1.

To control which chemical the nanowire is in contact with, the syringe pump, Chemyx
Nexus 3000, is used to pump chemicals though the tube into the micro�uidic channels
containing the nanowires, see �gure 1(c). The syringe pumps is controlled by the PC
through the RS232 cable.

AI0 AI1AO0

Serial Cables
(RS232)

Faraday Cage

NI BNC-2111

Input Output TubeNexus 3000 Syringe
Pump Multi-Channel

Inlet
Outlet

Contact pads

µ-fluid channels

Stanford Research SR570
Current Preamplifier

Coaxial Cables

NI PCIe-6251

(a)

V

V
Current-to-voltage
Amplifier (SR570)

NI BNC-2111

Gain and
Filter Control

Serial port (RS232)

PC

Z
AI0

AI1

AO0

Input

Output

(b)

(c)

Figure 1: (a) the entire measurement system where the PC is connected to a LabVIEW device,
a current preampli�er and a syinge pump. Using these three devices IV- and impedance mea-
surements can be performed on the nanowires on the chip, while controlling which chemical the
nanowires are in contact with. (b) the electrical diagram of the system, where the LabVIEW device
and the current preampli�er are used to determine the unknown impedance Z. (c) the micro�uidic
system.
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2 IV- and impedance measurements

In section 2.1 the principle behind determening the impedance from current and voltage
measurements is described, and section 2.2 explains how to use the LabVIEW program. In
section 2.3 the procedure for autocalibrating the preampli�er is described and the frequency
responses of the digital �lters are seen in section 2.4.

2.1 Determination of impedance

This section describes how the LabVIEW program processes its data, when determining
the impedance.

When measuring the voltage and current, the signal will contain some noise shown in Step
1 of �gure 2. The noise is �ltered out using one or more of the digital �lters described in
section 2.4. At Step 2 one period is cut out. In Step 3 the phase di�erence between the
current and the voltage is determined, which will be the same as the negative phase of the
impedance. Knowing the phase di�ence, the current and voltage are aligned. The aligned
signals in Step 4 are then plotted as current vs. voltage in Step 5 and a linear �t is done,
where its reciprocal slope will be the modulus of the impedance. -5.0V C

Phase

Time

Current
Voltage,

Time

Current
Voltage,

1 Period

Time

Current
Voltage,

Time

Current
Voltage,

Current

Voltage

Step 1 Step 2 Step 3 Step 4 Step 5

Figure 2: A sketch showing how the raw signals are being �ltered, cut out to 1 period, aligned and
plotted.
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2.2 How to use the program for IV-measurements

Because a large forest of buttons and indicators on the user interface, the screenshots of
the user interface has been split up into 5 smaller pictures in this section. The overview of
the user interface is seen in �gure 3(a), where the numbers indicate which order they are
explained in.

Output settings, �gure 3(b)

A Output 1 O�set, Amplitude and Frequency of the applied sine voltage at output AO0

B Frequency sweep The same as in A where a series of measurements are performed
with frequencies between Start and Stop with a given Step. The # of measurements

performed for each frequency is con�gured in G .

C Output 2 The same as A at output AO1. This output can be used to apply a gate
voltage.

D Save data If Save ON is true, the measured data will be saved in the subdirectory
entered in Save to Path. In this directory a folder is automatically created and is
named after the current time. In this folder there is created 4 �les:
Current.dat and Voltage.dat: This is the data from the measured current and

voltage, which is saved in the format: Native binary �le format as a Single precision
�oating point. This reduces the �lesize with a factor of 3 compared to default set-
tings. These �les can be read in Matlab using the command

current=fread(fopen('Current.dat','r+','native'),inf,'single');.

In Parameters.dat the parameters of the measurement and the comment �eld is
stored.
In Impedance.dat the modulus in Ohm, phase in degrees and signal-to-noise ra-

tio is saved as a comma-seperated-value �le.

Output
settings

Input
settings

Current and Voltage
vs. Time graph

Current vs. Voltage
graph

Measurement results

Config

1 3

4
5

2

A

B

C

D

E

F

G

(a) (b)

IH

(c)

Figure 3: (a) overview of the LabVIEW program. Each box is a seperate �gure in this manual
and are explained in the order of the numbers. (b) is number 1 in (a) and de�nes the input and
output parameters. (c) is used to save the measurement parameters.
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Input settings, �gure 3(b)

E Ampli�er settings Here the ampli�cation of the current preampli�er can be turned
up, turned down or be autocalibrated. The autocalibration algoritm is described in
section 2.3.

F Digital Filters Three digital �lters can be applied and are all mainly designed to
remove 50Hz noise, but also removes high frequencies. The �lters are both applied
to the current and the voltage data. The frequency response of these �lters are
described in section 2.4.

G Other Settings The Sample Rate of the current and voltage measurements can be
setup. # of measurements is how many impedance measurements before the mea-
surement are automatically stopped. If Autocalibrate ampli�er on Start is activated
the AUTO button on E is automatically pushed when starting the measurement.
The Start and Stop button starts and stops the measurement.

Con�gurations string, �gure 3(c)

H View Con�guration The con�guration of all parameters described above are con-
verted into a single string which can be viewed by pushing View Con�g. This can be
used to save the con�guration of the measurement.

I Apply Con�guration To load a con�guration, insert the con�guration string and
push Apply Con�g. The con�guration string can be used in the batch process, which
is described in S in section 3.2.

K L

M

J N

(a) (b)

O P

R

Q

(c)

Figure 4: (a) voltage and current vs. time where the phase di�erence is the argument of the
impedance. (b) current vs. voltage where the reciprocal slope is the modulus of the impedance.
(c) the real and imaginary part of the impedance is shown in the graph and the table.
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Voltage, Current Graph, �gure 4(a)

J Voltage,Current vs. time Applied voltage from output AO0 and measured current
from input AI0.

K Show # periods on the graph.

L Signal/Noise ratio of the last period of the measured current.

M Cuto� warning �ashes red if the raw current signal is to high and gets cuto�. No-
tice: when cuto� occurs the current change will be reduced leading to an overesti-
mation of the impedance.

Current vs. voltage, �gure 4(b)

N Current vs. voltage The red curve is the �ltered data and the black curve is the
linear �t. The reciprocal slope determines the modulus of the impedance.

Measurement results, �gure 4(c)

O IV-State indicates which state the measurement procedure is in within the measure-
ment procedure. More can be read in section 2.3.

P Result table shows the real part, imaginary part and the phase of the impedance.
The rows show the most recent impedance, the mean impedance and the standard
deriviation of the graph in Q .

Q Impedance graph shows the real and imaginary part of the impedance vs. measure-
ment #.

R Show last # measurements in the graph.
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2.3 Preampli�er calibration

To reduce the noise, the ampli�cation of the preampl�er is important. Too low ampli�ca-
tion gives noise and to much ampli�cation gives cuto�, which in this case is at 5V of the
preampli�ers output voltage and is shown in �gure 5. To get a signal in equilibrium where
the preampli�er is calibrated the measurement process goes through 5 states:

State 1, Equilibrium Let the electronics reach equilibrium by start appling the sine
wave and do nothing else for two periods.

State 2, OPAMP Cali. Rough Tempoarily disable �lters and if





max (|VOPAMP-out|) < 1V ⇒ Turn up ampli�cation

max (|VOPAMP-out|) > 4V ⇒ Turn down ampli�cation

elsewhere ⇒ Goto State 3

State 3, OPAMP Cali. Fine Reapply �lters and determine the signal-to-noise ratio for
the current ampli�cation level and for the two neighbourg levels. Then use the
ampli�cation level with the lowest signal-to-noise ratio.

State 4, Measuring The measurements are performed and the current, voltage, impedance
and measurement parameters are saved.

State 5, Stopped

4.0V > Safe
5.0V Cutoff

-5.0V Cutoff
-4.0V < Safe

Time

Current signal

Figure 5: The cuto� voltage and the safety margin for the output of the preampli�er.

7



2.4 Digital �lters

There are 3 digital �lters: Moving average 20ms, Moving average 40ms and 3 point. The
�lters are designed to mainly remove 50Hz noise and their frequency response can be seen
in �gure 6. As seen the fourier transform of the 50Hz noise has a certain width, which
makes the 3 point �lter the best of the three to remove 50Hz noise, but does not remove
higher frequencies as e�ective as the other two.

0 10 20 30 40 50 60 70 80 90 100
0

0.1

0.2

0.3

0.4

0.5

0.6

0.7

0.8

0.9

1

Frequency (Hz)

T
ra

ns
fe

r 
fu

nc
tio

n 
H

( 
f )

, (
ar

b.
 u

ni
t)

 

 
Moving average, 20ms
Moving average, 40ms
3 point
All filters
Typical noise signal

Figure 6: The transfer functions of 3 di�erent digital �lter and of all �lter combined. The typical
noise is also shown.
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3 Batch process

In the following section the basic principle of batch processing is explained and in section
3.2 is described how the LabVIEW is used to create and execute batch processes.

3.1 Basic principle batch processing

When executing a batch process there are two modes, which are seen in �gure 7:

1. In theRe�ll mode one solution at a time is loaded into the tube and can be seperated
by air to prevent the solutions from mixing. Notice: the solution one wish to add
�rst in Infuse mode should be loaded in last.

2. In Infuse mode the solutions can be pumped into the chip one at a time. Here
measurements can be done simultaniously. It is also possible to pump a solution
into the chip and wait a de�ned amount of time until the chemical has reacted and
thereafter continue the batch process.

Chem1Chem2

Air

Syringe

Tube

Chem3

Air

Channels with nanowires

Chem1

Chem2

Syringe

Tube

Chem3
Refill

Infuse

Figure 7: Sketch of the re�ll and infuse mode.
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3.2 How to use the program for batch processing

The user interface of this part the program is seen in �gure 8

S The batch process is created in the table. To add a chemical the syringe pump is
to infuse �rst, type in the chemical name in the �rst column and �ll in two of the
three parameters: Volume, Infusion Rate and Time. When this is done the un�lled
parameter is automatically calculated and column 2, 3 and 4 are disabled.

In the �rst column commands for the batch can also be entered. There exist three
di�erent commands which can only be used in Infuse mode

'pause' (Column 2, 3 and 4 are disabled) stops the batch until the Next step button

in V is pressed.

'wait' (Column 2 and 3 are disabled) stops the batch for the amount of seconds
typed in the time column.

'meas [con�g]' (Column 2, 3 and 4 are disabled) performs impedance measure-
ments using the parameters typed in [con�g]. The syntax of [con�g] is each of

the parameters in the �rst column of T seperated with semicolon. The easiest

way to type in [con�g] is to copy the string in the text �eld shown in H in
�gure 3(c).

The measurement is performed while the next step of the batch process is ac-
tivated, and is performed as long as the next step of the batch process is not
�nished or if # of measurement G is reached. In this way impedance measure-
ments can be performed using three di�enet stop conditions by typing 'meas
[IV-con�g]' and in the following row typing

'pause' ⇒IV-measurements until # of measurement is reached
'wait' ⇒IV-measurements until the waiting time or # of measurement is reached
'Chemical' ⇒IV-measurements until the chemical is infused or # of measurement is reached

By Right-Clicking the table a row can be deleted or an extra row can be added in
the middle of the batch.

Example:

Row 0 and 1 in S infuses a solution for 10 seconds and continues the batch when
Next step is pushed.

S T

U

V

W

Figure 8: Screenshot batch processing part of the LabVIEW program
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Row 2 and 3 infuses a solution for 10 seconds and then waits for 60 seconds before
continuing the batch.
Row 4 and 5 does IV-measurements while infusing Chem3 and stops after 60 seconds
or when # of measurements is reached.

T IV measurement parameters shows the parameters of a meas-command selected

in S

U Load/Save Batch Load/Save the comment �eld and the table in S to a comma
seperated value �le.

V Syringe pump parameters In Syringe Type some syringes are prede�ned, which is
used to de�ne the syringe diameter. Re�ll rate de�nes the rate when the batch is in
Re�ll mode.

W Batch controls Using the green buttons Infuse mode or Re�ll mode can be en-
tered. The last three buttons skips a step in the batch, stops the syringe pump and
stops the batch.

The Re�ll mode

In this mode the batch process starts from the bottom and goes up and ignores the 'pause',
'wait' and 'meas' command. In this mode the infusion rates (third column in S ) are

ignored and the re�ll rate in V is used. When a solution has �nished to be loaded into

the tube the batch is paused until Next step in W is pushed.
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