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An approach for preserving the mode field diameter (MFD) in fiber tapers is demonstrated. The approach utilizes
concentric dual-core fibers, which couple light from an inner core to an outer core through a taper. Fibers with a 6 μm
MFD feedthrough and a 15 μm polarization maintaining feedthrough are demonstrated experimentally. Simulations
of the MFD in the tapered dual-core fibers are also presented. © 2011 Optical Society of America
OCIS codes: 060.5295, 060.4005, 060.2340.

Fused fiber-based combiners for coupling pump and sig-
nal light into active fibers are essential components for
making fiber lasers and amplifiers [1–5]. These combi-
ners typically have a tapered section that increases the
intensity of the pump by reducing the pump guide area.
In order to include a signal feedthrough in these combi-
ners, one needs to control the mode field diameter (MFD)
of the signal light through the tapered section. Such a
control can be achieved using dual-core fibers. These
can be realized with a pedestal design that consists of
a step-index core, with a highly doped region in the cen-
ter [6,7]. In the untapered fiber, light is guided in a central
step-index core; in the tapered fiber, it is guided in a sec-
ond step-index pedestal core. In the tapered region, light
is coupled adiabatically between the two cores.
In this Letter, we describe an alternative approach

based on a concentric dual-core structure with a step-
index core and a microstructured cladding region. In the
untapered section of the fiber, light is guided in a Ge-
doped core. When the fiber is tapered, the light couples
adiabatically to the core defined by a triangular photonic
crystal fiber (PCF) structure of air holes. The advantage
of this approach is that a large taper ratio can be
achieved with only two cores, where the light is guided
in a single-mode waveguide throughout the tapered sec-
tion. This minimizes the risk of light scattering to higher-
order modes (HOMs). Furthermore, since the MFD in a
large mode area PCF is proportional to the air hole pitch
of the fiber [8], the dual-core PCF approach offers a lar-
ger degree of tailoring of the MFD in the down-tapered
region. A dual-core PCF was first demonstrated by Eggle-
ton et al. [9]. In this Letter, a low NA Ge-doped center of a
PCF enabled the writing of Bragg and long period grat-
ings in the fiber.
The structure of the fabricated dual-core fiber is shown

in Fig. 1. In the center of the fiber, the step-index core can
be seen and around this core the triangular structure of
air holes. Except for the doped center, the material of the
fiber is pure silica. The step-index core is Ge-doped and
has a diameter of 5:4 μm and an NA of 0.14. This results in
a fiber with an MFD of 6:1 μm and a HOM cut-off wave-
length of 990 nm. The air hole pitch is 18 μm, and the light
in the core mode of the untapered fiber is unaffected by
the presence of the holes. This is due to a small overlap
between the core mode and the air hole structure, and
because the effective index of a large pitch microstruc-
tured cladding approaches the index of silica. The

diameter of the holes relative to the pitch is 0.48. The ta-
per fiber is designed to maintain a 6 μm MFD for a taper
ratio of 3.1. Figure 2 shows a calculation of the MFD in
the fiber as a function of air hole pitch (solid blue curve).
The calculation is made using a full vectorial mode solver
based on the plane-wave expansion method [10]. When
the fiber is tapered, the MFD initially decreases slightly
and then increases. This follows the normal behavior of a
step-index core. As the guiding of the step-index core be-
comes weaker, the air holes approach the center of the
fiber and gradually take over the guiding of the light. This
decreases the MFD once again. For reference, Fig. 2
shows the MFD as a function of pitch in a pure step-index
fiber without the presence of air holes (dashed curve),
and in a pure PCF without the presence of the step-index
core (dashed–dotted curve).

To ensure a low taper loss, the adiabatic criterion has
to be fulfilled [11–13]

dr
dz

≤
r
2π ðβ1 − β2Þ ¼

r
LB

; ð1Þ

where r is the radius of the fiber core, z is the length di-
rection of the taper, and β1 and β2 are the propagation
constants of the core and cladding mode, respectively.
The beat length LB between the core and cladding mode
is defined as LB ¼ 2π=ðβ1 − β2Þ. From Eq. (1), it can be
seen that the taper slope (dr=dz) scales inversely propor-
tional to the beat length. The purple full curve in Fig. 2
shows the beat length between the core mode and the
first HOM. The beat length has a maximum value of
LB;max ¼ 0:39mm. For a simple linear taper, the taper
slope will be the same over the entire taper. The
maximum beat length and the total taper ratio (TR) will

Fig. 1. Microscope cross-sectional image of air hole-based
6 μm MFD feedthrough taper fiber.
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therefore define the length of the taper (L) in order to be
adiabatic:

L ≥ ðTR − 1ÞLB;max: ð2Þ

With a taper ratio of 3.1 the minimum taper length to en-
sure an adiabatic linear taper is L ¼ 0:82mm.
The fiber is tapered using a filament-based GPX glass

processing station from Vytran [14]. This is done by care-
ful control of the filament power in order to prevent a
collapse of the air holes. A long taper length of 3mm
is chosen in order to be sure that the taper is adiabatic
and has low loss. In Fig. 2, the experimentally measured
MFD of the fiber is shown at different positions along a
taper (red dots). The measurements were made using a
1064 nm light source and an IR camera, and are in good
agreement with the simulations. In Fig. 3, two of the mea-
sured near fields of the taper fiber are shown. In Fig. 3(a),
the near-field of the untapered fiber is shown, where the
fiber pitch is 18 μm. A circular mode is observed and the
MFD is measured to 6:1 μm. In Fig. 3(b), the near-field of
the fiber tapered to a pitch of 5:2 μm is shown. A hexa-
gonal mode, characteristic for the PCF, is observed and
the MFD is measured to 6:0 μm. Hence, an MFD close to
6 μm is maintained when tapering the fiber by a factor
of 3.1.
An important parameter when making combiners is

the loss in the taper. In order to evaluate this loss, a Corn-
ing HI1060 fiber is spliced to both the tapered and the
untapered end of the taper fiber. The HI1060 fiber has
an MFD of 6:2 μm at a wavelength of 1060 nm, matching
the MFD in both ends of the taper fiber. The combined
loss in the two splices and the taper is measured to be
0:55 dB at a wavelength of 1064 nm. The loss in the
two splices is estimated to ∼0:1 dB for the HI1060 fiber
to the untapered fiber, and ∼0:2 dB for the HI1060 fiber to
the tapered fiber. The reason for the higher splice loss to
the tapered fiber is due to the need to preserve the air
holes with a cold splice and due to the slight reduction
in the overlap between the modes caused by the hexago-
nal mode shape of the PCF. The taper loss is therefore

∼0:25 dB and indicates that an adiabatic transition be-
tween the two cores in the tapering is achieved.

For high-power double-clad fiber lasers and amplifiers,
a polarization maintaining (PM) signal feedthrough and a
larger MFD than 6 μm are generally required. A 15 μm
MFD taper fiber is therefore investigated, with a similar
design as the 6 μm taper fiber. On either side of the core,
an air hole is replaced with a Boron-doped stress rod in
order to ensure PM operation. Figure 4(a) shows a micro-
scope image of the taper fiber. The step-index core diam-
eter is 13:3 μm and the HOM cut-off wavelength is
∼980 nm. The air hole structure has a pitch of 47 μm
and an air hole diameter divided by pitch of 0.45.

Simulations are made to examine the evolution of the
MFD through the taper. For the simulations, a perfect
structure without stress elements is used. The results
are shown in Fig. 4(b). The solid blue curve indicates
the MFD of the fiber, the dashed curve shows the
MFD of a pure step-index core fiber, and the dashed–
dotted curve shows the MFD of a pure PCF. The full pur-
ple curve in Fig. 4(b) shows the beat length between the
core mode and the first HOM. The beat length has a max-
imum value of LB;max ¼ 2:69mm. For a taper ratio of 3.4,
an MFD close to 15 μm will be maintained through the
taper. From Eq. (2), the minimum taper length to ensure
an adiabatic linear taper is L ¼ 6:46mm. To ensure that

Fig. 2. (Color online) MFD as a function of air hole pitch for
the 6 μmMFD feedthrough taper fiber. The full curve shows the
simulated MFD and the dots show the measured MFD at differ-
ent positions along the taper. The vertical dotted lines indicate
the pitch of the taper fiber in the tapered and untapered end,
where a 6 μm MFD is maintained. The dashed curve indicates
the MFD for a pure step-index fiber and the dashed–dotted
curve indicates the MFD for a pure PCF. The purple curve
shows the beat length between the core mode and the first
cladding mode.

Fig. 3. (Color online) Experimentally obtained near-field
images of 6 μm MFD feedthrough taper fiber. (a) Untapered
fiber, (b) fiber tapered by a factor of 3.5.
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the taper is adiabatic, a longer taper length of 15mm is
chosen. In the untapered fiber, the MFD at a wavelength
of 1064 nm is 14:9 μm.When the fiber is tapered down to a
pitch of 13:5 μm, the air hole structure facilitates guiding,
resulting in a hexagonal mode with an MFD of 14:5 μm.
Figure 4(b) shows the measured MFD of the fiber at dif-
ferent positions along the taper (red dots). The measured
MFD is in good agreement with the simulations.
In order to measure the loss in the taper, a 15 μm MFD

single-mode PM fiber is spliced to the untapered end of
the taper fiber and to the down-tapered end. The com-
bined loss in the two splices and the taper is measured
to be 0:70 dB at a wavelength of 1064 nm. Assuming the
same splice loss as for the 6 μm fiber investigation, the

loss in the taper is ∼0:30 dB. This is comparable to what
was achieved for the 6 μm taper fiber, again indicating a
smooth adiabatic transition in the taper.

For making PM combiners, it is important that light
does not couple between the two polarization states of
the taper fiber. The polarization cross talk is therefore
measured with a polarized light source. It is found that
through the combined setup of two splices and the taper,
the cross talk between the two polarization states is be-
low −18 dB. This fulfills the requirements for typical PM
combiners.

In conclusion, we have demonstrated a method for
preserving the MFD in fiber tapers. The concept is ex-
perimentally demonstrated with both a 6 μm MFD feed-
through and a 15 μm MFD PM feedthrough. A low loss in
the two tapers is demonstrated and also a low polariza-
tion cross talk in the 15 μm feedthrough fiber. The experi-
mental results of the measured MFD in the tapers are in
good agreement with the simulations.

References

1. F. Gonthier, L. Martineau, N. Azami, M. Faucher, F. Séguin,
D. Stryckman, and A. Villeneuve, Proc. SPIE 5335, 266
(2004).

2. F. Séguin, A. Wetter, L. Martineau, M. Faucher, C. Delisle,
and S. Caplette, Proc. SPIE 6102, 61021N (2006).

3. M. Nakai, K. Shima, M. Saito, and T. Kitabayashi, Proc. SPIE
6453, 645319 (2007).

4. M. D. Nielsen, M. H. Sørensen, A. Liem, M. Kozak, and P. M.
W. Skovgaard, Proc. SPIE 6453, 64532C (2007).

5. D. Noordegraaf, M. D. Nielsen, P. M. W. Skovgaard,
S. Agger, K. P. Hansen, J. Broeng, C. Jakobsen,
H. R. Simonsen, and J. Lægsgaard, in Proceedings of IEEE
Conference on Lasers and Electro-Optics (IEEE, 2009),
pp. 1–2.

6. K. B. Sparks, “Optical fiber with low taper induced loss,”
U.S. patent 7,046,890 (May 16, 2006).

7. W. R. Holland and T. F. Taunay, “Fiber based laser combi-
ners,” U.S. patent application 12/760,547 (April 14, 2010).

8. M. D. Nielsen, N. A. Mortensen, J. R. Folkenberg, and
A. Bjarklev, Opt. Lett. 28, 2309 (2003).

9. B. J. Eggleton, P. S. Westbrook, R. S. Windeler, S. Spälter,
and T. A. Strasser, Opt. Lett. 24, 1460 (1999).

10. S. G. Johnson and J. D. Joannopoulos, Opt. Express 8, 173
(2001).

11. W. J. Stewart and J. D. Love, in Proceedings of Euro-
pean Conference on Optical Communication (IEEE,
1985), pp. 559–562.

12. J. D. Love and W. M. Henry, Electron. Lett. 22, 912 (1986).
13. T. A. Birks and Y. W. Li, J. Lightwave Technol. 10,

432 (1992).
14. Vytran, http://www.vytran.com.

Fig. 4. (Color online) (a) Microscope cross-sectional image of
air hole-based 15 μmMFD feedthrough PM taper fiber. (b) MFD
as a function of air hole pitch for the 15 μm MFD feedthrough
fiber. The full curve shows the simulated MFD and the dots
show the measured MFD at different positions along the taper.
The vertical dotted lines indicate the pitch of the taper fiber in
the tapered and untapered end, where a 15 μm MFD is main-
tained. The dashed curve indicates the MFD for a pure step-
index fiber and the dashed–dotted curve indicates the MFD
for a pure PCF. The purple curve shows the beat length be-
tween the core mode and the first cladding mode.
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