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Surface plasmonics from metal nanoparticles have been demonstrated as an effective way of improving the
performance of low-efficiency light emitters. However, reducing the inherent losses of the metal
nanoparticles remains a challenge. Here we study the enhancement properties by Ag nanoparticles for
InGaN/GaN quantum-well structures. By using a thin SiN dielectric layer between Ag and GaN we manage
to modify and improve surface plasmon coupling effects, and we attribute this to the improved scattering of
the nanoparticles at the quantum-well emission wavelength. The results are interpreted using numerical
simulations, where absorption and scattering cross-sections are studied for different sized particles on GaN
and GaN/SiN substrates.

I
nGaN/GaN based light-emitting diodes (LED) have proven to be an efficient light source in the visible spectral
region, thanks to its widely tunable bandgap. The external quantum efficiency of this material system at blue
emission wavelengths reaches above 80%1, however, in moving towards green, yellow and red wavelengths by

increasing the indium (In) composition the efficiency is decreased. This is due to the increased piezoelectric field
which induces the quantum-confined stark effect and thereby limiting the internal quantum efficiency (IQE)2.
Several approaches have been researched to improve the device efficiency. One way is to improve the light
extraction efficiency (LEE), achieved through nanostructuring the crystal surface. Approaches include designing
photonic crystal structures to inhibit light propagation in the lateral direction and controlling the emission
pattern3, nanopillar4 and nanodome structures5,6, and surface roughening7. Another quantity that can be
improved to enhance the device efficiency is the IQE. A first approach to achieve this is by improving the crystal
quality at the growth process8,9. It is also reported that strain relaxation occurs during formation of nanopillars
through the active region, whereby the IQE is improved10.

In the last ten years surface plasmonics have been heavily researched as a way to improve the IQE of InGaN/
GaN emitters by the so-called Purcell effect, where the spontaneous recombination rate is enhanced. Energy
coupling from excitons in InGaN/GaN quantum-well (QW) active region into surface plasmon polariton (SPP)
modes of Ag thin films has been demonstrated11,12. The energy out-coupling of these SPP modes into photons was
later demonstrated through photoluminescence (PL) enhancement13,14. Randomly distributed metal nanoparti-
cles (NPs) have also been investigated as a way to improve the recombination rate through exciton coupling with
localized surface plasmon (LSP) modes15–20. The advantage of LSP modes comes from fact that they do not require
a phase-matching condition in order to radiate the stored energy21. Creating a periodic structure of NPs has the
additional advantage of allowing control over interparticle spacing and resonance wavelength tuning, giving a
higher degree of optimization22–24.

In most works where metal NPs are used to improve the emitter efficiency through LSP coupling, focus has
been on matching the emission wavelength with the LSP resonance of NPs. The objective being that at resonance
wavelength the coupling will be strongest. Since LSP resonance depends on metal NP size, much effort has been
put into controlling the NP size to match the resonance wavelength with that of the emission16,20,21. The resonance
is either estimated through the transmittance, reflectance or extinction spectrum. These measurement techniques
do however include the contribution from the absorption inside the NPs, from which it is difficult to interpret
whether the resonance is absorption or scattering dominated. It is therefore seen in some reported cases that PL
enhancement is weakened or even suppressed when the resonance wavelength is near the emission wave-
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length20,22. The major figure of merit of the metallic NPs is to capture
the emission from the active layer, and subsequently redirect the
stored energy in the LSP resonance into the freely propagating
photons, coined as the LSP radiative efficiency. However, certain
fraction of energy will be dissipated inside the metal as heating losses,
which is related to the absorption cross-section of the NP in the
context of light scattering. On the other hand, the scattering cross-
section will be an estimation of the particles efficiency in radiating the
stored energy, which is required to maximize to achieve a better light
extraction.

In this work we have studied the scattering and LSP coupling
dynamics of Ag NPs on InGaN/GaN QW structures, and the
mechanisms behind PL suppression and enhancement. Randomly
self-assembled Ag NPs are fabricated and a dielectric layer of SiN
between Ag and GaN surface is employed to modify the LSP mode
for the investigations. PL and absorption spectra are obtained to
characterize the samples. 3D finite-different time-domain (FDTD)
simulations are implemented to calculate cross-sections and field
enhancement factors of a single Ag NP on GaN/SiN substrate. The
effects of particle diameter and SiN thickness variation are studied.
By comparing the simulated and experimental results, we manage to
give a detailed description of LSP-QW coupling and LSP radiation
mechanism of Ag NPs on InGaN/GaN QW structures.

Results
The samples are InGaN/GaN QW structures grown on c-plane dou-
ble side polished sapphire substrate, where the active region consists

of 5 periods of GaN (12 nm)/InGaN (2 nm) QWs, together with a
capping layer of 30 nm GaN to define the distance between the last
QW and the top surface. A thin dielectric layer of SiN was then
deposited on some of the samples using plasma-enhanced chemical
vapor deposition (PECVD), with a deposition thickness of 15 and
120 nm. To fabricate Ag NPs, a thin layer of Ag was e-beam evapo-
rated on the samples followed by a rapid thermal annealing process
forming self-assembled particles. The different Ag film thicknesses
used were 5, 10 and 15 nm, and the sizes of Ag NPs depended on this
pre-annealed film thickness as shown in Figure 1. The three different
Ag NP distributions are denoted as A, B and C, referring to 5, 10 and
15 nm annealed films, respectively. Each distribution is fabricated
on samples with 0, 15 and 120 nm SiN layer, constituting nine
samples in total (A1-3, B1-3 and C1-3). The average particle dia-
meter of sample A, B and C is approximately 50, 110 and 160 nm,
respectively.

For PL measurements, the excitation and detection is done from
the polished sapphire side as sketched in Figure 2(a). The PL spectra
are plotted in Figure 2(b). For each three cases of different SiN
thickness, the reference has the same SiN thickness but does not have
Ag NPs. This is to exclude the PL enhancement from the dielectric
layer itself. The PL spectra with Ag NPs are normalized to the peak
value of its corresponding reference. For samples without SiN we
observe an integrated PL enhancement of a factor 2.4 with sample
C1, while sample B1 shows an almost unchanged PL spectrum.
Sample A1 which has the smallest Ag NP size distribution shows
PL suppression.

Figure 1 | Scanning electron microscope (SEM) images of self-assembled Ag NPs, with pre-annealed Ag film thickness of (a) 5 nm, (b) 10 nm and (c)
15 nm.

Figure 2 | (a) PL measurement setup. (b) Reflectance corrected PL spectra of nine samples with Ag NPs and three references without Ag NPs. Inset shows

the reflectance spectra of A1, B1 and C1.

www.nature.com/scientificreports

SCIENTIFIC REPORTS | 4 : 6392 | DOI: 10.1038/srep06392 2



The metal NPs can induce an increased back reflection of both the
excitation laser and the QW emission at the substrate-metal inter-
face, which will cause an additional PL enhancement unrelated to SP
enhancement. However, it has been confirmed through IQE, time-
resolved PL, and electroluminescence (EL) measurements, that an
enhancement due to metal NPs based on this excitation and detec-
tion scheme can indeed be attributed to LSP-QW coupling13–19,22–23.
Nonetheless it is still required to exclude the contribution from the
enhanced reflection of the excitation source due to Ag NPs as done in
Ref. 22, as well as the enhanced reflection at the emission wavelength.
The inset of Figure 2(b) shows the reflectance spectrum, where it is
seen that samples B1 and C1 have an enhanced reflectance of nearly a
factor of 1.5. The reflectance spectra of the remaining samples, A2-3,
B2-3 and C2-3 show a similar trend as A1, B1 and C1. The absorbed
excitation intensity in the QWs is roughly assumed to be propor-
tional to the incident plus the reflected intensity at excitation wave-
length, i.e. 1 1 R. If the inclusion of Ag NPs increases the reflectance
from R to RAg, the absorption will be increased by a factor frefl 5

(11RAg)/(11R). To exclude reflectance enhancement effects the PL
spectra of B1-3 and C1-3 has been divided by a factor of K 5 freflRenh,
where Renh 5 RAg/R is the enhancement at emission wavelength and
R is the reference sample reflectance. In Figure 2(b) the PL correction
factor K has already been taken into account and the observed PL
enhancements can therefore be attributed to LSP-QW coupling.

Interestingly the situation is drastically affected by the inclusion of
a SiN layer. We observe that with 15 nm SiN the integrated PL
enhancement of sample C2 is reduced to 1.8. This is in agreement
with the expectation that coupling strength is reduced with increas-
ing distance between QWs and Ag NPs13. However, the opposite
trend is seen for sample B2, which displays an integrated PL enhance-
ment of a factor of 2.1. The situation of sample A2 also shows
improvement, in the sense that the PL is not suppressed as it was
for A1, although the PL of A2 is still not enhanced relative to the
reference.

We also observe that with a 120 nm SiN layer Ag NPs still manage
to result in a PL enhancement, even though the distance between NPs
and QW active region is greatly increased. The integrated PL
enhancement factors of samples B3 and C3 are 1.6 and 1.5,
respectively.

To obtain further insight on the LSP resonances of the Ag NPs, the
normalized absorption spectra were obtained from transmittance
and reflectance spectra as shown in Figure 3 for samples without
SiN and with 15 nm SiN. It is clearly noticed for samples A1-2 and
B1-2, that the LSP absorption peaks blue-shift as the SiN is included.
A strong and well-defined absorption peak was not visible for C1 and
C2.

When designing for SP enhancement using metal NPs the usual
strategy is to compare and match the LSP resonance peak with the
emission wavelength, where the LSP resonance is estimated through
a dip in the reflectance or transmittance spectrum16–19,22–24. It is
expected that SP enhancement of InGaN/GaN QWs is optimized
by matching the resonance and emission wavelengths. We are, how-
ever, observing a situation where a strong PL enhancement is
obtained for sample C1 despite the absence of a well-defined absorp-
tion peak. Although samples A1 and B1 have well-defined resonance
peaks near the emission wavelength, no PL enhancement is obtained.
To clarify these ambiguities in our experiments, as well as previous
observations, we need to quantify the two competing factors, i.e. light
scattering (or re-emission) and absorption in the excitation of LSP
resonances. A measurement of the reflectance and transmittance
spectra reveals information about the absorption of NPs, and this
is subtly related to the LSP resonance and LSP-QW coupling.
Essentially, it is the competing effect between scattering and absorp-
tion that ultimately determines the optimal efficiency of plasmon
mediated light emitting devices. This scattering, which is related to
the radiative efficiency of LSP resonances, determines the SP

enhancement properties of metal NPs. By only considering the
absorption spectrum it is not possible to conclude that an absorption
peak spectrally aligned with the emission wavelength can result in an
enhancement through LSP-QW coupling.

To understand the observed measurements, we conducted 3D
FDTD simulations to investigate the absorption and scattering prop-
erties of Ag NPs on GaN/SiN substrate. As seen from Figure 1 the
particle size distribution and interparticle spacing are randomly dis-
tributed around an average value, and simulating a large ensemble of
randomly distributed NPs with an acceptable accuracy would require
relatively large computational resources. However, if we assume that
the interaction between the Ag NPs is weak and neglectable when
interacting with light, it will be sufficient to simulate a single Ag NP.
By modelling a single NP we can obtain the properties of an ensemble
of non-interacting NPs. The results will help us gain a qualitative
understanding of the observed measurements. We have not simu-
lated a periodical arrangement of NPs to avoid grating effects and
resonances which are not present in a random distribution25. In the
simulations the NPs are assumed to have the shape of a spherical
dome. The size variations seen in the SEM images of Figure 1 are
simulated through separate instances by a diameter sweep. The vari-
ation of the optical properties with the diameter will give us an
understanding of how such an ensemble of non-interacting particles
with varying sizes respond to light illumination. The Ag NP height is
set to H 5 aD/2, where D is the NP diameter, and a 5 1.8 is a fixed
aspect ratio.

Figure 4(a) shows the absorption cross-sections sabs for particle
diameters of D 5 50, 110 and 160 nm (D50, D110 and D160), with-
out and with 15 nm SiN layer, where comparisons are to be made
with samples A1-2, B1-2 and C1-2, respectively. In agreement with
experimental measurements, we observe a blue-shift of the absorp-
tion peak when including SiN for D50 and D110. The observed peak
is the LSP mode which is confined at the substrate-metal interface.
Another feature consistent with the measurements is the fact that for
D50 and D110 the spectrum shows a well-defined absorption peak as
is the case for the Ag NPs of samples A1-2 and B1-2. The simulations
of D160 also reveal that the absorption spectra of large NPs do not
show a well-defined peak, which is consistent with the absorption
measurement of the Ag NPs on samples C1-2. There is an apparent
disagreement when considering the absorption strengths, where the
strongest absorption occurs for samples A1-2, which for the simula-
tions corresponds to D50. However, it should be noted that the
particle density (particles per unit area) increases with decreasing

Figure 3 | Normalized absorption spectra for samples without and with
15 nm SiN between GaN and Ag NPs.

www.nature.com/scientificreports
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particle size, such that samples A1-2 has the highest density, and C1-
2 has the lowest density as seen in Figure 1. With a larger number of
particles, the absorption would correspondingly be higher. Therefore
even though the single particle absorption strength of samples A1-2
according to simulations should be lower than B1-2 and C1-2, the
larger density of particles on sample A1-2 would in total result in
larger absorption than B1-2 and C1-2.

Figure 4(b) shows the scattering cross-sections ssc for particles of
various diameters. As mentioned, scattering is the significant para-
meter when considering SP enhancement of InGaN/GaN QWs
through LSP-QW coupling, and here we see that increasing the par-
ticle size (D) increases the scattering, which is a well-known result in
the dipole approximation21. The simulations also reveal a red-shift of
the resonance peak with increasing diameter. For diameters larger
than D 5 160 nm a higher order scattering mode is seen to emerge
and red-shift with increasing size, the position of which is noted by
the arrow. The peak of the higher-order mode for largest particle is
located around 500 nm, which is below the emission wavelength.
Another point to note is the fact that a well-defined scattering res-
onance peak exists despite its absence in the absorption cross-section
spectrum, as is the case for D160 with 15 nm SiN.

Considering the increasing scattering cross-section with increas-
ing particle size, we can partially understand how a PL enhancement
can be obtained in the case of samples C1-3. The absence of a res-
onance peak at the emission wavelength is not equivalent to the
absence of LSP scattering. This is evident from Figure 4(b), where
if we consider the sample of diameter D 5 160 nm, we notice that its
scattering cross-section values throughout the whole wavelength
range from 400 to 750 nm, even in the valleys, exceed the peak
scattering cross-section value of the sample with D 5 110 nm for
the 15 nm SiN case. This means that even at off-resonance condi-
tions large Ag NPs have strong scattering capabilities, which is a
requirement for SP enhancement.

From the PL measurements in Figure 2(b), it was noticed that the
PL suppression in case of sample A1 was neutralized by the inclusion
of SiN. This can be understood when considering the fact that the
absorption peak is blue-shifted away from the emission peak. In
Figure 5(a) we have the simulation result of absorption cross-section
variation with particle diameter on different substrates. The absorp-
tion peak around D 5 80 nm is seen to be shifted towards D 5

110 nm by including SiN, resulting in a reduced absorption below
80 nm. This can explain why the inclusion of SiN neutralized the PL
suppression for sample A1 with average Ag NP size around 50 nm, as
seen for A2-3.

To understand the behavior of samples B1-3 and C1-3 when going
from a GaN to GaN/SiN substrate, we consider the scattering cross-
section variation with diameter in Figure 5(b). The essential feature
to notice here is the increased scattering from around 90 to 180 nm
diameter when a 15 nm thick SiN slab is included, resulting in an
increase of the scattering by a factor of 3.1 and 1.6 at D 5 110 and
160 nm, respectively. To also take into account the effects of absorp-
tion we consider the scattering-to-extinction ratio ssc/sext, where
sext 5 sabs 1 ssc. This parameter qualitatively reveals if a NP of a
given size is scattering (. 1/2) or absorption dominated (, 1/2) in
itself. This is shown in the inset of Figure 5(b), where the dashed
horizontal line at 0.5 is the value at which the absorption and scatter-
ing are equal. Without SiN the scattering-to-extinction ratio at D 5

110 nm is 0.56, implying a relatively large dissipation compared to
the scattering by Ag NPs of the given size. With a SiN layer the ratio is
increased by 40% for D 5110 nm. While the scattering-to-extinction
ratio for the sphere D 5 160 nm increases moderately, i.e. by a factor
of 9.8% with inclusion of SiN slab. Considering the PL measurements
of samples B1-2, we therefore believe that the increased scattering is
the mechanism behind the increased PL intensity from B1 to B2
when the SiN layer is introduced. The scattering-to-extinction ratio
also reveals that for D 5 50 nm, the value is below 0.5 regardless of
SiN layer, which implies an absorption dominated operation for such
small NPs. The SiN does however increase the ratio from 0.17 to 0.40,
implying a decreased dissipation relative to the scattering. We may
now understand how there can be an improvement in the PL intens-
ity when going from A1 to A2 relative to the reference, when includ-
ing the SiN layer, although no PL enhancement is observed.

The scattering results of Figure 5(b) can explain why sample B1-2
has an improved PL intensity with 15 nm SiN, but does not explain
why the PL enhancement of sample C2 is reduced compared to C1,
and exceeded by sample B2. The scattering and absorption cross-
sections of Ag NP reveal information about the radiative efficiency of
the LSP mode, but it does not tell us anything about the energy
transfer or coupling between LSP-QW. To investigate this coupling,
we will consider the field intensity enhancement jEj2 in the plane of
the QWs due to the Ag NP. This parameter will correspond to the
decay rate enhancement of optical emitters positioned in the near-
field of a metal NP26. In the simulations with a single Ag NP we
calculate the average intensity enhancement over an area of 1.5D
3 1.5D at the plane of the QWs below the NP. The results are shown
in Figure 6(a), where the intensity enhancement spectra of three
different sized particles are shown on three different substrates. As
a comparison we have Figure 6(b) which shows the PL ratio between

Figure 4 | Simulation results of a single Ag NP on GaN/SiN substrate. (a) Absorption cross-sections at three diameters. (b) Scattering cross-section

spectra for different NP diameters. The arrow shows the direction of increasing diameter D and position of a higher order LSP mode.

www.nature.com/scientificreports
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the samples with Ag NPs and the reference from the experimental
results of Figure 2.

The situation without SiN of Figure 6(a) shows that the field
enhancement factor for an Ag NP of diameter D 5 160 nm exceeds
that of a diameter D 5 110 nm in a range from about 460 to 560 nm.
With 15 nm SiN the D110 particle has a higher field enhancement
factor than D160 in the range from 510 to 610 nm. The field
enhancement spectrum is related to the scattering cross-section
and hence also affected by the blue-shift of the peak scattering due
to SiN. Although the peak enhancement of D110 is reduced, it is
nonetheless shifted towards the emission peak of the QWs. It is also
noticed that for wavelengths above 610 nm, the enhancement of
D160 nm starts to exceed that of D110 with 15 nm SiN. This appears
to be closely related to the scattering peak being located near 635 nm
for D160, though the peak enhancement is located at about 680 nm.
When considering the 120 nm SiN layer, the distance between the Ag
NP and the QW region is 150 nm, and yet still there is a small field
enhancement up to a factor of 1.5 remaining for D110 and D160.
Around the emission peak the enhancement is once more higher for
D110 than for D160.

Comparing now with the experimental results in Figure 6(b), we
observe a similar trend with the PL ratios, where the PL enhancement

of sample B2 exceeds that of sample C2 close to the emission peak,
when using 15 nm SiN. The peak of sample C2 PL ratio is likely to
have originated from a Fabry-Perot oscillation feature in the PL
signals. Nonetheless, for wavelengths above 600 nm the PL enhance-
ment of C2 is higher than that of B2, which is a similar situation to
that seen from the simulations in Figure 6(a) with 15 nm SiN. For the
samples with 120 nm SiN a relatively large enhancement factor of
nearly 1.5 is present for B3 and C3. The feature which is roughly
captured by simulations is the stronger PL enhancement of sample
B3 relative to sample C3 for wavelengths near and below the emission
peak, while the PL enhancement of sample C3 dominates at longer
wavelengths.

To summarize the above results, we consider the intensity
enhancements at the emission wavelength, 538 nm, and its variation
with particle diameter as shown in Figure 7. With only a GaN sub-
strate (SiN0), the peak enhancement is located around D 5 180 nm.
By including the SiN layer the peak is shifted to around D 5 100 nm,
irrespective of the SiN thickness. The point which is reiterated is that
particles with D around 110 nm have an improved field intensity
enhancement with a thin SiN layer (SiN15) compared to bare GaN
substrate (SiN0), while particles with D around 160 nm have a
degraded enhancement. It is now possible to understand the PL

Figure 5 | (a) Absorption and (b) scattering cross-section variation with particle diameter at l0 5 538 nm. The inset shows the scattering to extinction

ratio. The substrates are GaN (SiN0), 15 nm and 120 nm SiN on GaN (SiN15 and SiN120).

Figure 6 | (a) Intensity enhancement spectrum by Ag NP on GaN/SiN substrate. (b) PL ratio of the measurements in Figure 2. The vertical lines show the

position of the emission peak at 538 nm.

www.nature.com/scientificreports
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results of Figure 2(b), where sample C1 has the strongest enhance-
ment without SiN, while sample B2 dominates with SiN and sample
C2 is degraded relative C1. Even though we only considered a single
Ag NP, the simulations nonetheless qualitatively explained the mea-
surements. The validity of this estimation holds if we neglect the
interactions between the different Ag NPs on our samples. The accu-
racy of this approximation is further improved by the fact that the Ag
NPs have random variation in size and position, which means that
we do not have any grating-like effects, such as a strong particle
interaction and grating modes. We believe that the single NP model
does well in explaining the observed trends in our measurements
qualitatively. Using this simple model we have managed to under-
stand how the PL enhancement of the samples (B1-3) with average
Ag NP size around 110 nm can be improved by including a SiN layer
when considering scattering and absorption cross-sections of Ag
NPs of a similar size. Through the results of figures 5 and 7 we have
managed to obtain consistent explanations and conclusions about
our measured results.

Discussion
In summary we have investigated the effects of SP enhancement
using different sized Ag NPs on different substrates. By including a
15 nm SiN layer, we found an improvement of the PL intensity for
samples with small sized NPs. This could be explained by an
improved scattering and LSP resonance blue-shift of the NPs when
the substrate was modified. We have found that what is important to
consider when working with metal NPs for SP enhancement, is not
only the absorption dip in the transmittance or reflectance spectra,
but rather the combined effects of absorption, scattering, scattering-
to-extinction ratio, and field enhancement. It is relatively easy to
obtain metal NPs with resonances matching the emission wave-
length, but it does not ensure SP enhancement of the optical emitter
if the NPs cannot scatter the stored energy efficiently. Using a sim-
plified modelling of Ag NPs we could reasonably explain the
observed measurements, and we found that in order to improve
the efficiency of the QW structure through LSP coupling the metal
NPs should have a large scattering-to-extinction ratio. This could be
achieved by either increasing the NP size or by modifying the envir-
onment of the NPs, i.e. including a SiN layer on GaN.

Methods
Fabrication. InGaN/GaN QW structures were grown by metalorganic vapor phase
epitaxy (MOVPE) on C-plane sapphire substrates. The final epi-structure consisted
of a 2 mm thick GaN layer, a 10 period InGaN (3 nm)/GaN (2 nm) superlattice layer,
a 5 period GaN (11.5 nm)/InGaN (2 nm) QW active region covered with 30 nm

thick GaN capping layer. The distance of last QW to LED surface was 30 nm. A thin
film layer of Si3N4 was deposited on the GaN surface using plasma-enhanced
chemical vapor deposition (PECVD). The obtaining layer thicknesses were 15 and
120 nm. Following the dielectric layer deposition, Ag thin films of 5, 10 and 15 nm
thickness were deposited using electron-beam evaporation. Self-assembled Ag NPs
were then formed through a rapid thermal annealing process at 350uC for 30 min in
N2 atmosphere.

Characterization. For the PL measurements a sapphire side excitation and detection
setup was used, with an excitation laser at 405 nm wavelength. The diffuse and
specular parts of the transmittance and reflectance spectra were measured, following
which the absorption could then be obtained. The absorption normalization is
relative to the reference sample without Ag NPs.

Simulation. For the FDTD simulations, experimental values for the metal
permittivity of Ag were used27, and the refractive index of GaN and SiN was set to 2.43
and 1.9, respectively. The intensity enhancement calculations were done in the plane
of the QWs, 25 nm below the GaN interface. The intensity was averaged over an area
of dimension 1.5D 3 1.5D, to keep a fixed ratio between the particle cross-section and
the area over which to calculate the field enhancement.
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