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In this Letter we propose a scheme providing control over an optical waveguide mode by a terahertz (THz) wave.
The scheme is based on an optimization of the overlap between the optical waveguide mode and the THz field, with
the THz field strength enhanced by the presence of a metallic nanoslit surrounding the waveguide. We find an
optimum balance between the optical mode attenuation and Kerr-induced change in the propagation constant.
The criterion for a π∕2-cumulative phase shift, for instance for application in a Mach–Zehnder interferometer
configuration, requires 10 kV∕cm THz field, which in turn is estimated to result in a nonlinear change of the
refractive index in the waveguide of 0.001. Our simulations prove that it is quite reasonable to observe the effect
experimentally. © 2012 Optical Society of America
OCIS codes: 190.3270, 190.4360.

The idea of controlling light with another optical wave
has received much attention in the past decades. Non-
linear interactions in suitable optical materials are
employed to transfer information from one electromag-
netic wave to another, and form the basis of most non-
linear optics. Of special interest here is the capability of
influencing near-infrared (NIR) waves by THz fields.
Currently, second-order techniques such as free-space
electro-optic sampling [1–3] and THz-induced lensing
[4] are used for all-optical coherent detection of THz
fields, and recently the third-order technique of air-
biased coherent detection was introduced [5], with
particular relevance for detection of intense, ultrabroad-
band THz transients.
Common to all optics-based detection techniques is the

limited THz pulse energy available, and therefore, tech-
niques for local enhancement of the THz field, for
instance by plasmonic effects, are highly desirable. How-
ever, the majority of plasmonic phenomena are resonant
and require sophisticated conditions in the THz range.
Seo et al. demonstrated strong broadband enhancement
of the THz field strength in a nanoslit [6]. Here we present
a concept for a practical implementation of the use of this
broadband field enhancement phenomenon in a device
for manipulation of optical waves by a THz field.
The THz and optical fields operate at radically different

wavelength scales. From a computational point of view it
is resource-demanding to solve the problem of their in-
teraction numerically. We split the problem into two
parts, dealing with the THz and NIR frequency domain
separately. In the THz frequency domain we compute
the field distribution and local field enhancement in a na-
noslit and estimate the THz-field induced change of the
refractive index due to the nonlinearity of the material.
The calculated nonlinear refractive index profile is then
applied in a full-wave simulation of the optical mode
propagation. CST Microwave Studio is used to perform
simulations both in optical and THz ranges.
Terahertz modulation of the signals can be realized in

the silicon-polymer hybrid systems as in [7]. It is an

all-optical way based on the ultrafast Kerr effect in
four-wave-mixing. In this Letter we adopt the Mach–
Zehnder design similar to [7] as the way of possible mea-
surements (and validation) of the effect [Fig. 1(a)]. The
design of the structure is shown in Fig. 1(b). The system
consists of a silica substrate with deposited metal (gold)
on top. A nanosized slit of width w is introduced in the z
direction along the metal surface. The nanoslit is partly
filled with a nonlinear material, here exemplified by the
chalcogenide glass arsenic trisulfide, As2S3.

For the sake of effective guiding, the chalcogenide
glass does not end right after the slit, but has a height
Y . Gold is modeled as a Drude metal with permittivity
ε�ω� � 1 − ω2

p∕�ω2 � iγω�, where ωp � 1.37 × 1016 rad∕s
and γ � 40.7 × 1012 1∕s are the plasma and collision
frequencies, respectively [6], and ω � 2πf is the angular
frequency.

(a)

(b)

Fig. 1. (Color online) (a) Mach–Zehnder configuration for
measurement of the nonlinear effect in (b) chalcogenide glass
ridge waveguide embedded into a metallic nanoslit.
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The wavelengths of the THz and optical waves are λTHz
and λopt, respectively. The terahertz wave is incident on
top of the metal film and is x-polarized. It creates a strong
enhanced electric field [red arrows in Fig. 1(b)] in the
nanoslit [6,8]. The NIR wave is localized in the high-index
chalcogenide glass slab and propagates in the z direction.
Two modes are possible. The x-polarized field gives the
strongest nonlinear coupling with the THz field due to
the parallel polarizations and is confined inside the slit.
However, this field also excites the surface plasmon-
polaritons (SPPs) at the metallic edges x � �w∕2 and
therefore rapidly decays due to strong attenuation. In
contrast, the y-polarized optical mode [blue arrows in
Fig. 1(b)] can have low propagation loss for small separa-
tions between the waveguide and the metal slit walls.
We model the Kerr-type nonlinear change of the refrac-

tive index of the chalcogenide glass as dependent on
the mutual direction of THz and NIR polarizations. We
introduce nopt

∥;⊥
� nopt

0 �Δn∥;⊥ for the NIR polarization

parallel and perpendicular to the terahertz one, where

Δn∥;⊥ � n∥

;⊥

2 ε0cnoptjETHz
x j2∕2, ε0 and c are the vacuum

dielectric permittivity and speed of light, respectively.
We consider nTHz

0 � nopt
0 � 2.7 assuming the index in

optics equals that in the low-THz regime [9].
According to THz-induced Kerr measurements by

Hoffmann et al. [10] the Kerr coefficient in the THz range
can be expected to be of similar value as in the NIR
region. This gives us the possibility to estimate the mag-
nitude of the incident THz field jETHz

inc j needed to get the
required change of the refractive index, e.g., Δn �
0.001. Taking the nonlinear refractive index of As2S3 with
respect to the intensity as n2 � 1.1 × 10−17 m2∕W [11] and
assuming slit enhancement G � 100 we get to

jETHz
inc j �

1
G

��������������������
2Δn

n2n
opt
0 ε0c

s
� 17 kV∕cm: (1)

Obtained field estimation is quite reasonable with state-
of-the-art terahertz techniques [10], but powerful THz
beams are still required.
The field distribution plays the decisive role in our

scheme of controlling the NIR light propagation with a
THz field. The THz field ETHz

x has a substantially flat field
distribution along the x axis, as shown in the inset of
Fig. 2 for three different heights in the glass cross-
sections. Thus, we focus on the field distribution in
the vertical direction. According to Fig. 2 the strongest
THz field is pushed out of the nanoslit into the substrate
due to the existing of air gaps with huge field there.
The THz electric field in the chalcogenide waveguide de-
creases approximately exponentially from y � −50 nm
to y � 350 nm (red curve in Fig. 2). Therefore, the similar
near-exponential distribution of the nonlinear refractive
index Δn is expected. The main y-component of the
optical mode is concentrated inside As2S3. It reaches
maximum at about the middle of the As2S3 slab (blue
curve). To find the overlap region of the terahertz
and optical fields we introduce the coupling coeffi-
cient κ ∼

R Y−h∕2
−h∕2 ΔnjEoptj2dy, in which the integrand

ΔnjEoptj2 ∼ jETHzj2jEoptj2 describes their interaction

(black curve). The maximal interaction is achieved near
the slit edge y � h∕2. The overlap could be increased by
displacing the chalcogenide slab into the substrate, but
the experimental realization of this design is extremely
challenging. Since we want to demonstrate the feasibility
of the effect in principle, we replace the realistic de-
pendence of the induced change Δn�y� with a step-like
function of the height of constant Δn equal h�Δh
[Fig. 3(a)].

We optimize the optical mode with respect to its
losses, as shown in Fig. 3(b). The dielectric ridge wave-
guide has a clear optimal width X of about 130 nm. This
value falls between two limiting cases. (i) When X is
small, the waveguide cannot confine the mode well,
and (ii) when X is large, the mode interacts strongly with
metal. Loss optimization for the height Y of the wave-
guide is evident, as shown in Fig. 3(c). The larger Y ,
the farther the mode is from the metal and the less is the
attenuation. At the same time the NIR mode should be
concentrated near the slit where the nonlinear processes
happen. Therefore the geometrical parameters chosen
for simulations are: X � 120 nm and Y � 400 nm.

The performance of the device is determined by the
overlap of the THz and optical modes and the attenuation
of the optical mode. The overlap indicates how large the
change is of the propagation constant due to the nonli-
nearity Δβ ∼Δn, that is, how well the optical mode is
localized in the nanoslit. However, the deeper the optical
mode is localized in the metallic slit, the larger the losses.
Therefore, we have a trade-off between the overlap and
attenuation. To compare both parameters in a unified
way we introduce dimensionless figure of merit (FOM)
as the ratio of two distances, the length of the π∕2 phase
shift Lπ∕2 � π∕�2Δβ� and the distance of the decrease of
intensity of optical mode in e-times D � 1∕�2α� (remem-
ber I � I0 exp�−2αD�). The FOM reads

FOM � Lπ∕2

D
� πα

Δβ
; (2)

Fig. 2. (Color online) Field profile of the THz field
jETHzj2∕jETHz

inc j2 (λTHz � 1 mm, red curve), NIR mode jEoptj2
(λopt � 700 nm, blue curve), and their interaction jETHzj2
jEoptj2 (black curve) at x � 0. Parameters: X � 120 nm,
Y � 400 nm, w � 200 nm, and h � 100 nm. In the inset, the
terahertz field distributions in the x direction for y � −h∕2, 0,
and �h∕2 are shown.

3904 OPTICS LETTERS / Vol. 37, No. 18 / September 15, 2012



whereΔβ � β − β0 is the difference between propagation
constants in the waveguide irradiated by THz fields β and
in the initial state β0, α ≈ α0 is the field attenuation in the
initial state. Apparently, the smaller FOM, the better,
because smaller Lπ∕2 and larger D are preferred.
Assuming the anisotropic nonlinear response in the

chalcogenide slab (largest along the terahertz field and
four times smaller in the perpendicular direction) we cal-
culated the FOM for the two optical modes (the number
of four is chosen for example). In Fig. 3(d) it can be seen
that the FOM of the y-polarized optical mode is much
lower than that of the mode polarized along the THz field
(x-polarized) in spite of the four times smaller nonlinear
coefficients for this polarization. The y-polarized optical

mode is beneficial mainly due to low losses, so that the
required effect can be reached owing to the longer pro-
pagation (Lπ∕2 � 3.2 mm, D � 0.54 mm at 425 THz). At
high frequencies losses decrease more, because the
mode is better concentrated in the dielectric As2S3.
Losses for the x-polarized mode are extremely large
and almost do not depend on the frequency, because
the main channel of attenuation is the excitation of SPPs
at the slit edges.

In conclusion, we have demonstrated the possibility of
controlling the propagation of an optical waveguide
mode by a THz field. A ridge waveguide made from a
nonlinear chalcogenide glass supports an optical mode
manipulated by the nonlinearity caused by the THz radia-
tion. We relax the requirement for high THz field inten-
sities by positioning the waveguide in a nanosized slit in a
thin metal film, resulting in a strong, local THz field
enhancement. Matched oblique incidence of the THz
wave can be used to ensure effective interaction of the
THz and optical pulses over millimeter distances [12]. We
anticipate the application of the results for the fast
THz modulation of optical signals.

Danish Research Council for Technology and Produc-
tion Sciences via project THz COW is acknowledged.
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(a) (b)

(c)

(d)

Fig. 3. (Color online) (a) Realistic nonlinear refractive index
change (blue) is replaced by a step-like function (orange) in
simulations. (b), (c) Field loss optimization of the geometrical
parameters of waveguide (right scale shows the normalized
propagation constant). (d) FOM (left) and distance D of in-
tensity decrease in e times (right) for two optical modes (insets
on the right-hand side). Parameters: n∥

2 � 0.001, n⊥∥ � n∥
2∕4,

h � 100 nm and w � 200 nm, Δh � 20 nm, X � 120 nm,
Y � 400 nm.
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