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Abstract

This thesis concerns the development of theoretical and computational methods for multi-
probe systems and their application to nanostructured graphene. Recent experimental
advances emphasize the usefulness of multi-probe techniques when analyzing the elec-
trical properties of nanoscale samples. The multi-probe setup, however, is conceptually
di erent from the standard calculation setups which either disregard the e ects of the
probes altogether or use probes connected at the edge of a nite device region. In the
multi-probe setup, on the other hand, the device region is in nite and extends all around
the local probes. This necessitates a reformulation of the conventional calculation methods
allowing for the description of non-periodic structures embedded within in nite samples.

The two-dimensional material graphene, is a highly interesting system for multi-probe
characterization as graphene is purely surface and exhibits a wide range of highly intrigu-
ing electronic properties. Using a dual probe setup, we demonstrate the application of
the developed formalism to a number of di erent graphene-based systems. The conduc-
tance between the two probes in either scanning or spectroscopy mode, shows quantum
interference patterns around impurities or crystalline edges. These interferences can be
used to reveal important information about the scattering processes taking place. The
thesis furthermore discusses nanostructuring such as perforations or local gating. We
show how single states or modes and their interplay gives rise to resonances in the dual
probe conductance and can be associated with vortex-like current patterns either guiding
or suppressing the current.

We further address the e ect of strain in graphene when subjected to mechanical de-
formations giving rise to so-called pseudomagnetic elds. Here we investigate strained
graphene bubbles (\pseudomagnetic dots") directly from tight binding, e ectively going
beyond the Dirac approximation. In this way, we study the local density of states of dif-
ferent pseudomagnetic dots in real space and show Friedel-type oscillations caused by the
nite size of the dots, sublattice polarization and Landau quantization. Additionally, we
use the dual probe conductance to demonstrate the current guiding ability of the pseu-
domagnetic elds leading to preferential scattering directions responsible for the observed
pseudomagnetic focusing and anti-focusing e ects.






Resune - Danish

Denne afhandling omhandler udvikling af teori og beregningsmetoder til multi-probe sys-
temer and disses anvendelse for nanostruktureret graén. Nye eksperimentelle teknikker
har demonstreret brugen af multi-probe teknikker til karakterisering af materialer p
nanoskala. Metoder til at beskrive multi-probe systemer er imidlertidig grundl ggende
forskellige fra standard beregningsm ssige metoder, der som oftest enten negligere e ekten
af proberne eller benytter prober som kobler til kanten et endeligt system. Multi-probe
systemer vil p den anden side have uendelige udstr kning omkring de lokale prober.
Dette n dvendigg r en omformulering af konventionelle beregningsmetoder som gr det
muligt at beskrive ikke-periodiske strukturer i et uendeligt system

Todimensionale materialer som graén er et yderst interessant system at karakteris-
erer ved hjlp af multi-probe metoder da graén udelukkende er over ade og besidder
en lang r kke interessante elektriske egenskaber. Vi demonstrerer anvendelsen af de ud-
viklede metoder for en r kke forskellige graén systemer ved at bruge en dobbelt-probe
opstilling. Konduktansen mellem de to prober i enten scanning eller spektroskopi tilstand,
viser kvante interferensm nstre omkring urenheder og krystallinske kanter. Disse interfer-
enser kan bruges til at analyserer sprednings processerne som nder sted. Afhandlingen
diskuterer desuden nanostrukturering asom perforeringer eller lokale elektriske felter. Vi
viser hvordan enkelte tilstande eller modes og deres interaktion giver anledning til reso-
nanser i dobbelt-probe konduktansen og er forbundet med vortex m nstre i str mmen der
enten leder eller blokerer.

Endvidere beskriver vi e ekten af mekanisk deformation af gragén, der giver anledning
til akaldte pseduomagnet felter. Vi unders ger grakén deformationer med en "Tight-
binding"-model der gr ud over Dirac approksimationen. R denne rade analyserer vi
den lokale tilstandst thed af forskellige pseudomagnetiske deformationer og viser e ekter
asom undergitter polarisering, Landau kvantisering og Friedel svingninger foarsaget af
den endelige strrelse af deformationerne. Derudover bruger vi dobbelt-probe konduk-
tansen til at vise hvordan det pseudomagnetiske felt kan lede str mmens retning og skabe
pr ferentielle spredningsretninger der udm nter sig i fokusering eller anti-fokusering af
str mmen.
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CHAPTER

Introduction

\What could we do with layered structures with just the right
layers? What would the properties of materials be if we could
really arrange the atoms the way we want them?"

| Richard Feynman, (1918-1988)

Since Richard Feynman's highly praised lecture in 1959 [1] the quest of nanotechnology has
been a continuous miniaturization. The more than 50 year old speculation of materials con-
taining an exact number of layers is no longer a visionary thought but an experimental fact
[2]. In fact, the two dimensional carbon material, graphene, contains only a single layer and
the electron waves propagate through this single layer, which makes them accessible to various
scanning probe methods. So what does happen when we can manipulate an individual layer
on the nanoscale? And how can we detect the properties on a similar nanoscale?

1.1 Graphene

Carbon is a very versatile element and depending on the hybridization of the individual
bonds, we can experience cabon based materials in a variety of forms in all dimensions.
This ranges from the large class of hydrocarbons which compose the majority of the
biological materials providing the energy for the modern technological society to pure
carbon materials like diamonds or graphite, both of which are widely used throughout
the industry. The variety is not limited to macroscale materials because we nd carbon
nanomaterials in all dimensions like fullerene molecules (0D), carbon nanotubes (1D),
graphene (2D) and nano-diamonds (3D), see Fig. 1J1. This versatility, with each form
exhibiting di erent chemical and physical properties, makes carbon nanostructures an
important component in the eld of nanoscience and nanotechnology. In this thesis, we
focus on the remarkable properties of the two-dimensional formgraphene

Like most good ideas, it all started with a pencil. Using the famous scotch tape
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Figure 1.1: Carbon materials with macroscale structures like (a) graphite and (b) diamonds and
the lower dimensional structures like (c) fullerenes Cgo), (d) carbon nanotubes and (e) graphene.
Picture adapted form [3].

method, graphene can be derived from the graphite in our pencils by simply peeling of
a single layer. Graphene has been presented as the miracle material of the twenty- rst
century. The one-atom-thick carbon material combines a number of highly attractive
properties never seen before in one material: extreme mechanical strength, exceptionally
high electronic and thermal conductivity, impermeability to gases, optical transparency
etc.. [4, 5]

Theoretically graphene has been studied for many year5[[6] 7] and thought of as the fun-
damental building block of carbon structures like graphite, fullerenes or carbon nanotubes.
After the experimental realization in 2004 [8], however, it became clear that graphene is
also a material in itself. Fundamental for many of the striking features of graphene, is
the relativistic-like linear energy spectrum making quasiparticles in graphene behave like
massless fermions. This gives rise to relativistic e ects like the half integer Quantum Hall
e ect [9] L0] and the Klein tunneling e ect which lets electrons with normal incidence pass
through in nitely large potential barriers with a probability of one [11]. We do not review
all the remarkable properties of graphene and their origin as several extensive reviews
[12,[13], roadmaps([4| T4] and a couple of text book5]15,116] exist describing the general
properties of graphene. On the other hand, a few properties relevant for this work should
be mentioned here.

The rst is the exceptional electronic quality of graphene allowing electrons to travel
long distances without scattering, hence making quantum interference e ects visibleT17{
20]. Second, is the similarity between photons and electrons in grapheng_[21,122] which
inspires the pursuit of devices analogous of optical devices. This includes nanopatterning or
gating to create an electron analogue photonic crystals [23], waveguid€s]24,125] and optical
cavities [22,[26]. Third, is the remarkable connection between mechanical deformation of
graphene and its electronic, optical and phononic properties [27, 28]. For example, it has
been shown that strain allows for the formation of local gauge elds mimicking the e ect
of a strong magnetic eld [29]. Fourth, due to the massless carriers and little scattering,
guantum e ects in graphene have been shown to be very robust and can even survive at
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room temperature [30].

Even though this thesis focuses on graphene, we should also brie y mention the other
two dimensional materials [2,[31,°32]. Although graphene was the rst truly two dimen-
sional crystal isolated, a variety of 2D materials have been realized covering properties from
insulators to semi- and superconductors[[33]. In this way, we do not consider graphene
as a single unique material, but rather as a spectacular example of a whole class of 2D
materials with di erent properties and compaositions [34]. Moreover, the ability to control
the number and composition of layers could signi cantly modify the properties of the new
layered materials.

1.2 Dual probe setups

A vital part of the miniaturization process is the ability to see and measure at the
nanoscale. Fundamental studies of nanomaterials can only continue through a contin-
ued downscaling of characterization techniques [35].

Since its development, the Scanning Tunneling Microscope (STM)T36, 37] has been the
most important tool to investigate the electronic structure of nanoscale surfaces. Nanome-
ter scale STM measurements, yielding both local density of states (LDOS) and topographic
details, are extensively used to study graphene both theoretically [38{46] and experimen-
tally [47{52]. A conventional STM has a single probe, therefore, its main function is to
image the structure of a sample and it cannot be used to measure the lateral transport.
However, a double probe setup with STM-like probes allows for measuring the lateral
transport by utilizing the two probes as contact electrodes [[53]. This type of STM or sim-
ilar probes that only couple very locally to the sample is seen in contrast to the commonly
used invasive macroscopic probes.

During the past decade multi-probe systems have been developed to avoid the need
of xed macroscopic contacts and enable nanoscale transport measurements [35,] 53{56].
Multi-probe measurements have been used to characterize several systems: nanowires
[58, (59], carbon nanotubes[]60], graphene nanoribbons |61], anisotropic transpoit [57],
grain boundaries both in graphene[[6R["63] and other materials [64], and monolayer and
bilayer graphene of varying quality [65{69]. Multi-probe systems are useful to study
di erent length-scales as the probe pitch is changed from the commercially available m-
scale [55] to the state-of-the-art multi-probe STM techniques[[59[° 611/, 65, 70] allowing for
tip separations down to a couple of hundred nanometers, see Fi§. 1.2.

As we move towards actual nanoscale transport, di erent physical principles come
into play. The large probe pitch is still well described by classical electrostatic theory
[71], but when the probe pitch is smaller than the phase coherence length, we enter the
mesoscopic regime governed by qguantum mechani¢s [72] where classical theory is predicted
to break down. There are needs for theoretical and computational methods including
quantum mechanical e ects to describe such dual-STM probe systems on the nanoscale
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Figure 1.2: A scanning electron microscopy image of a four STM-probe setup on a graphene
nanoribbon. The picture is courtesy of J. Baringhaus.

and what system properties that can be analyzed using this type of setup. Developing
such a theoretical framework and describing the dual probe setup in the coherent transport

regime is the overall goal of this thesis.

\There's plenty room at the bottom."
| Richard Feynman, (1918-1988)
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1.3 Outline of the thesis

We address the fundamental miniaturization question ofdual probesin the phase coher-
ent regime and how these can be used to study nanoscale transport properties. In this
context graphene is an excellent candidate to investigate. In contrast to subsurface two-
dimensional electron systems, where the environment is less accessible to nanoscale surface
probes, the electrons propagate at the surface of graphene giving the unique opportunity
to probe the electronic behavior using scanning probe methods. In this way, the thesis
rst focuses on the development of the necessary theoretical framework to study dual
probe setups while including the e ect of quantum mechanics. Secondly, we apply these
methods to graphene systems containing simple defects and nanostructures such as local
gating and strain engineering. The remainder of the thesis is organized as follows:

Chapter 2 (Paper I, 11, 111):

We develop a theoretical framework to treat multi-probe setups and nanostructures in a
graphene system. As the STM-like probes are required to be nite, local and placed on
an in nite  sample, we have to modify the standard Green's function approach to capture
these important characteristics. We present two approaches: The rst is based on an
integral Green's function approach to the pristine system. Due to its analytical origin
it is computationally e ective, however, it does not scale to treat larger nanostructures.
The second approach, although more computationally expensive, is able to treat large
disordered or nanostructured regions. This method, denoted thgpatched Green's function
method relies on a self-energy approach to describe the in nite part of the system.

Chapter 3 (Paper I,11):

The theoretical framework based on theintegral Green's function method is used to treat
the two fundamental modes of a dual-STM setup: the scanning and the spectroscopy
mode. We exemplify both methods using pristine graphene and simple defects such as
adatoms or vacancies, observing e ects like conductance anisotropy between armchair and
zigzag directions as well as quantum interference around defects and crystalline edges.

Chapter 4 (Paper II, Ill, unpublished):

Turning to more complicated nanostructures using thepatched Green's function methogdwe
show how the dual probe setup can be used to describe transport e ects for perforations
and local gating of the graphene sheet. The perforation shows Fano-like resonances in
the dual probe transmission, caused by localized states at the zigzag components of the
edges. Here the current forms vortices e ectively increasing the size of the perforation.
Furthermore we demonstrate how a circularly gated region exhibits features like focusing
and resonant scattering creating quasi bound states. We show that these resonances can
turn forward scattering on and o e ectively suppressing the Klein tunneling e ect at
certain energies.

Chapter 5 (Paper IIl, IV, V , VI ):
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We study inhomogeneous strain elds which give rise to pseudomagnetic elds. A con-
stant pseudomagnetic eld is created by a triaxial strain pro le and we observe pseudo
Landau quantization due to this eld. Moreover, we investigate pseudo-Landau levels in
rotationally symmetric strain elds with clamped edges. In these systems, the pseudo-
Landau levels mixes with strong Friedel-type oscillations caused by the size quantization
from the edges. These competing e ects make a clear identi cation of pseudo-Landau
levels di cult at best. Moreover, we use the dual probe setup to analyze the current ow
in various types of local strain elds (\pseudomagnetic dots") demonstrating e ects like
current focusing or splitting, preferential direction scattering, increased backscattering and
snake-like currents. Finally, we extend the analysis to arrays of pseudomagnetic dots and
consider the e ect on the conductivity of large scale samples using the Kubo-Greenwood
formalism.

Chapter g (unpublished):

We consider possible extensions of the theoretical framework to treat systems outside the
phase coherent regime. This requires the introduction of disorder or dephasing mecha-
nisms. We propose an approach based on the coherent potential approximation to obtain

an e ective medium including disorder e ects. To calculate the transmission through this

e ective medium, we present a vertex correction scheme and show how this can be used
in case of a standard two terminal setup for a graphene nanoribbon.

Chapter 7]

We evaluate the progress made in the thesis and summarize the main results. In addition,
we discuss possible extensions and some possible next steps for investigations made in the
thesis.



CHAPTER

Theoretical multi-probe models using
guantum mechanics

In this chapter we aim to develop a theoretical framework for multi-probe setups which is able
to include quantum e ects. Firstly, we notice that geometry plays an important role in the
case of STM-like probes as, in contrast to the standard calculation setup, a local probe does
not only couple to the sample at the edge. Furthermore, the relative positions of the probes
are important. These characteristics need to be captured by a theoretical model. We therefore
disregard formalisms that calculate the native material properties without including the e ects
of the probes and their positions. Instead, we choose a Landauer-Buatikker formalism as it
allows us to include the geometrical factors.

We will not derive the framework of non-equilibrium Green's functions (NEGF) or the
Landauer-Batikker formalism, instead we refer to textbooks as Daftal[72] or Haug & Jauho
[73] for thorough treatment or to the short introduction in Ref!_[F4]. Instead, this chapter
focuses on how to utilize the NEGF framework to make numerical calculations for systems
containing multiple local probes.

The chapter opens with a discussion of the challenges in comparison to the standard two
terminal (\Lead-Device-Lead") approach. Next, we present two methods able to deal with
these speci ¢ challenges. The rst approach is particularly e cient when only a limited amount
of disorder is present. The second approach, although computationally more expensive, is able
to deal with arbitrary size of defects and is therefore the more general of the two methods.

2.1 Problems faced by theoretical modeling

In the Landauer-Buttiker formalism the current ow between two electrodes is expressed
in terms of the probability that an electron can pass from one electrode through the
conductor and into the second electrode. In this way, the zero temperature conductance is
connected to the transmissionT asG = zhﬁT. Using the non-equilibrium Green's function
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formalism [72{75] the transmission probability can be calculated as
T=Tr G)ls rRGp L ; (21)

where Tr is the trace over all states in the device regionGp is the Green's function
(GF) for the device Hamiltonian and |-y is the imaginary part of the lead self-energy
describing the scattering into the left and right lead.

Figure 2.1: Generic two probe system which couples the left (L) and right (R) leads to an
intermediate device region (D).

In the standard NEGF framework transport is considered through a lead-device-lead
setup as shown in Fig[2.ll. Here a voltage drop is applied between the left (L) and right
(R) leads causing a current to ow through the central device region (D). In this setup, the
device Hamiltonian is nite in the transport direction, but can be repeated periodically
in the transverse direction using a Bloch scheme. Although the device is nite in the
transport direction, the leads are typically taken as semi-in nite chains of repeated cells,
which in turn can be constructed using recursive scheme$§[76]. The device Hamiltonian is
de ned on a local basis set meaning that each basis orbital has a nite range. This can
be in a form of a phenomenological tight binding Hamiltonian or obtained using Density
Functional Theory (DFT) with a local atomic orbital basis set [75]. In both cases, the GF
for the device region can be calculated using so-called recursive Green's function methods
(RGF) [II'7]. Although variants of the method can be used for arbitrary geometries and
multiple leads, [78{80] the method remains limited to nite-width or periodic systems.

Now we turn to the dual-STM setup shown schematically in Fig.[2.2. Here the device
region becomes the entire two-dimensional sheet making the device Hamiltonian in nite.
Moreover, the local probes exclude periodicity making the Hamiltonian including the STM-
like probes non-periodic. However, the standard setup in Fig[ 2]1 requires semi-in nite
leads in the transport direction and periodicity in the transverse direction in order to
describe a two-dimensional system. As the standard approach is not directly applicable,
this chapter presents two alternative methods to treat the dual probe setup with an in nite
and non-periodic device region.

Method 1 exploits the fact that we only need a limited part of the full real space
GF to calculate the transmission between di erent local probes. The real space GF for
a pristine in nite system can often be calculated using a combination of analytical and
integral methods which we will show in the case of graphene. Afterwards, using a Dyson
equation approach to add any real space perturbations, we obtain exactly the full GF
elements needed for transport calculations.
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Figure 2.2: Generic dual probe system with nite probes coupling to an in nite system.

Method 2 uses a self-energy approach to reduce the in nite Hamiltonian to a nite
one while including the in nite degree of freedom through a nite self-energy. The idea
is similar to the one used for the leads in the standard setup discussed above. We show
how to construct a self-energy in order to take into account the in nite part of the system
(dark gray in Fig. . With the inclusion of this self-energy, the device Hamiltonian
can afterwards be treated by an e cient recursive scheme which is also presented. This
approach can treat the local electronic and transport properties of very large systems
embedded within an in nite two-dimensional sheet, something that has not previously
been possible.

2.2 Method 1: Integral Green's function method

The rst approach to treat an in nite two dimensional system with local probes relies on
an evaluation of the pristine real space GF. Such a GF can often be calculated for pristine
systems using a combination of analytical and integral methods making this approach
computationally e ective as long as the system does not deviate too much from pristine.
Throughout this thesis we will focus on graphene, but the method is extendable to all other
two dimensional materials where the real space GF for the pristine material is obtainable
in a similar manner.

Considering a dual-STM setup (see Fig[ 2]3) with two probes placed at; and r,, the
transmission in Eq. (2.1) becomes

T12 =Tr Gy(l']_; I'2) z(l’ 2)G(I’2;I'1) 1(I’ 1) ; (22)

where G(r 1;r2) is Green's function connectingr; and r, and -, is the imaginary part
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Figure 2.3: Setup sketch including the leads modelled as one dimensional chains with a hopping
tc between the sites. The surface Green's functiongs are indicated together with the coupling
=2 petween the lead and the graphene sample. The speci ¢ probe models will be elaborated in

Section@.

of the lead self-energies, 1(E) =i 1=
1=2, IS postponed until Section@.

Y-, - The exact form of the self-energies,

We note from Eq. ) that we only need the GF elements between the sites coupling
to the probes. Hence, even though the device is in nite, we only need a nite number of
real space GF elements for the system. In the next section we will discuss how to obtain
the pristine real space GF of an in nite graphene sheet which we will denoteG°. To go
from a pristine system to include defects, probes or other perturbations, we use the Dyson
equation:

1

G=G°+G%G=1 G% 'G°% (2.3)

where V is the matrix representation of the perturbation. Any local perturbation ( e.g,
adatoms, vacancies, coupling to leads) can be included using this technique. Accurate
parametrizations for many of these perturbations can be obtained using density functional
theory [15,[81].

We note that the dimension of the V -matrix is determined by the number of the
modi ed sites. Thus, for N modi ed sites one needs to solve & N system, and the
computational cost thus follows the number of defect and contact sites, rather than the
sample size which is usual for RGF methods.

All perturbations to the pristine lattice are added in real space, as opposed to de-
scribing them with additional terms in the reciprocal space Hamiltonians. This ensures
that modi cations are added only locally and are not repeated via periodic boundary
conditions. The approach is well suited to situations where the majority of the sample is
pristine, as unmodi ed graphene is computationally “free'.
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2.2.1 Real space graphene Green's function

In this section, we want to determine the real space GF for pristine graphene. In graphene,
the four valence electrons are conveniently modeled by the tight bindingsp?-orbital model.
The sp? hybridization (or -orbitals) in the plane are responsible for the bonding and
electrons in these orbitals occupy lower energies than the remaining out-of-plane-orbital
[15]. Therefore, we can accurately describe transport properties by a nearest neighbor
orthonormal tight binding Hamiltonian with zero onsite energy

X
H = te¥e + hic; (2.4)

<i;j>

where the sum< i;j > runs over all nearest neighbour pairs and the carbon-carbon
hopping integral is t 2.7 eV. The graphene hexagonal lattice can be split into two
triangular sublattices, which we denote A and B, where neighboring sites reside on opposite
sublattices connected with vectors, see Fid. 2|4.

pé_ 1 pé_ 1

> é; 22607, é; 3=ap 0;1; (2.5)

1= &
where ag = 0:142 nm is the carbon-carbon distance. Using Bloch functions, the Hamilto-
nian can be rewritten in reciprocal space as [1Z, 82]

0 f(k)

He=t vy o

(2.6)
where the matrix form arises from sublattice indexing within a 2 atom unit cell andjve have
used the de nition f (k) = 1 + e ka1 + eik @z ith the lattice vectors a; = ap( = 3;3)=2

Figure 2.4: Graphene lattice with two superimposed triangular sublattices A (blue) and B (red)
with unit vectors a;, a, and nearest neighbor vectors ;, , and 3. The yellow area indicates the
unit cell containing two atoms.
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and a; = ao(p 3;3)=2. With this de nition of the unit vectors we have the armchair
direction along the y-axis (and zigzag along the x-axis).

The eigenenergies and eigenstates of the system are easily obtained from this form
of the Hamiltonian, and transforming back to real space allows us to write the desired
Green's function between sites and j as [83,84]

ya .
1 N 3% ik (ri rj)
(= L+ gNilzker

- AT &7

wherez = E +i0* is the energy, gz is the area of the rst Brillouin zone. The position
of the unit cell containing site i is denoted byr; = mja; + nja,, with m; and n; being
integers.

Finally we use the de nition Njj (z;k) = z, wheni andj are on the same sublattice and
Nj (z;k) = tf (k) if i is on the A sublattice and j is on the B sublattice and Njj (z;k) =
tf (k) wheni ison B andj on A.

s z tf (k)
N (z;k) = i (k) 5 (2.8)
To simplify the notation we introduce the dimensionless k-vectors
ka = 3kyap=2, (2.9a)
ky = p§an0:2; (2.9b)

such that f (ka;kz) =1+2cos kz €ka | and write the separation vector in terms of the
lattice vectors

r=rj ri=mag+ nay: (2.10)

Inserting this into Eq. (£.7) gives

4 4
1

Gicj’(z;r)z 572 dka  dkzNj (z;ka; Kkz)

eikA(m+n)+i kz (m n)
z2 t2 1+4co(kz)+4cos(ka)coskz)

(2.11)

where the integration is over the BZ zone. Eq.[(2.1]L) can be solved using a two-dimensional
numerical integration, but as we require Eq. ) for each Green's function element
individually, we wish to increase the performance by doing one integration analytically
using complex contour techniques. The choice of rst integration variable is important
and below we treat the two di erent choices { namely armchair (ka) and zigzag(kz).
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Armchair direction

Following the approach of Ref. [84], we us&k, as the complex variable and consider the
integral

Z ika (m+n)+i kz (m n)
Ia=  dks i (Zikaikz)e 2.12)
z2 t2 1+4cos?(kz) +4cos(ka) cos(kz)
The pole, g, of the denominator is given by
Z2
Z, 1 4cog k
g=cos ! z (2.13)

4 cos kz

Contours in the positive half plane correspond to the situationm + n 0 and the sign of
the pole must be selected carefully to ensure that it lies within the integration contour,
i.e. Im(q) > 0.

The residue of a functionf (z) = %2 at a pole zo is given by Resf (z))Z = &

where hqz) is the derivative of h. The residue of the integrand in Eq. (2.12) becomes

Nij (Z; q; kz)eiq(m+ n)+i kz (m n)

Resla = 2.14
esia 4t2 sin(q) cos(kz) (2.14)
Using the residue theorem we nally reduce Eq. |(2.1]1) to
Z . _
[ z Njj (z;q; kg yelam+mikz(m n)
Z2;r)= — dk : 2.15
( )= 4 z cos kz sin q (2.19)

2

with g given by Eq. (2.13).

Zigzag direction

Following the same approach as for the armchair direction we use a di erent Brillouin
zone and consider the integral
Z

ka:k ika (m+n)+i kz (m n)
I, = dkz Ij (Z A Z)e

z2 12 1+4cos?(kz) +4cos(ka) cos(kz)

(2.16)

We again go to the complex plane and use the residue theorem. This time there are two
poles in the denominator,

1 z?2
cos(@) = 5 coska) 7z sin(ka) (2.17)
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Each pole must have its overall sign chosen to ensure it lies within the contour. The
residue for these poles can be calculated in a similar manner as for the armchair direction:

1 X Nij (Z; kA;q)e”‘A(m* n)+i g(m n)

Reslz = . . 2.18
eslz 4t2 q sin(2q) + sin( g) cos(ka) (2.18)
Using the residue theorem reduces the total integral Eq.[(2.1]1)
z , .
i X > N: (z:q: ika (M+n)+i g(m n)
GI(J) (z;r): | 2 ij (Zaq1kZ)e . (219)

412 a2 A7 sin(2g) + sin( ) coska)
with q given by Eq. (2.17).

Even though Eq. (2.15) and Eq. {2.19) give identical results for the GF, the zigzag
direction (Eq. (R.19)) proves most stable in the numerical evaluations of the nal integral.
Furthermore, the above expressions can be generalized to include, for example, second
nearest neighbor terms|[[85] and uniaxial strains[[86].

2.2.2 Stationary phase approximation

Above we have shown how the rst integral in the GF calculation could be done using
complex contour methods. The results in Egs.[(2.15) and[(2.19) only contain a one dimen-
sional integral which in general needs to be evaluated numerically. However, in certain
cases we can make approximations to solve for a closed analytical form of the GE_[84].

We note that the remaining integrand of both Egs. (2.15) and (2.19) contains an
exponential factor of the form €k, wherer = maj + na,. Therefore the integrand will
oscillate rapidly if the distance between the two sites is great enough. This observation is
key to performing the remaining integration in the limit of large separations, as the rapid
oscillations do not contribute signi cantly towards the nal value of the integral [84].

If we consider an integral of the general form
z
I(x)=  dyf (y)e' Ox: (2.20)

The integrand oscillates with a varying phase (y) and for large values ofx the parts

having di erent phase will tend to cancel when performing the integration over y. The

region with the largest contribution will therefore correspond to y values where (y) is

constant. This leads to the so-called Stationary Phase Approximation (SPA) where we
replace the integrand of Eq. ) with a Taylor expansion around the stationary points
Yo. The stationary points are determined by

d

4 -o. 2.21
dy ,, (2.21)



Chapter 2. Theoretical multi-probe models using quantum mechanics 17

such that the phase term becomes
X 1d2
(y) (Yo) + 55
Yo 2d% Yo
Note that the rst order Taylor expansion term is zero per de nition of the stationary
point.

(y Yo)?+ ; (2.22)

If we now furthermore assume that the function f (y) is slowly varying about each
stationary point then a stationaryzpoint will contribute to the integral with the value

lyo(x) = dyf (yo)e' OO Qyo)(y y0)? x

Z
= f (yo)e 0%  dyd "Wy ¥o)*x

s
K —— 2.23
- yO)e OQyO)X. ( . )

Below we use Eq. [(2.2B8) to consider the GF for graphene between sites on the same
sublattice separated in either the armchair or zigzag direction.

Armchair direction

First we consider the GF between two sites on the same sublattice and separated by
a vector in the armchair direction. For armchair separation we havem = n and from

Eq. (2.15) we obtain
z :
iz 7 ga(m+n)
Go(z;r)= — _—— 2.24
i (zir) 412 . % cos kz sin q (2.24)

The special choice of separation and contour integration direction has led to the simple
functional form of Eq. (.24). Comparing with Eq. (2.20) we note that the phase term

is simply given by the pole of the contour integral Eq. (2.13). Inserting Eq. [2.13) into

% the solution for the stationary points becomes
0

kz

. t2 Z2
2t

Although both solutions are valid, only one of them yields a real value of the poleg for a

given energy. Ifgis complex the integrand in EQ. ) vanishes for large separationse.

large values ofm + n. In consequence, we only consider the solution giving rise to reaj
values for a given energy

(2.25)

P
< =y R

K= cos ! = 5 if jzj < jt] (2.26)
"0 if jzj > jtj:
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For the casejzj = j tj we must consider both contributions.

The wavevectorgcan now be expanded in a Taylor series around the relevant stationary
point k3. Keeping only terms up to second order we get from Eq.[(2.22)

1 d?q

qkz) q(k2)+ 2 0%k, 0(kz k2)?= Q@)+ W(z)(kz k2)% (2.27)
I(Z
where
8 q
g cost? 1 L ifjz<jtj;
Q@)= | o (2.28)
> cost 3% if jzj > jtj;
and
< 3. if jzj < jtj;
W)=, %" e (2.29)

if jzj > jtj:

2 (2 22)(z2 9t2) ;

The sign of Q(z) must be chosen as earlier to ensure that it lies within the integration
contour. Additionally the correct sign of W (qg) must be determined by its correspondence
to the curvature of g at the stationary points.

Substituting Eq. (2.27) into Eq. (2.24) using the expression Eq. [2.2B) yields the Green's
function

. i Z _
iz X gQ@m+n) > dkp dW @z K2)2(m+n)
412 .’ cosk?) sin(Q(z)) .
z
s
iy X i dQ@)(m+n)

T 412 o W@ (m+n) cos«%)sin(Q(Z));

Gf (z;r) =

(2.30)

where the choice oﬂ<2 is determined by the considered energy regime. Using de nitions
of Q and W we simplify the expression and, after some algebra, foz > 0 we arrive at
r

GP**(z;r) =

(

D
154

2_ 1 1
i —

\.1
P
m+n (z2+3t2) t2 22

Pzeo@mem it 7 < ji; .31
@ amy= M if jzj > jt: |

Fig. 2.5 shows the real and imaginary parts of the GF for the casen+ n = 40 calculated
both using the analytical expression Eq. ) and a numerical evaluation of the integral
Eqg. (2.15). We note an excellent agreement between the two methods over the entire
energy interval considered. We furthermore test the validity of the analytical expression
by calculating jG® GSPAj=5jGYj as a function of separation distance for speci ¢ energies,
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see Fig[2.6. The deviation between the numerical and analytical decreases with increasing
distance between the two sites. In addition, the analytical expression is more accurate for
higher energies, but even for small energies the deviation is less than 5% for distances
above 4@y and decreases rapidly with increased separation.

Figure 2.5: Real (Left) and imaginary (Right) part of the Green's function calculated using both
the analytical expression, Eq. ), and the numerical evaluation of the Green's function integral
in Eq. (R.15) for the armchair separationm + n = 40.

Figure 2.6: The percentage di erence between the analytical SPA expression and the numerical
integral as a function of separation distance along the armchair direction.
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Zigzag direction

Next, we consider the GF between two sites on the same sublattice, but separated along
the zigzag direction. For zigzag separationsn = n and using Eq. (2.19) we obtain

iz X z z dam n)

atz _ Ika G2 + sin( g) coska)

Now using the same approach as for the armchair direction above we determine the sta-

G)(z;r)= (2.32)

tionary points from the condition ddT‘i ,
k2

kY =0: (2.33)

The stationary points in the zigzag direction are independent of energy. Expanding the
wavevector g, Eq. (2.13), in a Taylor series around the stationary points while keeping
only terms up to second order we get

2
Akn) A+ 200 (e k2= Q@ WRKa KD (239
A kg
where
Q"(z)= cos'’ t;tz; (2.35a)
Q (= cos' tthrZ ; (2.35h)
and
W @)= ~p_t*Z . (2.36a)
22" 3t+ 2)(t 2) '
W (@)= ~p_t ? (2.36b)

2" G i+

Using the Taylor expansion and the general integral solution Eq. [(2.2B) we get after some

algebraic manipulations
S

GSPEZZ(5. ) = iz X i gdQ (@(m n) .
i (E0= 7 _ W (m n)sin2Q (2)) +sin(Q (2))cosk?)’
S
_ 1 F—s—  dQ'@m n
T2 (m n) ti(t+ 2) (Bt+ 2)(t  2)
F—s—  &Q @m n

— 2.37
it 2@t A+ 2)= (237
Similarly to the armchair direction, Fig. 2.7]shows both the real and imaginary parts of the
GF calculated using both a numerical evaluation of Eq. [2.19) and the analytical expression
Eq. (2.37). We note a very good agreement between the two approaches, validating the
analytical expression for the GF along the zigzag direction at large distances.
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Figure 2.7: Real (Left) and imaginary (Right) part of the Green's function calculated using both
the analytical expression, Eq. ), and the numerical evaluation of the Green's function integral
in Eq. (R.19) for the zigzag separationm + n = 40.

Simple SPA form

The analytic expressions in Egs.[(2.31) and|(2.37) are valid throughout the entire energy
range compared to analytical expressions for the GF relying on the Dirac approximation
which are only valid at small energies. The advantage of the SPA expressions is obvious
when considering energy scales outside the linear dispersion regime but the approach is
also useful when considering distance-dependent properties. This is seen when expressing

Egs. (2.31) and [2.37) in a more concise forni[84],

G = MG (2.38)

dij ’

whered; is the distance between two sites and\ and Q are given by Egs. (2.37) and|(2.3[1)
for z > 0 we collect the simple form and corresponding coe cients at the end of this section.

In Eq. ( the energy and distance dependent features of the GF are clearly identi-
ed. So even in the case where the coe cientA is not particularly simple, the expression
above can be used to draw qualitative arguments. Combined with the ability to clearly
isolate the distance dependence in the GF allows us to perform a more transparent inves-
tigation of the properties of graphene.

The simple form in Eq. ) will be especially useful to explain the qualitative e ects
when considering local probes and interference patterns arising from defect scattering
in Chapter B] It is speci cally suited for this as the distance between the probes and
defects exceeds tens of nanometers and therefore resides in the regime where the SPA
approximation is a very close match to the numerically evaluated GF.



22 2.2. Method 1: Integral Green's function method

2.2.3 Summary of method 1

Integral Green's function method

We treat a multiprobe setup where the device re-
gion is in nite. Using a combination of analytical
and integral methods to obtain the pristine GF's
for an in nite system (see below), we can add de-
fects and probes locally within the in nite system.

The transmission is calculated using the standard formula
Ti2=Tr GY(r1;r2) 2(r2)G(ra;ra) a(ra) ; (2.39)

and defects are added using a Dyson equation

1

G=1 G% °'Gg% (2.40)

Pristine Green's function for graphene: armchair

Z . _
i > N (Z; q; kz)elq(m+ n)+i kz (m n)
G (z;r)= — dk, — ; 2.41
i (1) 412 z cos kz sin g (2:41)
Z2
1 4cog k
- iz z
cosQ) = , 2.42
@ 4 cos kz ( )
Pristine Green's function for graphene: zigzag
Z . .
i X (70 ika (Mm+n)+i g(m n)

4tz A7 sin(2q) + sin( g) cos(ka)

cos() = % coska) ?22 sin?(ka) : (2.44)
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Stationary phase approximation(SPA): armchair
The Green's function of graphene can be approximated using the SPA for the arm-
chair direction
iQ(z)d
Gr(z) = AR o (2.45a)
ij
where d; is the distance between two sites.
Coe cients
r
72
Q(z)= «cost 1 5 (2.45b)
1+i P z o\ .
A(z)= $=+ D = (@+)jA(2)] (2.45¢)
(z2+3t2) t2 z2
Stationary phase approximation (SPA): zigzag I

The Green's function of graphene can be approximated using the SPA for the zigzagl

directions yielding a sum of two terms
X A (26 @4
G = AR (2.462)
= ]
where d; is the distance between two sites.
Coe cients
Q*(2)= cos? t2t z (2.46b)
Q (z)= cost tz-: z (2.46¢)
pe b2 - = @H)AT@I (246d)
T Jt](t"‘ Z) (3t+ Z)(t Z) 1=4 )
1+ 7z 1 NN
A@= P= = == QDA @) (246e)
4 gt 2) @3t 2)(t+ 2)
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2.3 Solution 2: Patched Green's function method

The second approach to treat an in nite two dimensional sheet is based on the construction
of a self-energy term that takes into account the extended parts of the system and is
published in Paper Ill [B7]. The self-energy describes the extended parts of the system
in between nite device “patches'. The device patches are described by a Hamiltonian,
H p, which may include disorder, deformations, mean eld terms, (non)uniform magnetic
elds or leads etc. . We therefore consider the computational setup schematically shown
in the left panel of Fig. 2.8, where a device region is embedded within an extended two
dimensional system by applying a self energy term, g. To treat this setup, we need two
things: rst, we need to construct g and, secondly, we need an e cient way to describe
the device region while taking g into account. Furthermore, the treatment of the device
should be able to consider arbitrary geometries, including mutually disconnected patches
within the extended system, as shown in the right panel of Fig[ 2.B.

We describe the method in three steps:

1. Derivation of the boundary self energy term, g, in terms of the pristine lattice
GFs.

2: Calculation of the real-space GF needed in the self energy calculation. We use
graphene as an example.

3: Implementation of an adaptive RGF method to build the device region(s) e ciently
while including the self energy term(s) g.

Figure 2.8: The left panel shows a schematic of a computational setup containing a nite device
“patch' , described byH p, embedded within an extended system described by the self energyg .
The right panel shows a computational setup containing several device “patches' of interest.



Chapter 2. Theoretical multi-probe models using quantum mechanics 25

2.3.1 Boundary self energy

To construct the boundary self energy describing the extended region in Fig[ 2|8, we
consider the simple graphene example in Fig. 2|9a. Here a central device region, indicated
by the dashed square, is embedded into an extended sheet. In this example both the
extended area and the device region are assumed to be graphene-based, but the following
arguments are general to any two dimensional material. We consider a division of the
system into two parts: sites in the device (D) or sites in the extended sheet region.
Furthermore, we subdivide the extended sheet into boundary sites (B) which are indicated
by blue in Fig. and have a non-zero Hamiltonian element coupling them to the device
region, or “sheet' sites which do not couple to the device region. Within a nearest-neighbour
tight-binding Hamiltonian, the boundary sites in Fig. 2.9a are shown by blue symbols and
have non-zero couplings to the device sites indicated by red symbols. We can now write
the Hamiltonian for the entire system, in block matrix form, as

G580 Vo 0
H=@ VB:D Hgee  VB;sheet A (2.47)
0 Vsheet;B H sheet

where the \light" shaded part of Eq. (2.47) represents an in nite Hamiltonian. The con-
nections between device and sheet, (i.e. between the red and blue symbol sites in Hig.|2.9)
are contained in the o -diagonal blocks Vp.g and Vgp .

We aim to replace the in nite Hamiltonian H with a nite e ective Hamiltonian,
He = Hpp + g, which takes into account the extended sheet using a self energy

Figure 2.9: a) Shows the desired device region, indicated by the dashed square, embedded within
an extended system. Red symbols are the edge of the device and blue symbols indicate sites in the
surrounding sheet that couples to the device. We obtain the disconnected system discussed in the
text by removing the couplings that cross the dashed line. b) Shows the corresponding pristine
system. Again the disconnected system is obtained by removing couplings along the dashed line.
¢) lllustrates how the e ect of the extended sheet on the device region is taken into account by the

self energy, see Eq|(2.50).
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term . To do this, we consider the connected system in panel a) of Fig.[2.9, and
a disconnected system formed by removing the Hamiltonian element¥pg and Vg,
corresponding to removing couplings crossing the dashed line in Fig. 2.9a. The GFs of
the connected G(©°") and disconnected G (%)) systems can be related via the Dyson
equation, and in particular we can write the GF of the connected device region as

di di .
GEM = YY) + GSFVpe GEN: (2.48)

Applying the Dyson equation again to obtain Gg:%') and inserting this into Eq. (.48
allows us to simplify,

G(Dc%]) = E1 Hpp B (2.49)
where the self energy term is given by
B = VD;B Gg{lg) VB;D : (250)

We note that the self energy in Eq. [2.50) is independent of the considered device and
depends only on GF matrix elements connecting sites in the pristine surrounding “frame'
that remains when the device is removed from the full system. We take advantage of
this to temporarily replace the device with a corresponding pristine region of the same
size, as shown in panel b) of Fig9. The self-energy required to incorporate the nite
pristine region into an in nite, pristine sheet is the same self energy, g, that is required

in Eq. (2.49). We can therefore write the required GF matrix, G,(;i;), in terms of the GF

of the in nite pristine sheet, G . These are related using the Dyson equation with a
perturbation Vpp,

G8 = 1+G69 vos '60%: (2.51)

The advantage of writing the self-energy in terms of the pristine sheet GFsG (BO;)B and
G(BO;)D , becomes clear in the next section, where we demonstrate an e cient method to

calculate these two terms. It is worth noting that GS?D only needs to be calculated for
the sites in D which connect to sites in B. These sites are indicated by red in Fid. 2]9 and
are where the self-energy terms need to be added, as shown in Fg. |2.9c.

The calculation scheme for the patched Green's function approach

1: Calculate G(BO;)B and Gg);)D for example using the methods outlined in Sec-
tion 2.3.2.

2: Calculate g from Eq. (2.50) and Eq. (2.57).

(con)

3: The nite GF for the device region, Gy ”, is given by Eq. (2.49) and can be
treated using an adaptive RGF method, see Sectiof 2.33.
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We note that this approach does not require a speci c geometric shape of the device,
nor does the device region need to be contiguous. We can treat di erent non-connected
patches in an extended system, as shown in the right panel of Fig. 2.8, by extending the
set D to include sites inside each patch and similarly expanding B to include sites at
the boundary of each patch. The method presented in this section is applicable to any
system where the connected, pristine GFs are easily obtainable as demonstrated in the
next section using a tight-binding description of graphene as an example.

2.3.2 Real space pristine Green's function

We now turn to the calculation of GgJ;)B and G,(BO;)D , as de ned above. In this work we

consider graphene in a nearest neighbor tight binding model, but the technique is easily
generalized to other cases

In Section[2.2 we showed how the pristine GF for the graphene tight binding Hamil-
tonian
0 1 ¢ o kT z  tf(k)
G? (2) — d*k R () oz (2.52)

could be calculated using complex contour methods. In this way, Eqs.[(2.15) and (2.19)

can be used to Il up the elements ofG g);)B and G,(S;)D one at a time.

Since we need GF matrices of sizBlg Ng and Ng Np, whereNp and Ng are the
number of sites at the edge of the device region and in the region B, respectively, it could
seem very ine ective to calculate one element at a time. However, the total number of GF

Figure 2.10: lllustrating the symmetries of the graphene lattice. Only 1/12 of the couplings
(dark region) are unique and all other couplings can be found as rotation of this region.
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elements to be calculated is greatly reduced by the symmetries of the pristine graphene
lattice. The lattice itself is six-fold symmetric and each of these six identical wedges is
in turn mirror symmetric, resulting in a 12-fold degeneracy of the GFs indexed by site
separation vectors, see Figl 2.10. Additionally, many of the required elements irtiE(BO.)B

and G(B o are identical. For instance, the onsite and nearest neighbor GF element appear
many times, but only need to be calculated once. Taking the device region in Fig. 2|9
as example we haveNp = Ng = 20, yielding 400 individual elements for a brute force
calculation. Instead, using symmetries and duplicates, we only need to calculate 38 and
42 elements when determiningG §3’ and G§3%, respectively. The reduction becomes
more signi cant for larger systemé, as we generally only need to add the GF elements
corresponding to the longest couplings. Consequently, only a small percentage of the GF
elements need to be calculated individually and their values for frequently used separations
and energies can be stored or reused to enable extremely fast calculation of the required

self energies.

2.3.3 Adaptive recursion for device region

In this section we consider the device region where the boundary self energy can be added
at the edge. The full GF of the device region is given byGp = E1 Hp B,
where we have simpli ed the notation from Eq. (2.49). From this GF both transport and
local properties can be obtained. However, for most purposes we do not require every
element of the Green's function matrix element in the device region, and so to avoid a
time consuming full matrix inversion, various recursive or other decomposition methods
are often applied [77,80[ 88{96].

This section outlines an adaptive recursion method which e ciently includes the bound-
ary self energy as well as an arbitrary device region shape and con guration (and number)
of leads. Alternative approaches have been developed to treat arbitrary shaped regions
with multiple leads [[78} [79,[94]. These so-called knitting-algorithms add single sites at a
time. They rely on a complicated categorizing of sites into di erent intermediate updating
blocks making the theory and implementation cumbersome. Hence, we use an approach
similar to the ones in Refs. [88{90], and employ an adaptive partitioning of the Hamil-
tonian matrix in order to bring it into the desired tridiagonal form suitable for recursive
methods.

Tridiagonalization

Calculating physical properties generally requires certain GFs connecting a speci ¢ set of
sites in the device region. These sites of interest, for example, could be sites where we want
to introduce defects, or couple to probes for transport calculations, or measure properties
like the local density of states. We focus rst on the general partitioning process, and then
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demonstrate how it can be quickly modi ed to account for the edge self-energy terms. We
begin by placing all these sites of interest into recursive cell 1, as shown by the red sites in
Fig. 2.11. We emphasize that the cells in this process are not of a xed size and may consist
of arbitrary sites which are not necessarily connected. Cell 2 is determined by selecting
all the remaining unpartitioned sites which couple directly to sites in cell 1 via a non-zero
Hamiltonian matrix element. In the example in Fig. P.11], this consists of nearest neighbor
sites of those in cell 1, which are not themselves in cell 1. This process is repeated until
all sites in the device region have been allocated a cell, and is demonstrated schematically
in the panels of Fig.[2.1] where red sites indicate the current cell, and dark gray or white
sites indicate sites added to the previous cell, or to earlier cells, respectively.

Figure 2.11: The partitioning of a small graphene sample where all sites of interest are located
in cell 1. Cell 2 contains all the sites coupling to cell 1 but which are not themselves part of cell 1.
Likewise cell 3 is the sites coupling to cell 2 and so on. The red sites are assigned to the current cell
and the lines indicate the sites still to be assigned. The previous cell and all sites already added
are indicated by gray and white, respectively. The recursive sweep starting at the nal cell and
ending in cell 1, indicated by lled arrows, gives the GFs connecting all sites of interest. We can
also employ a second recursive sweep, as indicated by the white arrows, to obtain local properties
everywhere within the device region.

Including the boundary self-energy

The method described above is a general way to obtain a tridiagonal matrix and we now
return to the speci c case where the recursive method needs to be adapted carefully to
take the boundary self energy into account. In general g is a non-hermitian dense matrix
connecting all edge sites of the device region. Therefore it is essential to assign all edge
sites to the same cell. This principle is shown in Fig[ 2.12. If celn 1 contains sites
which connect to an edge site, then celh must contain not only the edge sites directly
connecting to celln 1, but also all other edge sites, as these are connected to each other
via g. In this way, the cell, n + 1, must then contain all the sites connecting to cell

n, i.e. also connecting to the edge, but not included in celln. The full cell partitioning
algorithm, including this step is summarized in the box below.
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Figure 2.12: An example of the partitioning when the celln 1 is connected to the edge, and
we need to include the boundary self-energy, g . In this case, all edge sites and self energy terms
are included in celln. The symbols are similar to Fig.[2.11.

General tridiagonalizing algorithm

Starting from cell n = 1 containing all sites of interest

1. Let fng denote all sites in celln and f"unassigned'g denote all sites not yet
assigned to a cell.

2: Find all sites j for which H,; 6 0 where n 2 fng and j 2 f "unassigned"g.
Denote these site§n +1g.

2a: If fn + 1g contains an edge site, then all remaining edge sites are added td
fn+lg.

3: Sites infn + 1g are removed fromf "unassigned"g

4: Repeat 1-3 until all sites are assigned to a cell.

Step 2a is included if we require an edge self energy termg .
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Recursive calculation

After performing the tridiagonalization the Hamiltonian is now blocktridiagonal

0 1
H 11 V1;2 0 0
Vo1 Hoa2 Vop 0 0
Hpp = 0 Vh:2 Hnin Vin 1 ; (2.53)
0 0 VN 1n Hn v 1 VN 1N
0 0 0 VNN 1 H NN

whereH p., is the Hamiltonian of the n-the cell and V., 1 is the coupling between celln
andn 1.

The form Eq. (2.53) enables a variation of the standard recursive algorithm[[77] to
calculate the GF of the dierent blocks. The recursive sweep to obtain the full GF of
cell n = 1 is schematically shown in Fig.[2.13 where each block illustrates a block-matrix.
Starting from the block belonging to cell n = N, we obtain the full GF for cell n = 1
(illustrated by dark gray). The light gray denotes blocks where a preliminary GF have
been calculated. These GF blocks are used below to calculate all (o )diagonal GF blocks.

Figure 2.13: Recursive sweep going from celh = N to n = 1. Light gray indicate blocks that
are stored for the reversed sweep and dark gray indicate blocks of the full GF.

Algorithm 1

First recursive sweep to obtain full GF of celln =1

1

guNn = E Han 5 (2.54a)
Oun = E Hnn Vin+1On+1;n+1 Voerin L (2.54b)
X 1
O11= E Hux Vi2022Va1 lad (2.54c)
m=1

One of the H ., terms can include the boundary self energy, g. If we calculate

transmission ., terms are included.
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After the rst sweep is complete, the fully connected GF of celln = 1 is obtained as
G1.1 = 01.1. As all sites of interest are placed in this cell, we can now calculate observables
involving these sites. For example we calculate transmissionl, . o, between lead L and L'
using these GFs.

TuloE)=Tr Grop £ GYyo boros (2.55)

where - =i( - ) and G 0(GY, o) is the retarded (advanced) GF connecting the
two leads L and L'. It is noted that the choice of sites in celln =1 is exible and can be
modi ed to a variety of calculation purposesi.e. not only transmission calculations.

Figure 2.14: Reversed recursive sweep going from = 1 to n = N showing how this sweep can
obtain both diagonal and o -diagonal blocks.

In order to obtain other blocks of the full GF, we need to store the preliminary GF
matrices, gn:n, for each cell as we do the initial sweep froom = N to n = 1. The stored
blocks are shown in light gray on Fig.[2.1B. We can use these stored blocks from the rst
sweep to obtain the diagonal blocks of the full GF,G\.n, using a reversed sweep from
n=1to n= N, see Fig[Z.I}. From these full diagonal blocks we can calculate the local
density of states (LDOS) at a sitei as j = Im Gj = .

Algorithm 2

Algorithm for obtaining all full diagonal blocks

Gnn = Onn + GninVion 1Gn 1n 1Va 1nOnin: (2.56)

Finally, we want to obtain bond currents for the state leaving a lead L. This can be
calculated by JijL = Hjlm Gj1 &;1631/;1' =. Remembering that the leads are assigned
to cell n = 1, we need the o -diagonal blocks, G1., and Gy.1, in order to obtain bond
currents. Again we use the stored blocks from the rst sweep to calculate the needed
o -diagonals.
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Algorithm 3

Algorithm for obtaining full o -diagonal blocks

Gin=G1n 1Vn 1nOnn; (2.57a)
Gn1= OninVan 1Gn 10t (2.57b)

We emphasize that the presented method is not unique to graphene systems, but can
be employed to arbitrary tight-binding-like models. The method o ers increased exibility
compared to the standard left-right recursive approach, [/7] but keeps the operation count
scaling Nece M 3, where N¢gj is the number of cells andM is the number of sites in
each cell. We note that the cell size uctuation is greater within the adaptive approach,
so that the total operation count will also be higher by a factor dependent on the device
aspect ratio and circumference. However, the larger number of matrix elements returned
allow the system to be connected to multiple probes or as a patch in an extended system -
options not available using a standard recursive sweep. The use of multiple patches within
our framework, as illustrated in Fig. .8, can also signi cantly reduce the percentage of
the system that needs to be built recursively. This removes the need for computation-
ally expensive bu er zones, ork-space averaging techniques, that standard recursive GF
techniques would require in attempting calculations of similar systems.
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2.3.4 Summary of method 2

Patched Green's function (PGF) method

The patched Green's function approach treats de-
vice patches embedded within an extended two
dimensional region. The extended part of the sys-
tem is treated through a self-energy g entering
the device area.

GSW = E1 Hpp & (2.58)

The Hamiltonian for the device region can be
tridiagonalized allowing for multiple probes to be

placed at arbitrary positions. Using the tridiago-

nalized Hamiltonian, we treat the GF of the device
region, G (S;OD”), using an adaptive recursive method
enabling calculation of local properties like LDOS
and bond currents within large regions of an ex-

tended system.

Boundary self-energy

The boundary is calculated as

5 = Vpp Gig Ve (2.59a)

Gl = 1+ vos 6% (259%)

For graphene we calculateG (BO;)B and Gg);)D using
. 1 Z , N” (Z.k)eik (ri ri)

Gi(z)= — d% . ——: (2.60

1A= 2z wigp ¢

This integral can be treated through complex con-
tour methods as describe in Sectiof 2]2.
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2.4 Probe model

We now return to the model of the probes and particularly the form of the lead self-energy.
We assume that all probes are identical and generally described by a self-energy term of
the form

%:Z(E) = VislzzgS(E; ri rj)VSjlzz; (2.61)

where g5(E;r) is a surface GF describing the electronic structure of the probe and/isl:2

is the coupling matrix between the device sitei and the probe. We note that if V 172 is a

scalar, the probe only couples to a single site in the device. We consider a structureless

probe by using the surface GF of a single atomic chain
p__

E E2 42

¢E)= = (2.62)

where we chose the parameter = jtj to give a constant DOS within the considered energy
range.

The distance dependence of>(r; rj) in Eq. ( is added by hand to avoid any
unphysical coupling between lattice sites through the probe. We therefore add asr; rjj-
dependence for the o -diagonal terms, as appropriate for a structureless three-dimensional
free electron gas[[97]. The distance dependence for the o -diagonal nally gives the GF,

S(E
g°(E;ri )= j@(E)+( ij)jrgi(r)jj;

(2.63)

wherer; 6 rj.

The probe self-energy given by Eq.[(2.61) can be used to model general probes coupling
to many sites in the sample. We use this model in Chapterg]4 anfd]5 with probes coupling
to an area of 1 nm?. For calculations on the dual-STM setup in Chapter[3 we are in
the weak coupling regime outlined below.

Transmission in the weak coupling regime

In the weak coupling (STM) regime, we use the common Terso -Hamann approach [28{
101] where each site couples to a single orbital at the tip of the probe. In this approach
the coupling element becomes dependent of both the distanad and the angle ; between
probe apex and sitei.

Vis = Vowie 4= cos ; ; (2.64)
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P
where V; is a scaling factor,w; = e adf m € adf s a normalization factor with param-
eters =0:85A and a=0:6A 2 chosen in accordance to Refs! [99] and [102].

Inserting this into the expression for the transmission in Eq. [2.39) gives the simple
form of the transmission

Ti2(E)= 2V 1Vs jead - G12(E)i% (2.65)

where gaq = Im(gs)= is the density of states of the probe which is slowly varying over
the considered energy window, hence, the only energy dependence originates from the GF
term. We furthermore note that the transmission scales with the couplings  V2V# which
depend exponentially on the distance between the tip and the sample.



CHAPTER

Dual probe on graphene

The standard single-STM measurement yields direct information of the local density of states,
and is a wide-spread method for analyzing nanoscale features on surfaces, including graphene
akes with impurities, vacancies, edges, or deliberate nanostructuring. In comparison, the
transmission between two probes yields more information than what can be extracted from a
single-STM probe measuring topography or local density of states. In this chapter, we apply
the integral Green's function method presented in Sectioh 2.2. We study the dual-STM setup

for pristine graphene as well as for simple defects like vacancies and adatoms. These simple
cases provide a very instructive introduction to the dual probe method and its analysis. In
this regard, we rst consider analytical calculations made using the SPA approximation for the
high symmetry directions. Afterwards, these analytical results are compared to full numerical
calculations. To distinguish the di erent results, we divide the results after the two distinct
operation modes of the dual probe setup: scanning and spectroscopy.

" The scanning modeoperates with one xed and one movable probe to obtain images
of the position dependent conductance between the probes. The results are published
in Paper 1.

" The spectroscopy modeaises xed probe positions and instead vary the energy of the
electrons propagating through the graphene sheet varying a gate. The results are
published in Paper II.

3.1 Dual-STM using stationary phase approximation

In this section we consider the dual-STM transmission using the SPA expressions derived
in Section[2.2.2. This analytical approximation to the GF along high symmetry directions
provides simple analytical expressions showing the energy and distance dependencies of
the transmission between the probes in the presence of impurities, see F[g. B.1. The simple
analytical expressions derived in this section will be compared to numerical calculations
in the rest of this chapter.
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For convenience we repeat the SPA expressions for separations between thand j
sites exceeding a few lattice spacings

0; _A(E el Q(E)dj _
i = A .12
X A (EI)‘eiQ (E)dj
"5

0; — .
Gjj'spa = : (3.1b)

where A(E) is an energy dependent amplitude andQ(E) is the Fermi wavevector for
armchair or zigzag separations. The coe cients are given in Section 2.2]2.

Figure 3.1: Schematic overview of a dual-probe STM setup. Current input and output probes
and an impurity on site O are indicated together with their relative separations.

Pristine graphene

We rst consider the case of pristine graphene without defects. This case is important
to understand because any features for pristine graphene are superimposed on when we
perturb the pristine system. In addition, the pristine case provide simple explanations
for directional features in the dual-STM transmission explored using numerical techniques
later in this chapter.

Inserting Eq. into the transmission formula
T12(E) =Tr G(E) 1(E)GY(E) 2(E) ; (3.2)

gives the distance dependence of the transmissiofy, / 1=di» for all directions.

Consider now the case when the separation between the two probes is in the armchair
direction. Using Eq. ), we nd that the transmission coe cient increases linearly
with energy. This gives a linear increase ofT (3% / jAj 2=d;, with energy asjAj?2 grows
linearly with energy for low energies, see Secti0.2. On the other hand; (@  dy, is
constant as we change the probe positions.
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The zigzag direction is more complicated because of the two terms in Eq[ (3.1b),
X .
T3 dip! A Q iz ?

=2JAT2+2JA P+2jAY]A jjéQTQ Nz y2atg e (QTQ Jdi

=2jA* P +2JA P+4JAT]A jcos Q" Q di ; (3.3)
where we have used the de nitonA = (1 +i)jA j from Eq. (2.46). In addition to

the linear increase with energy of the rst two terms, we also nd an oscillating term.
The oscillation period decreases with increasing energy due to the energy dependence of
Q" Q . We therefore expect a more rapid oscillation for higher values of the Fermi
energy.

The absence of oscillations for the armchair direction compared to the oscillation in
Eq. (3.3) is important when exploring directional e ects using the dual-STM setup.

Simple impurities

Next we consider defects like vacancies and adatoms. To obtain an analytical treatment
in this case let the defects be coupled to a group of sites denoted 0 and the probes coupled
to sites denoted 1 and 2.

The GF for a graphene system with a perturbation can be calculated using the Dyson
equation. Restating the Dyson equation using thet-matrix formalism

Gi,= G1+ G iotooG oy (3.4)
where
too= 1 VooGgo Voo (3.5)
Inserting this into Eq. ( we obtain
Tiz/ Tr G+ GigtooGor Glo+ GG o

=Tr GG+ GigtooGyy Glotooeozy

Eq. @) is generally applicable, but if the probes and the defect couple to single sites all
matrices reduce to scalar quantities and enable simple analytic expressions. For example,
we use the SPA expression Eqa), when both probes and defects are all collinear along
the armchair direction, to calculate the change in transmission when a defect is introduced
4AI Y., 2jAj 3

jtool”> P=—=——=—=Re (L +i)toodAMord0 d2) - (37)

Ti=Tp TS5/ 22—
127 2 T 127 dadao d1o020d12
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where T102 is the pristine transmission, di, denotes the distance between the two probes,
and d;p and dyg denote the distance between the defect site and probe 1 and 2, respectively.

A change in transmission occurs due to the backscattering at the defect. The size and
form of Ti, depend on the type of defect throughtge. Below we use Eq. ) to consider
two di erent situations: the case where the defect is in between the probes (case 1) and
the case where the defect isiot in between the probes (case 2).

Case 1: T using SPA for di» = dig+ dyo

Defect lies between the probes,e. di> = dip+ dog
4
. ERY:
t
ledZOJ 00J
2A) 8

b d
+ G
dpo dip 1+ Gk

T2/

Re (L+i)tg : (3.8)

Case 2: T using SPA for dig= dip + dyg

Defect on either side of the probes,i.e.
dio = di2 + dgo

i4

Re (1+1) tooGZideo

\.I
dpo dio J2 1
(3.9)
The result for the impurity on the other

side of the probes (oo = di> + dig) is ob-
tained by interchanging 1 and 2.

The case described by Eq.8) does not give rise to oscillations but resonances can
occur depending on the transfer matrixtgg. On the other hand, the case in Eq. )
gives rise to oscillations as we change either the energy by changin@ or the position
by changing dyo. These oscillations are a consequence of quantum interference between
the outgoing wave from the output probe and the wave scattered by the defect. Similar
expressions as Eq58) an.9) can be derived for the zigzag separation, but the simple
form is complicated by the two interfering terms in Eq. (8.1b).

The behavior demonstrated in Egs. [3.8) and [(3.9) will be con rmed by numerical
calculations performed in the remainder of this chapter. First, we vary dyo for a xed
energy and observe the Q-oscillations from Eq. (3.9) by moving the output probe relative
to the di erent defects in a so-called scanning mode Secondly, we vary the energy in a
spectroscopy modevhere both probes are xed.
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3.2 Scanning mode

In this section we treat the setup shown in the schematic Fig[ 3.R exploring e ects beyond
the high symmetry directions. The input probe is xed in position and we collect the
propagating electron wave at the output probe. In this way, we scan the sample using the
movable probe, calculating the transmission between the two STM probes at each position
using the method based on the integral formulation for the Green's function, \ntegral
Green's function method', outlined in Chapter 2] This yields real space conductance maps,
which form the main results of this section and also con rms the behavior predicted by the
analytical SPA expressions derived previously. We use the real-space conductance maps
to explore quantum interference e ects near defects and edges in graphene as published
in Paper | [103]. Fourier transforms of the real-space maps allow us to extract further
details, and in particular they reveal information about intra and intervalley scattering
due to the defects.

Figure 3.2: Artistic illustration of
two STM probes. One probe is xed
and one is scanning across the sam-
ple obtaining the conductance be-
tween the probes for each position.

3.2.1 Pristine graphene

In Fig. B.3)we show the real space conductance map for pristine graphene &g = 0:5jt].
Other Fermi energies show similar qualitative behavior, but lower EF values require a
larger scan area to obtain the same number of oscillation periods. Furthermore, the results
are not very sensitive to the exact position of the stationary probe, with the exponential
coupling generally ensuring that the probe primarily couples to a single site.

As shown in the previous section the transmission decays monotonically as=th,. Cor-
recting for this geometrical decay vyields the constanfT  d along the armchair directions,
while oscillations occur for zigzag directions. The transmission in the zigzag direction was
derived previously for strict single-site coupling asTl(zzz) diz/ cos Qf Q dix. As
we change the distancel;, between the probes the transmission exhibits oscillations with
the wavevector Q* Q . As seen in Fig.[3.3 this leads to both long and short range
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oscillations. The long range oscillations depend on the Fermi wavelength a®* and Q
represents the opposite sites of the Fermi surface in the zigzag direction.

(a) (b)

Figure 3.3: (a) The conductance map for pristine graphene withEr = 0:5jtj. The xed input
probe is at the origin, and the map represents the conductance between the probes as a function
of scanning probe position. The conductance has been multiplied by the inter-probe distancd;,

to compensate for a geometric decay, see E.l). (b) A magni cation of the boxed area showing
the short range oscillations.

The short range oscillation, on the other hand, is independent ofEg and inherent
to quantities measured along the zigzag direction. In the zigzag directionQ* (Eg) =

cos' -EE and Q (Ef) = cos! —%EE can be approximated using the Taylor
series expansion cos(x) =2 x and the interference term written as Q* (Ef)
Q (Erp) = +1 %. In this way, the transmission along the zigzag direction becomes

Tl(zzz) di» cos %dlz . Moreover, we notice thatd;» = nag is discrete with n being an
integer and ap being the graphene lattice vector. The cosine sampled at discrete values,
%n, is responsible for the three di erent type of sites which is evident in Fig.a. Here
we observe that every third point follows the same oscillation curve giving rise to a large
scale oscillations pattern caused by the interplay between these curves, see Fg. |3.4b.

These three di erent oscillation curves are the origin of the small scale oscillations and
are a manifestation of the same mechanism observed for graphene nanoribbons with an
armchair edge [104], where the transverse modes are along the zigzag direction.

Oscillations varying on the atomic scale tend to get canceled for probes coupling to
many sites with di erent phases. However, the long range oscillations are more robust,
particularly for small Eg, as the phase is constant over a wider range of sites and should
thus be observable even for tips with a larger radius of curvature.
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@) (b)

Figure 3.4. (a) The dual STM probe transmission in the zigzag direction separated in three
groups of sites such that every third site belongs to the group \site 1". The three groups oscillate
with the same large oscillation period determined byQ* Q . (b) The circles represent high
transmission values corresponding to the three group of sites from (a). The resulting real space
pattern is responsible for the oscillations shown in the numerical calculations in FigE]S.

3.2.2 Vacancies

We now turn to the case of simple vacancies in an otherwise pristine graphene sheet. The
GF for a graphene system with a perturbation can be calculated using the Dyson equation
as explained in Chapter{2,

X
Gj =G} + G} VamGmj; (3.10)
nm
where Vyn, is the perturbation matrix element between site n and m. For a vacancy at site
n the perturbation reducestoV,, ! 1  and the solution for the full GF can be conveniently
described in thet-matrix formalism as Gj = Gi(j’ + G2 tnn G,ﬂ’j wheret,, = 1=G2,, see
Section[3.].

Single-STM probe

The single probe STM measurement is a widely used tool to determine the nanoscale
electronic properties of surfaces. The typical STM measurement yields information about
the local density of states of the surface[[37[-45]. STM measurements around a single
vacancy have been studied thoroughly using experiment$ [47, 48, 105, 106] and theoretical
calculations [39,[40,/T0/100]. We will not provide a detailed discussion of these results.
Instead, we give a short introduction to the main result regarding single STM real space
scans to ease comparison with the dual probe results.
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A standard way to analyze real space STM scans is to make the Fourier transform of
the real space image[[47, 48, 106]. This gives a representation of the wavevectors of the
electrons around the vacancy. In Fig[ 3. we show a sketch of the Brillouin zone of graphene
including constant energy contours for an energy outside the linear regime (within the
linear regime the constant energy contours are circular). The nalk-space map is derived
from the Brillouin zone as the result of scattering between di erent parts of the Brillouin
zone. The vacancy causes two types of scattering [12]: intra- and intervalley. Intravalley
scattering involves wavevectors from the same valley and the resulting wavevectay; =
ki k2 2gg is shown in red in Fig.[3.5. Likewise for the intervalley scattering which
is between wavevectors from opposite valleys depicted in blue in Fig. 3.5. The resultant
k-space map revealed by Fourier transforming the real space map, gets the qualitative
form shown in the right panel of Fig. [3.5.

Fig. shows the result of a simulated STM scan around a vacancy. The numerical
calculations use thelntegral Green's Function method discussed in Chapter| 2 with the
di erence that we only include a single STM probe. In Fig.[3.§ we identify both intra-
and intervalley scattering signatures as sketched in Fig[ 3]5. The inset A shows the small
wavevectors arising from intravalley scattering resulting in 29 oscillations. The inter-
valley scattering also causes @ oscillations, but by a qualitatively di erent scattering
mechanism as evident from the full Fourier transform.

Figure 3.5: (Left) Schematic of the two dimensional Brillouin zone (dashed line). The constant
energy contours (full line) are shown at theK and K ° points, the energy shown is beyond the lin-
ear regime. The two scattering vectors are shown for both intra and intervalley scattering (black).
Intravalley scattering vectors g; (red) connect points on the same energy contour. Intervalley
scattering g, (blue) connects two points on di erent energy contours. (Right) The resultant Bril-
louin showing possible scattering processes with red and blue dashed curves corresponding to intra
and intervalley processes, respectively. The pristine Brillouin zone from the left panel is show as
reference.
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Figure 3.6: The Fourier transform of the calculated real space STM image around a vacancy
(not shown). The Fourier transform pattern corresponds qualitatively to the map of scattering
amplitudes in Fig. B.5. The frames A and B correspond to zooms of the intra and intervalley areas
of the Brillouin zone, respectively.

Dual-STM probes

We now return to the case of dual-STM probes where the real space maps correspond to
the transmission between the two probes when the position of the output probe is varied.
Accordingly, such scans yield more information than what can be extracted from LDOS
obtained using a single STM probe.

Fig. B.7] shows the relative change in transmission from the pristine lattice case when
a single vacancy is introduced at the origin. The vacancy and xed probe are separated
along the armchair direction and the scanning probe measures conductance uctuations
in the region around the vacancy. Quantum interference e ects are clearly visible in
Fig. @ The map for a zigzag separation of xed probe and vacancy (not shown) looks
qualitatively similar. To describe the oscillations we turn to the SPA expression derived
in Section . The solution of the Dyson equation for a vacancy iGj = g + gjtoodd) ,
where tgg = 1=g§0 is the t-matrix element of site 0 whenVgy ! 1 . We consider the
analytic solutions for the path shown by the dashed line in Fig[3.7. We observe oscillations
in region A, where the scanning probe is between the xed probe arBJI vacancy such that
d12 = le dzo. From Eq. we nd T/R e Atoo exp 2iQd20 = d10d20d12 ,WhiCh
exhibits 2Q  2¢= oscillations. When the scanning probe is not between the xed probe
and the vacancy no oscillations occur and we observe a shadow in region B behind the
defect due to scattering (see Eq.[(3]8)).

The oscillations arise due to interferences between an incoming plane wave and the
backscattered wave, analogous to optical interference e ects. To analyze the pattern
further, we consider the Fourier transform of the conductance map in the same way as for
the single-STM calculations above.
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Figure 3.7: Real space map off T 0, the di erence between the transmission between In and
Out probes with (T), and without (TO) the impurity, respectively. The scan is done at Eg = 0:25jt]
around a vacancy at (00). The xed probe (outside the scan area) at (Q 106) nm is separated
from the impurity along the armchair direction.

Fig. shows the Fourier transform of T for the single vacancy at di erent energies
and positions of the xed probe relative to a vacancy at the origin, with Panel (a) corre-
sponding to Fig.[3.7. We notice a distinct double-ring feature arising from the interference
fringes. The double-ring can be explained by considering backscattering of a plane wave.
An incoming plane wave along they direction is ki = ey where ey is a unit vector
in the y-direction. The wave is scattered at an angle , ksc = cos( )ey +sin( )ex. The
interference betweenki, and ks causes fringes parallel tki,  ksc which makes an angle

=tan ! sin( )= 1 cos() with the y-axis. Allowing all possible values of
results in two circles with diameters of X; centered on they axis. Consequently, the ring
shaped features are an image ofkQ€ in the complex plane, for all possible values of
and with the amplitude of double the Fermi wavevector.

Following the scattering analyzes, an incoming wave along the/-direction (armchair)
gives the double-ring pattern in Fig.[3.8a. A plane wave along they-direction only has a
components of the wavevector alongy direction, k = (0;ky). This means that the inital
state before scattering is at the top and bottom of the Fermi surface, indicated by red dots
in Figs. [3.8f and[3.8g. Scattering from these points to all other points on either the same
valley (intravalley, Fig. ) or the opposite valley (intervalley, Fig. ) gives rise to the
scattering pattern shown at the bottom of Figs. [3.8f and[3.8g. The intravalley scattering
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produces the short wavevector features at the center of the Fourier transform (and at
all reciprocal lattice vectors), while the intervalley scattering yields the large wavevector
features at the K and K %points. Figs. [3.8§a and[3.8b correspond to an energy in the
linear dispersion regime whereas 3|8c ar{d 3.8d show an energy with trigonal warping, thus
leading to the Fourier signatures sketched by the diagrams of Fig. 3]8f-g.

In Fig. B.8 we see additional ne structure due to deviations from the ideal picture of
a plane incoming wave. A broader range of incomind-vectors increases the part of the
Fermi surface which can act as an initial state. This e ect is more pronounced for incoming
waves along the zigzag direction where even a small broadening of the incomirgvector
allows a larger part of the Fermi surface to act as an initial state. Similar calculations
performed for a Gaussian shaped charge distribution, modeling a trapped charge, nd that
the scattering ngerprint is qualitatively similar to that of the single vacancy. This is in
contrast to single-probe LDOS measurements, where the intervalley scattering ngerprint
vanishes for extended defects|[43, 110].

Figure 3.8: Fourier transform of the real-space map of T for a single vacancy separated from
the xed probe along the armchair ((a) and (c)), and zigzag ((b) and (d)) directions. Energy is in
the linear regime (E = 0:25tj) in (a) and (b), and beyond the linear regime (E = 0:5jtj) in (¢) and
(d). (e) The Fermi surface of graphene beyond the linear regime. (f)-(g) Scattering diagrams for
intra- and intervalley scattering.
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3.2.3 Crystalline edges

We now turn to the case of crystalline edges. The GF for the semi in nite system with

an armchair edge,S%,, is calculated from the pristine GF with the method of images, as
described in Ref. [111]

S2)= G (2) G o(2); (3.11)

where G is the GF for the pristine in nite system and the site j°is the image of the
original site j around the mirror axis along the armchair edge.G° is calculated using the
complex contour methods discussed in Chaptefr]2 an®?° takes the place of the full GF
used in the Dyson equation and transmission formula. The zigzag edge does not posses
the same mirror symmetry and we therefore use a direct inversion scheme to calculate the
GF for the semi in nite system containing a zigzag edge.

We briey present the central result of a single probe STM measurement to ease
comparison with the dual probe situation. Fig.[3.9a shows a simulation of an STM mea-
surement near a crystalline armchair edge. It clearly shows localization of the electronic
density of states along the C-C bond and parallel to the edge. This results in a charac-
teristic interference pattern, whose shape depends on the edge structure rather than the
electron energy. Following the approach from last section, we make the Fourier transform
of the real space image. The result for an armchair edge is shown in Fi§. 3.9b and for
a zigzag edge in Fig[ 3)9c. Comparing the result for the armchair and zigzag edge, we
notice that the zigzag edge does not give rise to intervalley scattering as also shown by
Raman experiments [[112]. This arises due to the termination of the di erent edges. The
armchair edge consists of both sublattices and therefore mixes valley whereas the zigzag
edge consists of a single sublattice. As a consequence, it does not mix valleys (intervalley

scattering). For a thorough discussion of the single STM measurement near crystalline
edges see Refsl [113] and [49].

Figure 3.9: (a) Real space STM simulation near a crystaline armchair edge foEg = 0:15jtj. (b-c)
Fourier transform of STM simulation near armchair edge (b) and zigzag edge (c) foEr = 0:25t;].
The outline of the rst Brillouin zone is indicated in white.
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Figure 3.10: (a-b) The Fourier transform for an armchair (a) and zigzag edge (b) forEr = 0:25tj.

We now turn to the dual-STM setup. The conductance maps (not shown) reveal oscilla-
tions away from the edge arising from the interference between incoming and backscattered
waves. In contrast to the single vacancy case, not all scattering angles are available due to
the symmetries of the edges. In consequence, the double-rings reduce to points indicating
the direction of propagation (zigzag for armchair edge and vice versa) as shown in Figs.
[3.10a-b. The only qualitative di erence is the direction of the incoming wave and hence
the direction of the scattering ngerprint in k-space. This is in sharp contrast to single-
probe STM measurements, where the zigzag edge does not show an intervalley signal, see
Fig. B.9c. The dual-probe setup therefore opens the possibility of characterizing edges by
its interference pattern as both edges are equally visible with di erent signatures.
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3.3 Spectroscopy mode

In this section, we consider the setup shown schematically in Fid. 3.11. As opposed to the
scanning mode discussed in the previous section, both probes are now xed and we vary
the energy of the propagating electrons. This places us in a situation between the single
STM setup and the xed macroscopic contacts.

The variation of the Fermi energy of the electrons could be obtained using a gate be-
neath the graphene or setting the potential of the graphene sheet relative to the probes
using an additional probe. We still keep the dual-STM setup in the phase coherent regime
at low temperature. In this regime, structural details, such as single-site scattering cen-
ters, edges, or grain boundaries, limit the conductance, such that quantum interference
phenomena become visible in the transmission between the probes as published in Paper
Il [L14]. We calculate the transmission numerically using the Integral Green's Function
method' discussed in Chapter[2 and use it to explore the directional e ects of pristine
graphene as well as the spectroscopic ngerprints of defects like vacancies and adatoms.

Figure 3.11: Artistic illustration of
two STM probes where both probes
are xed in position.

3.3.1 Pristine graphene

In the case of pristine graphene, we again return to the SPA expressions for the transmis-
sion as derived in Sectiorf 3]1. For armchair separation between the probes, we get the
linearly increasing transmission characteristic of grapheneT @9 (E) /jA (E)j?=dy», where
di, is the constant separation between the probes angi (E)j2 grows linearly with energy
for low energies, see Fid. 3.12b.

The zigzag direction is more complicated because of the two interfering terms in
Eqg. (3.3) caused by the two non-identical sides of the Fermi surface along the zigzag
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direction. Here we repeat the result for reference

TS (E) dip/ 22" (E)2+2a (E)2+4a*(E)a (E)cos Q'(E) Q (E) dio
(3.12)

In addition to the linear increase of the rst two terms, the last term oscillates with energy
due to the energy dependence d)* (E) Q (E). Theterm Q* Q / E if we expand
the expressions forQ in Eq. ( to lowest order. We therefore expect oscillations as
a function of energy caused by the cosine term in Eq.[(3.12). We clearly observe these
oscillations in Fig. [3.13c where we plot the energy dependent transmission for a zigzag
separation between the probes ofliz, 50 nm. The transmissions are calculated using
both the SPA expressions Eq. ) (dots) and using the Analytical GF method presented
in Chapter P] (line). We note an almost perfect match for all energies, which again con rms
the validity of the SPA approach.

In Fig. B.12d we consider an intermediate direction rotated 11 relative to the
armchair direction. Consequently the oscillation period depends on the rotation angle ,
as de ned in Fig. [3.12a. The oscillation is a consequence of the asymmetry of the Fermi
surface in the given direction and is therefore a ngerprint of the crystalline direction be-
tween the probes. The GFs for all other separations (except armchair) have the same form
as for the zigzag direction [84]. So the transmission generally takes a form qualitatively
equivalent to Eq. ) but with di erent expressions for Q* and Q , which depend on
the direction of separation. In the limit of low energies we can expand the coe cients as
JA(E)j?/ E and Q*(E) Q (E) / E?= (). Here () is an oscillation period that
depends on the angle de ned in Fig. B.12a. Accordingly = 0 denotes armchair separa-
tion and =30 denotes zigzag separation between the probes. The energy dependence
of the transmission in Eq. (3.12) now becomes

EZ2d;, .

O) ph

where p, is a phase factor, independent of the direction but dependent on the distance
and the exact atoms coupling to the probes. If we plotTi,=E as a function of dj2E?
we can determine the period ( ) as the lowest full period of oscillation in the T12=E vs
d1-E ? plot for the corresponding angle . In Fig. , we plot () as a function of angle.
Fig. B.12e is the average of many individual calculations of ( ) for separations ranging
from 20 to 100 nm.

From Fig. e we conclude that () provides a ngerprint of the probe separation
direction. Furthermore ( ) enables us to determine the crystalline direction with a simple
spectroscopic measurement provided we know the distance between the probes and the
gate is kept su ciently small for the expansions of A and Q to be valid.

Ti2/ E cos (3.13)
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(@)

Figure 3.12: (a) Sketch of the pristine sample and the de ntion of the rotation angle from
the armchair direction. (b-d) The transmission as a function of energy between the two leads
separated by 50 nm along (b) armchair, (c) zigzag and (d) rotated = 11:1 from the armchair
direction. In (b) and (c) the transmission calculated using the SPA is indicated (red dots). (e)
The oscillation period () (see main text for de nition) is plotted against rotation angle . The
curve is constructed by averaging over many individual calculations with distances ranging from

20 to 100 nm.
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3.3.2 Simple impurities

Next we consider defects like vacancies and adatoms. In this case we get the full GF from
the t-matrix formulation of the Dyson equation Gz = G, + G{,t00GS,, Wheretqo is the
t-matrix for a given type of impurity.

Vacancies are modeled as a change of the onsite eneriffsp ! 1 . On the other hand,
adatoms are modeled with an energy-dependent self energy , describing a resonant

level with energy , coupled to the graphene sample with coupling constant , i.e.
Voo= o= J>=(E+i0* ). To summarize the t-matrices become,[[115, 116]
Voo 1
Vacancy : topo= ———— ! — 3.14a
y-too=7 VoGl G, ( )
Adatom : tog= ——20 = ! G% !
1 0G0
i J? o
= : 3.14
E j %G, ( )

In this way, the adatom gives rise to a resonant level whose position is determined by both
and . We choose parameters from Ref[[117]as = 0:185tj andt = 0:37tj. This
gives a resonant level within the energy interval of consideration.

Fig. shows the numerical result compared to the analytical expression derived in
Section, see Eq.8), for both a vacancy and an adatom. The impurities are located
equidistant (dig = dyo = d12=2) from the two probes, wheredig (dz) is the distance
between probe 1 (2) and the impurity. As for the pristine case treated above, we observe

Figure 3.13: The transmission as a function of energy for pristine graphene (dashed), vacancy
(red) and adatom (blue). The impurity is in between probes, which are separated by 50 nm along
the armchair direction. The dots denote a similar calculation using the SPA expression Eq.[(3]8).
The parameters for the adatom are chosen as in Ref[I17] as = 0:185tj andt = 0:37t;j.
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an almost perfect match between the analytic (symbols) and numerical (lines) results.
The vacancy gives rise to an overall reduction in transmission due to scattering, while the
adatom leads to a smaller reduction of transmission, except at the resonance. Here the
level of the adatom interacts strongly with the continuum of the graphene states giving
rise to the asymmetric Fano type resonance [118] observed at approximately 0:15 eV in
Fig. B.13. Similar results are obtained for the zigzag direction, but superimposed onto the
characteristic zigzag oscillation discussed in the previous section.

Impurity positions

For the rest of this section we focus on the adatom as the vacancy was studied in detail
using the scanning mode presented in Sectidn 3.2. To investigate the in uence of adatom
position on the resonance, we move the adatom away from the high symmetry point
between the probes. First, the adatom is moved along the line connecting the probes
such that it is no longer equidistant from the probes. These positions are shown by
the red and green squares in Fig[ 3.14a. The corresponding dual-probe transmissions
are shown in Fig.[3.14b and the change relative to the pristine graphene sheet is shown in

(@)

Figure 3.14: (a) Sketch illustrating the two probes separated along the armchair direction by
50 nm. The symbols refer to impurity positions. Blue is along the line of separation and
equidistant of the probes. The green and red squares are moved relative to the blue site along
the armchair direction (parallel) by 12.8 nm and 34 nm, respectively. The transmission for the
parallel translation are shown in (b) and (c). The green and red circles are equidistant of the
probes but moved along the zigzag direction (perpendicular) to 7.4 nm and 17.2 nm, respectively.
The transmission function for impurities in these positions are shown in (d) and (e). The zero

point for the curves has been translated for better distinction between curves.
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Fig. B.14c. Furthermore, both panels include the transmission for the equidistant impurity
(blue curve) for comparison. Likewise Figs. [3.14d and 3.]4e show the corresponding
transmissions as the adatom is moved perpendicular to the line separating the probes
while keeping the impurity equidistant to the probes.

First, we consider the parallel case (Figs.4b-c). Here the adatom is either in-
between the probes, yet closer to one of them (green square in Fig. 3]14a), or to the far
side of one of the probes (red square in Fi4a). The Fano-type resonance is present
for both positions and only the form changes. However, when the impurity does not lie
between the probes (red square), additional oscillations arise. This can be understood by
comparing Egs. [3.8) and [3.9) where the di erence is the term exp2iQ(E)dzo introduc-
ing interference between the incoming wave from the input probe and the backscattered
wave from the impurity. This term gives rise to energy dependent oscillations through the
energy dependence ofQ(E). The same type of \additional" oscillations are present for
the perpendicular direction and especially for the red circle position (Figs.d-e). In
this case, we have to consider the interference between the emitted wave and the scattered
wave returning from the impurity in the direction of the second probe. These oscillations
have the same origin as those investigated in real space in Sectipn B.2 while scanning one
probe around the impurity.

Con gurational average

In an experimental setup, individual defects or adatoms can be di cult to locate. This
makes investigations of many randomly scattered defects important. We x the two probes
with an armchair separation of 50 nm and place adatoms randomly with varying concen-
tration. The averaged transmissions are shown in Fig[ 3.15. The transmission is almost
unchanged at energies away from the resonance, despite the oscillations caused by indi-
vidual impurity positions shown in Fig. 8.14] This shows that the oscillations, induced

by interference between incoming and scattered waves, tend to average out for many de-
fects. However, the resonance feature survives con gurational averaging as is evident
from Fig. B.15. The signal is enhanced on resonance and an overall Fano type resonance is
present in Fig.[3.15b with a height that scales with impurity concentration. This suggests
that the dual-probe setup can detect the type (position of resonant level) and concentra-
tion (peak height) of adatoms on the surface of a graphene sample without the need of
scanning the exact position of the impurity as required for a single probe measurement.
This is in line with the suggested applications of graphene as a gas sensor [119, 120]. In
the case of random vacancies we see an overall decrease in the transmission following the
impurity concentration. In this case a zero energy peak is present due to localization
e ects around vacancies. This feature has been described in several works addressing the
LDOS [40,[44,[121].
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Figure 3.15: (a) Con guration averaged transmission as a function of energy. (b) The di erence
between the averaged transmission and the pristine transmission. We place impurities in a 5085
nm rectangle around the probes. The unequal sides are chosen to take into account the probe
separation direction. The curves are made from averaging 210* con gurations.
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3.4 Summary

Scanning mode

The dual-probe setup in scanning mode o ers new
exibility to study directional transport e ects in
nanosystems beyond the reach for a single STM
probe experiment. Using one probe in scanning
mode while xing the other, we are able to com-
pute real space conductance maps using the Ana-
lytical GF method presented in Chapter 2.

The resulting real space maps show anisotropic
behavior depending on the underlying crystal di-
rection and quantum interferences around defects
and crystalline edges.

An e cient way of analyzing the real space maps
is to perform the Fourier transform, which can be
used to extract information of intra- and interval-

ley scattering processes.




3.4.

Summary

Spectroscopy mode

A dual-STM setup with xed probes and a
probe separation distance in the nanometer range,
makes it possible to obtain local transport prop-
erties at the nanoscale by varying the electron en-
ergy.

This allowed us to study directional transport ef-
fects, not directly attainable using macroscopic
contacts or single-STM measurements. Further-
more, we considered the spectroscopic nger-
prints of local perturbations such as vacancies and
adatoms. In particular, we observe Fano-type res-
onances in the spectroscopic ngerprint arising
from resonant states in adatoms. The resonance is
shown to be a dominant feature in the dual probe
spectroscopy compared to the single probe.




CHAPTER

Dual probe investigation of
nanostructures in graphene

In the previous chapter, we introduced the two fundamental operation modes of a dual probe
setup in the case of simple defects. We now extend the discussion to more complex defects
or nanostructures. Many applications require deliberate nanostructuring of the graphene in
order to engineer its electronic structure. Thiategral Green's Function method used in

the previous chapter is only useful for moderately sized perturbations to the pristine system.
However, thepatched Green's function method PGF) introduced in Chaptefr|2 is able to treat
sizeable defects while allowing for calculation of local electronic and transport properties. The
PGF method enables us to study the e ect of individual perturbations within an in nite system
without edges or periodic properties.

We rst consider the spectroscopic response of a single perforation (\antidot”) in an
otherwise pristine graphene sheet. These results are published as parts of Paper Il and Il
[87,[114]. Secondly, we consider the situation of local gating. Here we apply a local gate to
create a scattering region or \dot" and calculate the e ect of an incoming wave emitted from
one of the two probes.

4.1 Graphene antidots

In this section, we investigate local transport properties near antidots (.e. perforations)

in a graphene sheet[[23]. Periodic arrays of antidots have been studied as a way to open
a bandgap in graphenel[]23[122{124] or to obtain waveguiding e ects [24, 125]. Antidots

can be fabricated using a variety of experimental techniques like block copolymer [64, 126,

127] or electron beam lithography, [128{130]. Unfortunately, these fabrication processes

inevitably lead to disorder and imperfect edges. Several studies show that the electronic

structure of an antidot is closely related to the exact edge geometry [114, 122, 125] which
may be controllable by heat treatment [129,[131], or selective etching [130, 1B32].
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Figure 4.1: Schematic illustration of a
dual probe setup around a perforation in a
graphene sheet.

Here we consider a single antidot and its e ect on the nanoscale current ow in the
system. A single graphene antidot has been considered as a nanopore for DNA sensing
[133,[134] and recent studies of antidots in a magnetic eld have shown the Aharonov-
Bohm e ect for conducting edge states around single antidof[135]. This makes the single
antidot a fundamentally interesting system and not only a building block of periodic arrays.
The PGF method allows us to study a single antidot with an experimentally realizable
size [120/ 126/, 134] with no in uence from periodic repetition or nite sample e ects. In
fact, we demonstrate the treatment of experimental structures found from high resolution
transmission electron microscope (TEM) images using pattern recognition.[[136, 137]

4.1.1 Dual probe spectroscopy

We consider three possible edge geometries for antidots: zigzag, armchair or circular,
the last contains an alternating sequence of armchair and zigzag edges, see Hig.|]4.2. We
calculate the transmission for each antidot type placed between probes separated in the
armchair direction (y-direction in Fig. . The result is shown in Fig. a. As expected
the transmission is generally lowered by the introduction of a perforation. A notable

Figure 4.2: The density of states for E = 0:02§tj around antidots with di erent edge structures
as indicated. The maps are individually scaled.
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di erence between the antidot types is a transmission dip present for the circular, and
particularly zigzag, type antidots. This dip resembles the Fano type resonance observed
for single adatoms in the previous chapter, see Fig. 3.13. Fid. 4.3a suggests that the
resonant feature is connected to the zigzag edges, as the circular antidot consists of a
mixture of zigzag and armchair edges. We therefore map the local density of states on
sites around the antidot at the energy of the transmission dip (see FigZ). The DOS is
localized around the zigzag edges as known for nanoribbons or antidot lattices [123, 125].
The localized states, being essentially dispersionless, resemble a single level and therefore
create a Fano type resonance in the transmission. In addition, we notice a di erence
between the resonance of the circular and zigzag antidot on Fig. 4.3a. The resonance of
the pure zigzag edge has a sharper feature than the mixed edge (circular antidot). This
leads to the conclusion that the resonance features can be related to the amount of zigzag
edge present. Calculations performed with antidots of varying size (not shown) yield

Figure 4.3: (a) The transmission for probes separated along the armchair direction ( 50 nm)
for zigzag, armchair and circular antidots. The antidot structures are shown in Fig.[4.2. (b)
Transmission for the same zigzag antidot as (a) including disorder of varying strength. Each curve
is an average of 50 di erent con gurations and have been shifted relatively to each other. (c) The
transmission for the same zigzag antidot as (a), with probe separations ( 50 nm) along armchair
and zigzag direction. (d) Single probe spectroscopy of zigzag antidot with the same probe position
as (a). Calculation both with and without disorder is included. The curves have been shifted
relatively to each other.
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gualitatively the same result, but the position of the dip feature changes depending on the
length of the zigzag edge present. This in turn can be used as a ngerprint to determine
the edge pro le of antidots and other nanostructures.

In Fig. A.3p the robustness of the signal against edge disorder is investigated. We add
a onsite potential, chosen randomly within [ W; W], to the two rows of atoms around the
antidot. Fig. £.3p shows the transmission for di erent disorder strengths averaged over
several con gurations. For weak edge disorder the resonance feature persists whereas it
vanishes for higher disorder strengths as expected because high disorder tends to destroy
the localized edge state giving rise to the resonance in the rst place.

Next we consider the separation direction between the probes. The exact direction
between the probes should not have a great impact on the spectroscopic ngerprints, if the
dual-probe setup is to be a useful tool for characterization of larger nanostructures, such
as antidots. Therefore we compare the transmission for both zigzag and armchair probe
separations in Fig.[4.3c and note very similar behavior at low energies. We considered
several non-symmetric positions (not shown) all exhibiting the resonant feature in the
same position.

Finally, we compare the single and dual probe spectroscopy of the zigzag antidot.
Fig. 4.3d shows the single probe spectroscopy both without disorder and including a weak
disorder. The single probe position is the same as one of the probes in Fig. #.3a. We
notice small oscillations due to the symmetry breaking caused by the presence of the
antidot. This is the same kind of Friedel oscillations arising around single vacancies [44].
Without disorder the localized state is barely visible in Fig.[4.3d, but the small resonance
vanishes at a disorder strength where it is clearly visible in the dual probe spectroscopy
(cf. Fig. @b). Consequently the transmission signal from the dual probe setup yields
considerably more information about defect induced transport processes than the single
probe measurement.

4.1.2 Bond currents

The antidot size considered above is in line with previous work([122, 123, 125]. However,
the patched Green's function approach presented in Chapter| R allows for calculation of
properties like transmission, LDOS and bond currents for notably larger systems. In
this section we investigate the nanoscale current ow around antidots of realizable sizes
[120,[126,134]. We discuss the Fano type resonance observed above for larger antidots
an extend the study to antidot geometries found in high resolution transmission electron
microscope (TEM) images [136] 137].

First, we consider a zigzag-edged antidot with side lengthR = 48a 12 nm, where
a= 3ag=2:46 A. This is comparable to experimental sizes where sub-20-nm feature
sizes have been reported [64, 126, 127, 134]. The antidot is in-between two probes placed
200 nm apart, as shown schematically in the inset of Fid. 4]4a. The main panel of Fi§. 4.4a
shows the transmission as a function of energy for this dual probe setup. We note the
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Figure 4.4: (a) The transmission as a function of energy for a dual probe setup with an antidot
in between the probes as schematically shown in the inset. The distance between the probes are
200 nm and the antidot with purely zigzag edges has side lengtR =48a, 6:8 nm. The shaded
area corresponds to the LDOS around the edge of the antidot. (b-c) The bond currents at the
highlighted energies in (a). The size of the arrows corresponds to the magnitude of the bond
current.

distinct transmission peaks. As explained above the peaks are related to localized states
along the zigzag edges. As a consequence, we notice the correspondence between the
peaks in the transmission and the peaks in the LDOS around the edge, see shaded area
in Fig. B.4a. The presence of several peaks is a consequence of the longer zigzag edge
segment compared to the antidot used in Fig[ 4.8.

Next, we calculate the bond currents from the top lead. The bond currents around
the zigzag antidot for the energies indicated in Fig.[4.4a are shown in Figs| 4.4b-c. It
is clear that the transmission dips are related to vortex like current paths. These vortex
paths create a larger \e ective size" of the antidot at this energy which is characterized
by a region around the antidot avoided by the current ow. On the other hand, at
the transmission peaks when the current passes near to the antidot edge minimizing the
backscattering caused by the antidot.

The antidot considered in Fig. [4.4, although of realistic size, is an idealization, as



64 4.1. Graphene antidots

experimental perforations will inevitably contain imperfections. To consider a more real-
istic case, we turn to a perforation observed in experimental TEM images. The original
TEM image is shown in Fig.[4.3e. Using pattern recognition [[136/ 137] the positions of
the individual carbon atoms can be identi ed and result in the lattice shown in Fig. A.5f.
We surround the experimentally obtained atomic positions with pristine graphene, see
Fig. 4.5a, to allow for calculations using the patched Green's functionmethod. The posi-
tions of the two probes are indicated in Fig.[4.5a, however, they are separated by 200 nm
in the actual calculation to ensure the assumption of a plane incoming wave.

The transmission between the two probes are shown in Fig. 4]5b together with the
DOS of the edge atoms in the antidot. Even though the antidot edge is very irregular
it still contains zigzag segments. These zigzag segments give rise to localized states as
usual, however, since the length of segments vary, the resonance energy of the localized
states are di erent for the di erent segments. This causes the broadening of the peaks
in the density of states as observed in Fig[ 4]5b. As a result the Fano-type resonances in
the transmission are also signi cantly broadened. Considering the two energies | and Il
in Fig. A.5pb corresponding to \dips" in the transmission, we calculate the bond currents
and the DOS around the antidot, see Fig[4.bc-d. The DOS is indicated by the lightblue
colormap in Fig. [4.5c-d and we clearly observe a larger DOS at certain segments of the
antidot edge for both | and Il. Comparing with the spatial bond current maps, we nd
that the edge segments with high DOS cause vortex patterns qualitatively similar to
those observed for the pristine edges, see Fi. 4.4. In turn these vortex patterns are
responsible for the additional backscattering causing the transmission dips. In this way,
dip | corresponds to a vortex pattern at the left side of the antidot, see Fig[4.5c, whereas
the dip at Il is caused by a vortex pattern at the bottom of the antidot, see Fig. 4.5d. The
electrons at di erent energies experience a di erent e ective perforation size and shape
caused by these vortices. This type of irregular scattering causes most of the current to
ow around the antidot either along the \top" or \bottom" edge of the antidot. If we
could control such irregularities, we could imagine controlling the direction of the current
ow by designing asymmetric scatterers causing a preferred scattering direction.

The results presented in this section also prove another important development. In-
stead of experiments trying to replicate idealized theoretical systems, we here demonstrate
that high resolution experimental techniques can act as a starting point for theoretical cal-
culations. This potentially allows for a better understanding of the electronic structure
and transport properties of nanostructures when theoretical calculations can be made on
the exact structures studied experimentally.
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(€) (f)

Figure 4.5: An actual perforation is obtained from high resolution TEM images through pattern
recognition and we consider the vortex like current paths forming around the perforation at certain
energies. (a) Shows the structure of the perforation as well as an indication of the probe position
(in the actual calculations the probes are 200 nm apart). The indicated areas correspond to the
zooms in (c) and (d). (b) The transmission for the dual probe setup. The shaded area indicates
the average LDOS around the edge of the antidot. Furthermore, the energies | and Il correspond
to the energies used on (c) and (d), respectively. (c-d) Bond current maps taken at the energies |
and I, respectively, and at the positions indicated on (a). (e) Actual high resolution TEM image
adapted from [137]. The scale bar is 5 nm. (f) The same image as (e) overlayed with graphene
lattice constructed using pattern recognition. Note that the graphene lattice has been rotated in
(a) to have armchair direction along the y-direction. Picture is adapted from [134].
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4.2 Locally gated dots

The antidot studied in the previous section modi ed the electronic structure by removing
part of the graphene sheet. A di erent route to obtain external control of the properties

is to apply external electrical elds. Locally and spatially varying electrical elds pro-
vide a unique opportunity to tune the potential landscape by forming p-n junctions. In
graphene the linear dispersion making the quasiparticles behave like massless relativistic
particles,photons, gives rise to peculiar e ects for such p-n junctions. Most notably is
perhaps the Klein-tunneling [11] or electron focusing described by a negative refractive
index in an optical analogue [21]. The p-n junction takes the role of the intersection be-
tween two materials with di erent refractive index therefore guiding the electrons [138].
Moreover, optical e ects like waveguiding have been studied both theoretically [[1309], 140]
and experimentally [25]. The ability to create local gates has also been used to realize the
equivalent of optical cavities in ballistic graphene devices[[22, 26, 141].

This section focuses on the circular p-n junction which gives rise to e ects like caustics
[142] or quasi bound states[143{146] a ecting the scattering from the gated region. Many
of the theoretical predictions use the Dirac approximation which inherently contain the
\photon-like" behavior of graphene electrons. Instead, thepatched Green's function method
allows us to study locally gated regions within a tight binding approach, while using the
two probes as emitter and collector of electrons. In this way, the dual probe setup combines
the ability to study electron waves in an in nite medium (graphene sheet) with the ability
to analyze directional e ects like preferred scattering directions without the assumptions
of the low energy Dirac Hamiltonian. The multiple patches connected through the self-
energy allow us to place one probe very far away (+250 nm) from the gated region ensuring
that the incoming electron wave closely resembles a plane wave. Furthermore, it allows
for an analysis both of the local electronic structure using LDOS maps and the electron
scattering using real space bond current maps.

Figure 4.6: Artistic illus-
tration of a dual probe setup
around a locally gated region.
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4.2.1 Local gate in Dirac approximation

We rst consider a circularly gated region within the low energy Dirac approximation. This
allows for an analytical solution of the scattering problem which is used in the analysis
of the numerical results at the end of this section. We rst consider the Dirac model for
a circularly gated dot to determine the form of the wavefunctions inside and outside the
gated region. Starting from the the Dirac Hamiltonian H without any perturbation,

H= i~vg r = I~V i@0+ @ i@o 9 ; (4.1)
we rewrite the problem in polar coordinates ¢; ),
@ =cos( )@ Flsin( )@=% d re! @ %% d el @ (4.2a)
@=sin( )@+ r}cos()@:% d e @+ r}% e +e ' @ (4.2b)
The derivatives from Eq. (4.1) become
i@ @=e' i@ r}@ ; (4.3)

Finally inserting into the Dirac Hamiltonian while adding the circularly symmetric gating,

i 1
H= i~v¢ 1 +V(R r1)=-~v e‘\z(i(g+£)@) ev((lg rf)@) ; (4.4)

where (R r)is the Heavyside step function,V = V=vg and =] x; y]with o
being the Pauli spin matrices. Introducing a rotational symmetric ansatz for the spinor

i — 4im a(r) .
Y= dipry

we insert into the Dirac equation, Hj i = Ej i

(4.5)

1: a(r)veé™ (R r)+e ! i@ %@ ib(r)e(m*) = %ém a(r); (4.6a)
~VE

2: d i@ + r}@ a(r)em +ivyr)e™d (R r)= %é““*l) ir): (4.6b)
~VF

These equation can be reduced to

1: @+ (m;'l) b(r) = jF V(R 1) ar): (4.7a)
2 @ ™an= = v(RrR 1) b (4.7b)
r ~VE
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The system of equations, Eq.[(4.), is equivalent to a second order equation in eithea(r)
or b(r).

2
r’@+r@ m? ar)= r? % V(R 1) ar); (4.8)
~VF

b(r) fullls a similar equation with m! m+1. Using K= E=~v¢ V ( R r) wecan
nally write the second order equation for a(r) as

r’@+ r@ +(R’r> m? a(Rr)=0: (4.9)

Eq. (8.9) is formally equivalent to the Bessel equation. In conclusion, we nd the wave-
functions in the presence of a circularly gated dot to be either Bessel functions of the rst
kind Jm(KRr) or Hankel functions of rst kind Hr(r})(kr). The exact wavefunction in the

di erent regions are determined by the applied boundary conditions as shown below.

Scattering from circular gated region in Dirac approximation

Above we solved for the wavefunction in the presence of a circularly gated dot and we
now turn to the scattering caused by this dot on an incoming plane wave. To solve the
scattering problem inside and outside the gated region, we assume an incoming plane wave
along the x-direction (/ €%*) and consider the scattered wave inside and outside the gated
region following the approach of Ref. [144]. As the asymptotic form of the Hankel solution
isHn(z!'1 )/ %eiz this solution correspond to an outgoing wave. Consequently, the
scattered wave outside the gated region is expanded using Hankel functions of the rst
kind while the wave inside are expanded using Bessel functions.

1 dkx 1 R Jm(kr)em
m=1
|

Ccatouts _ LR, H& (kr)elm

scatoutj — o= jm m _ : 4.10b
’ Py ™ M3, (ke o
Cscatini = L X om Im(an)e™

scating — o tim m . : 4.10c
TR LT naane 00

where k = E=~vg and q = E=~v V. c, and c!, are scattering coe cient to be
determined by the boundary conditions are the edge of the gated regionr(= R).

The continuity of the wavefunction requires

i incoming +j scat;out j = scat;ini; (4.11)
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for r = R. The requirement needs to be ful lled for each angular momentumm leading
to

Im(kR) + ¢ty HE (KR) = ¢ Im (GR); (4.12a)
I (KR) + ¢y H S (KR) = chyImsa (QR): (4.12b)

Solving this system of equations yields the scattering coe cients

I (KRRHP (KR) I (KR)H L), (KR)

d = (4.13a)
" HP KR)Ime1 (@R HE, (KR)Im(R)
C;n _ JIm+1 (KR)Im(QR)  Im(KR)JIm+1(qR) (4.13b)

H® (kR)Ims1 (R HS) (KR)Im (AR)

Using symmetries of the Bessel (and Hankel) functions] = ( 1)™J, we see that
=t =t

Cr m = C:n 1

The results of this section provide analytic expressions to help analyze the numerical
results presented below. An important quantity is the ratio between the wavenumber
inside and outside the gated regionN = g=k= JE V|5E]j, where E = E=~vg which
determines the behavior of the electron wave when passing through the dot region. A
small E results in a largeN value whileE'! V resultsin N ! 0. In consequence, lovwE
leads to sharp resonances which broaden and overlap for larger energies.

For a large dot radius compared to the wavelength of the electrons, the scattering
shows features known from ray optics. Refraction inside the gated region gives rise to
caustics, which are studied in details in Ref. [[142], including a ray-optical model. In this
case the boundary of the gated region acts as a lens focusing the electrons resulting in a
focusing of the electron ow [144].

Instead, we focus on the situation where both the radius and energy are small. For
speci ¢ values ofE and R, resonances appear i;,,. Dependent on the parameters, several
of these resonances may appear. Below we consider these resonances and their e ect on
the current ow by comparing the analytic solution to numerical calculations using the
full tight binding model.
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4.2.2 Local density of states

We consider a gated region with parametersR = 10 nm and V = 0:1jtj, wheret is the
carbon-carbon hopping integral. Numerical calculation using thepatched Green's function
method allows us to determine two qualitatively di erent spatial pro les in the LDOS,
corresponding to two resonant modes shown in Fig. 4]7. These are the only resonances
clearly resolved for the chosen set of parameters. We clearly notice the di erence at the
center. Here the mode in Fig.[4.Fa is nite whereas the mode in Fig[ 4]7b vanishes at
r = 0. Furthermore, we observe a large di erence in magnitude between the two.

(@ m=0 (b) m=1

Figure 4.7: Real space map of the local density of states for the (ajn = 0 (E = 0:003tj) and
(b) m =1 mode (E = 0:013tj) for V = 0:1jtj. The local gated region forR = 10 nm is indicated
with the white dashed line.

Comparing the calculation in Fig. 4.7 with the analytic solution in Egs. (#.10) and (4.13),
we rst use Eq. (4.10d) to determine the electron densityn within the gated region as
n= Y =h J i’

n/j cni? I5(an + 5. (ar) : (4.14)

From Eq. (4.14) we note that the m = 0 mode gives rise to a nite electron density at

r = 0 because of theJZ(gr) term. On the other hand, the m = 1 mode does not contain
such a term and consequently gives rise to a vanishing electron density at = 0. From
this, we conclude that the gated dot contains two resonances corresponding to m = 0
and am =1 mode. These two modes give rise to the di erent spatial pro les of the LDOS
in Fig. &7, The m =0 and m = 1 modes and the interference between them cause the
di erent behavior of the incoming electrons which is investigated below.
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Probability current

Next, we study the probability current in the gated region. The probability current or

ux describes the change in the probability of nding an electron at a given position. It
is therefore similar to the bond currents and comparable to the net ow of current at a
given point.

The probability current can be calculated from the spinorsasJi= Y ;i =hjij i
[12]. Using polar coordinates we get the radial and angular component

|
jr= Y xcos()+ ysin() = Y 0 e ; (4.15a)
e 0
, . 0 ie !
j = Y ycos() xsin() = Y ol 0 (4.15b)
Using the ansatz for a rotationally symmetric spinor, Eq. (4.5),
i — aim a(r) .
we insert into Eq. (4.15),
jmme = jeim m) a3 (k) a(r)b (r) ; (4.17a)
jm;mO —ei(m m9 o (Nb(r)+ a(r)b (r) : (4.17b)

For the radial component we use Eq.|(4.10c) for the wavefunction inside the gated region,

— 1;
it M ™ o A Ime(@)Inea (@) Cho Cudm(ANImesa (ar)  (4.18)
(4.19)
Exploiting the fact that ¢ ,, = ¢, ;, we can collectm®= (m+1)and m= (m°+1)

terms to obtain

IM 10 cmi® 3 (an) + I4(ar) cos 2m+1) (4.20)
We can derive a similar expression for the angular component,

™ /j chni? 32, (ar) JA(ar) sin(2m +1) (4.21)

For the m = 0 mode we analyze Egs.[(4.20) and[(4.21) in detail. We observe thaj? is
zero when = 5n with n being an integer. The resulting verticalj’ = 0 line is indicated
in Fig. . Similarly, j© is zero when = n giving rise to a horizontal j© = 0 line or
whenr attains a value such that J2,, (qr) = J2(qr) giving rise to a circular j© = 0 curve.
We note that the total current eld needs to be perpendicular to both the j® = 0 and
j9 =0 curves. Furthermore, the current is incoming from the left due to the placement of
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the probes, so we conclude that the current eld of them = 0 mode must contain a vortex

pattern as the one shown by the red arrows in Fig[ 4.8. By symmetry arguments, this
vortex pattern must be symmetric around the x-axis and tends to con ne the electrons in
the gated region when this mode is activated.

Similar analysis can be done for then-th mode giving rise to a pattern containing 2(m+
1) vortices. Below, we study these vortex patterns and their e ect on the transmission
through the gated region using numerical calculations in a dual probe setup.

Figure 4.8: Schematic of them = 0 mode of the gated region. From Egs. ) and ) we
see thatj, =0ony=0andj =0 on x =0. In addition, the radial dependence ofj leads to
a circle with j = 0. The intersection of these lines causes vortices guiding electrons through the
center of the gated region. The gure is adapted from [144].

4.2.3 Transmission and bond currents

In this section, we use thepatched Green's functionmethod to calculate the transmission
between two probes placed on either side of the gated region (radiu® = 10 nm and gate
strength V = 0:1jtj). Earlier, we demonstrated that this gated region contains two modes
(m =0 and m =1). We place the dot in between the probes such that the input probe

is 250 nm away from the dot while the second probe is 20 nm on the opposite side, see
schematic in Fig.[4.9. This ensures that the incoming wave is almost a perfect plane wave.

The transmission between the probes is shown in Fid. 419 together with the average
LDOS within the gated region. We observe a notable Fano-type resonancé [144] in the
transmission where a small variation in energy can lead to a large change in transmission
and even give rise to a suppression of the Klein tunneling e ect at the energy highlighted
by the circle in Fig. B.9. To analyze these features, we calculate the bond current leaving
the far probe. In Fig. 4.10a-c the bond current maps are shown for the highlighted energies
in Fig. .9 and are represented schematically in the bottom of Fig[ 4)9. The size of the
bond current is given by the colormap and the direction is indicated by the direction of
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Figure 4.9. (Top) A sketch of the dual probe setup with two probes 250 nm apart with a
gated circular region in between. The right panel shows the transmission between the probes. The
shaded area corresponds to the average LDOS within the gated region. The marks correspond to
the bottom schematics. ParametersR = 10 nm and V = 0:1jtj. (Bottom) Schematics showing
the two vortices of the m = 0 mode (square), two counterpropagating vortices backscattering the
current (circle) and the six vortices of the m = 1 mode (triangle).

the arrows. In addition the bond current maps, Fig.[4.1Q also shows directional scattering
de ned as the size of the bond currents relative to the pristine value as a function of the
angle with the horizontal axis where = 0 corresponds to the right hand side of the
region,i.,e. J(R+ r, )=Jo(R+ r; ) where we user =5 nm in Fig. —e.

The behavior at the energy highlighted by a square, is caused by the vortex pattern
shown in Fig.[4.10a. This vortex pattern consists of two vortices focusing the current
through the gated region. This is consistent with the analytic treatment of the m = 0
mode using Egs. [(4.2D) and[(4.21) leading to the schematic in Fig. 4.8. As the two vortices
are in the same direction as the incoming current them = 0 mode focuses the current
somewhat as it passes through the gated region. This focusing is also evident from the
directional scattering in Fig. A.10d. Here we clearly see the increased current at = 0
caused by the focusing nature of the vortices. Likewise the suppression around= 90
is caused by the backwards current ow in the vortex pattern at this angle.

The previous analytical analysis of Egs. |(4.2D) and 1) predicted a vortex pattern
with 2(m + 1) vortices for the m'th mode. We con rm this prediction by the numerical
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calculations when considering the bond current map in Fig[ 4.10c belonging to the energy
highlighted by a triangle in Fig. £.9] Here we clearly observe the six predicted vortices
of the m = 1 mode. The m = 1 mode gives three preferred scattering directions =0
and 120 as evident from Fig.[4.10f which should be seen in contrast to the single
preferred scattering direction caused by the two vortices of than = 0 mode. The preferred
directions correspond to \outgoing" channels between neighboring vortices where both
vortices cause an outward current ow. Similarly, the suppressed directions are caused
by \in-going" channels. In addition, we observe that the current at the m = 1 mode is
greatly enhanced compared to the pristine system demonstrating the strong resonance at
m = 1 already observed in relation to the magnitude of the LDOS.

At last we consider the interference between them = 0 and m = 1 mode which is
responsible for the suppression of the transmission at the energy highlighted by a circle in
Fig. 4.9. This interference leads to the inversion of them = 0 vortex pattern, as clearly
visible in Fig. #.10b. Two counterpropagating vortices block the current ow through the
gated region and increases the backscattering. This vortex pattern dramatically changes

the preferred scattering direction going from the focusing of them = 0 mode at =0
to suppression at =0 , see Fig[4.IDe. Instead the current is increased along directions
corresponding to the outwards ow in the two vortices ( 120).

The analysis of the current ow through the gated region is schematically summarized
in Fig. @.9) showing the transition from the focusing vortex pattern of the m = 0 mode, to
the six vortices of the m = 1 which cause three preferred scattering directions and greatly
enhance the current through the gated region. The numerical calculations have clearly
shown the formation of the analytically predicted features which interplay give rise to
two counterpropagating vortices suppressing the current ow and causing the Fano-type
resonance in the transmission spectrum.

Similar to the antidots case, we have demonstrated the ability of this type of nanos-
tructuring to alter the current ow at the nanoscale. In both cases we observed how the
interplay between single states or modes is the origin of vortex patterns causing Fano-
type resonances in the transmission able to act as switches by manipulating the energy
or gating. The formation of vortices gives rise to preferred current directions either by
increasing the scattering by certain parts of the nanosctructure (antidot) or by guiding
the current along the vortex path e ectively focusing the current (gated dot).
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(@) (d)
(b) (e)
(c) )

Figure 4.10: (a-c) The bond currents incoming from the left for (a) the m = 0 mode (E
0:003tj), (b) two counterrevolting vortices suppressing the ow through the gated region (E
0:01jtj) and (c) m = 1 mode (E = 0:00125tj), see Fig.. The arrows indicate the direction of
the electron ow, whereas the color denotes the magnitude of the current. Each arrow is a sum of
all the individual bond currents in a box around the arrow position. (d-f) The size of the bond
current relative to the pristine case 5 nm away from the gated region for the cases in (a-c). Here

=0 corresponds to thex-axis. Parameters for the gated region areR = 10 nm and V = 0:1jt]
and spatial region is indicated by the dashed line.



76 4.3. Summary

4.3 Summary

Antidot spectroscopy

A graphene antidot with zigzag edge geometry
possesses localized edge states. By studying in-
dividual antidots with dimensions of R 10 nm
within an otherwise in nite graphene sheet, we
demonstrate that the interplay between these lo-
calized zigzag edge states and the pristine contin-
uum gives rise to Fano-type resonances in the dual
probe transmission for probes placed on opposite

sides of the antidot.
We show how these resonances are caused by cur-

rent vortices formed near the zigzag edge seg-
ments. The phenomena was found to be strongest
for perfect edge geometries but are also visible for
even very disordered experimental antidots where
the structure are obtained from high resolution
TEM images.

Spectroscopy of locally gated dot

We analyzed the current ow through a locally
gated dot and demonstrated the existence of two
fundamental modes characterized by the angular
quantum number m =0 and m = 1. The analyti-
cal predictions made from the solution of the Dirac
model, where con rmed by numerical tight bind-
ing calculations. In this way, we showed the two
focusing vortices of them = 0 mode and the six
vortices of them = 1 mode. Moreover, we consid-
ered the interplay between these two modes giving
two counterpropagating vortices, suppressing the
current ow and causing a Fano-type resonance in
the transmission spectrum.

This opens the possibility of manipulating
graphene-based devices by spatially structured
electric gating.




CHAPTER

Strain elds with pseudomagnetic
e ects

Although graphene is only one atom layer thick, it can sustain remarkably large mechanical
deformations without breaking. Consequently, graphene o ers an outstanding combination of
electronic and mechanical properties. The close relation between the structural and electronic
properties of graphene opens the possibility of strain engineering as a method to manipulate the
electronic, optical and magnetic properties of graphehne [28,[29/86] [147{158]. The application
of strain in graphene can lead to e ects like bandgap formation [159] or transport gaps [147]. In
particular the extraordinary response of graphene to inhomogeneous deformations has received
much attention [29/148[149]. In fact, the altered tight binding parameters due to the lattice
deformation mimics the role of a gauge eld in the low energy e ective Dirac model of graphene
[27,[160]. The formation of a so-called pseudomagnetic eld (PMF) suggests the presence of
Landau quantization in the absence of external magnetic elds [29] which has been con rmed
by STM experiments on bubble-like deformations [151,1161].

Actual strain engineering on the nanoscale would allow for strongly localized PMFs while
at the same time enabling continuously varying elds. In addition, the PMF induced by the
strain can lead to large eld strengths of hundreds of Tesla and enable otherwise unattainable
spatial distributions of magnetic elds. These remarkable properties demonstrate the potential
of strain engineering to manipulate the electronic and transport properties of graphene.

Following the experiments on bubble-like deformatidns |151] 161{163], we applpdtehed
Green's function methodto various inhomogeneous strain elds giving rise to pseudomagnetic
elds (\pseudomagnetic dots"). We rst introduce the general method to apply strain through
a tight binding model. Afterwards we use this to describe how a triaxial strain induces a con-
stant PMF which in turn results in Landau quantization. Furthermore, we study rotationally
symmetric local deformations, investigating the resulting inhomogeneous PMF distributions
and the formation of pseudo-Landau quantization in these inhomogeneous elds. The dual
probe setup is afterwards used to study the transport properties of single pseudomagnetic
dots. Finally, we extend the discussion of single pseudomagnetic dots to arrays of dots and
investigate their e ect of the transport regimes in the samples.
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5.1 Strain using a tight binding approach

We treat graphene through a nearest neighbor tight binding Hamiltonian characterized by
the carbon-carbon hopping matrix t which is equal for all couplings. When we displace the
atoms relative to each other the bond lengths vary leading to a spatially dependent hopping
integral, tj = t(rj;rj). The position of an atomisr; = r%+ u wherer? is the equilibrium
position and u = (ux(x;y); uy(X;y);z(x;y)) is the displacement eld. In equilibrium the
bond length is ag = 0:142 nm but after displacement it changes todj = jr; r;j and the
hoppings are modi ed according to [28,/ 152 158]
tj = toe W71 (5.1)
wheretg is the pristine hopping parameter and = @og(t)=@o09(a)ja=a, 3:37 [28].
The new bond length is given either directly from the changed positions of the atoms,
ri, or from the strain tensor [164]
1 1
dij = 2 i T a5+ wXf t Y 2wy Xij Vi (5.2)
where the strain tensor is given from classical continuum mechanics as

i = % @ui + @u +(@2)(@2) ; ij = xy; (5.3)

where uj(X;y) = u; is the in-plane deformation eld and z(x;y) = z is the out-of-plane
deformation [27].

5.2 Pseudomagnetic eld from strain eld

We now generalize the low energy e ective Dirac Hamiltonian to the situation of deformed
graphene. The local modi cations of the hopping amplitudes in Eq. (5.1) can be expanded
to rstorder tj(ri;rj) to+ tj(ri;r;j). The introduction of spatially varying hopping
parameters into the tight binding description induces an e ective gauge eld A into the
low energy Dirac Hamiltonian [27,[148]. The components of this vector potential are given
by A = Axex + Ayey wWhereey and ey are unit vectors in x and y-directions, respectively.
Choosing the coordinate system with thex-axis along the zigzag direction, the e ective
gauge eld is given by the change in hopping parameters [156]

Ac 1Ay = — (s n)el o (5.4)
n
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where , are the nearest neighbor vectors, and determines the valley of the rst Brillouin
zone of graphene. We determinet (r;;r;) by expanding Eq. (5.1) and exploiting Eq. (5.2)
27,128,160/ 165]

tj =t 1 Q(du ag) =to 1 2" i (5.5)
We note that this only takes into account the rst order corrections. Expanding to higher
orders in the deformation leads to Fermi surface anisotropy[157] and spatially dependent
Fermi velocity [166{168].

Inserting Eq. into Eq. (p.4) while using a general two dimensional strain eld,
ij (X;y), leads to a gauge eld of the form [27,160| 169]

— - XX yy .
A ron 2 (5.6)

which gives rise to an e ective Dirac Hamiltonian given by [27,29]
H «(9)= vr q eA ; (5.7)

where =[ x; y]with ,-, being Pauli matrices, K denotes the two valleys andv is
the pristine Fermi velocity. In this way, we see that the gauge eld acquires opposite sign
in the two valleys and therefore does not break time reversal symmetry.

Similar to a real vector potential, the strain induced vector potential results in a so-
called pseudo magnetic eld (PMF), Bg, perpendicular to the graphene sheet and given

by
Bs=r A=@Ay @A« (5.8)

Importantly, the de nition of the pseudomagnetic eld is inherently connected to a rst
order expansion of the low energy Dirac model of graphene and we only use the framework
of pseudomagnetic elds to provide simple analysis of numerical results. Consequently, all
presented calculations are based on a full tight binding model with hopping parameters
modi ed according to Eq. (b.1).

5.3 Constant pseudomagnetic eld using triaxial strain

The pseudomagnetic eld enters the Dirac Hamiltonian in the same way as a real magnetic
eld, if we restrict ourselves to a single valley (see Eq.[(5.7)). We can therefore compare
the constant PMF to a real magnetic eld. In the presence of a real magnetic eld the

electronic spectrum is modied giving rise to Landau quantization [82]. However, as
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opposed to the conventional (non-relativistic) Landau levels which have a spectrum linear

in the B-eld, the Landau levels for the massless Dirac fermions in graphene follow a
characteristic  Bn-behavior including a zero energy Landau level if = 0). The analogy
between real and pseudomagnetic elds therefore suggests the existence of pseudo Landau
levels in the presence of a constant pseudomagnetic eld [29, 161],

q___
En =sign(n) 2e~vZBgjnj; (5.9)

where E,, is the energy for the Landau leveln. The corresponding magnetic lengthlg
becomes

r
= p

— =26nm= Bq: 5.10

eB. nm s (5.10)

Guinea et al. [29] showed that a triaxial strain leads to a constant PMF according
to Eq. (. Below we have collected details about the triaxial strain in the armchair
direction. As evident from the analytical derivations, the triaxial strain in the armchair
direction gives rise to a constant PMF whose size is determined by the strength of the
strain.

Triaxial strain - Armchair direction

z(r; )=0; (5.11a)
u(c )= = L’g{ii;”s(éi ; (5.11b)
A= o SO (5.11c)
Bg = SUOZ;—GO (5.11d)

where up determines the strength of the strain eld [29, [153].

Figure 5.1: lllustration of a triaxial
strain along the armchair direction.
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5.3.1 Pseudo Landau Levels

Several studies have used classical molecular dynamics to determine the strain eld[149,
155]. Neek-Amalet al.[154] showed the importance of molecular dynamics when determin-
ing the quantitative e ect of the PMF on the LDOS. However, Ref. [154] also showed that
the qualitative features of a deformation remain after relaxation by molecular dynamics.
We therefore use analytic displacement elds as shown in Eq.l) to investigate the
formation of Landau levels in the presence of a constant PMF. The strain eld is applied
in a circular region with radius R. As the strain eld in Eq. (§.11) grows with distance
from the center, the maximum strain also grows with increasing radiusk even for the same
strength of the resulting PMF. Consequently, we use the PMF strengthBs as reference
parameter below as this relates directly to the features in the electronic structure.

Beyondr = R, we apply a smoothing to make the strain eld go to zero at the edge of
the patch as required by the patched Green's function method. The smoothing is applied
using the transformation ! e (" R?22 for r > R . In the calculations below, we
consider a radius ofR = 10 nm and a smoothing of =3 nm to ensure a minimal e ect of
the smoothing region on the interior of the strained region. The nite size e ects imposed
by such a treatment are discussed at the end of this section.

The resultant PMF distribution caused by such a triaxial strain smoothed after r > R
is shown in Fig.[5.2. Here we clearly observe the constant PMF for < R and the
smoothing region with a varying PMF of opposite sign. Note that the opposite sign within
the smoothing region arise because we smooth the strain tensor (and not the PMF) causing
a negativechange of the strain forr > R . As the constant PMF, + Bs, for r <R is caused
by a positive change in the strain with increasingr, the smoothing gives rise to a PMF of
opposite sign while decreasing the strain to zero.

Figure 5.2: The PMF distribution of a triaxial strain (Eq. (5 for r <R which is made nite
by an exponential smoothing ! e (" R*22 ° forr>R .

Fig. 5.3 shows the average DOS in the center of the constant PMF region witlBs = 100
T. Importantly, we note the appearance of peaks in the DOS. These correspond almost
perfectly to the Landau levels expected from Eq. [(5.p). However, we note one important
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Figure 5.3: Average density of states for both the A and B sublattice at the center of a region
with radius of R = 10 nm subjected to a triaxial strain corresponding to Bg = 100 T. The positions
of the Landau levels expected from Eq.) is indicated by dashed curves. The smoothing region
has a width =3 nm and the curves are translated vertically with respect to each other.

di erence between these pseudo Landau levels (pLL's) compared to regular Landau levels:
the zeroth pLL only has a nite contribution to the LDOS on one sublattice, as also
observed in Refs. [[154,170].

5.3.2 Sublattice splitting of the zeroth pseudo Landau level

We can understand the sublattice splitting of the zeroth pLL by considering the Dirac
Hamiltonian Eq. (b.7). The solution to the two dimensional Dirac Hamiltonian around

K is a two dimensional spinorj ki = ; «; , where denotes the A sublattice
and denotes the B sublattice. The spinor components of valleyK ° satisfy the same
Dirac equation asK with g«! o and interchanged sublattice pseudospin. This can be
conveniently collected in a four component spinorj i containing both valleys, [171]
0 1
K
jiz(% K§; (5.12)
K O
KO

the minus sign is included following the notation of Ref. [171]. This de nition uses
the valley isotropic formulation of the four-dimensional Dirac equation with two identical
subblocks as adopted earlier in Eq.[(5]7). However, we note that other representations
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which use two unequal blocks are also common in the literature [82].

Ve (q+ eA) 0 .

i=Ej i, 5.13
0 v (@ et 'TF (549
First, we conclude from Egs. [5.12) and [(5.1B) that interchanging the valley index inverts
the role of the two sublattices, i.e. Ks k! Ko ko . Second, we note that
replacing Bs with  Bg corresponds to interchanging the valleys. Generally this follows
from the fact that A'! A interchange to role of the subblocks in Eq. [(5.1B).

The wavefunction for the di erent valleys and signs of the B- eld can be determined
from these symmetries. We can assume a solution to the two dimensional Dirac equation
of the formj ki = c¢ji + cpji for the K valley and positive magnetic eld. Here ¢c; and
C, are coe cients determining the size of the A (ji ) and B (ji ) component, respectively.
Considering this form of the solution, we use the symmetries to determine the form of the
wavefunction (except for a phase factor) for theK ©valley, j k o, and negative B - eld.

B B
j K i Clji + C2ji Czji + Clji (5.14)
J kol |Cji +cfi |ciji + cji

For a pseudomagnetic eld the total wavefunction, j PS€Udoj  contains components from
K and K °with opposite sign of the B- eld,

joPseudoi = i (B)i+j ko B)i: (5.15)

On the other hand, the total wavefunction in the presence of areal magnetic eld, j i
has the same sign of theB- eld in the two valleys,

i =] «(B)i+] wo(B)i (5.16)

Having de ned the wavefunctions by Egs. (5.1%) and [5.16) and the symmetries in Eq[(5.14),
we now return to discuss the zeroth Landau level. Below, we rst consider the case of a
real magnetic eld. Afterwards we use this result to discuss the case of a pseudomagnetic
eld.

Zeroth Landau level in a real magnetic eld

We rst consider the solution for the zeroth (n = 0) Landau level in the K and K °valleys
under the in uence of a real magnetic eld according to Ref. [82]

. 0
real — K -
real (B)in=o ) in=0i (5.17a)
j 3 (Binzo= K° = . o . (5.17b)

K O jn =0i
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wherejn = 0i denotes the state belonging to the zeroth Landau level. For a real magnetic
eld, the zeroth Landau level has a nonzero component corresponding to the B sublattice in
the K valley and to the A sublattice in the K Ovalley. Therefore, the valley and sublattice
pseudospin coincide for the zeroth order Landau level in a real magnetic eld. Considering
the wavefunctions from Eg. ) this corresponds toc; = 0 and ¢, 6 0. Therefore, we
conclude that even though the two sublattices are decoupled both contribute to the total
density of states. This can be easily seen by considering the electron density,= h j i,
for the two valley with ¢; =0

k =h «(B)j k(B)i =jcj®hji ; (5.18a)
ko=h ko(B)j ko(B)i = jcj?hiji : (5.18b)

Evidently, Eq. (5.18) means that the sublattices are decoupled at the zeroth Landau level
in the presence of a real magnetic eld[|[8R2].

Zeroth Landau level in a pseudomagnetic eld

We now return to the situation of the pseudomagnetic eld with the wavefunction Eq. (.
For the zero order pseudo Landau level, we have; = O from the analogy with the real
magnetic eld. Consequently, the electron density for the two independent parts of the
wavefunction (K and K 9 in the pseudomagnetic case is given by

h «(B)i «(B)i=h kol B)j kol B)i=jei*hji; (5.19)

where the expression foj x (B)i andj ko B)i is given by Eq. (5.14) with c; = 0. We
conclude that the zeroth order pLL only has a nite contribution on one sublattice.

This analysis of the sublattice polarization of the zeroth pLL is conrmed by the
numerical calculations in Fig.[5.3. The sublattice with the nite contribution is determined
by the direction of the triaxial strain because this determines the sign of theB- eld
experienced by theK valley. The solution Eq. (5.17) assumes a positive3 - eld in the K
valley yielding ¢; = 0. If the K valley experienced a negativeB - eld, we get a vanishing
contribution for the opposite sublattice. The strain direction shown in Fig. p.I]gives rise to
a positive PMF in the K valley resulting in a zeroth pLL with nite contribution on the B
sublattice. Rotating this strain eld by 60 gives a similar but negative PMF, meaning that
the zeroth pLL level would switch to the A sublattice. This special connection between
the sublattices, the zero order pLL and the direction of the triaxial strain is investigated
in more detail in the next section.

5.3.3 Rotation of triaxial strain

In general a rotation of the triaxial strain by an angle from the armchair direction as
illustrated in Fig. $.4]leads to a PMF of the form Bs = Bgcos(3 ) and we observe a
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maximum B - eld when the strain is aligned with the armchair direction. On the other

hand, a triaxial strain in the zigzag direction does not give rise to a PMF at all. Even if
the magnitude of the displacement eld is the same but rotated to the zigzag direction,
we do not observe any changes in the low energy spectrum.

In Fig. B.5| we show the average DOS on sublattice B for di erent rotation angles of
the triaxial strain eld. First, we observe a decrease in the strength of the PMF as we

rotate the strain eld away from =0 . The decreasing PMF is evident from the lower
energy of the rst pLL. Furthermore, we notice the more developed Landau peaks for
strain along the armchair directions ( =0 and = 60 ). Finally, the linear density

of states observed at = 30 (zigzag direction) con rms the prediction of zero PMF for
zigzag type strain. Clearly, the formation of a PMF is highly dependent on the direction
of strain meaning that strain along multiple directions (ex. rotational symmetric strain)
becomes a mixture of di erent peaks, therefore, making the observation of pLLs di cult.

At last, the results in Fig. 5.5] show the existence of a zeroth pLL peak for =
0 ;10 ;20 whereas we do not observe any zero order peak for = 40 ;50 ;60 . This
conrms the predicted dependence of the zeroth order pLL on the sign of the PMF,
because the strainat =0 to =30 corresponds to By while the strainat =30 to
=60 correspondsto Bg. Consequently, the zero order peak exists on the B sublattice
for positive PMFs in agreement with the discussion in the previous section.

Triaxial strain - arbitrary direction

z(r; )=0; (5.20a)
.y U _ Uor?sin(3[ + )

UY=L T Lerzeos@l ¢ ) (5.20b)
Bs =8ugpcos(3): (5.20c)

Figure 5.4: lllustration of a triax-
ial strain rotated an angle from the
armchair direction.
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Figure 5.5: The average density of states for sublattice B at the center of a triaxial strain
corresponding toBs = 100 T and a radius R = 15 nm. The di erent curves correspond
to di erent rotational angles  as de ned in Fig. [5.4.
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5.3.4 Finite size e ects

We now investigate the in uence of the nite size of the strained region. Fig.[5.6 shows
the LDOS on the B sublattice for a triaxial strain corresponding to Bs =100 T and with
radius R =5;10 and 15 nm and smoothing =3 nm. For Bs =100 T we get a magnetic
length of I 2:6 nm from Eq. (5.10). For a radius much larger thanlg, we conclude
from Fig. that the pLL's are clearly formed. In contrast, the pLLs vanish when Ig is
comparable or even smaller than the size of the strained region. This trend is observed
for the R =5 nm (black) in Fig. Instead, we notice the formation of additional states
around E = 0 for small R. These are so called quasi bound states and are also observed
for small real magnetic dots [172].

In conclusion, regions of constant PMF must be bigger than the corresponding mag-
netic length for pLLs to be formed, even in the case of the \correct" type of armchair
triaxial strain. This important observation is useful when we consider inhomogeneous
PMFs in later sections.

Figure 5.6: Average density of states on sublattice B at the center of a triaxial strain correspond-
ing to Bs =100 T for radius R =5;10 and 15 nm. Each case has a smoothing region of width
=3 nm and the curves are translated vertically with respect to each other.

5.4 Finite inhomogeneous strain eld

Experimentally Levy et al.[161] demonstrated that inhomogeneous strain elds in nanobub-
bles accidentally formed on a platinum (111) surface, showed signatures of pseudo Landau
levels in the density of states corresponding to eld strengths of up to 300 T. Since these
pioneering studies other experiments have tried to control the formation of nanobubbles
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[157] or the applied strain via pressure([149, 162], substrate interaction5 [173] or substrate
structuring [L63]. Most of these approaches aim at deforming the graphene lattice locally
resulting in a spatially concentrated PMF. However, reliable ways to control strain will

in general not produce the special triaxial strain as discussed in the last section. In-
stead, we concentrate on rotationally symmetric displacement elds. We can imagine this
class of strain elds to be obtained by experiments modifying the substrate or pressur-
izing semi-freestanding graphene. We rely on classical continuum mechanics to obtain
the displacement elds of local deformations (or nanobubbles). It is expected to provide
gualitatively similar results as strain elds obtained using molecular dynamic simulations.
The main di erence lies in the actual magnitude of the strain as discussed in Refs[[154]
and [149].

Figure 5.7: Collection of pseudomagnetic eld distributions for di erent strain pro les.

In this section we describe local deformations giving rise to inhomogeneous strain elds
and PMFs. We consider four di erent types of strain elds:

~ Finite triaxial strain
" Gaussian height pro le
Membrane bubble model

" Non-linear plate bubble model

The resulting PMF for each strain eld is collected in Fig. p.7]for comparison. In the rest
of this chapter, we consider these local deformations (or nanobubbles) and their e ect on
the electronic properties. For future reference we describe the di erent models in more
detail below.
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Finite triaxial strain

We use the triaxial strain considered previously and apply a spherical smoothing
modifying the magnitude of the triaxial strain by a Gaussian damping [168],

z(r; )=0; (5.21a)

u(r, )=

Ux _  Ugr?sin(3) .2
Uy Ugr?cos(3) €% (5.21b)
where ug is the strength of the strain and is the width of the damping.

Using Egs. (5.3) and [5.6) the PMF becomes

2ea 8 4

r4 r2 2

Bs = 8Uo —+1 e27: (5.21c)

The damping decreases the size of the PMF away from the center, creating a spatiall
varying PMF evident from Fig. 5.8] In consequence, we do not expect pseudo Landa)L/I
levels unless the Gaussian damping is small, e ectively leaving a large part of the
triaxial strain pro le unchanged to produce a constant PMF.

Figure 5.8: The pseudomagnetic
eld distribution of the nite triax-

ial strain pro le in Eq. (§.21c).

Rotationally symmetric strain elds

The remaining strain pro les for local deformations are rotationally symmetric. We there-
fore use polar coordinatesr = (r; ) for the in-plane deformation and z(r) = z for the
out-of-plane deformation,

_ Ux _ urcos() .
u= Uy = ursin() (5.22)
We make use of the identities
1 .
@=cos()@ _sin()@; (5.23a)

@=sin( )@+ r}cos( )@: (5.23b)
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Combining Egs. (5.3) and (5.6) gives the vector potential and corresponding PMF

~ Ax cos(2)

A= 2630 Ay = ﬁg(r) sin(2 ) ; (5.24a)
_ =~ 29(r) : .
Bs = 263 . @g(r) sin(3); (5.24b)
where we have used the de nition
u 1
o) = @u -+ (@)% (5.25)

We notice from Eq. (5.248) that the PMF is always 3-fold symmetric for rotationally

symmetric displacements. The magnitude, on the other hand, depends on both the in-
plane and out-of-plane displacement. This is clearly seen in Fig. 5|7 showing the PMF for
a Gaussian height pro le, the membrane bubble model and non-linear plate bubble model.

Gaussian height pro le

The Gaussian height pro le is a simple de ection of the graphene sheet according to
a Gaussian pro le.

2

z(r; )= hoe 27, (5.26a)
Uy 0

u(r, )= = : (5.26b)
Uy 0

where is width and hg is the height of the bubble. Using Eq. (5.24b) the PMF
becomes

3K2

- h ;2

L 0e 22 sin(3 ): (5.26¢)

ST 2eq
The Gaussian pro le is an example of a rotationally symmetric pro le without sharp
edge e ects. However, as only the out-of-plane component of the position is changed
a rather large height is required to obtain sizable strain elds.

Figure 5.9: The pseudomagnetic
eld distribution of the gaussian

height pro le in Eq. ($.26c).
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Next, we analyze rotationally symmetric deformations using membrane and non-linear
plate theories [174] as derived in Appendi@. This corresponds to the experimental situ-
ation of pressurizing a graphene sheet which is free standing for< R and adhere to the
substrate forr >R .

Describing the sheet as an elastic plate under a central loag, the central equation
governing the deformation is given by Eq. [A.153)

@Nj =0; (5.27a)
Dr *z+ Nj @@z + p=0; (5.27b)
wherei;j =(x;y), D is the bending modulus related to the Young's modus and Poisson's

ratio [175], Nj is the tensor of the axial force de ned in Appendix@. A general solution
to Eq. (5.27) does not exist. Instead, we use two general approximations: The membrane
model and the non-linear plate model.

Membrane model ( r<R)

The membrane bubble model ignores the bending stiness® = 0) and provides
a relatively simple approximate solution to the continuum mechanic problem for a
vanishing de ection at r = R, see AppendixA.

20t )= ho 1 %2 : (5.28a)
1
_ U _@uog 1 & A
u(r; ) = @°R R : (5.28b)
Uy 0
_ ~Uo . .
Bs = 26a0R? sin(3 ): (5.28c)

whereR is the radius of the bubble, hg is the height and ug is given by up = 1:136h3=R
[I74]. The membrane model results in a kink" at the edge which is similar to the
clamped nanobubbles studied in Ref.[][149] using molecular dynamics.

Figure 5.10: The pseudomagnetic
eld distribution of the membrane

model in Eq. (5.28¢).
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Non-linear plate model ( r<R)

The non-linear plate bubble model is an extension of the linear plate solution to the
elastic plate problem in continuum mechanics, see Appendik A. The non-linear plate
model combines the standard out-of-plane solution from the linear plate solution
with a non-linear in-plane displacement taking into account a nite in-plane force.

r2 2
z(r; )=ho 1 RZ (5.293a)
ur )= o= r(R r)(ocl”cﬂ)? : (5.29b)
= 32h3r3 r2 . _
Bs = 2630 (. ©R) —R6 1 Rz sin(3 ): (5.29¢)

where R is the radius of the bubble, hg is the height and the constants arec; =
1:308h%=R® and ¢; = 1:931h%=R* [174].

Figure 5.11: The pseudomagnetic
eld distribution of the non-linear

plate model in Eq. (5.29¢).
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5.5 Local density of states in inhomogeneous strain elds

In this section, we consider the local density of states of the rotationally symmetric bubble
models. We focus mainly on the membrane model as this provides a good example of the
highly relevant pressurized (or gas-in ated) bubbles. The membrane model has a relatively
simple PMF distribution while at the same time showing signi cant edge e ects caused by
the sharp edge atr = R. Many of the features we discuss below emerge from the strongly
clamped nature of this bubble type. The results are published as part of Paper Il. The
patched Green's function methodpresented in Chapter[2 enables calculations of real space
LDOS maps investigating single bubbles in an extended system without applying periodic
boundary conditions which may introduce interactions between neighboring bubbles.

Throughout this section we consider a membrane bubble with dimension® = 10 nm
and hp = 3 nm corresponding to a maximum strain of approximately 10 %. The strain
pro le is given by Eq. (b.28) and gives rise to the PMF distribution shown in Fig. p.12
First, we analyze real space LDOS maps demonstrating a perfect sublattice polarization
caused by the PMF. Secondly, we study the combination of pseudo-Landau levels and
Friedel oscillations governing the resonances of the membrane bubble. At last we compare
the membrane bubble to a non-linear plate bubble of the same dimensions discussing both
the formation of pseudo-Landau levels and Friedel oscillations in the two models.

5.5.1 Sublattice polarization

We rstinvestigate real space LDOS maps of the bubble region where the PMF is threefold
symmetric as shown in Fig.[5.I2a. The threefold symmetry from the PMF is found to be
reproduced in the LDOS maps at all energies. An example is shown in Fid. 5.12b-c
where real space LDOS maps for the two sublattices are shown, clearly demonstrating the
threefold symmetry of the PMF distribution.

Considering the two LDOS maps in Fig.[5.12b-c belonging to the two sublattices,
we also notice the perfect asymmetry or sublattice polarization, as we obtain the LDOS
map for the B sublattice by a 60 -rotation of the A sublattice. Earlier studies of Gaussian
bubbles [152[158, 176] also noticed this sublattice polarization and in fact the polarization
is present for all the strain models presented in Sectioh 5/4. Below we demonstrate how the
polarization is a general consequence of the opposite sign of the PMF in the two valleys.

Following the analysis in Section[5.3, we rst consider the generic wavefunction in
the K -valley, j ki = ¢ji + ¢ji, whereji denotes the wavefunction component on
the A sublattice and ji denotes component on the B sublattice while the coe cients ¢;
and c, determine the relative size of the wavefunction components. Using the symmetry
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Figure 5.12: (a) The PMF distribution of the membrane model is repeated from Fig.. (b-c)
The real space LDOS map of a resonant state aE = 0:06jtj using the membrane bubble model
for (b) sublattice A and (c) sublattice B.

arguments of Sectiorj 5.8 this wavefunction behaves di erently in the two valleys depending
on the sign of theB - eld. For reference we repeat the wavefunction analysis from Eq.)

B B
J ki |Cji +cgi |Ci + caji (5.30)
J kol [Cji +cji |ciji + Ci
In case of a PMF the total wavefunction,j i, has contributions from the two valleys with
opposite sign of theB-eld, j i =] k(B)i+] ko B)i. Using this we obtain the total
electron density = h | i for the two di erent parts of the wavefunction,
h «(B)i k(B)i=h ko B)j ko( B)i=jeaj*hji +jcj®hji : (5.31)

From Eq. () we conclude that we get the same contribution to the LDOS from the
two valleys. Consequently, if the LDOS of the B sublattice follows the PMF in the K -
valley causing it to increase when the PMF is positive, then Eq. ) concludes that the
contribution to the LDOS from the opposite valley is similar. This e ectively gives rise to
the characteristic sublattice polarization illustrated in Fig. $.12]and is a generic feature of
pseudomagnetic elds causing the two valleys to experience equal but oppositB - elds.

5.5.2 Pseudo Landau levels and Friedel oscillations in clamped bubbles

Above we observed a good correspondence between the real space LDOS maps and the
threefold symmetric PMF distribution. However, if we consider the LDOS maps at several
energies in Fig[5.1IB, we notice additional details. In Fig[ 5.14a we therefore calculate the
energy dependent LDOS at the positions indicated by symbols (square, circle and triangle)

in Fig. .13. We rst consider the average of the LDOS within the “slice' containing the
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symbols, shown by the bottom (red) curve in Fig.[5.14a. Two distinct oscillation types
are observed, and we argue that these can be divided into Friedel-type and PMF-induced
features.

At high energies in particular we notice regularly spaced oscillations with an approx-
imate period of ~vg =2R. These are consistent with Friedel-type oscillations related to
the size of the structure and emerging from interferences between electrons scattered at
opposite sides of the bubble. An exact treatment needs to take into account the renormal-
ized Fermi velocity, v, due to the average change in bond length[ [177] At lower energies,
we observe distinct peaks which are not equally spaced (the rst two appear aE; and
E»). We will show that these are due to pseudomagnetic e ects and we refer to them as
pseudo Landau levels.

Besides the Friedel oscillation associated with the bubble radius, we also have similar
oscillations associated with the distances to the dierent edges of the bubble. These
features are highly position dependent, and explain the di erences between the three
single position curves in Fig.[5.14. These position dependent oscillations are washed out,
when we consider the average. Accordingly, only the oscillations which dependent on
the structure's size are seen in the average (bottom curve in Figl 5.14). However, at
individual positions these oscillations can have a considerable impact. In this way, the
individual curves in Fig. b.14a show that the pLL peak at E; is only dominant for the
points indicated by the square and triangle. The E, peak is suppressed by Friedel-type
interference at the circle point, which is also clear from the LDOS map in Fig[5.1Bb.

The amplitude of the Friedel-type oscillations is determined by the strength of scatter-
ing near the bubble edges. The clamped edge at= R gives rise to signi cant strain elds

Figure 5.13: (a-c) Real space LDOS maps for the A sublattice taken at the energies
E. = 0:06tj, E» = 0:089tj and E3 = 0:23tj, corresponding to energies of the rst two
pseudo Landau levels and an energy dominated by Friedel type oscillations, respectively.
The energies and the symbols correspond the ones used in F[g. 5.14. The scale bar is 5
nm.
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(@) (b)

Figure 5.14: (a) The LDOS as a function of energy for the three positions indicated in
Fig. and for the average of the “slice' of the bubble region containing the symbols. The
dashed lines indicate the LDOS without the bubble. The curves are shifted with respect to
each other to increase visibility. (b) The di erence in LDOS as a function of energy for the
point indicated with a triangle on Fig. We show both the full calculation (full line)
and an arti cial system containing only the perturbation for a small region at the edge
of the bubble (dashed line). We adjust the average hopping constant in the calculation
of the arti cg)al system to match the full calculation. Inset: The peak energies 1-4 as a
function of © n, wheren is the peak number.

along this edge, leading to a sharp, strong perturbation. More realistic pro les calculated
from molecular dynamics also indicate strong perturbations near the edges of clamped
bubbles [149]. Our results indicate that edge scattering e ects may signi cantly a ect
LDOS behavior in clamped bubble systems and even mask PMF-induced features.

To treat the oscillations due to the feature size and edge sharpness in more detail, we
calculate the LDOS for an arti cial system only taking into account the strain eld along
a small ring around the edge, see Fid. 5.14b (dashed red line). In this way, only Friedel-
type features are expected within the structure. If we compare to the full calculation (full
black line in Fig. b), we notice that the oscillations at higher energies are present in
both calculations, whereas the sharp peaks are only present in the full calculation. This
con rms the Friedel nature of the higher energy oscillations and suggests the lower energy
peaks are due to an alternative mechanism.

To con rm that the alternative mechanism responsible for the sharp peaks are pseu-
domagnetic e ects, we compare the peak positions tqqthe standard form expected for
Landau levels in graphene from Eg. ),En = sign(n) 2e~vZBsn. The peaks labeled

1-4 in Fig. [5.14b display theP n dependence characteristic of Landau levels in graphene,
as shown in the inset of Fig[5.14b. The size of the PMF can furthermore be inferred from
the distance between the peaks corresponding to the slope of the inset curve. In this way,
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we determine the size of the PMF to be approximatelyBs 30 T.

To further analyze the two di erent types of peaks, we compare the full strain pro le
to the same strain pro le only containing the out-of-plane displacement. The membrane
out-of-plane displacement is special because it does not produce any PMF according to
the e ective Dirac description. This can easily be seen by inserting the height pro le
Eq. (6.284) into the general expression for the PMF Eq. [(5.24p). This is not a general
feature of rotationally symmetric bubble models, but is a special feature of the membrane
model which we can exploit to study Friedel and pseudo-Landau features separately.

In order to study the real space patterns together with the energy spectrum, we cal-
culate the angle averaged LDOS as a function of the energy and distance from the center
of the bubble,

1 X
N

jrij=r

s(nE)= i(ri;E)  2ri;E); (5.32)

where ; and { is the density of states at sitei with and without the bubble, respectively.
In Fig. b.15, we plot the s as a function of both E and r for both the full membrane
model and \the out-of-plane only" contribution. It is noted that the height is smaller

in the out-of-plane only calculation as the in-plane and out-of-plane strain compensate
to produce an overall lower strain in the full model. In Fig. [5.13a we therefore choose a
maximal height of the out-of-plane only contribution giving roughly the same maximal
strain.

Comparing Figs. [5.1%a and 5.15b, we notice both have a high DOS at the edge of the
bubble (r 10 nm) close to zero energy. This peak is related to the sharp edge present in
both calculations and are not directly related to pseudomagnetic e ects, but due to the
arti cial nature of the \the out-of-plane only" calculation the peak is larger here.

Figure 5.15: A contour showing the average LDOS for the bubble region (f < R =10 nm),
see Eq. [(5.3R), as a function of energy and position for (a) the out-of-plane contribution to the
membrane model and (b) the full membrane model.
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If we now consider the rest of the spectrum for the \out-of-plane only" contour in
Fig. 5.15a, we immediately notice the regular spaced vertical lines. These lines indicate
that the DOS is higher on average in the bubble region at these energies but eventual real
space oscillations as a function of are averaged out when considering all angles. In this
way, we consider the regular spaced vertical lines in theH;r)-contour as a signature of
the standing wave pattern characteristic of Friedel oscillations.

If we compare the \out-of-plane only" calculation to the full membrane calculation
Fig. [5.15b, we notice similar vertical lines at higher energies comparable to those from
the \out-of-plane only" contour. However, the peaks at lower energies are qualitatively
di erent. The vertical lines are no longer uninterrupted in the full calculation and they
are no longer regularly spaced as discussed above. This signi es that these peaks have a
di erent origin and are not caused solely by a standing wave resonance. The \out-of-plane
only" and the full membrane strain pro le both gives rise to resonances, but those not
originating from standing wave e ects are not present in the case without a PMF and we
again conclude that the resonant states at lower energies are related to the existence of
a PMF. We must therefore be careful to distinguish between the two type of resonances
when investigating the electronic e ects of PMFs induced by inhomogeneous strain elds.

5.5.3 Comparison of membrane and non-linear plate models for gas in-
ated bubbles

In the previous section we considered the membrane model when searching for signatures
of PMFs in strained bubbles. We concluded that Landau-like features where superimposed
with Friedel-type oscillations caused by the sharp edge features. It is therefore worth to
consider a bubble with a softer edge pro le than the membrane bubble when considering
the formation of pseudo Landau-like states.

Where the membrane model is suitable for very large bubbles when bending sti ness
can be neglected, we have also introduced the non-linear plate model which is more ap-
propriate for including bending e ects near the edges of smaller bubbles, see Secti¢n b.4.
Comparing the height and strain prole of the membrane and non-linear plate model
(Fig. p.164a), we notice that the non-linear plate bubble has much smoother edges than the
membrane model. Therefore, we expect the non-linear plate bubble to result in weaker
Friedel oscillations.

Considering the average LDOS caused by the two models it is clear that the higher
energy oscillations are considerably suppressed in the non-linear plate model compared to
the membrane one, see Fid. 5.16b. However, in the Bon-linear plate model there is also
an absence of sharp Landau-level-like peaks following ‘an distribution, with the possible
exception of the peak denoted by the red circle.

We notice from Fig. [5.16a that the non-linear plate model gives rise to an additional
node in the strain pro le. This node in turn also produce a radial uctuation in the sign
and strength of the PMF (Fig. p.17) which is consistent with the lack of pseudo Landau
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@) (b)

Figure 5.16: (a) The radial height and strain prole for the membrane and non-linear plate
model. (b) The average DOS with the two bubble models (membrane and non-linear plate) with
R =10 nm and hg = 3 nm. Important peaks in each are highlighted by symbols and corresponding
real space LDOS maps are shown in Figr_ST]N.

level features observed in Figl. 5.16b. In the non-linear plate model, the center of the bubble
has a eld distribution similar to that of the membrane case, and the central region of the
LDOS map in Fig. (red, circle) resembles that of the corresponding membrane model
peak (blue, circle). The Friedel features for the high energies in Fing (triangle) are
more blurred than for the membrane case, as expected for scattering from a less-sharp
bubble edge. It seems that bubble shapes which reduce Friedel oscillations also e ectively
remove pseudomagnetic Landau e ects due to the less uniform PMFs induced by their
strain pro les.

Finally, we note that the low energy peaks (square symbol) are localized at the edges
in both bubble types. Itis not directly related to pseudomagnetic e ects, but emerges due
to the interface between the pristine graphene region outside the bubble and the strained,
perturbed region within. The presence of localized states at this boundary acts somewhat
like a potential, and induces the scattering which lies behind the Friedel oscillations in
these bubbles. We note that these states in the non-linear plate bubble are far less localized
than their membrane bubble counterparts, due to an edge which is no longer as sharp.
This in turn leads to the smoothening and averaging out of the Friedel oscillations that
we observed earlier for the non-linear plate bubbles. Soft-edged bubbles therefore display
weaker interference e ects, however their shape pro les also resulted in pseudomagnetic
eld distributions unsuitable for pseudo-Landau level formation. Our results therefore
suggest that it will be di cult to obtain reliable Landau level features in such gas in ated
systems, unlike bubbles formed on substrates which often display the triaxial-type strain
giving rise to a more constant PMF suitable for the formation of Landau levels.
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Figure 5.17: The PMF distributions for (top) membrane and (bottom) non-linear plate model.
Real space LDOS maps for sublattice A for the peaks highlighted in Fig[ 5.96a. The scale bar in
all LDOS maps is 5nm.
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5.6 Transport through individual pseudomagnetic dots

In the previous sections we have considered features in the density of states. In this section,
we now turn to the transport properties of pseudomagnetic dots. Previous studies have
considered the transport through nanobubbles in graphene nanoribbon$§ [1¥8] or situations
where the whole system is subjected to a constant PMFK 179, 180]. The latter is an example
of systems containing Landau quantization where the rst introduce the strain elds into a
nanoribbon making analysis less transparent as the PMF e ect competes with the general
nanoribbon features. Instead, we embed the local deformations into an in nite sheet by
using the patched Green's function methodderived in Chapter [4. The two probes are
placed on opposite sites of the deformation as shown in Fig. 5.118 and we use at probes
coupling to an area of 1 2 nm? to ensure that the setup corresponds to the impinging of a
plane wave onto the deformation. We focus on systems which dnot give rise to ordinary
pseudo Landau levels quantization like those discussed in Sectipn $.3, as these are di cult
to obtain for more experimental relevant strain pro les as discussed in Sectior 5.5]2. In
consequence, we consider PMFs giving rise to quasi bound states and discuss the current
ow trough these.

Figure 5.18: Atrtistic sketch illustrating the
dual probe setup around a strained bubble
(dot).

5.6.1 Gauss height pro le

We start by considering the Gaussian height pro le as introduced in Section 5.4. It has

a threefold symmetric PMF causing the same sublattice polarization in the LDOS as the
membrane bubble. The main di erence between this bubble model and the others treated
in this thesis, is that the Gaussian height pro le does not have sharp edge features. Fur-
thermore, the magnetic type states leading to the form of pseudo Landau levels discussed
for the membrane bubble requires very extreme parameter choices. We therefore focus on
a situation with moderate strain. Using hg =3 nmand =5 nm gives a maximum strain

of approximately 6%. In this way, we use the Gaussian height pro le as an example of
a strain pro le without signi cant Friedel type e ects as discussed in the last section for
the membrane and non-linear plate model. Consequently, we see no sharp edge features in
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Figure 5.19: (a) Transmission between two probes 300 nm apart with a locally deformed
region giving rise to a PMF in between. The setup is schematically shown in the inset. The shaded
area corresponds to the average LDOS within the strained region. The marks corresponds to the
bond current maps in Fig. . (b) The real space LDOS map for sublattice B at the energy
corresponding to the energy marked by the circle. The white dashed line denotes the = 2
region.

the LDOS distribution, see Fig.[5.19b. Similar to the membrane model studied in the last
section, the Gaussian height pro le also gives rise to sublattice polarization. Evidently,
the LDOS map in Fig. 5.19b contains only one sublattice and we obtain a similar map for
the opposite sublattice by 60 -rotation.

We consider the dual probe setup shown in the inset of Fig. 5.19a and calculate the
transmission between the probes. Fig. 5.J9a shows both the transmission through strained
region and the average LDOS within it. When we discuss the transmission curve it is
worth remembering the position of the probes compared to the bubble. The input probe
is placed far away from the bubble ensuring a plane wave impinging on the bubble region.
The second probe is placed along the same linex{axis) but much closer to the bubble
region. Therefore the transmission re ects the scattered electron ow from an incoming
plane wave in the x-direction. If the second probe is moved around the bubble region, the
transmission spectrum changes re ecting the electrons scattering in di erent directions.

From Fig. 5.19a, we rst notice that the increased DOS is accompanied by a focusing of
the electron ow. The focusing makes the transmission in the presence of the bubble larger
than the pristine transmission. Similarly, we observe energies where the transmission is
strongly suppressed blocking the electron ow through the bubble.

To study the transmission spectrum in more detail we calculate the bond currents
leaving the farthest probe (250 nm from the bubble). The real space bond current maps
corresponding to the highlighted energies in Fig[ 5.19a are shown in Fig. 5.P0a-c. The
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current direction is indicated by the arrow and the relative size of the bond current com-
pared to the pristine value, jJj5Joj, is given by the colormap. In Fig.a, we associate
the initial focusing with a vortex pattern concentrated in the opposite side of the bubble
compared to the incoming wave. We show this situation schematically in the inset of
Fig. [5.24d. Furthermore, we plot jJj=jJoj a distance of 5 nm from the bubble region, as a
function of the angle with the x-axis. The angular scattering of Fig.[5.20a is shown in
Fig. 5.20d. We note a signi cant increase in current at =0 caused by the two vortices
at the right side of the bubble. However, the focusing is quite broad with a minimum at
=90

As we increase the energy further, di erent vortices come into resonance. For the trans-
mission peak highlighted by the circle in Fig.[5.19a we observe a narrower pseudomagnetic
focusing e ect through the bubble. The electron ow is directed into a narrow ow by six
counterrevolting votices as shown in the inset of Fig] 5.20e. Here the angular scattering
in Fig. 5.20e reveals that electrons are guided into the region 30 . Furthermore, we
observe small directional peaks at 60 (zigzag direction) which correspond to the
line where two counterpropagating vortices meet. The two small side peaks are therefore
an \in-going" current into the bubble region caused by the two vortices.

Finally, we consider the suppression of the transmission highlighted by the triangle
in Fig. 5.19. The bond current map in Fig. [5.20c reveals a current in the bubble region.
However, the current is guided away from direct transmission along thex-axis. In this
way, the angular scattering 5 nm away from the bubble reveals a signi cant current at

120 . Comparing the angular scattering (Fig. [5.20f) with the bond current map
(Fig. c) shows that the peaks at 120 re ect an overall avoidance of the bubble
region leaving the transmission suppressed.

Fig. 5.20 demonstrates a pseudomagnetic focusing of the current through a rotationally
symmetric bubble. Similarly, we observed an anti-focusing where the current avoids the
strained region depleting the current after the bubble. Controlling the strain or the elec-
tron energy enables switching between the focusing and anti-focusing regime. However,
the Gaussian height pro le does not show any pseudomagnetic Landau-like states which
we observed in relation to the membrane bubble in the previous section. Furthermore, the
Gaussian bump creates a smooth transition into the pristine graphene sheet; therefore no
sharp edge e ects are observed which we found to be very important in relation to the
more realistic gas-in ated bubbles. The e ect of both sharp edge features and pseudo-
magnetic Landau-like states are discussed in the next section treating the bubble using
the membrane model.
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Figure 5.20: (a-c) The bond currents incoming from the left for the marked points in Fig. .
The arrows indicate the direction of the electron ow, whereas the color denotes the magnitude
of the current. Each arrow is a sum of the individual bond currents around the position of the
arrow. (a) The focusing through the center of the bubble from two vortices. (b) The peak of the
transmission (see Fig) through the bubble caused by a 6-fold vortex pattern comparable to
the PMF distribution. The dashed white lines correspond to the highlighted angles in (e). (c) The
suppression of electron ow trough the bubble. (d-f) The size of the bond current relative to the
pristine case 5 nm away from the gated region for the cases in (a-c). Here=0 corresponds to
the x-axis. The bubble size is indicated by the dashed line corresponding to =2 . Parameters
for the strain prole are hg =3 nmand =5 nm.
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5.6.2 Membrane bubble model

We now turn to the membrane bubble model with the same parameters used previously
(R =10 nm and hp = 3 nm). We consider a similar setup as in the previous section,
with the Gaussian strain pro le replaced with the membrane, see Fig[5.2]la. The trans-
mission between two probes is given in Figl 5.21b. At rst we notice the similarity with
the transmission through the Gaussian strain prole. The initial increase of the DOS
within the strained region is accompanied by an increased transmission even surpassing
the pristine value. In contrast to the Gaussian strain pro le the rst transmission peak
does not correspond to a LDOS map closely resembling the PMF distribution. For the
membrane model the rst peak in the DOS is mainly caused by an increased DOS at the
edge. Calculating the bond currents and angular scattering for this peak (Figs.2a
and [5.22c), we notice that the angular scattering is very similar to the one obtained for
the Gaussian pro le with a focusing of the current ow through the center of the bubble.
This focusing is caused by a very di erent bond current pattern compared to the Gaussian
bump. The membrane model generates two counterpropagating vortices at the edge of the
bubble. These two vortices are located where the LDOS is high, see inset of Fig. 5]21b.
The focusing e ect caused by the vortices at the edges is similar to the one caused by the
potential discussed in Chapter[4 and since they are located on the left side of the bubble,
the angular scattering becomes quite broad albeit strongest at =0 .

After the rst peak, the transmission decreases following the trend seen for the Gaus-
sian bump. However, the membrane model gives rise to several modes in the DOS related
to the standing wave patterns in the bubble region. The next peak is therefore associated
with the higher order mode where the increased DOS in the bubble region is followed by

(b)

Figure 5.21: (a) Schematic of the dual probe setup with a membrane bubble in between. (b)
Transmission spectrum for the dual probe setup in (a) using bubble parameter® = 10 nm and

ho = 3 nm. The shaded area indicate the average DOS in the bubble region. The symbols
correspond to the bond current maps in Fig[5.2Ra-b and the insets show the real space LDOS map
for one sublattice at the given energy.
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Figure 5.22: (a-b) The bond currents incoming from the left for the marked points in Fig. .
Here the arrows indicate the direction of the electron ow, whereas the color denotes the magnitude
of the current. Each arrow is a sum of the individual bond currents around the position of the
arrow. (a) The current focusing through the center of the bubble at the rst transmission peak
caused by a vortex pattern at the bubble edge. (b) The Landau-type state with a six-fold vortex
pattern guiding the current. The dashed white lines correspond to the highlighted angles in (d).
(c-d) The size of the bond current relative to the pristine value as a function of the angle with
the x-axis 5 nm away from the bubble region for the cases in (a-b). The bubble size is indicated
by the dashed line atr = R. Parameters for the strain pro le are ho =3 nm and R =10 nm.

an increased focusing through the pseudomagnetic dot. In addition, we notice a distinct
peak at the position of the rst pseudo-Landau type state highlighted by the circle. The
bond current map at this energy is shown in Fig.[5.22b. Here we identify the six-fold
vortex pattern as schematically shown in the inset of Fig.[5.2Pd. This also shows a very
general feature of current paths in pseudomagnetic dots: the current tends to be largest
in regions in between the positive and negative elds similar to a snake like current in
real magnetic elds. This was also observed in studies of bandgap opening using strain
[147]. The distinct vortex pattern gives rise to three preferred scattering directions, see
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Fig. 5.22d. Surprisingly these directions do no correspond to transition lines at = 60
between the negative and positive PMF (zigzag direction). Investigating the bond current
map we notice that the central vortex is dominating and almost suppresses the rightmost
vortices. The current in the central vortex is guided at the bubble edge leaving the bubble
region approximately at armchair directions =30 .

Fig. 5.22a demonstrates how the sharp edge features give rise to a focusing of the
current similar to the pseudomagnetic focusing seen for the Gaussian height prole in
the previous section. Furthermore, Fig.[5.22b considered the Landau-type states of the
membrane bubble. This reveals a pseudomagnetic guiding of the current in a clearly
formed vortex pattern corresponding to the PMF, but the pseudomagnetic focusing is not
as obvious as for the Gaussian bump. However, the vortex patterns responsible for the
focusing and guiding e ects only correspond to the PMF in one of the valleys. This opens
the possibility of manipulating the valley degree of freedom. We discuss this in further
detail in the next section.

5.6.3 Pseudomagnetic valley ltering

We have considered both the Gaussian and membrane strain pro le and their e ect on the
current through the resulting PMF. In both cases we nd vortex patterns when considering
the bond current maps. These vortices are associated with spatial regions experiencing a

Figure 5.23: Schematic of an the incoming wave containing both valleys impigning on a bubble
where each valley experience opposite PMFs. The PMF in thek and K © valleys results in
enhanced re ection of the K valley and enhanced transmission of the< © valley.
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speci ¢ PMF. This can be explained by classical electron trajectories in a magnetic eld.
Each direction of the PMF can be associated with a vortex (or magnetic orbital) in a
given direction. When we change the energy di erent vortices come into resonance giving
rise to the current paths. However, each spatial region experiences both a positive and a
negative PMF corresponding to theK and K Cvalley. Only one of the valleys experiences
a PMF matching a transmitting vortex pattern as schematically shown in Fig. p.23. The
valley where the sign of the PMF does not match transmission will preferentially be
backscattered. In conclusion, the incoming wave contains both valleys, but since the
two valleys experience a dierent PMF they get scattered dierently. E ectively, we
conclude that the rotationally symmetric strain elds resulting in three-fold symmetric
PMFs should increase the presence of one valley upon transmission { the signature of
a valley Iter. The manipulation of the valley degree of freedom is commonly referred
to as valleytronics [156] and the realization mechanisms creating valley polarized current
is a necessary requirement. Valley Iters have been suggested by di erent means such
as nanoribbon constrictions [181], strained waveguides [182] or special grain boundaries
[183,[184].
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5.6.4 Finite triaxial strain

Finally, we turn to the nite triaxial strain introduced in Section 54. |The dual probe
setup is shown in Fig[5.2%a together with the transmission spectrum and average DOS in
the strained region (Fig.[5.24b). As mentioned earlier, the Gaussian decay of the triaxial
strain causes an inhomogeneous PMF that does not give rise to pseudo-Landau levels
unless the strained region is signi cant larger than a nanobubble. Instead, we focus on a
relatively small strained region ( =5 nm) giving rise to quasi bound states as observed
from the DOS in Fig. 5.24b. These quasi bound states are roughly regularly spaced and
are evidently not equivalent to pseudo-Landau levels.

At rst, we consider the transmission peak highlighted by a square in Fig.[5.25b. This
peak does not correspond directly to a peak in the DOS. We calculate the bond current
map together with the angular scattering at r =2 (Figs. [5.25a and[5.2bd). We clearly
notice a focusing through the strained region similar to the one observed for the previous
bubble models. However, no vortex pattern is visible and the angular scattering decays
smoothly from a maximumat =0 to = 90.

If we now consider the peaks in the DOS, we notice that these are associated with
asymmetric dips or Fano-type resonances in the transmission. This is true for all of the
sharp DOS peaks where the lifetime of the quasi bound state is long corresponding to
narrow peaks in energy space. For the broad peaks we no longer observe the characteristic
asymmetric dip in the transmission after the peak. Instead we experience a regular trans-

(a) (b)

Figure 5.24: (a) Schematic showing the dual probe setup with a nite triaxial strained region

in between. (b) Transmission spectrum for the dual probe setup where the shaded area indicate

the average DOS in the strained region. The symbols correspond to the bond current maps in

Fig. a-c and the strain pro le uses the parameters =5nmand ug =10 ° nm ! corresponding

to a maximum PMF of 300 T in the center of the strained region and a maximum strain of
2:5%.
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mission peak at the same energy of the peak in the DOS. Now turning to the bond current
map for the second peak in the DOS (circle), we observe a di erent behavior compared
to all the previous cases, see Fid. 5.25b. Here transmission dip is caused by a splitting
of the current. As a result, we see two preferred scattering directions at = 90 . As
indicated by the inset in Fig. 5.25e this can be explained by the bending of the trajectory
caused by either the positive or negative PMF associated with the two valleys. Following
this argument the strain eld leads to a \beam splitter" not only separating the current

in two, but also separating depending on valley.

At last we consider the third peak in the DOS (triangle), which also gives rise to

a transmission dip. Fig. [5.25f reveals multiple preferred scattering directions at =
0; 60; 90; 120. From the bond current map in Fig. 5.25c, we see that it is a result of
a snake like current running around the strained region. The peaks at =0; 60; 120
corresponds to \outgoing"” currents whereas the peaks at = 90 are caused by a current
ow into the strained region. The snake like current path can be understood as the second
order mode corresponding to the beam splitting one. The current is not just bending once,
but makes a full period as shown schematically in the inset of Fig[. 5.25f giving rise to the
multiple scattering directions.

The calculations in Fig. demonstrates di erent transport features for quasi bound
states in pseudomagnetic dots. Such quasi bound states have also been discussed for
real magnetic dots [1/2/185]. Each quasi bound state is associated with an asymmetric
transmission peak focusing the current after the dot. However, at resonance the quasi
bound states give rise to trajectories connected to theB - eld experienced in the di erent
regions of the pseudomagnetic dot. These trajectories give rise to intriguing e ects such
as snake currents around the dot and beam splitting with suggested valley polarization.
This demonstrates the possibilities for pseudomagnetic current guiding in locally strained
regions by manipulating both the current trajectories and valley degree of freedom by a
single pseudomagnetic dot. However, the interaction between such pseudomagnetic dots
is still unexplored together with the average e ect of an ensemble of such dots. The latter
is the focus of the next section where we go beyond the dual probe investigation of single
pseudomagnetic dots and instead consider a full array using an orddd- method based on
the Kubo-Greenwood formalism.
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Figure 5.25: (a-b) The bond current maps for a nite strained region at the energies marked in
Fig. 5.24. The arrows indicate the direction and the color denotes the magnitude of the current.
Each arrow is a sum of the individual bond currents around the position of the arrow. (a) The
bubble focusing through the center of the bubble associated with the rst transmission peak. (b)
The current is split by the PMF at the second peak in the DOS. (c) The third peak in DOS causes
a snake like current path around the strained region. The dashed line corresponds to = 2 .

(c-d) The size of the bond current relative to the pristine value atr = 2 as a function of the
angle with the y-axis. The strain pro le uses the parameters =5 nm and ug =10 5 nm ?!

corresponding to a maximum PMF of 300 T at the center of the strained region.
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5.7 Pseudomagnetic dot arrays

Until now we have considered individual bubble-like deformations using LDOS and bond
currents. In this section we briey consider a periodic array of pseudomagnetic dots
supporting pseudo-Landau levels. Such arrays have been proposed experimentally by
exploiting substrate interactions [151] or actual substrate nanostructuring [163].

The methods developed for multiple probes in Chaptef P focused on calculatintpcal
and nanoscale transport properties, however, this makes them ill suited for studying large
periodic features. Instead, we apply the popular Kubo-Greenwood propagation method
[15,186{188]. This approach has been successfully applied to a wide range of graphene sys-
tems including polycrystalline samples[[189, 190] and samples including chemically doping
[116,[191] or other type of defects [192{197]. As opposed to the patched Green's function
method, the calculation approach based on the Kubo-Greenwood formula only allows for
the calculation of average sample properties. Consequently, the e ect of probes or leads is
not described by such an approach. Likewise we cannot directly use the Kubo-Greenwood
formalism to describe local properties. However, using this approach we can calculate the
properties of samples containing millions of atoms e ectively treating \lab-sized" systems.
Below we briey outline central concepts of the Kubo-Greenwood propagation method
and then apply it to analyze the conductivity of a periodic array of pseudomagnetic dots
supporting Landau quantization.

5.7.1 Kubo-Greenwood propagation methods - a quick safari

In linear response theory the Kubo-Greenwood formula for the diagonal DC conductivity,
xx, reads [15],
Z
2 41 ~
w (1) = 2e™ dEf(E) fI(E ')Tr Vx (E H)vw (E+~ H ) ; (5.33)
1 -~

where is the area of the sample and vy is the x component of the velocity operator.
The factor of 2 accounts for the spin degeneracy. Limiting ourselves to the case of zero
temperature and zero frequency, Eq.[(5.33) reduces to

2e2~

x (E) = Tr vww (E H)vw (E H ) : (5.34)

We now introduce the mean square spreading of the wavefunction, which is a central
quantity for numerical evaluation of Eq. (p.34)

X2(E;t)= (X(t) X(0)?; (5.35)
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where X (t) = UY(t)XU (t) is the position operator in the Heisenberg representation and
U(t) = e M¥" s the time evolution operator. We can show that the conductivity can be
expressed using this mean square spreading J15, 198]

1 . d RV . 6.
o = ée2 (E) lim ah X 2(E;t)i ée2 (E) lim Dy(E:t); (5.36)

where the density of statesis (E) =Tr (E H ) = and we have introduced the di usion
coe cient in the last equation

h X2(E;t)i

Dx(E;t) = i

(5.37)
For the isotropic case we usually consideD (E;t) = Dx(E;t)+ Dy(E;t) = 2Dy (E;t) when
calculating the conductivity.

From Eq. (6.36), we conclude that the central object in the calculation is the mean
square spreading of the wavepacket, X 2(E;t). We can express this quantity conveniently
as [15]

Tr (E H)X() X(0))?

X 2(E;t)
T (E H)

Tr XU @)Y (E H )X U ()]
= X (5.38)
T (E H)

where we have used the relationX (t) X (0) = UY(t)[X; U (t)] where [; ] is the commu-
tator.

A computationally e ective method to evaluate the traces in Eq. (b.38) is to take
advantage of the self-averaging feature in large systems. If we consider a random phase
state of the form

M
jRPi:pﬁ e ijii; (5.39)

i=1

where ; is a random number in [Q 1] and jii is the i-th orbital. For su ciently large
systems self-averaging lets the trace of an operatoB be approximated by Tr[B]
h rpjBj rei. Using this approximation greatly simpli es Eq. (5.38)

hRe()i (E H)j gp(i

X2(E:t) = . — RP
(E:1) h rej (E H)j rpi

(5.40)

where | gp i = [X;U@®)]] rpi. We notice that the numerator and denominator in
Eq. (6.40) have the same form and we can use e cient ordetN methods like Lanczos
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tridiagonalization [L99] or Kernel Polynomial methods[200] to evaluate the traces.In order
to obtain the states | gp ()i, we expand the time evolution operator U(t) in Chebyshev
polynomials [186] and propagate the initial random phase state in time. For each time
step we usg ,%P (t)i to calculate the mean square spread from EqO) and the di usion
coe cient from Eq. (§.37). The behavior of D(t) reveals the transport mechanism which
can generally be divided into three main regimes: ballistic, di usive and localization, see
Fig. 5.28. In the ballistic regime electrons travel through the system without experiencing
any scattering and D (t) remains linear with a slope ofvé. The di usive regime, on the
other hand, is characterized by a saturation ofD (t) for long times. In this regime, we can
use the saturation to de ne quantities such as mean free pathe and relaxation time

At last, in the localization regime where strong disorder causes quantum interference, we
observe a decay of the di usion coe cient following approximately  1=t. In this regime,
the mean square spreading X (E;t) reaches a constant value related to the localization
length.

Figure 5.26: Sketch of the typical behavior of the di usion coe cient for the three characteristic
regimes: (a) ballistic, (b) di usive and (c) localization.
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Below we summarize essential quantities and derived quantities like carrier velocity,
mean free path and mobility.

Kubo-Greenwood O(N) method

Central quantities for the propagation method calculated at each time step:

Tr (E H )(X(t) X(0)32

Mean square spreading: X ?(E;t) = (5.41a)
T (E H)
Conductivity: 4 (E;t) = %ez (E)Dy(E;t) (5.41b)
2(E-
Di usion coe cient:  Dy(E;t) = Xt(Et) (5.41c)
Carrier velocity: vy (E;t) = w (5.41d)
Propagated length: Ly(E;t) =2 P X2(E;t) (5.41e)

Kubo-Greenwood O(N) method - di usive regime

In the di usive regime, we assume thatD (E;t) = Dy(E;t) + Dy(E;t) saturate at a
value D™ (E) from which we calculate semi-classical quantities

Semi-classical conductivity: <(E) = %ez (E)YD™*(E) (5.42a)
Velocity:  v(E) = lim_ D(Itz; t) (5.42b)
Mean free path: [(E) = D:Va(XE()E) (5.42¢)
Relaxation time: (E) = IV((IIEE)) (5.42d)
—_— _ sc(E)
Electron mobility: (E)= 5 n(E) (5.42¢)

Charge density: n(E) = (E)E (5.42f)
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5.7.2 Superlattice of nanobubbles

In this section we apply the Kubo-Greenwood method presented above to calculate the
average sample properties for an array of pseudomagnetic dots. We consider a circular
dot with radius R subjected to a triaxial strain prole u = (ugr?sin(3 );ugr?cos()), see
Eq. ). Outside this region, we apply a smoothing to the strain tensor making the
strain decrease away from the dot. Using a Gaussian decay exp  (r R)?=2 2 for
r>R the PMF is e ectively zero at r = R+3 as shown in Fig.[5.2fa. As discussed in
Section[5.3, the triaxial strain at r <R gives rise to a constant PMF and the smoothing
region gives rise to a varying PMF of opposite sign in a ring around the constant region,
see Fig.[5.2fa. We repeat this pseudomagnetic dot in a periodic array with a lattice
constant L as shown in Fig[5.2fb. This system can be considered as an idealized example
of the array of self-formed bubble deformations showing pseudo Landau level signatures
envisioned experimentally by J. Lu et al.[151].

Figure 5.27: (a) A single pseudomagnetic dot showing the region of constant PMF surrounded
by a region with PMF of opposite sign. (b) The superlattice of pseudomagnetic dots with a littice
constant L..

In the calculations presented below, we use a sample containing4é 10° atoms cor-
responding to a sample size of approximately 400 nm 350 nm. The state propagation
uses time steps of t = 10 fs and a total simulation time tyax = 7:5 ps. The expansion
of the time evolution operator uses Chebyshev polynomials corresponding to coe cients
larger than 10 12. Finally, the traces are approximated via the initial phase state and the
Lanczos method using 2000 iterations with a broadening included through an imaginary
part of =5 meV.

To attain convergence and enforce a saturation of the di usion coe cient, we further-
more superimpose a random distribution of long range disorder [194, 201]. We consider
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impurities with onsite energy V, = P el ri?=2 ) wherer; is the center of tfbe i-
th impurity, the maximum onsite energy is ; 2 [ W=2,W=2], W = 2jtgj and = 3a
with a = 0:245 nm. To ensure that the pseudomagnetic dots are the dominant source of
scattering we use a low impurity concentration ofc = 0:01%; 0:05% and 01%.

€Y (b)

Figure 5.28: (a) Density of states for the strain array with L =200a, R =40a, =10aand a
strain corresponding to 600 T. The result without the strain array is indicated by the black dashed
curve. Both calculations include a Q05% concentration of long range impurities as explained in
the main text. (b) Conductivity, « (E;tmax ), for di erent impurity concentrations. It should
be noted that the choice of plotting « (E;tmax ) makes the curve dependent on the maximum
calculation time. This is mainly important for the low energy regime where localization behavior
is observed.

First, we consider the density of states of the pseudomagnetic dot array with. = 200a,
R =40a and = 10a with a = 0:246 nm and a strain eld corresponding to 600 T (a
maximum strain of ~ 14% for the given dot dimensions), see Fid. 5.28a. With this PMF
the characteristic magnetic length is smaller than the dot size and we expect the formation
of Landau quantization. Calculating the DOS of the full PMF array (Fig. ), we clearly
see the pseudo-Landau levels and especially the zeroth order peak. The peak features are
superimposed with the linear dispersion characteristic of pristine graphene (black, dashed).

To study the transport properties, we rst calculate the conductivity, xx (E;tmax),
for the di erent impurity concentrations, see Fig. 5.28p. The conductivity decreases with
increased impurity concentration for most of the energy spectrum. We immediately notice
that the higher order Landau peaks do not translate to special features in the conductivity.
To characterize the e ect of the pseudo Landau levels at higher energies, we consider
the mean free path (Fig.[5.29a) in the di usive regime asle(E) = D™ (E)=2vg where
D(E) = Dx(E)+ Dy(E) and vr is taken as the pristine Fermi velocity ve = 8:6 10°
m/s.

The mean free path with (full) and without (dashed) the pseudomagnetic dot array
clearly show features inlg(E) related to the states in the pseudomagnetic dots. Overall,
we observe a decrease of the mean free path, compared to the system without the pseudo-
magnetic dots, caused by the presence of additional scattering induced by the strain eld.
Importantly, we furthermore notice signi cant dips caused by the presence of the pseudo-
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magnetic dots corresponding to the pseudo Landau level features. The di usion coe cient
at energies around the rst Landau level, shown in Fig.[5.29b, reveals a di usive transport
regime, where the presence of Landau quantization increases the scattering induced on
the pristine-like states. The decrease of the di usion coe cient is, however, compensated
by an increase of the DOS, e ectively leaving the conductivity unchanged. This reveals
that any delocalized Landau states compete with the induced scattering caused by these
states upon the pristine behavior and, as evidenced by the dips in the mean free path, the
scattering is the most important e ect at higher energies.

Figure 5.29: (a) The mean free path for impurity concentrations 0:01% (blue) and Q05% (red).
The full lines denote calculationswith impurities and the dashed curves indicate calculations with-
out. Note that the ¢ = 0:01% curve is rescaled. The re-scaled DOS is also shown for reference
(black curve). (b) The average di usion coe cient for the energies marked by square, circle and
triangle symbols in (a).

Next, we consider the low energy regime around& = 0 where the DOS is dominated
by the zeroth order pseudo Landau level. This level is special because the pristine DOS
vanishes atE = 0 and because it exhibits a strong sublattice polarization as discussed
in Section[5.3. In Fig.[5.30a-b we show the conductivity and mean free path in the low
energy regime for di erent impurity concentrations. We observe a suppression of the
conductivity around E = 0 where it even goes below the minimum of the semi-classical
value, ¢ = “hﬁ (black dashed). The value of ¢ has been demonstrated to x the minimum
semi-classical conductivity in disordered graphene systems$ [106, 202] and separates two
di erent transport regimes. These two regimes can be considered using the time evolution
of the di usion coe cient D(E;t) = Dx(E;t)+ Dy(E;t), see Fig[5.3Dc-.

For s« > o the system remains metallic and di usive which is evident from the
di usion coe cient in Fig. 5[30c|(diamond) where all impurity concentrations give rise to
di usive behavior. Decreasing the energy we nd energies where the di erent impurity
concentrations give rise to di erent transport regimes. In this way the energy highlighted
by the triangle in Fig. 5.30R exhibits a di usive regime for the lowest impurity concen-
tration (0 :01%) and a weak localization for the higher concentrations (05% and 01%).
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Figure 5.30: (a) A zoom of the conductivities from Fig. b for di erent impurity concen-

trations. The location of the minimum semi-classical conductivity o = “hiz is indicated by the

horizontal dashed line. (b) A zoom around the Dirac point for the mean free path from Fig.[5.29.
(c-f) Time evolution of the di usion coe cient for di erent impurity concentration at the energies
marked by (c) diamond, (d) triangle, (e) circle and (f) square in (a).

On the other hand, when x < ¢ on Fig.[5.30a all impurity concentrations give rise
to a similar transport regime. We notice that the di usion coe cient reaches a saturation
regime after 1 ps on Fig.[5.3De indicating a di usive regime. However, at much longer
time scales we observe a time-dependent decay of the di usion coe cient regardless of
impurity density, hence, indicating the existence of weak localization e ects. Indeed the
low energy regime exhibits a transition from di usive to localization behavior, however, it
is unlikely that the pseudo-Landau levels generate an actual metal-to-insulator transition
as the localization does not give rise to a speci ¢ transition point as seen in relation to
the quantized Hall conductance for real magnetic elds. [190/203,204].

Finally, we notice the special nature of the Dirac point (E = 0). The di usion coe -
cient for the Dirac point (Fig. $.30f) exhibits a qualitatively di erent behavior compared
to the energies around the Dirac point. In Fig.[5.30f, we still observe weak localization
behavior but the magnitude of the di usion coe cients are opposite compared to the other
energies shown. At the Dirac point the disorder tends to induce a weak percolation re-
sponsible for the larger di usion coe cient at higher impurity concentrations. This causes
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the small peak-like feature at the Dirac point and a similar e ect is observed with real
magnetic elds in polycrystalline samples [190].

Summarizing we have analyzed the pseudomagnetic dot array supporting pseudo-
Landau levels superimposed onto the pristine DOS. The zeroth Landau level at the Dirac
point is driving the system towards localization behavior. This suggests the possibility of
switching the current at low energy. We could imagine the network of pseudomagnetic dots
to be experimentally tuneable by pressure, temperature or similar which would change the
mean free path from 160 nm with no strain to the very small values when including
strain thus allowing for switching behavior dependent on strain. At higher energies, on the
other hand, the Landau states in the pseudomagnetic dots induce signi cant scattering on
the pristine behavior.
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5.8 Summary

Triaxial strain and pseudo Landau levels

A triaxial strain along the armchair direction gives rise
to a constant pseudomagnetic eld which in turn leads
to Landau quantization without the presence of a real
magnetic eld. Using a tight binding approach including
the strain through altered hopping parameters, we demon-
strated that the pseudomagnetic induced Landau levels fol-
lowed the usual Bn behavior of Landau levels for mass-
less Dirac fermions. The zeroth Landau level was shown
to only exist on one sublattice depending on the sign of
the pseudomagnetic eld caused by the strain. Rotation
of the triaxial strain with an angle  with respect to the
armchair direction resulted in a variation of the pseudo-
magnetic eld, Bs = Bgcos(3 ), causing a transition of
the zero order peak to the opposite sublattice for a rota-
tion of =60 .

Sublattice polarization and strong edge e ects

We studied the local and averaged densities of states in
rotationally symmetric graphene bubbles embedded in in-
nite graphene sheets using the patched Green's function
approach. A threefold symmetric pseudomagnetic eld
was shown to be generic for the rotationally symmetric
systems. Furthermore, we demonstrated a distinct sublat-
tice polarization using real space LDOS maps.

We determined that pseudo-Landau level features in sharp-
edged bubbles may be hidden by interference e ects due
to electron scattering at the bubble edges. Softer-edged
bubbles were found to display weaker interference e ects,
however their shape pro les also resulted in pseudomag-
netic eld distributions unsuitable for pseudo Landau level
formation. Our results suggest that it will be di cult to
obtain reliable Landau level features in such gas in ated
systems.
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Summary

Transport in pseudomagnetic dots

We considered the transport through a rotationally
symmetric Gaussian bump and demonstrated pseu-
domagnetic focusing caused by a vortex pattern cor-
responding to the PMF distribution. Similarly, we
showed an anti-focusing depleting the current after the
bubble.

The sharp edge features of the membrane model caus-
ing an increased DOS at the bubble edge also exhib-
ited a vortex pattern focusing the current into a broad
angle. Besides the edge e ects, the membrane bub-
ble showed signi cant vortex patterns matching the or-
bitals of the PMF for the pseudo Landau-like states.

The rotationally symmetric strain eld was proposed
to act like a valley lter since the two valleys should be
scattered di erently. The two valleys experience op-
posite PMFs meaning that only one valley should give
rise to trajectories guiding the current through the bub-
ble. In this way, the other valley will be preferentially

backscattered.

We demonstrated the existence of quasi bound states
in a pseudomagnetic dot caused by a nite triaxial
strained region. At resonance the quasi bound states
give rise to trajectories connected to the spatially vary-
ing PMF in the dot. The trajectories showed intriguing

e ects such as snake current and beam splitting with a
suggested valley polarization.

Finally, we considered arrays of pseudomagnetic dots
using a Kubo-Greenwood propagation approach which
was also brie y summarized. We demonstrated a com-
petition between delocalized pseudo-Landau states and
the scattering induced by these states upon the pristine

behavior. At higher energies the scattering is the domi-

nant e ect decreasing the mean free path at the pseudo-
Landau levels whereas the zeroth pseudo-Landau level
exhibits localization behavior.




CHAPTER

Leaving the phase coherent regime:
a mean eld approach to disorder

Until now we have only considered the phase coherent regime where the defect or nanostruc-
ture is the only source of scattering. The only exception was the Kubo-Greenwood propagation
method. However, this method does not allow for inclusion of the probes which is an essen-
tial part of the multi-probe setup. Instead we focus on methods which potentially could be
combined with thepatched Green's function method

Going beyond the coherent regime means that the coherence length becomes comparable
or smaller than the characteristic system size, which in our case is the probe separation. In this
context, we consider dephasing in the single particle description caused by elastic scattering
from defects or impurities other than the main nanostructure. Realistic device materials contain
many types of unavoidable and random sources of elastic scattering such as atomistic defects,
vacancies, edge roughness etc.

In this chapter we discuss transport in such randomly disordered systems through mean
eld theory. We introduce the Coherent Potential Approximation (CPA) approach [205] which
replaces the disorder average with an e ective medium characterized by a self-energy. Extend-
ing the CPA theory to transport calculations, we brie y outline the Vertex-Correction (VC)
to the transmission through the e ective medium. The combined CPA-VC scheme is nally
applied to the simple example of substitutional doping in graphene nanoribbons. Here we
compare di erent levels of accuracy within the CPA-VC scheme and their performance while
reproducing the results of Ref._[206].

6.1 Mean eld theory for disorder

In a randomly disordered system, the device Hamiltonian depends on the con guration of
individual defects. Each disorder con guration gives rise to di erent transport properties
and we need to average over many con gurations to get the average properties of the
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material. Such an average can be carried out by generating many con gurations for a
given disorder concentration and calculate the transport properties for each individual
con guration. However, such brute force analysis is computationally expensive if possible
at all. It is therefore desired to obtain the average physical quantities without computing
each impurity con guration individually. Aside from only treating systems where the
con gurational average can be performed with reasonable computational cost, two general
approaches exists to deal with this problem.

The rst approach is to apply special methods allowing for very large sample sizes
in order to take advantage of self-averagingfeatures. In this way, the e ect of random
disorder can be described without having to calculate di erent realizations. The Kubo-
Greenwood method discussed in Section 5.7.1 is such a method, as it scales linearly with
the system size allowing for systems containing millions of atoms. However, as mentioned
earlier the Kubo-Greenwood approach only allows for calculation of system parameters
and does not allow for the inclusion of the geometrical e ects from probe positions.

The second approach to avoid the computationally expensive con gurational average
is to apply mean eld theories. Mean eld theories replace the randomly disordered
material by an e ective medium with the same properties. We consider the so-called
Coherent Potential Approximation (CPA) which derives a diagonal self-energy describing
the e ect of statistically independent scatterers. The basic idea behind this technique
is to replace the con gurational averaged Green's function,hGi with an e ective Green's
function having the properties of the averaged system. The CPA gives an approximation to
the average Green's functiorhGi, however, properties like transmission are calculated using
products of Green's functions such ash RG “GYi. In general, Gi "hGYi & hG LGV
and we apply so-calledvertex corrections (VC) to determine hGGYi h GihGYi allowing for
calculations of averaged quantities such as transmission.

The derivation of the CPA-VC formalism presented in the following sections uses ar-
guments of the original papers by P. Soven]205] and B. Velicky [207,"208] adapted to the
Green's function formalism as presented in the textbook by E. N. Economou]€7]. Alterna-
tive derivations leading to an equivalent set of equations has been formulated recently by
Y. Zhu et al.[209]. They employ an elegant approach based on the formalism of contour
ordered non-equillibrium Green's functions where the con gurational average is carried
out on the complex-time contour. This approach is denoted the non-equillibrium coherent
potential approximation (NECPA) and we have con rmed numerically that the NECPA
result is identical to the CPA-VC approach presented below.



Chapter 6. Leaving the phase coherent regime: a mean eld approach to disorder 125

6.2 Green's function in the Coherent Potential Approximation
(CPA)

The aim of the CPA approach is to determine an e ective GF, G, which describes the

average GFhGi obtained by averaging over an ensemble of disorder con gurations. We

want to construct the e ective GF so it di ers from the pristine GF only by a self energy
cPa  Therefore the central problem is to determine ©P2 such that

Gi=G= E H, YR ca 1 (6.1)

where =R is the self-energy due to the left and right lead where we assume zero disorder,
hGi is the con guration averaged Green function andHg is the pristine Hamiltonian of
the device area.

We need to connectg to the GF for a specic con guration with the Hamiltonian
H=Ho+ V whereV = (; i-0) is a random diagonal perturbation. Here ;.o is the
pristine value of the i'th onsite and ; is a random variable taking og values jq with the
probability xjq where g denotes the type of impurity. It follows that =, Xijq = 1. The GF

for a single con guration then becomesG = E H o L=R v ' We can write the
Dyson equation for G starting from the e ective medium GF G and applying the di erence
between the two systemsV cpa,

G=G+G(V °P)G: (6.2)

Using the t-matrix formalism we can furthermore write

G=G+ GTG; (6.3)
where the t-matrix is given as
cpa
T= v
1 GV cpa)
=(V ) 4 (v PHGT: (6.4)

Taking the con gurational average of the Green function in Eq. (6.2) and using the con-
dition Eq. (p.1), hGi = G we get the central CPA condition

hGi = G+ GHTiG!h Ti =0; (6.5)

where we have used thatGi = G becauseG does not contain any random elements (like
V which varies between di erent con gurations making the average di erent from the
individual contributions).
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The exact solution to this is complicated. In the CPA the so-called \single-site-
approximation" (SSA) is usually applied. The SSA considers the scatterers as statistically
independent meaning that we neglect the scattering from clusters of impurities and replace
the full t-matrix with a sum of the contributions from single scatterers. In this way the
t-matrix becomes a diagonal matrix, where thei-th diagonal element can take the value
tiq with a probability of xiq leading to an average given by,

X
hi = Xigliq: (6.6)
q
Applying the SSA reduces the CPA condition Eq. (6.5) to

hii =0: (6.7)
The transfer matrix, tiq, for a given type of onsite valueVig = iq i:0 can be inferred
from the full t-matrix in Eq. (¢.4)
tﬁqpa = (Vig PN 1 Gii(Vg ) = (Vig e 1oGy !
1
=G, ! 1; 6.8a
whereGj; =[GJ;. To solve for °P2 we use Eq. (6.8a) and the conditionit;i = 0 to obtain
ht;i X XiqG; 1 1 1 =0; (6.9)
| ; 1q 1] l G|| (\/|q ::pa) ) .
which can be recast into the form
X Vi
opa = 4 (6.10)

Xi :
! q 91 Gi(Vq )

This equation can be solved self-consistently. Moreover, the expression simpli es if we
only consider a single type of defect, meaning that we have a host site and a disorder site
with the concentration ¢

opa = CViq ; 6.11
! 1 Gi(Mq ™ (©11)

if we furthermore assume that the defect is a vacancy,q!1 , Eq. (6.11)) simplies to
cpa — cG;; 1. (6.12)

However, we can also make further approximations to the general case of Ed. (6]10) to
ease the implementation. In the so-called low concentration approximation (LCA), we
exploit that both G and P2 depend on the concentration of defects. Therefore, if we

limit ourselves to rst order in the concentrations Xq, we obtain
X
A= Xigtosig (6.13a)
q
1
tojg = Vig 1 GoiiVig = (ig i0) * Goii : (6.13b)

whereGg= E H ¢ is the pristine GF without disorder and CPA term.
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6.3 Transport using vertex corrections (CPA-VC)

We have determined the e ective medium GF corresponding to the con gurationaly aver-
aged system. We can use this to determine physical quantities related to the GF such as the
density of states. However, the transmission contains products of GF§ =Tr RG LGY ,
which results in a con gurational average of the form

hTi=Tr RhG ‘@Y ; (6.14)

where we have used that R is not a random variable meaning that we can take it outside
the averaging. We notice the need for additional treatment since in generahG “GYi &

hGi “hGYi due to multiple scattering by the impurities. Using that G = G+ GTG and
the condition hTi =0 we get

hTi=Tr RG 'GY +Tr RIGTG '& +Tr RiG -o/TY@i (6.15)
+Tr RhGTG "@TYR
=Tr R "¢ +Tr RG G¥; (6.16)

where the last equality follows from the fact that neither - nor G are random variables
and can be taken outside the averaging.e. hGTG “GYi = GHhTiG “GY = 0 because
hTi = 0. The quantity is denoted the vertex correction and is given by

= HIG “GYTYi (6.17)

Eq. (6.16) basically separates the transmission into two parts. The rst corresponds to
the usual form of the transmission where the pristine GF have been replaced by the GF
of the e ective medium. This term therefore corresponds to phase coherent transport
through the e ective medium. The second term describes the di usive contribution to
the transmission. The coherent term correspondspto calculating the transmission from
the individual transmission amplitudes a; asT /| ajj%. The coherent term therefore
includes phase information and ultimately leads to quantum interference e ects. On the
other hanhd, the second term corresponds to di usive transport giving the transmission
asT / ijaij2 which does not include phase information and therefore does not lead to
guantum interference.

To utilize Eq. ( we need to determine the vertex correction . Again, we make the
single-site approximation as in the derivation of the CPA self-energy, hence, becomes
diagonal ( j = j i). We notice that has the form HB L BYi whereB is a non-averaged
operator. This is the same form as in Eq. ) therefore giving rise to the same form
of solution. Moreover, we take into account that hTi = 0 and that the di erent sites are
statistically independent meaning hTy,::T3i = hT,::TVi.

X X X
| = Xigtiq G LeY i ti):q + Xigliq Gij J'Gj% i ti)a; (6.18)
a jéi d
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where the single-site scattering matrix is given by Eq. |(6.8a)

L
1 Gi(Mg ™

(6.19)

Again we can simplify the implementation by employing the low concentration approxi-
mation (LCA) and only keep terms to rst order in the concentration Xiq

X
q

where to;jq is given by Eq. (6.130).

All results derived in this section have considered nite device regions but the theory
can be formulated generally for translational invariant systems in the transverse direction
using Bloch's theorem [209/210]. In this way, the CPA-VC overcomes a major computa-
tional challenge o ered by disordered systems: the broken translation symmetry precluding
the use of the standard Bloch approach.
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6.3.1 Summary of CPA-VC Technique

CPA-NVC summary

Using the CPA we replace the Green's function with an e ective medium Green's
function by applying the self-energy ©P2.

G= E H,o, R ol (6.21a)

where YR is the self energy for the leads, iq Is the onsite of impurity specieq on
site i and Xiq is the probability that site i has the onsite energy iq.

The transmission contains two terms: the ballistic transmission through the ef-
fective medium and a term describing the di usive transport.

hTi=Tr Re ‘¢ +Tr RG &: (6.21b)

where R =j R L=RY) is the broadening. The self-energy, P2, and vertex
correction, , are diagonal within the single site approximation.

Vi
cpa Xi 9 : 6.21c
! q 91 Givg ™ ( )
':X iqtiq G GY tY +>< X iatiaGi GtV 6.21d
[ Xigliq ii i XigligGij  j Gji Lig - (6.21d)
q jei a
Vig cpa
tig = : 6.21e
91 Gi(vg ™) ( )

Low concentration approximation

The low concentration approximation (LCA) is valid for low concentrations of defects

TR (6.22a)
" g0 1 GoiVig' '
X L
i = Xith:iq GO G% i t%;iq; (622b)
q>0
1
tojiqg = Vig 1 Goiii Vig (6.22c)
Vig= iq o (6.22d)

P
We note that summation 4>0 denotes all defect typesi.e. not the host site which
is taken to have onsite g.
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6.4 Graphene nanoribbon with nitrogen doping

In this section we study the e ect of intentional chemical doping by nitrogen in graphene
nanoribbons (GNRs). This provides a simple case where the CPA and CPA-VC frame-
works are straightforwardly applied and studied as suggested by Refs| [2111] and [212].

Chemical doping provides a natural way to alter the performance of graphene-based
devices. E cient doping of graphene can be achieved by incorporating nitrogen (or boron)
into the pristine graphene sheet as these species can substitute for carbon atoms with-
out distorting the lattice signi cantly. Using chemical vapor deposition (CVD) doping
concentrations of up to 10% substitution of carbon atoms with the doping atoms can be
fabricated. Early theoretical studies of the electronic properties of such samples found
that a periodic arrangement of nitrogen (or boron) dopants, forming a dopant superlat-
tice, would open a band gap. However, a random distribution of dopants among lattice
sites yields no band gap[[2113]. A recent study [206] has examined transmission for dif-
ferent distributions of nitrogen doping. We consider a similar setup as Ref. [[206] using
the framework of CPA-VC. First, we consider symmetrical doping where the dopants have
equal probability to occupy both sublattice. Afterwards, we investigate the case ofasym-
metrical doping where the dopants only reside on one sublattice.

Figure 6.1: Schematic showing
an armchair graphene nanoribbon
with substitutional doping (red
atoms).

6.4.1 Symmetric nitrogen doping

We consider substitutional nitrogen doping symmetrically distributed between the two
sublattices. We treat GNRs with both armchair and zigzag edge terminations as the edge
geometry has proven to be essential for the electronic structure and transport properties
[214]. We model a nitrogen atom by an onsite changeiq o = t and use the CPA-
VC scheme, Eqg. [6.21), to calculate the average density of states in the GNR as well as
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the transmission through the GNR. To analyze the accuracy of the CPA-VC scheme, we
compare to quantities calculated using con gurational average over 300 individual disorder
con gurations. The result for both armchair (AGNR) and zigzag (ZGNR) ribbons are
shown in Fig. for a 5% concentration of nitrogen dopants.

First, we compare the CPA-VC scheme with the brute force con gurational average.
We notice the very good agreement between the CPA and the con gurational average
for the DOS, see Fig[6.Ra-b . It is worth noticing that the con gurational average does
not constitute the \exact" result and are also subject to statistical error. The trans-
mission shown in Fig.[6.2c-d also exhibit good agreement between the CPA-VC and the

AGNR ZGNR

Figure 6.2: (Top) Schematic of AGNR and ZGNR. The shown AGNR has dimensionsw =7 P 3ay
and L =5D,. WwhereD . = 3ag with ag = 0:142 nm. The shown ZGNR has dimension¥V = 4D 4
and L = 8 3a,. (a-b) Average DOS calculated using CPA self-energy and a con gurational
average over 300 individual distributions. The shaded area corresponds to the pristine DOS for
the system. (c-d) The transmission through the GNR calculated from a con gurational average
(black), the full CPA-VC scheme (red), the LCA (dashed red) and only including the CPA term
thus neq;gcting the vertex corrections (blue). The dopant concentration is 5%. AGNR parameters:
W = 4(2) 33 98nmandL =40D,c 17 nm. ZGNR parameters:W = 25D,  10:6 nm and
L=50 33 123 nm.
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con gurational average. Moreover, we conclude that even at 5%, the low concentration
approximation (LCA) gives a good agreement with the more accurate calculations. This is
especially true in the low energy regime. On the other hand, a calculation which includes
only the CPA term of Eq. (.16) (\CPA only" in Fig. 6[2c}d), T2 =Tr RG L&Y,
shows signi cant discrepancies. This underlines the importance of the vertex correction.

Returning to the average DOS in Fig.[6.2a-b we notice a distinct electron-hole asym-
metry for both AGNR and ZGNR. For the AGNR, we observe a nearly unchanged DOS
for holes E < 0), see Fig.[6.2a. However, we modify both electron and hole spectra for
energies beyond the rst mode, characterized by the onset of the van-Hove singularities
characteristic of the pristine DOS. The transmission, on the other hand, does not exhibit
the same level of electron-hole asymmetry and we see that the rst plateau persists in the
presence of dopants.

Turning to the ZGNR results, we also observe a signi cant electron-hole asymmetry in
the DOS, see Fig[ 6.Rb. The sharp peak aE = 0 is associated with localized edge states
which in rst nearest neighbor tight binding do not show up in the transmission spectrum.
On the electron side the DOS is not signi cantly changed signifying that scattering e ects
are less important in this regime. This is also apparent in the transmission curve in
Fig. 6.2d where the doping only introduces minor changes in the transmission. On the
hole side, however, scattering plays a dominant role smearing the plateaus of the pristine
transmission. Furthermore, we observe a suppression of the transmission through the
ZGNR on the hole side € < 0), even though we note a signi cant DOS in this region.

6.4.2 Asymmetric nitrogen doping

In this section, we consider asymmetric nitrogen doping as motivated by recent experi-
ments where CVD growth demonstrated the possibility for samples with large domains of
nitrogen atoms primarily occupying a single sublattice [215{218]. We therefore consider
the same devices as in the previous section following the analysis of Ref._[206] with the
dopants distributed on one sublattice.

In pristine graphene, the equivalence of the two sublattices leads the characteristic
gapless band structure. Breaking the symmetry by applying a sublattice dependent po-
tential is predicted to be similar to introducing a mass term. Consequently, a perfect
sublattice asymmetric nitrogen doping are predicted to exhibit transport gaps as well as
a electron-hole asymmetric conductivity [206,219{222]

Using the CPA-VC approach only adding the e ective self-energy term to one sublattice
yields both DOS and transmission through the asymmetrically doped system. Practically
this means that xjq = 0 in Eq. ( for all sites belonging to one sublattice corresponding
to zero chance that a dopant atom occupies this sublattice. We again use a concentration
of 5% and the same model for nitrogen as in the previous section. The results for both
the AGNR and ZGNR are shown in Fig.[6.3.

First we consider the AGNR where the DOS exhibits electron-hole asymmetry for both
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Figure 6.3: (a-b) Average DOS and (c-d) transmission, calculated using the CPA-VC scheme for
a 5% nitrogen doping either sublattice symmetric (black,dashed) or sublattice asymmetric (red).
The parameters system sizes are the same as in F.2.

the symmetric and asymmetric doping, see Fig. 6J3a. In the asymmetric case, however, we
notice a bandgap emerging foE < 0 caused by the e ective mass term originating from the
sublattice dependent potential. We see that the DOS has not entirely vanished which might
be due to the small sample size where edge e ects become increasingly important. In larger
calculations based on con gurational average[[206] and in Kubo-Greenwood calculations
of 2D graphene sheets [220] the bandgap was observed. The diminishing DOS leads to
a strong suppression of the transmission in the AGNR forE < 0, see Fig[6.Bc. This
constitutes a signi cant di erence compared to the symmetric doping (dashed line), where
the transmission is almost unchanged. On the other hand, the electron side is not modi ed
signi cantly at low energies by the introduction of the asymmetric doping showing that
the nitrogen impurities do not contribute signi cant scattering at these energies.

When considering the ZGNR in Fig.[6.3b and[6.8d, the predicted bandgab for asym-
metric sublattice doping is seen to be sensitive to the presence of zigzag edges [206]. The
DOS is decreasing on the hole side leading to a more pronounced peak Bt = 0 but
qualitatively the e ect of the asymmetric doping is a lot less dramatic for the ZGNR. This
leads to the conclusion that the e ective mass term created by the asymmetric doping
which created a bandgap for the AGNR is not the dominant e ect. Instead the nite DOS
which lead to propagation within the expected bandgap can be associated with sites near
the ribbon edge corresponding to the doped sublattice as discussed in Ref. [206].

Overall the results for the symmetric and asymmetric doping agree well with the results
of Ref. [206], demonstrating the ability of the CPA-VC approach to accurately describe
the e ect of nitrogen doping in graphene.
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6.4.3 Computational cost

We consider the scaling of the computational cost. In Fig[6.4a, we compare the CPU
time of calculations using the CPA-VC, LCA and con gurational average approach. The
most computational costly operation in all the approaches is the matrix inversion. The
computational cost of a matrix inversion is N 2, whereN is the total system size. The im-
plementation used in this chapter relies on such a full inversion both for the con gurational
average and the CPA-VC/LCA calculation. However, we note that both methods can be
greatly improved using recursive schemes [209] going from ld 3 scaling to aNgy M3
scaling in a recursive implementation, whereNe is the number of recursive cells andV

is the number of sites in each cell. We therefore expect similar performance increases for
all methods using a recursive approach.

From Fig. 6.4a it is clear that the CPA-VC and LCA is more computationally e ective
than the con gurational average approach. For a system containing 6500 atoms the CPA-
VCis 4 faster than the con gurational average. Moreover, the di erence increases with
system size making the CPA-VC/LCA much more e ective for large systems. Furthermore,
the LCA approach is more e ective than the full CPA-VC as it does not require the full
self-consistent calculation of the CPA self-energy in Eq.[(6.10).

The above considerations disregard any so-called \self-averaging" e ects obtained for
large disordered samples which tend to decrease the number of individual realizations
needed within a con gurational average approach. However, the CPA-VC approach being

() (b)

Figure 6.4. (a) The average CPU time for the calculation using the three di erent approaches
as a function of the system sizeN, where N is the number of atoms in the system. (b) Average
resistance ofW = 9:8 nm wide AGNR as a function of the device length for symmetric nitrogen
doping with a 5% concentration similar to the one used in Fig.[6.2. The con gurational average
(black) uses 300 individual distributions. The \CPA+VC" curve (red, triangle) uses both the
phase coherent and the di usive term in Eq. ) whereas \CPA only" curve (blue, circle) uses
only the phase coherent term. The dashed curve is a linear extrapolation of the blue curve showing
that the \CPA only" term increases exponentially.
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an e ective medium theory restores the translation symmetry required by a Bloch scheme
theorem or by self-energy approaches similar to the one used extensively throughout this
thesis.

6.4.4 Scaling behavior of resistance

At last, we consider the scaling behavior using the CPA-VC. From ballistic scattering
theory it follows that a phase coherent average of transmission modes in a 1D system scales
exponentially with the device length. In a single mode conductor this can be determined
analytically as [72]

2L

L o_Rruys L 1 (6.23)

T(L)

NI =

where L is the device length andL g is a length comparable to the elastic mean free path.
Evidently this is not the classical Ohmic behavior where the resistance scales linearly with
L. If we include the incoherent contribution the resistance instead becomes [72]

1 —_— .
T - RO/ L (6.24)

giving rise to the usual form of Ohm's law. These two di erent scalings arise due to either
coherent (Eq. (6.23)) or diusive mechanism (Eqg. (6.24)). The inclusion of dephasing
reaching the di usive regime is at the core of the CPA-VC approach.

These two regimes are con rmed for the CPA-VC approach by calculating the average
resistance (or EhT ig) for all energies as a function of the device length using symmetric
disorder of 5%, see Figl 6}4b. We clearly notice that the CPA-VC approach including the
di usive term gives rise to a linear scaling :=hTig / L as appropriate when comparing
to the con gurational average. On the other hand, if we only include the CPA term in
Eq. ) we get a nonlinear increase of the resistance characteristic of phase coherent
transport. In conclusion the CPA-VC approach allows us to obtain the correct scaling
characteristic of di usive transport.

The above conclusion is highly relevant in connection to the multi-probe setup, as
most experimental analyses of multi-probe systems are based on classical Ohmic behavior.
On the other hand, the theoretical framework developed in this thesis is applied in the
phase coherent regime where ballistic and quantum interference e ects are important.
Increasing the probe separation and/or the amount of disorder would cause a transition
from the quantum regime towards the di usive semi-classical regime. Here the CPA-VC
could be a valuable tool to allow an investigation of this transition and bridge the two
regimes.
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6.5 Summary

Nitrogen doping of graphene nanoribbons

We introduced the CPA-VC approach to treat
averaged quantities of disordered systems. The
CPA-VC calculation scheme was applied to the
case of nitrogen doping in graphene nanoribbons
using both the full and the LCA scheme. The LCA
was found to agree reasonably with the more ac-
curate calculations even for the 5 % disorder con-
centration. In addition, we demonstrated that the
CPA-VC reproduced the expectedR / L regime
of di usive Ohmic conductors.

We furthermore investigated both the case of sym-
metric and asymmetric doping. For symmetric
doping where both sublattices are occupied by
a dopant atom with the same probability we do
not observe any bandgap formation. However, for
the asymmetric doping we demonstrate the forma-
tion of a bandgap in armchair nanoribbons. The
gap opening, however, is not observed for zigzag
nanoribbons where the dopants are shown simply
to act as additional scatterers.
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Summary & Outlook

This thesis has developed theoretical and computational methods to treat multi-probe systems
within the phase coherent regime where quantum interference e ects are signi cant. The
central development in this thesis has been th&tched Green's function methodusing an
adaptive recursive scheme combined with a specially constructed self-energy term to treat the
extended part of the system. We can use this method to calculate the conductance between
local probes and treat the local electronic and transport properties of nite \patches" embedded
within extended two-dimensional systems.

The developed calculation methods are applied to a broad range of phenomena related to
nanostructured graphene. In Chaptel 3 we introduced the two main operation modes of a
dual-STM setup:scanningand spectroscopy Using these two modes, we considered quantum
interference e ects in the transmission between the two probes in the presence of simple defects
and showed how this can be applied to study scattering processes. In Chapters[4 and 5 we
extended the dual probe analysis to more complex nanostructures such as antidots, locally gated
dots and pseudomagnetic dots caused by inhomogeneous strain elds. This demonstrated the
ability of the dual probe setup to investigate nanoscale transport phenomena where e ects like
current guiding, focusing, depletion or similar are observed around nanostructures in graphene.
In this nal chapter we summarize the main ndings of the thesis and nally we discuss the
status and possible future investigations starting from the presented systems or methods.
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Thesis summary

In Chapter P] we developed two approaches to calculate
the transport in multi-probe setups. The integral Green's
function method allows e cient treatment of systems with
small perturbations using a combination of analytical and
numerical integration techniques. On the other hand, the
patched Green's function methodexploits a specially con-
structed self-energy term together with an adapted recur-
sive scheme to calculate the local electronic and trans-
port properties for spatially separated \patches" within
extended systems.

Dual probe setup

The dual-STM setup in scanning modeuses one station-

Scanning mode ary probe and one movable probe. We calculate the con-
ductance between the probes as the second probe scans
across the sample producing real space conductance maps.
These maps can be used to study directional behavior and
quantum interference e ects around defects and crystalline
edges. Furthermore, the Fourier transform of the real space
maps can be used to extract information about scattering
processes.

Spectroscopy mode
In the spectroscopy modewe keep both probes xed and
vary the energy of the electrons. The spectroscopy reveals
ngerprints which can be used to characterize directional
e ects or resonances originating from adatoms or interfer-
ence e ects.

Antidot

In Chapter @] we considered antidots and locally gated dots

in graphene. We demonstrated how single states (antidot)

or modes (gated dot) and their interplay gives rise to reso-

nances in the dual probe transmission. Using bond current

mapping for electron waves leaving a probe far from the Locally gated dot
nanostructure, we conclude that the asymmetric transmis-

sion peaks are caused by vortex patterns either guiding or

suppressing the current.
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Local strain elds

Vortex patterns in
pseudomagnetic elds

Array of
pseudomagnetic dots

In Chapter f|we rst demonstrated pseudo-Landau quan-
tization in pseudomagnetic dots and discussed sublattice
polarization, nite size e ects and the importance of the
strain direction in relation to the pseudomagnetic eld.

The analysis was extended to various rotationally sym-
metric strain elds giving rise to three-fold symmetrically
pseudomagnetic elds. The existence of pseudo-Landau
levels was considered in relation to gas-in ated bubbles
with clamped edges. Here the sharp edges caused Friedel
oscillations to be superimposed with any pseudo-Landau
peaks making a clear distinction between the two e ects
di cult.

Using the dual probe setup, we demonstrated pseudomag-
netic current focusing caused by a vortex pattern corre-
sponding to the pseudomagnetic eld distribution in the
dot. Similarly, we showed the possibility of switching from
the focusing regime to an anti-focusing regime depleting
the current after the dot. Since the two valleys experience
a di erent pseudomagnetic eld they scatter the two val-
leys di erently. We therefore suggested the possibility for
valley Itering phenomena.

At last we considered an array of pseudomagnetic dots
supporting pseudo-Landau levels. The Kubo-Greenwood
method revealed a transport determined by the competi-
tion between delocalized Landau states and the induced
scattering caused by these states on the pristine behavior.
At higher energies the induced scattering is the dominant
e ect whereas localization e ects is seen around the zeroth
pseudo-Landau level.

Finally in Chapter §]we introduced the CPA-VC scheme
to treat averaged quantities of disordered systems. We
rst demonstrated that the CPA-VC scheme correctly
described the case of substitutional doping in graphene  gypstitutional doping
nanoribbons where it captured both the bandgab forma-
tion for asymmetrically doping and the corresponding ab-
sence of a bandgab in the symmetric case.

We furthermore showed how the CPA-VC approach cor-
rectly reproduced scaling laws for 1D di usive conductors.
Potentially an extension of the patched Green's function
method using the CPA-VC approach could therefore allow
studies of the transition for a multi-probe system between
the classical Ohmic regime and the quantum regime.
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Outlook

Besides the development of a novel calculation method, the thesis work has covered nu-
merous aspects of nanostructured graphene within a relatively short time scale. This of
course has the disadvantage that several questions remain unanswered and many studies
presented in this thesis represent the initial step towards more elaborate investigations.
Therefore, we nish the thesis by reviewing possible future investigations and extensions.

Electron optics

The intriguing subject of electron optics within graphene has only been brie y discussed
during this thesis in relation to the single circularly gated region. As suggested in Ref.
[22] taking advantage of the \optic-like" electron dynamics holds the promise of a variety
of analogies with optical devices, where some have already been realized experimentally
[22,[25]. Here, thepatched Green's function methodallows for a tight binding description

of the individual gate proles. We can investigate the detailed response to an incoming
wave mimicking the optical situation without needing to introduce the structure into a
nite nanoribbon. Combining the study of individual gating pro les with large scale
simulations using the Kubo-Greenwood approach opens a variety of possible routes to
investigate electron optics phenomena at di erent length-scales.

Strain engineering

The e ect of inhomogeneous strain on various transport phenomena still contains novel
routes of investigation where dot-dot interactions, di erent relative geometrical placement
of pseudomagnetic dot or the interplay between inhomogeneous pseudo- elds and real
magnetic elds could be interesting systems to study. Furthermore, we can use strain to
manipulate the valley degree of freedom as pointed out by Ref.[ [180] in relation to real
magnetic elds which exactly cancel the pseudomagnetic eld in one of the valleys. The
results in Chapter[§ suggest a valley polarizing e ect of the pseudomagnetic dots as well as
current guiding phenomena which potentially could be used to design the current through
the system based on the applied strain.

Another interesting proposal in this direction is to investigate the pseudomagnetic eld
in the context of the Quantum Hall E ect. The results presented in this thesis suggest
that this would require large strained regions beyond the regime of nanobubbles. To study
such e ects, we need to calculate the Hall conductivity. The Kubo-Greenwood propagation
method applied in this thesis has been extended to compute the Hall conductivity[[204].
However, this approach is computationally expensive. Instead, we could apply the related
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Kernel Polynomial method [200] which allows for the calculation of Hall conductivity while
retaining the desirable orderN scaling.

Model development/extension

We can also consider extensions of thgatched Green's function framework. Here we
could imagine generalizing the calculation of the boundary self-energy to treat arbitrary
two-dimensional systems. Furthermore, we can imagine other areas where an atomistic
description of a nite perturbation within an extended system is useful. This could for
example be in the eld of plasmonics where light couples to the graphene sheet in a nite
region.

At last, we turn to the overall topic of this thesis: multi-probe setups. The current
state of the theoretical understanding is still limited to the coherent regime where ballistic
e ects and quantum interference play a signi cant role. Most experimental analyses are
still based on classical Ohmic behavior. In this regime the resistance between two probes
scalesa®R In(D) whereD is the distance between the probes [53]. However, the current
quantum mechanical treatment predicts R D, see Chapter{ 2. Consequently, it is still
an open guestion when and how this transition would happen. Several aspects could be
included in the present framework to investigate this important transition. Most important
is the role of disorder as the classical Ohmic regime assumes a xed material conductivity
of a disordered material. Here the CPA-VC approach presented in Chaptef|6 could prove
useful, as we demonstrated that it recovers the correct di usive scaling for 1D conductors.
Secondly, the potential eld caused by the probes could be included at di erent levels of
accuracy to capture the e ect of a nite bias. A more complex understanding of the multi-
probe setup going from the classical description to the quantum description developed in
this thesis, would pave the way for a fundamentally important investigation of the current
ow in graphene and other two dimensional materials using these very promising multi-
probe tools.

\There is no real ending. Its just the place where you stop the
story."

| Frank Herbert, Dune Cronicles
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APPENDIX

Plate theory

In this appendix we consider classical theory of elasticity and treat graphene as a thin plate
or membrane. We introduce central concepts in order to show the origin of the displacement
elds used for the graphene bubbles in Chapfer 5. A thorough derivation of the framework

of elasticity is beyond the scope of this discussion. Instead we refer to standard textbooks on
elasticity [164223] and its speci ¢ application to thin plates [175, 224].

De nitions of bending and axial force

We use the standard de nition of cylindrical coordinates for the displacement eld, such
that uy and uy denotes the in-plane displacements ana is the lateral de ection. In this
way, indicesi and j denotes in-plane coordinates and the corresponding in-plane strain
tensor j and curvature j becomes,

i % Qui + Quj + Qz@z (A.la)
i = @@Z (A'lb)

We use the general Einstein summation convention with j being the Kronecker delta to

write Hook's law relating strain jj and stress j as,
E
i =7 2@ )it ok (A.2)

where E is Young's modulus and is Poisson's ratio.

In terms of individual xy-components we get

E
Xx = 1 5 x t oy (A.3a)
— E .
W 5 oyt oxx s (A.3b)
E
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We use the general form of the strain tensor including curvature by making the replace-
ment,

itttz (A.4)

with j and j given by Eq. (A.1).
We now divide the forces related to in-plane forces (settingj; = 0) or curvature forces

(setting j =0). The former can be expressed conveniently using the tensor of axial force
(membrane force),Nj; . For j =0 we therefore obtain
Z 4= Z 4=
Nij = i dz = i dz; (A.5a)
d=2 d=2
E Z d=2
=1 2 QT )i+ ki) dzde; (A.5b)
=C @1 i+ ki ; (A.5¢)

where we have de ned the constant

C= : (A.6)

Likewise, we de ne the bending moments for j; = O related to the curvature forces,

Z d=2 E Z d=2
Mijj = j zdz = 1 2 T )i+ i) zdz; (A.7a)
d=2 d=2
E d=2 )
=1 2 @ )i+t ki) d:22 dz; (A.7b)
=D @ )it ki (A.7c)
where we have de ned the bending moduluD.
Ed3
D= 20 9 (A.8)

Strain energy

The potential energy associated with the elastic strain due to the in-plane strain is given
by the integral of the membrane energy density over the area of the plate S,
Z
1
U = 5 i Nij d’r: (A.9)
s 2
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Likewise, the potential energy associated with the bending (curvature) can be expressed
using the bending moment

z
1
U= 2 M;d¥r: (A.10)
s 2
The strain energy density becomes,
z 1 1
U=U+U = =i Nij + 5 ij Mjj d’r (A.11)
s 2 2

In addition to the potential strain energy we can have energies related external forces.
Although external forces can come from many di erent sources, we focus on lateral (trans-
verse) loadp which does work on the transverse de ection

Z
Uext =  pz d°r: (A.12)
s
Summing all contributions to the energy nally gives
z 1 1
V=UH+U + Ug = éijNij-'-é i Mjj + pz d?r (A.13)
s

General governing equation

The nal form of the plate is determined by minimizing the total energy V = U + Ugy;.

Using variation calculus, V. = U+ Ueyx , We obtain the following equations determining
the shape of the plate under hydrostatic pressurep

@Nj =0; (A.143)

@@Mj + @Nj @2) + p=0; (A.14b)

Inserting Eq. (A.7c) into Eq. (A.14b) and using the in-plane equilibrium, @N; =0, we
obtain a more convenient form of the governing equations usually called the von Karman
equation for the de ection z

Dr *z+ Nj @@z + p=0; (A.15)

Rotation symmetry

We now restrict the general equations to the rotational symmetric case subjected to ax-
isymmetric loading. We express the displacement in polar coordinages for the in-plane
(ur;u ) =(u(r);0) and out-of-plane z(r) = z contributions, wherer = = x2 + y2,
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To express the equations in cylindrical coordinates for the rotational symmetric case,
we write the operators

A= QA= T@UA)Y TGA + @A QA+ (A 162)
(2% = @ = QU@N+ L@+ @11 @+ Qn (A.16b)

Using Eq. in Eq. (A.1a) we can write the in-plane strain components
= @ut (@2 (A172)
= %; (A.17b)
r = ¢ =0: (A.17c)

Likewise, the curvature becomes

= @Fz; (A.183)
= r}@z; (A.18b)
F = , =0; (A.18c)

From Eq. (A.5c), the radial and tangential components of the membrane force are

1
Ny =C o + C @Qu+ $+ é(@z)2 : (A.19a)

N =C + , =C @ru+$+§(@z)2: (A.19b)

From Eq. (A.7c), the bending moments for the rotational symmetric case become

My =D + =D @z+ -Qz ; (A.20a)
M =D + o =D @%z+ %@z : (A.20b)
(A.20c)

Linear plate solution

In the linear plate approximation we consider pure bending and neglect the in-plane strain
force Nj = 0. In this regime Eq. (A.15) reduces to

Dr %z = Dr}@ r@ r}@ r@z +p=0: (A.21)
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Integrating four times yields the general solution for the de ection z(r)

_ prt 2 2 .
ry= ——+ Cilnr+ CorcInr + Carc+ C A.22
z(r) 6D 1 2 3 4 (A.22)
where C; with i = (1;2;3;4) are arbitrary integration constants to be determined by the

boundary conditions.

We take the origin of the coordinate system at the center of the plate. As the de ection
must be nite at r =0 why we conclude that C; = C, =0,
pr3 pr 2
= —+ ; = —+ + Cy; )
@z 16D 2Car; z ) Carc+ Cy; (A.23)
To determine C3 and C4 we consider the clamped boundary condition requiring that the
de ection and its derivative must be zero at the edge of the plate,z= @z=0at r = R.

Cs3= ng;? Cs= gg; (A.24)
Inserting Eq. into the general solution Eq. we obtain the de ection
r2 2
z(r)=hg 1 R? ; (A.25)

where hg = pR*=64D is the height of the de ection.

Non linear plate approximation

The linear plate solution assumed a vanishing in-plane strain forces. To relief this condition
we generally need to solve the coupled equations Eqg. (A.14a) anfl (AL5)

Ny N
@Np + ———— r =0; (A.26)

Dr *z+ r}@ Ny r@z + p=0: (A.27)

This set of coupled nonlinear equations are in general not analytical solvable. Instead we
will use an approximate solution. The de ection is assumed to be equal to the linear plate
solution

r2 2

z(r)=hp 1 RZ (A.28)
The in-plane displacement needs to ful ll the boundary conditions u(r = 0) = 0 and

u(r = R) = 0. The rst condition implies that u(r) / r whereas the second suggests
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solutions on the typeu(r) / (1 r=R). We combine these two conditions and assume a
polynomial form of the rest of the displacement eld

CL Cof ; (A.29)

r r
ufr)y= = 1 —
(r) R R

where the constantsc; and ¢, must be determine by energy optimization.

Inserting Egs. and (A.29) into the strain energy Eq. (A.13) and minimizing

yields [174]

C = 179126892(2; = 1:3082—53; (A.30)
C = 134279;(231 = 1:8312(231; (A.31)
(A.32)
where the last quality in each line uses =0:16.
Membrane approximation
Finally, we make the membrane assumption of vanishing bending stinessMj = 0. In
this regime the governing equations become
@N + u =0; (A.33)
%@ Npr@z + p=0: (A.34)
Integrating the last equation yields
Ny @z = %r: (A.35)
In general the membrane force is given by Eq.) aN, = C  + , but to

determine the form of the approximate solution we can treatN,, as a constant and solve
for z(r)
2

z(r) = N,

+ Cp; (A.36)

where c; is an integration constant determined by the boundary conditionz(r = R) =0

R2
o = PR

= (A.37)



Inserting and rearranging gives the nal form of the de ection

r2
2(r)= ho 1

=2 (A.38)

where hg = %. In general we use the form of Eq.|(A.38), but the maximal de ection

ho is determined generally by minimizing the energy in Eq. {(A.13) using this form of the
de ection.

The form of the in-plane displacement is determined similar to the non linear plate
approximation above but now we only include the zeroth order term in the polynomial

u(r) = uo% 1 (A.39)

r -
R b
where ug is a constant to be determined by energy minimization. Using Egs. [(A.3B)

and (A.39) and minimizing the total potential energy we obtain the relation between the
constant up and the height hg asup = 1:136h3=R using =0:16 [174].
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