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Synopsis

The extensional dynamics of two low-density polyethylene melts Lupolen 3020D and Lupolen

1840D, both showing a stress overshoot in start-up of uniaxial extension [Rasmussen, H. K., J. K.

Nielsen, A. Bach, and O. Hassager, “Viscosity overshoot in the start-up of uniaxial elongation of

low density polyethylene melts,” J. Rheol. 49(2), 369–381 (2005)], have been further investigated

in stress relaxation and reversed flow. After the overshoot, the stress relaxation has a remarkably

faster decrease of the transient stress than when the relaxation is initiated before the overshoot. The

measurements from the reversed flow also show that the melts appear less elastic after the

overshoot. Multi mode versions of the pom-pom and interchain pressure model fit the data

quantitatively up to the stress maximum, but neither model captures the qualitative behavior after

the maximum. VC 2012 The Society of Rheology. [http://dx.doi.org/10.1122/1.4752759]

I. INTRODUCTION

Polymer fluids exhibit complex dynamics and rheology, which affect the processing

and properties of the final products. The ability to predict and control the rheological

behavior of polymer fluids as a function of molecular chemistry has attracted a long his-

tory of collaboration between industry and academia. Especially the extensional flow,

which is the dominant type of deformation in many industrial polymer processes, still

presents challenges both experimentally and theoretically in academia to capture and

explain the stress-strain responses.
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Accurate and reliable stress-strain measurements of the extensional flow play a crucial

role in the understanding of nonlinear rheological properties of polymers. During the last

decades, different types of extensional rheometers have been developed, such as the rheo-

metrics melt extensiometer (RME) [Meissner (1972); Meissner and Hostettler (1994)],

the M€unstedt tensile rheometer (MTR) [M€unstedt (1979)], the Sentmanat extensional rhe-

ometer (SER) [Sentmanat (2004)], and the filament stretching rheometer (FSR)

[McKinley and Sridhar (2002)]. The most frequently reported measurements using these

extensional rheometers are either the steady or the transient stress in start-up of uniaxial

extension. Measurements of stress relaxation with the SER [Sentmanat et al. (2005)] are

limited to low Hencky strains due to the necking instability [Wang et al. (2007)]. Meas-

urements of reversed flow have been reported for low-density polyethylene (LDPE) melts

[Meissner (1971); Wagner and Stephenson (1979)] in the form of free recovery. This is a

controlled stress experiment as opposed to the controlled strain experiment to be consid-

ered here. The recovered strains can therefore not be directly compared.

Recently new techniques to measure stress relaxation [Nielsen et al. (2008)] and reversed

biaxial flow [Nielsen and Rasmussen (2008)] both following uniaxial extension, as well as

large amplitude oscillatory extension (LAOE) [Bejenariu et al. (2010)], have been presented.

These experiments were performed with an FSR modified for high-temperature measure-

ments of polymer melts by Bach et al. (2003). With the aid of a closed loop controller, the

filament diameter in the mid-plane is controlled accurately and therefore the extension rate

can be controlled even during the necking phase [Wang et al. (2007); Lyhne et al. (2009)].

Work regarding stress relaxation and reversed flow using the FSR has been done on both lin-

ear [Nielsen et al. (2008); Nielsen and Rasmussen (2008)] and branched [Rasmussen et al.
(2009)] narrow molar mass distribution (NMMD) polymer melts, but not yet on polydisperse

melts. Measurements of NMMD polymer melts of known structures are important for the

understanding of nonlinear flow properties. However, many commercially available poly-

mers, such as LDPE, are branched and highly polydisperse. A maximum in the transient

elongational stress coefficient of LDPE was observed by Raible et al. (1979) and modeled by

Wagner et al. (1979) for the first time. Recently, Read et al. (2011) proposed a predictive

scheme of the linear and nonlinear response for industrial polymers. They compared the

nonlinear predictions with the measurements of uniaxial extension for three LDPE melts.

However, the experimental data were limited below a Hencky strain of 3.5.

FSR measurements on LDPE melts have previously been reported by Bach et al.
(2003) and Rasmussen et al. (2005). In the latter investigation, the samples were

extended to a Hencky strain of 7 and a steady stress following the overshoot was

reported. In order to investigate further the extensional dynamics of LDPE, especially the

rheological behavior associated with the overshoot, we will present the measurements of

stress relaxation and reversed biaxial flow both following the uniaxial extension on two

commercial LDPEs.

II. MATERIALS

Two types of commercial LDPEs, Lupolen 3020D and Lupolen 1840D provided by

BASF, have been chosen for this study. The Lupolen 3020D and 1840D LDPE melts

have been previously characterized in shear by Bastian (2001) and by Rasmussen et al.
(2005), respectively. Rasmussen et al. (2005) also measured the extensional stress growth

coefficient in uniaxial elongation for both melts. The LDPE samples we used in this study

are both from the same batches as in Rasmussen et al. (2005), and the elongation meas-

urements are in agreement with Rasmussen et al. (2005) as well.
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The properties of the LDPE melts are listed in Table I. The Lupolen 1840D has

much wider molar mass distribution. The molecular structure of the Lupolen 1840D,

among other LDPE melts, has been discussed in Nordmaier et al. (1990a, 1990b). The

linear viscoelastic spectrum for Lupolen 3020D from Bastian was originally given at

170 �C. In Table I, we have shifted it to 130 �C with the time-temperature shift factor

aT ¼ 6:4 obtained from Rasmussen et al. (2005). The average relaxation time s0 is

defined as

s0 ¼

X
i
gisi

2X
i
gisi

; (1)

where gi and si are listed in Table I.

Both LDPEs were supplied in pellets and were hot pressed into cylindrical test sam-

ples at 130 �C, with radius R0 ¼ 4:5 mm and length L0 ¼ 2:5 mm, giving an aspect ratio

K0 ¼ L0=R0 ¼ 0:556.

III. FILAMENT STRETCHING RHEOMETRY

The experiments are performed with an FSR equipped with an oven to allow measure-

ments from room temperature to about 200 �C [Bach et al. (2003)]. Nitrogen is used dur-

ing the elongation to avoid sample degradation. The force F(t) is measured by a load cell

and the diameter 2R(t) at the mid-filament plane is measured by a laser micrometer. The

Hencky strain and the mean value of the stress difference over the mid-filament plane

[Szabo (1997)] are calculated from observations of R(t) and F(t) as

�ðtÞ ¼ �2 lnðRðtÞ=R0Þ (2)

TABLE I. Properties of the Lupolen 3020D and Lupolen 1840D LDPE melts. Linear viscoelastic spectrum

from Bastian (2001) for Lupolen 3020D (130 �C) and Rasmussen et al. (2005) for Lupolen 1840D (130 �C).

Polymer melt LDPE LDPE

Product Lupolen 3020D Lupolen 1840D

Mw (kg/mol) 300 490

Mn (kg/mol) 37.5 16

Mw/Mn 8 30.6

Tm ( �C) 114 110

Relaxation spectrum at 130 �C si (s) gi (s) si (s) gi (s)

0.009421 140281.5 0.0115 129 000

0.061312 53547.1 0.107 43 600

0.319808 33532.91 0.56 24 200

1.8272 20196.16 3.35 12 700

10.4064 9170.150 17.3 6 200

57.9328 3551.614 95.5 2900

329.024 983.4258 823 831

2097.92 101.618

s0 (s) at 130 �C 636.612 523.117
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and

hrzz � rrri ¼
FðtÞ � mf g=2

pRðtÞ2
; (3)

where mf is the weight of the filament and g the gravitational acceleration. At small

strains during the startup, part of the stress difference comes from the radial variation due

to the shear components in the deformation field, especially at small aspect ratios. This

effect may be compensated by a correction factor where the corrected mean value of the

stress difference is defined as [Rasmussen et al. (2010)]

hrzz � rrricorr ¼ hrzz � rrri 1þ expð�5�=3� K3
0Þ

3K2
0

 !�1

: (4)

This relation ensures less than 3% deviation from the correct initial stress. For large

strains, the correction vanishes and the radial variation of the stress in the symmetry

plane becomes negligible [Kolte et al. (1997)].

The strain rate is defined as _� ¼ d�=dt. During the startup of uniaxial stretching, we

define _�þ0 ¼ _� and in the reversed biaxial flow, we define _��0 ¼ �_�, where _�þ0 and _��0 stay

positive, constant, and equal. During the stress relaxation starting at an arbitrarily given

Hencky strain of �0, the mid-filament radius is kept constant by the active control loop,

giving _� ¼ 0. The Weissenberg number is defined as Wi ¼ _�s0.

The key feature of the FSR that allows us to control the strain rate is that the location of the

thinnest part of the filament can be predicted. Provided a critical strain rate _�sag ¼ qgL0=g0 is

exceeded [McKinley and Sridhar (2002)], the thinnest part of the filament is expected to occur

in the mid-plane. Therefore, the strain rate _�sag gives a lower limit for the rates at which the

FSR control scheme will work. To ensure that the FSR is working correctly, we therefore

check that the test samples should stay symmetric across the mid-filament plane as well as

axisymmetric during extension [Burghelea et al. (2011); Rasmussen and Hassager (2012)].

Figures 1–8 illustrate the samples controlled by the FSR in the measurements of stress relaxa-

tion and reversed flow.

In Fig. 1, the dark part shows the contour of the Lupolen 3020D filament from the

laser monitor at different Hencky strain values during a uniaxial stretching. The flow was

stopped at Hencky strain �0 ¼ 4:5 and followed by the stress relaxation. Figure 2 shows

the corresponding Hencky strain as a function of time, including the other two measure-

ments where the flow was stopped at �0 ¼ 2 and 3, respectively.

Figure 3 shows the quenched Lupolen 3020D filament when the flow was stopped at

Hencky strain �0 ¼ 4:5 and relaxed for 100 s, while Fig. 4 shows the quenched Lupolen

1840D filament when the flow was stopped at �0 ¼ 5:0 and relaxed for 100 s as well. We

FIG. 1. Contour of the Lupolen 3020D filament at different Hencky strain values during a uniaxial stretching at

130 �C with _�þ0 ¼ 0:03 s�1.
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quenched the filaments by opening the oven and exposing the samples to the atmosphere.

The quenching process took around 15 s. During this time, there was no control by the

closed loop, thus 0.05–0.08 mm decreases of the mid-diameter of the quenched samples

were observed. Figures 5 and 6 show the corresponding contours scanned by the laser

FIG. 2. Hencky strain � of the Lupolen 3020D samples measured by the FSR at 130 �C as a function of time t. The

startup of the flow is uniaxial elongation with _�þ0 ¼ 0:03 s�1; the flow was stopped at �0 ¼ 2; 3, and 4.5, respectively.

FIG. 3. Quenched Lupolen 3020D filament. The flow was stopped at �0 ¼ 4:5 (_�þ0 ¼ 0:03 s�1) and relaxed for 100 s.
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micrometer of the same filaments in Figs. 3 and 4, respectively. Figures 3 and 4 depict

the front side of the filaments, while Figs. 5 and 6 show the left side of the filaments. In

Figs. 5 and 6, the position Y¼ 0 indicates where the mid-plane of the filament is located.

The quenched sample in Fig. 5 is almost perfectly symmetric across the mid-plane.

FIG. 4. Quenched Lupolen 1840D filament. The flow was stopped at �0 ¼ 5:0 (_�þ0 ¼ 0:01 s�1) and relaxed for 100 s.

FIG. 5. Contour scanned by the laser micrometer of the quenched Lupolen 3020D filament delimited by the red

square in Fig. 3. The flow was stopped at �0 ¼ 4:5 (_�þ0 ¼ 0:03 s�1) and relaxed for 100 s.
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Figure 7 shows the contour of the Lupolen 1840D filament from the laser monitor at

different Hencky strain values during a uniaxial stretching followed by a reversed biaxial

flow. The flow was reversed at �0 ¼ 4:5. At some time tR, the stress changes sign from

positive to negative (tension to compression). The strain recovery is defined as �R ¼
�0 � �ðtRÞ [Nielsen and Rasmussen (2008)]. If the flow is continued for t > tR, the fila-

ment will buckle at some time as shown in Fig. 7 (Hencky strain 3). Figure 8 shows the

corresponding Hencky strain of Lupolen 1840D as a function of time, including the other

five measurements, where the flow was reversed at different Hencky strains �0 ranging

FIG. 6. Contour scanned by the laser micrometer of the quenched Lupolen 1840D filament delimited by the red

square in Fig. 4. The flow was stopped at �0 ¼ 5:0 (_�þ0 ¼ 0:01 s�1) and relaxed for 100 s.

FIG. 7. Contour of the Lupolen 1840D filament at different Hencky strain values during a uniaxial stretching with
_�þ0 ¼ 0:01 s�1 followed by a reversed biaxial flow with _��0 ¼ 0:01 s�1 at 130 �C. The flow was reversed at �0 ¼ 4:5.
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from 2 to 4. The figure contains kinematic data for some unbuckled filaments under com-

pression. However, no force measurements are reported for filaments under compression.

IV. STRESS RELAXATION

The experiments of stress relaxation were performed at 130 �C following start-up of uniax-

ial elongation. The flow was stopped at different Hencky strains before and after the over-

shoot, and the stress was followed during the relaxation phase. Figures 9 and 10 show the

experimental results of Lupolen 3020D and 1840D, respectively. In the figures, each measure-

ment was repeated twice and the plots present the de-noised data after wavelet processing

[Mallat (2009)]. In order to obtain a manageable data set, we picked one data point from every

ten points in the data set after wavelet processing. We also analyzed the data by taking the av-

erage value of every ten data points in the original data set, which gave a good agreement

with the wavelet analysis. Figure 11 compares the raw data and the data after wavelet process-

ing. The raw data show the three measurements of Lupolen 1840D with _�þ0 ¼ 0:01 s�1 and

�0 ¼ 4:5. This raw data are the most scattering case among all the measurements.

The lines in Figs. 9 and 10 show the predicted results of the original reptation based

model introduced by Doi and Edwards (1979). The stress tensor is expressed as

rðtÞ ¼
ðt

�1
Mðt� t0ÞSDEðt; t0Þdt0; (5)

where Mðt� t0Þ is the memory function with

Mðt� t0Þ ¼
X

i

gi

si
e�ðt�t0Þ=si : (6)

FIG. 8. Hencky strain � of Lupolen 1840D samples measured by FSR at 130 �C as a function of the time t. The

startup of the flow was uniaxial elongation with _�þ0 ¼ 0:01 s�1. The flow was reversed at �0 ¼ 2:0; 2:5; 3:0; 3:5; 4:0,

and 4.5, respectively, with the identical strain rate _��0 ¼ 0:01 s�1.
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Inherently in the original Doi-Edwards (DE) model is a specific form of the linear visco-

elastic memory function Mðt� t0Þ developed for monodisperse linear polymers. This

form will clearly not fit the linear viscoelastic properties of the highly branched and poly-

disperse LDPE melts. Hence we use the memory function corresponding to the experi-

mentally determined relaxation function with parameters gi and si in Table I. Thus when

FIG. 9. The corrected extensional stress of Lupolen 3020D as a function of time at 130 �C with _�þ0 ¼ 0:03 s�1

(Wi¼ 19.1). The flow was stopped at an extension of �0 ¼ 2; 3, and 4.5, respectively. The dashed and solid lines

are the corresponding DE predictions with and without IAA, respectively.

FIG. 10. The corrected extensional stress of Lupolen 1840D as a function of time at 130 �C with _�þ0 ¼ 0:01 s�1

(Wi¼ 5.2). The flow was stopped at an extension of �0 ¼ 2; 3, and 4.5, respectively. The dashed and solid lines

are the corresponding DE predictions with and without IAA, respectively.
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we refer to Eq. (5) as the DE model, this relates to the nonlinear properties of the equa-

tion. SDE is the relative strain. The rigorous form and the independent alignment approxi-

mation (IAA) of SDE are given by Eqs. (7) and (8), respectively

S
Rigorous
DE ðt; t0Þ ¼ 15

4

1

hjE � uji

�
E � u E � u
jE � uj

�
; (7)

SIAA
DE ðt; t0Þ ¼ 5

�
E � u E � u
jE � uj2

�
¼ 5Sðt; t0Þ: (8)

In both equations, u is the unit vector and E the relative deformation gradient tensor. The

bracket denotes an average over an isotropic distribution and the analytical formulas can

be found in Urakawa et al. (1995) for uniaxial and biaxial deformations. K–BKZ repre-

sentations [Bird et al. (1987)] that closely approximate the DE model with and without

IAA for general deformations have been provided by Currie (1982) and Hassager and

Hansen (2010), respectively. It appears from Figs. 9 and 10 that the IAA closely approxi-

mates the rigorous model in this situation.

A significantly different flow behavior is observed in the stress relaxation performed

before (�0 ¼ 2 and 3) and after the overshoot (�0 ¼ 4:5). The measured stress decays

much faster after the overshoot for both melts. Similarly to linear NMMD polymer melts

[Nielsen et al. (2008)], the elongational stress seems to decay nearly toward a DE based

stress at large times after the overshoot has been passed. At smaller imposed strains, the

stress of the branched LDPE melts (in Figs. 9 and 10) remains considerably larger than

the DE prediction. This is similar to the observations in Rasmussen et al. (2009) for a

branched NMMD polystyrene melt.

We also analyzed the stress decay by fitting the data with a sum of exponentially

decaying modes as

FIG. 11. Comparison of the raw data and the data after wave processing for Lupolen 1840D (_�þ0 ¼ 0:01 s�1,

�0 ¼ 4:5) at 130 �C.
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r�ðtÞ
r�ð0Þ ¼

X
i
Ai expð�t=~siÞ; (9)

where r�ð0Þ is the stress when the flow is stopped in Figs. 9 and 10. Figure 12 shows the

average relaxation time ~s0 as a function of the imposed Hencky strain. Here, the average

relaxation time is defined as ~s0 ¼
P

iAi~si=
P

iAi. Both melts show that in extensional

stress decay, the average relaxation time decreases with higher imposed Hencky strain.

The average relaxation times s0 for small Hencky strain defined in Eq. (1) have been

included in the figure for reference.

V. REVERSED FLOW

In Figs. 13 and 14, we show the measured extensional stress as a function of Hencky

strain for the reversed biaxial flow on Lupolen 3020D and Lupolen 1840D, respectively,

at 130 �C. In the figures, only the plots which are reversed at �0 � 4:5 were duplicated

and represent the de-noised data after the wavelet treatments. We did not repeat the meas-

urements which were reversed at Hencky strain lower than 4.5. For these measurements,

we simply picked one data point from every ten points in the original experimental data

set and thus the corresponding plots show the data without noise reduction. The solid

lines in the figures show the rigorous DE predictions.

Different behavior in the reversed extensional flow has been observed, before and after

the overshoot as well. Before the overshoot, the experimental observations depart

increasingly from the DE predictions with increasing imposed maximal strain (�0). How-

ever, when the flow is reversed at even higher Hencky strain (after the overshoot), the

deviations seem to reduce. In Fig. 15, we show the measured strain recovery �R as a func-

tion of Hencky strain �0 for Lupolen 3020D and 1840D. It can be seen more clearly that

FIG. 12. The average relaxation time in extensional stress decay of Lupolen 3020D and 1840D as a function of

Hencky strain at 130 �C.
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before the overshoot the strain recovery increases, while after the overshoot it decreases,

which indicates that the melt becomes less elastic.

In order to investigate further the strain recovery, we made more measurements for

Lupolen 3020D with different strain rates _�þ0 in the startup and the corresponding _��0 ¼ _�þ0

FIG. 13. The corrected startup and reversed stress of Lupolen 3020D at 130 �C as a function of Hencky strain.

The startup of the flow was uniaxial elongation with _�þ0 ¼ 0:03 s�1 (Wi¼ 19.1). The flow was reversed at

�0 ¼ 1:5; 2; 2:5; 3; 3:5; 4; 4:5; 4:8, and 5.0, respectively, with the identical strain rate _��0 ¼ 0:03 s�1. The solid

lines are the corresponding rigorous DE predictions.

FIG. 14. The corrected startup and reversed stress of Lupolen 1840D at 130 �C as a function of Hencky strain.

The startup of the flow was uniaxial elongation with _�þ0 ¼ 0:01 s�1 (Wi¼ 5.2). The flow was reversed at

�0 ¼ 2; 2:5; 3; 3:5; 4, and 4.5, respectively, with the identical strain rate _��0 ¼ 0:01 s�1. The solid lines are the

corresponding rigorous DE predictions.
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in the reversed flow. Figure 16 shows the experimental results and the DE predictions.

Before the overshoot, the strain recovery �R increases with higher Hencky strain �0 and

higher strain rate _�þ0 , and all the values are higher than the DE predictions. This is likely to

be the result of chain stretch not presented in the DE model. But after the overshoot, �R

decreases with �0 and _�þ0 . This may indicate that there is less chain stretch after the

FIG. 15. The strain recovery as a function of Hencky strain for Lupolen 3020D (_�þ0 ¼ _��0 ¼ 0:03 s�1,

Wi¼ 19.1) and 1840D (_�þ0 ¼ _��0 ¼ 0:01 s�1, Wi¼ 5.2) at 130 �C. The lines are the rigorous DE predictions.

FIG. 16. The strain recovery as a function of Hencky strain for Lupolen 3020D at 130 �C with different strain

rates _�þ0 ¼ _��0 ¼ 0:01; 0:03; 0:1 s�1 (Wi¼ 6.4, 19.1, 63.7). The dashed and solid lines are the corresponding DE

predictions with and without IAA, respectively.
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maximum. The experimental data on _�þ0 ¼ 0:03 s�1 also show that the strain recovery �R

tends to reach a constant value for large strains. This observation, however, is based on lim-

ited data. Furthermore, here the rigorous DE predictions show observable differences from

the DE with IAA. Indeed, it is expected that the IAA will lead to significant deviations

from the rigorous model in reversed flow [Doi (1980)].

VI. DISCUSSION

Both the measurements of stress relaxation and reversed flow indicate that the

branched LDPE melts show a similarity to linear polymers after the overshoot, since the

experimental data recover to the DE predictions. However, the DE model cannot predict

the strain hardening effect of the highly branched LDPE melts. There is a significant

deviation between the measured data and the predicted behavior in the start-up. It is nec-

essary to take other effects than pure configurational stress into account.

While a clear understanding of the molecular phenomena involved in the stress over-

shoot does not seem available presently, we wish to compare the experimental observa-

tions of Lupolen 3020D with the predictions from two of the commonly used constitutive

theories: The pom-pom model and the interchain pressure model. Since the Lupolen

3020D melt is highly polydisperse, we will use a multi mode version for each model.

The pom-pom model was originally proposed by McLeish and Larson (1998) with

both an integral and a differential form. A multi mode version of the pom-pom model

was proposed by Inkson et al. (1999) for various LDPE melts. Blackwell et al. (2000)

improved the multi mode pom-pom fit by smoothing the sharp transitions of the model.

Subsequently, an extended pom-pom (XPP) model was proposed by Verbeeten et al.
(2001) to overcome several drawbacks of the original pom-pom model, and more

recently the XPP model was used by Oishi et al. (2011) to simulate viscoelastic free sur-

face flows.

Since the pom-pom model has not been used to predict stress relaxation and reversed

flow following uniaxial extension, here we compare our experimental data with the multi

mode version of the original pom-pom model. The stress tensor of the differential

approximation of a multi mode pom-pom model is expressed as [Inkson et al. (1999)]

r ¼
Xn

i¼1

ri ¼
Xn

i¼1

gik
2
i ðtÞSPP;iðtÞ; (10)

where SPP;i represents the evolution of orientation and ki [Blackwell et al. (2000)] repre-

sents the evolution of backbone stretch for each mode i given by

SPP;i ¼
3Ai

trace ðAiÞ
; (11)

@

@t
Ai ¼ j � Ai þ Ai � jT � 1

si
ðAi � IÞ; (12)

@

@t
ki ¼ kiðj : SPP;iÞ �

1

ss;i
ðki � 1Þe�iðki�1Þ; (13)

with the initial conditions Aið�1Þ ¼ I and kið�1Þ ¼ 1. j is the transpose of the veloc-

ity gradient (jij ¼ @vi=@xj), ss;i is the relaxation time for stretch, �i ¼ 2=ðqi � 1Þ
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[McLeish (2002)], and qi is the number of arms on each branch point of the pom-pom

polymer. There are four fitting parameters in the pom-pom equations for each mode i: gi,

si, ss;i, and qi. The linear viscoelastic parameters gi and si are directly obtained from the

relaxation spectrum in Table I. The values of ss;i and qi associated with the nonlinear

properties are adjusted by “trial and error.” In the reversed flow, when ki < 1, there is a

modification for the parameter si given by [Lee et al. (2001)]

1

s�i
¼

1

si
for 1 � ki � qi

1

si
þ 1

ki

@ki

@t
� j : SPP;i for ki < 1

:

8>><
>>: (14)

The interchain pressure concept was originally proposed by Marrucci and Ianniruberto

(2004). The stress tensor of the interchain pressure model developed initially for linear

monodisperse melts [Wagner et al. (2005)] is given by the integral

rðtÞ ¼
ðt

�1
Mðt� t0Þf 2ðt; t0Þ5Sðt; t0Þdt0; (15)

where f represents the evolution of the tension in a chain segment given by

@

@t
f ¼ f ðj : SÞ � f ðf 3 � 1Þ

sa

� �
; (16)

with the initial condition f ðt0; t0Þ ¼ 1. sa is the tube diameter relaxation time. For the

highly polydisperse LDPE melt, we use a multi mode version in the form

rðtÞ ¼
X

i

ðt

�1

gi

si
e�ðt�t0Þ=si f 2

i ðt; t0Þ5Sðt; t0Þdt0; (17)

@

@t
fi ¼ fi ðj : SÞ � fiðf 3

i � 1Þ
sa;i

� �
; (18)

with three fitting parameters for each mode i: gi, si, and sa;i. The values of gi and si are

the same with the ones in the pom-pom equations. The values of sa;i are again adjusted

by “trial and error.”

Table II shows the fitting parameters used in the multi mode pom-pom model and the

multi mode interchain pressure model for Lupolen 3020D. Figure 17 compares the pre-

dicted extensional stress growth coefficient at different strain rates with the experimental

data. Neither of the two models can predict the overshoot. But they both approximately

fit the startup of the measurements before the overshoot at different strain rates. Wagner

and Rol�on-Garrido (2008) proposed a modified interchain pressure model which captures

the overshoot for a pom-pom polystyrene. We did not consider this model here, because

in stress relaxation (_� ¼ 0) the tube diameter relaxation time sa in the modified model

goes to infinity, and the interchain pressure effect vanishes in the evolution equation.

Figure 18 compares the predictions of stress relaxation of the two models with the

experimental results from Fig. 9. Both models seem to describe the stress data in the

relaxation phase when the relaxation is initiated at �0 ¼ 2 and 3, that is, before the stress

maximum is reached. However, the models do not capture the rapid stress decay during

the relaxation which is initiated after the stress maximum (�0 ¼ 4:5). In addition, the
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pom-pom model exhibits an oscillatory behavior not present in the data. This may be due

to the differential formulation that constitutes an approximation of the pom-pom integral

constitutive equation.

In Fig. 19, we compare our data for strain recovery (_�þ0 ¼ _��0 ¼ 0:03 s�1, Fig. 16) with

predictions of the DE model, the pom-pom model, and the interchain pressure model.

None of the models capture the qualitative feature of a maximum in recoverable strain.

The interchain pressure model gives a better prediction up to the recovery maximum cor-

responding in strain more or less to the strain for the stress maximum. The DE model

interestingly gives the best prediction for the material stretched well beyond the stress

maximum. While this may be fortuitous, it may also be interpreted as evidence that the

branching structure plays very little role in the dynamics after the stress maximum.

TABLE II. Fitting parameters used in the multi mode pom-pom model and the multi mode interchain pressure

model for the Lupolen 3020D melt at 130 �C.

Relaxation spectrum Pom-pom Interchain pressure

Mode i si (s) gi (Pa) qi ss,i (s) sa,i (s)

1 0.009421 140281.5 2 0.001713 50

2 0.061312 53547.1 2 0.011354 50

3 0.319808 33532.91 2 0.061502 50

4 1.8272 20196.16 2 0.358275 50

5 10.4064 9170.150 3 2.08128 50

6 57.9328 3551.614 4 12.8740 400

7 329.024 983.4258 6 131.610 10 000

8 2097.92 101.618 6 2097.92 200 000

FIG. 17. Comparison of the measured extensional stress growth coefficient �gþcorr ¼ hrzz � rrricorr=_�0 for Lupo-

len 3020D with the pom-pom model, the interchain pressure model and the linear viscoelastic (LVE) prediction,

at strain rates (from right to left) _�0 ¼ 0:003; 0:01; 0:03; 0:1; 0:3 s�1 (Wi¼ 1.9, 6.4, 19.1, 63.7, 191.0) at 130 �C.

The fitting parameters are listed in Table II. The experimental data are obtained from Rasmussen et al. (2005).
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Finally as shown in Fig. 20, the prediction of the strain recovery from the interchain

pressure model can fit the data before the overshoot quantitatively for several different

strain rates in the startup. This is similar to the observations for the pom-pom polystyrene

melt data [Rasmussen et al. (2009)].

FIG. 18. Comparison of the measured stress relaxation for Lupolen 3020D at 130 �C with the pom-pom model

and the interchain pressure model, at strain rate _�þ0 ¼ 0:03 s�1 (Wi¼ 19.1) in the startup. The fitting parameters

are listed in Table II.

FIG. 19. Comparison of the measured strain recovery for Lupolen 3020D with the pom-pom model, the inter-

chain pressure model, and the rigorous DE model at 130 �C at strain rate _�þ0 ¼ _��0 ¼ 0:03 s�1 (Wi¼ 19.1). The

fitting parameters are listed in Table II.
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VII. CONCLUSION

We have measured stress relaxation and reversed biaxial flow, both following uniaxial

extension, on Lupolen 3020D and Lupolen 1840D LDPE melts using an FSR. These

branched polymers show stress overshoots followed by steady stress in uniaxial extension

as previously reported by Rasmussen et al. (2005). After the overshoot, the stress relaxa-

tion measurements show a remarkably faster decrease in the transient stress compared

with the measurements before the overshoot. In reversed flow, the strain recovery

increases with the applied total Hencky strain until the strain at which the maximum in

the stress is observed. After the overshoot, the strain recovery decreases with total

applied Hencky strain, and it saturates at high strain values. Overall these measurements

show that the melts become less elastic after the stress maximum.

Both the measurements of stress relaxation and reversed flow indicate that the

branched LDPE melts behave similarly to linear polymers after the overshoot, since the

experimental data recover to the DE predictions. Both the multi mode pom-pom model

and the multi mode interchain pressure model can quantitatively predict the start-up of

the uniaxial elongation before the overshoot. Neither model is able to capture even quali-

tatively the stress relaxation or strain recovery of the material exhibited after the over-

shoot. Clearly the dynamics involved in the stress overshoot exhibited by branched

polymers still needs new theoretical insight.
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FIG. 20. Comparison of the measured strain recovery with the multi mode interchain pressure prediction for

Lupolen 3020D at 130 �C at different strain rates _�þ0 ¼ _��0 ¼ 0:01; 0:03; 0:1 s�1 (Wi¼ 6.4, 19.1, 63.7). The

fitting parameters are listed in Table II.
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