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Magnification in metamaterial hyperlenses has been demonstrated using curved geometries or tapered devices, at fre-
quencies ranging from the microwave to the ultraviolet spectrum. One of the main issues of such hyperlenses is the
difficulty in manufacturing. In this letter, we numerically and experimentally study a wire medium prism as an imaging
device at THz frequencies. We characterize the transmission of the image of two sub-wavelength apertures, observing
that our device is capable of resolving the apertures and producing a two-fold magnified image at the output. The hy-
perlens shows strong frequency dependent artefacts, a priori limiting the use of the device for broad-band imaging. We
identify the main source of image aberration as the reflections supported by the wire medium, and also show that even
the weaker reflections severely affect the imaging quality. In order to correct for the reflections, we devise a filtering
technique equivalent to spatially variable time gating so that ultra-broad band imaging is achieved.

One of the fundamental limitation of conventional imag-
ing systems is the diffraction limit, which arises due to high
spatial frequencies rapidly decaying in conventional materi-
als, preventing sub-wavelength features being transmitted in
the far-field.1 Hyperbolic metamaterials offer a solution to
overcome the diffraction limit: they have large anisotropy
resulting in a hyperbolic dispersion relation.2,3 This specific
property allows the propagation of extraordinary waves con-
taining the information of high spatial frequencies. Owing to
this, images can be transmitted over several wavelengths with
no loss of information.3 Up to now, a number of theoretical
and experimental implementations of magnifying hyperlenses
have been realized for frequencies ranging from microwave to
ultraviolet.4–13 In order to magnify images to the far-field, a
curved geometry based hyperlens was proposed in 2006, with
sub-wavelength alternating layers of metal and dielectric in
a cylindrical geometry.4,5 Such a metamaterial based hyper-
lens supports high spatial frequency propagating extraordi-
nary waves, and due to the cylindrical geometry high trans-
verse wave vectors are compressed, resulting in a magnified
image at the output of the hyperlens.4,5 Based on a similar
geometry, a magnifying hyperlens was fabricated at optical
frequencies,7 where 16 layers of Ag/Al2O3 were used to pro-
duce the hyperlens, but large-scale fabrication of such hyper-
lenses is challenging. The approach was extended to spheri-
cal hyperlenses, which magnifies images in two lateral dimen-
sions with resolution beyond the diffraction limit.8

At lower frequencies such as THz and microwaves, hyper-
lenses can be made with wire media (WM).6 At THz frequen-
cies Tuniz et al.,13 experimentally demonstrated both magni-
fying and non-magnifying hyperlenses by fabricating a WM
with the fiber drawing method.14 The magnifying hyperlens
was produced using a tapered section of the fiber that sup-
ports propagation of near-field features below the diffraction
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limit. However, fabrication of such larger tapers is also chal-
lenging. One of the key advantages of WM is that they are
robust to fabrication imperfections,3,15 and have low loss16 in
microwave to THz frequencies.

Hyperlenses rely on either curved geometries or tapering
of the medium, which are difficult to manufacture. A prism
shape, as originally suggested by Salandrino et al.,4 may be
realized by an obliquely cut output interface of a hyperbolic
metamaterial, and could be considerably easier to fabricate. A
prism in the canalization regime provides a magnified image
at the output, where image magnification depends on cutting
angle of the output interface. One of the main drawbacks with
the prism geometry is that an image is formed at the output
surface only – upon leaving the prism, different spatial fre-
quencies are refracted at different angles and the prism cannot
be simply used as a magnifying lens in the far-field, as can
be done with spherical or tapered hyperlens. Finally, while
not considered in the original paper, strong resonant behavior
is expected in such a finite structure, which would inevitably
lead to imaging artefacts.

FIG. 1. Schematic of the magnifying wire medium prism. The diam-
eter of the apertures is 200 µm with inner edge-to-edge separation
100 µm.

Recent theoretical and experimental investigation revealed
that imaging devices based on WM offer high quality images
at the Fabry-Perot resonances (FPRs) of the device, however,
away from such resonances images severely deteriorate,3,17,18
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FIG. 2. (a) Simulated intensity of the 2D image at 0.47 THz. (b) Simulated frequency dependent intensity profile along the u-axis through
the center (at y = 0) of the hyperlens. (c) Temporal intensity profile as a function of position and time (at y = 0). (d) Simulated intensity after
convolution and (e) Intensity of the 2D image after convolution at 0.47 THz. Horizontal dotted lines in Fig. (b,d) indicate the location of the
imaged apertures.

which thus limits the use of such devices for broad-band imag-
ing. Kaltenecker et al.,17 experimentally demonstrated that
artefacts appearing when imaging through a straight section
of the WM arise from reflections, which can be eliminated by
using single-cycle excitation pulses and time resolved mea-
surements. More recently, we reported that such a time gating
of ultra-short pulse measurements can be reproduced in the
frequency domain using appropriate convolution,18 resulting
in improved images away from FPRs. As we will see, region
of high quality images do not necessarily exist in the prism
configuration, implying a greater need for an appropriate post-
processing.

In spite of the drawbacks, the main advantage of the prism
geometry is that it does not rely on curved geometry or taper-
ing, making the structure simpler to fabricate than an equiv-
alent curved or tapered structure operating at the same fre-
quency. To date no experimental results based on such geom-
etry have been reported.

In this letter we present an experimental demonstration of
a prism design of magnifying hyperlens based on WM, anal-
ogous to the magnifying hyperlens proposed earlier by Sa-
landrino et al.4 We experimentally demonstrate transmission
of near-field information and magnification. Our experiments
show the existence of imaging artefacts due to reflections from
the interfaces. In order to eliminate the reflections, we intro-
duce a spectral convolution technique equivalent to spatially
variable time gating that restores the images, enabling the use
of the prism hyperlenses for broad-band imaging.

The paper is organized as follows. First, we study the image
transmission properties of the hyperlens via numerical simu-

lations, and also present a numerical method to eliminate the
artefacts. We then discuss the fabrication method used to pro-
duce the WM, and present a simple and inexpensive technique
to make the final shape of the hyperlens. Finally, we discuss
characterization of the sample and present near-field experi-
mental results.

Figure 1 shows a schematic of the prism design of the mag-
nifying hyperlens. Such geometry allows magnification of the
field distribution at the input end by effectively projecting the
modes propagating along the WM on the tilted side. Since the
output surface is skewed, a magnified image is obtained at the
output, and magnification on the output interface can be de-
termined by the ratio between wire spacing at both ends of the
device, which is equivalent to the inverse sine of the angle at
the tip of the prism, 1/sin θ. The hyperlens considered for the
simulations is composed of 153 (17×9) indium wires with 10
µm diameter and 50 µm spacing, surrounded by Zeonex. In
the simulations the refractive index of Zeonex is taken to be
1.52.14 The WM is oriented along the z-axis, and the objects
to be imaged are placed in the xy-plane with the features to
be resolved aligned on the x axis, see Fig. 1. The prism is
designed so that the angle at the tip of the prism is θ = 290

and the length corresponding to the long side in the z direc-
tion is Ll= 3 mm, consequently making the short side Ls =
1.56 mm. The chosen parameters lead to a length difference
between consecutive wires of 90 µm in the z direction, and to
a spacing of 102 µm along the image plane, corresponding to
a two-fold magnified image at the output interface.

For a straight uniform length WM, the wires all resonate at
the same frequencies, but for the prism hyperlens, since the
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wires are of different length along the propagation direction,
they resonate at different frequencies not having a condition
where undistorted images are created as it was at the FPRs for
the straight hyperlens. In order to investigate the effect of wire
resonances, and how reflections supported by the wires affect
imaging quality, we use finite integral based software (CST)
as a simulation tool. To reduce the computational time we
exploit the symmetry of the geometry and apply perfect mag-
netic boundary conditions in the xz-plane. In our simulation,
we consider two sub-wavelength circular apertures (diameter
200 µm and spacing 100 µm), placed 5 µm away from the
flat input side (object plane) of the hyperlens, and imaged at
the tilted output side (image plane). The electric field is cal-
culated for frequencies between 0.2 and 0.6 THz with 5 GHz
steps, which corresponds to a wavelength range of 500 to 1500
µm. The aperture size and separation are thus well below the
diffraction limit over most of the frequency range.

The apertures are excited by an x-polarized plane wave
propagating along the direction of the wires (z), and the elec-
tric field is calculated 70 µm away from the output interface.
Figure 2(a) shows the simulated intensity of the 2D image at
0.47 THz, which results in a magnified image at the output,
but the image is difficult to interpret. One of the aims of this
work is to correct the distorted image. To analyze the fre-
quency dependence of the imaging, the intensity in the center
of the 2D images (y = 0), which is referred to as the line-scan,
is plotted as a function of the position on the image plane, (co-
ordinate u in Fig. 1) and frequency, as shown in Fig. 2(b). The
intensity is then normalized to the input spectrum. The input
spectrum is calculated at the center of one of the bare apertures
(without hyperlens). Frequency dependent fields are denoted
by upper case (E), while we use lower case (e) for temporal
fields. In Fig. 2(b), two bands of intensity maxima with lo-
cation matching the apertures can be seen, however, strong
frequency dependent artefacts arising from the different reso-
nant frequencies of the different wires degrade the image.

Here we show that a similar method to that used in our pre-
vious work18 to eliminate artefacts arising from reflections in
straight sections of WM can be modified and applied to the
prism geometry. To avoid the reflections in the prism geome-
try, time gating of the ultra-short pulses needs to be adjusted
according to the varying lengths of each wire. In the frequency
domain, this spatially variable time gating can be achieved by
convolving the electric field with a phase shifted sinc function.
The electric field, e

′
of the time gated pulse can be written as18

e
′
(t) = e(t)Π(

t− ts
τ

) (1)

where e represents the electric field and ts is the time shift
corresponding to the varying lengths of each wire. The rect-
angular function Π( tτ ) of Eq. (1) is defined as:

Π(
t

τ
) =


0; t>τ, t<0,
1
2 ; t = 0, t = τ,

1; 0<t<τ,
(2)

τ denoting the gate width required to avoid reflections. The
gating width τ should be longer than the pulse width but

FIG. 3. Microscope image of the fiber cross section (a) input side
and (b) output side.

shorter than the propagation time of the first reflected pulse.
To obtain the fields in the frequency domain we apply the
Fourier transform to Eq. (1), which can be written as

E
′
(ω) = E(ω)∗[τ×sinc(ωτ/2π)×exp(−iω(2ts+τ)/2)] (3)

Now, to determine the proper gate width, the temporal in-
tensity profile corresponding to Fig. 2(b) is retrieved by ap-
plying a Fourier transform, which is shown in Fig. 2(c). Since
wires have unequal length along the output interface, the tem-
poral intensity along the interface (u-line) appears slanted.
From the temporal field profile it is possible to see the re-
flected pulses, where the separation between consecutive re-
flections is 2nL/c, where n is the refractive index of Zeonex
and c is the speed of light. Figure 2(c) reveals that the first
reflection is temporally well separated from the main pulse by
15.0 ± 0.5 ps. Despite the intensity of the first reflected pulse
being low (∼14 dB lower than the main pulse), the effect of it
on the image quality is not negligible.

In the simulation, the width of the excitation pulse is taken
as 4 ps, and to eliminate the reflections, we use a gating pulse
width of 7 ps. Such a gating pulse width will not cut the main
part the signal. Figure 2(d) shows the intensity profile as a
function of frequency after convolution. The frequency de-
pendent artefacts arising from different resonant frequencies
have been mitigated after applying the convolution method
and the images of the two apertures are now clearly separated
over the entire frequency band considered. As an example,
the intensity of the 2D image at 0.47 THz after convolution is
plotted in Fig. 2(e), showing a significant improvement in the
image quality compared with the image before convolution,
Fig. 2(a).

Note that, in spite of the fact that convolution gives a bet-
ter image, the image is elongated in one direction (along y)
which is due to the excitation of ordinary waves,18 the impact
of which could also be mitigated by adopting appropriate im-
age processing.18

We used a wire medium fabricated previously using the
fiber drawing technique, a technique potentially allowing
mass production of metamaterials with low cost.13 The
straight section of the WM contains 443 hexagonally arranged
indium wires with average diameter and spacing of 10 µm and
50 µm respectively, embedded in Zeonex, a cyclo-olefin poly-
mer with low losses at THz frequencies.19 The outer diameter
of the hyperlens is ∼1.3 mm. As a metal, indium is used be-
cause it has low melting temperature 156.60C, which is there-
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FIG. 4. (a,b) Experimental frequency dependent intensity profile and temporal intensity profile along the u-axis through the center of the
hyperlens. (c) Spectrogram of the temporal signal at u = 1.1 mm. (d) Experimental intensity profile after convolution. (e) Intensity of the 2D
image at 0.47 THz and (f) after convolution at 0.47 THz. (g) FOM of the raw image and after applying the convolution method as a function
of frequency for both simulation and experiment. Horizontal dotted lines in Fig. (a,d) indicate the location of the imaged apertures.

fore suitable for co-drawing with Zeonex.
The prism shaped hyperlens is fabricated as follows. We

take a PMMA sheet of thickness ∼2 mm, cut out of it a trian-
gular template with the required angles (mimicking the angled
part of the prism), drill a ∼1.5 mm hole in the template, insert
the fiber into the hole, and fix it with adhesive so that it com-
poses a single piece with the template. The faces may then
readily be polished to the required angles with good flatness.
Figure 3 shows microscope images of the fiber cross section at
the transversely polished input side and slanted elongated out-
put side. The inner diameter of the input side of the hyperlens
is ∼1050 µm, whereas the elongated diameter on the output
side is ∼2200 µm. The microscope image shown in Fig. 3 re-
veals small defects and variation of the wires dimensions over
the cross section of the fiber, however, we do not expect these
to significantly influence the imaging performance of the hy-
perlens.

To characterize the transmission properties of the hyper-
lens, we use time resolved THz time domain spectroscopy.
We place two apertures (dimension and separation the same
as considered in the simulation) in direct contact with the
input side of the hyperlens, illuminate the apertures with x-
polarized THz pulses, and measure the projection of the elec-
tric field along u (Eu) using a near-field antenna, after propa-
gation through the hyperlens. The detector is moved along the
u and y directions, resulting in a pixel-by-pixel raster scan of
the near-field. The raster scan is taken over 0.6 mm ×1.6 mm
with 0.05 mm steps in both directions. Spectral information is
obtained through the Fourier transform of the temporal signal.

Figure 4 shows the experimental results. Figure 4(a) shows
the frequency dependent near-field intensity, normalized with
the input pulse spectrum, where the input spectrum is mea-

sured at the center of one of the bare apertures (without hy-
perlens). As for the simulations, we see strong signals match-
ing the location of the apertures, indicating that our device
can separate feature sizes below the diffraction limit, and pro-
vides a two-fold magnified image. However, we also observe
distortion of the image at some frequencies, see for example
the vertical dotted line in Fig. 4(a) and the corresponding im-
age in Fig. 4(e). Figure 4(b) shows the temporal intensity
profile which is slanted as expected. The intensity of the first
reflection is very weak (∼16 dB below the main pulse), and
the separation between them is 16.0 ± 0.5 ps.

Though the intensity of the first reflected pulse is weak, Fig.
4(a) and (e) show it can nonetheless severely distort the image
quality. In order to consider whether the time gating method is
applicable, we need to consider broadening of the pulse due to
dispersion. In general, when a pulse propagates through a dis-
persive medium, group velocity dispersion leads to a broad-
ening of the pulse in the time domain, depending on initial
pulse width and propagation length. We measure broadening
of the main pulse after propagating through the hyperlens at
u = 1.1 mm (center of one aperture), giving a full width half
maximum of the pulse of 5.0 ± 0.5 ps, which is approximately
twice that measured through bare apertures without hyperlens
(2.5 ± 0.5 ps). At the longer side of the prism, longer wire
lengths lead to increased pulse broadening, but the reflected
pulses are then also further delayed proportionally. For these
parameters, reflected pulses can thus always be separated from
the main pulse. Figure 4(c) shows a spectrogram of the tempo-
ral signal at u = 1.1 mm, which provides information on pulse
broadening with time and frequency. From Fig. 4(c) it is clear
that main pulse is well separated from the first reflected pulse,
and the time gating method can be applied.
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Applying the same position dependent convolution tech-
nique as in the simulation but with a time gating width of 10
ps to allow for the effect of dispersion, results in improved im-
ages [Fig. 4(d), (f)]. The convolution eliminates reflections,
providing a clear separation of the two apertures over the en-
tire frequency band considered. The raw image at 0.47 THz
is plotted in Fig. 4(e), showing a distorted image which is no-
ticeably improved after convolution, Fig. 4(f).

We use a figure of merit (FOM)18 as a function of fre-
quency, which is calculated by comparing the electric field
distribution of the imaged apertures (with hyperlens) to the
two ideal rectangular apertures distribution. The FOM is ex-
pressed such that a value of 1 indicate that transmission of
the near-field of the aperture is perfect. For both simulation
and experiment [Fig. 2(b,d) and Fig. 4(a,d)], we calculate
the FOM of the raw image, and after applying the convolution
method. This is shown in Fig. 4(g) where it may be observed
that for both simulation and experiment the FOM of the raw
image (without convolution) is fluctuating, and is very low at
some frequencies (where the image quality is very poor), indi-
cating that it is difficult to interpret images over a wide range
of frequencies. At some frequencies (see peaks of the raw im-
age trace in Fig. 4(g)) it is possible to achieve good images,
however, as these frequencies are typically not known a priori
this is not very useful. After applying the convolution method,
the FOM exhibits a higher value with less fluctuations, mean-
ing better images can be obtained over the entire frequency
band considered. The convolution processing provides up to
a factor of four improvement in the FOM for the worst raw
images, whilst only negligibly degrading the best images.

The geometry investigated requires some considerations on
the loss for the fabricated fiber. For the straight section of the
fiber, loss was experimentally characterized using the cutback
technique to be increasing from 0.8 to 1.8 dB/mm between
0.2 - 0.6 THz.13 In our device, since the wires are of different
lengths, loss will be different along the slanted side of the lens
due to the different propagation length. There is a difference
in propagation distance of 541 µm between the apertures, and
this additional wire length gives a maximum additional loss
of 0.65 dB loss, which is not very significant and could eas-
ily be compensated. This number would increase for larger
hyperlenses, or a similar hyperlens with larger magnification
– however, at this stage this doesnt seem to pose a practical
limitation.

In conclusion, we have designed, fabricated, and experi-
mentally characterized the near-field transmission of a wire
medium prism. The designed structure has the advantage of
being a simple design and does not rely on tapering, mak-
ing fabrication easier. We have experimentally demonstrated
that the hyperlens can resolve sub-wavelength features below
the diffraction limit and provides a two-fold magnified image
at the output. The magnification of the hyperlens can be en-
hanced by adjusting the prism angle. However, we observed

that our device also showed strong imaging artefacts due to
reflections, making the resolution of sub-wavelength features
difficult. Appropriate post-processing through space depen-
dent convolution or time gating can be used to remove the
artefacts.

A drawback of the prism hyperlens is that it magnifies im-
ages in one dimension only. A cone geometry might be sim-
ilarly easy to fabricate and provide magnification in two di-
mensions. The second drawback of this type of geometry is
that while they do convert sub-diffraction details to spatial fre-
quencies that do propagate in free space, they only form a
direct image immediately at the output surface. However, in
principle the sub-diffraction details can be reconstructed in the
far-field, using appropriately designed compensating far-field
optics, or through numerical post-processing if measurements
include phase.
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