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Chapter 1

Introduction

The idea of using dielectric waveguides for the processing of optical sig-
nals in integrated circuits is not new. Serious technical discussion of
integrated optical circuits has been around since the 1960’s, and per-
haps earlier. Several landmark articles were published in the Bell System
Technical Journal by Miller and Marcatilli in 1969 [1–3]. They included
some important fundamentals – estimates on bending loss, directional
couplers, and mention of ring resonators. These are the building blocks
of integrated optics and in fact are applicable to other waveguiding sys-
tems – for instance, in the microwave region where the use of similar
devices predates their use in integrated optics. The potential of inte-
grated optics, however, has not been fully realized. The field experienced
growth and increased research interest with the “communications bub-
ble” of the late 1990’s, but there is no standard platform and it is unclear
what technologies, if any, will ultimately dominate. Planar germanium
doped waveguides, using materials similar to those used to make optical
fibers, represent one of the most popular integrated optical platforms [4],
but they generally do not have properties which are conducive to a high
level of integration. There are also relatively new ideas and technologies
that take advantage of non-conventional light guiding methods, such as
photonic bandgap based devices, that have received a lot of attention, but
have yet to prove themselves commercially viable for integrated circuits.

The goal often cited by advocates of integrated optical devices is in-
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2 Introduction

creasing the amount of processing done in the optical regime. This is
desirable because the transition to the electronic regime costs time [5],
and though electronic detectors and emitters are constantly making im-
pressive progress, it is thought that they will reach a fundamental fre-
quency response limit that might be best addressed by switching to the
optical regime [6]. Complex optical processing generally requires a wide
variety of flexible filtering functions that can be efficiently packed in a
small area. These needs are not well addressed by “standard” germa-
nium doped waveguides because a large bending radius ( ≈ 2mm− 1 cm
depending on the refractive index 1 contrast) is required [7] to maintain
low loss. As a result, the devices tend to be fairly large for an integrated
technology. More than this, many devices that can be implemented can
also be made with fibers. Fibers have the additional advantages of low
propagation loss; low insertion loss when coupled to other fibers; and low
birefringence. Fibers have also proved to be an effective medium for UV-
written gratings [8], which allows for the construction of complex filters,
and erbium doped fiber lasers [9]. Integrated optics must offer something
more, such as a high level of integration and more complex functionality.

The reason for the large size of integrated optical devices is not a
fundamental limitation of optical waveguide technology. It is because
the first integrated optical platforms were modeled after standard optical
fiber, and this means that they adopted properties that were developed
for the efficient transmission of signal over long distances and not for
high-density optical processing. Several criteria were important in the
development of standard fiber optic networks. A couple of them are:

1. Low loss. This has typically been reduced to about 0.2dB/km for
standard optical fiber [10].

2. Low group velocity dispersion. This is required to keep the spread-
ing of optical pulses over long transmission distances manageable [10].

Both of these criteria are addressed using relatively low-index con-
trast (∆n ≈ 0.01) waveguides with weakly guided modes. The demands
of integrated optics are, however, fundamentally different. Though loss

1The optical refractive index will be referred to as the “index”.



3

is still a concern, requirements for loss of less than 1 dB/km would be
ludicrous since the length of integrated optical components tend to be on
the order of centimeters (or less) 2. The total insertion loss of a device
should be manageable, but the size and function of the device should also
be considered. Group velocity dispersion, should be manageable, but,
again, the transmission distances of integrated optical circuits tend to
be on the order of centimeters. This means that a much higher level of
dispersion should be acceptable for integrated optical circuits, and this is
particularly true if dispersion compensating filters can be monolithically
incorporated.

So, some technical demands that led to choosing a low-index contrast
platform are significantly relaxed for integrated optical devices. Other de-
mands have, however, become more critical. For a smaller bending radius,
and thus a higher packing density, the immediate solution is an increase
of index contrast, though it must be noted that other approaches such as
trenches utilizing total internal reflection have also been proposed [11,12].
An extreme increase in index contrast can be used to make photonic
bandgap structures, or more morphologically classical planar waveguide
devices with a high-index rectangular core and smooth sidewalls. The
general concept can be applied to a number of different platforms, in-
cluding, but not limited to, semiconductors, polymers and different types
of glass [4].

In addition to increasing the packing density of photonic devices, there
is another fundamental reason sharper bends are desirable when making
integrated optical devices. Ring resonators, which can be viewed as a
fundamental optical filtering component [13], can be made much more
useful, flexible, and applicable to modern optical processing demands
when the radius of curvature is decreased. The reason for this is that
the free spectral range (the distance between adjacent resonances) is in-
versely proportional to the distance around the ring. Ring resonators
are technically attractive devices because they can be compact; they are
ideally non-reflective; and they provide channel selecting and dispersion
compensating filter functions [13].

2The propagation losses for germanium doped planar silica waveguides are, in fact,
significantly higher than optical fiber because of processing differences.



4 Introduction

The solution for making high-density integrated optics would seem
simple. Increase the index contrast and higher integration is possible,
but there are details that make this difficult. The size of the core nec-
essary for single mode operation is much smaller. This leads to tighter
manufacturing tolerances. Many of these tolerances don’t simply scale
with core size because waveguide properties become more sensitive to ge-
ometric variations of the waveguide cross-sections. A typical waveguide
requires that the effective index3 of the propagating mode be between
the refractive index of the core and the refractive index of the cladding.
This means that without consideration of waveguide dimensions, a high-
index contrast waveguide can have a wider range effective indexes than
a low-index contrast waveguide simply by virtue of the materials (and
their refractive indexes) used to define the waveguide. The particular,
discrete, effective index associated with a guided mode is determined by
the geometry of the waveguide. The variations of the effective index of
a guided mode as a function of perturbations to waveguide geometry are
therefore directly related to the index contrast.

Loss in high-index contrast waveguides is also greater for a given side-
wall roughness (increasing with the cube of the index contrast [14]), and
the efficiency of coupling to standard optical fiber is a problem because
of modal mismatch between the fundamental guided modes.

This thesis concentrates on high-index contrast waveguides made with
an amorphous silicon rich silicon nitride (an amorphous form of silicon
nitride with a high proportion of silicon) core material and silica cladding.
The fabrication techniques closely follow those used to make silica on sil-
icon waveguides that use germanium doping to define (by increasing the
refractive index) the core region. This fabrication technique was chosen
because of its availability at COM and the belief that a glass based plat-
form offered opportunities to improve the coupling of standard optical
fiber to high-index contrast devices.

The chapters of the thesis follow a compartmentalized view of the

3the effective index is defined for a guided mode propagating in the z-direction as
neff = βλ/2π where β is the propagation constant of the mode given in the general
expression for the electromagnetic field components f(x, y, x, t) = A(x, y)exp(iωt −

iβz). λ is the wavelength of the light in a vacuum.
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research, but it should be noted that some of the delineations are artifi-
cial. Chapter two starts with a summary of the material properties and
fabrication techniques. This is a wide and interesting field, and there has
been lots of work done on the material development at COM - some of it
predating my arrival. It is an essential consideration that determines the
limits of the technology because it ultimately decides what subset of the
theoretically possible devices are actually realizable at any given time.

The third chapter addresses high-index contrast waveguiding. Much
of the chapter deals with explaining the expected properties of high-index
waveguides. If I were coming to the Research Center COM today to
continue this research, this chapter would provide essential information
about the magnitude of effects related to polarization and dispersion.
The later parts of this chapter deal with some experimental results such
as propagation loss and curvature loss. These will offer a view of the
current limits of the devices made. One of the more interesting results
is related to low coupling loss to optical fiber when a certain waveguide
geometry is used.

The fourth chapter covers ring resonators and optical filters. Being
one of the major advantages of a high-index platform, ring resonators are
given a lot of focus. The basic model of the ring resonator is presented.
The way it is presented follows my understanding and addresses specifics
I believe are helpful for a continued research effort. The chapter continues
with some useful alternate formulations on ring resonators like the cou-
pling of modes in time - following B.E. Little’s formulation [15]. Then
experimental results are presented with emphasis on those that I believe
are indicative of the potential of this platform - including ring resonators,
add-drop filters and a double-ring filter.

The fifth chapter covers some results obtained using a photosensi-
tive germanium doped-layer used in combination with high-index contrast
waveguides. The full potential of this has yet to be realized, but at least
two interesting possibilities were explored. The first is the fabrication of
monolithic hybrid devices using both high-index contrast waveguides and
directly UV-written waveguides. This utilizes some special capabilities
developed at COM for direct UV writing and is an attempt to reduce
losses experienced when coupling to standard optical fiber. The second
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is UV writing gratings for high-index contrast waveguides using a phase
mask.

The sixth chapter covers some work on non-linearities. The emphasis
is on a set of measurements taken to measure the D.C. Kerr effect [16]
in high-index waveguides by tracking resonance shifts of ring resonators
as a function of an applied electric field. This is a particularly useful and
interesting part of the research because the high confinement of the optical
mode in high-index contrast waveguides leads to stronger electric fields for
a given signal power when compared to fiber. Strong electric fields allow
nonlinear properties to be more readily exploited to make active optical
devices. One example of this is an optically bistable ring resonator that,
in addition to the high confinement of high-index contrast waveguides,
can use a high quality (Q) factor to increase the power density.

The seventh chapter is a conclusion. It represents a conclusion to
my Ph.D. studies, but I don’t think it is a definitive conclusion of the
work because there are many more avenues to explore. As such, there
is indication of research I believe is a natural progression of the work
already done.



Chapter 2

Silicon Rich Silicon Nitride

In this thesis amorphous silicon rich silicon nitride (SixNy) films, also
referred to as silicon rich nitride (SRN), are used to make optical wave-
guides. This chapter will review some properties of these films, concen-
trating specifically on optical properties that are important for waveguid-
ing. A basic outline of the device fabrication process will be presented,
as well as some important measurements made on the material.

2.1 Integrated Optical Materials

Before proceeding, it should be noted that there have been many ma-
terial systems and processing techniques proposed for the fabrication of
integrated optical devices. Materials proposed include, but are not lim-
ited to, silica on silicon [7], silicon on insulator (SOI) [17, 18], lithium
niobate [19], indium phosphide [20], silicon oxynitride [21], and various
polymers [4,22]. The processing techniques for making waveguides, which
requires making structures with different indexes of refraction, include ion
exchange [23], cleanroom fabrication, proton bombardment [24], and UV
irradiation [25]. Some of these material systems and processing tech-
niques have specific advantages such as high nonlinearities (e.g. lithium
niobate and some polymers), or well defined processing techniques (e.g.
silicon on insulator).

Amorphous silicon rich nitride was chosen for the waveguiding medium

7



8 Silicon Rich Silicon Nitride

in this research because it could be fabricated using a platform similar
to standard silica on silicon optical waveguides; after proper preparation
it displays low optical loss in the communications band around 1550nm;
it provides a large refractive index contrast with silica; and it offers the
possibility of easy integration with different types of waveguides (e.g.
clean room fabricated germanium doped silica waveguides or directly UV-
written waveguides, which will be shown in chapter 5).

2.2 Materials

2.2.1 Deposition

All devices made used a 4 inch diameter silicon wafer for a substrate.
Since the refractive index of silicon in the communications bands is greater
than that of the materials conventionally used for making waveguides, a
thermal oxide layer was grown on the wafer to provide a buffer/lower-
cladding material for optical waveguides. This is a standard procedure
when fabricating silica on silicon waveguides. The thickness of the ther-
mal oxide layer was typically between 10µm and 12µm. This thickness
is more than adequate to prevent significant signal loss to the silicon
substrate ,via substrate leakage, for the well confined guided modes of
high-index contrast waveguides [26].

Silicon rich silicon nitride was deposited on the thermal oxide using
low pressure chemical vapor deposition (LPCVD). The chemical species
used for the formation of the film were dichlorosilane (SiCl2H2) and
ammonia (NH3). The flow rates of these gases can be controlled to affect
the stoichiometry of the film, which has a direct influence on the film’s
refractive index and the stress. A typical ratio for the gas flows was
3.2 : 1 (dichlorosilane(sccm):ammonia(sccm)). The deposition rates of
the film were approximately 5nm/min and the total deposition time for
a 0.6µm film was about 2 hours not accounting for time associated with
temperature ramping.

After depositing the film, the samples were annealed at 1100◦C to
reduce stress and the number of N − H bonds in the film. The pres-
ence of N − H bonds in a film can have deleterious effects on optical
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Figure 2.1: Typical cross-sectional configuration of a silicon rich silicon
nitride waveguide.

components because the primary absorption of the N − H bonds has a
wavelength of 3000nm and an overtone occurs around 1500nm. The
precise location of this harmonic may vary according to molecular struc-
ture [26]. Temperatures typically used to break N − H bonds exceed
1100◦C, but crystallization centers have been observed in the silicon rich
silicon nitride films that have been annealed above 1100◦C. Random
crystallization centers can cause local fluctuations of the refractive index
that lead to the scattering of propagating optical modes and are therefore
undesirable for optical films. As a result, the films are typically annealed
for a longer period of time (4 hours) while maintaining the temperature
at 1100◦C [27] or below. This solution seems to have the desired effect
(see section later in this chapter) of reducing optical signal loss associated
with N −H bonds. This is briefly reviewed in section 2.4.

The stresses of these films were measured by observing deformation
of wafers after processing for films deposited directly on the silicon sub-
strate and applying Stoney’s equation [27]. These stresses varied between
50MPa (tensile) and 250MPa (compressive). Stresses that are lower
than or equal to 10MPa have been measured in deposited silicon rich
silicon nitride films [27].

Films with a thickness of ≈ 0.5µm have been measured to have a
thickness uniformity of less than 6.9% for a batch of 12 wafers and 1.7%
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Figure 2.2: The refractive index of LPCVD deposited silicon rich silicon
nitride films as a function gas mixture [NH3](sccm)/[SiH2Cl2](sccm).
The measurements of the refractive index were performed with a prism
coupler after annealing [29].

for a single wafer with a tendency to have a slightly thicker film toward the
edge of the wafer. The optical refractive index of the film was measured to
vary between 2.06 and 2.16 at 633nm (see figure 2.2). A much wider range
than this has been observed elsewhere [28] with more extreme changes in
stoichiometry. The uniformity of the film’s refractive index was measured
to be ≈ 0.3% for a film with a nominal refractive index of 2.09 at 633nm
(this translates to a refractive index of 2.06 at 1500nm) [27].

LPCVD is available for the deposition of thin films (up to ≈ 1.5µm of
silicon rich silicon nitride may be deposited) and has several advantages
over other deposition technologies such as plasma enhanced chemical va-
por deposition (PECVD). First, it is a batch process. In the ovens at
COM, there can be well over 15 wafers deposited at once with good
uniformity. Secondly, the films show low stress after deposition when
compared with PECVD deposited films.
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2.3 Waveguide Fabrication

Waveguide-based structures were designed for a high-index contrast wave-
guides. Layout files were generated from the designs. With the layout
file and tolerance specifications, a mask was ordered from and manufac-
tured by CompuGraphics 1. Contact UV lithography was used to trans-
fer the waveguide structures to a photo-resist film. The photo-resist film
used was AZ5214E (Shipley), the approximate thickness of this film was
1.5µm.

Reactive ion etching (RIE) was used to etch the waveguides into
the silicon rich silicon nitride film. A layer of borophosphosilicate glass
(BPSG) was deposited as a top cladding. This layer is designed to flow
easily during annealing to ensure good, uniform coverage of waveguides.
The mixture of phosphorus and boron was adjusted to match the re-
fractive index of the deposited and annealed film to that of the thermal
oxide (SiO2) layer. Good control over the sidewall angle was observed,
with some sidewalls having an angle of 89◦ (i.e. nearly perpendicular to
the substrate). The angles of the sidewalls were observed with a scan-
ning electron microscope (SEM) immediately after etching, with no top
cladding [29].

2.3.1 Linewidth Reduction

A waveguide is defined on a photolithographic mask with a certain width.
After processing the actual waveguide has a width that is typically less
than the structure on the photolithographic mask. The difference be-
tween the widths of the waveguide as defined on the mask and the actual
waveguide width is the linewidth reduction. It is an idealized number
that assumes a rectangular waveguide cross-section, but since there is
good control of the sidewall angle, it is considered here to be a adequate
indicator of processing performance.

The linewidth reduction of different samples of silicon rich silicon ni-
tride waveguides has been measured to be between 0.2µm and 0.7µm.

1Compugraphics International Ltd., Glenrothes, Fife,KY7 4NT, Scotland
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Figure 2.3: A: image of a 8µm period test structure. B: cross-section of
he image used to determine scaling and linewidth reduction.

The wide range of linewidth reductions reflects the sensitivity of the pro-
cessing. The best linewidth reductions were between 0.2µm and 0.3µm.

The linewidth reduction was measured with two basic techniques. The
first techniques used a scanning electron microscope (SEM) to image
waveguide cross-sections immediately after etching. Samples measured
were not processed further and the measurements reflected linewidth re-
ductions that were typical for a batch of wafers. The second technique
for the measurement of the linewidth reduction used optical microscopy
of test structures after the fabrication of the device was complete. With
this technique, test structures that have a known periodicity were imaged
under an optical microscope to calibrate the scaling/magnification of cap-
tured images (i.e. the size of the pixel at a certain magnification). After
calibration, the widths of waveguides were measured and compared to
the width of the waveguides designated on the photolithographic mask.
Though this technique is conceptually simple, the definition of what op-
tical signature corresponds to the waveguide width is tricky. Linewidth
reduction measured with optical microscopy is therefore an imperfect in-
dicator. It should, however, be noted that the results obtained generally
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Figure 2.4: Test structures showing a varying gap (on mask) between
waveguides. Labels of the gap width are given above the waveguides.

agreed with figure obtained from SEM pictures. A sample of test struc-
ture pictures is shown in figure 2.3, along with a cross-sectional slice.

Measurements of linewidth reduction are complicated by structures
that are not isolated waveguides and a single number for the linewidth
reduction may be misleading in certain cases. One of the the most impor-
tant structures in integrated optics that may be non-uniformly affected
and misrepresented by a quoting a single linewidth reduction figure is the
directional coupler. Gaps between waveguides may suffer from a number
of anomalies that lead to a closing of the gap or top cladding irregularities
in the coupling region. Figure 2.4 shows a test structure fabricated to test
the limits of processing and clearly shows a 0.4µm gap (as designed on
the mask) between two relatively wide waveguides being a the limit of the
processing with this wafer. The minimum possible gap is a convenient
and useful figure, but can be misleading because waveguides of different
widths can display different minimum gaps.
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Figure 2.5: A: clean coupling region: 1µm wide waveguide with a 0.6µm
(on mask) gap between the inner edges of the waveguides. B. merged
coupling region: 1.2µm wide waveguides with a 0.4µm (on mask) gap
between the inner edges of the waveguide. C. irregular coupling region
(right hand side): 1µm wide waveguide with a 0.6µm (on mask) gap
between the inner edges of the waveguides. The picture in C was taken
from a different location on the same wafer as A.
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Figure 2.5 show waveguides coupled to ring structures and some of
the problems that can occur. The first image (A) in figure 2.5 shows two
coupling regions of an optical resonator. Both coupling regions in this
case show good separation between the waveguides. The second image
(B) in figure 2.5 shows a situation in which the gaps of both couplers
are completely closed. The waveguides have merged during processing.
The third image (C) in figure 2.5 shows an optical resonator in which the
couplers have been non-uniformly affected. One coupler structure, to the
left, shows good separation between waveguides. The other coupler, to
the right, has defects in the coupling region. This is a good indication of
processing anisotropy since these couplers are close in proximity, and lie
at a 90◦ angle with respect to one another.

As a practical matter, these limits were viewed as a design constraint.
Variations in the linewidth reduction between different processing runs
were dealt with by making several structures designed to yield similar de-
vices assuming different linewidth reductions. This is not always simple
because to exploit the benefits of high-index contrast structures, particu-
larly large free spectral range ring resonators, the coupling lengths should
be short. This generally requires sub-micron coupling gaps.

Anisotropy, such as shown in figure 2.5 (C), presents a particular prob-
lem for the fabrication of useful optical filters because the performance
of devices often relies on the relationship between coupling ratios.

2.4 N-H Absorption

Optical attenuation is another important characteristic of optical wave-
guides and needs to be addressed in any material system used to make
waveguides. There are several possible origins for attenuation, and as
previously stated, N −H bonds have a harmonic that can cause absorp-
tion in communications band around 1500nm. Annealing the sample
should reduce the number of N − H bonds and thus the attenuation of
optical signal. To test this hypothesis, the attenuation of a thin film of
silicon rich silicon nitride was measured using a pair of prism couplers [30]
shown in figure 2.6. Light was coupled into a guided slab mode of a sil-
icon rich silicon nitride film using a prism. Another prism was used to
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Figure 2.6: A diagram of the dual prism coupler set-up. The prism
coupler to the right of the figure was translated across the surface of the
wafer. [26]
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Figure 2.7: A graph of the propagation loss in a silicon rich silicon nitride
film as measured with the dual prism coupler set-up in figure 2.6 [26].
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couple light out of the same guided mode as the separation between the
prisms was varied by translating the out-coupling prism across the sur-
face of the wafer. The signal collected was measured as a function of the
distance between the prisms. A figure for the optical propagation loss of
the guided mode in the film was derived from this data. The results of
the measurement are shown in figure 2.7 as a function of wavelength.

The results show that annealing reduces the attenuation in the wave-
lengths around 1500nm. The location of a noticeable absorption peak
(around 1530nm) and its reduction with annealing is a good indication
that N −H bonds are responsible for the attenuation and that they are
reduced with annealing.

2.5 Other Material Properties

Other measurements on the materials have recently been made by Karin
N. Andersen. Rutherford back scattering measurements indicate that the
relative proportions of silicon and nitrogen in the SixNy film are between
y/x = 0.8 and y/x = 1.1, depending on the mixture of gases used during
deposition. X-ray diffraction measurements also confirm that the film
is amorphous for annealing temperatures below 1100◦C and noticeable
crystallization for samples annealed at 1140◦C.

2.6 Conclusion

The combination of low stress, adjustable refractive index, low optical
loss and reasonably good lithographic behavior makes the use of amor-
phous silicon rich silicon nitride for optical waveguiding attractive and
promising. By far, the biggest disadvantage is variation in lithography
and the difficulties this presents with design parameters such as coupling
gaps. Some groups have used multi-layer techniques and planarizing to
make ring resonators in multi-layer structures [31]. In this case the gaps
are controlled by a film thickness. Other groups have recently used e-
beam lithography to define structures and have demonstrated great con-
trol over fine features [32]. This allows for extremely small coupling gaps
(e.g. 60nm). These techniques were not used. Instead, wider coupling
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gaps and longer coupling lengths were used in an attempt to make sin-
gle layer devices. This has a disadvantage of increasing the length of
resonator (decreasing the free spectral range), but also avoids problems
with multi-layer alignment and follows techniques that might be useful
for relatively high throughput commercial production of devices.



Chapter 3

High Index Contrast

Waveguiding

The waveguides and waveguide based devices studied during this project
have a core made of amorphous silicon rich silicon nitride (SixNy) and a
cladding of silica (SiO2). The optical refractive index of amorphous sili-
con rich silicon nitride is adjustable and depends on the mixture of gasses
used during deposition [27]. The refractive index of the core material was
typically chosen to be 2.06 at a wavelength of 1.55µm. The refractive
index of the cladding was that of pure silica, 1.44 at a wavelength of
1.55µm, though there are some notable exceptions that will be discussed
later in the chapter on UV-engineered hybrid devices.

Given this as a basis for an optical waveguiding system, the question
that needs to be answered is , “what can be done with it?” Some general
answers to this question are given – first in a fundamental way, starting off
with Maxwell’s equations and noting some waveguiding properties that
might be surprising to those accustomed to lower-index contrast wave-
guides and the weak guidance approximation [33]. Then some specifics of
amorphous silicon rich silicon nitride waveguides are explored - including
some predictions of performance and expected difficulties.

The chapter ends with discussion of some experimental results that
indicate the usefulness of silicon rich silicon nitride waveguides for high-
density integrated optics.

19
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3.1 Wave Equation

The behavior of high-index contrast optical waveguides follow directly
from classical electromagnetism, and Maxwell’s equations are given here
in mks units for completeness and reference. It has been assumed that
the structures under consideration are made of dielectric materials and
that there are no free charges present.

∇ ·D = 0 (3.1)

∇ ·B = 0 (3.2)

∇×H =
∂

∂t
D (3.3)

∇×E = − ∂

∂t
B (3.4)

Where D is the electric displacement field, E is the electrics field, B

is the magnetic flux density, and H is the magnetic field. The vectorial
quantities (E, D, H, and B) are not independent and are related to one
another through the constitutive relations. For a linear, isotropic media,
these relations are given by: D = εE and B = µH , where ε is the scalar1

bulk permittivity and µ is the scalar bulk permeability. The permittivity
may be defined as ε = εrεo where εo is the permittivity of free space and
εr is the relative permittivity. Likewise, the permeability may be defined
as µ = µrµo , but when not dealing with magnetic materials the relative
permeability is unity, so that µ = µo.

For idealized, passive waveguides it is assumed that the permittivity
is a function of spatial coordinates, but not a function of time. Taking
the curl of the Faraday equation 3.4 and applying these assumptions, the
following equation is obtained:

∇2E − µε ∂
2

∂t2
E = ∇(∇ ·E) (3.5)

This can be reduced further with the application of some vector iden-
tities to the form (see Appendix A) [33,34]:

1The permitivitty is generally a tensor, but is recued to a scalar in an isotropic
medium.
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Figure 3.1: simple waveguide cross-section

∇2E − µε ∂
2

∂t2
E = −2∇(∇ln(n) ·E) (3.6)

where n is the refractive index and is defined as n =
√
εr.

The left hand side of equation 3.6 has arguments associated with the
wave equation and the right hand side of equation 3.6 is a consequence
of the refractive index being a function of the spatial variables. In op-
tical waveguides with a low-index contrast, it is assumed that the term
on the right hand side will be approximately zero since the variation in
the index is small. This is the weak guidance approximation [33]. For
high-index contrast waveguides this term is typically not negligible across
the total waveguide cross-section. For an idealized model of a waveguide
that assumes the core is defined by step-like functions of the refractive
index, the continuous representation is also problematic since the ideal-
ized refractive index is discontinuous at the boundary. This makes the
gradient of the index (or the natural log of the index) undefined along
that boundary.

Equation 3.6 is reduced to a more familiar form by assuming that the
refractive index is a constant and that the electric field, E, can be written
in the form E(r, t) = E(r)eiωt, where ω is the angular frequency and r



22 High Index Contrast Waveguiding

is a vector defining the spatial coordinates. This is done without loss of
generality because a general solution can be found for each of the areas of
constant refractive index, and boundary conditions can be applied later.
Furthermore, the time response can be recovered by an inverse Fourier
transform [35]. Equation 3.6 can then be expressed as the Helmholtz
equation:

∇2E + µεω2E = 0 (3.7)

Making the substitutions : ω = 2πc
λ and µε = n2

c2
, where λ is the

vacuum wavelength, and c is the speed of light in a vacuum, the following
equation is obtained:

∇2E +
4π2n2

λ2
E = 0 (3.8)

In defining the waveguide structure, the z-axis is taken to be the
optical axis, and, as such, the direction a guided mode propagates along
the waveguide. Accordingly, the x and y coordinates are transverse with
respect to the direction of propagation, and the Laplacian operator can be
divided into a transverse term and a propagation term. This separation
can be designated in mathematical notation as [33]: ∇2 = ∇2

t +
∂2

∂z2
,

where ∇2
t =

∂2

∂x2 +
∂2

∂y2 . Substituting this representation of the Laplacian,
equation 3.8 becomes:

∇2
tE + k2on

2E = β2E (3.9)

Where β represents the propagation constant that is defined by as-
suming the E(r) = E(x, y)e−iβz, and ko is the magnitude of the vacuum
wave vector, defined as ko =

2π
λ . Equation 3.9 is an eigenvalue equation,

where β2 is the eigenvalue, and E(x, y) is the eigenfunction. A term that
will be useful later, the effective index (neff ), can be defined as neff = β

ko
.

Equation 3.9 is a vector equation and represents 3 scalar equations.
A similar equation can be derived for H. For a waveguide with a rect-
angular cross-section, there is no known analytical solution satisfying the
general solution of the equations and the boundary conditions. Approxi-
mations (e.g. the Marcatili approximation [2]) and numerical techniques
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(e.g. finite difference [36], and Wave Matching Method [37]) are generally
used to find a solution. At least two relevant, and not independent, pieces
information can be gleaned from the solutions obtained numerically or by
approximation. The first is the effective index, which is the equivalent
of the eigenvalue, for any given mode. The second is a detailed mode
profile, consisting of the various vectorial components of the electromag-
netic field. This can be used for calculations dealing with projections (e.g.
coupling form one mode to another at the interface of two waveguides)
and evanescent coupling (e.g. that which happens when waveguides in
close proximity start exchange power).

For any given waveguide, there are a set of discrete effective indexes
that correspond to bound, propagating modes. This set may have a size
of zero if the waveguide is ill-defined, but if consideration is restricted to
those waveguides having a cross-sectional geometry shown in figure 3.1,
i.e. a rectangular core region surrounded by a homogeneous cladding
layer; refractive indexes, ncore and nclad, which are real; and a core mate-
rial that has a higher refractive index than the cladding (ncore > nclad),
then there will be guided modes. The limit as the area of the core goes
to zero will correspond to a plane wave propagating along the z-axis in
the cladding material and this amounts to the fundamental mode having
expanded in an infinite extent.

A fundamental result of the boundary conditions is that guided modes
must have an effective index between the refractive indexes of the cladding
and core materials. This seemingly simple property has many implica-
tions for high-index contrast waveguides. Compared to relatively low-
index contrast waveguides, high-index contrast waveguides have a wider
range of possible effective indexes associated with guided modes. The
actual discrete value of the effective index for any particular mode being
determined by the waveguide geometry (which determines the boundary
conditions). This translates directly into a higher variation of waveguide
properties as the waveguide dimensions change. Furthermore, polariza-
tion effects are also accentuated by the high index contrast so that small
asymmetries can lead to large birefringence and polarization mode dis-
persion.
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3.2 Modes

When using waveguides for the transmission of information, group ve-
locity dispersion can degrade the signal and it is therefore important to
understand its basis in the properties of propagating modes. Disper-
sion has several origins, including material dispersion, modal dispersion,
polarization mode dispersion, and geometrically induced (or waveguide)
dispersion. The last three of these are influenced by waveguide geometry
and, in the case of high-index contrast waveguides, waveguide geometry
is often the dominant contributing factor. For this reason, some general
properties of propagation of modes are addressed and the magnitude of
some effects calculated with special emphasis on the geometric effects.

3.2.1 Single Mode

If polarization effects are momentarily ignored, the question of eliminating
modal dispersion is a question of keeping the waveguide core small enough
so that only the fundamental mode is a bound solution to the eigenvalue
equation seen in the last section (equation 3.9). In other words, only one
eigenvalue that corresponds to just one propagation constant (or effective
index) is desired.

For a first approximation of single mode criteria, the definition of the
V-parameter (or waveguide parameter) for waveguide with a rectangular
cross-section is recalled [33]:

V =
2π

λ
ρncore

√
2∆ =

2π

λ
ρ
√

n2core − n2clad (3.10)

where ∆ is the relative index difference and is defined as ∆ =
n2
core−n

2
clad

2n2
core

;

and ρ =
√
ρxρy where ρx and ρy are the half widths of the waveguide

shown in figure 3.1. This parameter is roughly analogous to the V-
parameter (normalized frequency) of fibers [10] and can be used to provide
an estimate of the dimensions of a square waveguide that correspond to
the cut-off of the first anti-symmetric mode (i.e. a single mode crite-
rion). If we consider the a silicon rich silicon nitride core (ncore = 2.06 at
λ = 1550nm) with a silica cladding (nclad = 1.44 at λ = 1550nm) and
follow suggestions for V = 2.131 [33], then 2ρ = 0.7µm.
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Figure 3.2: Shows the approximate cut-off of the first anti-symmetric
mode of a silicon rich silicon nitride waveguide with a core having a
square cross-section. This defines the single mode criteria for high-index
contrast (amorphous silicon rich silicon nitride) waveguides.
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The V-parameter offer an approximation of the single mode condition
but it is generally only valid for waveguides that are nearly symmetric,
and direct calculation of the cut-off can be quite difficult since, as previ-
ously mentioned, there are no analytical solutions. Numerical techniques
are notoriously poor at calculating cut-off conditions since modes near
cut-off are not well confined and many numerical techniques rely on a fi-
nite calculation window and/or search for extrema in some figure of merit
that is difficult to distinguish for values that correspond to a situation in
which the effective index approaches the boundaries of what is physically
meaningful.

Two methods have been commonly used to calculate modal proper-
ties for this project: the finite difference method using BBV Olympios
Software and the Wave Matching Method (WMM) [37]. The single mode
criteria can be approximated with numerical techniques by extrapolation
of the effective index associated with the the first antisymmetric mode as
a function of waveguide dimensions and finding the intersection of this
with the cladding index. This is shown in figure 3.2. For square core
waveguides, this is generally in good agreement with the approximation
using the V-parameter.

3.2.2 Polarization: Birefringence

Gauss’ equation (equation 3.1), Faraday’s equation (equation 3.4) and the
constitutive relations describe an electric field, E, that must obey certain
boundary conditions. These boundary conditions lead to a discontinuity
in the component of the electric field that is perpendicular to an interface
between two materials with different refractive indexes. The component
of the electric field that is parallel to the interface is, however, continuous.
Simply stated, the boundary conditions are:

n21E1⊥ = n22E2⊥ (3.11)

E1‖ = E2‖ (3.12)

where E1⊥, and E2⊥ are the electric field components on either side
of a boundary that are perpendicular to that boundary; E1‖ and E2‖
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Figure 3.3: Magnitude of field components for a 0.6µm × 0.6µm silicon
rich silicon nitride waveguide. The mode corresponds to the (quasi-)TE
polarization.
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Figure 3.4: The calculated effective index of 0.6µm silicon rich silicon
nitride waveguides as a function of waveguide width. Note the geometri-
cally induced birefringence for waveguides not having a symmetric core.

are the parallel components of the electric field; and n1 and n2 are the
refractive indexes on either side of the boundary. Under the assumptions
of the model being used (no free charges and a constant permeability),
all components of H are continuous.

For high-index silicon rich silicon nitride waveguides that normally
have a core with an index of ncore = 2.06 at 1550nm and are clad with
silica that has an index of nclad = 1.44 at 1550nm this means that the
E-field is discontinuous at the boundary by approximately a factor of 2
(i.e. Eclad⊥ ≈ 2Ecore⊥). Figure 3.3 shows the field components of a mode
guided in a 0.6µm × 0.6µm waveguide. The magnitude of the electric
field in the y direction, Ey clearly displays the discontinuity.

This discontinuity has consequences for coupling between waveguides
(e.g. a directional coupler) which relies on the overlap of the evanes-
cent fields, and, perhaps more importantly, it has consequences on the
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propagation constant of the mode. Generally speaking, a waveguide will
have different propagation constants for different polarizations simply by
virtue of the morphology of the waveguide (neglecting material effects).
The only case this is not true, by definition, is when there is a degeneracy
in propagation constants. For simple waveguide geometries (e.g. shown
in figure 3.1) this is the result of symmetry with respect to a 90◦ rotation.
In other words, the propagation constants (effective indexes) of different
polarization is the same if the waveguide has a square core and a homoge-
neous cladding. When the geometry does not display this symmetry, the
propagation constants (effective indexes) diverge as shown in figure 3.4,
where the effective indexes of a 0.6µm thick waveguide is shown as a
function of waveguide width. Notice in figure 3.4 the effective indexes of
the two different polarizations cross when the width of the waveguide is
0.6µm (e.g. the waveguide is symmetric).

For useful photonic devices, the situation is more complicated and
cannot be solved by simply using square waveguides. Useful devices gen-
erally require more than simple straight waveguides. The cross-sections
of structures like directional couplers do not display symmetry with a 90◦

rotation and bent waveguides can induce polarization effects [38].

When considering simple straight waveguides, the geometric effects
on birefringence must be quantified in a way that allows a meaningful
analysis of the impact of cross-sectional geometry on mode propagation.
There are three quantities of interest that indicate how well the propaga-
tion properties of the modes are known. These three quantities are the
variation of the effective index associated with the two polarizations (TE
and TM) as a function of waveguide dimension, and the difference in the
effective indexes (i.e. birefringence) as a function of waveguide dimension.
If we define the birefringence as ∆n = (nTEeff−nTMeff ), then the errors
associated with these quantities are:

σ2nTEeff
=

(

∂nTEeff
∂w

)2

σ2w (3.13)

σ2nTMeff
=

(

∂nTMeff

∂w

)2

σ2w (3.14)
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σ2∆n =

(

∂nTEeff
∂w

− ∂nTMeff

∂w

)2

σ2w (3.15)

where w is the waveguide width, nTEeff is the effective index of the
TE polarization and nTMeff is the effective index of the TM polarization.
Values for partial derivative when nTMeff = nTEeff , which corresponds
to a waveguide with a square core, can be obtained for the situation shown
in figure 3.4 and are:

∂nTEeff

∂w ≈ 0.5µm−1 ∂nTMeff

∂w ≈ 0.3µm−1 ∂∆n
∂w ≈ 0.2µm−1 (3.16)

Some sample calculations using these values yield a need for extremely
tight tolerances. For instance, if birefringence less than 10−2 (i.e. |∆n| <
10−2) is desired, the total error associated with the width of a waveguide
with a nominally square cross-sectional core should be less than roughly
0.05µm or 50nm, assuming that the origin of the birefringence is purely
from the geometry of the waveguide. Errors in the absolute thickness of
the film can also affect these values as well as processing variations that
may contribute more than simple linewidth reduction to the waveguide
index profile. Variations in processing that lead to trapezoidal core shapes
or diffusion at the boundaries defining the waveguide can also be expected
to have potentially significant effects.

It is interesting to note that the variation of waveguide properties
continues to increase as the index contrast increases. For SOI technology,
the extreme index contrast causes an amplified dependence on waveguide
dimensions. A 0.3µm × 0.3µm silicon waveguide clad in silica, as has
been used by some groups [39], has the following variations in effective
index and birefringence with waveguide geometry:

∂nTEeff

∂w ≈ 4.5µm−1 ∂nTMeff

∂w ≈ 1.8µm−1 ∂∆n
∂w ≈ 2.7µm−1 (3.17)

This means the required processing tolerances are about an order of
magnitude higher for SOI technology.

The sensitivity of the effective index to waveguide geometry continues
to have effects for the group velocity and dispersion.
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3.2.3 Polarization: Effective Group Index

The variation of effective index associated with the fundamental mode in
high-index contrast waveguides has been explored for some typical wave-
guide geometries. The results indicate that tight tolerances are required if
reasonable control over the propagation properties of light guided in high-
index contrast waveguides is desired. The effective index does not just
vary as a function of waveguide dimensions, it also varies with the wave-
length. Longer wavelengths tend to be less confined and have lower effec-
tive indexes. The geometric origins of this variation associated with the
waveguide cross-section can be explored by assuming that the refractive
index of the materials doesn’t change significantly over the wavelength
range being considered.

The group velocity of a guided mode, vg, is given by [36]:

vg =
1
∂β
∂ω

(3.18)

where β is the propagation constant and ω is the angular frequency.
The angular frequency is related to the wavelength through the expression
ω = 2π c

λ , and the propagation constant is related to the effective index
through β = neff

2π
λ . The chain rule can be applied and an expression

for the group velocity derived.

vg =
c

n− λ∂neff∂λ

(3.19)

=
c

ng
(3.20)

where it has been assumed that the effective index is a function of
the wavelength, and ng is the effective group index associated with a
mode. The effective group index is a ubiquitous term when dealing with
waveguides. When dealing with quantities derived from changes in wave-
length, the effective group index is often encountered. One example of
this is the free spectral range of Mach-Zehnder interferometers.

Figure 3.5 shows some sample calculations of the effective index a
function of wavelength. Two cases are shown, one that corresponds to a
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Figure 3.5: the calculated effective index of high-index contrast wave-
guides, based solely on waveguide geometry, with two different cross-
sectional dimensions: 0.6 × 0.6µm, referred to as symmetric; and
0.8×0.6µm referred to by the width, 0.8µm. Note that the polarizations
are degenerate in the symmetric case.
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Figure 3.6: the calculated effective group index of high-index contrast
waveguides, based solely on waveguide geometry, with two different cross-
sectional dimensions: 0.6 × 0.6µm, referred to as symmetric; and 0.8 ×
0.6µm referred to by the width, 0.8µm. Note that the polarizations are
degenerate in the symmetric case.
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waveguide with a square core (0.6µm×0.6µm) and one that corresponds
to a waveguide with rectangular core dimensions of 0.6µm× 0.8µm . In
the latter case, the polarization modes are split.

Taking this one step further and calculating the effective group index,
the graph in figure 3.6 is obtained. The effective group indexes vary sig-
nificantly and, interestingly, even a waveguide that is significantly asym-
metric and has significance birefringence can have an intersection of the
group index at particular wavelength – in this case, at a wavelength of
1.535µm.

3.2.4 Waveguide Dispersion

The definition of waveguide dispersion is easily derived by noting that
the time, t, it takes for a wavepacket to transverse a distance,L, is given

by t =
Lng(λ)

c . Differentiating, the following is obtained:

∆t =
L

c

∂ng
∂λ

∆λ (3.21)

= −Lλ
c

∂2neff
∂λ2

∆λ (3.22)

The dispersion is defined as D = ∆t
L∆λ and offers a description of

how the differential delay,∆t, over a length of fiber,L, relates to the
bandwidth, ∆λ. The dispersion parameter explicitly written is given by
the following expression:

D =
∆t

L∆λ
= −λ

c

∂2neff
∂λ2

(3.23)

A graph of the waveguide dispersion for high-index contrast wave-
guides is shown in figure 3.7. These values greatly exceed those asso-
ciated with standard optical fiber [10] and are a good indication of one
reason 2 high-index contrast waveguides can present problems when used
as a medium for long distance transmission of signal.

2another reason is that higher index contrasts lead to higher loss for a given sidewall
roughness.
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Figure 3.7: the calculated dispersion, D, of high-index contrast wave-
guides, based solely on waveguide geometry, with two different cross-
sectional dimensions: 0.6 × 0.6µm, referred to as symmetric; and
0.8× 0.6µm referred to by the width, 0.8µm. The dispersion is given in
units of ps nm−1cm−1 instead of the traditional units of ps nm−1km−1

to better match the dimensions usually associated with integrated optical
circuits.
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Figure 3.8: the calculated polarization mode dispersion (PMD) for three
different waveguide geometries: 0.8µm × 0.6µm , 0.7µm × 0.6µm, and
0.6µm× 0.6µm.

3.2.5 Polarization Mode Dispersion

The different group velocities for the TE and TM polarizations leads
to polarization mode dispersion (PMD). Figure 3.6 shows the different
group indexes associated with the polarizations as a function of wave-
length for two waveguides – one that is symmetric where the group index
is degenerate with respect to the polarization; and one that is asymmetric.
As was noted, in the asymmetric case there is one wavelength where these
curves intersect, and at this point there is no polarization mode disper-
sion originating from the asymmetry of the waveguide. This is, however,
not a broad-band effect and generally speaking the more asymmetric the
waveguide becomes, the more polarization mode dispersion there will be.

The PMD for three different waveguide geometries is shown in fig-
ure 3.8. When compared to the waveguide dispersion in figure 3.7, PMD
is rightly considered a greater problem - though the saving factor is that
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high-index contrast devices generally have a functional length of much
less than a centimeter.

3.2.6 Modal Confinement

The modal confinement is defined as the fraction of the power in a guided
mode traveling along a waveguide that is confined to the core region. It is
related to the effective index and for a given core and cladding materials, it
is expected that a higher effective index generally translates into a higher
modal confinement. The fundamental mode tends to be the most confined
just as it tends to have the highest effective index. The fundamental
mode’s fractional power confinement of a 0.6µm×0.6µm waveguide core
of silicon rich silicon nitride clad with glass at a wavelength of 1550nm
is expected to be approximately 0.68 (as calculated with BBV Olympios
software).

Related to the modal confinement is the spot size of the propagating
field and the optical intensity. When the modes are highly confined in a
small core the optical intensity is high. The spot size (beam radius) of
a 0.6µm× 0.6µm waveguide core of silicon rich silicon nitride clad with
glass at a wavelength of 1550nm is approximately 0.58µm (e−2 waist of
the power density), when making a Gaussian approximation (reference
for Gaussian approximation [33] ). This means the optical intensity for
0 dBm is approximately [36]:

I =
P

πw2
=

1mW

π(0.58µm)2
= 9.4 × 104

W

cm2
(3.24)

The intensity is about 80 times that of a typical germanium doped
silica waveguide with a spot size of ≈ 5.2µm at 1550nm. This increase
in modal confinement for waveguides with small core dimensions (e.g.
0.6µm × 0.6µm) can be helpful when exploiting non-linear behavior in
waveguides and will be discussed further in chapter 6.

3.2.7 Coupling to Standard Optical Fiber

Integrated optical circuits should be able to efficiently couple to stan-
dard optical fiber if they are to be deployed in existing optical networks.
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Figure 3.9: calculated coupling loss between fiber with a waist of 3µm
and a 0.33µm thick high silicon rich silicon nitride waveguide. There is
significant variation with waveguide width corresponding to modal ex-
pansion of narrow waveguides.

High-index contrast waveguides, with their comparatively small mode
size, generally have high losses at the interface to standard optical fiber
because of modal mismatch between the waveguides. A standard optical
fiber coupled to a 0.6µm × 0.6µm silicon rich silicon nitride waveguide
will typically have loss in excess of 8 dB at the interface (calculated at
1550nm).

For measurements on high index structures, high-index contrast fibers
were used for connecting to devices. The spot size of this fiber was about
3µm (signifying the radius of the spot defined by the point at which the
modal power is reduced to e−2 of its maximum). This reduced the cou-
pling loss to about 7 dB per interface. Since this does represent a major
obstacle to the effective use of high-index components in optical networks,
two basic approaches to decreasing the coupling loss were explored. The
first was the combination of low-index contrast direct UV-written wave-
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Figure 3.10: measured insertion loss for 0.33µm and 0.61µm thick wave-
guides as a function of waveguide width. The insertion loss has two
components - the coupling loss at the two interfaces, and the propaga-
tion loss. The fiber used had a beam waist of approximately 3µm . The
waveguides were 1.5 cm long.
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guides and high-index contrast waveguides on the same chip. This has
a number of technical challenges and is the subject of another chapter.
The second approach used was to reduce the cross-sectional dimensions
of the waveguide. It is well known that reduction of the waveguide core
can cause an expansion of the fundamental mode [33]. If the core dimen-
sions are small enough the size of the fundamental mode of the high-index
contrast waveguide will approach the dimensions of the mode size of stan-
dard optical fiber. The expanded mode size will, however, also tend to
diminish the advantages, i.e. small bending radius, of high-index contrast
waveguides. So, for practical devices a taper can be used [40].

Figure 3.9 shows the calculated coupling loss between a relatively
high-index contrast fiber (having a beam waist of 0.3µm ) and 0.33µm
thick silicon rich silicon nitride waveguides. The coupling loss is shown
as a function of waveguide width. A measurement of the insertion loss of
a silicon rich silicon nitride waveguide made from a 0.33µm thick film is
shown in figure 3.10. The measurement is shown as a function of the wave-
guide width as designed on the photolithographic mask. The linewidth
reduction of this sample was measured with an optical microscope to be
between 0.3µm and 0.4µm . The insertion loss however shows that the
effective width of the waveguide more closely matches that associated
with a thinner waveguide. The reason for this is not known but could
be the result of diffusion, non-rectangular shape of the waveguide, or a
linewidth reduction that is not uniform for all waveguides. The impor-
tant result is that coupling loss is significantly reduced and that these
high-index contrast waveguide can have small radii of curvature with low
loss as will be discussed in the section on bending loss. This means that
devices that take advantage of the low coupling loss and tight bending
radii are possible with the given platform.

3.3 Directional Couplers

3.3.1 Modal Approach

Directional couplers are essential building blocks of integrated optical
filters, and as such, if the advantages of high-index contrast waveguides
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Figure 3.11: A diagram of a directional coupler defining some important
dimensions.

are to be realized, then coupling structures need to be analyzed. This is
particularly important since waveguide structures that have asymmetric
cross sections are inherently birefringent, and the typical cross-section of
a directional coupler is asymmetric. A diagram of a coupler is shown in
figure 3.11.

Analysis of directional couplers can proceed in two fundamental and
related ways. The first is through coupled mode theory [41], the second
is to look at the propagation constants of the symmetric and antisym-
metric modes (i.e. supermodes). The second method is preferred here,
but it should be noted that within the limits of the solution of the cou-
pler structures being nicely approximated by a linear combination of the
modal solutions of the individual waveguides, these approaches are equiv-
alent. It is assumed that the couplers have two different modes for a given
polarization. These modes are the symmetric and anti-symmetric modes
and are roughly represented as a linear combination of the fundamental
modes associated with the single, isolated, waveguides. These have prop-
agation constants (related to the eigenvalues) given by βsym and βasym
for the symmetric and anti-symmetric modes, respectively. These corre-
spond to symmetric and anti-symmetric state vectors and an expression
for the propagation in a coupler is given by:
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ψ(z) =
A√
2

(

1
1

)

e−iβsymz +
B√
2

(

1
−1

)

e−iβasymz (3.25)

where A and B are arbitrary constants that define the amplitudes
of the symmetric and antisymmetric modes, and ψ(z) corresponds to
the field amplitude associated with the modes. When a guided mode of
one waveguide excites the coupler, it’s amplitude is projected onto the
state vectors and an oscillatory transfer of energy begins between the two

waveguides. For instance, consider the input being the vector:

(

1
0

)

.

The projection onto the coupler, properly normalized, would yield an
expression for ψ(z) given by:

ψ(z) =
1

2

((

1
1

)

e−iβsymz +

(

1
−1

)

e−iβasymz
)

(3.26)

considering only the top waveguide (i.e. ψtop = (1, 0) · ψ(z)) the
expression for the power in the top waveguide becomes:

Ptop = ψtopψ
∗
top =

1

2
+

1

2
cos (∆β z) (3.27)

where the following substitutions for the propagation constants have
been made:

βsym = β +
∆β

2
βasym = β − ∆β

2
(3.28)

With this, it is possible to define a coupling length that corresponds
to the length of a given directional coupler at which 100% of the power
has been transferred out of the initial waveguide and to the coupling
waveguide:

Lcoup =
π

∆β
(3.29)
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Coupling

gap βTEsymm βTEasymm LcoupTE βTMsymm βTMasymm LcoupTM

(µm) (µm−1) (µm−1) (µm) (µm−1) (µm−1) (µm)

1.0 6.7464 6.7282 171.8 6.7442 6.7261 173.7

0.8 6.7564 6.7177 81.0 6.7536 6.7161 83.8

0.6 6.7771 6.6956 38.6 6.7727 6.6943 40.1

Table 3.1: Calculated coupling characteristics between two 0.6µm ×
0.6µm waveguides as a function of the coupling gap.

3.3.2 High-Index Couplers

With the definitions of the above section, coupling lengths can be de-
rived using a mode solver and solving for symmetric and anti-symmetric
modes of the coupler. The difference in the propagation constants (or
equivalently the difference in the effective indexes) immediately yields
the coupling length via equation 3.29.

Table 3.1 shows some calculated values for the coupling lengths for a
coupler made with two 0.6µm × 0.6µm waveguides. The separation of
the waveguides is defined by the gap, as shown in figure 3.11. The values
show a very sensitive dependence on the coupling gap, or equivalently,
waveguide separation. The coupling length generally varies by more than
a factor of two when the gap is changed by 0.2µm. This kind of high
sensitivity is expected for high index coupler - and a more instructive
approach is to consider the variation of coupling as a function of process
parameters. The coupling gap varies with the center to center waveguide
separation and the line width reduction (see figure 3.11 for reference). If
a uniform linewidth reduction is assumed, the variations in the coupling
may also be calculated as a function of linewidth reduction. An example
for a two different couplers is shown in figure 3.12.

Several important characteristics can be seen in figure 3.12. First, as
the waveguides become asymmetric, the difference in the coupling lengths
for the two different polarizations tends to be greater. This is a tendency,
but it can also be seen that it is not uniformly accurate. It can also be
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seen that a difference in coupling lengths for the polarizations also be-
comes more noticeable as the square core waveguides are brought closer
together. This sort of polarization effect is not surprising since as the
waveguides come closer, the propagation constants associated with the
symmetric and anti-symmetric modes diverge from the propagations con-
stants associated with a symmetric waveguide. As the difference in prop-
agation constants becomes greater, the asymmetries of the coupler itself
induce polarization effects. This means, among other things, that narrow
coupling gaps (such as those used in reference [32]) will have virtually
no chance of polarization independent coupling and therefore require a
polarization splitting strategy.

When the waveguides making the coupler become highly asymmetric,
it is also seen that the TM polarization tends to show stronger coupling.
This is indicative of the lower confinement (and lower effective index) of
the TM modes for “wide” waveguides (i.e. the width of the waveguides
greatly exceeding the height). See figure 3.4 for reference. Coincidentally,
this lower confinement not only has implications for couplers, but also
bending loss.

3.4 Bending Loss

There are two fundamental mechanisms that lead to loss associated with
bent waveguides. The first is pure propagation loss that comes from the
lossy nature of a mode propagating in a curved waveguide. The second
transition loss that occurs when a straight waveguide (or waveguide with
a different curvature) is coupled to a bent waveguide [42]. To explain
these, the Laplacian operator of the wave equation is transformed into
cylindrical coordinates, and a local reference frame is used (this is shown
appendix B). The result is that an equation analogous to the original
wave equation is obtained with an equivalent index profile given by:

n2eq = n2 + 2n2core
x

rb
(3.30)

where neq is the equivalent index of a curved waveguide, n is the orig-
inal index profile, 2ncore is the index of the core material, rb is the radius
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Figure 3.12: Variation in coupling with linewidth reduction. The length
of the couplers were chosen to to give a 19% coupling (TE) for wave-
guides with a 0.6µm × 0.6µm square core cross-section. The height of
the waveguides are held constant at 0.6µm.

of curvature of the waveguide, and x is the local coordinate. When the
modal field extends beyond a point at which the equivalent cladding index
equals the effective index of the curved waveguide, the solution becomes
oscillatory. This corresponds to radiation from a propagating mode which
means the mode loses power as it propagates in the waveguide. Beyond
radiation, the curvature of the waveguide has also introduced an effective
asymmetry to the waveguide profile. Though in the derivation of this
equivalent index for a bent waveguide there was an assumption of weak
guidance, the asymmetry is still instructive and indicates that polariza-
tion effects associated with waveguide curvature are expected. Some basic
approximations of waveguide birefringence induced in curved waveguides
have been done in reference [38].

There have been many efforts to model the properties of bent wave-
guides [3, 33, 43, 44]. These generally rely on numerical methods or ap-
proximations. For the purposes of this project, a numerical calculation
of the expected bending loss was made and is shown in figure 3.13. The
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calculations used the effective index method [45] to construct an equiva-
lent slab waveguide structure and reduce the problem to one dimension.
The result of the calculations indicate that low loss bending (less than
0.1dB for 6 full trips around the ring) for radii less than 25µm can be
expected for the thicker (0.6µm) waveguides. Thinner (0.33µm) wave-
guide of similar widths are, however, expected to be much more lossy,
particularly for the TM polarization. This gives a rough approximation
of curvature loss, but since many factors can affect optical loss in bent
waveguides, direct measurement of waveguide loss is preferable.

The loss of bent waveguides was measured directly by looking at the
excess insertion loss associated with 24 right angle bends arranged in a
repeating square wave pattern (figure 3.14) when compared to straight
waveguides of similar length. Three different cross-sectional waveguide
geometries were measured. Two of these had a thickness of 0.6µm and
with width (quoted by that defined on the photolithographic mask) of
1.2µm and 1.0µm. The third waveguide was 0.33µm thick3 and had a
width (again, quoted by that defined on the photolithographic mask) of
1.2µm. The third waveguide geometry is interesting given the decreased
insertion loss demonstrated by thin (0.33µm) and narrow waveguides
(0.8µm) in section 3.2.7. Waveguide with different geometries (including
0.6µm × 0.8µm, 0.33µm × 1.0µm, and 0.33µm × 0.8µm), showed no
discernible transmission with bending radii less than 25µm. The mea-
surements were done at a wavelength of 1550nm.

Since the other factors such as sidewall roughness can have significant
effects on losses in sharp waveguide bends, it was not expected that mea-
sured waveguide performance would match theoretical expectations based
on the loss associated with propagating modes in idealized waveguides. In
addition, the measurements offered no mechanism to distinguish between
propagation loss and transition loss.

What the measurements do give is a conservative estimate of the opti-
cal power loss of curved waveguides and quantify its relationship to wave-
guide geometry. The results of measurements are shown in figure 3.15.
First, the TM mode is measured to be more lossy than the TE mode. This

3All 0.33µm thick waveguides were fabricated using films supplied by Lambda
Crossing.
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Figure 3.13: Waveguide bending loss for 6 full cycles around a ring of the
given radius. The values were calculated using effective index method [46]
and a slab bend loss calculation performed with BBV slab software.

is expected given the waveguide geometries measured and the earlier spec-
ulations in discussions of high-index contrast the couplers. Beyond this
it is also clearly demonstrated that bend loss for the high-index contrast
waveguides show low-loss (lower than can be accurately measured with
the techniques used) in the sub-25µm bend radius region. The magnitude
of the loss is associated with the waveguide geometry. Wide, thick wave-
guides - which incidentally tend to have a higher effective index and more
confined fundamental mode - demonstrated the lowest loss. Narrower
waveguides showed more loss.
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Figure 3.14: waveguides used to measure bending loss. The waveguides
are arranged in square wave patterns and the bending radius varies be-
tween 0µm (right angles) and 25µm.

3.5 Propagation Loss

Section 2.4 presented data that showed that guided slab modes propa-
gating in a film of silicon rich silicon nitride show good transmission in
the 1480nm and 1580nm with a peak attenuation of signal occurring at
about 1530nm. This peak corresponds to the presence of N −H bonds,
and is diminished with proper annealing. These properties are important
when making optical waveguides, but only represent one way in which
optical signals are attenuated. Other mechanisms that can contribute to
optical loss in waveguides include Raleigh scattering [35], which is caused
by fluctuations in the refractive index; and irregularities at the interface
between the core and cladding materials. Irregularities at the interface
between the core and cladding are usually more pronounced on the sides
of the waveguides that are defined by etching rather than on the surfaces
defined by the deposition layers. The sidewalls of the waveguide tend to
be rougher because they are defined through a lithographic process from
a mask which has a certain inherent roughness, and the transfer of the
pattern goes through exposure, development, and etching (all of which
can contribute to sidewall roughness).

The primary interest here is the quantification of performance associ-
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Figure 3.15: Waveguide bend loss measured for 24 right angle bends.
Measurements shown represent a the excess insertion loss of the bent
waveguides when compared to straight waveguides of similar length. The
values should include pure bending loss and the transition loss caused
by the modal difference between straight and curved waveguides. A
linewidth reduction of 0.2 − 0.3µm was observed using an optical mi-
croscope.
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Figure 3.16: Propagation loss measurements using the “cut-back” method
for waveguides fabricated with a 1.3µm thick film. Several waveguide
widths are shown. The dimensions of the waveguides indicate they are
multi-moded. The wavelength used for the measurements was 1550nm.
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ated with the waveguides and obtaining clues about the origin of loss in
silicon rich silicon nitride optical waveguides. To this end multiple mea-
surements were made. The typical process determining the optical loss of
waveguides used the “cut-back” method. The “cut-back” method mea-
sures the insertion loss of an optical waveguide of a known length. The
insertion loss is defined as the reduction in signal caused by inserting the
waveguide between two fibers when compared to the signal transmitted
through the fibers when they are coupled directly to each other. After
recording the insertion loss, the waveguide is cleaved or diced (depend-
ing on the method that created the original facets of the sample) into
unequal portions. The insertion loss of the remaining pieces is measured
and recorded along with the lengths of the samples. The result is a record
of insertion loss as a function of waveguide length. The reduction in sig-
nal associated with propagation loss is assumed to be proportional to the
signal being transmitted (i.e. dP = −αPdx where P is the power, x is
the waveguide length, and α is an attenuation constant taken to be real
and positive for a medium displaying no gain) . The solution to this is
an exponential expression, that, when represented in a semi-log plot, is
becomes linear with a slope designated as dB cm−1. The intercept of a
the linear fit corresponds to the coupling loss of the waveguide, which
can be thought of as the signal loss extrapolated to a waveguide of zero
length.

An assumption of this method is that coupling between the wave-
guide and the fiber remains constant for a given waveguide that is being
measured. This is not always a good assumption because small irregu-
larities in the waveguide interface to high-index contrast waveguides can
cause significant fluctuations in the coupled signal. In addition, the cou-
pled signal is very sensitive to alignment and the signal coupled into the
waveguide can have significant error introduced by small variations. The
situation is not necessarily improved with automated alignment rather
than human controlled alignment. The reason being that it is often the
case that during the process of alignment, local minima can be encoun-
tered and physical contact between the waveguide and fiber can cause
sudden variations in signal with the translation of the fiber with respect
to the waveguide. Physical contact or near physical contact is necessary
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Figure 3.17: A summary of the propagation losses derived from fig-
ure 3.16.

to obtain sufficient coupling. Using a lensed fiber [47] is a possible solution
to this problem that was not used during this research.

The equipment used for the measurements included a Melles Griot
piezo-electric stages and controllers; high index contrast fiber having
beam waist of 3µm; index matching oil; polarization controllers; a tun-
able laser; and an optical spectrum analyzer.

Figure 3.16 shows cut-back measurements performed on a sample hav-
ing waveguides of relatively large core dimensions. The thickness of the
waveguides (i.e. the thickness of the silicon rich nitride film deposited to
make the waveguides) was 1.3µm. Several different waveguide widths,
varying between 3µm and 7.5µm were measured. The wavelength used
for the measurements was 1550nm. These waveguide are well within the
multimode regime and the propagation losses are generally not represen-
tative of losses in single mode waveguides. They do however represent
what might be considered a best case scenario for optical loss since mul-
timode waveguides tend to display lower attenuation.
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The slopes of the lines in figure 3.16 are shown in figure 3.17 as a
function of waveguide width. The results indicate that the propagation
loss can generally be considered to lie between 1 and 2 dB cm−1, though
there are higher measurements of loss associated with the widest (7.5µm)
and narrowest (3µm) waveguides. From these measurements there is not
a clear variation of propagation loss with waveguide width. Losses for
similar waveguide have been measured to be as low as 0.7 dB cm−1 [27].
These measured losses did not distinguish between polarizations. The
propagation loss of the waveguide generally above the propagation loss
of the guided slab mode (figure 2.7). This is ideally expected, though it
should be noted that variations in the efficiency with which light is cou-
pled out of a slab mode might occur since the slab mode is only confined
in one direction.

If the origins of optical loss in waveguides is scattering (either that
arising from Raleigh scattering, or from side wall roughness) it is expected
to have a wavelength dependence. Figure 3.18 shows an extreme case
of wavelength dependent loss measured for the TE mode in a 0.33µm
high × 1.2µm wide waveguide. The results show that the attenuation
tends to decrease with the wavelength and agrees with the general be-
havior that might attributed to scattering. The slope of the fit line is
−5.4 dB cm−1 µm−14. This behavior is not generally seen though with
more symmetric waveguides where the noise associated with the mea-
surement generally exceeds any variation with wavelength in the wave-
length range generally observed (between 1480nm and 1580nm) with the
available tunable laser source.

3.6 Effective Index: Grating

In the next chapter it will be shown that generally when looking at the
response of optical filters like rings that have multiple resonances and rel-
atively small spacings between the resonances (i.e. free spectral range),
it is difficult to determine the effective index of the waveguide involved
in the structure. Instead, the effective group index of a structure is de-

4This corresponds to a λ−1.9 dependence.



54 High Index Contrast Waveguiding

1480 1500 1520 1540 1560 1580
wavelength (nm)

1.0

1.2

1.4

1.6

1.8

2.0

pr
op

ag
at

io
n 

lo
ss

 (
dB

/c
m

)

Figure 3.18: Measured propagation loss as a function of wavelength for
a 0.33µm high waveguide with a width before linewidth reduction of
1.2µm. The estimated linewidth reduction on this sample was 0.2 −
0.3µm.
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rived. An effective index can be derived from the effective group index
by assuming simple waveguide geometries and likely variations, and de-
termining what geometry corresponds to the effective group index. The
effective index can then be determined assuming a similar geometry. This
general method is however not direct and many factors can cause error.
If the waveguide does not have the assumed structure (such as having a
trapezoidal shape instead of a rectangular shape) or if the materials used
have been altered during fabrication (e.g. diffusion could cause indistinct
side walls or even alter the refractive index of the material), this method
will inevitably yield the wrong result.

For this reason, a more direct measurement of the effective index
was performed with UV written gratings. These gratings were written
in a photosensitive cladding layer and the general method is covered in
chapter 5.

3.7 Conclusion

This chapter has presented properties of high index waveguides from a
fundamental basis, first concentrating on geometric effects on the nature
of propagating modes, then demonstrating some of the capabilities of
high-index contrast waveguides made with silicon rich silicon nitride cores.

Variation of waveguide geometry causes significant changes in propa-
gating modes, but not as would be expected from SOI waveguides. Bend-
ing radii less than 25µm display low loss with a 1.2µm wide, 0.6µm
thick, 1.2µm wide (before linewidth reduction) waveguide having losses
indistinguishable from those of a straight waveguide when the bending
radius is 20µm or more. The propagation losses are between 1 dB cm−1

and 2 dB cm−1 (though this can fluctuate significantly with processing).
The fabrication techniques have been proved to produce high quality

waveguides while maintaining processing techniques that are applicable
for larger scale production (when compared to e-beam lithography).
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Chapter 4

Ring Resonators and Filters

4.1 Introduction

High-index contrast waveguides, beyond just increasing the packing den-
sity of integrated optical devices, allow for complex optical filters based on
ring resonator structures. The fundamental concept of the ring resonator
is not new. Ring resonators had already been proposed for optical wave-
guides as early as 1969 [3], if not before. What makes ring resonators so
attractive is that they are simple in structure and function, and ideally
non-reflective. Other structures can be, and are, used as optical res-
onators - for instance simple Fabry-Perot cavities and gratings, but these
structures usually produce reflections. If a grating is used for an add drop
filter, it is usually used in conjunction with an optical circulator [48] or
a Mach-Zehnder interferometer [49] so reflections can be extracted. Un-
der certain conditions cascaded optical resonators other than rings can
be used for channel add-drop filters [50], but these are not as simple and
arguably not as elegant as the ring resonator.

Not only can ring resonators be used as filters by themselves, but
they can also be used as the basis for more complex optical filtering
systems. Ring resonators are known as autoregressive (AR)1 filters and
when they are used in conjunction with moving average (MA) filters (e.g.

1Autoregressive means that the performance of the ring relies upon previous states.
It is a feedback system.

57
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Mach-Zehnder interferometers) they can be used to make flexible filtering
systems. A system that uses both AR and MA filter components is known
as an ARMA filter [13].

Ring resonators can be made with many different waveguides. Low-
index contrast waveguides, like those relying on germanium doping of
silica, can be used to make ring resonators. The problem is that if the
bending radius is large the free spectral range tends to be small. High-
index contrast waveguides, as has been shown, solve this problem and
allow for tight bending radii (in the case of silicon rich silicon nitride,
bending radii of less than 25µm are possible). This makes a large free
spectral range (FSR), spanning several if not 10’s of nanometers, possible.
This offers flexibility for practical and complex filter design.

4.2 Free Spectral Range

The condition for resonance for an optical ring resonator is simple and
without considering the details of the ring, an expression for the free
spectral range (FSR) can be derived. The resonance condition of the ring
can be defined as the situation in which the optical distance around the
ring (defined as the product of the effective index of the waveguide and
the physical length round the ring) equals an integer multiple of the of
the vacuum wavelength:

neff (λ)L = Nλ (4.1)

Where neff is the effective index of the waveguide which is generally
taken to be a function of wavelength; L is the physical length around the
ring; N is an integer; and λ is the wavelength. Proceeding in a mathe-
matically diligent way 2 and considering two resonances corresponding to
N = j and N = j + 1 where j is an integer, two resonant conditions can
be expressed:

2a simpler method of deriving an expression for the FSR is available if equation 4.1
is differentiated w.r.t. λ and N .
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j =
neff (λ1)L

λ1
(4.2)

j + 1 =
neff (λ2)L

λ2
(4.3)

where λ1 and λ2 are two adjacent resonances in the wavelength do-
main. The spacing between these resonances is the free spectral range.
Subtracting equation 4.2 from equation 4.3, the following is obtained:

1 =
λ1neff (λ2)L− λ2neff (λ1)L

λ1λ2
(4.4)

If it is assumed that the effective index can accurately be expressed
with a two term Taylor expansion about one of the resonances,neff (λ) ≈
neff (λ1) +

∂neff
∂λ |λ=λ1 (λ − λ1). Some algebraic manipulation leads to

the equation:

λ1λ2 =

(

n(λ1)− λ1
∂neff
∂λ

|λ=λ1

)

(λ1 − λ2)L (4.5)

Where the term
(

n(λ1)− λ1 ∂neff∂λ |λ=λ1

)

is effective group index, ng(λ1),

at λ1. More manipulation yields:

λ1 − λ2 =
λ1λ2

ng(λ1)L
(4.6)

The final step in obtaining an expression for the FSR is to assume that
the spectral separation between the wavelengths, λ1 and λ2, is small when
compared to the wavelengths themselves. This is equivalent to assuming
that N is large.

∆λ = λ1 − λ2 (4.7)

=
λ21 + λ1∆λ

ng(λ1)L
(4.8)

=
λ21

ng(λ1)L
(

1− 1
N

) (4.9)
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Figure 4.1: The FSR as a function of ring radius for a circular ring
resonator. Two effective group indexes have been used to calculate the
FSR: ng ≈ 2.10 which is typical of one of the high-index contrast de-
vices studied; and ng ≈ 1.45 which is typical of a standard low-index
contrast waveguide. The low index contrast waveguide is not capable of
making bends in the sub-mm region and is shown to emphasize the role
of the effective group index. The wavelength used for this calculation was
1550nm.
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where the resonance relationship, equation 4.1, has been invoked.
When the term N is assumed to be large, and the effective group index
is assumed not to change significantly between the resonant wavelengths
being considered. The FSR is then given by:

FSR = |λ1 − λ2| =
λ2

ngL
(4.10)

Where λ is the approximate vacuum wavelength under consideration
and ng is the effective group index at this wavelength. The FSR is there-
fore inversely proportional to the length around the ring or, more suc-
cinctly, the optical group distance around the ring. A simple graph of
the relationship between FSR and bending radius is in figure 4.1, and it
shows that for typical values of the effective group index, that a bend-
ing radius of less than 50µm is required to obtain a FSR greater than
5nm. This emphasizes the need for high-index contrast waveguides when
making useful ring resonator based devices.

The free spectral range may also be written in terms of the frequency
(f) by noting the relationship f = c

λ and its derivative, df = − c
λ2dλ:

FSRfreq =
c

ngL
(4.11)

4.3 Simple Ring Resonator Model

The next step necessary to describe ring resonators is modeling the re-
sponse of a single straight waveguide coupled to a single ring resonator
(shown in figure 4.2). This configuration can be used for a notch filter [51]
or a dispersion compensating device [52]. These will be discussed later
and for now the general response of the ring is considered. The first as-
sumption that will be made is that the coupling between the waveguide
and the ring is perfectly lossless and that the transfer matrix associated
with it is given by:

(

Ao

Bo

)

=

(

x −i(1− x2)1/2
−i(1− x2)1/2 x

)(

Ai

Bi

)

(4.12)
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Figure 4.2: A schematic picture of a simple ring resonator coupled to one
straight waveguide. An expanded view of the coupler region is given.
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Where Ao, Bo, Ai, and Bi are the outputs and the inputs, respectively,
of a directional coupler corresponding to the complex field amplitudes of
the guided modes (shown int figure 4.2). The general relationship in
equation 4.12 is obtained from coupled mode theory where x is a cosine
term expressed as cos(κz), in which κ is a coupling constant and z is the
length of the coupler [13]. For the purpose of clarity and simplicity of
the model, the coupling is assumed to happen over an infinitesimal length
when compared with the total length of the ring.

The general procedure for finding the transfer function of the ring
is to sum all possible optical paths from the input, Ii, to the output,
It. Straight transmission through the coupler is given by: Iix. There is
also a contribution of the light circulating once around the ring given by
: −i(1 − x2)1/2e−βLy(−i(1 − x2)1/2 or −(1 − x2)ye−iβL where L is the
distance around the ring, β is the propagation constant associated with
the waveguide and y is fractional transmission of field amplitude around
the ring. Other terms corresponding to more circulations around the ring
are also added to obtain an infinite sum:

It = Ii
(

x− (1− x2)ye−iβL − (1− x2)xy2e−i2βL−
(1− x2)x2y3e−i3βL − . . .) (4.13)

= Ii

(

x− 1− x2
x

∞
∑

n=1

(

xye−βL
)n
)

(4.14)

The summation shown is in the form of a geometric series. The con-
stants, x and y, are both of a magnitude less than unity and therefore
the sum is convergent [53]. The transmitted signal can then be written
as3:

It = Ii(x− (1− x2)) ye−iβL

1− xye−iβL (4.15)

3noting that :
∞
∑

n=1

ρn = lim
n→∞

ρ− ρn+1

1 − ρ
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= Ii
x− ye−iβL
1− xye−iβL (4.16)

This is the complex, steady-state, response of a ring resonator and
represents the phase and magnitude transmission of the fields in a wave-
guide that is coupled to a single resonator. The transmitted power can
be extracted from this and is given by:

I∗t It = I∗i Ii
x2 + y2 − 2xy e

iβL+e−iβL

2

1− 2xy e
iβL+e−iβL

2 + x2y2
(4.17)

= I∗i Ii
x2 + y2 − 2xy cos(βL)

1 + x2y2 − 2xy cos(βL)
(4.18)

= I∗i Ii

(

1− (x2 − 1)(y2 − 1)

1 + x2y2 − cos(βL)

)

(4.19)

Using the identity cos(βL) = 1− 2 sin2
(

βL
2

)

equation 4.19 can be re

written as [36]:

I∗t It = I∗i Ii

(

1− (x2 − 1)(y2 − 1)

(1− xy)2 + 4xy sin2(βL2 )

)

(4.20)

This equation should be consistent with the FSR we obtained from
simple consideration of the resonant conditions, equation 4.10. To show
this, β is rewritten in terms of the vacuum wavelength, λ, and the effective
index, neff . Then neff is expanded with respect to the wavelength (and
it is noted that whenever neff is referred to that it is generally a function
of the wavelength).

β =
2π

λ
neff ≈

2π

λ

(

neff |λ=λc +
∂neff
∂λ

|λ=λc(λ− λc)
)

(4.21)

Where λc is the center wavelength about which the Taylor series is
expanded. Multiplying through, the following equation is derived:
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β ≈
(

neff −
∂neff
∂λ

|λ=λcλc
)

2π

λ
+ 2π

∂neff
∂λ

|λ=λc (4.22)

≈ 2πng
λ

+Φ (4.23)

Where Φ is a constant given by Φ = 2π
∂neff
∂λ |λ=λc .

Examining equations 4.23 and 4.20 and noting that a change in the
trigonometric function4 of π corresponds to moving to the next resonance,
we can deduce the change in wavelength as:

d

(

πngL

λ

)

= −πngL
λ2

dλ = π (4.24)

Which is what is expected for the FSR, namely, FSR = |dλ| = λ2

ngL
.

This is the same as equation 4.10.

4.3.1 Properties of Resonance

Resonant absorption in physical systems often have a Lorentzian profile5

. The ring resonator is no different and the basic properties of can be
gleaned from the equations presented above. For a more detailed look
that is useful when dealing with experimental data, a model that corre-
sponds to a Lorentzian for a single resonance will be described. This is
an approximation that is valid for rings having resonances that are well
separated6. First, the expression for the propagation constant given in
equation 4.23 is inserted into equation 4.20. The normalized response of
the ring, T (λ) =

I∗t It
I∗
i
Ii
, is considered to lighten the notation and consider

the ring response more directly.

4note the trigonometric term is sin2.
5A driven, damped simple harmonic oscillator has a Lorentzian response and is used

to describe a wide variety of physical phenomena – from idealized shock absorbers on
a car to atomic absorption

6“well separated” resonances is a loosely defined term, but may be roughly thought
of as the situation in which the full width half maximum of the amplitude transmission
is small compared to the free spectral range: FWHM << FSR. In other words,
resonances are well separated when the finesse is “high”.
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T (λ) = 1− (x2 − 1)(y2 − 1)

(1− xy)2 + 4xy sin2(
πngL
λ + φ)

(4.25)

Where φ = ΦL is a constant and represents a shift in the wavelength
of the resonances. To approximate an expression for a single isolated
resonance, the trigonometric term is expanded about a resonant wave-
length which corresponds to sin2(

πngL
λres

+ φ) = 0. Proceeding with this,

sin2(
πngL
λ + φ) ≈ π2n2

gL
2

λ4
res

∆λ2. Where ∆λ = (λ− λres). Substituting into
equation 4.25 we get:

T (λ) ≈ 1− (x2 − 1)(y2 − 1)

(1− xy)2 + 4xy
π2n2

gL
2

λ4
res

∆λ2
(4.26)

Around a resonant wavelength, λres, and for separated resonances.
This second term in the equation is in the form of a Lorentzian and can
be readily compared to the standard form in any number of mathemat-
ical reference books [54]. This form is of practical value because fitting
individual peaks of recorded spectra, allows the free spectral range, FSR,
to be derived. If the length around the ring, L, is known, then the ef-
fective group index is quickly extracted from equation 4.10. The fitting
process that proceeds in this way is much friendlier and more likely suc-
cessful than one that attempts to fit equation 4.25 directly. The reason
for this is the positions of the resonances shift and the possibility of being
“caught” in a local minima while executing a fitting routine when fitting
equation 4.25 directly.

If equation 4.26 is compared to a standard form of the Lorentzian
function [55], the full width at half maximum (FWHM) of the Lorentzian
term in the single resonance expression for well separated resonances is
given by:

FWHM =
λ2res
πngL

1− xy√
xy

= FSR
πngL

π
√
xy

(4.27)

As is shown, this is easily expressed in terms of the free spectral
range (FSR) and immediately suggests that the finesse of the resonator



4.3 Simple Ring Resonator Model 67

can be calculated. We define the finesse,F, of a resonator as F = FSR
FWHM .

Following from equation 4.27, the finesse is [36]:

F =
π
√
xy

1− xy (4.28)

Some caution should be exercised when applying these formulas. Equa-
tion 4.27 was derived from a single resonance approximation and in the
case that resonances are not well separated, the FWHM will inevitably
deviate from the predicted value. For resonances that are not well sepa-
rated, a strictly more appropriate expression can be derived:

FWHMm =

√
2λ2res
πngL

1− xy
√

x2y2 + 1
(4.29)

Where the subscript m is used to denote that this is the expression of
the width of the resonance half way between the maximum transmission
and the minimum transmission. In the limit as (xy − 1)2 goes to zero,
equation 4.29 approaches equation 4.27. Which in physical terms says
that a high quality resonator approaches the Lorentzian approximation.

The maximum and minimum transmission of a waveguide coupled to
a single ring resonator is also of interest. These can be extracted from
equation 4.20 by setting the sinusoidal term to 0 (for the minimum) and
1 (for the maximum). Doing this we obtain [36]:

Tmin =
(x− y)2
(1− xy)2 (4.30)

Tmax =
(x+ y)2

(1 + xy)2
(4.31)

Where Tmin is the minimum normalized transmission and Tmax is
the maximum normalized transmission. The immediate consequence of
equation 4.30 is that Tmin goes to zero when x = y. This means that
an essential criterion for 100% extinction of the transmitted signal is a
balance between loss for signal propagating around the ring and coupling
into (and out of) the ring.

An expression for the quality factor, Q, is also easily obtained:
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Q =
λres

FWHM
=
πngL

λres

√
xy

1− xy (4.32)

4.3.2 Positioning of Resonances

One design parameter that is essential for making practical optical filters
is the spectral position of a ring’s resonance. The calculation of this is
straight forward given the resonant condition in equation 4.1, and how
this relates to processing tolerances when making rings is also straight
forward by differentiating the resonant condition. The change in the
resonance as a function of effective refractive index and the length of the
ring is of interest.

dneff (λi) +
∂neff
∂λ

|λ=λidλ =
N

L
dλ− Nλ

L2
dL (4.33)

Where λi is a fixed wavelength associated with the initial spectral
position of resonance and dneff (λi) is the change in effective index at
the initial wavelength, λi. dneff (λi) can be caused by thermal tuning
or non-linear optical responses when waveguide are subjected to a strong
electric field. With some algebraic manipulation and using equation 4.1
to remove the dependence on N, this becomes:

dλ =
λ

ng
dneff (λi) +

neff
ngL

dL (4.34)

The implications of this equation are far reaching and fundamental
to ring resonator devices. If identical ring resonators are used to make a
filter and it is necessary that they share the same resonance, then a toler-
ance for the uniformity of the refractive index of a film is suggested from
the acceptable variation in the effective index of the waveguide. It is also
apparent that variations in the photolithography or etching process can
have devastating effects - especially given the geometric sensitivity of the
effective index of high-index contrast waveguides to cross-sectional geom-
etry. A typical waveguide with a effective group index of approximately
2.0 (ng ≈ 2.0), and a resonant wavelength of 1550nm (λ = 1550nm) re-
quires a variation of effective index of no more than about 1.3 × 10−3
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to maintain a give resonance within a 1nm range. A typical variation
of effective refractive index for a 0.6µm thick high index waveguide as a
function of waveguide width is about 3× 10−4nm−1 for the TE polariza-
tion and 5×10−4nm−1 (see equations 3.16) for the TM polarization. This
means that waveguide variation can be no more than about 5nm for the
TE polarization (3nm for the TM polarization) before having significant
effects.

These are, of course, incredibly tight tolerances that have little chance
of being achieved without significant improvements to fabrication technol-
ogy. A line width reduction of between 0.2µm and 0.3µm for fabricating
these waveguides may be admirable by some measures, but not in terms of
the tolerances necessary for repeatable, finely tuned devices. The practi-
cal effect is that devices based on high-index contrast waveguides require
some method of fine tuning the optical distance around the ring. The
most obvious candidate is thermal control though others, such as those
that rely on optical nonlinearities, are also potentially attractive.

The terms in equation 4.34 are useful in a number of situations beyond
those associated with tolerances. If it assumed that the length around
the ring is constant, as is generally the case for any given ring, the first
term can be used to derive a simple expression relating wavelength shifts
to shifts in the effective index:

∆λ

λ
=

∆neff
ng

(4.35)

If a filter requires staggered resonances with multiple rings, the sec-
ond term in equation 4.34 can give an indication of what variation in
ring length is needed to give a desired wavelength shift. This might be
useful in designing a multi-channel add-drop filter, but tolerances remain
a nuisance.

4.4 Phase Response

To this point the emphasis has been on the amplitude response of a ring
coupled to a waveguide. This is only part of the story. The response of the
ring is generally complex and as such has both an amplitude response and
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a phase response. The amplitude response provides useful functions that
might be applied to wavelength selective filters, but the phase response
can be critical in high speed systems where dispersion management is an
important part of maintaining signal integrity [56].

Ring resonators are inherently dispersive. A high quality resonant
cavity will, by definition, have a long decay time, so that the resonator has
a certain memory and can cause delays of signal, especially at resonance.
The group delay is obtained by the general amplitude response function
in equation 4.16. We are generally concerned in the equivalent delay the
phase response at a certain wavelength represents. Assuming the response
function has the form:

It = A(λ)eiφ (4.36)

Where A(λ) is the amplitude response, and φ is the phase (or argu-
ment). Drawing an analogy with the exponential form, eiωt, the equiva-
lent time response can be derived:

∆t =
∂

∂ω
φ (4.37)

=
−λ2
2πc

∂

∂λ
φ (4.38)

where ∆t is the group delay, c is the speed of light in a vacuum, ω is
the angular frequency, and the relationship ω = 2π c

λ has been used.
Applying this to equation 4.16, and noting that the derivative of the

arctangent is given by: ∂
∂x arctan(x) =

1
1+x2 , an expression for the group

delay of a single ring coupled to a waveguide can be obtained.
One of the most interesting characteristics is that under ideal circum-

stances, when a single ring is coupled to a waveguide, and there is no loss
in the ring (i.e. y = 1), the waveguide shows no amplitude modulation.
This is expected from power conservation - with no attenuation, what
goes in must come out. There can however be significant phase response,
and group delay. In figure 4.3, the group delay of a lossless ring coupled
to a single waveguide is shown. The group delay peaks on resonance,
where the ring is a high quality resonator with a significant decay time.
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Figure 4.3: Calculated group delay for a signal transmitted on a wave-
guide coupled to a single ring resonator with the following parameters:
ng = 2.0, x = 0.9, y = 1.0, raidus = 25µm.
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Figure 4.4: A simple schematic of a single ring add-drop filter

Using this general effect, cascaded rings can be used to make very
flexible dispersion compensation filters [57]. In addition, high quality res-
onators can be cascaded on a waveguide to make the group delay very long
and thus form “slow” waveguides [58]. This presents interesting possibil-
ities for non-linear devices, but practical application generally requires
extremely low-loss waveguides. This can be difficult to realize.

The phase responses of rings were not the focus of the studies in this
thesis, they do however represent an important part of ring based filters.

4.5 Add-Drop Filter

The most simple ring-based filter that can be made to extract and re-route
specific wavelengths is the single ring add-drop filter shown in figure 4.4.
The basic configuration involves two waveguides, sometimes referred to
as signal buses, coupled to a single ring. Resonance of the ring facilitates
coupling between the waveguides, allowing for discrete wavelengths to be
extracted.

The amplitude response of an add-drop filter can be derived by in-
spection of equation 4.25. It is noted that the definition of y refers to
the “round-trip” amplitude loss of the field coupled into the ring. In the
configuration shown for the add-drop filter, this can be represented in two
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parts: loss associated with propagation around the ring as in the case of
a single waveguide being coupled to the ring and “loss” associated with
coupling into the second waveguide. For the simple add-drop filter, the
y term can then be rewritten as a product of the ring loss, y and the
transmission of the second coupler, x2. The resulting equation for the
transmission of one waveguide is:

T (λ) = 1− (x2 − 1)(y2x22 − 1)

(1− xx2y)2 + 4xx2y sin
2(

πngL
λo

+ φ)
(4.39)

where x describes the coupling of the waveguide to the ring, x2 de-
scribes the coupling of the ring to the other waveguide, and y, as before,
describes the ring loss caused by propagation around the ring. If y is set
to 1, corresponding to a completely lossless ring, Tmin can be zero if x
and x2 are equal. In other words, in the case of an ideal lossless ring,
all the transmitted power at a wavelength of resonance can be extracted.
Since there is no loss associated with the ring, this power must be passed
to the second waveguide. It is in this case that a true “add-drop” filter
can be realized because full power can be extracted, redirected, and re-
placed in one simple device. As a practical matter, this is very difficult
to realize. A lossless ring is an idealization, and achieving exact balance
of the couplings can be problematic. This is especially true with high-
index contrast waveguides in which processing tolerances are tight and
the coupling must be achieved in a short coupling length (a few to 10’s of
microns) to take advantage of the special properties that make high-index
contrast waveguides useful.

An expression for the extracted signal that is coupled to another wave-
guide must derived in the non-ideal case. This can be done in much the
same way as was demonstrated for the single ring - i.e. summing all the
possible optical paths that can be taken between the input and output.
Carrying through on this basic plan, the following expression is obtained:

D(λ) =
(1− x2)(1− x22)y

(1− yxx2)2 + 4yxx2 sin
2(

πngL
λ + φ)

(4.40)

Where D(λ) is the normalized dropped signal as a function of wave-
length. An example of the calculated response of a one-ring add-drop
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Figure 4.5: The calculated transmitted and dropped signals for a single
ring add-drop filter. The values assumed for this graph were x = 0.9,
x2 = 0.9, y = 0.95, ng = 2.0, and L = 2π 25µm.
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filter can be seen in figure 4.5.
Some useful quantities associated to be noted for the dropped signal

D(λ) are the maximum transmission, Dmax:

Dmax =
(1− x2)(1− x22)y

(1− xx2y)2
(4.41)

and the full width half maximum value, Dfwhm:

Dfwhm =
λ2res(1− xx2y)
πngL

√
xx2y

(4.42)

These expressions is instructive for the design of filters. If the equation
for Dmax (equation 4.41) is examined, it clearly indicates that when y is
equal to unity and x = x2, all of the power is coupled into the dropped
signal at the resonant wavelength. Beyond this, if Dmax is differentiated
with respect to y, and it is again assumed that x = x2, then the derivative
of Dmax with respect to y, when y is set to unity is given by:

d

dy
Dmax =

(

1 + x2
)

(1− x2) (4.43)

What equation 4.43 indicates is that less sensitivity to ring loss in a
simple add-drop filter is achieved by decreasing the value x. This cor-
responds to having a greater power fraction coupled in and out of the
ring at the couplers. The result is intuitive and must be used with equa-
tion 4.42 when designing filters because as x decreases, the full width at
half maximum tends to increase.

In the case of a single ring coupled to a single waveguide, the transmit-
ted spectrum can be measured and fit to the x and y parameters. In that
case, the parameters are symmetric and there is no experimental method
to distinguish them from one another. This means that the results of
fitting remain ambiguous. When measuring an add-drop filter, there are
four possible measurements: the transmitted signals for each waveguide
(i.e. the roles of the waveguides in figure 4.4 are reversed); and the
dropped signals associated with the each waveguides. As a result, fitting
of spectra can proceed and potentially give unambiguous measurements
of the ring properties.
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4.6 Coupling in Time

Dealing with the response of several rings coupled together can be cum-
bersome when attempting to sum all the possible optical paths as was
done in the case of a single ring. One level of abstraction that is useful is
considering the rings as resonators coupled in time. This section follows
the conventions in reference [15] and relates them to the model discussed
above.

We start by considering a single ring coupled to a single straight wave-
guide. First, the total energy of the resonator is defined as |h(t)|2 and
this is related to the power density, |H(t)|2, in the ring by:

|h(t)|2 = |H(t)|2 L
vg

(4.44)

Where L is the length around the ring and vg is the group velocity.
This assumes that the amplitude is constant around the ring. A quantity
Ai is taken to be the amplitude of the incident guided mode in the straight
waveguide, and A is the transmitted amplitude. It is assumed that the
resonator has a known resonance frequency, ωo and that there is a time
constant, τ , that corresponds to the amplitude (h(t)) decay time of the
ring. The time constant can be divided into constituent parts with the
relationship:

1

τ
=

1

τe
+

1

τl
(4.45)

where τe is the decay constant associated with power lost through the
coupling to the straight waveguide, and τl is has its origin in the loss
caused by propagation around the ring (e.g. bending loss, scattering loss,
or material effects). Since we have assumed that we know the resonant
wavelength, a differential equation for h(t) can be written by inspection:

d

dt
h(t) = (iωo −

1

τ
)h(t)− iµAi(t) (4.46)

where µ is a coupling factor between the waveguide and the ring and
−i is chosen as a phase factor to make the analysis analogous to the
previous analysis of ring resonators.
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The output amplitude, A(t), is given by:

A(t) = Ai(t)− iµh(t) (4.47)

This assumes that the incident amplitude is not greatly affected by
the loss it experiences from the power lost in to the coupler (i.e. x is close
to 1). This assumption is reasonable for high-quality resonators.

The term µ is related to the decay constant τe. This is determined by
considering a lossless ring ( 1τl = 0) with not driving amplitude A(t). The
solution to this, using equation 4.46, is given by:

h(t) = hoe
iωot−

t
τe (4.48)

where ho defines the initial excitation of the resonator. The ring
energy as a function of time is given by:

h∗(t)h(t) = |ho|2 e−2
t
τe (4.49)

This means the transmitted wave power, from equation 4.47, is given
by:

|A(t)|2 = µ2 |h(t)|2 e−2
t
τe = µ2 |h(t)|2 (4.50)

where |A(t)|2, in this case, is the power leaving the ring and |h(t)|2 is
the bulk energy f the ring. From conservation of energy, it is known that:

d

dt
|h(t)|2 = − |A(t)|2 = − 2

τe
|h(t)|2 (4.51)

from this, it is apparent that µ2 = 2
τe
. With this definition, the

general solution of the resonator equation 4.46, can be derived (using an
integrating factor):

h(t) = −i
√

2

τe
e(iωo−

1
τ
)t
∫

Ai(t)e
−(iωo−

1
τ
)tdt+ Ce(iωo−

1
τ
)t (4.52)

where the first term represents the resonators response to a driving
amplitude, Ai(t), and the second term describes the decay of the ring
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as a result of any initial excitation. C is a constant determined by the
initial conditions. Assuming C = 0 (i.e. corresponding to there being
no energy in the resonator apart from that stimulated by Ai(t)) and
that Ai(t) = Beiωt, we get the following expression for the resonator’s
frequency response:

h(t) =
−i
√

2
τe

i (ω − ωo) + 1
τ

At(t) (4.53)

recalling equation 4.47:

A(t) = Ai(t)− iµh(t) (4.54)

=
i (ω − ωo) + 1

τ − 2
τe

i (ω − ωo) + 1
τ

(4.55)

The power transmission of the waveguide coupled to the ring can then
be determined:

A(t)∗A(t) =
(ω − ωo)2 +

(

1
τ − 2

τe

)2

(ω − ωo)2 +
(

1
τ

)2 A∗
i (t)Ai(t) (4.56)

or:

|A|2

|Ai|2
= 1−

4
τeτl

(ω − ωo)2 −
(

1
τe

+ 1
τl

)2 (4.57)

This expression can be related to the expression derived for a sin-
gle resonance of a ring (equation 4.26). To do this, we first equate the
loss of the ring to the normalized parameter y by noting the following
relationships:

2

τ
= −

d(h∗h)
dt

h∗h
(4.58)

y2 ≈ 1−
d(h∗h)
ds ∆s

(h∗h)
(4.59)
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Where ∆s is set to the length of the ring and ds/dt = c/ng.

1− y2
∆s

ds

dt
≈ 2

τl
(4.60)

(1− y2)c
2ngL

≈ 1

τl
(4.61)

in a similar way, x can be related to τe:

(1− x2)c
2ngL

≈ 1

τe
(4.62)

where it is assumed that the resonator has a high quality. Substitut-
ing these relationships into equation 4.57, the following equation can be
written:

|A|2

|Ai|2
≈ 1− (1− x2)(1− y2)

4π2n2gL
2
(

1
λ − 1

λo

)2
− 1
4 ((1− x2) + (1− y2))2

(4.63)

expanding about the denominator about λo, the following expression
for a single resonance is obtained that should correspond to equation 4.26
for high quality resonators:

|A|2

|Ai|2
= 1− (1− x2)(1− y2)

4π2n2
gL

2

λ4
o

∆λ2 − 1
4 ((1− x2) + (1− y2))2

(4.64)

A graph of the single resonance expressions derived from spatial mode
coupling (equation 4.26) and time mode coupling (equation 4.64) are
shown in figure 4.6.

To obtain an expression for the dropped signal of a single ring res-
onator coupled to two waveguides, as shown in figure 4.5, the time con-
stant τ in equation 4.45 is redefined as:

1

τ
=

1

τe
+

1

τl
+

1

τd
(4.65)



80 Ring Resonators and Filters

1529.6 1529.8 1530.0 1530.2 1530.4
wavelength (nm)

0

0.2

0.4

0.6

0.8

1

tr
an

sm
is

si
on

 (
lin

ea
r)

single resonance 
(derived from time coupling)
single resonance 
(derived from spatial coupling)

Figure 4.6: Equations 4.26 and 4.64 plotted together. The values chosen
for the plot are: ng = 2.1, L = 178 2π µm, λo = 1530nm, and x = y =
0.9.
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where τd is the time constant associated with coupling signal drop-
ping waveguide. Similar to the relations in equations 4.62 and 4.61, the
parameter x2 can be related to the time constantτd with:

(1− x22)c
2ngL

≈ 1

τd
(4.66)

4.6.1 Time Response

The amplitude response of a ring resonator has been presented in a steady
state form (equation 4.53), where the assumption has been made that the
excitation given by the driving waveguide is an infinite sinusoidal wave.
The ring does however have a time constant, τ , associated with it. To
examine the time dependence briefly and conveniently here, equation 4.46
is recalled, but this time it is assumed that the excitation (or signal in the
initial waveguide) is on resonance and give by : Ai = Φ(t)eiωot. Where
Φ(t) is a unit step function. Furthermore, the ring amplitude function is
defined as: h(t) = hs(t)e

iωot. Equation 4.46 can then be rewritten while
dividing out the eiωot term (i.e. removing the high frequency component):

∂

∂t
hs(t) = −

1

τ
hs(t)− iµΦ(t) (4.67)

This equation can be readily solved using a Laplace transform to give:

hs(t) = hs(0)e
− t

τ − iµτ(1− e− t
τ ) (4.68)

The first term what is expected from a ring decaying that has no
driving signal. The power associated with this term decays as e−

2t
τ
7.

The second term is the result of driving (resonant) signal. It also has a
time constant, which emphasizes the point that resonators, in general, are
frequency limited if the quality of the resonator is sufficiently high. The
power associated with this term is given by: h∗shs = µ2τ2(1 − 2e−t/τ +
e−2t/τ ).

7The quality (Q) of the ring can be derived noting that the power of a resonator

decays as e
−ωo

t
Q .



82 Ring Resonators and Filters

This is important because it shows that the ring requires time to yield
the steady state response. This is because it is a feedback system.

4.7 Multiple Ring Filters

One of the advantages of viewing ring resonator filters with modes couple
in time comes from the ability to simply represent multiple ring filters.
This is done by describing multiple rings as a set of coupled first order
differential equations. It has been shown that the solution to these equa-
tions can be written as a continued fraction [15]. The basic technique is
used here to show the response of a two ring filter to be later related to a
fabricated device, shown in figure 4.11. The set of differential equations
can be used to describe two rings:

d

dt
h1 = (iω1 − 1/τ1)h1 − iµAi − iµ1h2 (4.69)

d

dt
h2 = (iω2 − 1/τ2)h2 − iµ1h1 (4.70)

Where h1 and h2 define the bulk energies of the ring; ω1 and ω2 are
the resonances of the individual rings; τ1 and τ2 are the time constants
associated with the rings and generally follow the definition used in the
single ring case; and µ1 represents the coupling between the rings. It
should be noted that the dimensions of µ1 are (1/time) and therefore not
the same as µ. To relate the value µ1 to the normalized parameter for the
coupler between the two rings, the power amplitude expression, equation
4.44, is used along with reciprocity of the coupler to obtain:

µ1 =
c

ng

(

1

L1L2

)1/2

(1− x2)1/2 (4.71)

Where it has been assumed that the group index of both rings are
equal. If the driving frequency is assumed to be ω, and the lengths of
the rings and couplers are assumed to be the same for both rings, the
following expression for the dropped signal can be derived:
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Figure 4.7: Shown are calculated spectra associated with a single reso-
nance of a double ring resonator. The resonant wavelength is 1.530µm.
The parameters chosen and not noted in the graph are: L = 100 2π,
x = x′ = 0.90, and x1 = 0.993. The effects of loss and detuning are
demonstrated.

D(ω) =
µ′2µ2µ21

(

τ1+τ2
τ1τ2

∆ω − δ
τ1

)2
+
(

µ21 + 1/ (τ1τ2)−∆ω2 + δ∆ω
)2

(4.72)

where ∆ω = (ω1 − ω) and δ = ω2 − ω1. δ is a detuning turn and
can be used to model the Vernier effect [13] associated with two rings.
The µ′ term is defined by the coupling out of second ring to the output
waveguide. Some example spectra can be seen in figure 4.7. Important
aspects of this graph are that detuning can cause significant change in
the spectral response and reduction of dropped signal. This is the essence
of the Vernier effect. When the rings are detuned enough the signal
passed approaches zero. It can also be seen that loss has, as expected, a
significant impact on the strength (and shape) of the dropped spectrum.
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Figure 4.8: A picture of a single ring add-drop filter. The thickness of the
waveguides used was 0.33µm, the width of the waveguides was 1.2µm.
The radius of curvature was 25µm.

4.8 Fabricated Devices

This section will show some of the filter devices made with silicon rich
silicon nitride. The devices demonstrate the usefulness of the material
platform for making high-index contrast based devices. Three basic de-
vices are show-cased. The first is an add-drop filter similar to that mod-
eled in figure 4.5. The second is a double ring filter. The third device is
an ring device that pushes the limits of the curvature loss. High quality
ring resonators were also designed and measured during this project [59].

4.8.1 Single Ring Channel Add-Drop Filter

A picture of a single ring add-drop filter is shown in figure 4.8. The film
used to make this device was 0.33µm8 thick. The width of these wave-
guide were defined on the photolithogtaphic mask to be 1.2µm. The
linewidth reduction, measured with optical microscopy, was determined
to be between 0.2µm and 0.3µm. This measurement agreed with mea-
surements made on similar samples during processing with a scanning
electron microscope. The gap between waveguides in the coupling region,
defined on the mask, were 0.4µm. The corresponding center to center
distance was designed to be 1.6µm. The waveguides did not remain iso-

8The film was provided by Lambda Crossing
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Figure 4.9: Transmission characteristic of a single ring add-drop filter.
An extinction ratio of nearly 15 dB is shown in the dropped signal (i.e.
Dmax −Dmin ).
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Figure 4.10: A linear plot of the graph shown in figure 4.9. A fit to the
dropped signal is shown (solid line) and the parameters of this fit were
used to plot the expected transmission spectrum (dashed line) on top of
the transmission data.
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lated during fabrication and showed a merging, similar to that seen in
figure 2.5B. The device still displayed add-drop functionality - though for
the TE polarization, but not as designed.

This device is particularly important because it shows that the ma-
terial used to make low insertion loss waveguides (i.e. the waveguides
were made from a 0.33µm thick film. See figure 3.10) can be used to
make functioning filters. Reduced insertion loss is seen with much nar-
rower waveguides than used for the filter, and practical applications could
rely on tapering between narrow waveguide (giving a reduced loss at the
interface to fibers) and wide waveguides (showing low curvature loss).

The measured power transmission of the device is shown in figure 4.9.
Included on the graph is the transmitted signal, and the dropped signal.
A fit to the dropped signal is shown in figure 4.10, along with a plot of
the expected transmitted signal based on the parameters derived from the
fit to the dropped signal. The agreement with the transmitted signal is
good, though there is a slight shift in the resonance seen on at least one of
the transmission dips. The reason for this is not known, but for the fitting
process a constant effective group index was used to determine the period
of the resonances. The effective group index is, however, not generally
constant with varying wavelength and this could cause variations in the
free spectral range associated with the spectrum.

The bending radius of the ring is 25µm. The straight waveguide form-
ing the coupler has a length of 21µm. The measured FSR was ≈ 5.75nm
(767GHz) which corresponds to an effective group index of 1.97 at a
wavelength of 1500nm. The spectrum was normalized on a linear scale
to the maximum of the transmitted signal. The normalized parameters
supplied from the fit of the dropped signal were, x = 0.870, x2 = 0.0.867
and y = 0.787. These parameters indicate that though the waveguides in
the coupling region were merged, the structure maintained good symme-
try with respect to the coupling ratios. The loss is higher than expected
for the TE polarization in waveguides used (this is based on the data
displayed in figure 3.15). The reason for this may be the sudden change
in waveguide geometry in the coupling regions.

The full width at half maximum of the spectrum shown in figure 4.10 is
≈ 0.96nm (128GHz). These values are not specifically useful in modern
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Figure 4.11: A double ring resonator filter made with 0.6µm thick, 1.0µm
wide waveguides. The length of the coupling region between the rings
and the straight waveguides is 50µm. The length of the coupling region
between the rings was 15µm.

optical communications, and the shape of the channel selecting dropped
spectrum is not ideal. With a single ring, the response is a Lorentzian -
as seen. Higher order filters - utilizing more rings cascaded together can
give a more useful response.

4.8.2 Double Ring Channel Add-Drop Filter

A double ring filter was designed, and fabricated with a 0.6µm thick sili-
con rich silicon nitride film. A picture of the device is given in figure 4.11.
The lengths of the couplers of the two large rings to the waveguides are
50µm. The length of the coupler between the rings is 15µm. The total
length of both rings is 340µm. The width of the waveguides (on mask) are
1.0µm and the linewidth reduction for waveguides fabricated at the same
was measure to be about 0.3µm. The spectrum is shown in figure 4.12.
The dropped signal shows a extinction ration of about 25 dB and the full
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Figure 4.12: The frequency response spectrum of the double ring res-
onator filter. The TE-polarization added and dropped signals are shown.

width at half maximum of the resonant peaks is 0.32nm (≈ 43GHz at a
wavelength of 1500nm) for the spectral range shown. The intended full
width at half maximum was 0.2nm (≈ 27GHz at 1500nm). The FSR of
the device at about 1500nm is 3.16nm. This corresponds to an effective
group index of 2.09, which is slightly lower than would be expected for
this geometry (assuming the measurement of the line width reduction was
accurate).

Fitting to the resonator represents problems because there are so
many different parameters that can have an effect. Detuning, loss, and
shifts in coupling of the 3 couplers making up the ring present a large pa-
rameter space to fit unambiguously. What the results clearly show is that
the resonances of the rings are very close, indicting that the processing is
good enough to yield low variation in effective optical distance (neffL).
The ability to detune the resonances of the ring with, for instance, ther-
mal control would allow the transmission of the dropped signal to be
maximized and possibly improve performance.
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Figure 4.13: Two rings with radii of 6µm and 8µm. The thickness of the
film used to make these resonators was 0.6µm and the waveguide width
before linewidth reduction was 1.2µm.

4.8.3 Micro-Resonators

Figure 4.13 shows two of the smallest micro-rings made with the silicon
rich silicon nitride technology during this project. The radii of the rings
shown are 6µm and 8µm. The transmission spectrum for the smallest
ring is shown in figure 4.14. The transmission of the TE mode has been
fit with the theoretical transmission spectrum from equation 4.20. The
normalized parameters x and y yield values of 0.45 and 0.37. Since the
parameters are defined symmetrically, which number corresponds to the
loss and which number corresponds to the coupling is ambiguous. what
is clearly shown is that the resonator is lossy - as would be expected
from the data shown in figure 3.15. The coupler is less that ideal with a
coupling region made from two merged waveguides. This can cause loss
of signal - effectively increasing ring loss.

The free spectral range of this device is greater than 30nm with an
effective group index, derived from the fit, of 2.05. This value roughly
agrees with other measurements of the effective group index.
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Figure 4.14: Transmission spectrum from the 6µm radius ring shown in
figure 4.13. Both polarization show significant resonance characteristics.

4.9 Conclusion

A basic model of ring resonator based devices has been presented. Using
modes coupled in time allows for a simple set of differential equations to
approximate the response of ring based devices. This is useful not only
for multiple ring devices, but for examining the time evolution of ring
based filters.

A number of devices have been demonstrated including a single ring
add-drop filter, a double ring add-drop filter and micro-ring resonators.
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Chapter 5

UV Engineered High-Index

Contrast Devices

This chapter presents work done on the combination of high-index con-
trast waveguides and a germanium doped, UV-sensitive, silica cladding.
The addition of the UV-sensitive layer makes novel hybrid devices pos-
sible because a permanent refractive index change can be induced in the
cladding of the high-index contrast waveguides. At least two different
methods of exploiting this UV-sensitive layer have been explored. The
first of these involves directly writing waveguides in the photosensitive
layer using a focused UV beam. Waveguides made with this method have
been shown to have low insertion loss when coupled to standard optical
fiber [60], and this opens the possibility of enhancing the coupling of high-
index structures. The specific possibility explored here was the direct
coupling between UV-written waveguides and high-index ring resonator
structures. Though the efficiency of couping between ring resonators
and UV-written waveguides is low because there is a large difference in
index contrast, and thus propagation constants, it was believed that high-
quality ring resonators could be used to overcome these difficulties and
pass signals at specific wavelengths between UV-written waveguides and
high-index waveguides.

A UV-sensitive cladding also makes it possible to use UV illumination
and phase masks to write cladding-based gratings for high-index wave-
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guides that may not readily display photosensitivity on their own. This
makes an effective technique for directly measuring waveguide properties
available. It is more direct than measurements based on ring resonator
since though information gleaned from a ring resonator spectrum may in-
clude the effective group index, coupling to the ring and loss in the ring, it
does not include direct measurement of the effective index. Modeling can
be performed to correlate the effective group index with a waveguide ge-
ometry and then extract the effective index using a mode solver, but this
approach requires assumptions about waveguide geometry and may not
produce conclusive results. In addition to measuring the effective index
directly, the introduction of a cladding based grating makes an extensive
repertoire of grating based filter devices available.

5.1 UV Sensitivity

The UV sensitivity of germanium doped glass has been known since the
late 1970’s when a grating was accidentally made with a standing wave
of UV light in a fiber [8, 61]. The mechanism of the sensitivity was not
fully understood and there has been much debate on the specifics of the
mechanisms involved. It is generally agreed that germanium related oxy-
gen deficient centers (GODC) are involved [62], and at another level that
UV radiation causes defects that increase absorption in the UV (240nm)
and that this in turn raises the refractive index via the Kramers-Kronig
relations [63,64].

It has also been observed that subjecting a sample to high pressure
hydrogen, thus causing diffusion of hydrogen into the germanium doped
glass, increases the absorption of the sample during UV irradiation. This
leads to an increased photo-sensitivity of the material - i.e. making the
permanently induced index change of the sample greater for a given flu-
ence of UV-radiation [65]. However, the O-H bonds that result from this
loading and irradiation can also cause significant absorption near a wave-
length of 1.39µm [10] and can cause poor transmission in the communi-
cation bands. The solution offered for this is to load the samples with
deuterium (D2) instead of hydrogen H2. This shifts absorption away
from the communications band but still provides the benefit of increased
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Figure 5.1: A digram of the set-up used for direct writing of UV-induced
waveguides in germanium doped silica layers. The Laser used was a
frequency double argon ion laser with a wavelength of 257nm. The beam
was focused to a 3µm spot for writing waveguides.
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photo-sensitivity [66].

Gratings were the first devices made using the UV-sensitivity of ger-
manium doped glass - first by standing waves in the fiber [61]; then by
illumination of a fiber from the side using an interferometer to create
a modulated index; and then by the use of phase masks [8], which have
greatly simplified the process of making fiber gratings. Gratings in planar
devices have been explored using the same basic mechanism exploited in
fibers [67–69].

In addition to gratings, one of the areas that has exploited the UV
sensitivity of germanium doped glass in integrated optics is the fabrica-
tion of directly written UV waveguides [25,60]. These waveguides, which
are used in this report to couple to high-index contrast structures, show
good coupling to standard optical fiber, and low propagation loss [70].
They have also proved useful for making devices such as splitters [71],
couplers [72, 73] and interferometer based variable optical attenuators
(VOA’s) [74].

5.2 Direct UV-writing Set-up

A high-level diagram of the direct UV-writing set-up is shown in fig-
ure 5.1, details of optical elements are omitted. More information on the
UV writing setup can be found in other references that concentrate on the
details of UV-writing techniques [66]. The main components are a laser
source; beam shaping and focusing optics; a vacuum chamber that holds
a sample during writing (protecting the sample from particulate contam-
ination and moisture) ; and motion control hardware/software used to
translate the sample under the focused beam while writing waveguides.
The source is a frequency doubled argon ion laser. The wavelength emit-
ted is 257nm. The output power of the laser at this wavelength that was
used was between 30 and 50 mW. The beam shaping optics ensured a well
defined optical field with little astigmatism, that was focused to a 3µm
spot (defined by the diameter of the spot at which the power density if
reduced to 1/e2 of the peak value).

The sample was translated under the focused beam using PM500
stages with a positioning resolution of 0.1µm. During writing, the PM500
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Figure 5.2: The configuration for the first generation hybrid devices com-
bining high index waveguides and an a photosensitive, germanium doped
layer.

was actively controlled using LabView software. This provided active
feedback and good stability for writing.

5.3 Cleanroom Fabrication

Before writing UV-induced waveguides, samples were prepared in the
cleanroom facilities at COM. These samples combined high-index contrast
waveguides and a UV sensitive layer of germanium doped glass in which
UV waveguides would be written. Two configurations were used. These
can be seen in figures 5.2 and 5.3. Both configurations started with a
thermal oxide layer grown on top of a silicon wafer. The thickness of this
layer varied between 10µm and 12µm.

For the first configuration, figure 5.2, a 3.5µm thick layer of ger-
manium doped glass was deposited using plasma enhanced chemical va-
por deposition (PECVD). The concentration of germanium was approx-
imately 10%mole. The refractive index of this layer was measured using
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Figure 5.3: The configuration the for second generation hybrid devices
combining high index waveguides and an a photosensitive, germanium
doped layer. This photosensitive layer in this configuration also contains
boron.

a prism coupler and a process standard (a wafer prepared simultaneously
with the sample used to make the device) to be approximately 1.45. On
top of this layer, silicon rich silicon nitride was depositied with LPCVD.
Waveguides were defined using contact UV photolithography and reactive
ion etching (RIE). After etching, a top cladding of borophosphosilicate
glass was deposited using PECVD.

The second configuration, figure 5.3, is similar to the first in that it
has a germanium doped UV sensitive layer, but but the thickness, and
orientation of the photosensitive layer is different. The sample was pre-
pared by depositing the silicon rich silicon nitride directly on the thermal
oxide layer. After etching with RIE, a photosensitive layer of glass was
deposited on top of the waveguides. Besides being deposited on top of
the high-index contrast waveguides instead on the thermal oxide layer,
it was doped with boron in addition to germanium, and the thickness of
the layer was approximately 4µm instead of 3.5µm. The boron doping
was done to reduce the index difference between the non-exposed UV
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sensitive layer and the thermal oxide layer. The purpose of this was to
produce a homogeneous (in terms of refractive index) cladding for the
UV-written waveguides. This general technique is commonly applied to
UV-written waveguide devices at COM. The calibration, however, erred
and the refractive index of the layer was only slightly lower than that
of the photosensitive layer in the first sample. The concentration of ger-
manium was similar to the first with 10%mole. The thickness of the
photosensitive layer was 4µm. After deposition of the photosensitive
layer, a borophosphosilicate top cladding was deposited - similar to the
first configuration.

5.4 Preparation for UV Writing

Before proceeding with UV writing, samples (both configurations) were
placed in a high-pressure deuterium environment to increase the photo-
sensitivity of the germanium doped layer [65]. Samples made with the
first configuration were loaded at a pressure of 500 bar for 2 weeks to
yield an approximate D2 concentration of 6%mole. Samples having the
second configuration were loaded at a pressure of 500 bar for 1 month to
produce an approximate D2 concentration of 6%mole 1. After loading
the samples were stored in a refrigerator at ≈ −120◦C to prevent out
diffusion of Deuterium before writing.

Several techniques were used for the alignment of UV-written wave-
guides to high-index contrast structures. The most effective method
used a single, straight high-index contrast waveguide for alignment. The
focused UV spot was translated over the high-index waveguide and a
diffraction pattern marked the point at which the spot intersected the
waveguide. The x and y coordinates were recorded, and the procedure
was repeated at many different points along the waveguide. A line was
fit to the data acquired. The UV-waveguides were written parallel to
this waveguide (i.e. with the same slope) and the intercept was adjusted
to intersect or come close to the desired high-index contrast structures.
Though the procedure was only used for making straight UV-written

1The solubility of D2 in silica is 116 ppm [66]. Both samples were loaded until
saturation.
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waveguides that were parallel to the high-index contrast waveguides, a
similar procedure using high-index contrast waveguide segments perpen-
dicular to the first alignment waveguide could be used to define another
reference line. The known intersection of two lines would yield sufficient
information for making more complex UV-written structures aligned to
high-index waveguides. The alignment procedure allowed for a high de-
gree of accuracy and allowed for sub-micron alignment - approximately
within 0.5µm.

After alignment of the sample, free-standing UV-written waveguides
were made with different translation speeds and laser powers. The writ-
ing process was visually monitored to ensure uniformity of the writing
process and assess which translation speeds and laser powers were likely
to produce the best waveguides. At times, in preparation of UV-writing,
test samples were used on which only calibration waveguides were writ-
ten. The UV-written waveguides on these samples were inspected under
an optical microscope to ensure good waveguide quality.

5.5 Devices Made with First Configuration

5.5.1 Device One

The first device made combining directly UV-written waveguides and
high-index contrast waveguides was composed of a free-standing high-
index contrast ring resonator coupled to a UV-written waveguide. The
diameter of the ring was 178µm and the width of the high-index wave-
guide was 1.4µm (estimated total width after processing). After align-
ment of the sample and calibration of the direct UV-writing set-up, a
laser power of 45mW was used to write waveguides with a translation
velocity of 100µms−1. The approximate index change of the UV-written
waveguides was estimated to be n ≈ 0.04.

Measurements of a waveguide written to tangentially intersect (or
nearly intersect) a 178µm diameter ring indicated resonance associated
with the ring was weak, but clearly present for the TM polarization.
A portion of the spectrum is shown in figure 5.4. A peak attenuation
due to resonance shows only a 2.5% reduction in signal. The excess
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Figure 5.4: Response of the first high-index contrast ring resonator cou-
pled to a directly UV-written waveguide. The solid line, showing reso-
nance, is the TM polarization. The dotted line is the TE polarization.
The radius of the ring was 89µm (diameter=178µm).
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insertion loss caused by the introduction to of the ring when compared to
similar UV-written waveguides on the same sample was 2.1 dB. The total
insertion loss of the device, which was 2.4 cm long, was 5.7 dB. Further
optimization of the UV written waveguides can yield lower insertion losses
[60].

The transmission spectrum of the single UV-written waveguide cou-
pled to the silicon rich silicon nitride ring shows a FSR of 2.02nm which
corresponds to an effective group index of ng = 2.07 at a wavelength of
1530nm. The full width at half maximum of the resonances were mea-
sured to be approximately 0.20nm (≈ 25GHz). Using these values, the
finesse of the device was approximately ≈ 10.

It is unclear whether fits to the spectrum using the ring resonator
model from equation 4.20 yield meaningful results. The coupling region
is highly asymmetric, there is loss caused by the ring, and the UV-written
waveguide only presents a small perturbation for a high-index contrast
ring. The assumptions implicit in the description of the coupler in equa-
tion 4.12 is not applicable. There has been some attempt by other groups
to explain the nature of the coupling [75].

Measurements of this device after fabrication revealed that the cen-
ter to center distance between the UV-written waveguide and the ring
waveguide was ≈ 3.4µm. The width of the UV-written waveguide was
approximately 4.6µm.

Inspection of the sample under an optical microscope revealed no ob-
vious damage of the ring caused by UV writing.

5.5.2 Device Two

The second ring resonator device was made with a slower scan speed of
83µms−1 and a similar laser power, 45mW , when compared to the first
sample. The ring used was 218µm in diameter. The cross-sectional
dimensions of the high-index waveguide remained the same. The re-
sponse was a slightly greater attenuation due to ring resonance of 3.5%
for a wavelength range similar to the that shown for the first device (fig-
ure 5.4). This may have been due to the increased modal confinement
and effective index of the guided mode associated with the UV-written
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Figure 5.5: Resonant spectrum for the second device using a directly
UV-written waveguide with a ring resonator. The diameter of the ring
resonator was 218µm. The cross-sectional dimensions of the high-index
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waveguide causing a greater normalized projection onto the high index
contrast waveguide. The size of the resonances dips were greater in dif-
ferent wavelength ranges. Figure 5.5. The figure is shown with both
polarization. Again, only the TM polarization showed noticeable reso-
nance with a resonant dip-size (Tmax−Tmin) that approached 10%. Also
shown in the figure are the single resonance (equation 4.26) and full spec-
trum fit (equation 4.20). The interpretation of the normalized parameters
in this situation remains unclear, but they are given here as a possible
explanation of the response. The x and y parameters from the fit are 0.4
and 0.97. Since the parameters are symmetric, which value corresponds
to the coupling and which one corresponds to the transmission around
the ring remains ambiguous. It can, however, be speculated that the
coupling is small because of the extreme mismatch in the propagation
constants so that x = 0.97 and y = 0.4. If the model is trusted, the
fraction of power coupled from one waveguide to the other is given by
(1 − x2) × 100 = 5.9%. The round trip ring loss is then approximately
84%. The expected loss for a 218µm diameter ring is lower (recall loss
from figure 3.15). It remains possible that higher order modes have been
coupled to since the 1.4µm wide waveguide that the ring is made of is
well within the multi-mode regime (see figure 3.2). The lower effective
index would explain relatively high coupling and the less confined mode
would experience more loss when propagating around a bend. This re-
mains speculative without direct measurement of the coupling and loss
in the given waveguide. This was not possible with the given high-index
structures on the mask used. The FSR of the device was 1.78± 0.03nm
yielding an effective group index of ng = 1.98 assuming a wavelength of
1558nm. The FWHM (full width at half maximum) of the resonances (by
measurement or equation 4.29) was 0.46nm. The Finesse of the device
in the wavelength region shown in figure 5.5 was 3.9.

Extreme cases of UV induced damage to the high index waveguide
was observed (figure 5.6). Direct exposure of the high-index waveguides
obliterated the waveguides and must be considered a prime candidate for
causing excess ring loss for configuration number 1. The damage was not
seen with the first sample, which was prepared in parallel with the second
sample. The decrease in scan speed may have caused a prolonged expo-
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Figure 5.6: A picture of severe damage to the edge of a high-index con-
trast (silicon rich silicon nitride) waveguide caused by the focused UV-
beam used to make the directly UV-written waveguides. Two UV-written
waveguides are shown horizontally and one vertically.

sure that crossed a threshold of damage. It is also possible that though
visible damage was not seen in sample one, it occurred and was not no-
ticeable upon visual inspection. The mechanism causing damage may be
thermal (i.e. localized heating caused by the absorption of UV radiation
in the germanium doped silica), or it could have another, perhaps more
direct, cause.

5.5.3 Trimming of Device One

An attempt was made to improve performance of the first device by use
of long period gratings and subsequent UV exposures. Phase match-
ing conditions for propagating modes in the high-index contrast and UV
waveguides follow the relation [76]:

Λgrat =
λ

neff1 − neff2
(5.1)

where Λgrat is the period of the grating, neff1 and neff2 are the ef-
fective indexes of the waveguides. The intent of the experiment was to
increase coupling of the TE polarization so that the device would display
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resonance for a polarization that was previously not displayed. The ef-
fective index of the TE polarization for a 0.6µm high, 1.4µm wide high
index waveguide was calculated to be 1.83. The effective index of the
UV-written waveguide was measured by writing a weak UV-grating with
a phase mask having a period of 1057.09nm to have an effective index of
≈ 1.450. The effective index change induced by rescanning the waveguide
with a focused UV spot was measured by tracking shifts in the reflected
spectrum grating resonances. The shifts corresponded to an index change
of 5.0± 0.2× 10−4 for a 30µms−1 scan speed and a 40mW beam power.

The corresponding period of the long period grating to assist the
coupling between waveguides was 3.94µm - derived from equation 5.1.

Since the ring has a curvature of 178µm the length of the coupler is
short. If it is assumed the coupler will be defined by a length through
which the ring remains within one micron of its original position with
respect to the UV-written waveguide, then the total length of the coupler
is given from the Pythagorean theorem as 2(892 − 882)1/2 = 26.6µm.
This length mean that only about 6.8 grating periods will occur in the
coupling region.

Long period gratings were written in the coupling region of the wave-
guide by scanning the focused UV beam at a velocity of 30µms−1 with a
power of 40mW . The beam was chopped to produce the desired spatial
frequency (i.e. (30µms−1)/(3.94µm) = 7.61Hz).

The transmission of the UV waveguide coupled to the ring is shown
in figure 5.7. A resonance for the TE polarization was never observed.
There was however a change in the resonance associated with the TM
mode. Figure 5.7 shows a progression of trimmings. The first trimming
was the result of a 3.9µm period grating written with a chopped beam.
The second was the result of a retracing of the original waveguide without
chopping. The third was again written with a 3.9µm chop period.

Though no noticeable grating effect is noticeable, there was a small
deepening of the resonance and slight shifts in the resonance frequency.
The shifts do not have a tendency in any particular direction, but may
be the result of damage to the ring caused by UV irradiation. The deep-
ening of transmission dips is speculated to come from an increase in the
refractive index of the UV written waveguide.
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Figure 5.8: A 25µm radius high-index contrast ring resonator coupled
to a directly UV-written waveguide. The second configuration(figure 5.3)
was used to make this device.

5.6 Devices Made with Second Configuration

5.6.1 Ring Resonator - Configuration 2

The second configuration, see figure 5.3, was used to make a device similar
to those covered in the last section. The ring used for the experiment had
a 25µm radius and a waveguide width (on mask) of 1.0µm. The linewidth
reduction for this sample was measured to be between 0.3± 0.1µm. The
UV waveguides were written with a beam power of 38mW and the trans-
lation velocity was 100µms−1. It was intended that the germanium doped
layer deposited over the high-index contrast waveguides would serve to
protect the high-index contrast waveguides from UV damage during writ-
ing as well as provide a medium in which to write UV-written waveguides.
Figure 5.8 shows a picture of this device. The normalized transmission
of the UV waveguide coupled to the ring is shown in figure 5.9.
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Figure 5.9: The transmission spectra of the UV-written waveguide cou-
pled to the high-index ring shown in figure 5.8. Both polarizations show
resonance and there is a sinusoidal modulation of the signal.
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Several characteristics distinguish this device from the devices made
with the first configuration. First, both polarizations clearly show reso-
nance. Second, the dip-size is approximately 15%. Third, there is a sinu-
soidal variation superimposed on top of the transmission spectrum. The
third point is probably the easiest to explain. The UV-written waveguide
is written directly on top of the high index waveguide, and the presence
of the high-index waveguide can act as a significant perturbation for the
propagating modes in the UV-written waveguide. The approximate pe-
riod of the sinsoidal pattern is 18.7nm. The size of a cavity, d, with a
free spectral range of δλ is given by:

d =
λ2

2 δλngroup
(5.2)

Where ngroup is the effective group index of the propagating mode,
and λ is the wavelength. Assuming a wavelength of 1.53µm and approx-
imating the effective group index of the UV written waveguide with the
effective index, ng ≈ 1.45, the size of the cavity is approximately 43µm.
Since the diameter of the ring is approximately 50µm, the dimension sug-
gests that the presence of the ring acts as a cavity where the propagating
mode in the UV waveguide begins to alter before the actual intersection
of the waveguides.

The free spectral range of the resonator for the TE and TM polariza-
tion is 7.56± 0.03nm and 7.55 + /− 0.03nm, respectively. The effective
group index corresponding to this is ng = 1.97. The near degeneracy of
the free spectral range could be a sign that the waveguide is symmetric
- though not necessarily (see figure 3.6). The effective index is however
less than expected in this case. The effective group index calculated for
a straight 0.6µm × 0.6µm silicon rich nitride waveguide clad in silica is
2.13.

The full width at half maximum for the resonances - approximated
directly from the graph - are 0.22nm for the TE mode and 0.29nm for
the TM mode. The finesses of the the two polarizations are 34 and 26 for
the TE and TM modes, respectively. The quality of the resonators are
approximately 7000 and 5300 for the TE and TM modes, respectively.
Though more work is needed for practical devices, one advantage of the
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ring is the relative uniformity of the different polarization - if not in
positioning of the peaks, at least in the presumed coupling to the ring.

5.6.2 UV-Grating

The combination of high-index waveguides and a photo-sensitive cladding
means it is possible to make gratings in the photosensitive layer for use
with the guided modes of the high-index waveguides. Though there have
been reports of photosensivity in SiON and SixNy waveguides [77], at-
tempts to write gratings directly in these waveguides have failed in the
efforts at COM. Gratings are, however, desired because they are useful
tools for the analysis of propagating modes in waveguides and for the
construction of complex optical filters.

With sample in the second configuration, figure 5.3, a 930.8nm period
phase mask was used with a pulsed excimer (KrF) laser (248nm) to write
a grating across several high-index contrast waveguides of varying widths.
The single pulse fluence of the laser was measured to be 112mJ cm−2.
Two attempts were made at writing a grating. The first was with 104

pulses and the transmission of the high-index waveguides showed no ob-
vious grating effect. The second attempt used 105 pulses and showed a
strong grating effect for two different waveguide widths in the wavelength
range (≈ 1450− 1580nm) observed. After UV-writing a preliminary as-
sessment of waveguide transmission, the samples were placed on an 80◦C
hotplate and heated for 24 hours to facilitate the out diffusion of deu-
terium. Spectra taken at this point from the sample displaying clear
grating behavior are shown in the top frames of figures 5.10 and 5.11.
The width of the waveguides measured in the figures 5.10 and 5.11 are
1.2µm and 1.0µm, respectively. These widths are quoted from the values
on the photolithographic mask.

The grating effect is strong in the transmission spectrum and show
extinction ratios that exceed 20 dB. The wavelengths at which the trans-
mission dips, or grating resonance, occur are indicators of the effective
index at that wavelength. The relationship between grating period and
reflected wavelength is:
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Figure 5.10: Transmission spectra of 1.2µm wide (on mask), 0.6µm thick
silicon rich silicon nitride waveguides showing the effects of a grating writ-
ten in a germanium doped silica cladding layer. The physical configura-
tion of the device is shown in figure 5.3. The separation between the
resonances is the result, at least partially, of geometrically induced bire-
fringence. Heating of the sample causes a significant reduction in grating
strength. The progression spectra measured after successive annealing
follows from top to bottom.



5.6 Devices Made with Second Configuration 113

-30

-15

-30

-15

in
se

rt
io

n 
lo

ss
 (

dB
)

-30

-15

1460 1465 1470 1475 1480
wavelength (nm)

-30

-15

24 hours, at 80
o
C

1 hour, 30 min at 150
o
C

1hour, 30min at 300
o
C

1 hour, 30 min at 450
o
C

progression

Figure 5.11: Transmission spectra of 1.0µm wide (on mask), 0.6µm thick
silicon rich silicon nitride waveguides showing the effects of a grating writ-
ten in a germanium doped silica cladding layer. The physical configura-
tion of the device is shown in figure 5.3. This should be compared to
figure 5.10 to see the effects of geometrically induced birefringence. Heat-
ing of the sample causes a significant reduction in grating strength. The
progression spectra measured after successive annealing follows from top
to bottom.
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neff =
λ

2Λgrat
(5.3)

=
λ

Λphase
(5.4)

where λ is the wavelength of resonance, neff is the effective index,
Λgrat is the period of the grating written, and Λphase is the period of the
phase mask used to make the grating. The effective index is generally a
function of wavelength and the grating period, Λgrat, is half the period
of the phase mask, Λphase [78]. Using this relationship and the wave-
lengths of peak attenuation for the waveguides the effective indexes can
be derived. The effective index for both polarizations of the 1.0µm wide
waveguide was calculated to be 1.581 and the effective index for the TE
and TM polarizations of the 1.2µm wide waveguide were calculated to
be 1.659 and 1.630. The near degeneracy of the the effective index for
both polarizations of the 1.0µm waveguide suggests there is a symmetry
(see figure 3.4) with respect to a 90◦ rotation of the waveguide cross-
section. The slightly higher cladding index, caused by the germanium
doping, only introduces a small perturbation of the situation shown in
figure 3.4. If it is assumed that degeneracy with respect to polarization
is a sign of symmetry, then the linewidth reduction of the waveguide is
0.4µm. This value is close to the value expected from linewidth reduc-
tion measurements performed on similar samples and is well within the
range of samples as a whole. The wider waveguide, 1.2µm shows a large
separation between the polarizations, and if the variation of the effective
index with wavelength is momentarily ignored, the change in effective
index with waveguide width can be approximated:

∂∆neff
∂w

=
1.659− 1.630

0.2µm
= 0.15µm−1 (5.5)

This is slightly lower than that expected from the slope of the bire-
fringence taken at the point of symmetry, equation 3.16, but when the
birefringence calculated for a wavelength of 1500nm is plotted against
the data, see figure 5.12, an explanation for this becomes clear. The bire-
fringence has a concavity that reduces the slope between the two points.
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Figure 5.12: Main graph: The calculated birefringence plotted against
the measured birefringence assuming that near degeneracy of the resonant
wavelength for the 1.0µm wide (on mask) waveguide is an indication of
cross-sectional geometric symmetry. Inset graph: the reflected spectrum
of the 1.0µm wide waveguide.
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Figure 5.13: The calculated (at 1500nm) effective index of the high in-
dex contrast waveguides plotted against the grating-measured effective
indexes.

Inspection of figure 5.12 suggests that there is good agreement between
calculated values and measured values. This is true in terms of the bire-
fringence, but it is not true in terms of the values of the effective indexes.
The effective indexes measured are lower than those calculated using the
mode solvers - as was done in figure 3.4. The reason for this is not
known, but it is a clear indication that the profile of the refractive index
is not what is expected given the index measurements of the SixNy film.
Misalignment of the grating could result in a slight perturbation of the
effective index, but a misalignment would result in an effectively longer
grating period and the effective index is inversely proportional to the grat-
ing period (see equation 5.4). The calculated values and the measured
values of the effective index are shown in figure 5.13.

Several observations imply that the grating was written in the cladding
and not the waveguides themselves. First, the grating is clearly visible
in the cladding when viewed through a microscope. This is shown in
figure 5.14. The period of the grating visible in this picture is, however,
twice what is expected. This phenomenon has been seen before [78].



5.6 Devices Made with Second Configuration 117

To test the properties of the grating, the sample was heated on a
hotplate at 150◦C for 1 hour and 30 minutes. After heating, the insertion
loss of the waveguides were remeasured. This was repeated twice with
an increased temperature of 300◦C and then 450◦C. The results of the
measurements are shown in figures 5.10 and 5.11 in succession from top to
bottom. The grating experiences a dramatic reduction, all but vanishing
after being heated at 450◦C.

It is known from previous work that UV induced index changes in
nitrogen doped silica glass are stable when heated to 450◦C [79]. This
strongly suggests, along with the image of the grating in the cladding
region, that the grating is in the germanium doped silica, which is known
not to be stable at similar temperatures [80].

Another feature of interest is that as the gratings were weakened there
is a steady shift of the resonance to shorter wavelengths. The reason for
this is likely due to the reduction in the average effective index as the
grating is weakened. This is also an indication that the grating is in the
germanium doped region because the index changes reported in SiON and
SiN have been negative [77,79], which would correspond to shifts to longer
wavelengths as the gratings weakened (i.e. if as the gratings weakened the
average effective index of the waveguides increased, then the shift would
be to longer wavelengths). The average wavelength change, measured
from the data displayed in figure 5.10, was −1.2 ± 0.1nm. The average
index change can be calculated by following equation 4.34, written in an
abbreviated form for this situation:

∆neff
ng

=
∆λ

λ
(5.6)

where neff is the effective index, ng is the effective group index, ∆λ
is the shift in wavelength, and λ is the wavelength. Following this calcu-
lation, assuming a wavelength of 1530nm, and using a calculated value
for the effective group index of 2.17 that assumes a linewidth reduction
of 0.4µm, the shift in the effective index is neff = −1.7 ± 0.2 × 10−3.
Again, it is noted that there is a negative shift in the effective index as
the grating weakens.

A reflected spectrum from the grating was also measured. This is
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Figure 5.14: A picture of the cladding based UV-written grating for a
high index waveguide. This is a strong indication that the grating is
contained in the cladding layer.
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shown in figure 5.12. The strength and definition of the reflected spectrum
is not high, but the measurement of reflected spectra with high-index
contrast waveguides that can have significant reflections at the interface
to fibers can be problematic. What the spectrum shows is that there is
actually a reflected signal, and there is a possibility this can be useful
for practical devices. Finally, the shapes of the transmission spectra are
somewhat erratic. This may be because the the effective index is highly
sensitive to waveguide geometry (see equation 5.5) and small variations of
waveguide dimensions may lead to a “smearing” of the resonance. More
investigation is needed to determine if high quality gratings can be made
using this technique.

5.7 Conclusion

The combination of a UV sensitive cladding region and high-index wave-
guides offers some possibilities for making hybrid devices. The direct cou-
pling to high-index rings from UV-written waveguides has been demon-
strated, but it is unclear whether this can lead to practical devices. Grat-
ing assisted coupling, or other methods to satisfy phase matching con-
ditions, can be used to enhance performance, but attempts at doing so
have not shown convincing success. One reason for this may be a differ-
ence in the expected and measured effective index demonstrated with the
UV-written grating (see figure 5.13).

The UV-written grating may be used to characterize particular wave-
guides, giving an accurate measurement of the modal propagation char-
acteristic that can then be used for phase matching. The grating can be
easily removed by heating and should prove a useful tool for future re-
search involving high-index waveguides. Directly UV-written waveguides
can subsequently be written on the sample following reloading with D2.

One area that is of special interest for future studies of the combina-
tion of UV waveguides and high-index waveguides is the use of high-index
tapers to facilitate coupling. This is of particular interest for the 0.33µm
thick silicon rich silicon nitride waveguides that displayed significantly
lowered insertion losses when coupled to optical fiber.
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Chapter 6

Non-linearities

The functionality of optical circuits that rely on a linear electric suscepti-
bility is limited. In order to have all-optical switches, light must somehow
interact with light and this means that the response of an optical circuit
can’t simply be a linear superposition of the inputs. Materials gener-
ally display some level of optical non-linearity, but since these nonlinear
responses are often small compared to the linear response, exploitation
of the nonlinearities usually require strong electric fields. Optical wave-
guides confine the light so that the electric field remains strong over a
prolonged transmission length given a moderate input power, and this
means that noticeable nonlinear effects are more easily achieved [36].

In this project, an attempt was made at quantifying the nonlinearities
in silicon rich silicon nitride waveguides. The high modal confinement and
the ability to make optical resonators opens the possibility of using small
optical nonlinearities for optical switching. No functional nonlinear device
was made, but measurements of the nonlinearities and the implications
of these are assessed.
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6.1 Nonlinearities

6.1.1 Basic

The polarization of a material is defined (following the scalar approxima-
tion and the conventions in reference [16]) as 1 :

P = εoχE + 2dE2 + 4χ(3)E3 (6.1)

The electric field(E) and the electric displacement field (D) are related
to each other with the relationship:

D = εo(E + P) (6.2)

= εo

(

E + χE +
2d

εo
E2 +

4χ(3)

εo
E3 + · · ·

)

(6.3)

where εo is the permittivity of free space. The silicon rich silicon
nitride used to make the high-index waveguides is an amorphous mate-
rial, as confirmed with X-ray diffraction measurements [29]. Amorphous
materials display centrosymmetry (inversion symmetry) , having no di-
rectional preference. Therefore, the second order nonlinearity vanishes,
d = 0 [81]. The first non-negligible nonlinear term is the third order
susceptibility, χ(3).

Measurements examined the change of effective refractive index of the
ring resonator as a function of an applied D.C. electric field by tracking
shifts of the resonant wavelengths as the applied electric field was changed.
The electric field present can be expressed as E = Eo + Eω

2, where Eo

is the magnitude D.C. field, and Eω is the amplitude of the electric field
of the guided mode - varying at frequency ω. The polarization is given
by:

1The nonlinear electric susceptibilities can more generally be written as a tensorial

sum: Pi = εo(χijEj + χ
(2)′

ijk EjEk + χ
(3)′

ijklEjEkEl + · · ·), where a different definition

for the susceptibilities (χ(2)′ and χ(3)′) has been used and is emphasized by primes
labeling the χ terms.

2For simplicity the harmonic dependence of the Eω field is not explicitly written.
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P = εoχE + 4χ(3)(Eo + Eω)
3 (6.4)

= εo

(

χE + 4
χ(3)

εo

(

E3o + 3E2oEω + 3EoE
2
ω + E3ω

)

)

(6.5)

≈ εo

(

χEo + 4
χ(3)

εo
E3o

)

+ εo

(

χ+ 12
χ(3)

εo
E2o

)

Eω (6.6)

where it has been assumed that magnitude of the fields in the guided
mode are small with respect to the applied D.C. field, and that we are
only interested guided modes with an angular frequency ω, so that only
the linear term with respect to Eω was kept. For the optical field, the
second term defines the relative permittivity, εr, as function of the applied
D.C. field. The refractive index is given by:

n =
√
εr (6.7)

=

√

(1 + χ) + 12
χ(3)

εo
E2o (6.8)

Assuming that χ(3) is small, this can be expanded in a Maclaurin
series to give:

n = no +
6E2o
noεo

χ(3) (6.9)

where it has been assumed that the change in the refractive index
introduced by that application of the D.C. electric field is small compared
to the value of the refractive index, no =

√
1 + χ. This basic expression

is sometimes written in different forms:

n = no +
1

2
nDC2 E2o (6.10)

= no −
1

2
sn3oE

2
o (6.11)
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where nDC2 = 12
noεo

χ(3) and s = − 12
εon4

o
χ(3). The term s is referred to as

the Kerr coefficient and the change in the refractive index as a function
of the applied field, Eo, is known as the D.C. Kerr effect.

A similar procedure can be used to derive the optical Kerr effect
that happened when the intensity of the guided mode produces electric
fields strong enough to cause a shift in the refractive index of the guiding
medium. The derivation of this assumed the electric field is of the form
E = Eω cos (ωt). Where the time dependence of the electric field has
been explicitly written. In a similar fashion as before, the polarization
can be written:

P = εoχEω + 4χ(3)E3ω cos
3 (ωt) (6.12)

= εoχEω + 3χ(3)E3ω cos (ωt) + χ(3)E3ω cos (3ωt) (6.13)

The efficiency with which the third, 3ωt, term is generated is gener-
ally low, and if the first two terms are considered, an expression for the
refractive index can be derived:

n = no +
3

2

χ(3)

εono
|Eω|2 (6.14)

= no −
1

8
sn3o |Eω|2 (6.15)

where the nonlinear terms have been assumed to be small compared
to the initial refractive index and a Maclaurin series has been used. It
should be noted that though s is used to provide some reference point
when comparing it to equation 6.11, this does not exclude the possibility
that s is a function of frequency. Equation 6.14 can also be written as:

n = no +
n2
2
|Eω|2 (6.16)

where

n2 =
6χ(3)

εono
(6.17)
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6.1.2 Resonance Shift

The resonance of a ring should change wavelength as the effective index
of the ring resonator, and thus the resonant condition (equation 4.1),
changes. The amount by which the resonance changes is given by equa-
tion 4.34. It must be emphasized that the change of index that is of
interest is the change that occurs at a particular wavelength. The rela-
tionship for the shift in wavelength to the shift in effective index is given
by:

∆neff
ng

=
∆λ

λ
(6.18)

where ∆neff is the change in the effective index at a given (and fixed)
wavelength, ng is the effective group index, λ is the wavelength of interest
(e.g. the wavelength of the initial resonance), and ∆λ is the change in
resonant wavelength caused by the application of the D.C. electric field.

6.2 Measurement

6.2.1 Method

The transmission of a straight silicon rich silicon nitride waveguide cou-
pled to three ring resonators, each displaying one unique resonance within
its FSR, was measured using an ANDO optical spectrum analyzer (OSA)
synchronized with a tunable laser source (TLS) as illustrated in figure 6.1.
On the top cladding, silver based conductive paint was used as an elec-
trode for applying an electric field across one of the ring resonators. A
high voltage power supply was connected to this electrode and the elec-
trical ground was attached to the bottom side of the chip, directly to
the silicon substrate on which the device was made. Polarization was
adjusted to maximize the depth of the transmission dips corresponding
to the resonant modes of the rings. A diagram of the set-up can be seen
in figure 6.1, as can a characteristic cross section of the SRN waveguides.

Transmission spectra were gathered for selected resonances. Reso-
nances of two of the three rings are shown in 6.2. A third resonance is
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Figure 6.1: A high-level digram showing the set-up used for the measure-
ment of the D.C. Kerr effect. An enlarged picture showing the placement
of the electrodes and the rings is given, and the cross-section of the device
is also shown with dimensions.

not shown and lies outside of the 1nm wavelength range displayed. Reso-
nances for different rings were easily distinguishable because the free spec-
tral range of the resonators was large enough (¿ 2nm) to exclude the pos-
sibility that resonances in a given wavelength range were from the same
resonator. Spectra of the resonances were taken for each voltage applied
to the electrodes. The applied voltage ranged from −2512V to 2012V .
Each spectrum was systematically normalized and fit to Lorentzians cor-
responding to the resonances (transmission dips) of the rings. The relative
positions of the peaks were extracted from the fits.

The relationship between effective refractive index shift of the ring
and the shift in the resonance peak is given by equation 6.18. The first
non-vanishing, nonlinear term was assumed to correspond to the Kerr
effect described by equation 6.11.

The electric field was taken to be the applied voltage divided by the
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AA

BB

Figure 6.2: A typical transmission spectrum of the straight waveguide
coupled to rings used for the measurement of non-linearities. Resonance
dip B moved with the application of an electric field. Resonance dip A
remained stationary. The difference in the position of these peaks were
used to determine wavelength shifts. A third resonance, also stationary
with the application of an electric field, is not shown and lies outside of
the spectral range displayed.
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Figure 6.3: The change in effective index as a function of the applied
electric field.
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sum of the thicknesses of the thermal oxide and top cladding layers -
though the variation in permittivity makes the electric field distribution
more complex. Since shifts in the resonances correspond to shifts in the
waveguide’s effective index and not the change of the material’s index
directly, the model above serves as a guideline for defining an effective
Kerr coefficient.

6.2.2 Results

To calculate the Kerr coefficient, some values must be derived. The first
is the effective group index which is easily extracted from the free spec-
tral range of the resonators (see equation 4.10). The free spectral range
was found to be 2.101 ± 0.002nm which, for the rings measured, cor-
responds to an effective group index of 2.07. The second value needed
is the effective refractive index of the waveguides. To obtain this, the
effective group index of a silicon rich silicon nitride waveguide was calcu-
lated numerically (assuming a rectangular geometry) for a narrow range
of waveguide widths. The effective refractive index was then calculated
for the waveguide width at which the effective group index corresponded
to that obtained from the FSR.

Using equation 6.18, shifts in the wavelength of resonance can be
used to calculate the change in effective index due to the application of
an electric field. The results are shown in figure 6.3. The magnitude of
the maximum wavelength shift observed was on the order of 10 pm.

A parabola fit to the data, shown in figure 6.3, yields a Kerr coefficient
of s = −3.0± 0.1× 10−22m2V −2. This value reflects the variation in the
effective refractive index as a function of an applied DC voltage for one
polarization. The polarization measured was assumed to be TE. Since
high index contrast fibers were used to reduce coupling loss to the silicon
rich silicon nitride waveguides, the polarization launched into the wave-
guides could not be guaranteed (subsequent measurements with a stan-
dardized sample have, however, confirmed it was the TE polarization).
Both polarizations were not measured because peaks must be sharp and
the resonances corresponding to different rings must be well separated.
Since high-index contrast coupling structures are inherently birefringent,
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the optimum coupling required for sharp peaks at both polarizations was
not achieved.

6.3 Applications

Optical bistability is mentioned here because of it’s significance for the
creation of optical memory, its relevance to nonlinearities and the possibil-
ity of exploiting non-linearities in optical resonators. The basic behavior
of optical bistability can be derived from taking the differential equations
describing ring resonator modes coupled in time and adding a nonlinear
term in the definition of the refractive index. To define the nonlinear
change in the refractive index, it is noted that:

∆n

ng
= −∆ω

ω
(6.19)

This follows directly from equation 6.18 with the definition of the
angular frequency, ω = 2πc/λ. To simplify analysis, equation 4.46 is
manipulated assuming that the bulk ring mode amplitude, h(t) , and the
driving signal, Ai(t), can be expressed as:

h(t) = hs(t)e
iωt (6.20)

Ai = Aeiωt (6.21)

where A is the driving amplitude, and hs(t) is the ring energy in
the time domain with the driving frequency divided out. The resulting
differential equation is:

∂

∂t
hs = i(ωo +∆ω − ω)hs −

1

τ
hs − iµA (6.22)

where ∆ω is the change in the resonant frequency which is propor-
tional to the energy in the ring, h∗h. To derive this, the power density is
recalled from equation 4.44. Furthermore, the power density is related to
the amplitude of the electric field. To do this, an expression of the power
carried in the core the waveguide is [36]:
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α |H|2 = 1

2

∫

core
E ×Hdx dy =

β

2µoω

∫

core
E2dx dy (6.23)

Where |H|2 is the power carried in the waveguide, α is defined as
the fraction of the guided power carried in the core, β is the propagation
constant of the mode, µo is the permeability of free space, ω is the angular
frequency, and the integral is taken over the core of a waveguide that is
aligned with an optical axis parallel to the z-axis. For simplicity, the
average electric field is considered for a waveguide with a core area of a.
This gives the relationship:

|E|2 =
2αµoω

βa
|H|2 (6.24)

=
2αµoωvg
Lβa

|h|2 (6.25)

Where L is the length around the ring, and vg is the group velocity.
This expression can be used with equations 6.16 and 6.19 to give an
estimate for ∆ω as a function of |h|2. Noting the relationships: vg = c/ng,
ω = 2πc/λ, β = neff2π/λ and c2 = 1/(εoµo), equation 6.25 can be
rewritten:

|E|2 = 2α

εoangneffL
|h|2 (6.26)

Equilibrium can be found by setting the time derivative of hs(t) to
zero and calculating the energy of the resonator:

h∗shs
A∗A

=
µ2

(ωo +∆ω − ω)2 + 1/τ2
(6.27)

Which is a transcendental equation since, after some algebraic manip-
ulation:

∆ω =
1

4
s
n2oαωo
εoan2gL

|h|2 (6.28)
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This gives the basic tools with which (bi)stability can be explored.
Basic techniques for this are covered in references [16, 36]. The coupling
of modes in time can also be used to analyze multiple ring structures
in a similar fashion, though multiple ring structures may display chaotic
behavior.

6.4 Conclusion

Nonlinear behavior is essential for making active optical components such
as all-optical switches and optical memory. The future (or perhaps versa-
tility) of any optical processing platform probably relies upon its ability
to use these effects with low optical power. High-index contrast wave-
guides provide high optical confinement, and make optical nonlinearities
more easily exploitable.

The DC Kerr effect has been measured by tracking shifts in the res-
onant wavelengths of a ring resonator. This is the beginning of a more
detailed study moving toward useful optical devices. The advantages of
the method used include simplicity and direct measurement of nonlinear
device behavior. The disadvantages include the inability to separate out
other possible causes for resonant shifts such as electrostriction [82].



Chapter 7

Conclusion

The ability of high-index contrast waveguides to make tight, low-loss
bends increases the achievable packing density of integrated optical com-
ponents, and can be used to make ring resonators with large free spec-
tral ranges. This is a major improvement for the conceptual simplicity
of channel selecting filters and possibility of making large scale, highly-
integrated optical filters. There are, however, major obstacles. There are
extreme polarization effects that indicate that for all but the most sim-
ple components, the polarizations will likely need to be split, processed
in parallel and recombined if significant signal losses are to be avoided.
More than this, the tolerances for device fabrication are so tight that any
commercially viable processing technique is daunting in terms of expected
device yield.

Some aspects of the material processing have been discussed - most
notably the annealing of LPCVD deposited silicon rich silicon nitride to
reduce material-based loss, and the lithographic limitations of the process-
ing used. The fundamental properties of high-index contrast waveguiding
and ring resonators have been explained. Again, the polarization not only
displays extreme geometrically induced effects on the effective index of
the modes, but also on bend loss and coupling. Since ring resonators
rely upon these properties to define their optical responses, the basis of
polarization problems has been described.

One of the possibilities explored during this project was the combina-
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tion of UV-sensitive material and high-index contrast waveguides. The
benefits of this include the incorporation of two types of waveguides onto
a monolithic device with minimal additional cleanroom work, and the
ability to use the UV-sensitivity for making other devices such as grat-
ings. It may also be useful for trimming the performance of high-index
contrast devices.

Coupling has been demonstrated between high-index rings and UV-
written waveguides. The benefits of this direct approach for coupling
remain unclear, but the relative uniformity of the resonant responses for
the different polarization when using “configuration 2” (see figure 5.3)
warrant more investigation for practical devices. Even if the resonances
are not coincident, they are similar enough in width and free spectral
range to hint at polarization independent function.

One major obstacle for any amorphous, glass-based material platform
is nonlinear optical functionality that might lead to optical switching.
The obvious candidate for providing this functionality is the Kerr effect.
High-index contrast waveguides provide high optical confinement (and
thus high electric fields) which makes exploitation of these effects easier
than with low-index contrast waveguides. Still, the effects are generally
too small to exploit in low power devices. Material development will
probably be the key, but it should be noted that other possibilities remain.
The electric field of the guided mode at the boundary of a high-index
contrast waveguide can be high because of dicontinuities in the component
of the electric field that is perpendicular to the interface. This high field
outside the core means that cladding high-index waveguides with optically
nonlinear material (e.g. some polymers) could be promising.

In the end, the vision is that silicon rich silicon nitride waveguides will
be the basis of a widely accepted and commercially viable platform for
integrated optics. Silicon rich silicon nitride chips (such as those shown
in figure 7.1) could be distributed throughout the global communications
network. The eventual reality is probably far from this. There are many
competing planar technologies such as photonic bandgap (PBG) devices
or SOI waveguides that also offer impressive benefits. These do, how-
ever, have significant disadvantages when compared to silicon rich silicon
nitride. One of the disadvantages involves processing tolerances. The
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tolerances for silicon rich silicon nitride waveguides are tight, no doubt,
but the tolerances for SOI waveguides are much higher. The structure
of classical high-index contrast waveguides are also much simpler than
photonic bandgap waveguides and simplicity in some sense is related to
robustness and practical applications.

I believe my major contributions to the advancement of the technol-
ogy has included the demonstration of functional single layer silicon rich
silicon nitride components. This includes measurement of bending losses
and demonstration of a decreased insertion loss associated with particular
waveguide geometries (notably the 0.33µm thick silicon rich silicon ni-
tride waveguides). The approach for making optical filters has also been
successful given the processing constraints. Beyond this, I have shown
successful monolithic integration of directly UV-written waveguides and
high index waveguides. Many avenues remain to be explored here, but
number of possibilities beyond direct coupling to ring resonators have
been suggested. The recent development of the UV-written cladding grat-
ing also offers a tool for directly measuring high-index waveguide proper-
ties that was previously available and I think greatly simplifies evaluation
of device performance, as well as raising important questions about how
well we know the structures being measured. I have also done work on
optical nonlinearities by using the spectral properties of ring resonators to
measure the D.C. Kerr effect. This field is of course broad and interesting
in itself.

7.1 Future Research

The first problem that must be addressed is polarization dependence.
The extreme geometric effects actually allow for a great amount of con-
trol over polarization behavior. The challenge is to make polarization
control a broad-band effect. An example of a broad band polarization
rotator is an asymmetric waveguide core, twisted in an adiabatic helical
shape (figure 7.2) until a 90◦ rotation is achieved. The extreme birefrin-
gence means there is little coupling between the modes (because of phase
mismatch). The disadvantage is, of course, that this is not easily made
with planar technology. There has, however, been work on approximating
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Figure 7.1: A photograph of high-index silicon rich silicon nitride devices
diced into chips from a 4-inch wafer. Each chip is 15mm× 8mm.
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Rotator
Helical Polarization

Figure 7.2: A conceptual helical waveguide polarization converter.

this with discrete multi-layer structures [83], this general work extends
beyond polarization rotators to include polarization splitters. These de-
vices are promising because of the conceptual simplicity and broad-band
behavior of these devices.

Other areas of research must include making the devices active, pro-
ducing standardized procedures for the interface to optical fiber (e.g. in-
verted tapers), and improving process repeatability/device yield. Improv-
ing device yield may require a re-examination of processing techniques and
exploring alternative lithographic processes such as Nano-imprint Lithog-
raphy (NIL). Beyond this, there should be a focus on testing these devices
in practical network situations.

Ultimately, a full integrated optical platform is envisioned such as
that shown in figure 7.3.
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UV−written waveguidesHigh−Index Tapers/UV interface

High−Density Processing Units

Figure 7.3: A possible high-level view of a high-index contrast platform.
The high-density optical processing could have several subunits with in-
puts and outputs being from directly written UV waveguides. The func-
tionality of the high-density optical waveguides would have to include
polarization and dispersion compensation devices.



Appendix A

Wave Equation

Starting with equation 3.4 and taking the curl of both sides:

∇×∇×E +
∂

∂t
∇×B = 0 (A.1)

applying the constitutive relationship B = µH:

∇×∇×E +
∂

∂t
(∇µ×H) +

∂

∂t
(µ∇×H) = 0 (A.2)

noting that ∇×H = ∂
∂tD, D = εE; assuming that µ and ε are not func-

tions of time; and assuming that µ is constant throughout the material
under consideration:

∇×∇×E + µε
∂2

∂t2
E = 0 (A.3)

Now, using the vector identity ∇×∇×E = −∇2E + ∇(∇ ·E):

∇2E − µε ∂
2

∂t2
E −∇(∇ ·E) = 0 (A.4)

noting again that D = εE:

∇2E − µε ∂
2

∂t2
E −∇(D ·∇1

ε
+

1

ε
∇ ·D) = 0 (A.5)
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recalling Gauss’ law, ∇ · D = 0, the last term on the left hand side
vanishes. Also, noting that ∇(ln 1ε ) = ε∇(1ε ):

∇2E − µε ∂
2

∂t2
E −∇(E ·∇ ln

1

ε
) = 0 (A.6)

noting further that ε = εoεr and that εr = n2:

∇2E − µε ∂
2

∂t2
E −∇(E ·∇(ln

1

εo
+ ln

1

n2
)) = 0 (A.7)

∇2E − µε ∂
2

∂t2
E − 2∇(E ·∇(ln

1

n
)) = 0 (A.8)

finally:

∇2E − µε ∂
2

∂t2
E = −2∇(E ·∇(lnn)) (A.9)



Appendix B

Bending

In cylindrical coordinates, the Laplacian operator can be written as:

∇2 =
1

r

∂

∂r
+

∂2

∂r2
+

1

r2
∂2

∂φ2
+

∂2

∂y2
(B.1)

A local reference frame can be defined centered on the waveguide with
the definitions:

r = rb + x (B.2)

φ =
z

rb
(B.3)

The Laplacian then becomes:

∇2 =
1

rb + x

∂

∂x
+

∂2

∂x2
+

∂2

∂y2
+

r2b
(rb + x)2

∂2

∂z2
(B.4)

The Helmholtz equation associated with the wave equation for the wave-
guide can be written as:

(

∇2 + κ2
)

E = 0 (B.5)
(

1

rb + x

∂

∂x
+

∂2

∂x2
+

∂2

∂y2
+

r2b
(rb + x)2

∂2

∂z2
+ κ2

)

E = 0 (B.6)
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Figure B.1: The local coordinates used for tranforming the Laplacian for
curved waveguides.
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A further substitution for the E is made, assuming the form:

E = g(x)Eoe
−iβz (B.7)

Plugging this form into equation B.6, the following expression is obtained:

(

∂2

∂y2
− r2b

(rb + x)2
β2 + κ2

)

g Eo+g
′′Eo+2g′E′

o+g E
′′
o+

1

rb + x
g′Eo+

1

rb + x
gE′

o = 0

(B.8)

to determine g = g(x), the terms containing E ′
o are required to vanish,

i.e.:

2g′ = − 1

rb + x
g (B.9)

this is easily solved by integration:

1

g
dg =

−1
2 (rb + x)

dx (B.10)

Which yields:

g = (rb + x)−1/2 (B.11)

where constants associated with integration have been chosen to equal
zero. Plugging this result back into equation B.8, the following expression
is obtained:

g

(

∂2

∂x2
+

∂2

∂y2

)

Eo − g
r2b

(rb + x)2
β2Eo + κ2Eo +

1

4
g5Eo = 0 (B.12)

Equation B.12 can be divided by g and if the radius is large compared to
wavelength and waveguide dimensions, the terms containing g4 may be
ignored for he first approximation. This yields:

(

∂2

∂x2
+

∂2

∂y2
+ k2on

2

)

Eo =
r2b

(rb + x)2
β2Eo (B.13)
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where κ has been replaced with kon, where ko is the free space propagation
constant and n is the refractive index profile. The right had side of the
equation can be expanded about x = 0 in to yield (to the linear term):

r2b
(rb + x)2

β2 ≈ β2 − β2 2
rb
x (B.14)

Plugging this back into equation B.13, the following is obtained:

(

∂2

∂x2
+

∂2

∂y2
+ k2o

(

n2 +
2

rb
xn2eff

)

)

Eo = β2Eo (B.15)

At this point, the effective index is usually approximated by the index
of the core. This is roughly valid low index contrast waveguides because
there is only a very small range of possible effective indexes a propagating
mode can have (between the core and cladding index). The same can be
done for high index waveguides while noting that it represents a worst
case scenario because the core index can be significantly larger than the
effective index. This corresponds to a larger perturbation on the mode of
a straight waveguide.



Appendix C

Additional Spectrum

One of the emphasized point in the body of the thesis was that there can
be a significant difference in the properties of guided modes in high-index
contrast waveguides having different polarizations. As further reference,
an example spectrum of a ring is shown here. The free spectral range
for the different polarizations differ slightly. This causes a coincidence
of resonances at ≈ 1520nm, and a divergence for longer and shorter
wavelengths. This is typical behavior.
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Figure C.1: Transmission spectrum of two polarizations from a 25µm
radius ring. The waveguide is 0.33µm thick and 1.0µm wide (as defined
on the mask). The different polarizations have different free spectral
ranges.
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