
 
 
General rights 
Copyright and moral rights for the publications made accessible in the public portal are retained by the authors and/or other copyright 
owners and it is a condition of accessing publications that users recognise and abide by the legal requirements associated with these rights. 
 

 Users may download and print one copy of any publication from the public portal for the purpose of private study or research. 

 You may not further distribute the material or use it for any profit-making activity or commercial gain 

 You may freely distribute the URL identifying the publication in the public portal 
 
If you believe that this document breaches copyright please contact us providing details, and we will remove access to the work immediately 
and investigate your claim. 
  
 

   

 

 

Downloaded from orbit.dtu.dk on: May 26, 2023

Gain and noise penalty for detuned 980 nm pumping or erbium-doped fiber power
amplifiers

Pedersen, B.; Chirravuri, J.; Miniscalco, W. J.

Published in:
I E E E Photonics Technology Letters

Link to article, DOI:
10.1109/68.127210

Publication date:
1992

Document Version
Publisher's PDF, also known as Version of record

Link back to DTU Orbit

Citation (APA):
Pedersen, B., Chirravuri, J., & Miniscalco, W. J. (1992). Gain and noise penalty for detuned 980 nm pumping or
erbium-doped fiber power amplifiers. I E E E Photonics Technology Letters, 4(4), 351-353.
https://doi.org/10.1109/68.127210

https://doi.org/10.1109/68.127210
https://orbit.dtu.dk/en/publications/3f7b527e-8a54-4992-a60a-d5d2b0ed5f61
https://doi.org/10.1109/68.127210


JQRGENSEN et al. : TWO-SECTION SEMICONDUCTOR OPTICAL AMPLIFIER 35 1 

[7] B. Fernier et al., “Design and realization of polarisation insensitive 
semiconductor optical amplifiers with low forward current,” in Dig. 
Opt. Arnpl. Appl. ,  Monterey, CA, paper ME3, Aug. 1990. 

Integrated Opt. Optical Fiber Commun., Kobe, Japan, paper 19C2- 
3, July 1989. 
W. B. Joyce and R. W. Dixon, “Analytical approximations for the 

[8] G. Eisenstein el al. ,  “A multiple quantum well optical Fermi energy of an ideal Fermi gas,” Appl. Phys. Lett., vol. 31, 
[9] 

amplifier/modulator integrated with a tunable DBR laser,” in Dig. pp. 354-356, 1977. 

Gain and Noise Penalty for Detuned 980-nm 
Pumping of Erbium-Doped Fiber Power 

Amplifiers 
B. Pedersen, J. Chirravuri, and W. J .  Miniscalco 

Abstract-The impact of altering the fiber length and pump 
wavelength on the gain and noise performance of erbium-doped 
fiber power amplifiers pumped in the 980-nm band is examined. 
A gain penalty of c 0.5 dB was experimentally observed over a 
18-nm pump wavelength range. Theoretical analysis indicates 
that increasing the NA from 0.15 to 0.25 significantly improves 
the tolerance for a given gain penalty but has little effect upon 
noise figure. For a given fiber length, the noise figure increases 
by 0.1 dB for each 3 nm the pump wavelength deviates from 979 
nm. 

INTRODUCTION 

HE very efficient [ 11 - [3] but relatively narrow 980-nm T absorption band of erbium (FWHM = 16 nm for Al/Er 
and = 11 nm for Ge/Er silica) poses a serious problem for 
the manufacturers of semiconductor pump sources for er- 
bium-doped fiber amplifiers (EDFA’s). The low yield for 
devices within a few nanometers of the peak significantly 
increases their cost, and relaxing the wavelength tolerances 
for these lasers would significantly reduce the cost of 980-nm 
pumped EDFA’s. We have performed a detailed experimen- 
tal and theoretical investigation of power amplifiers pumped 
between 960 and lo00 nm. This has enabled us to determine 
the quantitative relationship between pump detuning and the 
penalty for both gain and noise figure, as well as the depen- 
dence of these penalties on pump power, fiber length, and 
waveguide design. The experiments indicate that pumping 
away from the peak of the absorption band leads to a gain 
penalty that decreases with pump power and fiber length. 
Using an accurate numerical model we show how a broad 
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pump window around 980 nm can be obtained for power 
amplifiers by appropriate choice of fiber length and design, 
albeit with a degradation of noise figure. 

EXPERIMENTAL 
The experimental setup has been described in [3]. A 

Ti: sapphire laser provided codirectional pumping at wave- 
lengths ranging from 960 to lo00 nm. The pump and 1551-nm 
signal were combined by a WDM fiber-coupler, and the 
pump power launched into the doped fiber was monitored for 
each pump wavelength in the experiment. 

Fig. 1 displays the signal output power as a function of 
pump wavelength for a Ge/Al/P/Er-doped silica fiber with 
an NA of 0.18 and a cutoff wavelength of 940 nm. The signal 
launched into the erbium-doped fiber was -1.4 dBm. The 
experimental results are indicated by marks for three different 
fiber lengths each pumped with 40 and 80 mW. The solid 
curves are computer simulations of the experiment obtained 
using a numerical model described previously [4]. All basic 
parameters used by the model were determined experimen- 
tally and the calculated values are seen to be in good agree- 
ment with experiment. Also indicated in Fig. 1 is the 
ground-state absorption (GSA) cross section spectrum which 
peaks at 979 nm. As expected, signal output and quantum 
conversion efficiency increase with pump power, reaching 
16.3 dBm and 0.83, respectively, for the 16 m fiber pumped 
with 80 mW at 979 nm. This compares to 12.7 dBm and 0.71 
for a 12 m fiber pumped with 40 mW. Note also that the 
output is less sensitivity to fiber length for higher pump 
powers: for 80 mW and this fiber design the gain penalty is 
< 0.1 dB for an uncertainty of +25 % around the optimum 
fiber length. Fig. 1 also reveals that the magnitude of the gain 
penalty for pump wavelengths away from 979 nm is signifi- 
cantly reduced at high pump powers. At 80 mW the penalty 
is < O S  dB for a pump wavelength range of +9 nm about 
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Fig. 1. Signal output power versus pump wavelength for three different 
fiber length pumped by 40 and 80 mW, the higher pump power resulting in 
the higher output. The 1551-nm signal input is -1.4 dBm. The experimental 
data are indicated by marks and the curves are numerical simulations. 

the peak if one does not alter the fiber length from the 
optimum for 979 nm (16 m). The corresponding range for 40 
mW is only +5 nm. Detuning the pump wavelength de- 
creases the absorption coefficient; increasing the fiber length 
partially compensates for this and reduces the gain penalty. 
This has been observed for small-signal amplifiers [5] - [7]. 

GAIN AND NOISE FIGURE 
The fiber amplifier model was used to extend the above 

results and systematically examine the effects of fiber length 
and numerical aperture (NA) on power amplifiers pumped 
away from 979 nrn. Fig. 2 plots the relative fiber length 
versus pump wavelength for step-index fibers with different 
NA’s and a cutoff wavelength of 850 nm. The launched pump 
power is 50 mW and the signal input power is 1 mW at 1551 
nm. The relative fiber length is the actual length divided by 
the length of the fiber giving the maximum gain at 979 nm. 
The latter is represented by the solid circle at (979 nm, 1.0) 
in the figure. With the pump power and waveguide design 
used here, the maximum small-signal gain for 979-11111 pump- 
ing would be 31.4, 32.7, and 33.7 dB for the NA’s of 0.15, 
0.2, and 0.25, respectively. However, the 1-mW signal input 
almost completely saturates the quahtum conversion effi- 
ciency and the hereby the signal output power which at the 
reference point in Fig. 2 is 14.1, 14.5, and 14.6 dBm, 
respectively. The noise figure at the fiber length that gives the 
highest gain is almost independent of the NA [3]. At the 
reference point in Fig. 2, the noise figure is = 3.7 dB. The 
solid curves are contours for a degradation in the gain of 0.5 
dB compared to the optimum point, and thus enclose regions 
of pump wavelength and fiber length that keep the penalty to 
less than this value. The dashed curves bound regions with 
less than a specified penalty in noise figure, F. For example, 
a curve labeled 1 dB means an increase in F of 1 dB over 
that at the reference point (979 nm, 1.0). As observed, the 
gain penalty contours are very sensitive to NA: an increase in 

960 970 m 990 lo00 
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Fig. 2. Gain and noise figure penalties versus relative fiber length and 
pump wavelength. The solid curves are contours for a degradation of 0.5 dB 
in the gain from the maximum gain at the reference point (979 nm, 1.0) 
indicated by a solid circle. The dashed curves shows where the noise. figure 
has increased by 0, 0.5, and 1.0 dB from the noise figure at the reference 
point. For a given noise penalty, higher NA’s correspond to longer relative 
lengths. The pump power is 50 mW. 

NA from 0.15 to 0.25 doubles the bandwidth of the 0.5-dB 
contour from 16 to 32 nm. In contrast, the noise penalty 
curves are insensitive to NA. 

Plots such as Fig. 2 are useful as design guides since they 
contain most of the information necessary to quantify the 
tradeoffs between pump wavelength, amplifier gain, and noise 
figure. This is illustrated by Fig. 3 which contains this 
information in greater detail for a given fiber NA (0.2), 
pump power (50 mw), and signal input (1 mW at 1551 nm). 
The solid curves are contours for progressively larger gain- 
penalties ranging from 0 to 1.0 dB in steps of 0.2 dB. The 
dashed curves are for different noise figure penalties, also 
increasing in steps of 0.2 dB. Both penalties are relative to 
the optimum operating point (979 nm, 1 .O) for which the gain 
is 14.5 dB w d  F is 3.7 dB. With Fig. 3 it is possible to 
establish not only the fiber length which maximizes the pump 
wavelength tolerance but also the gain and F at any pump 
wavelength and fiber length. If the pump wavelength is 985.5 
nm, for example, the fiber length that gives the highest gain 
is = 50% longer than the optimum for 979 nm. This can be 
seen from Fig. 3 where 985.5 nm is the longest pump 
wavelength on the contour for a 0.2 dB gain penalty, the 
point being indicated by an open circle. Consequently, the 
maximum gain at 985.5 nm for the pump power used for Fig. 
3 is 14.3 dB, 0.2 dB lower than at 979 nm and the F is 4.2 
dB, 0.5 dB higher than at the reference point. Diagrams such 
as Fig. 3 are particularly useful if one wishes to design a 
power amplifier with a specified minimum gain and maxi- 
mum F and needs to determine the tolerances on the pump 
wavelength and fiber length. One begins by locating the 
curves in Fig. 3 corresponding to the performance specifica- 
tions, e.g., a gain penalty of 0.4 dB and F penalty of 0.6 dB. 
The permissible values of pump wavelength and fiber length 
occupy the area enclosed by the gain and F penalty curves 
where the boundary is always the curve lying closest to the 
reference point. 

Several general conclusions can be drawn from Fig. 3. The 
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Fig. 3. Gain and noise figure penalties versus relative fiber length and 
pump wavelength. The NA is 0.2 and all other conditions are the same as in 
Fig. 2. The solid curves are for different gain penalties ranging from 0 to 1 
dB in steps of 0.2 dB. The dashed curves are noise figure penalties ranging 
from 0 to 1.4, also in steps of 0.2. 

fiber length that gives the maximum gain has a minimum 
with respect to pump wavelength at 979 nm, the wavelength 
which also provides the lowest F for any fiber length. 
Considering only gain, it is better to use too long a fiber 
length than too short, e.g., for 979 nm the same gain penalty 
of 0.2 dB is obtained for relative fiber lengths of 0.8 and 1.6. 
The penalty in F is ~ 0 . 1  dB for each 3 nm the pump 
wavelength differs from 979 nm and for each 0.2 increment 
in the fiber relative length. 

From Figs. 2 and 3 it is seen that while the positions of the 
gain penalty contours are sensitive to the NA, they all have 
the same characteristic shape for power amplifiers and are 
nearly symmetrical around 979 nm. If noise figure is not a 
consideration, one may replace a contour by its projection 
onto the x-axis (bandwidth) where fiber length is assumed to 
be adjusted as necessary. Fig. 4 plots the gain penalty as a 
function of bandwidth for step-index fibers with NA’s of 0.15 
and 0.25 pumped codirectional by 50 mW (dashed curves) 
and 100 mW (solid curves). It is apparent that NA is more 
critical to increasing pump wavelength tolerance than pump 
power. For users and manufacturers of 980-nm LD’s the 
bandwidth in Fig. 4 translates into the specification on the 
eission wavelength. If the LD is specified to emit at 979 k 5 
nm, the bandwidth is 10 nm and the signal output power will 
be only slightly degraded from that achieved pumping exactly 
at 979 nm since the gain penalty is ~ 0 . 3  dB for the NA’s 
and pump powers considered. However, if the uncertainty is 
+20 nm the penalty is seen to be very sensitive to both pump 
power and NA. For 100 mW of pump power the penalty is 
< 0.5 dB for NA of 0.25, whereas it is > 1 dB for an NA of 
0.15. For pump powers less than 50 mW, NA’s lower than 
0.15 are not practical if the uncertainty in the pump wave- 
length is k20 nm. 

CONCLUSION 

We have performed a detailed experimental and theoretical 
investigation of the tolerances on pump wavelength and fiber 
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Fig. 4. Gain penalty versus pump bandwidth. Curves are shown for NA’s 
of 0.15 and 0.25, and for pump powers of 50 and 100 mW. 

length for power EDFA’s pumped in the 980-nm band. 
Although fiber length and pump power play an important 
role, higher fiber NA was found to be the dominant consider- 
ation. The higher NA, the less sensitive the gain is to length 
and the wider the range of pump wavelengths that can be 
tolerated for a given length. Although noise figure is not 
directly affected by NA, for a given pump wavelength in- 
creasing the NA permits the desired gain to be obtained with 
a shorter fiber. This, in turn, improves the noise figure. 
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