
 
 
General rights 
Copyright and moral rights for the publications made accessible in the public portal are retained by the authors and/or other copyright 
owners and it is a condition of accessing publications that users recognise and abide by the legal requirements associated with these rights. 
 

 Users may download and print one copy of any publication from the public portal for the purpose of private study or research. 

 You may not further distribute the material or use it for any profit-making activity or commercial gain 

 You may freely distribute the URL identifying the publication in the public portal 
 
If you believe that this document breaches copyright please contact us providing details, and we will remove access to the work immediately 
and investigate your claim. 
  
 

   

 

 

Downloaded from orbit.dtu.dk on: May 26, 2023

Enhanced localized fluorescence in plasmonic nanoantennae

Bakker, R.M.; Yuan, H.-K.; Liu, Z.; Drachev, V.P.; Kildishev, A.V.; Shalaev, V.M.; Pedersen, Rasmus
Haugstrup; Gresillon, S.; Boltasseva, Alexandra

Published in:
Applied Physics Letters

Link to article, DOI:
10.1063/1.2836271

Publication date:
2008

Document Version
Publisher's PDF, also known as Version of record

Link back to DTU Orbit

Citation (APA):
Bakker, R. M., Yuan, H-K., Liu, Z., Drachev, V. P., Kildishev, A. V., Shalaev, V. M., Pedersen, R. H., Gresillon,
S., & Boltasseva, A. (2008). Enhanced localized fluorescence in plasmonic nanoantennae. Applied Physics
Letters, 92(4), 043101. https://doi.org/10.1063/1.2836271

https://doi.org/10.1063/1.2836271
https://orbit.dtu.dk/en/publications/3eeff449-f3c3-4546-ab45-ef266b89819c
https://doi.org/10.1063/1.2836271


Enhanced localized fluorescence in plasmonic nanoantennae
Reuben M. Bakker,a� Hsiao-Kuan Yuan, Zhengtong Liu, Vladimir P. Drachev,
Alexander V. Kildishev, and Vladimir M. Shalaev
School of ECE, Birck Nanotechnology Center, Purdue University, W. Lafayette, Indiana 47907, USA

Rasmus H. Pedersen
MIC-Department of Micro and Nanotechnology, Technical University of Denmark (DTU), DK-2800 Kgs
Lyngby, Denmark

Samuel Gresillon
LPEM UPRA5, CNRS and Université P. et M. Curie Paris 6, F-75005 Paris, France

Alexandra Boltasseva
COM·DTU, Technical University of Denmark (DTU), DK-2800 Kgs Lyngby, Denmark

�Received 17 October 2007; accepted 24 December 2007; published online 28 January 2008�

Pairs of gold elliptical nanoparticles form antennae, resonant in the visible. A dye, embedded in a
dielectric host, coats the antennae; its emission excites plasmon resonances in the antennae and is
enhanced. Far-field excitation of the dye-nanoantenna system shows a wavelength-dependent
increase in fluorescence that reaches 100 times enhancement. Near-field excitation shows enhanced
fluorescence from a single nanoantenna localized in a subwavelength area of �0.15 �m2. The
polarization of enhanced emission is along the main antenna axis. These observed experimental
results are important for increasing light extraction from emitters localized around antennae and for
potential development of a subwavelength sized laser. © 2008 American Institute of Physics.
�DOI: 10.1063/1.2836271�

Localized surface plasmon resonances �LSPRs� are col-
lective oscillations of electrons in metal nanoparticles driven
by electromagnetic radiation1 �see also a recent review2�.
This resonance is a function of metal and host dielectric
functions, particle geometry, along with light polarization
and wavelength. LSPRs can generate high, localized electro-
magnetic fields which entice scientists and engineers for a
variety of achieved and future applications. These include
Raman scattering,3,4 single molecule fluorescence,5,6 en-
hanced emission from dyes and quantum dots �QDs�,7–15

various nonlinear optical processes,16–18 and the basis for a
subwavelength sized nanolaser.19–21

The nanoantenna �also known as an optical antenna� sys-
tem consisting of single or coupled nanoparticles, either iso-
lated or arrayed, is well studied.5–15,22–29 The system of two
closely spaced nanoparticles is of particular interest as the
LSPR of individual particles couple, resulting in greater elec-
tric field enhancement24–26 and a systematic red shift com-
pared to a single particle.22–24,28 Field enhancements afforded
by LSPRs result in enhanced emission of dyes and QDs in
the vicinity of the nanoparticles.5–15 Briefly, the source of the
enhancement is twofold: feedback between the emitter and
the resonant nanoparticles increases the emitter’s radiative
decay rate so the photon emission rate increases and the
nanoantenna system acts as a transducer for light from the
near field to the far field.8–13,15 Studying the interactions of a
nanoantenna with localized, nanosized emitters makes a
strong starting point for the development of LSPR-based
lighting devices with properties such as high spatial localiza-
tion of a usable light source and efficiency improvements for
light extraction from emitters, including QDs and carbon
nanotubes �CNTs�.5–15,27,30 It is postulated that laserlike light

can coherently emit from a nanoantenna system coupled to a
localized gain medium. Such a nanolaser is theoretically pos-
sible if the gain factor from the emitter can overcome losses
and coherent, near-field feedback is established between the
nanoantenna and the gain medium.19–21

We report on nanoantenna-based LSPRs excited by
emission of a fluorescent dye embedded around both isolated
and arrayed antenna structures and the observation of en-
hanced fluorescence and localized emission from a subwave-
length sized device. The dye is excited at a wavelength away
from the LSPR, but its emission overlaps with and drives the
plasmon resonance. Far-field spectral measurements show
20–100 times enhanced fluorescence for the investigated
wavelength range. Near-field scanning optical microscope
�NSOM� illumination characterizes the local nature of the
enhancement. It shows wavelength-integrated enhancements
over 30 and 7 times for arrayed and single antenna struc-
tures. Enhanced emission from an isolated device is con-
tained to a subwavelength area of 0.15 �m2. Compared to
previous demonstrations of enhanced fluorescence, the pre-
sented results combine demonstration of a high enhancement
factor with near-field measurements showing localization of
enhanced emission from a single nanoantenna and the polar-
ization of enhanced light, all from a well defined nanoan-
tenna design.

The nanoantenna system used in this study consists of
two gold nanoparticles. The particles �elliptical cylinders� are
separated by a small gap along their major axes as seen in
Fig. 1 and are similar in design to those reported in Ref. 29.
The pattern is written in a resist �ZEP520A� on a quartz
substrate using electron beam lithography �JEOL JBX-
9300FS�. After writing, 40 nm of gold is deposited with an
electron beam evaporator and a liftoff technique leaves high
quality pairs in a well defined array; see field emission scan-
ning electron microscope �FESEM� images in Figs. 1�c� anda�Electronic mail: rbakker@purdue.edu.
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1�d�. To study the effect of a randomly localized emitter on a
nanoantenna �and vice versa�, a fluorescent dye embedded in
a dielectric is coated around the antennae. Rhodamine 800
�Rh800� is incorporated into a glass matrix by sol-gel pro-
cessing. Tetraethoxysilane, ethanol, water, and 0.1 ml hydro-
chloric acid �added as a catalyst� are mixed at a molar ratio
of 1:4:3 for 3 h. Rh800 in powder form is mixed into the
solution for 8 h at room temperature. The dye-doped solution
is spin coated on the sample and baked at 60 °C for another
8 h. The dielectric layer is back etched to a thickness of
85 nm using reactive ion etching �PlasmaLab�. This reduces
the volume of Rh800 not interacting with the antennae and
allows for NSOM excitation of the nanoantenna-dye system.
The concentration of Rh800 is 4.8 mMol /L. Figure 1�d�
shows a volume and wavelength averaged electric field en-
hancement as a function of gap size for a structure similar to
geometry 1. The enhancement over a unit cell volume with a
thickness of 80 nm shows that field enhancements increase
with decreasing gap size.

Far-field spectroscopy is used to characterize the trans-
mission and reflection spectra of the antenna arrays �Spectra-
Code collection system�. For x-polarized light, the two pre-
sented geometries exhibit a strong electrical resonance in the
red portion of the spectrum. It is seen as an increase in re-
flection from the sample and is illustrated in Fig. 2�a�. This
resonance originates from the ellipses’ major axis length �X
direction�. A smaller coupling distance between adjacent par-
ticles strengthens and redshifts the resonance. For the or-
thogonal polarization, coupled particles exhibit a weaker
resonance at shorter wavelengths �in the green� due to their
minor axis length �Y direction�.29

The fluorescence spectrum of Rh800 overlaps with the
LSPR of the two presented antenna geometries; see Fig. 2.
Given this overlap, the Stokes shift of Rh800 emission from
excitation at 633 nm and the LSPR wavelength range, Rh800

is an excellent candidate to characterize the system of a dye
exciting a nanoantenna structure with minimal interaction
from the original 633 nm excitation. To investigate the spec-
tral dependence of emission from the Rh800, nanoantenna
system, far-field radiation excites the dye and backscattered
emission is detected �with a Renishaw inVia spectrometer�.
Figure 2�b� shows enhanced fluorescence compared with
Rh800 fluorescence away from the nanoantenna arrays. In-
tensity measurements taken from Rh800 embedded around
the nanoantenna structures �IEF���� show significant en-
hancement compared with the signal away from the nanoan-
tennae �IF����. The enhancement �IEF��� / IF���� ranges from
20 to 100 as a function of wavelength. Spectrally, the LSPR
has a strong effect in enhancing the fluorescence; the two
presented geometries show different enhanced fluorescence
spectra which are inline with their LSPRs.

To obtain a spatially resolved picture of antenna-induced
fluorescence enhancement, an aperture-based NSOM
�Nanonics� excites the sample with 633 nm light in illumi-
nation mode and backscattered light is collected. The NSOM
uses atomic force feedback to hold an aperture in the near-
field region of the sample while the sample is raster scanned
beneath. The aperture, with an estimated diameter of
200 nm, is drawn from a single mode fiber and delivers lin-
early polarized light to the sample �with an estimated 10:1
extinction ratio�. Collected light passes through a 650 nm
long pass filter �at least OD=7.0 at 633 nm� to remove the
excitation wavelength and the integrated fluorescence signal
is measured with an avalanche photodiode. For comparison,
data are collected without the color filter to see the effects of
the pump wavelength on the antenna array. All NSOM re-

FIG. 3. �Color online� Illumination mode NSOM: �a� near-field integrated
fluorescence for geometry 1 showing localized enhancements of over 30
times for arrayed and seven times for isolated antennae. �b� Same as �a� but
for geometry 2 showing localized enhancement over 25 for arrayed and 4
for isolated antennae. �c� Near-field image of the same area as �b� at the
excitation wavelength plus the fluorescence signal. Insets: zoomed in view
of an isolated antenna with FESEM of antenna shown to scale. Color scale:
1 is the “background” value, away from any antenna. Collected light is not
polarization specific.

FIG. 1. �Color online� Nanoantenna array: �a� top and side sketch of the
sample. �b� FESEM image of geometry 1; small dimensions. �c� FESEM
image of geometry 2; large dimensions. �d� Simulated volume and wave-
length averaged field enhancements over unit cell volume where dye would
be located for a structure similar to geometry 1.

FIG. 2. �Color online� Far-field characterization: �a� broadband spectral re-
sponse for x-polarized light. �b� Antenna enhanced fluorescence of Rh800
compared with Rh800 fluorescence away from the antennae �633 nm exci-
tation�. The dip at 680 nm is from a long pass filter in the collection path.

043101-2 Bakker et al. Appl. Phys. Lett. 92, 043101 �2008�

Downloaded 21 Jun 2010 to 192.38.67.112. Redistribution subject to AIP license or copyright; see http://apl.aip.org/apl/copyright.jsp



sults are for excitation light polarized parallel to the major
antenna axis.

Figure 3 shows a comparison of enhanced fluorescence
for geometries 1�a� and 2�b� along with NSOM measure-
ments at the excitation wavelength for geometry 2�c�. The
measurements include an isolated particle pair and arrayed
antennae. Figure 3 shows a localized increase in fluorescence
intensity by over 30 times for geometry 1 and 25 times for
geometry 2 compared to the weak fluorescence signal away
from the antenna structures. For the isolated pairs, geometry
1 �40 nm gap� shows emission contained to a subwavelength
area of 500�300 nm2 with an enhancement factor of 7,
while geometry 2 �55 nm gap� shows an area of 500
�500 nm2 with an enhancement factor of 4. The NSOM
image collected with no color filter in the collection path has
a signal over 4000 times stronger �not shown as Fig. 3�c� is
normalized� than the enhanced fluorescence signal and
shows the effects of the excitation wavelength on the sample.
Figure 3�c� shows scattering features from both arrayed and
isolated antennae. These features do not represent resonant
scattering from a LSPR, as the contrast ratio between Imax
and Imin is very low compared with NSOM imaging on a
nanoantenna sample at a resonant wavelength.29

A linear polarizer placed in the collection path is used to
observe the polarization state of the enhanced fluorescence
and is characterized to be mainly parallel to the major an-
tenna axis. With x-polarized light �Fig. 4�a��, up to �70% of
the enhanced fluorescence signal reaches the detector from
the array and the isolated pair also shows enhanced fluores-
cence. For y-polarized light �Fig. 4�b��, the signal over the
array is reduced, with only �15% of the enhanced fluores-
cence reaching the detector and the isolated nanoantenna
shows no fluorescence signal above the background.

Emission from an embedded dye is shown to excite a
LSPR in well defined nanoantennae. This results in an in-
crease in fluorescence from 20 to 100 times as a function of
wavelength. Illumination-mode NSOM shows that enhanced
emission can be localized to an area of �0.15 �m2 for an
isolated antenna and the polarization of the emitted light is
parallel to the major antenna axis. The presented work
should prove useful for future light-emitting devices requir-
ing high light extraction from dyes, QDs, CNTs, and other

emitters in addition to the development of a LSPR-based
nanolaser.
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FIG. 4. �Color online� Characterizing the polarization of emitted light for
geometry 2: �a� near-field integrated fluorescence; at the dotted line, the
collected light changes from all emitted light to only x-polarized light �solid
arrows indicate polarization of collected light�. �b� Same as �a� but from all
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antenna with FESEM of antenna shown to scale. Color scale: 1 is the fluo-
rescence signal, away from any antenna. These measurements are from the
same area presented in Figs. 3�b� and 3�c�.
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