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We study the spectral properties of spontaneous parametric down-conversion �SPDC� in a periodically poled
waveguided structure of potassium-titanyl-phosphate �KTP� crystal pumped by ultrashort pulses. Our theoret-
ical analysis reveals a strongly entangled and asymmetric structure of the two-photon spectral amplitude for
type-II SPDC. We confirm these predictions experimentally by measuring single-photon spectra, on one hand,
and the dependence of Hong-Ou-Mandel interference visibility on the width of spectral filtering, on the other
hand.
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Recently, entanglement of single photons in continuous
variables, such as frequency and wave vector, became an
important issue in quantum optics �1–6�. Various measures
of entanglement are discussed in the literature in this connec-
tion, among them, the Schmidt number �1� and the opera-
tional measure introduced in �2�. While some research direc-
tions require single-mode biphotons �photon pairs weakly
entangled in continuous variables� �7,8�, others are aimed at
obtaining highly entangled biphoton light. Besides funda-
mental interest, attention on this subject is caused by the
possibility of applying higher-dimensional Hilbert spaces in
quantum information protocols such as, for instance, quan-
tum key distribution �9�. It is especially promising to use
continuous-variable entanglement together with polarization
entanglement.

In this paper, we explore frequency entanglement for bi-
photons generated via type-II spontaneous parametric down-
conversion �SPDC� �10� in a periodically poled �PP�
potassium-titanyl-phospate �KTP� waveguide from femto-
second pump pulses. Due to the high power density of the
pump along the whole length of the structure, PP nonlinear
waveguides can be extremely efficient sources of photon
pairs �11–14�. At the same time, the large length of the wave-
guide in combination with the short pulse duration can be
expected to create two-photon states highly entangled in fre-
quency. In other words, the two-photon spectral amplitude
�TPSA� should have an extremely stretched shape, leading to
large widths of signal and idler single-photon �marginal�
spectra but, at the same time, narrow spectral width of coin-
cidences �15�. To verify this conclusion experimentally, the
most direct method would be measuring the joint two-photon
spectrum by simultaneously filtering and scanning the fre-
quencies of signal and idler photons �3,5�. However, similar
to its modification, based on Fourier spectroscopy �16�, this
method is not feasible here because it requires spectral filter-
ing with bandwidth much less than the TPSA coincidence
width �in our case, on the order of 0.02 nm�. In the case of
extremely high entanglement considered here, such narrow-
band filtering would lead to a reduction in the coincidence
counting rate by about 4 orders of magnitude and, hence, to

an unacceptable increase in the measurement errors and/or
acquisition times.

We test the entanglement structure of type-II SPDC gen-
erated in a PPKTP waveguide in a more indirect manner: we
measure, on one hand, the single-photon spectra of signal
and idler photons and, on the other hand, the visibility of the
Hong-Ou-Mandel �HOM� interference �17� depending on the
bandwidth of more broadband filtering, with full width at
half maximum �FWHM� on the same order of magnitude as
the TPSA width �about 0.2 nm�. The idea of this measure-
ment is illustrated in Fig. 1, which shows schematically the
square module of the TPSA, often called two-photon spectral
intensity �TPSI�. Due to the different group velocities of the
signal and idler photons, the TPSA of type-II biphotons gen-
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FIG. 1. �Color online� Schematic shape of the two-photon spec-
tral intensity �TPSI�. The HOM interference visibility depends on
the relative overlap between TPSI and its reflection with respect to
the �i=�s line. A small relative overlap always indicates that TPSI
is stretched, and then the TPSI tilt can be experimentally found
from the widths of single-photon spectra ��s ,��i. By measuring
the overlap versus the filtering bandwidth, one can find the TPSI
aspect ratio.
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erated from a pulsed pump is usually asymmetric with re-
spect to the exchange of signal and idler frequencies �s ,�i
�18�. The visibility of the HOM interference is given by the
relative overlap between the TPSA and its transpose with
respect to the exchange �s↔�i. It will then depend, first, on
the “tilt” � of TPSA and, second, on its aspect ratio A �as-
sume that A�1�. Note that A and � determine the opera-
tional measure of frequency entanglement introduced in �2�
as the ratio of the TPSI “single-photon” spectral width to its
“coincidence” width, R���s /��s. If the overlap is small, it
is evidence that A�1, regardless of the tilt �, and then the
tilt can be determined from the widths of single-photon spec-
tra: tan �=��s /��i. Filtering around the degeneracy point,
even with a bandwidth comparable or larger than ��s ,��i,
reduces A and therefore increases the interference visibility.
Hence, by measuring the visibility as a function of the filter
bandwidth, one can find out the initial degree of entangle-
ment, provided that the tilt � is measured independently
from the above considerations. Note that this method is only
suitable for type-II biphotons.

Let us calculate the TPSA for type-II quasi-phase-
matched SPDC in a PPKTP waveguide pumped by femto-
second pulses. The waveguide propagation is along the x
axis, and the pump and idler waves are assumed to be y
polarized, while the signal wave is polarized along the z axis.
The two-photon state can be written in the form �18,19�

��� =� d�sd�iF��s,�i�as
†��s�ai

†��i��vac� , �1�

with the two-photon spectral amplitude F��s ,�i� given by
the product of the spectral amplitude Ep��� of the pump
intensity and the “phase-matching function,” determined by
the properties of the nonlinear crystal,

F��s,�i� = Ep��s + �i − �p�

� sinc	L

2

kp��s + �i� − ks��s� − ki��i� − mK�� .

�2�

Here, �p,s,i are frequencies of the pump, signal, and idler
radiation, respectively; kp,s,i are the corresponding wave vec-
tors, L is the length of the waveguide, and the “sinc function”
is defined as sinc�x��sin�x� /x. The term mK is due to the
mth-order quasi-phase-matching, with the inverse grating
vector being related to the poling period 	 as K=2
 /	.
Because of the waveguide propagation, the transverse wave-
vector mismatch does not enter Eq. �2�, and the pump, sig-
nal, and idler spatial modes are assumed to be the eigen-
modes of the waveguide. Taking into account the dispersion
dependence of bulk KTP as well as the waveguide-mode
correction to the refractive indices �20�, we calculated the
TPSA for first-order quasi-phase-matching in a waveguide
with 	=8.52 �m. As a function of signal and idler wave-
lengths, the TPSI is shown in Fig. 2. The pump was assumed
to have a Gaussian spectrum, with the central wavelength of
397.65 nm and the width of 3.7 nm.

From Fig. 2, showing the TPSI shape, and from the inset,
zooming into its center, one can see that, first, the distribu-
tion is asymmetric with respect to the exchange of signal and
idler wavelengths and, second, the state is highly entangled
in frequency. Indeed, while the total widths of this distribu-
tion along signal and idler frequencies ��s and ��i are
equivalent, respectively, to 60 and 40 nm �which agrees with
the results of �14��, the spectral widths of coincidences are
much narrower: 0.2 and 0.135 nm. According to the defini-
tion in Ref. �2�, this results in R=300. Calculation of the
Schmidt number yields a very close figure of N=301.5 �the
result of the Schmidt decomposition is shown in the inset of
Fig. 2�. Such a high degree of entanglement for a pulsed
type-II source is due to the combination of a large crystal
length, a broad pump spectrum, and the group-velocity dis-
persion �21�.

The HOM interference visibility is determined by the
“relative overlap” function �18�,
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FIG. 2. �Color online� TPSI on a large scale and after a zoom
into its center �top right inset�. Bottom left inset shows the Schmidt
decomposition.
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FIG. 3. Experimental setup: O1,2, coupling and decoupling ob-
jectives; UVM, highly reflective UV mirror; HWP, half-wave plate;
PBS, polarizing beam splitter; APD1,2, single-photon counting
modules �SPCMs�; FP, Fabry-Pérot interferometer; OSA, optical
spectrum analyzer; IF, interference filters; SPR CCD, single-
photon-resolving charge-coupled device �CCD� camera combined
with a grating spectrometer.
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O �
� � d�sd�iF��s,�i�F���i,�s�

� � d�sd�i�F��s,�i��2
, �3�

which reduces with the increase in R. By using filters of a
sufficiently small bandwidth, inserted into both signal and
idler channels, one can reduce the degree of entanglement
and hence increase the overlap O, which, in its turn, leads to
an increase in the visibility.

In HOM interference experiments with a nonpolarizing
beam splitter �NPBS� followed by two polarizers �17�, the
visibility is equal to the overlap O �18�. Here, we use a
different scheme in which the NPBS is replaced by a polar-
izing beam splitter �PBS�, and the coincidence counting rate
is recorded versus the orientation of a half-wave plate
�HWP� inserted before the PBS. In this case, one can show
that the visibility is related to the overlap function as

V =
1 + O

3 − O
, �4�

varying from 1/3 �the classical limit� to 1 as the overlap
changes from 0 to 1.

Thus, from the measured dependence of the interference
visibility on the filter bandwidth, we are able to find the TPSI

coincidence width and the degree of entanglement without
the necessity of performing very challenging narrow-band
spectral selection.

Our experimental setup is shown in Fig. 3. A Ti:sapphire
laser with the central wavelength of 795 nm, the pulse dura-
tion of 160 fs, and a repetition rate of 76 MHz was frequency
doubled and used to pump a 12-mm-long PPKTP chip. The
pump was coupled into the waveguide by using a 20� ach-
romatic microscope objective, mounted on a three-
dimensional micrometer stage. On the surface of the PPKTP
chip �from AdVR Corp.�, there were waveguide channels
with the size of 4�4 �m2 with different poling periods. The
one used in our experiments had 	=8.52 �m. A 20� ach-
romatic objective at the end of the waveguide chip was used
to collimate the SPDC beam. The remaining part of the
pump beam was eliminated by a high-reflectance UV mirror,
which at the same time had 99% transmission for the SPDC
central wavelength. For alignment purposes we also moni-
tored the spatial mode of the reflected pump beam by a CCD
camera.

Marginal distributions of the two-photon amplitude were
measured with a single-photon-sensitive CCD camera �An-
dor Tech.� accompanied by a grating spectrometer with a
standard resolution of 0.5 nm and gave the results shown in
Fig. 4. The results are in good agreement with the calcula-
tion. Although the maxima of two marginal distributions
were slightly shifted, we observed a region of their strong
intersection, which we further considered as a point of fre-
quency degeneracy.

Hong-Ou-Mandel interference was observed with a rotat-
ing HWP followed by a polarizing beam splitter and two
fiber-coupled avalanche photodiodes �SPCM from Perki-
nElmer�. The output pulses from the detectors were elec-
tronically time gated by a trigger signal from the laser and
then fed into a coincidence detection setup with a resolution
window of 5 ns. By recording the coincidences versus the
orientation of the HWP, we characterized the visibility of the
HOM interference. This measurement was performed under
different filtering conditions. Note that all our measurements
were made without the temporal walkoff compensation. This
is because such compensation, while being crucial in the
case of cw pumping, is almost useless for ultrafast SPDC
�22�.

FIG. 4. �Color online� Single-photon spectra of signal and idler
radiations.
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FIG. 5. �Color online� Experimental dependencies of the coincidence counting rate on the HWP orientation for the filtering bandwidths
of �a� 0.45 and �b� 0.15 nm. Solid lines show the fit of experimental data.
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In the absence of narrow-band filtering, we observed a
visibility of 0.33�0.02, which is the classical limit for our
scheme. Spectral filtering performed only by an IF with 3 nm
FWHM led to a visibility of 0.38�0.02. In order to perform
a strong spectral selection we installed a low-finesse �F=7�
FP interferometer �LOMO PLC; insertion losses, 15 dB�, ac-
companied by a set of narrow-band IFs. We stress that the
same spectral selection was performed for both signal and
idler photons since the filter was placed before the PBS. In
order to overcome the insertion losses introduced by the FP,
we set the input mean pump power to 4 mW �in the mea-
surements without the FP, the power was 1 mW�, which led
to a parametric gain on the order of 0.1 and consequent no-
ticeable contribution of accidental coincidences. This contri-
bution was estimated as Racc=R1R2 /Rrep, with R1 and R2 as
the counting rates of the two detectors and Rrep as the repeti-
tion rate of the pump. The rate of accidental coincidences
was about 5–7 % and was subtracted from the total coinci-
dence counting rate.

By making the FP cavity length equal to 100 �m, we
achieved a nearly Lorentzian transmission spectrum with
width of 0.45 nm. This spectrum was probed by passing a
part of the fundamental bright beam directly through the fil-
ter and into an OSA with a resolution of 0.05 nm. The other
transmission bands of FP were suppressed by an IF with the
FWHM of 3 nm and the central wavelength aligned, by
means of a tilt, to match the SPDC degeneracy point. With
this filtering, we obtained polarization interference with a
visibility of 0.57�0.03 �Fig. 5�a��. By increasing the FP
cavity length to 300 �m, we achieved a transmission spec-
trum with width of 0.15 nm �this required two differently
tilted IFs for selecting a single transmission band�, which
resulted in a visibility of 0.79�0.03 �Fig. 5�b��.

From the obtained values of interference visibility we cal-
culated the “overlap function” �Eq. �4��, plotted in Fig. 6
versus the filtering bandwidth. In the same figure, the solid
line shows the theoretical dependence calculated from Eqs.
�2�–�4� for the parameters of our experiment. One can see
that the experimental points follow the theoretical depen-
dence, being about 15% below it. At first sight, this hints at a
smaller coincidence width of TPSI. Indeed, Fig. 6 also shows
the overlap dependence on the filter bandwidth calculated for
the case of TPSI being twice as narrow �dotted line� and
twice as broad �dashed line�. However, a more likely expla-
nation for the experimental points lying below the theoretical
dependence is the nonideal overlap between the orthogonally
polarized spatial modes of the waveguide. In fact, the total
overlap function entering Eq. �4� is a product of the fre-
quency overlap function and the corresponding spatial over-
lap, which does not depend on the spectral filtering. From the
interference pattern observed for 0.15 nm filtering, we can
conclude that the spatial overlap is not less than 0.73. This

allows us to find the upper bound for the TPSI coincidence
width, or the lower bound for the degree of frequency en-
tanglement achieved for waveguided type-II SPDC in PP-
KTP. Assuming the smallest possible spatial overlap to be
0.73, we find that the operational measure of spectral en-
tanglement is R260. At the same time, the upper bound for
R is given by the dotted line in Fig. 6 and yields R�600.

In conclusion, we have calculated theoretically and
probed experimentally the distribution of the two-photon
spectral amplitude for light generated via type-II SPDC in a
PPTKP waveguide in the case of femtosecond-pulsed pump.
This distribution for a type-II source demonstrates a high
�more than 260� degree of frequency entanglement. Our
method of determining the degree of entanglement relies on
filtering the spectrum of two-photon light and observing the
dependence of HOM interference visibility on the selected
spectral bandwidth. This method is preferable for highly en-
tangled systems since it requires less narrow-band filtering
than other methods �3,16�. HOM polarization interference
has already been observed for cw-pumped SPDC in PPKTP
waveguides �23�; our experiment is an observation of this
type of interference in waveguides pumped by femtosecond
pulses.
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FIG. 6. �Color online� TPSA overlap measured �points� and cal-
culated �solid line�,versus the filter bandwidth. Dashed line shows
the same dependence calculated for a two-photon state twice less
entangled and dotted line shows that for a state twice more
entangled.
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