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Abstract: In the present paper a finite element model is introduced to simulate corrosion-induced 

damage in concrete. The model takes into account the penetration of corrosion products into the 

concrete as well as non-uniform formation of corrosion products around the reinforcement. To ac-

count for the non-uniform formation of corrosion products at the concrete/reinforcement interface, a 

deterministic approach is used. The model gives good estimates of both deformations in the con-

crete/reinforcement interface and crack width when compared to experimental data. Further, it is 

shown that non-uniform deposition of corrosion products affects both the time-to cover cracking 

and the crack width at the concrete surface.  
 

 

1 INTRODUCTION 

Infrastructure constructions represent major 

investments for society and consequently vast 

efforts are made to understand and predict the 

service life and associated deterioration mech-

anisms of infrastructure constructions. A major 

part of these infrastructure constructions is 

made of reinforced concrete. One of the most 

important deterioration mechanisms in rein-

forced concrete structures is reinforcement 

corrosion [1]. Corrosion-induced damages, 

such as concrete cracking, spalling, delamina-

tion, and cross sectional reduction of the rein-

forcement, may cause aesthetic damages, de-

crease the load bearing capacity of a structure, 

and in the worst case lead to fatal structural 

consequences, such as failure. 

In particular, the formation of cracks in the 

concrete cover as well as cross sectional re-

duction of reinforcement area is affecting 

strength and serviceability of reinforced con-

crete structures. Hence, corrosion-induced 

cover cracking has been studied to a great ex-

tent, see e.g. [2,3], and various models such as 

analytical, see e.g. [4,5], empirical, see e.g. 

[6,7], and finite element based, see e.g. [8-11], 

models have been suggested over the years. In 

general, these models are consistent with ex-

perimental data, however, recent application of 

experimental techniques such as x-ray attenua-

tion [12-14] and digital image correlation [15] 

have highlighted that (i) corrosion products 

penetrate into the concrete matrix and (ii) cor-

rosion products form non-uniformly around 

the circumference of the reinforcement leading 

to non-uniform deformations - both topics are 

so far relatively uncharted. The majority of the 

proposed models neglect these mechanisms, 

which may cause misleading and unrealistic 

results. Therefore, the influence of penetration 

of corrosion products as well as non-uniform 

formation in the concrete/reinforcement inter-

face should be further investigated. 

In the present paper an existing finite ele-

ment based model [15], which simulates the 

expansion of uniformly deposited corrosion 

products - taking into account the penetration 

of corrosion products into the concrete matrix 

- and predicting the propagation of corrosion-

induced damage, is taken one step further al-

lowing for non-uniform formation of corrosion 

products around the circumference of the rein-
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forcement. The model is accounting for the 

expansion of corrosion products utilizing a 

thermal analogy. Non-uniform corrosion is 

introduced assigning a specific thermal expan-

sion to each element in the corrosion layer. 

Initially, the modeling approach to account for 

non-uniform formation of corrosion products 

is tested comparing numerical results with 

experimental observations presented in [15]. 

Finally, a numerical example is given to 

demonstrate the influence of non-uniform cor-

rosion on the time-to corrosion-induced cover 

cracking. 

2 MODELING APPROACH 

The proposed modeling approach is based 

on an existing finite element method (FEM) 

model [10,11,15] that simulates the formation 

and propagation of corrosion-induced damage 

in a reinforced concrete body applying a dis-

crete cracking approach. Neither micro-

cracking nor the influence of cracks on the 

transport properties of concrete is currently 

included in the model. 

To simulate the formation and propagation 

of corrosion-induced damage, the proposed 

model is divided into five distinct domains; 

concrete, reinforcement, a corrosion layer, 

cracking, and debonding domain (crack open-

ing and sliding at reinforcement surface). 

Crack propagation along with the different 

domains is illustrated in Figure 1 for two dif-

ferent times, t1 and t2. The crack initiates at or 

near the surface of the reinforcement and sub-

sequently propagates towards the concrete 

surface as observed in [12-15]. The concrete 

domain is described by a semi-infinite con-

crete body with elastic material behavior. Ze-

ro-thickness cohesive interface elements are 

implemented perpendicular (simulating mode-

I crack propagation in the concrete cover) and 

circumferential (simulating mixed-mode crack 

propagation) to the reinforcement allowing 

only for crack propagation in the implemented 

interface elements. However, corrosion-

induced crack patterns obtained from experi-

mental investigations (see e.g. [2,3,16]) sup-

port the assumption of a prescribed crack path. 

 

Figure 1: Crack propagation in proposed FEM model, 

from [10]. 

Cracking in the concrete cover layer is in-

duced once tensile stresses (which are caused 

by the expansion of corrosion products) ex-

ceed the tensile strength of the concrete. To 

simulate corrosion-induced damage in the 

model two steps are implemented; a) calcula-

tion of the reduction of the reinforcement radi-

us and b) calculation of the expansion of cor-

rosion products.  

Figure 2 illustrates the confined and free 

expansion mechanism of the corroding rein-

forcement assuming uniform formation of cor-

rosion products. R2 is the free expanding radi-

us of the corroded reinforcement, R1 the radius 

of the non-corroded part of the reinforcement 

and R0 the radius of the original non-corroded 

reinforcement. 

 

Figure 2: Load application in FEM model (left) and 

basic geometrical considerations of the free expansion 

of the corroding reinforcement (right) in crack propaga-

tion model, from [10]. 
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From Faraday’s law the reinforcement radi-

us reduction due to corrosion i.e. the thickness 

of the corrosion layer is determined:  

             
          

     
 (1) 

where M is the molar mass of the metal 

[g/mol], icorr the corrosion current density 

[A/mm
2
], ∆  the duration of current application 

[s], z the anodic reaction valence [-], F Fara-

day’s constant [96485 As/mol] and   the den-

sity of the metal [g/mm
3
].  

Considering Figure 2, the thickness of the 

free expanding corrosion products can be ex-

pressed as: 

∆          (2) 

The expansion of corrosion products is in-

cluded in the model applying a fictitious ther-

mal load to the corrosion layer as described in 

the following equation: 

    (     )     (3) 

where ηlin is the linear expansion coefficient 

depending on the type of corrosion products 

formed. The linear expansion coefficient is 

described by a fictitious thermal expansion 

coefficient, α [K
-1

], and a corresponding tem-

perature increment,  T [K], see Equation (4). 

η      α  T (4) 

2.1 Penetration of corrosion products into 

the concrete matrix. 

Figure 3 illustrates experimental results of 

accelerated corrosion tests observed by x-ray 

attenuation measurements in [14]. The figure 

clearly shows that corrosion products form in a 

non-uniform manner around the reinforcement 

and furthermore penetrate the surrounding 

concrete matrix and thereby delaying stress 

formation. Therefore, the penetration of corro-

sion products into the concrete matrix was 

included in the modeling scheme in [12,15] to 

reduce the effect of corrosion-induced expan-

sion. The model was based on experimental 

data obtained from x-ray attenuation [12-14] 

and digital image correlation measurements 

[15] describing the penetration (time and 

depth) of corrosion products. From the exper-

imental data a conceptual model (see Figure 4) 

to describe the penetration of corrosion prod-

ucts into the cementitious matrix was devel-

oped. 

 Based on the experimental results present-

ed in [12-15], it is assumed that an initial cor-

rosion accommodating region (CAR) around 

the reinforcement exists, denoted CAR0, which 

delays stress formation while filling with solid 

corrosion products.  

 

Figure 3: Contour plots highlighting penetration of 

corrosion products into mortar, from [14]. 

 

Figure 4: Conceptual schematic of idealized filling 

process of capillary porosity with corrosion products: 

(a) shows the initial CAR, CAR0, (b) the subsequent 

increase in CAR size to a maximum, CARMAX and filling 

of additional pores due to (c) formation of micro-cracks 
between pores allowing movement of corrosion prod-

ucts, from [15]. 
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Once this initial CAR0 is filled with corro-

sion products, tensile stresses in the surround-

ing cementitious material will increase and 

potentially lead to the formation of micro-

cracks. These micro-cracks allow solid corro-

sion products to penetrate additional pore 

spaces and further delay corrosion-induced 

stresses. At some point a maximum size of the 

CAR, denoted as CARMAX, is reached. No cor-

rosion products can penetrate the matrix of the 

cementitious material beyond that point and all 

additionally formed corrosion products will 

introduce tensile stresses and potentially lead 

to the formation of a macro-crack. 

Equations (5) and (6) express the observed 

characteristics of the CAR. κ describes the 

change in connectivity of capillary pores in-

side the CAR, tCAR_min the time until CAR0 is 

filled with corrosion products, tCAR_max the time 

until CARMAX is filled with corrosion products,  

and t the time. 

κ    {
 

  
 

                           

                                  
                          

 

(5) 

where 

   
            

                   
 

 

                        κ (6) 

Assuming the CAR consists of the capillary 

porosity of the cementitious material, φ, the 

CAR volume, VCAR, may be determined as 

follows: 

            (7) 

where VCM is the accessible volume of the 

cementitious matrix. 

As mentioned before, a thermal analogy is 

used in the model to mimic the expansion of 

the corrosion products. The variation of the 

temperature increment in time is thereby cal-

culated as shown in Equation (8), where  TCAR 

is an adjusted equivalent temperature incre-

ment accounting for the impact of the CAR on 

corrosion-induced deformations and is applied 

in the FEM analysis instead of  T. 

 TCAR = λCAR  T (8) 

where λCAR describes the penetration of cor-

rosion products into the accessible space of the 

cementitious matrix, VCAR, and is described as 

follows: 

λ        {
(

   

    

)
 

               

                         

 
(9) 

where n is an empirical parameter estimated 

to be 1.3 in [15]. Both the volume of the corro-

sion products, Vcp, and the volume of the CAR, 

VCAR, are time dependent parameters, see e.g. 

Equations (1) and (5). 

2.2 Creep 

The effect of creep was implemented in the 

model in [15] according to Eurocode 2 [17] 

where the effective Young’s modulus of the 

concrete matrix is adjusted at each time step 

according to Equation (10). 

         
  

         
 (10) 

where Ec,eff and Ec are the effective and se-

cant Young’s modulus [MPa], respectively, 

     0) is the creep coefficient, which is a func-

tion of time, t the age of the concrete matrix 

[days] and t0 the time at loading [days]. 

In the following a description of the modi-

fications made to include the non-uniform 

formation of corrosion products is found. 

2.2 Implementing non-uniform corrosion 

Figure 5 illustrates the expansion mecha-

nism of non-uniformly deposited corrosion 

products. The non-uniformity is implemented 

varying the corrosion current density around 

the circumference of the reinforcement and 

thereby generating different degrees of corro-

sion of the reinforcement - maintaining the 

same total corrosion current as in the uniform 

case. Mathematically the non-uniformity is 

modeled changing the corrosion current densi-

ty from a scalar to a vector. This implies that 

Equation (1) is changed to Equation (11) in 

which the reinforcement radius reduction not 

only depends on time but also on the location. 
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The new vector describes the change in cor-

rosion current density around the circumfer-

ence of the reinforcement and thereby the 

shape of the corrosion layer. The shape is con-

sidered constant over time, which corresponds 

well to experimental observations made in 

[12,13,15]. 

     ⃗⃗ ⃗⃗ ⃗⃗⃗⃗     
⃗⃗⃗⃗    
⃗⃗⃗⃗   

       ⃗⃗⃗⃗ ⃗⃗    

     
 (11) 

As Equation (11) is dependent on Equations 

(8) and (9), the partial penetration coefficient, 

λCAR, and the adjusted temperature increment, 

 TCAR, are also dependent on the location. 

 

Figure 5: Load application (left) and basic geometrical 

considerations to model non-uniform formation of cor-

rosion products (right) in the crack propagation model. 

3 COMPARISON OF NUMERICAL 

AND EXPERIMENTAL DATA 

The ability of the proposed model to simu-

late deformations and crack formation, in-

duced by non-uniform deposition of corrosion 

products, is verified comparing, for a concrete 

body, numerical results with experimental ob-

servations presented in [15]. To compare nu-

merical results with experimental results, the 

actual geometry of the test specimens was 

modeled.  

In the experiment, a 23×100×100 mm
3
 rein-

forced mortar specimen was subjected to cor-

rosion impressing an electrical current of 100 

μA/cm
2
. To provide an electrical connection 

between working (reinforcement) and counter 

electrode (ruthenium/iridium electrode), the 

specimen was placed in tap water, which was 

maintained at a level of approximately 10 mm 

below the reinforcement, see Figure 6. One 

smooth 10 mm steel reinforcement bar was 

embedded in the center of the specimen and 

the water-to-cement ratio, w/c, of the mortar 

was 0.5. 

Corrosion-induced deformations and crack 

formation were observed by means of digital 

image correlation (DIC) and the experiment 

was stopped when the first macro-crack was 

observed. For more information about the ex-

perimental approach the reader is referred to 

[15,18,19]. 

To simulate corrosion-induced defor-

mations, the commercial FEM program DI-

ANA 9.4.2 was used. 1766 elements (10,992 

DOFs) were used to discretize the interface, 

concrete, reinforcement and corrosion layer 

domain in the model. Nonlinear solution of the 

problem was obtained using a standard New-

ton-Raphson method with a displacement con-

trolled convergence criterion. 

The input parameters for the numerical 

simulation are provided in Table 1. In the 

model the linear expansion coefficient is set to 

0.7 assuming the formation of hematite 

(Fe2O3), which was confirmed by energy dis-

persive spectroscopy in [14]. The fictitious 

thermal expansion coefficient was set constant, 

i.e. 1, while the adjusted temperature incre-

ment,  TCAR, accounted for the non-uniform 

deposition of corrosion products. 

The experimental data was fitted adjusting 

the corrosion current density vector,      ⃗⃗⃗⃗ ⃗⃗ , in the 

FEM model. As starting point for the estima-

tion of      ⃗⃗⃗⃗ ⃗⃗ , DIC measured deformations (after 

 

Figure 6: Experimental set up for DIC, from [15]. 
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Tap water

Steel bar

Reinforced
mortar specimen

Current
regulator

Activated titanium meshNon-conductive holders

Measured 
region

FEM  m odel
G eom etrica l

considerations

N on-corroded re in forcem ent

R0

R1
R 2

Expanded corrosion layer

C orroded re in forcem ent

Sem i-in fin ite  concrete body

O rig ina l s ize of re in forcem ent

TC AR

R0 =  (R0 - R1) TC AR R0 =  R 2 - R0



Anna Emilie A. Thybo, Alexander Michel and Henrik Stang 

 6 

three days of accelerated corrosion) in the 

concrete/reinforcement interface were used. 

The resulting non-uniform      ⃗⃗⃗⃗ ⃗⃗  around the cir-

cumference of the reinforcement (see Figure 5) 

provided a unique solution for all measure-

ment times, see Figure 6. 

Table 1: Input parameteres 

Parameter Value Dimension 

Length 23 mm 

Width 100 mm 

Height 100 mm 

Concrete cover 45 mm 

dr 10 mm 

RH 65 % 

MFe 55.845 g/mol 

z 2 - 

 steel 7.86 g/mm3 

F 96485 A·s/mol 

mean(icorr)  0.0001 A/cm2 

CAR0 0.14 mm 

CARMAX 0.28 mm 

ηlin 0.7 - 

w/c 0.5 - 

fcm 45 MPa 

Ec  32 GPa 

µconc 0.2 - 

fct 4.5 MPa 

τconc 4.5 MPa 

Esteel  210 GPa 

µsteel 0.3 - 

Ecorr  2 GPa 

µcorr 0.3 - 

 

Figure 5: Illustration of measured deformations (dashed 
line) around the circumference of the reinforcement 

(solid line) at three days and the corresponding non-

uniform corrosion current density. 

Figure 6 illustrates a comparison of the 

modeled deformations at the con-

crete/reinforcement interface and experimen-

tally measured deformations by DIC. In the 

figure, locations are described by polar coor-

dinates where 90° marks the location of the 

predefined crack path. For the three different 

measurement times illustrated in the figure, the 

model predicts the corrosion-induced defor-

mations very well. In general, the deviations at 

the different locations are less than 1 μm after 

six and nine days. When comparing the nu-

merical and measured results for three days, 

higher deviations are found i.e. around 1 μm, 

which was accepted as the deviation decreased 

with time. For one point (150°) higher devia-

tions between experimental and numerical 

results were found for three and six days. 

However, the deviation was not found after 

nine days and was therefore neglected. In the 

modeling approach it was assumed that the 

shape of the corrosion layer, i.e. non-uniform 

formation of corrosion products, is constant 

with time, which seems to be a fair assumption 

considering the comparison of the modeled 

and DIC measured deformations. The devia-

tions that are seen for three days in general and 

at 150° for three and six days may be ex-

plained by small changes in the shape of the 

corrosion layer over time and due to micro-

cracking, which is not included in the model. 

 

Figure 6: Modeled corrosion-induced deformations 
(lines) and corrosion-induced deformations measured by 

DIC (markers). 

 



Anna Emilie A. Thybo, Alexander Michel and Henrik Stang 

 7 

In Figure 7, the predicted corrosion-induced 

crack width is compared to the experimentally 

measured crack width. It should be noted that 

numerical predictions of the crack width are a 

result of the fitted corrosion-induced defor-

mations at the concrete/reinforcement interface 

presented in Figure 6 and the material proper-

ties defined in Table 1. No additional fitting 

was performed.  

To correspond to the location of the meas-

ured DIC crack width, the model predicted 

crack width was taken 1.4 mm from the rein-

forcement surface. In general, it is seen from 

the presented results that the modeled crack 

width corresponds well to the measured crack 

width. Both results, i.e. numerical and experi-

mental, show a crack width of approximately 0 

μm until six days after which the model pre-

dicted crack width rapidly increases. In con-

trast, the measured crack width starts to in-

crease rapidly at approximately 7.5 days. Alt-

hough, the numerical results do not capture the 

time-to crack initiation exactly, the model pre-

dicted crack width depicts the measured crack 

width well, as the slope of the two curves are 

approximately the same after 7.5 days. A rea-

son for the deviation is most likely that micro-

cracking is neglected in the present model. In 

the experiment two micro-cracks were ob-

served and the formation of these micro-cracks 

has most likely postponed the initiation of the 

third crack (macro-crack).  

 

Figure 7: Modeled corrosion-induced crack width (line) 

and crack width measured by DIC (markers) at 1.4 mm 

from the reinforcement surface. 

Additional uncertainty in the model is the 

Young’s modulus of corrosion products. In the 

present model a value of 2.0 GPa was used as 

proposed in [15]. Furthermore, it should be 

noted that studies in [15] showed a weak de-

pendence of corrosion-induced deformations 

on the Young’s modulus o  corros on prod-

ucts. 

4 INFLUENCE OF MODELING NON-

UNIFORM CORROSION ON SURFACE 

CRACKING 

To demonstrate the impact of non-uniform 

deposition of corrosion products on the time-to 

crack initiation and crack propagation, a nu-

merical example is given. In the example, the 

crack width at the concrete surface (CWCS) is 

compared for four different scenarios, which 

are illustrated in Figure 8 and defined in Table 

2. The different scenarios represent situations 

in which the main part of corrosion products 

accumulate in one area and are subsequently 

compared to a scenario assuming uniform 

deposition of corrosion products. For each 

scenario the model is set to simulate 40 days 

of impressed current. Parameters used for the 

simulations are provided in Table 1. The width 

and height of the concrete body were changed 

to 210 mm and 155 mm, respectively. The 

values for the width and height of the concrete 

(assuming semi-infinite behavior) were based 

on a study presented in [10]. 

 

Figure 8: Illustration studied scenarios. θ describes the 

location around the circumference of the reinforcement 

in polar coordinates. Please note: the figure illustrates 

corrosion-induced deformations at 40 days. 
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Locations around the circumference of the 

reinforcement are described in polar coordi-

nates in Figure 9 along with a clock reference 

(numbers inside circle) and placement of the 

predefined corrosion-induced crack path. 

Table 2: Scenarios investigated. 

Scenario Characteristic 

1 Uniform shape 

2 Vertex at 6 o’clock 

3 Vertex at 9 o’clock 

4 Vertex at 12 o’clock 

 

Figure 9: Placement of angles (numbers outside circle) 

in the circumference of the reinforcement together with 

a clock reference (numbers inside circle). The crack 

 n t ates at 12 o’clock (90°). 

5 RESULTS 

In Figure 10, the crack width at the concrete 

surface is illustrated as a function of time for 

the four different scenarios. 

In general, a considerable difference is seen 

regarding both time-to cover cracking and 

crack width for the investigated scenarios. For 

scenario 2, the crack is initiated after approxi-

mately 14 days, which is six days later than for 

scenario 3 and eight days later than for scenar-

io 4. It should be noted that under natural con-

ditions the difference in time-to cover cracking 

could in fact be years instead of days as the 

corrosion current density under natural condi-

tions is considerably smaller. Also, the crack 

width at the concrete surface for scenario 4 is 

21% bigger than for scenario 3 and 63% big-

ger than for scenario 2, see Table 3. Compar-

ing scenario 1 (uniform formation of corrosion 

products) with the three other scenarios, it is 

seen that the assumption of uniform corrosion 

can lead to considerable underestimations of 

the time-to corrosion-induced cover cracking. 

Both the comparison of the time-to corrosion-

induced cover cracking and crack widths illus-

trate the importance of understanding and 

modeling non-uniform deposition of corrosion 

products. A realistic method to implement this 

mechanism could be a probabilistic modeling 

approach. The presented results may thereby 

be seen as a first step illustrating extreme sce-

narios and providing impertinent information 

on the uncertainty of time-to corrosion-

induced cracking. 

 

Figure 10: Crack width at concrete surface, CWCS, as a 

function of time. 

Table 3: Time-to cover cracking and crack width 

at the concrete surface after 40 days.  

Scenario Initiation 

of CWCS 

[Days] 

Final 

CWCS 

[mm] 

1 11 0.3377 

2 14 0.2394 

3 8 0.3245 

4 6 0.3912 

6 SUMMARY AND CONCLUSIONS 

In the present paper, the non-uniform depo-

sition behavior of corrosion products is includ-

ed in the modeling scheme of an existing de-

terministic finite element fracture model. The 

non-uniformity was implemented varying the 

corrosion current density along the circumfer-

ence of the reinforcement. In the model, pene-

tration of corrosion product was included but 
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micro-cracking and the influence of cracks on 

transport properties of the concrete was not 

considered. 

To verify the model, digital image correla-

tion measurements of deformations and crack 

widths were compared to simulated results. 

Comparisons between experimental observa-

tions and numerical results showed that the 

model simulates both deformations and crack 

width in accordance with measured data.   

To investigate the influence of non-uniform 

deposition of corrosion products, a numerical 

example was given. In the example four dif-

ferent scenarios (accumulation of corrosion 

products at different locations along the cir-

cumference of the reinforcement) were stud-

ied. Comparison between the studied scenari-

os, showed considerable differences in the 

time-to cover cracking and the crack width at 

the surface. For scenario 4 (accumulation of 

corrosion products at crack initiation point) the 

shortest time-to cover cracking and largest 

final crack width was found. Based on the re-

sults presented in this study, it is recommend-

ed that future investigations and modeling of 

corrosion-induced cracking should focus on 

non-uniform deposition of corrosion products. 
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