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Abstract: We investigate the effect of temperature gradients in high-power
Yb-doped fiber amplifiers by a numerical beam propagation model, which
takes thermal effects into account in a self-consistent way. The thermally
induced change in the refractive index of the fiber leads to a thermal
lensing effect, which decreases the effective mode area. Furthermore,
it is demonstrated that the thermal lensing effect may lead to effective
multi-mode behavior, even in single-mode designs, which could possibly
lead to degradation of the output beam quality.
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optical properties of air-clad photonic crystal fiber lasers in high power operation,” Opt. Express 11, 2982–2990
(2003).
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1. Introduction

Recent development in high-power Yb-doped fiber amplifiers have lead to significant increases
in operating power, and CW output power of a few kW have been demonstrated [1, 2]. Al-
though Yb-doped fiber amplifiers have excellent heat dissipation properties owing to the large
surface-to-volume ratio of the fiber, significant heating of the core occurs during high average
power operation due to the quantum defect associated with the gain medium. Previous work
has investigated the heat dissipation mechanism [3] and the effect of a specified thermal load
on the transverse mode properties of fiber lasers and amplifiers [4, 5], and recent publications
have discussed limiting factors for the power-scalability of fiber amplifiers, such as self-phase-
modulation (SPM) in high peak power pulsed systems [6] and mode instability issues at high
average power [7–9]. Numerical studies have attributed the latter effect to thermal and pop-
ulation inversion induced coupling between the fundamental and a higher order mode of a
multi-mode fiber [10, 11].

In this paper we present a numerical model, based on a beam propagation code, that includes
the non-linear interaction between the temperature distribution generated by the signal gain and
the transverse field profile, which is influenced by the temperature induced change in refractive
index. We have used this model to study the thermo-optical effects in large mode area (LMA)
step-index fiber (SIF) amplifiers under high-power operation. In particular, we focus on two
effects related to the above mentioned scalability limitations: The thermal lensing effect, which
leads to beam self-focusing and hence to increased SPM, and an effective multi-mode behavior
which can occur at high power even in fibers which are single-mode by design. We believe
the latter effect lies at the core of the beam instability issues reported in [7, 8]. Contrary to the
investigations of Jauregui et al. [10] and Smith et al. [11], we focus on single-mode fibers and
show that the thermal effect in itself is sufficient to induce a multi-moded behavior.

Many state-of-the-art rare-earth doped fiber amplifiers are based on photonic crystal fibers
(PCF), the simulation of which require computationally demanding full 3D beam propagation
models. In order to make the calculations less demanding, we have chosen to model SIFs, but
since simple index-guiding PCFs are well approximated by an effective SIF [12], we expect our
results to be applicable to such fibers as well.

Our paper is arranged as follows: In section 2 we describe the details of our numerical model,
and discuss advantages and limitations. In section 3 we present the results of our numerical
investigation of the thermo-optical effect for various fiber design parameters, and discuss the
implications for the design of high-power fiber amplifiers.

2. Numerical method

Our beam propagation algorithm simulates double-clad Yb-doped SIF amplifiers. Since we
will deal mainly with single-mode fibers in this paper, we can assume that the electromagnetic
field of the signal is cylindrically symmetric. This drastically reduces the numerical complexity
of the problem and leads to a very efficient numerical solution. This is particularly important
for modeling backward pumped amplifiers, since the required initial condition for the pump
power is not known a priori in this case, and thus requires the beam propagation code to be run
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iteratively to obtain the desired input pump power. This assumption, however, also imposes the
limitation that we cannot consider an input beam profile which is shifted or tilted relative to
the symmetry axis of the fiber. Our method can be extended to handle non-symmetric cases by
expanding the azimuthal dependence of the field in a Fourier series, which will be the subject
of a later publication.

The electric field of the signal can be written

Es(r, t) = usEs(r,z)e
i(β z−ωst), (1)

where us is the polarization unit vector, Es is the slowly varying envelope of the signal field, β
is an estimate of the propagation constant of the fundamental mode and ωs is the carrier angular
frequency of the signal. In the scalar approximation, the field envelope Es obeys the paraxial
wave equation

∂Es

∂ z
=

i
2β

[
∂ 2Es

∂ r2 +
1
r

∂Es

∂ r
+
(
k2

0 [ε(r)+Δε(r,z)]−β 2)Es +μ0ω2
s p(r,z)

]
. (2)

The first terms on the right hand side of Eq. (2) describe the propagation of the signal field,
with vacuum wavenumber k0, in a fiber with a relative permittivity distribution given by ε . The
perturbation of this permittivity distribution due to heating of the core is given by Δε . The last
term describes the effect of the Ytterbium doping, which gives rise to an induced polarization
PYb given by a slowly varying envelope p as

PYb(r, t) = us p(r,z)ei(β z−ωst). (3)

In this paper we assume that the fiber is cladding pumped at a wavelength of 975 nm and that
the signal wavelength is close to 1030 nm. In this case the Yb3+ ions can be modeled as the
quasi-three-level system shown in Fig. 1.

|1〉
|3〉

|2〉
�

Ep

�

Es

Fig. 1. Simplified energy level diagram for Yb3+.

The equations of motion for the slowly varying density matrix elements σμν are [13]:

σ̇11 =
i
h̄

(
μ12E∗

pσ21 − c.c.
)
+ γ21σ22 + γ̄31σ33 − γ̄13σ11 (4a)

σ̇22 =− i
h̄

(
μ12E∗

pσ21 +μ32E∗
s σ23 − c.c.

)− (γ23 + γ21)σ22 (4b)

σ̇33 =
i
h̄
(μ32E∗

s σ23 − c.c.)+ γ23σ22 − γ̄31σ33 + γ̄13σ11 (4c)

σ̇21 =
i
h̄
(μ∗

12Ep (σ11 −σ22)+μ∗
32Esσ31)− Γ̃21σ21 (4d)

σ̇23 =
i
h̄
(μ∗

32Es (σ33 −σ22)+μ∗
12Epσ∗

31)− Γ̃23σ23 (4e)

σ̇31 =
i
h̄
(μ32E∗

s σ21 −μ∗
12Epσ∗

23)− Γ̃31σ31, (4f)
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where μμν are the matrix elements of the dipole moment operator, Ep is the pump field en-
velope, γμν are spontaneous emission rates from state μ into state ν and the non-radiative
transition rates are denoted γ̄μν . The complex dephasing rates Γ̃μν of the coherences are given
by

Γ̃21 = γ̃21 − iΔp (5a)

Γ̃23 = γ̃23 − iΔs (5b)

Γ̃31 = γ̃31 − iΔ2, (5c)

where γ̃μν are the real dephasing rates of the coherences σμν , Δp = ωp −ω21 is the pump
detuning, Δs = ωs −ω23 is the signal detuning and Δ2 = Δp −Δs is the two-photon detuning of
the pump and signal. Since the dephasing rates γ̃μν in Eq. (4) are large, we can adiabatically
eliminate the coherences [14], which leads to a rate equation for the excited state population

σ̇22 = Bp(Δp)|Ep|2 (σ11 −σ22)+Bs(Δs)|Es|2 (σ33 −σ22)− (γ23 + γ21)σ22, (6)

where

Bp =
2γ̃21|μ12|2

h̄2 (γ̃2
21 +Δ2

p

) and Bs =
2γ̃23|μ32|2

h̄2 (γ̃2
23 +Δ2

s

) . (7)

Analogous to the McCumber theory [15], we assume that the two lower states remain in thermal
equilibrium. Denoting the total population of the two lower states as ρ1 = σ11 +σ33 and the
excited state population as ρ2 =σ22, we arrive at a rate equation for the excited state population.
In the steady-state, this equation becomes

ρ2(r,z) =
σapΦp(z)+σasΦs(r,z)

(σap +σep)Φp(z)+(σas +σes)Φs(r,z)+ γ
, (8)

where Φp and Φs denote the pump and signal photon flux density, respectively, and γ = γ21+γ23

is the total spontaneous emission rate of the excited state. In our simplified 3-level model, the
absorption and emission cross sections at the signal wavelength, σas and σes, are given by

σas(ωs) =
e−ΔE/kBT

1+ e−ΔE/kBT

h̄ωsBs

2ε0cnc
and σes(ωs) =

h̄ωsBs

2ε0cnc
, (9)

while at the pump wavelength, the absorption and emission cross sections are

σap(ωp) =
1

1+ e−ΔE/kBT

h̄ωpBp

2ε0cnc
and σep(ωp) =

h̄ωpBp

2ε0cnc
. (10)

Here ΔE is the energy difference between states 1 and 3.
The induced polarization at the signal wavelength is determined by the coherence σ23 and is

given in terms of the signal field and population inversion as

p(r,z) =
ε0ncρYb(r)

k0

(
i+

Δs

γ̃23

)
[σas(ωs)− [σas(ωs)+σes(ωs)]ρ2(r,z)]Es(r,z), (11)

where nc is the core refractive index and ρYb is the density of Ytterbium ions. As discussed
in [10], this induced polarization can lead to a change in the refractive index which depends
on the population inversion. In our simplified model this happens when the signal is detuned
from resonance (Δs �= 0), and an estimate of the magnitude of this effect when Δs = γ̃23/2 and
ρ2 = 0.5 yields Δε ≈ 10−6, which is quite small compared to the thermally induced changes in
the refractive index. We therefore ignore this effect in our calculations.
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Inserting Eq. (11) into Eq. (2) and assuming |Δs| � γ̃23 yields a beam propagation equation
which includes the signal gain due to the Ytterbium doping

∂Es

∂ z
=

i
2β

(
∂ 2Es

∂ r2 +
1
r

∂Es

∂ r
+
(
k2

0 (ε +Δε)−β 2)Es

)
+

√
εk0ρYb

2β
(σesρ2 − (1−ρ2)σas)Es.

(12)
The radial coordinate is discretized using a second order finite-difference scheme, and a trans-
parent boundary condition [16] is applied at the surface. The signal field can then be propagated
forward in z from an initial beam profile Es(0,r) using a split-operator approach

Es(z+Δz,r)≈ exp

(
Δz
2

R̂

)
exp

(
ΔzN̂

)
exp

(
Δz
2

R̂

)
Es(z,r), (13)

where the operators R̂ and N̂ are given by

R̂Es =
i

2β

(
∂ 2Es

∂ r2 +
1
r

∂Es

∂ r

)
, (14)

N̂Es =

[
−ρYb

2

√
ε

εe f f
(σas − (σas +σes)ρ2)+

ik2
0

2β
(
ε +Δε − εe f f

)]
Es, (15)

and εe f f = β 2/k2
0. The input signal beam profile is taken to be the Gaussian

Es(0,r) =
Ps(0)

πε0cncw2 e−r2/w2
, (16)

where w is the characteristic radius of the input beam, which is chosen to be equal to the core
radius, and Ps(0) is the input signal power.

To calculate the relative permittivity perturbation Δε due to heating of the fiber under high-
power operation, we solve the steady-state heat equation under the assumption that the longitu-
dinal temperature gradient is much smaller than the radial temperature gradient

∂ 2ΔT
∂ r2 +

1
r

∂ΔT
∂ r

=−Q
κ
. (17)

Here ΔT is the temperature increase relative to the temperature of the coolant, κ is the thermal
conductivity of the fiber and the thermal load Q is given by

Q = ρYbh̄(ωp −ωs)(Φs (σesρ2 −σasρ1)+ γ23ρ2) , (18)

where ωp is the pump angular frequency. The first term in this expression represents heat gen-
erated by non-radiative relaxation following stimulated emission of signal photons and is the
dominant heat source, whereas the last, much smaller, term is due to non-radiative relaxation
following spontaneous emission at the signal wavelength. We assume uniform efficient water
cooling of the fiber and thus apply a simple Dirichlet boundary condition ΔT = 0 at the outer
boundary when solving the heat equation. The temperature induced change of the refractive
index of the fiber is given by the simple linear relationship Δε = ηΔT , where the thermal sen-
sitivity η = 3.5×10−5 K−1.

Since we are modeling cladding pumped fiber amplifiers, we assume that the pump intensity
is constant over the core. We can thus model the propagation of the pump by the simple ordinary
differential equation

dPp

dz
=± 2π

Acl
Pp(z)

∫ Rc

0
ρYb(r) [σap − (σap +σep)ρ2(r,z)]rdr, (19)
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where Pp is the pump power, Acl is the area of the inner cladding and Rc is the radius of the
doped core. The positive sign applies to forward pumping whereas the negative sign applies to
backward pumping. The pump power can thus be propagated in the z direction from its initial
value Pp(0) by the equation

Pp(z+Δz)≈ Pp(z)± 2π
Acl

Pp(z)Δz
∫ Rc

0
ρYb(r) [σap − (σap +σep)ρ2(r,z)]rdr. (20)

The beam propagation algorithm can be summarized by the following steps:

1. Compute the excited state population ρ2 from Eq. (8).

2. Compute ΔT by solving Eq. (17) and calculate Δε .

3. Propagate the signal field one step in z by applying Eq. (13).

4. Propagate the pump field one step in z by applying Eq. (20).

These steps are carried out until the signal has been propagated the desired distance. In the
case of backward pumping an initial guess for the initial condition of the pump power Pp(0)
must be provided, and the entire beam propagation algorithm is run iteratively until the desired
input pump power Pp(L) is obtained. After each run the pump initial condition Pp(0) is adjusted
according to a simple secant method [17]. With a tolerance of 1% of the desired input pump
power and a reasonable estimate of the pump initial condition, only a few iterations of the beam
propagation algorithm are required.

3. Numerical results

We have used our numerical model to investigate two important effects of the radial thermal
gradient produced in the fiber under high-power operation. The first effect is thermal lensing,
which leads to focusing of the signal beam, and the second is the thermally induced multi-mode
behavior of the amplifier. Although we are considering double-clad fibers, we have chosen to
model the fibers as SIFs without the large index contrast associated with the pump cladding,
and simply assume that the pump light is confined to a given inner cladding diameter. This is
done in order to allow any signal radiation modes to escape the computational domain via the
transparent boundary condition and thereby obtain an ideal picture of the guided signal field. In
actual double-clad fibers, these radiation modes would predominantly be cladding modes which
can interfere with the guided signal, but since such cladding modes are only weakly amplified
due to their small overlap with the Yb-doped core, their influence on the guided signal is small.
In double-clad PCF amplifiers, the pump light is confined by large air holes. While it is not
clear that such a structure can be adequately approximated by a step-index model, we believe
that its influence on the guided signal is negligible, provided that the pump cladding diameter
is sufficiently large to prevent a significant overlap between the guided signal and the air holes.

3.1. Thermal lensing

One of the main advantages of LMA fiber amplifiers is the lower intensity of the guided mode,
which allows for a higher signal power before detrimental non-linear effects such as SPM be-
comes a limiting factor. These effects are most important in pulsed operation where the peak
power is high. Although our model assumes CW operation, we can use the model to estimate
the thermal lensing effect induced during pulsed operation at high repetition rates. We quantify
the thermal lensing effect by calculating the so-called B-integral as it has been demonstrated to
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give a useful estimate of the severity of non-linear effects such as SPM [6]. It is given by

B =
2πn2

λs

∫ L

0

Ps(z)
Ae f f (z)

dz, (21)

where n2 is the non-linear refractive index of Silica, Ps is the average signal power and Ae f f is
the effective area of the signal beam

Ae f f (z) = 2π
(∫ ∞

0 |E(z,r)|2rdr
)2

∫ ∞
0 |E(z,r)|4rdr

. (22)

We have simulated a 1 m long double-clad fiber amplifier, in the following referred to as
Fiber A, with a core diameter of 40 μm, an inner cladding diameter of 200 μm and an outer
diameter of 400 μm. The core-cladding index step is 10−4, which gives V ≈ 2.08 at the signal
wavelength of 1030 nm, and the Yb doping in the core is 108 μm−3. The fiber is cladding
pumped at 975 nm, and we have varied the input pump power between approximately 50 W -
5 kW. The signal input power was kept fixed at 1 W, and both forward and backward pumping
was simulated. Figure 2 shows the pump and signal power as a function of distance along the
fiber for forward and backward pumping with 1 kW input pump power and 1 W input signal
power. The pump is efficiently depleted due to the high Yb doping which results in a high

(a) Forward pumping (b) Backward pumping

Fig. 2. Signal and pump power as a function of z for (a) forward pumping and (b) backward
pumping of Fiber A.

efficiency close to the quantum limit.
Figure 3 shows the excited state population ρ2 of Yb as a function of longitudinal and radial

distance for Fiber A at 1 kW pump power. The effect of transverse hole burning is clearly seen,
especially in the backward pumped case.

The heating of the fiber occurs where the stimulated emission is largest. This is clearly evi-
dent from Fig. 4, which shows the temperature increase as a function of z and r for Fiber A at
1 kW pump power. The heating of the core creates a large radial thermal gradient in the fiber,
which leads to a thermal lensing effect that causes the beam area to decrease, as shown in Fig. 5.
It is also clear from Fig. 4 that the temperature increase is much larger in the backward pumped
case due to the large gain near the output end of the fiber.

As is clear from Eq. (21), the self-focusing of the beam results in a higher value of the B-
integral. In Fig. 6 we show the B-integral as a function of input pump power for both forward
and backward pumped configurations. The dashed lines show the result when the thermal sen-
sitivity η is set to zero. For comparison, we have also simulated a fiber (Fiber B), identical to
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(a) Forward pumping (b) Backward pumping

Fig. 3. Excited state population as a function of z and r for (a) forward pumping and (b)
backward pumping of Fiber A at 1 kW pump power and 1 W input signal power.

(a) Forward pumping (b) Backward pumping

Fig. 4. Temperature increment as a function of z and r for (a) forward pumping and (b)
backward pumping of Fiber A at 1 kW pump power and 1 W input signal power.

(a) Forward pumping (b) Backward pumping

Fig. 5. Beam effective area as a function of z for (a) forward pumping and (b) backward
pumping of Fiber A at 1 kW pump power and 1 W input signal power.

Fiber A except that the core, inner cladding and outer diameters are 80 μm, 400 μm and 800
μm, respectively. It can be seen that as operating power on the order of 1 kW is reached, the
thermal lensing effect starts to have a significant impact on the beam area and hence the severity
of undesirable non-linear optical effects such as SPM, in particular for the backward pumped
case, which is preferred over the forward pumped case due to the overall lower value of the
B-integral and hence smaller impact of the aforementioned effects. Furthermore, the thermal

#152482 - $15.00 USD Received 5 Aug 2011; revised 19 Sep 2011; accepted 13 Oct 2011; published 10 Nov 2011
(C) 2011 OSA 21 November 2011 / Vol. 19,  No. 24 / OPTICS EXPRESS  23972



(a) Forward pumping (b) Backward pumping

Fig. 6. B integral as a function of pump power for (a) forward pumping and (b) backward
pumping of Fiber A and B with 1 W input signal power. The dashed lines show the results
with the thermal sensitivity η set to zero.

lensing effect changes the pump power dependence of the B integral from linear to super-linear.
Comparing Fiber A to Fiber B, we see that the B integral for Fiber B, when the thermal lensing
effect is taken into account, can exceed the expected B integral of Fiber A in the absence of
thermal lensing, despite the fact that Fiber B has a core area 4 times larger than Fiber A. This
occurs at a pump power of approximately 4.5 kW for forward pumping and 1 kW for backward
pumping. However, it is also clear that even in the presence of a strong thermal lensing effect,
increasing the core diameter still results in a significant reduction of the B integral and hence
the severity of SPM.

3.2. Thermally induced multi-mode behavior

Another consequence of the thermally induced change in the refractive index of the fiber is
that an otherwise single-mode fiber can be rendered effectively multi-mode. Such multi-mode
behavior can have a negative impact on the output beam quality due to an uncontrollable drift
of the relative phase between the excited modes [18]. It is also clear that the thermally induced
multi-mode behavior will only occur beyond a certain power threshold, since the induced index
change must be large enough to allow multiple guided modes to exist. Furthermore, once a
higher order mode (HOM) is excited, the beating between the fundamental mode and HOM
will create a thermally induced grating in the fiber. As discussed in [10], such a grating couples
the two modes such that power may be transferred from the fundamental mode to the HOM.

Here we present the results of simulations that clearly show the above mentioned effects. We
consider a 1 m long LMA SIF (Fiber C) with core, inner cladding and outer diameters of 80 μm,
400 μm and 800 μm, respectively. The index step between core and cladding is Δn = 3×10−5.
While such a small index step is difficult to achieve in actual SIFs, it is obtainable using PCFs.
The Yb concentration is 5× 107 μm−3 and the pump and signal wavelength are 975 nm and
1030 nm. With these parameters, the V-parameter for the SIF is 2.28 and the fiber is thus single-
mode by design. The pump power is 5 kW and the input signal power is 50 W. Figure 7 shows
the signal and pump power as a function of z for both forward and backward pumping. The
lower Yb concentration compared to the simulations of Fiber A and B in section 3.1 reduces
the efficiency of the amplifier. We also note the presence of small oscillations of the signal
power near the output, which are likely due to excitation of radiation modes.

Considering the effective area of the beam as a function of z shown in Fig. 8, we observe
strong oscillations of the effective area, which would not occur if the signal was guided by a
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(a) Forward pumping (b) Backward pumping

Fig. 7. Signal and pump power as a function of z for (a) forward pumping and (b) backward
pumping of Fiber C.

single mode and which therefore are a direct consequence of thermally induced multi-mode
behavior. These oscillations are also seen in the temperature, shown in Fig. 9, and the excited
state population, shown in Fig. 10.

(a) Forward pumping (b) Backward pumping

Fig. 8. Beam effective area as a function of z for (a) forward pumping and (b) backward
pumping of Fiber C at 5 kW pump power and 50 W input signal power.

(a) Forward pumping (b) Backward pumping

Fig. 9. Temperature increment as a function of z and r for (a) forward pumping and (b)
backward pumping of Fiber C at 5 kW pump power and 50 W input signal power.
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(a) Forward pumping (b) Backward pumping

Fig. 10. Excited state population as a function of z and r for (a) forward pumping and (b)
backward pumping of Fiber C at 5 kW pump power and 50 W input signal power.

To provide additional insight into the nature of these oscillations, we decompose the signal
field in local modes at each z position by solving the eigenvalue problem

∂ 2Ψ
∂ r2 +

1
r

∂Ψ
∂ r

+ k2
0 [ε(r)+Δε(r,z)]Ψ(r,z) = β 2(z)Ψ(r,z), (23)

and computing the overlap between the normalized modes Ψ and the signal field. This overlap
is given by

ai(z) = 〈Ψi|Es〉, (24)

where the inner product is defined as

〈Ψ|Φ〉=
∫ ∞

0
Ψ∗(r)Φ(r)rdr. (25)

The radial profiles of the fundamental and higher-order local modes at a given distance along
Fiber C are calculated numerically from Eq. (23) using the thermally perturbed refractive index
profiles, examples of which are shown in Fig. 11. The initial (z = 0 m) mode profiles, plotted
in Fig. 12, clearly show that several guided modes are present at the signal input. The launched
signal can thus excite these higher-order local modes and the fiber is effectively multi-mode.
The number of guided local modes may of course vary along the z axis as the temperature
profile, and thus the refractive index perturbation, changes. Since our model is limited to cylin-
drically symmetric fields, we do not consider non-symmetric local modes, although such modes
would certainly be expected to become guided under the present conditions. For comparison,
we also plot the local mode profiles at the output end (z = 1 m) of the fiber in Fig. 13. In the
backward pumped case, the modes are more strongly confined due to the strong thermal lensing
effect compared to the forward pumped case.

The local mode content Ai(z) of the signal field is then defined to be

Ai(z) =
|ai(z)|2
〈Es|Es〉 (26)

and is plotted in Fig. 14. It is clear that in both the forward and backward pumped configura-
tions, the input signal excites a small amount of the first higher-order local mode. The beating
of these two modes creates the oscillations seen in the beam effective area shown in Fig. 8, and
the associated intensity variation leads to the periodic variation of the population inversion seen
in Fig. 10. Since the thermal load, given by Eq. (18), also depends on the signal intensity and
population inversion, the temperature also exhibits a periodic variation as seen in Fig. 9. This
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(a) Forward pumping (b) Backward pumping

Fig. 11. Thermally perturbed refractive index profiles at various z for (a) forward pumping
and (b) backward pumping of Fiber C at 5 kW pump power and 50 W input signal power.

(a) Forward pumping (b) Backward pumping

Fig. 12. Initial (z = 0) local modes for (a) forward pumping and (b) backward pumping of
Fiber C at 5 kW pump power and 50 W input signal power.

(a) Forward pumping (b) Backward pumping

Fig. 13. Final (z = 1 m) local modes for (a) forward pumping and (b) backward pumping
of Fiber C at 5 kW pump power and 50 W input signal power.

temperature variation results in an index grating with a local period that matches the local beat
length of the two local modes, and therefore provides coupling between the local modes. As is
evident from Fig. 14, this leads to transfer of power from the fundamental to the higher-order
local mode. We believe that this effective multi-mode behavior of the fiber amplifier under
high-power operation can cause significant degradation of the output beam quality, since un-
controllable external perturbations such as temperature fluctuations and mechanical vibrations
could conceivably change the relative phase of the local modes leading to significant changes
in the output beam, as discussed in [18].

It is argued in [11] that the thermally induced refractive index grating, caused by mode-
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(a) Forward pumping (b) Backward pumping

Fig. 14. Local mode content as a function of z for (a) forward pumping and (b) backward
pumping of Fiber C at 5 kW pump power and 50 W input signal power.

beating in a multi-mode fiber, cannot lead to coherent power transfer between two modes in a
steady-state model of the thermal effect. The argument hinges on the left/right mirror symme-
try of the mode interference pattern and the induced refractive index grating, and claims that
a phase lag, which can be caused by the non-zero thermal diffusion time, is required to allow
power transfer between the modes. Considering this argument, it is surprising that power trans-
fer between the local modes in our model is observed, since our model is a steady-state model.
While we do not disagree with the argument presented in [11], we note that it does not ap-
ply to the situations we are considering in this paper. This is because the temperature changes
significantly over a short distance, as is evident from Fig. 9, and hence the local modes and
their associated propagation constants change significantly over a short distance, as can be seen
by comparing Fig. 12 and Fig. 13. This causes the periodicity of the induced refractive index
grating to vary with z, and therefore breaks the left/right mirror symmetry which is the core of
the argument in [11]. Power transfer between the local modes of the fiber thus cannot be ruled
out at high operating power, even with a steady-state model, and indeed the results presented in
Fig. 14 clearly show a significant power transfer from the fundamental to the first higher-order
local mode.

To investigate the impact of gain saturation and pump depletion on the effective multi-mode
behavior, we have simulated a fiber amplifier (Fiber D) with the same design as Fiber C, ex-
cept that the Ytterbium concentration is increased to 108 μm−3 and the length of the fiber is
increased to 1.5 m. The input pump and signal power is 2000 W and 50 W, respectively. As can
be seen from the plots of the signal and pump power, shown in Fig. 15, the pump is completely
depleted in both the forward and backward pumped cases. An interesting observation is that the
signal power decreases significantly beyond 1 m in the forward pumped case. To understand
the mechanism responsible for this decrease, we again consider the decomposition of the signal
field into local modes, shown in Fig. 16, and the temperature distribution of the fiber, shown
in Fig. 17. It is clear that the first higher-order local mode is strongly excited in the forward
pumped case, but also that the signal gradually returns to the fundamental local mode beyond 1
m, which coincides with the decrease in signal power and temperature. Recalling that we have
employed a transparent boundary condition in our algorithm and considering the definition of
the local mode content given in Eq. (26), it is clear that the reason for the loss of signal power
is due to the fact that the higher-order local mode evolves from a guided mode into a radiation
mode as the radial temperature gradient decreases. The higher-order local mode content of the
signal is thus lost beyond 1 m. Another source of the loss of signal power beyond 1 m is of
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(a) Forward pumping (b) Backward pumping

Fig. 15. Signal and pump power as a function of z for (a) forward pumping and (b) backward
pumping of Fiber D.

(a) Forward pumping (b) Backward pumping

Fig. 16. Local mode content as a function of z for (a) forward pumping and (b) backward
pumping of Fiber D at 2 kW pump power and 50 W input signal power.

(a) Forward pumping (b) Backward pumping

Fig. 17. Temperature increment as a function of z and r for (a) forward pumping and (b)
backward pumping of Fiber D at 2 kW pump power and 50 W input signal power.

course spontaneous emission from the excited state of the Ytterbium ions. However, this loss
is quite small due to the relatively long lifetime of the excited state. We have verified that the
signal power loss is dominated by the evolution of the higher-order local modes from guided
to non-guided by simulating Fiber D without the thermal effect, which shows negligible signal
power loss.
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In the backward pumped configuration, there is practically no thermal gradient at the signal
input, since the pump is depleted, and hence there is only one guided local mode, with HOMs
being non-guided. The signal is thus coupled into this single guided mode, and consequently no
beating pattern is created. As the temperature gradient increases along with the signal power,
multiple guided local modes appear, but the signal is seen to adiabatically follow the funda-
mental local mode, with only negligible excitation of HOMs. Ideally, the output beam quality
should thus be comparable to a true single-mode fiber in this case.

Finally, we have investigated the power dependence of the effective multi-mode behavior by
calculating the local mode content at the output of Fiber C for varying input pump and signal
power in a forward pumped configuration. The pump power is varied from 100 W to 5 kW,
with an input signal power of 1% of the pump power. The results are shown in Fig. 18 which
shows the higher-order local mode content at the output as a function of pump power. We find

(a) Linear scale (b) Log scale

Fig. 18. Local mode content at the output as a function of pump power for Fiber C on (a)
linear scale and (b) log scale.

that the first higher-order local mode content increases dramatically at pump powers greater
than 2 kW, with a corresponding input signal power of 20 W. We note that beam instability
issues in large core fiber amplifiers have been reported to occur at power levels from a few
hundred W to around 1 kW average power [7, 9]. These fibers are, however, not strictly single-
mode, which can lead to thermally induced coupling between the fundamental and higher-
order modes, as discussed in [10, 11], without the need for a sufficiently strong thermal effect
to create effective multi-mode behavior. Furthermore, our model can only describe symmetric
local modes, and we expect that non-symmetric local modes become guided at much lower
power. Our results thus show that even under the idealized conditions of true single-mode fiber
design and a perfectly symmetric input signal beam profile, which prevents excitation of any
asymmetric higher-order local modes, the output signal can be contaminated by higher-order
modes at power levels which have been demonstrated.

4. Conclusion

We have developed a beam propagation model of high-power Yb-doped fiber amplifiers. The
heating of the fiber due to the quantum defect associated with the gain medium, as well as
transverse hole burning, is taken fully into account. The model is limited to cylindrically sym-
metric signal fields, leading to a very fast implementation that permits efficient simulation of
backward pumped amplifiers. The model was used to study the thermo-optical effects in LMA
single-mode amplifiers, and it was found that the large radial temperature gradient results in
a thermal lensing effect, which significantly decreases the effective area of the beam, leading
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to higher peak intensity. Furthermore, it was found that the thermal effect can become large
enough to induce an effective multi-mode behavior, which can be quantified by decomposing
the signal beam profile into local modes. If a higher-order local mode is excited at the sig-
nal input, the mode beating between the fundamental and higher-order local modes can set up
a periodic longitudinal temperature variation, leading to a refractive index grating which can
transfer power from the fundamental to the higher-order local mode. As discussed in [18], the
excitation of higher-order modes may be detrimental to the output beam quality, and fiber am-
plifier designs should seek to avoid such behavior. Our results show that it is possible to reduce
the thermally induced higher-order local mode content in nominally single-mode fibers if the
thermal load is weak enough at the signal input. This may be possible to achieve in backward
pumped fiber amplifiers with sufficient length and Yb-doping to effectively absorb the pump.
Our results also indicate that as the thermal effect diminishes due to gain saturation in a forward
pumped amplifier, any signal power contained in a higher-order local mode will remain in that
mode as it turns into a non-guided mode. Finally, we investigated the power-dependence of the
thermally-induced multi-mode behavior and found that the higher-order local mode content in-
creases dramatically with operating power beyond a certain threshold power. Since our model
is limited to cylindrically symmetric fields, we cannot investigate a situation in which the input
beam profile is shifted or tilted relative to the symmetry axis of the fiber, which could lead to
excitation of asymmetric higher-order local modes. We therefore expect the threshold power
obtained by our model to be an upper-threshold, applicable under idealized conditions in which
no excitation of asymmetric higher-order local modes occurs.
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