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Photoelectric properties of noncentrosymmetric, similarly oriented metallic nanoparticles embedded in a
homogeneous semiconductor matrix are theoretically studied. Because of the asymmetric shape of the
nanoparticle boundary, photoelectron emission acquires a preferred direction, resulting in a photocurrent
flow in that direction when nanoparticles are uniformly illuminated by a homogeneous plane wave. This
effect is a direct analogy of the photogalvanic (or bulk photovoltaic) effect known to exist in media with
noncentrosymmetric crystal structure, such as doped lithium niobate or bismuth ferrite, but is several orders
of magnitude stronger. Termed the giant plasmonic photogalvanic effect, the reported phenomenon is
valuable for characterizing photoemission and photoconductive properties of plasmonic nanostructures and
can find many uses for photodetection and photovoltaic applications.

DOI: 10.1103/PhysRevX.4.031038 Subject Areas: Materials Science,
Metamaterials, Plasmonics

I. INTRODUCTION

The recent decade in modern physics has featured the
concept of optical metamaterials. The central idea of this
concept is to bestow the role of known, ordinary constitu-
ents of matter (atoms, ions, or molecules) upon artificial
“meta-atoms”—nanosized objects purposely designed to
have the desired optical properties [1]. The assembly of
such meta-atoms—an artificial composite metamaterial—
exhibits the desired properties macroscopically, provided
that the meta-atoms are much smaller than the wavelength
of light interacting with them.
As great as the variety of naturally occurring atoms and

molecules (and, in turn, of natural materials) may be,
the inherent total freedom in choosing the shape and compo-
sition of artificial meta-atoms is believed to be even greater—
nearly arbitrary. Thus, a prominent success of optical meta-
materials is the design of materials with optical properties that
either do not exist or are much weaker in naturally occurring
media. Notable examples include metamaterials with a

negative refractive index, near zero, or very large permittivity
[2], metamaterials with magnetic permeability at optical
frequencies [3], extremely anisotropic hyperbolic metama-
terials that behave like metals in some directions and like
dielectrics in others [4–7], chiral metamaterials with giant
magnetooptical properties [8–11], and many more.
Most meta-atom designs proposed to date are based on

metallic nanoparticles, nanoantennas, or resonators of various
shapes [12]. In such metallic structures, the size prerequisite
for meta-atom design is fulfilled by subwavelength confine-
ment of electromagnetic field due to localized surface
plasmon resonance excitation. At the same time, localized
plasmons are known to cause strong local field enhancement,
which can enhance the functionality of metamaterials in the
context of biological and chemical sensing, aswell as give rise
to new concepts of optical metamaterials based on strongly
enhanced nonlinear, photorefractive, and photoconductive
effects. Inparticular, plasmon-enhanced photoconductivity—
the emission of photoelectrons from nanoparticles due to
action of strong local fields in the localized plasmonic
resonances—was recently shown to be promising for photo-
detection and photovoltaic applications [13–15].
Transcending the purely electromagnetic approach tradi-

tionally adopted in the study of plasmonic nanostructures
and accounting for processes when light can cause electrons
to leave the nanoparticles has far-reaching implications,
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putting forth a new concept of photoconductive metama-
terials. The enhanced photoelectric effect from plasmonic
nanoantennas with generation of “hot” electrons [16,17] can
be used to improve the characteristics of light-harvesting
devices (e.g., photoconductive plasmonic metamaterials,
photodetectors, solar and photochemical cells) [16–26],
as well as more generally in optoelectronics, photochem-
istry, and photoelectrochemistry [27–29].
In this paper, we predict and numerically demonstrate

an effect related to new functionality of photocondu-
ctive metamaterials: the giant plasmonic photogalvanic
effect. Named after photogalvanic (or bulk photovoltaic)
effect in bulk noncentrosymmetric media [30], plasmonic
photogalvanic effect is shown to exist in an array of
similarly oriented noncentrosymmetric metallic nanopar-
ticles embedded in a homogeneous semiconductor matrix.
The low degree of symmetry of the nanoparticle shape
causes the net flux of the hot electrons emitted from
the nanoparticles via the resonant plasmonic excitation
to be directional. This directionality leads to a photo-
electromotive force as a result of homogeneous external
light illumination (the photogalvanic effect).
We report that the resulting photocurrent density gen-

erated in a layer of nanoparticles emerges and grows as the
particle shape changes from cylindrical to conical, i.e., with
the increase of the particle asymmetry. We calculate the
components of the effective third-rank tensor relating the
current density to the incident electric field, and show that
this effective tensor for the nanoparticle array exceeds that
for the naturally occurring ferroelectrics that exhibit bulk
photovoltaic effect. Hence, the reported plasmonic effect
can be regarded as a “giant” version of the conventional
(nonplasmonic) photogalvanic effect occurring in natural
materials.
The paper is organizedas follows. In Sec. II, we review

the theoretical background for “hot” electron photoemis-
sion at metal-semiconductor interfaces forming Schottky
barriers. In Sec. III, we numerically investigate arrays of
nanoparticles whose shape varies from cylindrical to
conical. We discuss the observed increase of photocurrent
directionality and induced electromotive force as a result
of increased spatial asymmetry of the nanoparticles. In
Sec. IV, we draw parallels between the predicted plasmonic
photogalvanic effect and the known photogalvanic effect
in certain naturally occurring media. Finally, in Sec. V,
we summarize and outline possible applications for the
proposed effect.

II. THEORETICAL BACKGROUND

We consider a metallic nanoparticle embedded in a
uniform semiconductor matrix (Fig. 1) in the presence of
a normally incident light wave of frequency ω, such that

Wb < ℏω < Eg: ð1Þ

It is assumed that the photon energy ℏω is insufficient to
excite electron-hole pairs in the semiconductor matrix with
gap energy Eg, but exceeds the work function for the metal-
semiconductor interface Wb [see Fig. 1(a)], so that the
photon energy transferred to an electron in metal can cause
it to leave the nanoparticle.
Two mechanisms of energy transfer from the photon to

the electron can be identified [31–33]. One is absorption of
a photon by an electron in the bulk of the nanoparticle with
subsequent transport of the hot electron to the surface and
its emission by overcoming the Schottky barrier (the
volume photoelectric effect [34]). The other is absorption
of a photon by an electron as it collides with the nano-
particle boundary, causing emission of that particular
electron from the metal (the surface photoelectric effect).
In both of these mechanisms, the spatial and momentum
distribution of the emitted electrons is strongly influenced
by (i) the spatial configuration of the nanoparticle surface
and (ii) resonant field enhancement near that surface due to
the plasmonic resonance.
While the question of which of the two mechanisms is

stronger in nanostructures is yet to be answered, it was
shown that electron collisions after photon absorption
leading to rapid hot electron cooldown make surface-driven
effects prevail over bulk effects in many cases [31,35]. So,
following the previously developed Tamm theory of photo-
emission from plasmonic nanoparticles [15,24,25], we
express the photocurrent from a nanoparticle as

INPðλÞ ¼ CemðλÞ
I
particle

jEnðrÞj2d2r: ð2Þ

FIG. 1. Schematics of (a) “hot” photoelectron emission through
the Schottky barrier at a metal-semiconductor interface; (b) sev-
eral nanoparticle arrays studied in the present paper (showing
three characteristic cases of cylinders, truncated cones, and
cones); (c) enlarged view of one nanoparticle showing its
geometrical parameters.
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Here, En is the component of the electric field normal to the
surface of the nanoparticle, which is where the integration
is performed. The expression in Eq. (2) takes into account
only the increased number of photoelectrons without
account for the direction of their momentum as they leave
the nanoparticle. As a quantity integrated for all electrons in
all directions, it is applicable in the photoconductivity
scenario when the emitted electrons are subsequently
directed using an externally applied or a built-in potential,
and their momentum direction upon leaving the nano-
particle can thus be totally disregarded.
In the absence of such potential, the initial velocity of the

emitted photoelectrons starts to play a role in the definition
of the photocurrent from a nanoparticle, which then has to
assume a modified form,

INPðλÞ ¼ −CemðλÞ
I
particle

jEnðrÞj2nd2r; ð3Þ

where n is the unit normal vector at the nanoparticle surface
at point r. In both Eqs. (2) and (3), the coefficient Cem
equals

Cem ¼ ηo
e
ℏω

Ym ¼ ηo
e
ℏω

ε0cnm
2

; ð4Þ

where nm is the refractive index of the matrix and ηo is the
external quantum efficiency of the electron photoemission
through the potential barrier at the metal-matrix interface
[15,36]; it strongly depends on the photon energy and
varies from zero at ℏω ¼ Wb [see Fig. 1(a)] to nonzero
values for higher photon energies [35]. The admittance
(inverse impedance) Ym of the matrix medium relates the
intensity S of a plane wave with the electric field strength E
as S ¼ YmjEj2.
When a plasmonic resonance is excited in the nano-

particle, the amplitude of the resonant fields inside it and
near its surface usually greatly exceeds the amplitude of the
incident field. Therefore, we see from Eqs. (2) and (3) that
in nanoparticles with centrosymmetric shapes (such as
nanospheres, nanocubes, or nanodisks) the spatial sym-
metry of the resonant modes will lead to the cancellation of
the directed photocurrent, so that INP ¼ 0 even though
INP ≠ 0. In other words, even though the incident wave can
cause additional photoelectrons to be emitted over the
Schottky barrier, the collective motion of these electrons
will not induce an electromotive force.
The situation changes drastically when the shape of the

nanoparticle and/or the field distribution of the resonant
plasmonic mode lacks the center of symmetry. Equation (3)
then shows that the resulting photocurrent acquires direc-
tionality, so that photoemission from such a noncentro-
symmetric nanoparticle results in net photocurrent
(INP ≠ 0) and induces electromotive force. The ratio
ρ ¼ jINPj=INP, which can vary from 0 to 1, can be regarded

as a measure of directionality for photoemission with
respect to one nanoparticle.
In a planar, oriented arrangement of such noncentrosym-

metric nanoparticles, the individual photocurrents from
each particle sum up. If the nanoparticles are not too close
to each other, the satisfactory approximation is that the
neighboring particles do not modify the plasmonic reso-
nance of each other in a significant way. In this case, the
resulting photocurrent density from a square nanoparticle
lattice with period a can be written as j ¼ INP=a2 with the
expression for INP given by Eq. (3) and En calculated for a
single nanoparticle. Since the nanoparticles are axially
symmetric with respect to the z axis [see Fig. 1(c)], and
the lattice has fourfold rotational symmetry, we expect that
for a normally incident wave jx ¼ jy ¼ 0 and jz ¼ jjj, so
we can write

jz ¼ jINPj=a2 ¼ ρINP=a2 ¼ ρCemjE2
0jξ; ð5Þ

where E0 is the field incident on the lattice, and

ξ ¼ 1

jE2
0ja2

I
particle

jEnðrÞj2d2r ð6Þ

relates the incident field E0 with the local field EðrÞ and
has the meaning of a field-enhancement factor due to the
localized surface plasmon resonance in the nanoparticles
[15,36]. If the incident field is, e.g., x polarized, Eq. (5) can
be rewritten as

jz ¼ ρξCemE0xE�
0x ¼ ~αzxxE0xE�

0x; ð7Þ

which has the form equivalent to the photocurrent induced
in some media with noncentrosymmetric crystal structure
due to the photogalvanic (or bulk photovoltaic) effect
[37–39],

ji ¼ αijkEjE�
k; ð8Þ

where Ej are again the components of theincident field, and
coefficients αijk, related to the components of a third-rank
piezoelectric tensor [37], are nonzero only for noncentro-
symmetric media. Examples include piezoelectrics or
ferroelectrics such as LiNbO3∶Fe, quartz with F centers,
or p-GaAs [37]. We see that the photocurrent j in Eq. (8) is
nonlinear (quadratic) with respect to the field strength E.
We can also rewrite Eq. (8) in a modified form [40],

ji ¼ ðβijk=2Þðeje�k þ e�jekÞS0; ð9Þ

where ej ¼ Ej=jEj is the jth component of the incident
light polarization vector, and S0 is its intensity. In SI units,
the components of the tensor β have the dimension of
inverse volts; normalized by the absorption coefficients,
βijk are related to the Glass coefficients for the high-voltage
bulk photovoltaic effect in nonlinear crystals [40,41]. One

GIANT PHOTOGALVANIC EFFECT IN … PHYS. REV. X 4, 031038 (2014)

031038-3



can similarly rewrite Eq. (7), introducing the plasmonic
equivalent of Eq. (9), as

jz ¼ ~βzxxS0jexj2; ~βzxx ¼ ρξηoe=ðℏωÞ: ð10Þ
We see that Eq. (7) is formally equivalent to Eq. (8),
standard for describing the photogalvanic effect in bulk
media. However, one important difference has to be noted.
In bulk media, directed photoelectrons are generated
throughout the volume of the material. They have a finite
lifetime since their initial velocity decays as they move.
Hence, the coefficients αijk in Eq. (8) are proportional to
that lifetime [30]. In contrast, the geometry in Fig. 1(b)
considered here deals with the injection of directed photo-
electrons from a nanoparticle array into the surrounding
medium. Hence, there is no lifetime in Eqs. (5) and (7),
which is emphasized by using a tilde over the coefficients
~αijk in that formula.
The behavior of photoelectrons after they have been

emitted is a subject for further studies. For one “metalayer”
of nanoparticles, the electrons emitted in the direction of
the z axis are unlikely to be recaptured by neighboring
particles. In this case, photoelectron reabsorption can only
be a minor source of losses of emitted electrons, which are
not considered in the present study. On the other hand,
when many nanoparticle layers are stacked together
closely, the emitted photoelectrons can be recaptured and
reemitted, and the effective lifetime for the directionally
emitted electrons in such 3D metamaterials must be
reintroduced.

III. DIRECTIONAL PHOTOEMISSION FROM
CONICAL NANOPARTICLES

To confirm the predicted photogalvanic effect in a
plasmonic structure, we consider an array of gold nano-
particles whose shape is gradually varied from cylindrical
to conical [Figs. 1(b) and 1(c)]. The choice of conical
nanoparticles is well motivated from a fabricational stand-
point, since nanodisks fabricated using lithographic means
often acquire asymmetry and resemble conelike shapes
[42,43]; other asymmetric shapes, such as hemispheres and
nanopyramids, are also readily fabricable using various
techniques [44–46].
Let the nanocones under study have height h; the larger

(bottom) facet has radius r, and the radius of the smaller
(top) facet is given by rð1 − ζÞ, so that ζ can be understood
as the “asymmetry” or “conicity” parameter. The case ζ ¼
0 corresponds to the centrosymmetric, disk-shaped par-
ticles, whereas the opposite case ζ ¼ 1 corresponds to
maximally asymmetric nanocones. For the computational
example, we use r ¼ 25 nm and h ¼ 18 nm.
The particles are embedded in a homogeneous GaAs

matrix (nm ¼ 3.6, Wb ¼ 0.8 eV, Eg ¼ 1.43 eV), which
results in the operating range between 870 and 1550 nm
according to Eq. (1). For the Au=GaAs interface, the values

of ηo range from zero at ℏω ¼ Wb to about 0.0025 for ℏω≲
Eg [35]. Because of such a small probability for the photons’
energy to be transferred to hot electrons, we can assume that
their formation does not significantly add to the Ohmic
losses in metal. Therefore, we can use the Drude model of
the gold permittivity, known to be a good fit for photon
energies up to 2 eV [47], with plasma frequency 2.18 ×
1015 s−1 and collision frequency 6.47 × 1012 s−1 [48].
The particles are arranged in a 2D square lattice with

period a ¼ 100 nm. According to earlier results [15,25],
such a dense lattice prevents the appearance of higher-order
diffraction and ensures that the lattice effects are outside of
the operating range, so the resonant mode of a particle in a
lattice largely coincides with that of an isolated particle
[15]. Another benefit of making the lattice dense is the
increase of the nanoparticles’ concentration, resulting in the
increase of the total induced photocurrent as per Eq. (5).
Simulations were carried out in the frequency domain

using CST MICROWAVE STUDIO. The results showthat all of
the structures in question feature a rather broad absorption
resonance corresponding to the excitation of a localized
surface plasmon [Fig. 2(a)]. As expected, small amakes the
lattice-related resonances occur outside of the operating
frequency range, so the resonance is dominated by the
response of a single plasmonic nanoparticle, broadened due
to the presence of many nanoparticles [15]. Additional
resonances typically present in triangular particles [49] are
not excited because light is incident from the direction
coincident with the axis of the cones. Note that, to reduce
the influence of the discretization (“staircasing”) artifacts at
sharp edges (which would anyway be unphysical from the
fabricational point of view), all edges of the nanoparticles
were smoothed with the curvature radius of δr ¼ 1 nm.
Together with the adaptive mesh refinement, this proved
successful in eliminating numerical artifacts from meshing-
related “hot spots.”
We further see that the resonance strongly depends on

the nanoparticle shape. As the shape changes from a
cylinder to a cone, the resonance undergoes a very slight
blueshift up to ζ ¼ 0.4; further increase of ζ leads to a
strong redshift accompanied by a rather significant narrow-
ing of the resonance. Plotting the normal component of the
resonant mode field on the nanoparticle surface [Fig. 2(b)],
we notice that although the field at the smaller base (or tip)
of the cone becomes progressively weaker as ζ increases,
the mode maintains the characteristic outside field pattern
of a fundamental dipole resonance for all nanoparticles. To
reconfirm this, we calculate the extinction cross section of
conical nanoparticles using the discrete dipole approxima-
tion (DDA) method [50,51]. Figure 2(c) shows that
extinction properties of the nanoparticles are fully repro-
duced if only the electric dipole moment is kept in the cases
of both low and high asymmetry.
The DDA results reproduce the redshift of the resonance

as ζ increases, which is qualitatively similar to what

SERGEI V. ZHUKOVSKY et al. PHYS. REV. X 4, 031038 (2014)

031038-4



happens in a metal spheroid as it becomes more oblate [52].
Moreover, the results in Fig. 2(c) show the decrease of the
effective dipole moment of a nanocone compared to a
nanodisk. This decrease diminishes the coupling between
the individual particles in the lattice, weakening the
absorption peak broadening for larger ζ, which is thought
to be the primary mechanism of the resonance narrowing
for the nanocones.
From the distribution of the local field at the nanoparticle

surface, which is determined numerically at a set of
frequencies throughout the operating range, we then
calculate the photoemission current from each nanoparticle
using Eqs. (2) and (3). The results are shown in Figs. 3(a)
and 3(b), respectively. We see that the field enhancement
factor ξ has the maximum, which coincides in frequency
with the absorption resonance in Fig. 2(a), causing the
maximum in both the total and the directional photocurrent.
More importantly, we see that the cylindrical nanoparticles
have no preferred direction of the emitted photoelectrons.
However, the more the nanoparticle shape evolves towards

conical with z-axis symmetry, the greater directionality
along the z axis the photoelectrons acquire.
The sign of jz indicates that electrons tend to be emitted

in the direction of the base of the cone. This can be
explained by the field distributions in Fig. 2(b). In a
nanodisk, the two facets have equal field distribution
and therefore the photocurrent resulting from emission
from the two facets balances each other; the same happens
with the sidewalls, resulting in overall INP ¼ 0. In a cone,
the field distribution (and hence, photoemission) at its base
is similar to the facet of the nanodisk, but the field at the
remaining surface of the cone is significantly weaker
compared to the base because the center of mass of a
nanocone gets shifted towards its base as its asymmetry
increases, again qualitatively similar to an oblate metal
spheroid [52]. Therefore, as ζ increases, the smaller facet of
the cone has a gradually declining contribution to the total
photoemission process, thus increasing the photocurrent
directionality.
Since the operating frequency range contains only one

plasmonic resonance, the increase in ρ is almost uniform
across the spectrum. We can thus introduce an overall
spectrally averaged ρ̄ for the structure with a given ζ; the
resulting dependence ρ̄ðζÞ is shown in Fig. 4. We see
that highly asymmetric nanoparticles (ζ > 0.5) display
significant ρ that exceeds 0.5, while for fully conical
nanoparticles, ρ > 0.8.
Moreover, we see that the field enhancement ξ also

becomes greater when particles become more asymmetric,
with maximum ξ changing from about 40 for cylinders to
almost 100 for cones. Using Eq. (10) and the expression for
ηo for the Au=GaAs interface calculated in Ref. [35] at the
maximum of the dependence ξðℏωÞ [see Fig. 3(a)], we can
finally derive the effective tensor component ~βzxx, also
shown in Fig. 4. We see that the maximum value of around
0.07 is reached for conicity parameter values ζ ≃ 0.6–0.7
(Fig. 4). For more asymmetric shapes, the increase in ξ and
ρ is compensated by the shift of plasmonic resonance
towards ℏω ¼ Wb, where ηo rapidly approaches zero,

FIG. 3. (a) Total photocurrent INP and (b) z component of the
directional photocurrent INP for different values of the conicity
parameter ζ. The lines are offset by 25 for easier readability.

FIG. 2. (a) Absorption spectra for the nanoparticle lattice with
the conicity parameter ζ ranging from 0 (cylinders) to 1 (cones).
The light is normally incident onto the lattice plane and linearly
polarized along the x axis. For easier readability, each line is
offset by 0.1. (b) Images of the normal component of the electric
field at the plasmonic resonance (the frequency of the absorption
maximum) for ζ ¼ 0, 0.5, and 1, viewed from two different
angles.(c) Extinction cross section for a single nanoparticle with
near-cylindrical (ζ ¼ 0.02) and highly conical (ζ ¼ 0.87) shape,
calculated with the DDA method comparing the full cross section
(dots) with the electric dipole moment contribution (blue line);
the insets show the images of the discretized nanoparticles.
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leading to a slight decrease in ~βzxx to values around 0.05.
Changing the nanoparticle’s aspect ratio in such a way that
its plasmonic resonance gets shifted to higher frequencies
(exceeding 1 eV) is expected to counteract this effect and
further boost the directional photocurrent.
The resulting values of ~βzxx in Fig. 4 are seen to greatly

exceed the typical values for ferroelectric crystals, such as
the experimentally determined βxxx ¼ 3.1 × 10−12 V−1 in
La3Ga5SiO14∶Fe [40]. The obtained ~βzxx is also found to
exceed the anomalously high values for bismuth ferrite
known to outperform typical ferroelectric materials by
about 5 orders of magnitude in the thin-film configuration
[βijj around ð2–3Þ × 10−4 V−1 according to the recent
measurements [53] and first-principles theoretical calcu-
lations [39]]. Furthermore, it exceeds the values βijj ∼
10−4–10−3 V−1 calculated for the photogalvanic effect
based on ratchet photocurrent from interaction of free
electrons with asymmetric nanoscatterers without taking
any plasmonic effects into consideration [38].
Even though the calculations are made for a relatively

dense array of nanoparticles, Eq. (6) gives a rough estimate
of how ~βzxx would change with a: increasing it by 3 times
lowers ~βzxx by a factor of 9. A more precise analysis
involves actual calculation of the modified field distribution
at the plasmonic resonance in sparser arrays. In accordance
with earlier predictions for plasmonic nanodisks [15],
calculations show that the local field enhancement gets
stronger in sparser arrays, which additionally increases
~βzxx. As a result, the predicted plasmonic photogalvanic
effect persists for nanoparticle arrays with a up to 300 nm,
above which the array starts to resemble a diffraction
grating rather than a subwavelength metalayer. Likewise,
the effective values of ~βzxx are found to decrease by about 1
order of magnitude if the damping factor of the metal
increases by 3 times, which makes it likely for the predicted
effect to be still observable in lossier metals.

On the other hand, we stress that the structure example
used here is not subject to any optimization specifically
directed at maximizing ~βzxx. We expect that by optimizing
the nanocones’ shape in such a way that their plasmonic
resonance gets narrower (which increases ξ) and moves
towards higher frequencies (which increases ηo) the plas-
monic photogalvanic effect can be made even stronger.
These arguments, combined with the estimations made
above, permit us to conclude that the predicted photo-
galvanic tensor values do not hinge on a specific choice of
geometric or material parameters, and are indeed indicative
of the platform. Hence, the plasmonic photogalvanic effect
in oriented arrangements of asymmetrically shaped nano-
particles can be confirmed to constitute a “giant” version of
bulk photovoltaic effect present in noncentrosymmetric
crystals.

IV. PLASMONIC VERSUS CONVENTIONAL
PHOTOGALVANIC EFFECT

Having established formal equivalence between the
conventional bulk photovoltaic effect in noncentrosymmet-
ric crystalline materials [37] and the reported plasmonic
effect in nanoparticles through the parallels between
Eqs. (7) and (8), or similarly between Eqs. (9) and (10),
we now discuss the similarities in the underlying physics
behind these two effects in more detail.
Conventional photogalvanic effect [54] or bulk photo-

voltaic effect [37] (sometimes called high-voltage bulk
photovoltaic effect [55]) refers to the generation of intrinsic
photocurrents occurring in single-phase materials without
inversion symmetry [56]. Microscopically, it is associated
with violation of the principle of detailed balance for
photoexcited nonequilibrium carriers in noncentrosymmet-
ric crystals: the probability of the electron transition
between the states with momentum k and k0, Wðk; k0Þ,
does not, in general, equal the probability of the reverse
transition: Wðk; k0Þ ≠ Wðk;−k0Þ [57]. This gives rise to a
flux of photoexcited carriers, which manifests itself as
photocurrent with a certain direction even though the
medium is homogeneous and uniformly illuminated.
The principle of detailed balance may be violated due to

a variety of mechanisms, e.g., inelastic scattering of carriers
on noncentrosymmetric centers, excitation of impurity
centers with an asymmetric potential, or a hopping mecha-
nism that acts between asymmetrically distributed centers
[37]. Other effects that have been pointed out are excitation
of nonthermalized electrons having asymmetric momentum
distribution due to crystal asymmetry, delocalized optical
transitions in lattice excitation of pyroelectrics [55],
spin-orbital splitting of the valence band in gyrotropic
media [37], and second-order nonlinear optical interaction
known as “shift currents,” shown to be the dominating
photocurrent cause in ferroelectrics [39,56].
The latter effect is strikingly similar to the plasmonic

effect reported here because the expression for the shift

FIG. 4. Photocurrent directionality ratio ρ̄ averaged for the
photon energies between 1.0 and 1.1 eV (squares) and calculated
value of the effective ~βzxx (circles) for the value of ηo for the
photon energy of maximum photocurrent [the peak in Fig. 3(a)]
calculated according to Ref. [35] (also shown in the inset),
depending on the conicity parameter ζ.
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current, Jq ¼ σrsqErEs, is essentially coincident with
Eqs. (7) and (8); in both cases, the photocurrent is quadratic
with respect to the field strength of incident light [24].
Another striking similarity arises when one compares the

considered photoemission from nanoparticles with photo-
ionization from atoms. Indeed, one can regard nanopar-
ticles as atoms whose electrons are placed into a highly
asymmetric potential well, which is formed by the boun-
dary of metal with the surrounding medium. Then, it is
known from atomic physics that the pattern of photoeffect
from such atoms would depend on the shape of the atomic
potential well. From this point of view, it is clear that
changing the shape of the nanoparticles can efficiently
deform the pattern of electron photoemission from such
nanoparticles in much the same way as what happens in
noncentrosymmetric crystals where asymmetry is inherent
in the crystal lattice structure.
Hence, we have solid ground to regard the reported

plasmonic effect in nanoparticle arrangements as the
plasmonic analogy to the conventional photogalvanic or
bulk photovoltaic effect, if we think of nanoparticles as
meta-atoms and equate the absence of the center of
symmetry in them to a similar geometric feature of crystal
lattice in bulk media. In some ways, it resembles the
mesoscopic photovoltaic effect that was reported earlier to
occur in ensembles of semiconductor microjunctions of
larger dimensions (about 1 μm) in the microwave
range [58,59].
Choosing between the terms photogalvanic and bulk

photovoltaic to name the reported effect is worth another
discussion. In homogeneous media, these two terms
are essentially synonymous and have been used inter-
changeably. Indeed, historically the words “galvanic” and
“voltaic,” attributed to Galvani and Volta, respectively
(both of whom were behind the invention of a battery),
have the same meaning. In later use, though, the term
photovoltaic effect gained much wider recognition and at
the same time became much more generic; it came to mean
any effect of electric energy generation as a result of light
illumination (perhaps with the exception of photoelectron
emission into vacuum, for which the term photoelectric
effect remains more popular). Still, the predominant usage
realm of photovoltaic effects became that of the processes
in modern-day semiconductor solar cells, i.e., the effects
related to generation and subsequent separation of electrons
and holes in semiconductor structures. To distinguish these
heterostructure effects from photocurrent generation in the
bulk of a noncentrosymmetric homogeneous medium, the
latter adopted the name “bulk photovoltaic effect”; its much
less popular synonym “photogalvanic effect” has not
needed this addition.
For this reason, in our attempt to classify the predicted

plasmonic effect, adopting the name plasmonic bulk photo-
voltaic effect can be confusing because one is tempted to
forget that the plasmonic structure under study is only

“effectively bulk” in the sense that its characteristic
dimensions are much smaller than the wavelength of the
incident light. If this subwavelength condition is fulfilled
with respect to the size of the nanocones and the distance
between them, i.e., if λ=nm ≫ maxð2r; hÞ and λ=nm > a,
then light will interact with the nanocone array as if it
were a homogeneous slab of an effective metamaterial.
Microscopically, though, it is not homogeneous; the very
existence of localized surface plasmon excitations implies
that there are surfaces that give rise to them. The wording
“bulk plasmonic photovoltaic effect” would be even more
dangerous because it may mislead one into thinking that
bulk plasmons, rather than surface plasmons, are at work,
which is not the case.
Therefore, to avoid such confusions, we argue that

plasmonic photogalvanic effect is the proper name for
the reported phenomenon. In the broader picture, it has
attributes of both a bulk effect and a surface effect
depending on the length scale, and in this way, it bridges
the gap between the inner photoelectric effect (defined as
electric charge carrier generation due to photon absorption
in a bulk material) and the outer photoelectric effect
(defined as electric charge carrier emission from one
medium into another across an interface) [60]; this is not
to be confused with internal versus external photoelectric
effect, both of which are subclasses of the outer photo-
electric effect depending on whether the second medium is
solid or not [61].
One does need to reiterate, however, that even when the

above-mentioned subwavelength considerations are ful-
filled, the present numerical demonstration of plasmonic
photogalvanic effect, based on a 2D arrangement of nano-
particles, has only succeeded in demonstrating the equiv-
alence for a “thin slab” of metamaterial, analogous to a thin
film of a bulk noncentrosymmetric crystalline medium.
Further comparison of plasmonic and conventional photo-
galvanic effect involving a 3D arrangement of nanoparticles
should, therefore, be forthcoming. It is rather straightfor-
ward, with the two key challenges being (i) the means to
provide uniform illumination in a medium with sufficiently
many lossy metallic inclusions under the condition of
localized surface plasmon resonance (and hence, highly
inhomogeneous and strongly enhanced local fields) and
(ii) the possibility for photoelectrons emitted from one
nanoparticle to be reabsorbed by other nanoparticles if their
density is sufficiently high. Overcoming these challenges
may result in a cap on the maximum nanoparticle density
and, therefore, a limit on how strong the plasmonic photo-
galvanic effect can be in 3D arrangements.
That said, the results presented in the numerical

demonstration in Sec. III point out that, in terms of the
relevant tensor components, plasmonic photogalvanic
effect can be several orders of magnitude stronger than
the conventional one. Hence, calling the effect “giant
plasmonic photogalvanic effect” is warranted, on par with
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giant magnetooptical effects present in chiral metamaterials
and similarly surpassing the naturally occurring chirality in
bulk media by orders of magnitude [8].

V. CONCLUSIONS AND OUTLOOK

To summarize, we theoretically predict new functionality
in photoconductive metamaterials: the giant plasmonic
photogalvanic effect, analogous to the photogalvanic
(or bulk photovoltaic) effect in homogeneous noncentro-
symmetric media [30]. The reported effect is numerically
demonstrated in an array of similarly oriented noncentro-
symmetric metallic nanoparticles embedded in a homo-
geneous semiconductor matrix, when illuminated by a
wave with photon energies insufficient for the internal
photoelectric excitation in the semiconductor. Because of
the lower degree of symmetry in the nanoparticles (the
absence of mirror symmetry with respect to the x-y plane),
the flux of “hot” electrons emitted from the nanoparticles
with the assistance of a resonant plasmonic excitation
acquires directionality along the z axis. Averaged over
the volume of the metalayer, this directionality is manifest
as an electromotive force resulting from homogeneous
external light illumination (the photogalvanic effect).
We also find that the resulting current density generated

in a layer of nanoparticles grows as the particle shape
changes from cylindrical to conical. Furthermore, we
calculate the component ~βzxx of the effective third-rank
tensor that relates the induced current density to the
incident electric field intensity [see Eq. (10)]. We show
that the effective ~βzxx for the nanoparticle array exceeds the
components βijk for the naturally occurring ferroelectrics
with bulk photovoltaic effect [39,40,53] by orders of
magnitude. Hence, the reported plasmonic effect can be
regarded as a “giant” version of the photogalvanic effect
occurring in natural materials, adding to the assortment of
effects that are much stronger in artificial metamaterials
than in natural media.
On a fundamental level, the proposed effect is important

for our understanding of plasmon-assisted electron photo-
emission processes, and constitutes a new way of exploring
light-matter interaction at the mesoscopic scale. On a more
applied level, our results can be used in a variety of ways,
from a new way of characterizing plasmonic structures
(distinct from purely optical or electron-microscopy
approaches) to new designs of photodetectors able to
operate outside of the spectral range for band-to-band
transitions for semiconductors. It can also be used to
increase the performance of photovoltaic elements by
making use of longer-wavelength photons, which are
normally lost in traditional cells based on the inner photo-
electric effect [22,25]. The result that photoemission
predominantly occurs at the base of the nanocones makes
them particularly appealing for photovoltaic devices where
nanoparticles are deposited on a semiconductor substrate.

Moreover, we can regard photoemission in non-
centrosymmetric plasmonic nanoantennas as a “ratchet”
(Brownian-motor) mechanism [62,63] that works as an
optical rectifier or “rectenna” [64]. The fundamental con-
cept of optical ratchet devices and optical rectennas attracts
much attention in recent developments in nanotechnology
[65–68].
Finally, we note that we consider only the plasmonic

analog of the linear bulk photovoltaic effect, since the
nanoparticle shape is chosen to be achiral. It is expected
that chiral (or planar chiral) nanoparticles would provide
the plasmonic analog to the circular bulk photovoltaic
effect [30,40], described in analogy with Eq. (9) as

jCi ¼ iβCij½e × e��jS0: ð11Þ

Thus, designing plasmonic nanostructures with anoma-
lously high effective ~βCij is expected to result in new ways to
characterize both chiral plasmonic nanostructures and
chirality-related properties of light.
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