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Abstract 

Dielectric electroactive polymers (DEAPs) are a new and promising transducer technology and 

are often referred to as ‘artificial muscles’, due to their ability to undergo large deformations when 

stimulated by electric fields. DEAPs consist of a soft and thin elastomeric film (an elastomer) 

sandwiched between compliant electrodes and have many interesting properties such as a simple 

working principle, large achievable strains, high-energy densities and the fact that they are light 

weight and low in cost. Some issues, however, limit the current commercial viability of the tech-

nology, as high driving voltages (several kV’s), for instance, are necessary to activate the materi-

al. Driving voltage can be lowered by increasing the energy density of the DEAP elastomer film, 

achieved by creating elastomers with high dielectric constants, which is a material’s ability to store 

electrical energy.  

Two synthetic strategies were developed in this Ph.D. thesis, in order to create silicone elasto-

mers with high dielectric constants and thereby higher energy densities. The work focused on 

maintaining important properties such as dielectric loss, electrical breakdown strength and elastic 

modulus. The methodology therefore involved chemically grafting high dielectric constant chemi-

cal groups onto the elastomer network, as this would potentially provide a stable elastomer sys-

tem upon continued activation of the material.  

The first synthetic strategy involved the synthesis of a new type of cross-linker for silicone poly-

mer networks. The silicone compatible cross-linker allowed for copper-catalysed azide-alkyne cy-

cloadditions (CuAAC) and thereby the attachment of functional groups to the network cross-

linking point. The functional groups were very well-distributed in the silicone elastomer matrix, and 

various functional groups provided a number of elastomers with diverse properties. High dielectric 

constant molecules, such as the dipolar 4-nitrobenzene and nitroazobenzene, resulted in elasto-

mers with an approximately 20% increase in dielectric constant at low concentrations of dipolar 

species (~0.5 wt%). The second synthetic strategy was to create elastomers with high concentra-

tions of functional groups and thereby even higher dielectric constants through the synthesis of 

novel copolymers. Two different routes were followed to accomplish this aim. One route involved 

the synthesis of a so-called ‘chain extender’ that allowed for chemical modifications such as Cu-

AAC. This route was promising for one-pot elastomer preparation and as a high dielectric con-

stant additive to commercial silicone systems. The second approach used the borane-catalysed 

Piers-Rubinsztajn reaction to form spatially well-distributed copolymers where functional groups 

could be attached along the polymer backbone. The functional copolymers contained vinyl or allyl 

end groups that allowed for elastomer synthesis. The dielectric properties of the formed elasto-

mers were found to increase significantly and an optimum concentration of functional groups was 

identified. At a concentration of 5.6 wt% of a nitrobenzene functional group the dielectric permittiv-

ity increased 70% while at this loading important properties such as electrical breakdown 

strength, elastic modulus and dielectric loss were not significantly compromised. 

The developed synthetic strategies facilitate new ways of functionalising elastomers in general 

and dielectric elastomers in particular.   
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Resumé 

Dielektriske elektroaktive polymerer (DEAP) er en ny lovende transducerteknologi, der ofte bliver 

refereret til som ’kunstige muskler’ pga. deres evne til at udvise store deformationer, når en elek-

trisk spænding sættes til materialet. En DEAP består sædvanligvis af en tynd elastisk polymerfilm 

(en elastomer), der er anbragt mellem to ultratynde og fleksible elektroder. DEAP har mange inte-

ressante egenskaber såsom et simplet funktionsprincip, store opnåelige udvidelser, høj energi-

tæthed, lav vægt og lave fremstillingsomkostninger. Teknologien har dog enkelte nuværende pro-

blemer, der begrænser den kommercielle bæredygtighed, da f.eks. meget store spændinger (kilo-

volt) er nødvendige for at aktivere DEAP’en. Aktiveringsspændingen kan sænkes ved at fremstille 

elastomermaterialer med højere dielektriske konstanter, dvs. bedre evne til at lagre elektrisk 

energi.  

I denne ph.d.-afhandling blev to forskellige syntesestrategier til at lave silikoneelastomerer med 

høje dielektriske konstanter, og dermed højere energitæthed, udviklet. Udviklingsarbejdet fokuse-

rede samtidig på at bibeholde vigtige materialeegenskaber såsom det dielektriske tab, den elek-

triske sammenbrudstyrke og elasticitetsmodulet. Fremgangsmåden var derfor at koble molekyler 

med høje dielektriske konstanter kemisk på elastomernetværker, da dette potentielt vil give et 

stabilt elastomersystem ved langvarig brug af DEAP’en.  

Den første syntesestrategi var baseret på udviklingen af en ny type tværbinder til silikoneelasto-

merer. Denne tværbinder muliggjorde kobber-katalyseret azid-alkyn cycloaddition (CuAAC) og 

dermed fastgørelse af funktionelle grupper i elastomerens tværbindingspunkt. De påsatte funktio-

nelle grupper viste sig at være godt fordelt i elastomermatricen, og forskellige funktionelle grupper 

gav elastomerer med varierende egenskaber. Molekyler med høje dielektriske konstanter såsom 

4-nitrobenzen og nitroazobenzen gav elastomerer med 20% forhøjet dielektrisk konstant ved lave 

koncentrationer af de dipolære molekyler (~0,5 vægtpct).  

Den anden syntesestrategi blev udviklet for at lave elastomerer med endnu højere indhold af 

funktionelle grupper og dermed endnu højere dielektriske konstanter. Dette blev realiseret ved at 

syntetisere nye copolymerer via to forskellige synteseveje. Den første syntesevej var baseret på 

syntesen af en såkaldt kædeforlænger, der muliggjorde kemiske modifikationer såsom CuAAC. 

Denne syntesevej viste sig at være lovende til én-pot-syntese af elastomerer og som et additiv 

med højt dielektrisk konstant til kommercielle silikoneelastomersystemer. Den anden syntesevej 

brugte den bor-katalyserede Piers-Rubinsztajn reaktion til at danne copolymerer, hvor funktionelle 

grupper kunne påsættes på polymerkæden. De funktionelle copolymerer indeholdte vinyl eller al-

lyl endegrupper, der muliggjorde videre elastomersyntese. De dielektriske egenskaber af de dan-

nede elastomerer steg betydeligt og en optimal koncentration af funktionalitet blev identificeret. 

Ved en koncentration på 5,6 vægtpct. nitrobenzen steg den dielektriske konstant 70% mens vigti-

ge egenskaber såsom den elektriske sammenbrudstyrke, elasticitetsmodulet og det dielektriske 

tab bevaredes. 

De udviklede syntesestrategier muliggør nye måder at funktionalisere elastomerer generelt og 

dielektriske elastomerer i særdeleshed. 
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Abbreviations and symbols 

 
CuAAC   copper(I)-catalysed azide-alkyne cycloaddition 
d  thickness of elastomer 
DEAP  dielectric electroactive polymer 
DMF   N,N-dimethyl formamide 
DMSO  dimethyl sulfoxide 
DSC   differential scanning calorimetry 
ε’  dielectric permittivity 
ε’’  dielectric loss  
εr  relative dielectric permittivity 
ε0  vacuum permittivity 
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FEP  fluorinated ethylene propylene 
Fom  figure of merit 
FTIR  Fourier transform infrared 
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NMP  N-methyl-2-pyrrolidone 
NMR   nuclear magnetic resonance 
  Poisson’s ratio 

  number average molecular weight 
  weight average molecular weight 

μ  dipole moment 
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PDMS   polydimethylsiloxane 
PDVB  polydivinyl benzene 
Pel  electrostatic pressure 
r   stoichiometric imbalance/ratio 
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RI   refractive index 
RT   room temperature 
σ  conductivity 
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SEC   size exclusion chromatography 
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TEA   triethyl amine 
Tg   glass transition temperature 
TGA   thermogravimetric analysis 
THF   tetrahydrofuran 
Tm   melting temperature 
U  voltage 
wt%   weight percent 
Y  Young’s modulus 
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Introduction 

Objectives  
The aim of this Ph.D. thesis is to chemically modify silicone polymers and elastomers, in order to 

increase the dielectric permittivity, also called the dielectric constant, of dielectric electroactive 

polymers (DEAPs). DEAPs are a new and promising transducer technology with many interesting 

and favourable properties such as large, achievable strains and high-energy densities as well as 

being light-weight and low in cost. There are, however, several issues that currently limit the 

commercial potential of the technology, including high driving voltages and short lifetime. There is 

consequently a need to optimise DEAP materials, in order to overcome the current shortcomings 

of the technology. One of the most important components of a DEAP is the elastomer. This work 

focuses on creating new and improved silicone elastomer systems with high dielectric permittivity, 

as this can potentially decrease necessary driving voltages by increasing energy density. Fur-

thermore, the development of these new elastomers focuses on maintaining other important pa-

rameters that govern the lifetime of DEAPs, such as the elastic modulus, dielectric loss and elec-

trical breakdown strength. Overall, two synthetic strategies were followed, in order to create elas-

tomers with higher dielectric permittivity: 

 Development of a new type of silicone-compatible cross-linker that allows for con-

trolled and selective functionalisation of silicone elastomers at the cross-linking point. 

 Synthesis of copolymers suitable for both elastomer formation and functionalisation 

with, for example, high dielectric permittivity molecules. 

 

Outline  
The thesis is divided into two main parts. Part 1 presents the first synthetic strategy for increasing 

the dielectric permittivity of silicone elastomers. A new type of silicone-compatible cross-linker that 

allows for orthogonal reactions – and thus functionalisation at the polymer network cross-linking 

point – is developed. This means a molecule that allows for the incorporation of dipolar species in 

a way that does not interfere with the network-forming hydrosilylation reaction. This part of the 

thesis is divided into three chapters. Chapter 2 involves the synthesis, development and testing of 

such orthogonal cross-linkers, Chapter 3 deals with the use and obtained properties of dipolar 

cross-linkers used in dielectric elastomers and Chapter 4 illustrates the specific use of a fluores-

cent cross-linker utilised as a labeller in so-called heterogeneous bimodal networks. 

Part 2 comprises Chapters 5, 6 and 7 and relates to synthetic strategies for high dielectric permit-

tivity siloxane copolymers and elastomers. Based on the results from Part 1, where good results 

are obtained from the use of a novel dipolar cross-linker, this part aims at developing polymers 

and elastomers with even higher concentrations of dipolar species. Due to natural limitations in 

the amount of cross-linkers one can add to an elastomer system without deteriorating the network 

properties, it is only possible to create elastomers with higher concentrations of dipolar groups if 

the dipolar species are attached along the backbone of the polymers. Two different approaches 
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were developed, in order to create polymers with functionality distributed along the chain – silox-

ane chain extenders and siloxane copolymers. Chapter 5 involves the synthesis and characterisa-

tion of copolymers prepared by applying the two different synthetic approaches and Chapter 6 

and Chapter 7 examine the use and properties of functional copolymers as dielectric elastomers.  

A conclusion and outlook for future work can be found in Chapter 8.  

Unpublished experimental procedures can be found in Chapter 9, whereas the experimental pro-

cedures for the published work can be found in the respective appendices. 

The thesis is based on the manuscripts listed below, which can be found in the following appen-
dices: 
Appendix A: 
F. B. Madsen, I. Dimitrov, A. E. Daugaard, S. Hvilsted, A. L. Skov, 2013 Novel cross-linkers for 
PDMS networks for controlled and well distributed grafting of functionalities by click chemistry, 
Polymer Chemistry, 4, 1700-1707.  
Appendix B: 
F. B. Madsen, A. E. Daugaard, S. Hvilsted, M. Y. Benslimane, A.L. Skov, 2013 Dipolar cross-
linkers for PDMS networks with enhanced dielectric permittivity and low dielectric loss, Smart Ma-
terials and Structures, 22, 104002. 
Appendix C: 
F. B. Madsen, A. E. Daugaard, C. Fleury, S. Hvilsted, A. L. Skov, 2014 Visualisation and charac-
terisation of heterogeneous bimodal PDMS networks, RSC Advances, 4, 6939-6945. 
Appendix D: 
F. B. Madsen, I. Javakhishvili, R. E. Jensen, A. E. Daugaard, S. Hvilsted, A. L. Skov, 2014 Syn-
thesis of telechelic vinyl/allyl functional siloxane copolymers with structural control, Polymer 
Chemistry, 5, 7054-7061. 
Appendix E: 
F. B. Madsen, L. Yu, A. E. Daugaard, S. Hvilsted, A. L. Skov, 2014 Silicone elastomers with high 
dielectric permittivity and high dielectric breakdown strength based on dipolar copolymers, Poly-
mer, 55, 6212-6219. 
 
Other publications (not included in the thesis): 
F. B. Madsen, A. E. Daugaard, S. Hvilsted, A. L. Skov, 2012 Udvikling af materialer til kunstige 
muskler, Dansk Kemi, 93 (9), 48-51. 
F. B. Madsen, A. E. Daugaard, S. Hvilsted, A. L. Skov, 2013 Novel silicone compatible cross-
linkers for controlled functionalization of PDMS networks, Proceedings of SPIE, 8687, 86871H-1-
86871H-13. 
K. Goswami, F. B. Madsen, A. E. Daugaard, A. L. Skov, 2013 Silicone resembling poly(propylene 
glycol) interpenetrating networks based on no pre-stretch as basis for electrical actuators, Pro-
ceedings of SPIE, 8687, 86871H-1-86871H-13. 

F. B. Madsen, A. E. Daugaard, S. Hvilsted, A. L. Skov, 2013 Intelligente materialer som kunstige 
muskler og energi-høstere, Aktuel Naturvidenskab, 3, 26-29.  
 
Patents: 
F. B. Madsen, A. E. Daugaard, S. Hvilsted, A. L. Skov, filed September 30 2013, “Silicone Chain 
Extender”, European patent application No. 13186588.3 
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1  Background 
1.1 Dielectric electroactive polymers (DEAPs) 
The search for materials that exhibit properties similar to the human muscle has been the focus of 

engineers and researchers for several decades. The challenge lies in the many excellent proper-

ties of human muscles, such as high energy densities and large, obtainable strains. Furthermore, 

human muscles generate linear motion, whereas the currently used electrical motors generate ro-

tational motion[1–3]. Different “smart materials” have been suggested as materials for artificial 

muscles, such as piezoelectrics and shape memory alloys. These materials, however, have sev-

eral limitations; piezoelectrics, for example, can only handle very small strains and suffer from 

high stiffness, while shape memory alloys show high instances of displacement when using resis-

tive heating, but they must be actively cooled to obtain good operating frequencies. These issues 

increase the complexity and cost of the system[4,5].  

Polymers offer an interesting alternative to the above mentioned materials, as they are lightweight 

and low in cost. Electroactive polymers (EAPs) consist of soft polymeric materials with large en-

ergy densities, relatively fast response times and the ability to undergo large deformations when 

stimulated by electric fields[5]. Although the concept of electroactive polymers dates back to an 

article from 1880 by Wilhelm Röntgen[6], who observed how a natural rubber film showed dis-

placement upon sprayed-on electrical charges, the potential of EAPs as artificial muscles has only 

attracted extensive attention in the last two decades.  

EAPs can be divided into two main groups: ionic and electronic. Ionic EAPs respond to an electric 

field through the diffusion of ions in a material. In addition, they generally require low driving volt-

ages (as low as 1-2 V) but require an electrolyte, which means that encapsulating the aqueous 

environment is necessary. Furthermore, there is a need to maintain wetness, and it is difficult to 

maintain DC-induced displacements. The advantages of electronic EAPs over their ionic counter-

parts include higher energy density, they can be operated in air without major constraints, large 

actuation forces, rapid response times and long lifetimes. The major disadvantage of electronic 

EAPs is that they require high driving voltages to actuate (typically 500 V to 10 kV)[5,7], and so a 

great deal of research is therefore focused on reducing the driving voltage of electronic EAPs. 

Electronic EAPs can be divided further into subclasses, such as polymer electrets[8–10], electro-

strictive graft elastomers[11] and dielectric electroactive polymers (DEAPs). In the field of elec-

tronic EAPs the dielectric electroactive polymers are a very interesting class of materials, due to 

high obtainable actuation speeds, strains and high work densities, a high degree of electrome-

chanical coupling and good overall performance[12,13]. The work in this thesis therefore con-

cerns the optimisation of dielectric EAPs.  

DEAPs are promising materials for advanced electromechanical applications such as actuators, 

generators and sensors, due to their simple and flexible working principles. Furthermore, they 

consist of an elastomer film sandwiched between two thin and compliant electrodes, thereby 

forming a capacitor. The electrodes can be made from a variety of conducting materials such as 

gold[14], silver and carbon grease[13]. When an external voltage is applied to the electrodes, 
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electrostatic forces, which are negative on one electrode and positive on the other, are created. 

The electrostatic pressure acting on the film will squeeze the elastomer in thickness and as the 

elastomer is incompressible it is consequently expanded in planar directions. Electrical energy, in 

this case, is thus converted into mechanical energy. The driving force for the actuation process is 

the resulting reduction in charge density when the electrode area is enlarged[15]. When the ex-

ternal voltage is switched off, the elastomer film returns to its original shape. The actuation work-

ing principle can be seen in Figure 1. 

 

 
 

Figure 1 Schematic illustration of the actuation working principle of DEAPs. 

 
DEAPs can also be used as generators to create electrical energy if the DEAP is stretched by an 

external force and electrical charges are placed on the film. When the DEAP is allowed to relax, 

elastic stresses work against the electric field pressure, thereby increasing the electrical energy. 

In this process opposite charges on the two electrodes are pushed further apart as the film con-

tracts and increases in thickness, while similar charges are brought closer together with the de-

creasing area of the elastomer thus increasing energy density. These changes increase the volt-

age of the charge and the created energy can be extracted[16]. 

DEAPs have the potential to be used in novel applications which have not been possible previ-

ously or feasible through the use of other technologies. Especially within the actuator application 

area, DEAPs could provide novel solutions such as flat screen loud speakers[17], light-weight 

morphing structures and prosthetic-like actuation, especially due to the flexibility of the material, 

which offers the ability to be formed into complex shapes and still provide actuation[18]. Other 

DEAP applications range from valves and pumps[19] to robotics[20], Braille displays[21], wave 

energy harvesting[22] and active vibration control[23].  

 

1.2 Materials and parameters for DEAPs 
One of the most important components of a DEAP is the elastomer, as it governs dielectric per-

mittivity and the breakdown strength. 

Polydimethylsiloxane (PDMS) elastomers are one of the most used materials for DEAPs due to 

their high efficiency and fast response times[5,24]. Other materials commonly used for DEAPs in-

clude acrylics and polyurethanes. One advantage of silicone elastomers over other materials is 
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lower viscous loss, which means that it can be operated at higher frequencies with lower losses. 

Furthermore, silicones can be operated at a broader temperature range[5]. The disadvantage of 

silicone elastomers is that they possess a relatively low dielectric constant, which means that a 

higher electrical field is necessary to actuate the DEAP. 

1.2.1 Dielectric permittivity 

A very important property of dielectric elastomers is dielectric permittivity also called the dielectric 

constant, which is a material’s ability to store electrical energy. When an electric field is induced, 

all materials become polarised. If the material is conducting, the electric field will induce charge 

transport. In an insulating material, such as a silicone elastomer, the material can be considered 

as consisting of small dipoles with separate internal charges but which are overall electrically neu-

tral. The dipolar species consists of molecules that carry dipole moments or negatively charged 

species, such as electrons, anions and other chemical groups with negative partial charges, and 

positive species such as atomic nuclei, cations and groups with positive partial charges. When 

subjected to an electrical field, the dipoles will align with the field so that the negative part of the 

dipole will orient towards the higher potential and the positive part of the dipole will orient towards 

the lower potential. The principle behind such dielectric materials can be seen in Figure 2. Elec-

trostatic energy created in the material is then converted to mechanical energy through different 

mechanisms, the simplest of which is Maxwell stress, whereby stress is proportional to the dielec-

tric constant[15]. Dielectric constants of dielectric elastomers range from 2 to 8, and pristine sili-

cone elastomers typically have dielectric constants at around 2-3.  

 

 

Figure 2 Schematic illustration of the alignment of dipoles in a dielectric material when not sub-
jected (left) and subjected to an electrical field (right). 

 

1.2.2 Other material parameters 

The driving voltage that can be applied to a dielectric elastomer is limited upwards by the dielec-

tric breakdown strength, EB, which ideally is a material-specific constant. Breakdown strength is 

usually measured in units of V/μm and depends on the material’s structure, its temperature and 

the presence of impurities[25]. High dielectric breakdown strength is desired so that the DEAP 

does not experience premature failure. This means that it is important for the elastomer to be free 
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from impurities or voids that cause locally reduced dielectric strength. Furthermore, it is important 

that the material exhibits low dielectric losses which continuously contribute to the generation of 

heat in the material. If heat generated by the dielectric losses exceeds heat lost to the surround-

ings, the temperature in the elastomer will rise, which in turn can lead to thermal breakdown.  

Dielectric loss is usually given as the loss tangent, tan δ as tan δ = ε'’/ε', where ε'’ is the imagi-

nary part of the dielectric permittivity attributed to, among other things, dipole relaxation phenom-

ena, which gives rise to energy loss. ε' is the real part of the dielectric permittivity of the material, 

defined as ε' = ε0εr, where ε0 is vacuum permittivity and εr is relative permittivity. Relative permittiv-

ity is often called the dielectric constant; however, in this thesis, the frequency-dependent real 

part of relative permittivity, ε', will be referred to as the dielectric constant, as this is the current 

standard in the DEAP field[26–28].  

Another important property is the conductivity of the elastomer. Silicone elastomers are in general 

electrically insulating materials, though no material can be considered as ideally insulating. Upon 

changing of the molecular structure of the elastomer or adding high dielectric constant fillers, un-

wanted conductive paths – and thereby charge transport – can occur in the elastomer. Increased 

conductivity, which can lead to large dielectric losses, is referred to as where conductivity for 

insulating dielectric materials is dependent on dielectric loss and frequency (F) as: Fε’’ε0. 

When conducting paths are created, becomes independent of frequency below a critical fre-

quency Fc[29]. 

Other important material parameters include the Young’s modulus, Y, which, together with the 

electrodes, governs the obtainable strain of the DEAP. In the linear regime, which for silicone 

elastomers is up to approximately 15% strain[30], elastic and viscous properties are well de-

scribed by the shear storage modulus, G’, and the shear loss modulus, G’’. Both are defined from 

the complex shear modulus G* = G’(ω) + iG’’(ω). Due to the incompressibility of silicones (Pois-

son’s ratio ( ) close to 0.5), the Young’s modulus can be determined as Y = 2(1 + )G, where G = 

G’(ω → 0). When there is an insignificant dependence of G’ on the applied frequency, the 

Young’s modulus can be obtained as Y = 3G’, which describes frequency-independent elastic 

moduli up to a strain of approximately 15%. Furthermore, highly frequency-dependent viscous 

loss, which governs the viscous part of a viscoelastic material, i.e. the energy lost as heat to the 

surroundings, can be determined from G’’. Viscous loss is usually referred to via the loss tangent, 

tan δ = G’’/G’. 

Sommer-Larsen and Larsen[31] defined a universal expression which, through a single parame-

ter, the figure of merit, Fom, can be used to evaluate the performance of a DEAP at a constant po-

tential. The figure of merit depends on the dielectric constant, the dielectric breakdown strength 

and the elastic modulus (Young’s modulus) of the elastomer material, and it is defined as: 

. The figure of merit can be used, for example, as a guide when optimising the proper-

ties of elastomers for DEAPs.  
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1.3 Optimisation of DEAP materials 
The silicone materials currently used for DEAP elastomers are off-the-shelf materials and as such 

have not been developed for use in this specific application and are not the result of targeted de-

velopment. Therefore, recent years have seen a large increase in research on and the develop-

ment of silicone materials for DEAPs. The development and optimisation of elastomers for DEAPs 

can be done on the basis of the equation for the actuation strain developed by Pelrine et al.[32], 

which correlates electrostatic pressure, Pel, to the strain, s, and the elastic modulus, Y, according 

to: 

 

      (1) 

where ε0 = 8.854x10−12 F/m is vacuum permittivity, d is the thickness of the material, U is the volt-

age and εr is the relative dielectric permittivity of the elastomer film. Material optimisation is often 

done with the purpose of reducing the operating voltage of the DEAP, in order to remove the risks 

associated with high voltage and to increase commercial viability[5]. Equation 1 states that the 

voltage, U, can be lowered by reducing the thickness of the elastomer film, decreasing the elastic 

modulus of the elastomer and/or increasing the dielectric constant of the elastomer material. A 

reduction in elastomer film thickness will have the greatest impact on reducing the operating volt-

age and has the advantage of upholding dielectric loss and breakdown strength. A threshold val-

ue of 30-40 μm has been identified in current large-scale processing[33], and any further reduc-

tion will cause an increased importance of inhomogeneities, which will result in localised areas of 

high electrical fields and stresses and ultimately result in premature electrical breakdown[5]. The 

reduction in thickness also causes a reduction in output force, which can be increased by the use 

of elastomer film layers[34]. This, however, increases fabrication complexity significantly.  

The elastic modulus and overall mechanical properties of silicone elastomers are generally fa-

vourable for DEAP purposes. Tear strength, however, is low and needs to be improved when the 

handling of thin films (such as DEAP elastomer films) is required. Nevertheless, tear strength is 

acceptable for micro-applications where the elastomer films are spin-coated in layers[35]. The 

tear strength of silicone elastomers is commonly improved by the addition of reinforcing silica par-

ticles in high concentrations (10-60 wt%). Reinforcing particles, on the other hand, do increase 

the elastic modulus of the elastomer and thereby decrease obtainable strain. A number of tech-

niques have been employed to decrease the elastic modulus, such as solvent techniques[36] and 

bimodal networks[37], but silica particles are still the most used method to reinforce silicone elas-

tomers. In doing so, elastic moduli around 0.1-1 MPa are commonly obtained. Decreasing operat-

ing voltage by altering the Young’s modulus will introduce significant changes in several important 

properties, such as viscous dissipation, hysteresis, long-term stability and tear strength[26,38]. 

The large-scale processing of DEAPs is also heavily affected by both the Young’s modulus and 

tear strength[33], so it is therefore most practical and feasible to optimise elastomers for DEAPs 

and lower the operating voltage by developing elastomers with higher dielectric permittivity.  

2
0el rp Us
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1.3.1 Increasing dielectric permittivity 

1.3.1.1 Fillers and blends 

Dielectric permittivity has been improved by various techniques, most commonly through the use 

of filler materials with high dielectric constants. Examples include metal oxide fillers, such as 

TiO2[28,39–49], BaTiO3[28,48–52], Al2O3[48], and various other fillers, such as expanded graph-

ite[53], carbon nanotubes[54–57], organically modified montmorillonite[58–60], lead magnesium 

niobate-lead titanate[28,49], lead-zirconate titanate[61], a copper-phthalocyanine oligomer[49,62], 

calcium copper titanate (CaCuTi4O12)[63], polydivinylbenzene (PDVB) particles[64] and poly(3,4-

ethylenedioxythiophene)/polystyrene sulfonate/ethylene glycol particles[65]. These composite-

type systems, however, do have certain drawbacks, such as large dielectric losses and reduced 

breakdown strengths as increases in dielectric permittivity are achieved at loadings near the per-

colation threshold, which means that the systems are prone to filler agglomeration and conse-

quent significant changes in mechanical properties. Furthermore, the Young’s modulus usually al-

so rises significantly. 

Various techniques have been developed, in order to avoid agglomeration and increasing stiff-

ness when raising dielectric permittivity. These include the preparation of encapsulated polyani-

line (PANI) particles with insulating PDVB shells that prevent agglomeration of the PANI 

particles[26,66]. Furthermore, blends of PDMS/poly(hexylthiophene)[67], 

PDMS/polythiophene[68] and PDMS/polyethylene glycol[69] have been developed to increase 

homogeneity between the matrix (PDMS) and filler (high dielectric permittivity polymer) and to 

maintain suitable elastic moduli. 

1.3.1.2 Covalent grafting of organic dipoles to the silicone network 

Another approach is to chemically graft organic dipoles to the PDMS elastomer network. This ap-

proach potentially leads to a more controlled network structure, as it does not rely on the efficient 

and perfect mixing of particles or blends. Furthermore, such covalently grafted systems should 

provide a more stable elastomer system upon continued activation of the material[47]. Several in-

teresting systems have been developed in this respect.  

Kussmaul et al.[70,71] and Risse et al.[72] added the synthesised dipolar molecule N-allyl-N-

methyl-p-nitroaniline, together with compensating amounts of a hydride-functional cross-linker, to 

a PDMS matrix and a commercial silicone elastomer system, respectively, in one-step processes. 

Two-fold increases in dielectric permittivity were obtained. Dipolar molecules, however, were 

added in a competitive reaction with the network formation reaction, so there is a high risk of net-

work imperfections such as dangling substructures and large sol-fractions, which can be washed 

out of the network[73]. Therefore, at high dipole concentrations, significantly softer networks were 

obtained and the electrical breakdown strengths were reduced. 

Risse et al.[74] prepared a blend of a ~2300 g mol−1 cyanopropyl-functional PDMS and a PDMS 

matrix, where the cyano-functional PDMS acted both as a filler and as a plasticiser. Dielectric 

permittivity increased significantly (~two-fold), but the increase was accompanied by a 75% de-

crease in electrical breakdown strength (from 80 V/μm to 20 V/μm).  
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Racles et al.[75] developed another approach, where cyanopropyl-groups were distributed along 

the back-bone of PDMS chains. The cyanopropyl-functional hydroxyl-terminated PDMS was pre-

pared by ring-opening polymerisation of different cyclotetrasiloxanes. Silicone elastomers were 

then prepared by cross-linking reactions with ethyltriacetoxysilane and a titanium tetra(2-

ethylhexoxide) catalyst. Dielectric permittivity was found to increase two-fold, but the increase in 

permittivity was followed by an increase in conductivity and poorer mechanical properties. Good 

results were obtained when blends of the cyanopropyl-functional PDMS and a PDMS matrix were 

made. 

1.4 Silicones 
Polysiloxanes are an interesting and important class of polymers in which PDMS is the most 

widely used[76]. Polysiloxanes are based on the repeating unit RR’SiO, where R groups can be 

different organic groups such as vinyl, phenyl, hydride and alkanes, with the most common group 

being the methyl groups, such as those found in PDMS[77].  

Polysiloxanes have many interesting properties, such as high thermal stability, chemical and bio-

logical stability and inertness, ozone and UV resistance, hydrophobicity, transparency, high gas 

permeability, low glass transition temperature, and low surface tension[78]. Polysiloxanes do not, 

however, possess good mechanical properties, and they are therefore often used as components 

in other systems or cross-linked and solidified into three-dimensional polymer networks, namely 

elastomers, which are usually formed by end-linking telechelic polymer chains in cross-linking re-

actions. When the siloxane polymer chains are linked together in networks, they cannot flow past 

each other and the network has the ability to return to its original shape after stress is applied. Sil-

icone elastomers are viscoelastic materials and therefore exhibit properties as both elastic solids 

and viscous fluids. They furthermore have low mechanical losses and the ability to sustain high 

stresses. 

Polysiloxanes, and in particular PDMS elastomers, have found widespread use as, for example, 

adhesives[79], membranes[80], sealants[81] and surface treatments[82,83] for soft 

lithography[84] and as dielectric elastomers. The PDMS elastomers utilised in these diverse ap-

plications are usually prepared by hydrosilylation, radical or condensation reactions forming a 

PDMS network. The most commonly applied preparation technique is the hydrosilylation reaction, 

where –Si-H groups react with −CH=CH2 groups, as seen in Scheme 1. Hydrosilylation reactions 

are usually catalysed by a platinum catalyst, but they can also be catalysed by, for example, rho-

dium, ruthenium, palladium[85] and tris(pentafluorophenyl)borane[86,87]. The hydrosilylation re-

action has the advantage over, say, a condensation reaction, in that it is very efficient and does 

not form by-products, which means that voids – in principle at least – can be avoided during elas-

tomer synthesis.  
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Scheme 1 Hydrosilylation reaction. 

 
The most commonly employed cross-linking system uses f-functional hydride-functional cross-

linker molecules and vinyl-terminated PDMS, as seen in Scheme 2. The functionality, f, of the 

cross-linker should be ≥3, in order to form a polymer network. The mechanical properties of a sili-

cone network are governed primarily by the molecular weight of the PDMS chains, whereas the 

functionality of the cross-linker is less significant for cross-linkers with f>4 and no steric 

hindrance[88].  

 

 

Scheme 2 PDMS hydrosilylation addition reaction with a tetra-functional hydride cross-linker and 
vinyl-terminated PDMS to form a PDMS network. 

 
Despite many other excellent properties, PDMS elastomers suffer from low tear and tensile 

strength and are therefore considered as intrinsically weak. This is due to the low melting point of 

PDMS (−40°C) which means that above approximately −30°C the elastomer cannot reinforce it-

self through strain-induced crystallisation[89,90]. As a result, almost all applications require rein-

forced PDMS elastomers. The most common and efficient reinforcing filler for silicone elastomers 

is silica (SiO2), which is added to elastomer systems in concentrations of 10-60 wt%. Other com-

monly used fillers for silicone elastomers include titania (TiO2), zirconia (ZrO2) and calcium car-

bonate (CaCO3). The effectiveness of the reinforcement depends on the available surface area 

and the interaction between the filler and the base polymer such as van der Waals forces and hy-

drogen bonding. The fillers furthermore lead to a higher degree of orientation and immobilisation 

of the polymer chains in the strained elastomer. 

1.5 Functional silicones 
Functional silicones, i.e. silicones with chemical groups that alter the properties of the base poly-

mer/elastomer, are in high demand for many advanced applications such as coatings[91], adhe-

sives[92] and contact lenses[93]. Functionalisation reactions are very important in expanding the 
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application area of siloxanes. Although most commonly used to form silicone elastomers, the hy-

drosilylation reaction is also widely used to functionalise siloxane polymers[94,95] and elasto-

mers[96] or smaller silanes/siloxanes[97–99]. This reaction is very efficient and robust, but it does 

use the expensive platinum catalyst.  

1.5.1 Click chemistry 

“Click reactions” are efficient and well-established reactions in the functionalisation of polymers 

and coupling of molecules, and they are known for being mild, selective and high-yielding reac-

tions that bind two molecules together without the formation of by-products[100]. The most well-

known is the 1,3-dipolar cycloaddition between an azide and an alkyne, first described by Huis-

gen[101]. The selective copper-catalysed variant known as the copper(I)-catalysed azide-alkyne 

cycloaddition (CuAAC), which yields 1,4-regioisomers of 1,2,3-triazoles, as seen in Scheme 3, 

was developed concomitantly by Meldal[102] and Sharpless[103]. 

 

Scheme 3 Copper(I)-catalysed azide-alkyne cycloaddtion (CuAAC) reaction. 

 
CuAAC reactions have been used widely to create functional polymers[104,105] in, for example, 

end-group functionalisations and block copolymer formations[106], surface functionalisa-

tions[107], dendrimer synthesis[108,109] and graft copolymers[110,111], thereby making it a high-

ly versatile and robust reaction. CuAAC reactions have also been employed previously in the 

functionalisation of polysiloxanes[112–114] and in the formation of thermoplastic silicone elasto-

mers[115]. Functional silicones that have been prepared through a copper-free variant of the click 

reaction between azides and alkynes should also be mentioned in this respect, including peptide- 

and carbohydrate-based silicone polymers[116], silicone surfactants[117], amphiphilic siloxane 

graft copolymers[118] and functionalised silicone elastomers[98]. 

1.5.2 Piers-Rubinsztajn reaction 

Another approach for structured siloxanes and the controlled functionalisation of silicones is the 

dehydrocarbonative condensation of hydrosilanes and alkoxysilanes catalysed by 

tris(pentafluorophenyl)borane, as seen in Scheme 4. Piers reported its use as a catalyst for reac-

tions involving organohydrosilanes[119–121], while Rubinsztajn and Cella used it thereafter as a 

catalyst for siloxane homo- and copolymers[122–124]. The Piers-Rubinsztajn reaction therefore 

refers to a tris(pentafluorophenyl)borane-catalysed reaction between a hydrosilane and an 

alkoxysilane forming siloxanes with the concomitant loss of an alkane[125]. The reaction is char-

acterised by being mild and efficient since the reaction can be carried out rapidly at ambient tem-

peratures and uses low amounts of borane catalyst. 
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Scheme 4 Condensation reaction between hydrosilanes and alkoxysilanes forming an inert 
alkane by-product. 

 
The Piers-Rubinsztajn reaction has been used to create alternating 

copolymers[87,122,123,126,127], small and functional siloxane molecules[117] and functional sil-

icone polymers[128]. The reaction is tolerant towards many chemical groups such as the halides, 

phenyl and allyl groups[129].  

A disadvantage of the Piers-Rubinsztajn reaction is that metathesis can occur. During metathesis 

the hydride and alkoxy groups switch places and the hydrosilane is consequently converted to 

alkoxysilane and vice versa. This can lead to less synthetic control and more disordered struc-

tures, especially when dealing with polycondensation reactions. Metathesis, however, is not al-

ways observed, a phenomenon which Brook et al.[125] suggest could be due to the sequence in 

which reagents are added to the reaction mixture. When the tris(pentafluorophenyl)borane is 

added to a mixture of the hydrosilane and alkoxysilane, metathesis is typically not observed. This 

is an important point to keep in mind when using the Piers-Rubinsztajn reaction. 

Furthermore, flammable gas develops rapidly during the reaction and precautions, such as large 

reaction vessels, must be taken. 
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2 Synthesis of a novel cross-linker 

The work in this chapter is based on the publication Novel cross-linkers for PDMS networks for 

controlled and well distributed grafting of functionalities by click chemistry, published in Polymer 

Chemistry, 2013, 4, 1700-1707 and reprinted with the kind permission of RSC publications. The 

manuscript can be found in Appendix A along with all experimental procedures and associated 

supporting information. Experimental procedures for unpublished reactions can be found in Chap-

ter 9. 

 

2.1 Introduction 
The aim of the work in this chapter is to develop a method for incorporating evenly distributed 

functionality into silicone networks. This incorporation is envisioned to be performed through the 

covalent attachment of functional molecules with, for example, high dielectric constants to the 

network. Covalent attachment will provide a matrix with well-distributed modifications that prevent 

leakage of the functional moieties during use. A novel silicone-compatible cross-linker, containing 

an azido-group that opens up for CuAAC reactions, will provide networks with controlled and se-

lective functionalisation, without compromising network formation and properties, as shown in 

Figure 3. 

 

Figure 3 Schematic illustration of new functional cross-linkers used in a PDMS network forming 
reaction. 

 

2.2 Results and discussion 

2.2.1 Hydride-functional cross-linker 

A hydride-functional cross-linker was first targeted, in order to create a system corresponding to 

the most commonly applied cross-linking systems, where hydride-functional cross-linkers react 
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with vinyl-terminated PDMS. In order to test the synthesis procedures and reaction conditions, a 

di-functional model compound was synthesised.  

The hydride-functional model compound was prepared from 3-bromo-1,2-propanediol by first 

converting the hydroxyl groups into dimethylsilane groups using 1,1,3,3-tetramethyldisilazane and 

chlorodimethylsilane as a catalyst through a procedure adapted from Amela-Cortés et al.[130] 

and according to Scheme 5. It was not considered safe to first convert the bromine into an azido 

group, as small azido compounds are not chemically stable.  

 

Scheme 5 Reaction procedures used to form the hydride-functional model compounds 0a and 
0b. 

 
Compound 0a was characterised by FTIR, 1H- and 13C-NMR. FTIR confirmed the disappearance 

of the broad -OH band at approximately 3325 cm−1 and the presence of Si-H and Si-CH3 groups 

as bands at approximately 2120 cm−1 and 1255 cm−1, respectively. Through 1H-NMR the Si-H 

groups (e) were detected as resonances at H = 4.63 to 4.70 ppm (Figure 4). Compound 0a was 

now reacted with sodium azide in a substitution reaction in N,N-dimethyl formamide (DMF) to 

form 0b. FTIR confirmed the presence of the distinct azido band at approximately 2100 cm−1. The 

Si-H band was not present from FTIR; however, a broad band at 3330 cm−1 was noticed. Upon 

examination of the 1H-NMR spectrum it is clear that the Si-H protons have vanished, as seen in 

Figure 4.  

 

Figure 4 1H-NMR spectra of 0a (top) and 0b (bottom) showing the disappearance of the Si-H pro-
tons. 
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While it was possible to create a hydride-functional molecule (0a), it was not possible to create an 

azido-functional hydride molecule. The FTIR spectrum of 0b might provide the answer to what 

made the Si-H groups disappear, as the broad band at 3330 cm−1 could be due to the presence of 

-OH groups. During the work-up and purification of 0b, excess sodium azide and other salts were 

removed through extraction and washing with water. In the presence of water and an acidic or 

basic environment, Si-H groups can be converted into silanol groups[131], and it is therefore likely 

that a hydrolysation reaction took place. From these experiments it can be concluded that Si-H 

groups are too labile and unstable to be utilised for further functionalisation reactions, as CuAAC 

reactions also require basic reaction conditions and aqueous work-up. There is also the possibil-

ity, even upon successful synthesis, that the prepared molecules could have too poor a shelf-life. 

2.2.2 Allyl-functional cross-linker 

The development of a novel silicone-compatible cross-linker shifted toward the synthesis of an al-

lyl-functional cross-linker molecule. This means that the hydrosilylation reaction seen in Scheme 2 

is reversed, to -CH2=CH2 groups on the cross-linker and hydride groups on the PDMS polymer. 

Such hydride-terminated PDMS polymers are readily commercially available, and the polymer 

networks prepared from the reversed reaction should have identical final properties independent 

of the chemical groups of the starting materials. 

The requirements for a new cross-linker with -CH=CH2 groups are that it should be an easy to 

synthesise molecule that is silicone-compatible and bears ≥3 -CH=CH2 groups. Thus, an azido-

functional, silicone-compatible tri-functional cross-linker (2) was synthesised in two steps via the 

silyl ether reaction between (3-bromopropyl)trichlorosilane and allyl alcohol and the subsequent 

substitution of bromine with the azide anion, as illustrated in Scheme 6. The reaction to form 1 

was selected, as it is a simple procedure with readily available starting materials. The reaction 

can furthermore be carried out at ambient temperatures and does not require extensive purifica-

tion procedures other than filtration and the evaporation of by-products and excess reagents.  
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Scheme 6 Preparation of the azido-functional cross-linker 2 and functional cross-linkers via Cu-
AAC reactions. 

 
The azido cross-linker was isolated as an orange-yellowish oil in a high yield and high in purity. 

The cross-linker (2) proved to be hydrolytically stable under the utilised synthesis conditions, 

which included several extraction procedures with water. The stability of the formed silyl ether 

bond was evaluated using 1H-NMR in D2O. Spectra were recorded over time, and integration of 

the O-CH2 resonances at H = 4.30 ppm compared to the integration of other peaks indicated that 

no detectable cleavage of the Si-O-C bond had taken place in the stability test over the 72 hours. 
A general reaction scheme, along with a variety of alkyne-functional molecules used in the Cu-

AAC reactions with 2, are shown in Scheme 6. Several types of alkyne-functional molecules were 

chosen, in order to illustrate the versatility of the novel cross-linker and the CuAAC reaction and 

also to detect any possible limitations in which groups that could be attached to the cross-linker. 

Furthermore, the different functional groups could provide PDMS elastomers with different final 

properties, which could consequently extend the application area of PDMS networks greatly, not 

only in the area of dielectric elastomers. Therefore, the properties of elastomers with different 

types of functional groups were investigated. Introducing 4-methylumbelliferone (3 and 4) will cre-

ate a PDMS network with a fluorescent tag at the cross-linking site that can be used not only to 

visualise the distribution of incorporated functionality and networks densities (see Chapter 4) but 
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also create luminescent PDMS films. The incorporation of ferrocene (5) will provide PDMS films 

with potential applications within the optical, magnetic or electronic fields[132] and within cancer 

research, as certain ferricenium complexes are known to show anti-tumour activity[133]. Ferro-

cene has also been positioned recently on the surfaces of nanoparticles[134] or single-walled 

carbon nanotubes[135] through the application of click chemistry and ethynylferrocene. Different 

kinds of drugs or therapeutics for biomedical applications will also be possible through the intro-

duction of an estradiol functionality (7)[136]. Recently, it has been shown that the introduction of 

trifluoromethyl groups improves the oil and solvent resistance of PDMS films[137]. With this in 

mind, bis(tri-fluoromethyl)phenyl (6) and a short poly(pentafluorostyrene) chain (8 and 9) are in-

serted into the PDMS network. Possible improvements to the release properties of such fluorine 

containing PDMS films during processing will also be investigated. And finally, push-pull dipolar 

molecules that potentially enhance dielectric permittivity of silicone elastomers can be inserted 

from a 1-ethynyl-4-nitrobenzene (10) and an alkyne-functional nitroazobenzene (11 and 12) and 

thus improve dielectric elastomer performance. 

An important property of the system is that the alkyne-functional molecule – in principle – can be 

clicked onto the azido-functional cross-linker, before or after the cross-linking reaction that leads 

to the PDMS network. Presented herein, is the preparation and characterisation of novel PDMS 

networks containing elaborated functionalities using the pre-cross-linking approach with the series 

of new silicone-compatible cross-linkers. The pre-cross-linking procedure avoids the step of swell-

ing the PDMS network for successful click reactions, and furthermore it allows for the comprehen-

sive characterisation of the individual functional cross-linkers. 

Three of the employed alkynes, 3, 8 and 11, were not commercially available but prepared for this 

study. Alkyne 8 was polymerised under controlled ATRP conditions using a previously published 

procedure[138] and yielding an alkyne-functional poly(pentafluorostyrene) of ~3300 g mol−1, while 

3 and 11 were prepared via a Williamson ether synthesis of the phenol-equivalents of 3 and 11 

and propargylbromide with a K2CO3/18-crown-6 catalytic system, as shown in Scheme 7. 

 

 

Scheme 7 General reaction procedure for the aromatic Williamson ether synthesis giving alkyne-
functional 3 and 11. 

 
The functionalised cross-linkers were all prepared under similar CuAAC reaction conditions using 

a CuI/Et3N catalytic system. The synthesised alkynes (3, 8 and 11) and all novel functional cross-

linkers, 4-7, 9, 10 and 12, were characterised by FTIR, 1H- and 13C-NMR. FTIR was used to con-

firm the completion of the CuAAC reactions by the disappearances of the alkyne band at approx-

imately 3300 cm−1 and the very distinct azido band at approximately 2100 cm−1. The presence of 

the triazole proton in 1H-NMR points to the successful formation of reaction products. The triazole 

proton appears from H = 7.42 ppm to H = 7.91 ppm, depending on the electron density of the tri-

azole. A representative 1H-NMR spectrum of 4 with assignments can be seen in Figure 5.  
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Figure 5 1H-NMR spectrum of 4 showing the formation of the triazole proton (h). 
 

If small residues of azido/alkyne can be detected, they are easily removed through the use of res-

ins, which facilitate a simple purification procedure, along with extraction and washing, to remove 

catalysts. For example, in connection with the synthesis of 6, a small alkyne band was detected 

by FTIR, and a peak for the alkyne proton was also detected by 1H-NMR at H = 3.26 ppm. Cross-

linker 6 was consequently treated with an azido-functional Merrifield resin, in order to remove re-

sidual alkyne reactant through an additional CuAAC reaction and the resulting attachment of the 

alkyne reactant to the resin. The azido resin with the excess alkyne attached could thereafter be 

removed from the reaction mixture by simple filtration.  

The PDMS networks were prepared from cross-linkers 2, 4-7, 9, 10 and 12, hydride-terminated 

PDMS and a platinum catalyst, according to Scheme 8. 
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Scheme 8 Cross-linking reaction between 2, 4-7, 9, 10 or 12 and hydride-terminated PDMS. 

 

A commercially available 16-functional silicone cross-linker was used to reinforce the network, 

since networks prepared solely from tri-functional cross-linkers can be very soft and have low me-

chanical breakdown strength[139]. The molar ratio between the tri-functional synthesised cross-

linkers and the 16-functional commercial silicone cross-linker was 16:1, to ensure a high concen-

tration of the functionalised cross-linkers and minimise possible competition from the 16-functional 

cross-linker. The networks were prepared with equimolar amounts, meaning that the number of 

functional hydride groups of the polymer corresponded to the total number of reactive groups on 

the two cross-linkers. The PDMS films ranged from light yellow in colour for films with 10 and 7 to 

light brown for films with 5 and 6 and darker brown for 9. The film with 2 was completely transpar-

ent, whereas the film with 4 was light grey and opaque. Images of all the films can be seen in Fig-

ure 6. 
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Figure 6 Photos of the films prepared with the synthesised cross-linkers. 

 

All prepared films were characterised by FTIR. There were, however, no differences between the 

films with different functional cross-linkers, since the concentrations of cross-linkers in the films 

were found to be too low to be detected by this technique. Solid state 13C-NMR of the elastomer 

with 4 obtained over 20 hours revealed the dominating Si-CH3 resonance at ~1 ppm. In addition, 

three small resonances at ~4, ~8 and ~24 ppm can be assigned to -CH2 close to Si atoms. Weak 

signals in the 100-160 ppm range indicate the presence of aromatic carbons. The solid state 13C-

NMR analysis thus strongly supports the presence of the silyl-based cross-linker in the network. 

Swelling and extraction experiments with chloroform were used to determine the amount of bond-

ed (gel fraction) and non-bonded (sol fraction) species in the films. Gel fractions were calculated 

as the weight after extraction and drying (me) divided by the initial weight of the sample (m0) as 

Wgel (%) = me/m0 ×100. This was done in order to further elucidate if the synthesised cross-linkers 

had reacted with the PDMS chains and were incorporated covalently in the network. Possible 

problems that such modified networks could encounter include poor compatibility with the matrix 

and steric hindrance of the tri-functional cross-linker, leading to dangling chains and extractable 

substructures containing primarily triazole cross-linkers. Some of the produced films had indeed 

large sol fractions, especially from the Soxhlet extraction data (Table 1). Nonetheless, it is not 

common practice to perform this type of extraction when investigating PDMS network gel frac-

tions, as it is a very aggressive method. The swelling experiments performed are therefore more 

suitable for comparison with previously performed PDMS swelling experiments[73,140]. Opti-

mised PDMS elastomers usually have gel fractions of 95-97% whereas stoichiometric PDMS 

networks usually have gel fractions at around 90%. This can be explained by the optimised PDMS 

elastomers having a stoichiometry of 1.1-1.4, which means that the cross-linker is in excess and 

that all cross-linker sites do not need to react, thus reducing steric hindrance[30]. The networks 

prepared in this study are all stoichiometric, such that gel fractions of less than 90% are anticipat-

ed. 
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Table 1 Gel fractions (Wgel) of samples as results from Soxhlet extractions and swelling experi-

ments. 

Cross-linker Wgel (Soxhlet extraction) Wgel (Swelling) 
 [%] [%] 
2 79 84 
4 57 92 
5 53 83 
6 74 90 
7 56 59 
9 42 69 

 

A visual evaluation of the dry sol and gel fraction revealed that all films (gel fractions) retained 

their initial colours, due the presence of the functional cross-linkers. Furthermore, all sol fractions 

bore little or no evidence of colour from cross-linkers. In order to further investigate the nature of 

the gel and sol fraction, fluorescent intensity was measured for both the dried sol and the gel frac-

tion of the film prepared with the fluorescent cross-linker 4 after the Soxhlet extraction experiment. 
Fluorescent intensity was also measured for the film with 4, before the Soxhlet extraction. Results 

are shown in Figure 7.  

 
Figure 7 Fluorescent intensity of: a): film with 4 before Soxhlet extraction; b): dried film with 4 af-

ter Soxhlet extraction (gel fraction) and c): dried sol fraction of film with 4. 

 
It was observed that the fluorescent intensity of the film prepared with 4 only decreases by 4% af-

ter extraction. This indicates that cross-linker 4 is indeed incorporated into the PDMS network gel 

fraction and is thus bound covalently to the network. The sol fraction exhibits very low fluorescent 

intensity and therefore most likely consists of PDMS substructures not connected to the network, 

such as inert or mono-functional PDMS chains. It can hence be concluded, that the synthesised 

cross-linkers can be incorporated successfully into PDMS networks. 

To investigate the distribution of the grafted functionalities, fluorescent microscopy was performed 

on the film prepared with cross-linker 4, which acts as a fluorescent tag in the network, as seen in 

Figure 8.  
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Figure 8 Grayscale fluorescent microscopy image of a film prepared with cross-linker 4. 

 
It is evident that the film with 4 is indeed fluorescent and that the fluorescent cross-linker is evenly 

distributed throughout the network. This indicates that the synthesised triazole cross-linkers can 

be incorporated successfully into PDMS networks in a well-distributed manner. 

Mechanical characterisation was performed by determining the storage and loss moduli for the 

films, as seen in Figure 9. 

 

Figure 9 Top: storage moduli (G’) and bottom: loss (tan δ) as functions of frequency for films pre-

pared with cross-linkers 2, 4-7 and 9. 

 

It is evident that the networks are well cross-linked, as the storage moduli are of an order of 10 to 

100 times greater than the loss moduli for the investigated frequency regime[30]. Elastomers con-

taining functional groups are all (expect for the film with 6) seen to have lower moduli than the film 

prepared with azido-functional cross-linker 2. This can be explained by the bulky groups attached 

to the cross-linkers, which thereby create a small diluting effect in the network and thus create 

softer films.  

The elastomer with cross-linker 9 has lower modulus than the other films. This corresponds with 

the results seen from the extraction experiments, which showed that the film with 9 has a signifi-
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cantly smaller gel fraction than the other networks. The large poly(pentafluorostyrene) groups 

thereby create a soft network with a large portion of extractable substructures. This could be due 

to incompatibility between the two polymers, leading to phase separation, which is also visually 

evident from the darker domains formed in the film (see Figure 6). 

Thermal gravimetric analysis (TGA) was used to investigate the effects of the different functional 

cross-linkers on the thermal stability of the PDMS films (Figure 10). 

 

Figure 10 TGA measurements of PDMS films prepared with cross-linkers 2, 4-7 and 9. 

 
All TGA curves exhibit a two-step mass loss process, and decomposition temperatures are taken 

as the peak temperature of the first derivate of the temperature with time. The first degradation 

step occurring from 360°C to 540°C (mass loss of 1.8-12.7 wt%) depending on functionality, cor-

responds to the cleavage of Si-CH3 bonds. In the case of 9 it is noted that at 510°C all the 

poly(pentafluorostyrene) has degraded[141]. The second decomposition step, occurring from 

410°C to 570°C (mass loss of 32.5-86.4 wt%), can be attributed to structural rearrangements fol-

lowed by mineralisation of the materials[142]. The TGA curves show that the PDMS samples 

have different decomposition temperatures, depending on the incorporated functionality, with 5 
providing the highest initial degradation temperature (540°C), due to the higher thermal stability of 

ferrocene[143], which increases the degradation temperature of the PDMS film. It is hypothesised 

that the ferrocene cross-linker, however, also catalyses the PDMS degradation to such an extent 

that significant mineralisation occurs. The effect can also be observed for the film with 9 
(poly(pentaflurostyrene)), where the release of fluoride ions degrades the PDMS to a greater ex-

tent than the other cross-linkers[144]. It is moreover noted that all films with a functional cross-

linker, except for 9, induced a higher decomposition temperature than the film with a non-

functional cross-linker (2).  

The impact of the fluorine containing cross-linkers (6 and 9) on the surface properties of the 

PDMS films was determined using contact angle measurements with water. The contact angle 

was found to increase from 108±2.5° for the film with cross-linker 2 to 116±2.5° for the PDMS film 

with cross-linker 9. This is due to the hydrophobic nature of the poly(pentafluorostyrene) which 
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causes the migration of the fluorinated polymer to the PDMS surface, before curing[145], thus in-

creasing the contact angle and thereby also a possible improvement of release properties for 

PDMS films during processing[33]. The film with 6 showed no increase in contact angle compared 

to the film with 2. This is probably due to the low concentration of fluorine on this cross-linker, 

which allows the cross-linker to be encapsulated within the PDMS network, in which case no mi-

gration to the surface will consequently occur.  

These promising initial studies show that the synthesised cross-linker can be successfully incor-

porated into PDMS networks, and therefore it represents a novel method for grafting various func-

tionalities onto silicone networks. The different functionalities that were incorporated all illustrate 

different approaches to expanding the application area of PDMS elastomers with, for example, 

higher thermal stability (cross-linker 5), a higher degree of hydrophobicity (cross-linker 9), fluores-

cent activity (cross-linker 4) and improved biocompatibility (cross-linker 7).  

34



 

27 
 

3 Dielectric properties of PDMS networks prepared 

with dipolar cross-linkers 

The work in this chapter is based on the publication Dipolar cross-linkers for PDMS networks with 

enhanced dielectric permittivity and low dielectric loss, published in Smart Materials and Struc-

tures, 2013, 22, 104002 and reprinted with the kind permission of IOPscience. The manuscript 

can be found in Appendix B along with all experimental procedures and associated supporting in-

formation. 

 

3.1 Introduction 
The purpose of the work in this chapter is to investigate the effect of two different dipolar cross-

linkers (nitrobenzene-functional cross-linker 10 and nitroazobenzene-functional cross-linker 12) 

on the properties of PDMS elastomers. The study will include the effect on mechanical properties, 

dielectric permittivity and electrical breakdown strength, using varying contents from the two di-

pole-functional cross-linkers and two different PDMS chain lengths, thus varying network densi-

ties and mechanical properties. Networks prepared with a high molecular weight PDMS create 

softer, highly stretchable films with potential uses as actuators, where large strains are desired. 

Low molecular weight PDMS elastomers are stiffer and less stretchable, and therefore they find 

applications within the area of generators, where resonance frequency can be tuned to optimise 

performance using the stiffness of the material[18,146].  

 

3.2 Results and discussion  
Dipole-functional PDMS networks were created using cross-linkers 10 and 12, hydride-terminated 

PDMS of 28,000 g mol−1 or 6000 g mol−1 and a platinum catalyst, as seen in Scheme 8. The func-

tional PDMS films were reinforced with a 16-functional commercial vinyl cross-linker as well as 

surface-treated silica particles (10 wt%). The ratio between the tri-functional dipole cross-linkers 

and the commercial cross-linker was varied to create PDMS films of 0.23 to 3.6 wt% of the dipolar 

cross-linker, corresponding to concentrations of 0.08-1.20 wt% of pure dipole for 10 and 0.11-

1.79 wt% of pure dipole for 12. Reference films prepared solely with 16-functional commercial 

cross-linkers were also made. All networks were prepared in stoichiometric cross-linking reac-

tions, meaning that the number of functional hydride groups of the PDMS chains corresponds to 

the total number of vinyl groups on the cross-linkers. Table 2 provides an overview of the content 

of cross-linkers 10 and 12, the content of pure dipole and the molar ratio between dipolar cross-

linkers 10 and 12 and the additional 16-functional cross-linker. For all films the functional cross-

linker is >50 mol% of the total amount of used cross-linker. 
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Table 2 Overview of cross-linker content in the prepared elastomer films. 

Cross-linker 
content 

Films with cross-linker 10 Films with cross-linker 12 

Content of 
pure dipole  

Molar ratio 
10/additional 
cross-linker 

Content of 
pure dipole  

Molar ratio 
12/additional 
cross-linker 

[wt%] [wt%]  [wt%]  
28,000 g mol−1:     

0.00 0.00 0/100 0.00 0/100 
0.23 0.08 66/34 0.11 58/42 
0.45 0.15 85/15 0.22 78/22 
0.72 0.24 96/4 0.36 90/10 

6000 g mol−1:     
0.00 0.00 0/100 0.00 0/100 
1.35 0.46 80/20 0.67 73/27 
2.25 0.77 91/9 1.12 85/15 
3.60 1.20 98/2 1.79 94/6 

 

The gel fractions of the films were determined in swelling experiments with chloroform. As seen in 

Table 3, gel fractions decrease slightly in line with increasing amounts of dipole-functional cross-

linker. This decrease can be explained by the increasing amount of tri-functional cross-linkers, 

which create an increasingly softer network with resulting larger concentrations of non-bonded 

species and substructures. Furthermore, as the PDMS networks were prepared in stoichiometric 

reactions, in order to avoid the non-bonded functional cross-linker, gel fractions around or lower 

than 90% were thus expected.  

Table 3 Gel fractions (Wgel) as a result of swelling experiments for both dipole cross-linkers. 

 
Cross-linker 

content 

Films with cross-
linker 10 

Films with cross-
linker 12 

Wgel Wgel 
[wt%] [%] [%] 

28,000 g mol−1:   
0.00 92 92 
0.23 81 89 
0.45 87 89 
0.72 64 90 

6000 g mol−1:   
0.00 95 95 
1.35 95 97 
2.25 91 93 
3.60 77 93 

 

Through visual comparison of the films, before and after the extraction experiments, it is evident 

that all films retained their colour after extraction, due to the dipole-functional cross-linker remain-

ing in the network. As determined from the work in Chapter 2, when using a fluorescent function-

ality attached at the cross-linker, only small amounts of the functional cross-linkers are extracted 

from the networks, which means that the sol fractions most likely predominantly consist of sub-

structures such as inert or mono-functional PDMSs.  
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The influence of the concentration and type of dipole-functional cross-linker on mechanical prop-

erties was investigated by determining the storage and loss moduli of the prepared films. In Fig-

ure 11, the results for films with cross-linker 10 and cross-linker 12, respectively, are presented. 

Furthermore, the resulting shear storage moduli (G’) and loss (tan δ) at 1 Hz are summarised in 

Table 4.  

 

 

a) 
 

b) 
 

  

c) d) 

Figure 11 Storage moduli (G’) and loss (tan δ) as functions of frequency for films prepared with: 
a) cross-linker 10 and 28,000 g mol−1 PDMS; b) cross-linker 10 and 6000 g mol−1 PDMS; c) cross-

linker 12 and 28,000 g mol−1 PDMS and d) cross-linker 12 and 6000 g mol−1 PDMS. 
 

All networks with 10 and 12 for both 28,000 g mol−1 and 6000 g mol−1 PDMS are very well cross-

linked, as the storage moduli (G’) are 10 to 100 times larger than the loss moduli (G’’) for the in-

vestigated frequency regime, with the difference being at its smallest at high frequencies 

(100 Hz). This means that viscous dissipation at the low-strain low-frequency limit is a few per-

centage points only. It can also be seen that films prepared with the lower molecular weight 

PDMS (6000 g mol−1) have higher moduli than films prepared with the higher molecular weight 

PDMS (28000 g mol−1), due to increased network density, which in turn creates stiffer films. Ac-

cording to fundamental theories on rubber elasticity, elastic moduli are expected to scale linearly 

with inverse molecular weight, but the systems contain fillers, and the high molecular weight 

PDMS is furthermore above the entanglement threshold[30], which explains the weaker depend-
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ency on molecular weight. For films with cross-linker 10, elastomers containing large concentra-

tions of the tri-functional cross-linker (0.72 wt% for 28,000 g mol−1 and 3.6 wt% for 6000 g mol−1) 

are seen to have slightly lower moduli than those prepared solely with the 16-functional commer-

cial cross-linker. This can be explained by the cross-linker functionality, f, which for f<4 is known 

to have a significant impact on the stiffness of elastomers, since the classical rubber theories pre-

dict that the elastic modulus scales with: 1-(2/f)[139]. For PDMS films prepared with a large 

amount of the more sterically hindered tri-functional cross-linker, a softer network is created than 

for films with a 16-functional cross-linker alone.  

The prepared networks contain 10 wt% silica particles to reinforce the otherwise fairly weak films 

(with respect to tearing). The particles limit the mobility of the polymer chains – both the dangling 

and sol variety in the network and decrease the conversion of the hydrosilylation reaction, due to 

limitations in the mobility of the reactive groups. The networks are thereby believed to be prone to 

post-curing. Overall, the elastic properties have not changed extensively following the addition of 

the two different dipole functional cross-linkers, though viscous loss is increased with increased 

amounts of cross-linker.  

The impact of the type of push-pull dipole cross-linker on dielectric properties was determined 

through dielectric relaxation spectroscopy on discs of ~1 mm thick films. Dielectric relaxation 

spectra showing the frequency-dependent dielectric permittivity (ε’) and loss tangent (tan δ) for 

films with cross-linkers 10 and 12 are presented in Figure 12.  
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a) 
 

b) 
 

  

c) d) 
Figure 12 Dielectric permittivity (ε’) and loss tangent (tan δ) as functions of frequency for films 

prepared with: a) cross-linker 10 and 28,000 g mol−1 PDMS; b) cross-linker 10 and 6000 g mol−1 
PDMS; c) cross-linker 12 and 28,000 g mol−1 PDMS and d) cross-linker 12 and 6000 g mol−1 

PDMS. 

 

For both cross-linkers an increase in dielectric permittivity is observed following the addition of the 

dipole-functional cross-linker. In all cases, the effect is greatest at the lowest amount of added di-

pole cross-linker. Compared to pure PDMS, with only a commercial cross-linker for which ' = 2.8 

at 100 Hz, the film prepared with 6000 g mol−1 PDMS containing 1.35 wt% of cross-linker 10 has 

' = 3.3 at 100 Hz. This corresponds to an increase of 19% at only 0.46 wt% of pure dipole. The 

reason why permittivity is highest at the lowest cross-linker concentration could be due simply to 

large uncertainties associated with the measuring method. Furthermore, the concentration of pure 

dipole does not vary sufficiently to yield differences in permittivity with the given uncertainty of the 

method. Even though nitroazobenzene has a higher dipole moment than nitrobenzene (μ = 

11.2 D for nitroazobenzene[147], μ = 4.22 D for nitrobenzene[148]), cross-linkers 10 and 12 en-

hance permittivity in the same order of magnitude. Previous reports suggest that this could be due 

to the trans-cis stereochemistry and photo-isomerisation of the nitrogen-nitrogen double bond 

(N=N) in azobenzene. In visible light the N=N bond adopts a trans configuration, which has a 

much lower dipole moment (close to 0 D) than the UV light-induced cis configuration[149,150]. 

The overall dipole moment of nitroazobenzene is therefore expected to lie within the range of that 
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of nitrobenzene, thereby yielding the same increases in the dielectric permittivity of the prepared 

dielectric elastomers. It was unfortunately not possible to irradiate elastomers with cross-linker 12 

with UV light and perform subsequent measurements of dielectric permittivity, though this would 

have been an interesting experiment. 

Dielectric permittivity can be observed to remain constant across the entire frequency range; fur-

thermore, dielectric losses – for all films – remain low after the addition of dipole cross-linkers. 

This means that all films exhibit very low electrical energy dissipation and moreover that the films 

exhibit very low conductivity, which is also corroborated by conductivity measurements. The 

measured values of ’ and tan δ at 100 Hz are summarised for all films in Table 4.  
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Electrical breakdown strength, EB, for films with cross-linkers 10 and 12 are presented in Table 4. 

For films with cross-linker 12, an increase in the breakdown field strength was observed following 

the addition of a low amount of tri-functional cross-linker for both the 28,000 g mol−1 and 

6000 g mol−1 films. In both cases, the measured values of 95.0 V/μm and 124 V/μm, respectively, 

are remarkably high. Usually, increases in electrical breakdown strengths are the result of an in-

crease in the modulus[151]; however, this is not the case for these samples, and the nitroazoben-

zene group must therefore contribute to increased breakdown strength. In many other studies, 

chemical elastomer manipulations, employed to increase permittivity, usually lead to decreasing 

breakdown strengths[70,71,74,75]. For films with cross-linker 12, electrical breakdown strengths 

decrease in line with increasing concentrations of dipole cross-linkers but they remain high at low 

concentrations. The reduction in breakdown strength at high functional cross-linker concentration 

could be caused by the reduction in stiffness[151], as seen in Table 4. For all films, breakdown 

strength stays above ~40 V/μm, which is sufficiently high for most DEAP applications and in the 

range of commercially available products such as Elastosil RT625 (Wacker Chemie AG), as stat-

ed by the manufacturer[152]. 

Overall, the best properties for DEAP applications are obtained at the lowest functional cross-

linker concentrations, where high dielectric permittivities are matched with favourable breakdown 

strengths. This in turn yields elastomers with enhanced properties for DEAPs compared to the 

reference materials. At greater cross-linker concentrations, permittivity is still high, but mechanical 

properties and breakdown strengths are compromised, due to the low functionality of the dipolar 

cross-linkers which soften the networks and thereby reduce electrical breakdown strengths. En-

hanced properties for the dipolar elastomers can be compared with the reference material by cal-

culating the figure of merit Fom = 3ε’ × EB
2/3G’ relative to the figure of merit for the reference 

films[31,47]. The results for 1.35 wt% of cross-linker 12, for example, will be: Fom/Fom_ref = (3.2/2.8) 

× (124.2/111.0)2/((3×119.7)/(3×151.9)) = 1.82. All results can be seen in Table 4. The figure of 

merit is improved for both films with 10 and 12 at low concentrations compared to the reference 

materials. The best properties are obtained when using cross-linker 12, as mechanical and 

breakdown properties are maintained at high concentrations to a greater extent than for cross-

linker 10. This can also be observed from the figure of merit calculations, which could be due to 

higher compatibility of 12 with the PDMS matrix. However, the synthesis of 12 requires multiple 

time-consuming steps, whereas 10 is prepared from the commercially available 1-ethynyl-4-

nitrobenzene, which also yields a higher figure of merit at low concentrations than the reference 

material. This factor should also be considered when choosing the best material for DEAP appli-

cations.  
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4 Visualisation and characterisation of heterogene-
ous bimodal PDMS networks using a fluorescent 
cross-linker 

The work in this chapter is based on the publication Visualisation and characterisation of hetero-

geneous bimodal PDMS networks, published in RSC Advances, 2014, 4, 6939-6945 and reprint-

ed with the kind permission of RSC publications. The manuscript can be found in Appendix C 

along with all experimental procedures and associated supporting information. 

 

4.1 Introduction 
In this chapter the objective is to investigate the structure and network density of so-called heter-

ogeneous bimodal networks using a fluorescent cross-linker, in this case 4. Heterogeneous bi-

modal networks consist of short polymer chains mixed with chemically identical long polymer 

chains, and they possess some improved mechanical properties compared to traditional filled 

elastomers, such as low viscous loss[37]. Heterogeneous bimodal networks, due to their favoura-

ble properties, are very promising as next-generation silicone elastomers for DEAP technology; 

however, not much is yet understood about the structure-property relationship of such networks, 

so the technology is therefore still very far from being applicable in industry for commercial DEAP 

products. This chapter presents the first step in tuning and learning more about the properties of 

heterogeneous bimodal networks, and thereby it paves the way for the implementation of such 

networks in advanced applications where strong, unfilled and largely extensible networks are re-

quired. This is done using a novel method for analysing the size of short-chain domains in hetero-

geneous bimodal PDMS networks employing a developed fluorescent cross-linker (4), which is 

used to tag short-chain hyperbranched structures at their cross-linking points with fluorescent 

molecules. The size of the short-chain domains will furthermore be correlated to the mechanical 

properties of the networks.  

 

4.2 Results and Discussion 
Heterogeneous bimodal PDMS networks were prepared in a two-step procedure combining short- 

and long-chain hyperbranched PDMS structures, as illustrated in Figure 13. First, fluorescent 

short-chain hyperbranched structures were prepared in a reaction prior to network formation, us-

ing the previously prepared fluorescent tri-functional cross-linker (4). The cross-linker was used in 

concentrations below the gelation point, as determined by the Flory-Stockmayer expression: 

, where rc is the stoichiometry between the reactive groups on the cross-linker and 

the reactive groups on the polymer required for critical gelation, and f is the functionality of the 

cross-linker. By using stoichiometry where r < rc, no infinite short-chain network will be created, 

and the formed hyperbranched structures will still have reactive end groups[73,153]. 
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Figure 13 Schematic illustration of the two-step reaction procedure employed to form heteroge-
neous bimodal networks. 

 
The short-chain hyperbranched structures were characterised by FTIR, 1H-NMR and size-

exclusion chromatography (SEC). The reaction between the fluorescent cross-linker (4) and the 

short PDMS chains was followed by FTIR and the decreasing intensity of the cross-linker C=C 

band at 1610 cm−1. Furthermore, FTIR spectra confirmed the presence of the remaining Si-H end 

groups (at 2125 cm−1) on the short-chain polymers after the reaction. The reaction employed to 

form the short-chain hyperbranched structures was also followed with 1H-NMR through the disap-

pearance of -CH2=CH resonance at H = 5.26 ppm and -CH2=CH resonance at H = 5.12 ppm. 

The presence of Si-H protons at H = 4.70 ppm after the reaction indicates that reactive polymer 

end groups were indeed still present on the hyperbranched structures. From the areas under the 

Si-H resonance, before and after the reaction relative to the areas of constant Si-CH3 resonances 

at H = 0.06-0.18 ppm, it can be deduced that ~60% reactive Si-H end groups remained after the 

reaction. This number is consistent with the stoichiometric ratio of r = 0.4 used in this instance. 
1H-NMR spectra can be found as supporting information in Appendix C. SEC was used to confirm 

the post-reaction increase in the molecular weight of the hyperbranched structures, which ap-

pears in the higher molecular weight region compared to the low molecular weight short-chain 

PDMS (as seen in the SEC traces in Figure 14). In addition, the SEC trace clearly shows that the 

reaction results in a distribution of hyperbranched structures and not in a mono-modal structure, 

which is as expected for a hyperbranched structure. 
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Figure 14 Overlay of the refractive index (RI) SEC detector signals of the short chains before the 
hyperbranching reaction (black, solid) and the short chains after the hyperbranching reaction with 

the fluorescent cross-linker (red, dashed). 

 
In a similar manner, the long-chain hyperbranched structures were prepared by using a commer-

cial 16-functional cross-linker and a higher molecular weight PDMS (28,000 g mol−1). The hyper-

branched structures, based on the short and long chains, were mixed and cross-linked using sur-

plus commercial cross-linker. The fluorescent short-chain hyperbranched structures thereby be-

came bound covalently to the long-chain hyperbranched structures, thus ensuring sufficient sepa-

ration of the short-chain structures to maximise their reinforcing effect.  

The heterogeneous bimodal networks were prepared with varying short-chain hyperbranched 

structures, in order to illustrate the effect of the ratio between long- and short-chain hyper-

branched structures. The concentration of short-chain structures varied from 0 to 30 wt%, corre-

sponding to 0 to 92 mol% (of the total number of hydride functional polymers). Films based entire-

ly on the short-chain polymer could not be prepared, as the polymer was of too low a molecular 

weight to form a mechanically stable film. 

The prepared heterogeneous bimodal networks were characterised through confocal microscopy, 

which uses single-point illumination and rejects out-of-focus light. Thus, images with better verti-

cal optical resolution than traditional fluorescence microscopy are obtained. The acquired images 

had reduced background haze and represent a thin cross-section of the sample, as shown in 

grayscale in Figure 15. (Original fluorescence confocal microscopy images of all the samples can 

be found as supporting information in Appendix C).  
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Figure 15 Grayscale confocal fluorescent microscopy images obtained at a wavelength of 
400 nm of the prepared heterogeneous bimodal networks with varying concentrations of short-

chain hyperbranched structures: a) 3 wt%; b) 10 wt%; c) 20 wt% and d) 30 wt%. 
 

The fluorescent domains are evenly distributed within all networks. Furthermore, it can be seen 

from Figure 15 that they vary in size and abundance, depending on the ratio between the short- 

and long-chain hyperbranched structures in the network. The mean diameters of the fluorescent 

domains were determined as the average of 100 domains, the results for which are summarised 

in Table 5. The sizes of the fluorescent domains vary only moderately for the concentrations of 

short-chain hyperbranched structures, from 3 wt% to 20 wt%, whereas substantially larger do-

mains are observed at 30 wt%.  
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Table 5 Summary of the heterogeneous bimodal networks’ properties. 

Small chain con-
centration 

Domain diame-
ter (D)a) CN

b)*10-9 Rheology Swelling 

    G’ 
@1Hz 

tan δ 
@1Hz Wsol 

[Wt%] [Mol%] [μm] [g-1] [kPa]  [%] 

0 0 - - 93.4 0.013 5.9±0.5 
3 45 2.9±0.9 2.4 11.8 0.027 10.5±0.8 

10 75 2.8±0.8 9.0 21.5 0.009 6.0±1.9 
20 87 2.1±0.5 43 78.1 0.013 8.5±0.7 
30 92 5.7±1.6 3.2 59.5 0.012 4.8±0.1 

a) Mean diameters were determined through the image processing program ImageJ  
b) The number average concentration of short-chain domains is calculated as: CN = ((6  wt%)/( D3))(1/ PDMS), 

where PDMS is the density of PDMS. 
 

Furthermore, it is clear from Figure 15 that the domains are very well distributed, and the concen-

tration of domains is high for all samples. When the concentration of the short-chain hyper-

branched structures is increased to 30 wt%, a substantial increase in the domain’s size is evident 

(Figure 15 d)), due to the short-chain hyperbranched structures becoming so tightly packed that 

even upon ideal distribution they will interconnect covalently and turn into larger agglomerates. 

This is also substantiated by the large increase in the standard deviation of the measured aver-

age short-chain domain diameter.  

The elastic and mechanical properties of the bimodal networks were determined by employing 

small amplitude rheology. The resulting shear storage moduli (G’) and loss (tan δ) are summa-

rised in Table 5. A plot of storage moduli and loss (tan δ) as functions of frequency is shown in 

Figure 16.  

 

 

Figure 16 Storage moduli (G’) and loss (tan δ) as functions of frequency for PDMS networks pre-
pared with different short-chain concentration. 
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The mono-modal PDMS reference network, with 0% short chains, has a storage modulus of 

93.4 kPa. Upon the addition of the short-chain hyperbranched structures, the modulus decreases 

significantly to 11.8 kPa. According to fundamental theories on rubber elasticity, elastic moduli are 

expected to scale linearly with the inverse average molecular weight of the polymer chains in the 

network[154]. As such, the addition to the system of very short polymer chains would be expected 

to decrease the average molecular weight of the system and thus increase the elastic modulus 

significantly. This decrease in the elastic modulus in heterogeneous bimodal networks has been 

shown previously but not explained with supporting data[37,155]. Based on the unprecedented 

correlation between the network composition, size and distribution of the fluorescent domains, 

and the elastic properties of heterogeneous bimodal networks, it is believed that the decrease in 

the elastic modulus can be explained by a multi-domain theory. When short-chain hyperbranched 

structures are added, they naturally contain a significant concentration of unreacted hydride 

groups on the surface. These groups then react with cross-linker molecules, which upon initial re-

action are hindered from diffusion by reptation[156]. Consequently, there is a large concentration 

of cross-linker molecules on the surface of the hyperbranched structures. Small cross-linker mol-

ecules, such as those used in a previous study[37], are packed tightly around the surface, where-

as the long-chain cross-linker molecules used in this study tend to fold around the short-chain hy-

perbranched structures. In both cases, this creates areas around the cross-linker molecules 

where effective cross-linking density is lower than in the bulk long-chain network, as a large num-

ber of the cross-linking sites are present around the short-chain domains, as illustrated in Figure 

17. 

 

Figure 17 Schematic illustration of the hypothesised efficient cross-linking density. 
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In this study, with a high molecular weight cross-linker, folding back to the short-chain domains 

also leads to the formation of loops, which do not contribute to elasticity to the same extent as the 

true cross-linking sites[30]. Domains with surrounding cross-linker molecules therefore create a 

local softening effect in the PDMS networks. The heterogeneous bimodal elastomers will conse-

quently be softer and have a lower elastic modulus than the homologous mono-modal networks 

despite higher average cross-linking density. The reduction in the modulus, from mono-modal to a 

small amount of short-chain domains, is confirmed experimentally. The elastic modulus is then in-

creased with increasing short-chain concentration. At high concentrations of short chains the elas-

tic modulus drops again, which can be explained by a drop in the number average concentration 

of short-chain domains CN = ((6*wt%)/(pD3))(1/ PDMS) (see Table 5). From the calculations it can 

be seen that for the bimodal networks, the elastic modulus increases with increasing CN, although 

not in a trivial way.  

Interfaces with a lower cross-linking density are still perfectly cross-linked, due to the high number 

of functional groups on each hyperbranched structure, and as such they cannot be regarded as 

network imperfections, since their mechanical properties have not been destroyed.  

Very soft silicone elastomer behaviour can also be observed for imperfect networks, which occurs 

as a result of unreacted groups. This lack of reactivity can be introduced either from stoichiometric 

imbalanced reactions[73,157] or from incomplete catalyst inhibition reactions[153]. It can also 

arise naturally from steric hindrance or heterogeneity, thus leading to local cross-linker and poly-

mer excesses, respectively. Therefore, it is important to ensure that heterogeneous bimodal net-

works do not contain a large fraction of solubles, namely the so-called sol fraction. The sol frac-

tions of heterogeneous bimodal PDMS networks were determined by conducting swelling experi-

ments with toluene and calculated as Wsol(%) = (1 – me/m0) × 100, where me is the weight of the 

dry sample after swelling/extraction and m0 the initial weight of the (dry) sample before swelling. 

The results can be found in Table 5. The sol fractions were found to lie in the range of 5-10% and 

were apparently independent of short-chain concentration. The addition of the short chains as 

domains therefore does not create additional imperfections in the infinite networks, which means 

that there is complete compatibility between the short-chain domains and the long-chain matrix. 

In general, it is difficult to obtain PDMS elastomers with low elastic moduli, without deteriorating 

other network properties. Soft PDMS elastomers therefore usually suffer from high viscous loss-

es. Frequency-dependent viscous loss can be determined from the shear loss tangent (tan δ), 

which is shown in Table 5 and Figure 16. All the prepared bimodal elastomers, except for the film 

with 3 wt% short-chains, are seen to have lower viscous loss than the mono-modal PDMS net-

work. Furthermore, the heterogeneous bimodal networks are very well cross-linked, as the stor-

age moduli (G’) are 10 to 100 times larger than the loss moduli (G’’) for the investigated frequency 

range, with differences being smallest at high frequencies.  

Viscous loss at the low strain, low frequency limit is measured as a few percentage points only, 

which is comparable to previously reported results for heterogeneous bimodal networks[37]. Vis-

cous loss in a polymer network is the result of dangling chains and sol molecules, i.e. incomplete 

network formation[73]. It is therefore evident from the low viscous losses of the heterogeneous 
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bimodal networks that the obtained low moduli are not a result of incomplete reactions but rather 

of network artefacts, as shown in Figure 17. The loops do not contribute significantly to the elastic 

modulus, but at the same time they do not contribute a loss either, since they cannot relax. Heter-

ogeneous bimodal networks are therefore an effective and simple method of creating soft elasto-

mers with very low viscous losses.  
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5 Synthesis of well-defined polysiloxanes with high 
concentration of functional groups 

The work in this chapter is based on the manuscript Synthesis of telechelic vinyl/allyl functional si-

loxane copolymers with structural control submitted to Polymer Chemistry, July 2014, which can 

be found in Appendix D along with all experimental procedures and associated supporting infor-

mation. Unpublished procedures can be found in Chapter 9. 

 

5.1 Introduction 
The work in this chapter focuses on developing siloxane polymers and elastomers with high con-

centrations of functional groups. The aim is to obtain elastomers with even higher dielectric per-

mittivity than that obtained with the dipolar cross-linkers presented in Chapter 2-4. A higher con-

centration of functional groups can be obtained through dipolar species attached along the back-

bone of siloxane polymers, as illustrated in Figure 18. 

 

Figure 18 Schematic illustration of functional polysiloxanes used in elastomer synthesis. 
 

The work in this chapter therefore focuses on developing siloxane copolymers with spatially well-

distributed functional groups. In order to achieve this goal, two different synthetic strategies were 

developed. The first strategy was based on the platinum catalysed hydrosilylation polycondensa-

tion of a di-functional chain extender, while the second strategy utilised the highly efficient Piers-

Rubinsztajn reaction as a polymerisation method.  
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5.2 Results and discussion 

5.2.1 Siloxane chain extender 

A di-functional molecule with a similar structure to the cross-linker described in Chapter 2-4 would 

– rather than cross-linking polymer chains into networks – extend lighter molecular weight hy-

dride-functional polymer chains into longer chains. After proper end-functionalisation, these co-

polymers would react thereafter with hydride-functional cross-linkers and form elastomers. Fur-

thermore, this functional chain extender would allow for one-pot film formation, as shown in Figure 

19. This means that the chain extender would react with hydride-terminated pre-polymers of low 

molecular weights to form longer polymer chains. After this initial reaction, commercial cross-

linker is added and the mixture is poured into a mould for curing. As a result, there is no need for 

any purification steps after the polymerisation reaction, and the catalyst is only added once to the 

mixture.  

 

Figure 19 Schematic illustration of a one-pot reaction where the chain extender reacts with short 
hydride-terminated PDMS pre-polymers to form longer copolymers. Hereafter, a cross-linker is 

added and the mixture is poured into a mould for curing. 

 
Furthermore, a small hydrosilylation compatible molecule could be added to commercial silicone 

formulations as an additive with compensating amounts of pre-polymer and cross-linker, as illus-

trated in Figure 20. Consequently, the improved dielectric permittivity of commercial formulations 

could be attained, without the need for high dielectric constant filler particles, such as TiO2. This 

would be a great advantage – as discussed in Chapter 1. 
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Figure 20 Schematic illustration of the use of the chain extender as an additive to a commercial 
silicone elastomer system such as XLR630 from Wacker Chemie AG. The chain extender is add-

ed with compensating amounts of PDMS pre-polymers, cross-linker and catalyst. 
 

The synthetic route used to create the novel azido-functional chain extender 14 is outlined in 

Scheme 9. Synthesis was accomplished by the tris(pentafluorophenyl)borane catalysed Piers-

Rubinsztajn reaction of 3-chloro(methyl/propyl)methyldimethoxysilane with vinyl- or allyl-

dimethylsilane to form the chloro-functional intermediate 13. The Piers-Rubinsztajn reaction was 

chosen for the synthesis of this molecule because it forms hydrolytically-stable Si-O-Si bonds. 

Furthermore, as this molecule is to be used as a component in polymer backbones, it was deter-

mined that more silicon atoms – and thereby a molecule with even more silicone-like properties 

(than the cross-linker) – would be desirable. The subsequent reaction of 13 with sodium azide in 

DMF created the azido-functional siloxane chain extenders 14a and 14b. 

 

Scheme 9 Synthetic route to azido-functional chain extender 14. 
 

The synthesis of 14b, 1,5-diallyl-3-(azidomethyl)-1,1,3,5,5-pentamethyltrisiloxane, was straight-

forward and produced high yields (95%) and high purity. At 45°C ~100% conversion from chloro 

to azido had taken place after 18 hours, with no detectable (by 1H-NMR) degradation or by-

product formation. However, 14a, 1,5-divinyl-3-(azidopropyl)-1,1,3,5,5-pentamethyltrisiloxane, 

proved a bigger challenge. At 45°C only 88% conversion of the chloro-group was achieved, even 

after 48 hours. Furthermore, only 95% of the vinyl groups remained as determined from the inte-
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grals in the 1H-NMR spectra of 13a to 14a. This indicates that some side-reaction involving the vi-

nyl groups was taking place. Subsequently, various reaction conditions were tested, including 

temperature, reaction time, solvent and the stoichiometric ratio between 13a and sodium azide. 

The conversion of chloro to azido, and the percentage of remaining vinyl groups, was determined 

by 1H-NMR. These studies proved that it was difficult to obtain high conversion rates from chloro 

to azido at temperatures lower than 60°C. Kinetic studies of the reaction at 50°C and 55°C ably il-

lustrate this point (see Figure 21). 

  

Figure 21 Kinetic studies of the conversion from chloro- to azido-groups and the remaining vinyl 
groups as a function of time for reactions performed at: left: 50°C and right: 55°C. 

 
Both at 50°C and at 55°C the conversion does not reach higher than 90% after 26 hours. At this 

stage it is clear that the side-reaction involving the vinyl groups has started, which means that af-

ter 26 hours 91% and 84% of the vinyl groups remain at 50°C and 55°C, respectively. Kinetic 

studies indicate that temperature and time is a significant factor in the degradation of the vinyl 

groups. 

It was furthermore observed that the solvent had an influence on the side-reaction. DMF not 

freshly distilled is prone to degradation where the base dimethylamine is formed, and this proved 

to enhance the side-reaction of the vinyl groups. Therefore, dried and distilled DMF was found to 

be the best choice. Other solvents, such as N-methyl-2-pyrrolidone (NMP) and dimethyl sulfoxide 

(DMSO), also provided outcomes with a higher degree of side-reaction. Stoichiometry was found 

to be of less importance. Increasing the stoichiometric ratio to ×10 sodium azide to 13a did not re-

sult in a significantly higher conversion rate, though slightly higher side-product formation was ob-

served. At a 1:1 stoichiometric ratio of sodium azide to 13a, lower conversion was obtained. Tem-

peratures higher than 60°C, i.e. 65°C and 70°C, did not result in a higher conversion, but they did 

elicit a higher degree of side-reaction. 

Optimal reaction conditions were therefore determined to be at 60°C with distilled DMF for 15-

16 hours and with a stoichiometric ratio of 1.33:1 of sodium azide to 13a. This provided a product 

with ~95% conversion of the chloro-groups and >98% remaining vinyl-groups. This purity was de-

termined to be acceptable.  

The nature of the side-reaction involving the vinyl-groups was analysed using SEC and 1H-NMR. 

SEC showed that a 14a product with a high degree of side-reaction occurring had signals in the 
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higher molecular region in the SEC trace. This indicates that the side-reaction forms certain types 

of high molecular weight structures or polycondensates. In the SEC trace of 14a, prepared under 

optimal reaction conditions, the peak in the higher molecular weight region was reduced signifi-

cantly.  

A 1H-NMR spectrum of a 14a sample with a high degree of side-reaction revealed resonances at 

H = 3.0 ppm (a), 3.2 ppm (c), 3.4 ppm (d) and 4.1 ppm (b), which may possibly correspond to an 

azide-alkene 1,3-cycloaddition forming a 1,2,3-triazoline, as shown in Scheme 10. The resonanc-

es are corroborated through a calculated theoretical 1H-NMR spectrum of the proposed structure 

using the ACD/I-lab software. 

 

Scheme 10 Proposed structure for the product of a side-reaction through azide-alkene 1,3-
cycloaddition. 

 

The proposed cycloaddition is furthermore corroborated by COSY NMR, as clear couplings be-

tween protons a-b and c-d can be seen. Azide-alkene cycloadditions have been observed previ-

ously[101,158–161] and this reaction could lead to the higher molecular weight structure seen by 

SEC. The side-reaction becomes more pronounced during shelf-life at RT, which further supports 

a similar self-condensation reaction to the one proposed in Scheme 10. 

5.2.1.1 Chain extension of hydride end-functional PDMS pre-polymers and elastomer 
synthesis 

As a proof-of-concept, 14b was used in a platinum catalysed polycondensation reaction with a 

hydride-terminated PDMS pre-polymer, as shown in Scheme 11.  
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The reaction to form 15b was carried out for 24 hours at 55°C. At this stage 1H-NMR showed the 

presence of remaining hydride-groups on the formed copolymers as (small) resonances at H = 

4.71 ppm. Therefore, excess 14b was added to the reaction mixture, which in turn was left stirring 

for another 24 hours at 55°C. The copolymer was now precipitated in methanol to remove the ex-

cess chain extender, and the copolymer was obtained as a clear oil and analysed by FTIR, 1H-

NMR and SEC. FTIR confirmed the disappearance of the PDMS hydride groups at 2125 cm−1 and 

the presence of -CH=CH2 groups at 1630 cm−1. Furthermore, the allyl-groups were detected by 
1H-NMR as resonances at H = 1.82 ppm (−CH2-CH=CH2), H = 5.64 ppm (−CH=CH2) and H = 

6.14 ppm (−CH=CH2). The prepared copolymer, 15b, was characterised by SEC, and molar mass 

characteristics were calculated from linear polydimethylsiloxane standards. A molecular weight of 

= 33,100 g mol−1 was obtained, which is suitable for DEAP elastomers. Furthermore, the poly-

dispersity index ( / ) was found to be 4.51. A high polydispersity index is expected for a pol-

ymer prepared from this type of polycondensation reaction. 

Thereafter, 15b was reacted with 1-ethynyl-4-nitrobenzene through CuAAC, as shown in Scheme 

11. The reaction was followed by FTIR and the disappearance of the azide band at approximately 

~2095 cm−1 and the alkyne band at approximately ~3300 cm−1. 1H-NMR confirmed the formation 

of the product 16b through the presence of the triazole proton at H = 7.83 ppm.  

Another approach involved clicking 1-ethynyl-4-nitrobenzene directly onto 14b before the 

polymerisation reaction, according to Scheme 11. The synthesis of 17b was successful, with the 

complete conversion of the azido-groups and the formation of the triazole ring corroborated by the 

presence of the triazole proton as a resonance at H = 7.84 ppm in the 1H-NMR spectrum. The 

product was obtained as a red solid powder, which was completely insoluble in all available sol-

vents. This excluded the use of the molecule as a chain extender, since it renders it incompatible 

with silicone pre-polymers. The reason for the insoluble nature of 17b could be the complexing of 

triazole rings to copper ions as shown by Li et al.[162] who formed polymer gels through the com-

plexation of copper ions and triazole rings. Li et al. were able to eliminate the gel-forming effect by 

removing the copper ions with EDTA solution. A similar attempt with 17b, however, did not 

change the insoluble nature of the molecule. This route was therefore not selected for further ex-

periments. 

Polymer 16b was used in a cross-linking reaction with a commercial hydride-functional cross-

linker with ~8-functional groups/molecule. This film contained approximately 10 wt% of the nitro-

benzene moiety. The curing time was very slow (one week at RT and two weeks at 80°C), and 

soft and slightly sticky films were obtained.  

At this stage dielectric permittivity was tested, in order to establish if the chain-extended polymers 

had a positive impact on dielectric permittivity. Dielectric relaxation spectra showing frequency-

dependent dielectric permittivity (ε’) and loss (tan δ) are shown in Figure 22. 
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Figure 22 Dielectric permittivity (ε’) and loss tangent (tan δ) as functions of frequency for a film 

prepared with 16b and a reference prepared with pure PDMS. 

 
As seen from Figure 22, dielectric permittivity, ε’, increases from 2.8 for the reference film to 6.6 at 

100 Hz for the film prepared with 16b. This corresponds to an over two-fold increase in the per-

mittivity. It is, however, seen that the loss tangent also increases significantly. 

Dielectric permittivity results show, that using the new synthesised chain extender will have a pos-

itive impact on dielectric permittivity. There are, however, several time-dependent parameters that 

need to be optimised. The long reaction times required for copolymer synthesis, end-

functionalisation and film formation render this method unattractive before further optimisation of 

the reaction conditions has been performed. It is furthermore difficult at this stage to tune the ob-

tainable molecular weight of the copolymer, as it depends both on the stoichiometry of the reac-

tants and on the reaction time.  

Due to some of the previously mentioned disadvantages with this method and limited available 

time, another and much more rapid polymerisation method was explored instead, as described in 

the next section. The chain extender, however, remains a promising method that can be applied 

to, for example, one-pot reactions with polymerisation and film formation in two consecutive steps. 

Furthermore, the use of the synthesised chain extender should also have great potential as a low 

molecular weight additive to commercial formulations. Both of these strategies are part of ongoing 

projects in our group, and promising preliminary results have been obtained. 

5.2.2 Functional siloxane copolymers based on Piers-Rubinsztajn polymerisation 

The aim of this work is to prepare spatially well-distributed functional siloxane copolymers, by us-

ing a more rapid polymerisation method than that described in the previous section. A possible 

method for this is the fast and efficient Piers-Rubinsztajn reaction, which moreover uses the less 

expensive borane catalyst. Furthermore, this much more rapid polymerisation method will allow 

for more precise control over copolymer molecular weight by varying the stoichiometric ratios of 

the reactants (since reaction time is not a factor). This is very useful, especially given the applica-

tion of the copolymers for elastomer synthesis, as quite a narrow molecular weight range is de-

sired (  ~ 20,000-30,000 g mol−1). 

The copolymers should contain vinyl or allyl end groups, which will allow for platinum-catalysed 
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cross-linking reactions with hydride-functional cross-linker molecules. As mentioned in Chapter 1, 

Rubinsztajn and Cella[122–124] and others[87,127] have previously used 

tris(pentafluorophenyl)borane as a catalyst for siloxane homo- and copolymers, obtaining low lev-

els of copolymer structure randomisation. To our knowledge, however, the reaction has never 

been employed for the synthesis of spatially distributed functional telechelic copolymers, which 

are useful in hydrosilylation elastomer synthesis. 

Siloxane copolymers with spatially well distributed functional groups were prepared as illustrated 

in Scheme 12. 
 

 

Scheme 12 Synthetic route for telechlic vinyl/allyl siloxane copolymers via borane catalysed poly-
condensation. 

 

Synthesis was accomplished by the tris(pentafluorophenyl)borane-catalysed Piers-Rubinsztajn 

reaction of 3-chloropropylmethyldimethoxysilane and hydride-terminated dimethylsiloxane pre-

polymers to form the methoxy-terminated copolymers 18. The borane-catalysed polycondensation 

of hydrosilanes and methoxysilanes to form 18 involves cleaving C-O and Si-H bonds while form-

ing Si-O and C-H bonds in an exothermic reaction (ΔH ≈ −250 kJ/mol)[123]. The reaction is per-

formed at room temperature using low levels of B(C6F5)3 catalyst (< 0.5 mol%). At higher catalyst 

concentrations (~1−5 mol%), hydrosilylation reactions may compete with the Piers-Rubinsztajn 

polycondensation reaction[86,87]. The reaction is almost instantaneous and is completed within a 

few minutes, but it was left to stir for 1 hour, in order to ensure the full conversion of reagents. 

Furthermore, high yields were obtained (> 95%). At this point 1H-NMR and FTIR spectroscopy 

were used to confirm the completeness of the reaction through assessing the disappearance of 

the hydride-groups on the hydride-terminated pre-polymers. In 1H-NMR, resonance at 

δH = 4.7 ppm disappeared, which was also corroborated by FTIR, where the distinctive stretch at 

2125 cm−1 was no longer present. In order to ensure at this stage that all polymers contained 

methoxy end-groups, significant amount of excess dimethoxydimethylsilane was added to the re-

action mixture so that any remaining hydride groups would react. The excess dimethoxydime-

thylsilane was easily removed in vacuo.  

. 
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Poly((cyanopropyl)methylsiloxane-co-dimethylsiloxane) synthesis was also attempted, as illus-

trated in Scheme 13. Cyano-groups have previously been used to increase the dielectric permit-

tivity of silicone elastomers[74,75].  

 

Scheme 13 Hypothesised synthetic route to a cyano-functional siloxane copolymer. 
 

The reaction did, however, not work, which could be the result of the cyano-group supressing the 

reaction due to complexation with the borane-catalyst. Complexation of boron was also observed 

by Grande et al.[129] for amino-groups. 

The prepared copolymers were characterised by SEC, and molar mass characteristics were cal-

culated from linear polydimethylsiloxane standards. The results are summarised in Table 6. 
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Two dimethylsiloxane pre-polymers of different molecular weights were used, in order to create 

copolymers with varying mol% of the (chloropropyl)methylsiloxane unit and with different spacer 

lengths between the functional groups. The molecular weights of the final copolymers were varied 

furthermore by changing the stoichiometry between the hydrosilane pre-polymers and the meth-

oxysilane compound. According to standard polycondensation theory, the highest molecular 

weight would be obtained when using stoichiometries closest to unity[163]. This is not the case in 

these experiments, solely due to rough estimates of exact pre-polymer molecular weights, in 

which case the exact stoichiometry cannot be calculated. In the case of the pre-polymer of  ~ 

1200 g mol−1 the highest molecular weight is obtained when using a stoichiometry of hy-

drosilane/methoxysilane of 0.95/1, with a molecular weight of  = 70,300 g mol−1. For the pre-

polymer of  ~ 580 g mol−1 the highest molecular weight was obtained using the stoichiometry 

of hydrosilane/methoxysilane of 1/0.95, where  = 56,700 g mol−1 was attained.  

In order to test the reproducibility of the borane-catalysed polycondensation a reaction with the 

pre-polymer of  ~ 1200 g mol−1 was repeated. As seen in Table 1 entries 19a-2 and 19a-3 were 

prepared using similar reaction conditions and SEC provided comparable results for both experi-

ments. This shows that the polycondensation reaction is quite robust when using similar reaction 

conditions.  

No metathesis or consequent scrambling leading to unexpected molecular weights and un-

alternating polymer structures were detected using the available analysis techniques. For a more 

detailed analysis of the copolymers’ structures, the possibility of running 29Si-NMR was investi-

gated, but it was not possible in the given time frame. 

The aim of this study was to create functional copolymers with molecular weights suitable for sili-

cone elastomer synthesis. The best elastomer properties are usually obtained when using poly-

mers with molecular weights of  ~ 20,000-30,000 g mol−1[88]. Molecular weights in this range 

were obtained for copolymer 19a-4 with a stoichiometric ratio of hydrosilane/methoxysilane of 

1/0.9 using the pre-polymer of  ~ 1200 g mol−1, where a molecular weight of 

= 25,900 g mol−1 was reached, and for 19a-7, 19a-8 and 19b-1 with stoichiometries of hy-

drosilane/methoxysilane of 0.95/1 and 0.975/1, respectively, using the pre-polymer of 

 ~ 580 g mol−1, where molecular weights of  = 20,600 g mol−1,  = 22,500 g mol−1 and  

= 22,100 g mol−1 were achieved. Copolymers prepared with the  ~ 1200 g mol−1 pre-polymer 

display polydispersity indexes ( ) from 2.03 to 3.80, whereas copolymers prepared with the 

lower molecular weight pre-polymer of  ~ 580 g mol−1 display  in the range of 2.84 to 

3.49. 

The molecular weights can be further fine-tuned to any desired molecular weight by using even 

more specific stoichiometric ratios (see Chapter 6). 

5.2.2.1 End-functionalisation reaction  

End-functionalisation of 18 with vinyl- or allyldimethylsilane produced copolymers 19a and 19b, as 

seen in Scheme 12. These end groups were chosen because they allow prepared copolymers to 

be used in the synthesis of silicone elastomers in platinum-catalysed hydrosilylation reactions. It 
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is also possible to create copolymers with other end groups, as long as the groups are compatible 

with the borane-catalysed reaction. Such end groups, for example, could be, but are not limited 

to, silanes with aliphatics such as trimethyl-groups, aromatics and halogen-containing com-

pounds[129]. The prepared telechelic vinyl/allyl copolymers were characterised by FTIR, 1H- and 
13C-NMR and SEC. For the telechelic vinyl copolymers (19a) 1H- and 13C-NMR confirmed the re-

action through the disappearance of the O-CH3 protons and a carbon atom at δH = 3.49 ppm and 

δC = 49.9 ppm, respectively. The presence of −CH=CH2 protons as three distinctive doublets of 

doublets at δH = 5.74-6.12 ppm in the 1H-NMR spectrum of 19a points to the successful formation 

of vinyl end-groups. Furthermore, the presence of −CH=CH2 groups can be detected in the 13C-

NMR spectra of 19a with resonances at δC = 131.86 and 139.10 ppm. For telechelic allyl copoly-

mers (19b) the reactions could be followed similarly by 1H- and 13C-NMR through the disappear-

ance of the O-CH3 protons and a carbon atom at δH = 3.49 ppm and δC = 49.9 ppm, respectively. 

The allyl-groups were detected by 1H-NMR as resonances at δH = 1.5 ppm (−CH2-CH=CH2), δH = 

4.86-4.92 ppm (−CH=CH2) and δH = 5.79 ppm (-CH=CH2) and by 13C-NMR as resonances at δC = 

26.4 ppm (−CH2-CH=CH2), δC = 113.7 ppm (−CH=CH2) and 133.8 ppm (−CH=CH2). 

Converting the methoxy end groups to vinyl/allyl end groups did not alter the molecular weight of 

the copolymers, as illustrated in the SEC traces presented in Figure 23. This also indicates that 

no significant unintended hydrosilylation reactions between the end groups and vinyl- or allyldime-

thylsilane occur.  

 

Figure 23 An overlay of the RI SEC traces of methoxy end-functional copolymer 18 (black, −−) 
and vinyl end-functional copolymer 19a-1 (red, • • •). 

 
In the synthesis of 19b additional peaks were observed in 1H-NMR as a multiplet at δH = 1.36 ppm 

when using catalyst concentrations around 0.5 mol%. These resonances were assigned to CH2 

groups formed from the hydrosilylation reactions of allyl end groups subsequently reacting with al-

lyldimethylsilane molecules. Previously reported levels for competing hydrosilylation are 1-

5 mol%, but in this case even at 0.5 mol% a small degree of hydrosilylation reaction occurred. 

This side-reaction, however, did not change the obtained molecular weight, meaning that only a 
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small degree of this reaction took place. Decreasing the catalyst concentration to 0.2 mol% did 

not alter the reaction time or obtainable molecular weight, either, but at this concentration no 

peaks emanating from hydrosilylation reactions were observed by 1H-NMR. A further reduction of 

the catalyst concentration to 0.1 mol% yielded copolymers of slightly lower molecular weights, so 

0.2 mol% was therefore determined to be the optimal catalyst concentration for the polymerisation 

reaction. 

5.2.2.2 Functionalisation reactions 

The synthesised chloro-functional copolymers were converted to azido-functional (20) by nucleo-

philic substitution in THF using tetrabutylammonium azide as a phase-transfer catalyst by a pro-

cedure adapted from Rambarran et al.[98], as shown in Scheme 14.  

 

Scheme 14 Synthetic route to azido- and CuAAC-functionalised copolymers. 
 

Entry 19b-1 was selected for this purpose, as the obtained molecular weight of 

 = 22,100 g mol−1 lies within the desired range for use in elastomer synthesis. The copolymer 

was successfully converted from chloro- to azido-functional, and this reaction was followed by 

FTIR through the appearance of the distinctive −N3 band at 2095 cm−1. Furthermore, 1H- and 13C-

NMR corroborated this through a shift in the resonance signals of CH2-Cl (δH = 3.50 ppm, δC = 

47.6 ppm) to CH2-N3 (δH = 3.23 ppm, δC = 54.1 ppm). The prepared azido-functional copolymer 

was characterised by SEC, the results for which are shown in Figure 24. 
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Figure 24 An overlay of the RI SEC traces of chloro-functional copolymer 19-b1 (black, −−), az-
ido-functional copolymer 20 (red, • • •), 2-bromoisobutyrate-functional copolymer 21 (blue, − •) 

and 4-nitrobenzene-functional copolymer 22 (green, − • •). 
 

It is evident that the molecular weight after the azido-substitution reaction is lower than for the cor-

responding chloro-functional copolymer, which could indicate that degradation has taken place. 

However, upon examination of the SEC overlays seen in Figure 24, it is clear that no degradation 

has taken place, as both chromatograms are broad yet monomodal, with no lower molecular 

weight fragments appearing at higher elution volumes. The lower obtained  for the azido-

functional copolymer must be ascribed to tailing and a shift in the baseline due to enhanced inter-

actions of the latter with the SEC columns. 

Functional dimethylsiloxane copolymers were created through a reaction with alkyne-functional 

molecules using CuAAC. Two different alkyne-containing molecules were chosen, in order to illus-

trate the versatility of the reaction. An aliphatic ATRP initiator and an alkyne-functional nitroben-

zene were utilised as seen in Scheme 14.  

The ATRP initiator can be used to create polysiloxanes with different polymer side-chains where-

as the aromatic compound 4-nitrobenzene can be used to increase dielectric permittivity in dielec-

tric elastomers. Functionalised copolymers were prepared under similar reaction conditions by 

means of a CuI-Et3N catalytic system. The reaction products were characterised by FTIR, 1H- and 
13C-NMR and SEC. FTIR was used to confirm the completion of the CuAAC reaction through the 

disappearances of the alkyne and azido bands at ~3300 cm−1 and ~2095 cm−1, respectively. For 

the reaction with the ATRP initiator (21), which produced a green-brown polymer, a distinct ester 

C=O band at 1740 cm−1 confirmed the presence of the 2-bromoisobutyrate group. In 22 the pres-

ence of 4-nitrobenzene was indicated by the red colour of the obtained polymer and confirmed by 

bands at ~1605 cm−1 for the aromatic C=C bonds and at ~1520 cm−1 and ~1340 cm−1 for the N=O 

bonds. FTIR spectra of 20, 21 and 22 can be seen in Figure 25. The formation of the CuAAC-

products was furthermore confirmed by the presence of the triazole protons in 1H-NMR, which 

appear at δH = 7.61 ppm and δH = 7.90 ppm for 21 and 22, respectively.  
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Figure 25 FTIR spectra of azido-functional copolymer 20 (black, top), 2-bromoisobutyrate-
functional copolymer 21 (blue, middle curve) and 4-nitrobenzene-functional copolymer 22 (red, 

bottom curve). 
 

The SEC results for CuAAC-products 21 and 22 can be seen in Table 6 and Figure 24. For both 

CuAAC-products, higher molecular weights are obtained, and a slight shift towards higher mo-

lecular weight regions can be seen in the SEC traces, pointing to the successful attachment of 

functional groups onto the copolymers. Furthermore, SEC showed that 22 had a strong UV signal, 

unlike the starting materials 19b-1 and 20, which points towards the attachment of the 4-

nitrobenzene chromophore. 

Ionic polymers are a rapidly expanding class of materials with interesting and promising proper-

ties[164–166] which have recently been extended to silicone materials[167]. Thus, as an example 

of another possible post polymerisation modification, the prepared chloro-functional copolymer 

19a-8 was used in a substitution reaction with 1-ethylimidazole to form the ionic copolymer seen 

in Scheme 15. An ionic compound could also potentially enhance the dielectric permittivity of an 

elastomer. 

  
Scheme 15 Synthetic route to imidazolium-functional copolymer. 

 

This reaction was followed by 1H-NMR through a shift in the resonance of CH2-Cl (δH = 3.50 ppm) 

to CH2-N+ (δH = 4.43 ppm). After the reaction, the orange-brown copolymer was less soluble in 

toluene, thereby demonstrating the increased ionic/polar nature of the copolymer 23. The SEC 

results for the chloro-functional copolymer 19a-8 and imidazolium-functional copolymer 23 can be 
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seen in Table 6 and Figure 26. As observed for the CuAAC-products, a slight shift towards the 

higher molecular region is seen in the SEC traces for copolymer 23, which indicates the success-

ful attachment of the functional group.  

 

 

Figure 26 An overlay of the RI SEC traces of chloro-functional copolymer 19a-8 (black, −−) and 
imidazolium-functional copolymer 23 (red, • • •). 

 

The prepared chloro- and azido-functional siloxane copolymers have great potential in the prepa-

ration of functional silicone elastomers where the properties of the elastomers can be altered and 

improved according to the given application and the type of group attached to the copolymer. The 

specific functional groups could include many different types as shown in Chapter 2 and are not 

limited to those used in this study.  
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6 Dielectric properties of elastomers prepared with 
dipolar copolymers 

The work in this chapter is based on the manuscript Silicone elastomers with high dielectric per-

mittivity and high dielectric breakdown strength based on dipolar copolymers submitted to Poly-

mer, August 2014, which can be found in Appendix E along with all experimental procedures and 

associated supporting information.  

 

6.1 Introduction 
The aim of the work in this chapter is to create new and improved silicone elastomer systems with 

high dielectric permittivity using the dipolar siloxane copolymers prepared in Chapter 5 by Piers-

Rubinsztajn polycondensation while maintaining reasonable levels of other favourable properties 

such as viscous and dielectric losses and electrical breakdown strengths.  

Because elastomers prepared from an imidazolium-functional copolymer (23) did not cure proper-

ly, the study comprises elastomers prepared from azido- and nitrobenzene-functional copolymers. 

The synthesised copolymers allow for a high degree of chemical freedom, as several parameters 

can be varied during the preparation phase. Thus, the space between the functional groups can 

be varied by using different dimethylsiloxane spacer units between the high dielectric permittivity 

molecules. Furthermore, the degree of functionalisation of the copolymers can be varied accu-

rately by changing the feed of the high dielectric permittivity molecules. As a result, a completely 

tuneable elastomer system, with respect to functionalisation, is achieved. It is investigated how 

the different functionalisation variables affect essential DEAP properties, including dielectric per-

mittivity, dielectric loss, elastic modulus and dielectric breakdown strength. The optimal degree of 

chemical functionalisation, where important properties are not significantly compromised, is also 

determined. 

 

6.2 Results and discussion 
Siloxane copolymers that allow for functionalisation with high dielectric constant molecules were 

prepared according to the procedure described in Chapter 5. The copolymers were prepared from 

commercially available starting materials through the tris(pentafluorophenyl)borane-catalysed 

Piers-Rubinsztajn reaction of 3-chloropropylmethyldimethoxysilane and hydride-terminated dime-

thylsiloxane pre-polymers. Dimethylsiloxane pre-polymers constitute the spacer unit between the 

functional groups. The copolymers were then end-functionalised with allyl-groups that allow for 

hydrosilylation cross-linking reactions with hydride-functional cross-linker molecules to form poly-

mer networks. The chloro-functional copolymers were converted to azido-functional through nu-

cleophilic substitution with sodium azide. Azido groups on the siloxane copolymer allow for Cu-

AAC reactions where high dielectric constant alkyne molecules can be attached. The structure of 
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the formed azido-functional siloxane copolymer, with various spacer units between the azido-

groups, is shown in Figure 27. 

 

 

Figure 27 Structure of functionalisable siloxane copolymers with various spacer lengths between 
the azido-groups and allyl end groups, thereby allowing for hydrosilylation cross-linking reactions. 
 

Copolymers with two different spacer lengths between the azido-group were synthesised. One 

copolymer contains azido-groups with ~1200 g mol−1 dimethylsiloxane spacers between each 

group and the other copolymer contains azido-groups with ~580 g mol−1 dimethylsiloxane spacers 

between the functional groups. The copolymers with the shorter spacer thus contain approximate-

ly double the amount of functional groups than the copolymers with the long spacer at compara-

ble copolymer lengths. 

Copolymers were analysed with SEC, and molar mass characteristics were calculated from linear 

polydimethylsiloxane standards. The molecular weights of the copolymers prepared with different 

spacers were both found to be  ≈ 23,000 g mol−1, which is a suitable molecular weight for sili-

cone elastomers. Molecular weights of 23,000 g mol−1 signify that each copolymer contains ap-

proximately 15 and 30 azido-groups for the copolymers with the ~1200 g mol−1 dimethylsiloxane 

spacer and ~580 g mol−1 dimethylsiloxane spacer, respectively. 

The azido-copolymers with different spacer lengths between the groups were thereafter function-

alised with the high dielectric constant molecule, 1-ethynyl-4-nitrobenzene, through CuAAC, as il-

lustrated in Scheme 16. 
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The azido-groups on the copolymers were reacted to different extents so that copolymers with dif-

ferent degrees of functionalisation would be obtained. The feed of 1-ethynyl-4-nitrobenzene into 

the content of azido-groups was varied, and the effectiveness of the CuAAC reaction allowed for 

direct control over the degree of functionalisation. The feed of 1-ethynyl-4-nitrobenzene to the az-

ido-groups and the resulting obtained degree of functionalisation, as determined by 1H-NMR, are 

shown in Table 7. 

Table 7 Overview of the prepared functionalised dipolar copolymers. 

Entry 
 dime-

thylsiloxane 
spacer 

Feed of 1-ethynyl-4-
nitrobenzene 

Degree of functional-
isation from 1H-NMR 

Content of 4-
nitrobenzene 

 [g mol−1] [% of azido-groups] [% of azido-groups] [wt%] 

24 ~1200 0 0 0 
25 ~1200 25 25 2.75 
26 ~1200 50 51 5.6 
27 ~1200 100 100 11 
28 ~580 0 0 0 
29 ~580 25 19 3.8 
30 ~580 50 42 8.4 
31 ~580 100 100 20 

 

The actual degrees of functionalisation were determined by 1H-NMR through the integration of the 

CH2-N3 resonance at δH = 3.23 ppm against the CH2-Ntriazole resonance at δH = 4.41 ppm. For co-

polymers 25-27 and 31 the 1-ethynyl-4-nitrobenzene feed matched almost perfectly the degree of 

functionalisation determined from 1H-NMR such that, for example, copolymer 25 with 25% substi-

tuted azido-groups had an integral of 0.25 for the CH2-Ntriazole resonance and an integral of 0.75 

for the CH2-N3 resonance. For copolymers 29 and 30 slightly lower degrees of functionalisation 

were obtained. As the CuAAC reaction is almost 100% effective, the slightly lower obtained de-

grees of functionalisation could simply be due to inaccuracies when measuring the feed of 1-

ethynyl-4-nitrobenzene during the synthesis of these copolymers. Overall, the degree of function-

alisation can be varied accurately by changing the 1-ethynyl-4-nitrobenzene feed. The corre-

sponding actual content of nitrobenzene on the copolymers is shown in Table 7. 

The functional copolymers were thereafter used in cross-linking reactions with ~8-functional func-

tional hydride cross-linkers and furthermore reinforced with 20 wt% surface-treated silica particles 

to create silicone elastomers, as shown in Scheme 17.  
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Scheme 17 Cross-linking reaction between copolymers 24-31 and a hydride-functional cross-
linker. 

 

A reference sample made from PDMS of  = 25,000 g mol−1 using similar reaction conditions 

(same catalyst, cross-linker and particle concentration) was also produced. The elastomers pre-

pared with different degrees of functional groups showed different curing rates. The azido-

functional copolymers (24 and 28) cured relatively quickly (<12 hours) at low catalyst levels 

(20 ppm). For elastomers containing nitrobenzene, higher catalyst concentration was generally 

needed (100 ppm) and the films cured within 24 hours. At 100% conversion of the azido-groups to 

nitrobenzene (27 and 31), longer reaction times (one week) were needed. This indicates that the 

presence of larger amounts of nitrobenzene or triazole-groups inhibits, to some extent, the hy-

drosilylation reaction.  

The prepared elastomers were characterised by FTIR. The spectra of azido- and nitrobenzene-

functional films are shown in Figure 28. 

a) b) 

Figure 28 FTIR spectra of elastomer films prepared with the different functionalised copolymers: 

a): films prepared with copolymers with a ~1200 g mol−1 spacer and b): films prepared with copol-

ymers with a ~580 g mol−1 spacer. 

 

The films with the two azido-functional copolymers 24 and 28 show distinctive -N3 bands at ap-

proximately 2095 cm−1. The azido-band is sharper for the film with copolymer 28, confirming the 

higher content of azido-groups on this copolymer due to the shorter dimethylsiloxane spacer be-
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tween the functional groups. The more substituted the azido-group becomes with nitrobenzene, 

the less intense the -N3 bands become. For the films with 100% substituted azido-groups, no -N3 

bands are visible (films with 27 and 31). The films containing nitrobenzene (25-27 and 29-31) all 

show bands of increasing intensity at ~1605 cm−1 for the aromatic C=C bonds and at ~1520 cm−1 

and ~1340 cm−1 for the N=O bonds with increasing nitrobenzene content, which corroborates in-

creasing functionalisation with nitrobenzene in the elastomers. 

The gel fractions of the films were determined from swelling experiments with chloroform, in order 

to elucidate the amount of bonded (gel fraction) and non-bonded (sol fraction) species in the net-

works.  

Table 8 Gel fractions (Wgel) as a result of swelling experiments.  

Film with 
entry 

Wgel 

[%] 

Ref. 97 
24 83 
25 95 
26 84 
27 64 
28 84 
29 97 
30 88 
31 69 

 

As seen in Table 8 the gel fractions decrease with increasing degrees of functionalization; thus, 

the lowest gel fractions are obtained for films with copolymers that are fully substituted with nitro-

benzene (27 and 31). This could be due to the slow curing time of these films, indicating that not 

all reactive end groups on the copolymers react, which leaves larger fractions of non-bonded sub-

structures in the networks. The gel fractions for the other films are within an acceptable limit, 

thereby suggesting that these films are better cross-linked. 

The effect of the degree of functionalisation on the thermal transition behaviour of the elastomer 

films was determined by differential scanning calorimetry (DSC). The reference film showed clear 

melting and crystallisation temperatures at Tm = −42.6°C and Tc = −74.7°C, respectively. For all 

films prepared with copolymers 24-31, no Tm or Tc were observed, which means that no crystal-

line regions were present in the films. This points towards the successful formation of the spatially 

well-distributed azido- and nitrobenzene-functional groups, which prevents crystallisation from 

taking place. The glass transition temperature (Tg) of the pure PDMS reference sample was de-

termined to be −127°C. For films prepared with the azido-functional copolymers, the glass transi-

tion temperatures increased slightly to −120°C and −115°C for 24 and 28, respectively. The high-

er the content of nitrobenzene in the films, the higher the measured glass transition temperature. 

The glass transition temperatures ranged from -118°C for the film prepared with copolymer 25 to 

−95°C for the film prepared with copolymer 31.  

The effect of the functional copolymers on the thermal stability of the elastomer films was deter-

mined by TGA, and the resulting thermograms can be found as supporting information in Appen-
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dix E. The thermal degradation temperatures were not significantly altered for the films with the 

functional copolymers compared to the reference film. 

The influence of the concentration and type of copolymer on the mechanical properties was inves-

tigated by determining the shear storage and shear loss modulus of the prepared films. In Figure 

29 the results for films with different spacers and functional groups are presented. Furthermore, 

the resulting shear storage moduli (G’) and loss (tan δ) at 1 Hz are summarised in Table 9. 

  

a) b) 

Figure 29 Storage moduli (G’) and loss (tan δ) as functions of frequency for: a): films prepared 
with a ~1200 g mol−1 pre-polymer spacer (24-27) and b): films prepared with a ~580 g mol−1 pre-

polymer spacer (28-31). 
 

It is evident that the films with the ~1200 g mol−1 pre-polymer spacer (copolymers 24-27) all have 

lower moduli than the reference film. The films prepared with the ~580 g mol−1 pre-polymers (co-

polymers 28-31) have quite similar, but slightly higher, moduli – as for the reference film. Viscous 

losses and tan δ remain low for all films prepared with the functional copolymers except for the 

high concentration nitrobenzene films 27 and 31. For these films the viscous losses increased six-

fold, indicating increased damping behaviour, which is partly or fully due to the larger fractions of 

extractable substructures and the deterioration of network properties[73].  

The impact of the type of copolymer on dielectric properties was determined by dielectric relaxa-

tion spectroscopy on discs of ~1 mm thick films. Dielectric relaxation spectra showing the fre-

quency-dependent dielectric permittivity (ε’) and loss tangent (tan δ) for films with copolymers 24-

31, as well as the reference film, are presented in Figure 30. Permittivity and loss at 1 Hz and 

100 Hz are summarised further in Table 9. Enlarged spectra of dielectric permittivity at the plateau 

region from 102 to 105 Hz are also shown in Figure 30. 
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a) 

 

 

b) 

Figure 30 Dielectric permittivity (ε’) and loss tangent (tan δ) as functions of frequency for films 
prepared with: a): a ~1200 g mol−1 pre-polymer spacer (24-27) and b): a ~580 g mol−1 pre-polymer 

spacer (28-31). 
 

For all films prepared with functional copolymers dielectric permittivity is seen to increase com-

pared to the reference film, for which ' = 3.0. The films with the two azido-functional copolymers 

24 and 28 both show increased dielectric permittivity to ' = 3.3 and ' = 3.4 at 100 Hz, respective-

ly. These permittivities correspond to a 10-13% increase. Increasing (doubling) the content of az-

ido-groups thereby does not increase permittivity at medium to higher frequencies. The film with 

28, however, shows elevated permittivity at low frequencies. At 1 Hz, for instance, permittivity in-

creases to ' = 5.8, thus corresponding to an almost two-fold increase. These results show that 

the azido-groups alone also yield increased permittivities for the elastomer films. The azido-

functional copolymers, however, do exhibit increased dielectric losses, which are especially visi-

ble on the film prepared with 28.  

The films prepared with copolymers with the ~1200 g mol−1 pre-polymer spacer and different de-

grees of nitrobenzene (copolymers 25-27) show increased permittivities in the same order of 
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magnitude ( ' ≈ 5.0) at 100 Hz. This corresponds to an increase in permittivity of ~70 %. At lower 

frequencies dielectric permittivity increases in line with the increased content of nitrobenzene, 

reaching ' = 17.3 at 1 Hz for the film prepared with copolymer 27 containing 11 wt% nitroben-

zene. Dielectric losses, tan δ, increase slightly in line with increasing nitrobenzene content. 

Films prepared with copolymers with the ~580 g mol−1 spacer between the functional groups 

show largely increased permittivities at 100 Hz, with the highest dielectric permittivity obtained for 

the film prepared with copolymer 31, which contains 20 wt% nitrobenzene ( ' = 8.5). This corre-

sponds to an increase of 180%. At frequencies higher than 100 Hz the film prepared with copoly-

mer 30 shows the highest dielectric permittivity of ' ≈ 7. At lower frequencies dielectric permittivity 

also increases in line with the increased content of nitrobenzene, reaching ' = 59.3 at 1 Hz for the 

film prepared with copolymer 31 containing 20 wt% nitrobenzene. Relative dielectric losses 

(tan δ), furthermore, increase in line with increasing nitrobenzene content but are lower than the 

film prepared with the corresponding azido-functional copolymer 28. 

It is evident in Figure 30 that in the medium to high frequency region (102-106 Hz) there are no 

significant changes in ' with frequency. In this region dielectric response depends mainly on bulk 

polarisation processes[168]. Therefore, the most promising increases in permittivity for DEAP ap-

plications are observed in this region. Interestingly, the largest increases in permittivity in this fre-

quency region are not necessarily observed for the copolymers with the largest concentration of 

nitrobenzene, which indicates that there is a maximum concentration of nitrobenzene above 

which further improvement to dielectric permittivity is not possible. Above this concentration, it is 

only permittivity at low frequencies (due to Maxwell polarisation[169]) and dielectric losses that in-

creases and thereby there is a higher risk of unwanted conductivity.  

The nature of this system makes it possible to tune the concentration and distribution of functional 

groups, and so it is possible to obtain the most optimal dielectric elastomer with regards to permit-

tivity and dielectric loss. 

In order to investigate the nature of the large increases in permittivity and loss at low frequencies 

for the films prepared with copolymers with high concentrations of nitrobenzene, plots of conduc-

tivity as a function of frequency are shown in Figure 31. 
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a) b) 

Figure 31 Conductivity as a function of frequency for films prepared with: a): a ~1200 g mol−1 pre-
polymer spacer (24-27) and b): a ~580 g mol−1 pre-polymer spacer (28-31). 

 

It can be seen from Figure 31 that some of the films show higher electric conductivity at low fre-

quencies, as conductivity becomes independent of frequency. The observed conductivities, how-

ever, remain very low. For the films prepared from the 100% substituted copolymers (27 and 31) 

slightly higher conductivities are observed, which could be the reason for the high dielectric losses 

of these films at low frequencies.  
The electrical breakdown strengths, EB, for films with copolymers 24-31 as well as the reference 

film are presented in Table 9.  
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For all films, electrical breakdown strength is seen to increase compared to the reference film. 

This increased breakdown strength, as seen in Table 9, is not solely due to increased elastic 

moduli, which is often the case[151]. This suggests that the introduction of functional groups does 

not compromise electrical breakdown strength, which is an essential DEAP property. The high di-

electric breakdown strengths of the films could be due to a low degree of chemical and physical 

impurities, the result of which has a large effect on the dielectric strength of insulating 

materials[170]. The prepared copolymers are all purified after synthesis, which implies that the 

prepared films have higher breakdown strengths than the commercial PDMS reference material. 

As mentioned in Chapter 1, the enhancement in the properties of the dipolar elastomers can be 

compared with the reference material by calculating the figure of merit, Fom, relative to the figure 

of merit for the reference films[31,47]. All results can be seen in Table 9. All films prepared with 

copolymers 24-31 show increased Fom. The largest increase in the figure of merit is obtained for 

the film with the nitrobenzene-functional copolymer 25 where the figure of merit is increased 10 

times compared to the reference film. The high figure of merit of this film is among other things 

obtained because of its low modulus. The viscous and dielectric losses, however, are not incorpo-

rated into the figure of merit calculations but are important parameters that need to be considered. 

Therefore, when considering the losses, the best overall properties were obtained for a film pre-

pared with a copolymer with a ~1200 g mol−1 dimethylsiloxane spacer and 5.6 wt% nitrobenzene 

(copolymer 26), as it has high dielectric permittivity (~70% increase at 100 Hz) and low dielectric 

loss. Furthermore, the obtained film was soft with low modulus, without compromising the viscous 

loss and gel fraction. Electrical breakdown strength also increased 25% compared to that of the 

pure PDMS reference film.  

Moreover, the best overall properties were obtained for the films prepared with copolymers with 

the ~1200 gmol−1 pre-polymer spacer, as the films prepared with copolymers with a shorter dime-

thylsiloxane spacer (~580 g mol−1) and a higher concentration of functional groups were slightly 

stiffer and therefore less extensible.  
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7 Dielectric properties of elastomers prepared with 
chloro-functional copolymers 

The work in this chapter is based on so far unpublished results. Experimental procedures can be 

found in Chapter 9. 

 

7.1 Introduction 
The work in this chapter investigates the surprisingly effective dielectric properties of chloro-

functional copolymers. The chloro-functional copolymers were prepared as precursors for the az-

ido- and nitrobenzene-functional copolymers, whose dielectric properties were investigated in 

Chapter 6. Upon measurement of the mechanical and dielectric properties of elastomers prepared 

from the chloro-functional copolymer precursors, interesting results were obtained, which will be 

elaborated in this chapter.  

 

7.2 Results and discussion 
Chloro-functional copolymers were prepared as described in Chapter 5 through the Piers-

Rubinsztajn polycondensation of 3-chloropropylmethyldimethoxysilane and hydride-terminated 

dimethylsiloxane pre-polymers, according to Scheme 12. The copolymers were prepared with a 

~1200 g mol−1 dimethylsiloxane pre-polymer and a ~580 g mol−1 dimethylsiloxane pre-polymer to 

form the copolymers 32 and 33, respectively, both of  ≈ 23,000 g mol−1 as determined by SEC. 

The chloro-functional copolymers were reacted with ~8-functional functional hydride cross-linkers 

and furthermore reinforced with 20 wt% surface-treated silica particles to create silicone elasto-

mers, as shown in Scheme 18.  

 

 

Scheme 18 Cross-linking reaction between chloro-functional copolymers 32 and 33 and a hy-
dride-functional cross-linker. 

 

A reference sample made from pure PDMS of  = 25,000 g mol−1 using similar reaction condi-

tions (cross-linker and particle concentration) was also produced. The films prepared with chloro-

functional copolymers cured extremely rapidly at room temperature at very low catalyst concen-

trations (<1 ppm) and in order to obtain suitable curing times for proper film casting, 1 wt% of in-

hibitor (Pt88 from Wacker Chemie) was added to the mixture. At this point the films were fully 

cured after 3 hours at 115°C.  
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The gel fractions of the films were determined from swelling experiments with chloroform, in order 

to elucidate the amount of bonded (gel fraction) and non-bonded (sol fraction) species in the net-

works (see Table 10).  

Table 10 Gel fractions (Wgel) determined from swelling experiments of films prepared with chloro-
functional copolymers with ~1200 g mol−1 pre-polymer spacer (32) and ~580 g mol−1 pre-polymer 

spacer (33). 

Films with 
entry 

Wgel  

 [%] 
Ref. 97 
32 80 
33 77 

 
 
The gel fractions for the two films prepared with chloro-functional copolymers are both somewhat 

low, which could be due to improper curing that leaves larger fractions of non-bonded substruc-

tures in the networks. This could potentially be optimised by longer curing times at a lower tem-

perature and this would ensure that the polymer networks will be mechanically stable during long-

term usage. 

The effect of the degree of the chloro-functional copolymers on the thermal transition behaviour of 

the elastomer films was determined by DSC. The reference film showed clear melting and crystal-

lisation temperatures at Tm = −42.6°C and Tc = −74.7°C, respectively. For films prepared with the 

chloro-functional copolymers 32 and 33, no Tm or Tc was observed, which means that no crystal-

line regions were present in the films. This is probably due to the alkyl chloride side-chains, which 

prevent the alignment of linear polymer segments necessary for crystallisation. The glass transi-

tion temperature, Tg, of the pure PDMS reference sample was determined to be −127°C. For films 

prepared with the chloro-functional copolymers, the glass transition temperatures increased 

slightly to −120°C and −115°C for 32 and 33, respectively. This indicates that the higher the con-

centration of alkyl chloride-groups in the films, the higher the Tg, because the alkyl chloride-

groups hamper some segmental rotation. The glass transition temperatures, however, remain 

low. 

The effect of the chloro-functional copolymers on the thermal stability of the elastomer films was 

determined by TGA. The thermal degradation temperatures were not significantly altered for the 

films with the chloro-functional copolymers compared to the reference film but mineralisation of 

the films occurred to a greater extent. 

The influence of the chloro-functional copolymers on the mechanical properties was investigated 

by determining the shear storage and shear loss moduli of the prepared films. The results are 

presented in Figure 32. Furthermore, the resulting shear storage moduli (G’) and loss as tan δ at 

1 Hz are summarised in Table 11. 
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Figure 32 Storage moduli (G’) and loss (tan δ) as functions of frequency for films prepared with 
chloro-functional copolymers with ~1200 g mol−1 pre-polymer spacer (32) and ~580 g mol−1 pre-

polymer spacer (33). 
 
 
It is evident from Figure 32 that films prepared with the chloro-functional copolymers have signifi-

cantly lower moduli than the reference film based on pure PDMS. Furthermore, viscous losses 

(tan δ) have increased slightly, which could be due to the larger fractions of extractable substruc-

tures seen from the swelling experiments. However, when comparing these films with the films 

prepared with the azido-functional copolymers, 24 and 28 from the previous chapter, which have 

quite similar gel fractions, this does not fully explain the soft nature of the films with the chloro-

functional copolymers, as significantly lower moduli are observed for these films compared with 

the films prepared with azido-functional copolymers. The soft nature of the films prepared with the 

chloro-functional copolymers could be an advantage for DEAP applications, if the end result is not 

only due to lower gel fractions.  

The impact of the chloro-functional copolymers on dielectric properties was determined through 

dielectric relaxation spectroscopy on discs of ~1 mm thick films. Dielectric relaxation spectra 

showing the frequency-dependent dielectric permittivity (ε’) and loss tangent tan δ are presented 

in Figure 33, while permittivity and loss at 1 Hz and 100 Hz are summarised further in Table 11. 
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Figure 33 Dielectric permittivity (ε’) and loss tangent (tan δ) as functions of frequency for films 
prepared with chloro-functional copolymers with ~1200 g mol−1 pre-polymer spacer (32) and 

~580 g mol−1 pre-polymer spacer (33). 
 
For both films prepared with the chloro-functional copolymers dielectric permittivity in Figure 33 is 

seen to increase compared to the reference film, for which ' = 3.0. The chloro-functional films 32 

and 33 have ' = 3.6 and ' = 4.3 at 100 Hz, respectively. This corresponds to 20% and 43% in-

crease in permittivity, respectively. Furthermore, the losses, tan δ, remain as low as for the refer-

ence film. These preliminary results indicate that chloro-functional silicones are promising DEAP 

candidates, as the films are soft and dielectric permittivity is improved significantly, especially for 

the film with 33. Furthermore, the films with the chloro-functional copolymers show no increased 

conductivity, as the conductivity curves follow that of the reference film. 

The electrical breakdown strengths, EB, for films with copolymers 32 and 33 as well as the refer-

ence are presented in Table 11. For both films prepared with chloro-functional copolymers the 

electrical breakdown strength is observed to increase, which could be due to lower degrees of 

chemical and physical impurities. Overall, it can be seen from the figures of merit calculations in 

Table 11 that the films with the chloro-functional copolymers show significantly enhanced proper-

ties compared to the reference films. This is the result of their very low moduli and improved die-

lectric permittivity and breakdown strengths. Furthermore, as the viscous and dielectric losses do 

not increase considerably, the figure of merit, in this case, gives a realistic value for the possible 

actuation improvement that these films might exhibit.  
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8 Conclusions and outlook 

8.1 Conclusion 
High dielectric permittivity silicone elastomers were prepared through the covalent grafting of 

functional moieties onto silicone polymer networks. Two different synthetic strategies were fol-

lowed. The first strategy was based on the development of a new type of silicone-compatible 

cross-linker. The cross-linker allowed for the attachment of functional moieties at the polymer 

network cross-linking point through CuAAC reactions, and thus elastomers with well-distributed 

functionalities were obtained. The attachment of different functional groups led to elastomers with 

various properties, such as increased thermal stability and increased hydrophobicity. Dipolar 

groups (nitrobenzene and nitroazobenzene) on the cross-linker resulted in improved dielectric 

permittivity, which in turn increased ~20% at ~0.5 wt% of the dipolar group. The increase in per-

mittivity is significant in light of the low concentration of dipolar species. This was most likely due 

to the well-distributed manner in which the dipolar groups were incorporated, meaning that none 

of the dipolar groups cancelled out the others, and the full effect of the dipolar species on the 

permittivity was therefore achieved. At the concentration of cross-linker where permittivity was the 

greatest, electrical breakdown strength, mechanical properties and dielectric loss were not com-

promised. The cross-linker method has some limitations, since compatibility issues between cer-

tain functional groups and the silicone matrix can arise. Furthermore, the tri-functional cross-linker 

creates increasingly softer networks, when the concentration of functional cross-linker is in-

creased. It is moreover not possible to achieve further increases in permittivity using this method, 

as there is a limit to how much cross-linker it is possible to add to a polymer network without dete-

riorating the mechanical properties. 

The second synthetic strategy for high dielectric constant silicone elastomers involved the synthe-

sis of functional copolymers, through two different approaches. The first route involved the syn-

thesis of a new type of functionalisable chain extender. Nitrobenzene-functional copolymers were 

successfully created using the synthesised chain extender and hydride-terminated low molecular 

weight PDMS through platinum catalysed polycondensation and its subsequent reaction with 1-

ethynyl-4-nitrobenzene through CuAAC. The resulting elastomer showed more than a two-fold in-

crease in dielectric permittivity. The chain extender method was promising for one-pot elastomer 

synthesis and as a high dielectric constant additive for commercial silicone systems. The limita-

tions of this approach, however, were that tuning of the molecular weight was not trivial, because 

the reaction time, catalyst concentration, end group functionalisation and stoichiometric ratio be-

tween the starting materials needed further optimisation. Therefore, another synthetic approach 

for functional copolymers was followed, by using the highly efficient borane-catalysed Piers-

Rubinsztajn reaction. Through this method spatially well-distributed functional copolymers with tai-

lored molecular weights and high end group fidelity were obtained. Functional groups on the co-

polymers, such as alkyl azide and nitrobenzene, created silicone elastomers with varying increas-

es in dielectric permittivity. High permittivities were obtained for nitrobenzene-functional copoly-
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mers (e.g. a 180% increase at 20 wt% of nitrobenzene). This concentration, however, did in-

crease dielectric loss and stiffness, though electrical breakdown strength was not compromised. 

An optimum loading of functional groups was determined and the best overall properties were 

thus obtained with an elastomer prepared from a nitrobenzene-functional copolymer containing 

5.6 wt% of the nitrobenzene moiety. At this concentration dielectric permittivity was increased by 

70%, while breakdown strength and mechanical properties were improved. Dielectric loss re-

mained suitable for DEAP applications. 

Interesting results were also obtained from elastomers prepared with alkyl chloride functional co-

polymers. A total of 43% increased dielectric permittivity was obtained and the prepared elasto-

mers were very soft, though electrical breakdown strengths were not compromised. Furthermore, 

dielectric losses and conductivities remained as they were for the reference film containing pure 

PDMS. The gel fractions of these elastomers, however, still need to be improved. 

 

8.2 Future work 
The work presented herein could provide the basis for further research or even further investiga-

tions into some of the obtained data.  

Firstly, the actuation strain should be measured for the most promising synthesised elastomers, in 

order to determine their actuation response and thereby their potential use as DEAPs. 

It would be very interesting to investigate further the properties of elastomers prepared from alkyl 

chloride functional copolymers, as the obtained increases in dielectric permittivity for these elas-

tomers are achieved without affecting other important DEAP properties. The concentration of alkyl 

chloride functional groups – and thereby dielectric permittivity – could be increased further, by us-

ing an even smaller molecular weight PDMS spacer between the functional groups. Furthermore, 

the curing procedure, and thereby the gel fractions of these films, should be optimised further.  

Moreover, it would be interesting to create composite elastomers using, for example, alkyl chlo-

ride-functional or nitrobenzene-functional copolymers and a high dielectric constant filler such as 

TiO2. As the base polymers would have higher dielectric permittivity than pure PDMS, it would be 

possible to obtain elastomers with good DEAP properties using low concentrations of TiO2. 

It would furthermore be interesting to investigate the properties of the heterogeneous bimodal 

networks as dielectric elastomers both in actuation and in combination with the dipolar cross-

linkers and/or dipolar copolymers. The soft nature of the heterogeneous bimodal networks and 

the high dielectric constant synthesised materials could potentially induce a synergistic effect on 

the actuation properties. 
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9 Experimental procedures 

All reactions were carried out in a nitrogen atmosphere. 

4-(bromomethyl)-2,7-dimethyl-3,6-dioxa-2,7-disilaoctane (0a):  

 
3-bromo-1,2-propanediol (1 g, 6.45 mmol) was dissolved in dry THF (40 mL) and transferred to a 

100 mL two-necked round-bottomed flask equipped with magnetic stirring. The mixture was 

cooled to 0°C in an ice bath and 1,1,3,3-tetramethyldisilazane (1.27 g, 9.49 mmol) was now add-

ed drop wise together with 2 drops of chlorodimethylsilane catalyst. The reaction was carried out 

under reflux for 5 hours. The reaction mixture was then diluted with THF (50 mL), filtered and the 

solvent was removed in vacuo. The product was obtained in the form of a colourless oil in quanti-

tative yield. IR (cm-1): 2960 (C-H stretch); 2120 (Si-H stretch); 1255 (Si-CH3 stretch); 1110 (C-O 

stretch); 1055 (Si-O stretch). 1H NMR (CDCl3, δH, ppm): 0.07-0.27 (m, 12H, CH3-Si), 3.38-3.52 (m, 

2H, Br-CH2), 3.68 (m, 2H, CH2-O), 3.89-4.02 (m, 1H, CH-O), 4.63-4.70 (m, 2H, Si-H). 13C-NMR 

(CDCl3, δC, ppm): -0.5 (d), 32 (a), 65 (c), 71 (b). 

 

4-(azidomethyl)-2,7-dimethyl-3,6-dioxa-2,7-disilaoctane (0b): 

 
0a (0.5 g, 1.84 mmol) and NaN3 (0.16 g, 2.46 mmol) were dissolved in DMF (5 mL) and stirred at 

45°C for 17 hours. The reaction mixture was now quenched with 30 mL H2O and the aqueous 

DMF was extracted with EtOAc (3 x 30 mL). The organic phases were combined and washed with 

H2O (5 x 50 mL) and brine (1 x 50 mL), dried with MgSO4, filtered and concentrated in vacuo to 

give the product in the form of a slightly yellowish oil in quantitative yield. IR (cm-1): 2960 (C-H 

stretch); 2100 (-N3 stretch); 1258 (Si-CH3 stretch); 1050 (Si-O stretch). 1H NMR (CDCl3, δH, ppm): 

0.07-0.22 (m, 12H, CH3-Si), 3.29 (m, 2H, N3-CH2), 3.63 (m, 2H, CH2-O), 4.04 (m, 1H, CH-O). 13C-

NMR (CDCl3, δC, ppm): -0.5 (d), 52 (a), 63 (c), 72 (b). 
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3-(3-chloropropyl)-1,1,3,5,5-pentamethyl-1,5-divinyltrisiloxane (13a): 

  
3-Chloropropylmethyldimethoxysilane (6.7 g, 36.7 mmol) was dissolved in dry heptane (70 mL) in 

a 500 mL two-necked round-bottomed flask. Vinyldimethylsilane (7.7 g, 90.0 mmol) was added 

and the mixture was stirred for 5 min. Tris(pentafluorophenyl)borane (350 μl, 0.04 M) in dry tolu-

ene (2 mL) was added and methane gas was developed. The mixture was stirred at RT for 1 h 

where after neutral aluminum oxide (3 g) was added to remove the tris(pentafluorophenyl)borane 

catalyst. The reaction mixture was now filtered and solvent and excess reagents were removed in 

vacuo to give the product as a clear oil (11.5 g, 97 %). IR (cm-1): 2960 (C-H stretch); 1595 (Si-

CH=CH2 stretch); 1405 (Si-CH2 stretch); 1255 (Si-CH3 stretch); 1040 (Si-O stretch). 1H NMR 

(CDCl3, δH, ppm): 0.05-0.16 (m, 15H, CH3-Si), 0.59 (m, 2H, -Si-CH2-CH2-), 1.79 (m, 2H, -CH2-

CH2-CH2-), 3.49 (t, 2H, 3J=6.9 Hz, Cl-CH2-CH2), 5.73 (dd, 2H, 2J=4.2 Hz, 3J=20 Hz, CH=CH2), 

5.94 (dd, 2H, 2J=2.7 Hz, 3J=14 Hz, CH=CH2), 6.12 (dd, 2H, 3J=15 Hz, 3J=20 Hz, -CH=CH2). 13C-

NMR (CDCl3, δC, ppm): -0.31 (d), -0.25 (c), 15.12 (e), 26.78 (f), 47.68 (g), 131.85 (a), 139.09 (b) 

 
1,5-diallyl-3-(chloromethyl)-1,1,3,5,5-pentamethyltrisiloxane (13b): 

 
Chloromethyl(methyl)dimethoxysilane (3.00 g, 19.4 mmol) was dissolved in dry heptane (30 mL) 

in a 250 ml two-necked round-bottomed flask. Allyldimethylsilane (5.83 g, 58.2 mmol) was added 

and the mixture was stirred for 5 min. Tris(pentafluorophenyl)borane (240 μl, 0.04 M) in dry tolu-

ene (2 ml) was added and methane gas was developed. The mixture was stirred at RT for 1 h 

where after neutral aluminium oxide (3 g) was added to remove the tris(pentafluorophenyl)borane 

catalyst. The reaction mixture was now filtered and solvent and excess reagents were removed in 

vacuo to give the product as a clear oil (6.46 g, 93.9 %). IR (cm-1): 2960 (C-H stretch); 1630 (C=C 

stretch); 1255 (Si-CH3 stretch); 1055 (Si-O stretch). 1H NMR (CDCl3, δH, ppm): 0.13-0.17 (m, 15H, 

CH3-Si), 1.60 (d, 4H, 2J=8 Hz, Si(CH3)2-CH2-CH), 2.62 (s, 2H, Cl-CH2-Si), 4.85-4.92 (m, 4H, 

CH=CH2), 5.80 (m, 2H, -CH=CH2). 13C-NMR (CDCl3, δC, ppm): -2.26 (e), -0.34 (d), 26.05 (c), 

29.49 (f), 113.66 (a), 133.96 (b). 

 

 
 
 

88



 
 
 

81 
 

3-(3-azidopropyl)-1,1,3,5,5-pentamethyl-1,5-divinyltrisiloxane (14a): 

 
13a (5.0 g, 15.5 mmol) and NaN3 (1.35 g, 20.6 mmol) were dissolved in DMF (70 mL) in a 250 mL 

two-necked round-bottomed flask. The reaction mixture was stirred at 60°C for 15 hours. The re-

action mixture was quenched with H2O (70 mL) and extracted with heptane (5 x 70 mL). The or-

ganic phases were combined and washed with H2O (3 x 70 mL) and brine (1 x 70 mL), dried with 

MgSO4, filtered and concentrated in vacuo to give the product in the form of a light yellow oil 

(4.5 g, 88 %). IR (cm-1): 2960 (C-H stretch); 2095 (-N3 stretch); 1595 (Si-CH=CH2 stretch); 1405 

(Si-CH2 stretch); 1255 (Si-CH3 stretch); 1040 (Si-O stretch). 1H NMR (CDCl3, δH, ppm): 0.05-0.16 

(m, 15H, CH3-Si), 0.59 (m, 2H, -Si-CH2-CH2-), 1.62 (m, 2H, -CH2-CH2-CH2-), 3.22 (t, 2H, 3J=7.2 

Hz, N3-CH2-CH2), 5.73 (dd, 2H, 2J=4.2 Hz, 3J=20, CH=CH2), 5.94 (dd, 2H, 2J=4.2 Hz, 3J=15 Hz, 

CH=CH2), 6.12 (dd, 2H, 3J=15 Hz, 3J=20 Hz, -CH=CH2). 13C-NMR (CDCl3, δC, ppm): -0.33 (d), -

0.24 (c), 14.58 (e), 22.79 (f), 54.08 (g), 131.86 (a), 139.09 (b). 

 
1,5-diallyl-3-(azidomethyl)-1,1,3,5,5-pentamethyltrisiloxane (14b): 

 
13b (6.3 g, 19.5 mmol) and NaN3 (1.7 g, 24.0 mmol) were dissolved in DMF (20 mL) in a 50 ml 

two-necked round-bottomed flask. The reaction mixture was stirred at 45°C for 18 hours. The re-

action mixture was quenched with H2O (40 mL) and extracted with heptane (5 x 40 mL). The or-

ganic phases were combined and washed with H2O (3 x 40 mL) and brine (1 x 40 mL), dried with 

MgSO4, filtered and concentrated in vacuo to give the product in the form of a clear oil (6.1 g, 95 

%). IR (cm-1): 2960 (C-H stretch); 2095 (-N3 stretch); 1630 (C=C stretch); 1255 (Si-CH3 stretch); 

1055 (Si-O stretch). 1H NMR (CDCl3, δH, ppm): 0.07-0.14 (m, 15H, CH3-Si), 1.60 (d, 4H, 2J=8 Hz, 

Si(CH3)2-CH2-CH), 2.63 (s, 2H, N3-CH2-Si), 4.86-4.93 (m, 4H, CH=CH2), 5.80 (m, 2H, -CH=CH2). 
13C-NMR (CDCl3, δC, ppm): -1.11 (e), -0.32 (d), 26.04 (c), 41.15 (f), 113.76 (a), 133.83 (b). 
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Chain extended copolymer (15b): 

 
14b (0.89 g, 2.7 mmol) and hydride-terminated PDMS (DMS H-11) (3.1 g, 2.8 mmol) were dis-

solved in dry THF (5 mL) in a 50 ml two-necked round-bottomed flask. The platinum cyclovinylme-

thyl siloxane complex catalyst (511) (150 μl of a 0.04 g/ml solution in THF) was added drop-wise. 

The reaction mixture was stirred overnight at 55°C. After the chain extension reaction, the reac-

tion mixture was diluted with 20 mL dry THF and end-capped with 14b (0.21 g, 0.64 mmol) over-

night at 55°C. The chain extended PDMS with allyl end-groups were now precipitated in dry 

methanol, which was hereafter decanted. The PDMS was dried overnight at RT to give a trans-

parent oil (3.26 g 81.1 %). IR (cm-1): 2960 (C-H stretch); 2095 (-N3 stretch); 1630 (C=C stretch); 

1255 (Si-CH3 stretch); 1015 (Si-O stretch). 1H NMR (CDCl3, δH, ppm): 0.05-0.12 (m, CH3-Si), 0.62 

(m, -CH2-Si), 1.38 (m, CH2-CH2-CH2), 1.82 (dd, 4H, 3J=6 Hz and 4J=1.5 Hz, Si(CH3)2-CH2-CH), 

2.60 (s, N3-CH2-Si), 5.64 (m, 4H, CH=CH2), 6.14 (m, 2H, -CH=CH2). 13C-NMR (CDCl3, δC, ppm): -

1.06-1.17 (d, e, g, k) 17.06 (h, j) 22.65 (i), 41.28 (f) (a, b and c not visible). 

 

 

Click reaction on 15b (16b): 

 
15b (2.74 g, 1.97 mmol) and 1-ethynyl-4-nitrobenzene (0.305 g, 2.1 mmol) were dissolved in dry 

THF (20 ml) in a 250 mL two-necked round-bottomed flask. The mixture was stirred for 5 min. CuI 

(0.04 g, 0.21 mmol) was subsequently added, the mixture was stirred again for 5 min and Et3N 

(0.31 g, 3.1 mmol) was added drop-wise. The reaction was carried out at 45°C for 22 h. The func-

tionalized chain extended PDMS with allyl end-groups were now precipitated in dry methanol, 

which was hereafter decanted. The PDMS was dried overnight at RT to give a red oil in quantita-

tive yield. IR (cm-1): 2960 (C-H stretch); 1605 (aromatic C=C stretch); 1520 (N=O asymmetric 

stretch); 1340 (N=O symmetric stretch); 1255 (Si-CH3 stretch); 1010 (Si-O stretch). 1H NMR 

(CDCl3, δH, ppm): 0.03-0.21 (m, CH3-Si), 0.61 (m, -CH2-Si), 1.38 (m, CH2-CH2-CH2), 1.79 (d, 4H, 
3J=6 Hz, Si(CH3)2-CH2-CH), 3.88 (s, N-CH2-Si), 5.60 (m, 4H, CH=CH2), 6.12 (m, 2H, -CH=CH2), 

7.83 (s, -C=CH-N-), 7.98 (d, 3J=9 Hz, Ar-H), 8.27, (d, 3J=9 Hz, NO2-Ar-H). 13C-NMR (CDCl3, δC, 

ppm): -0.89-1.17 (d, e, g, k) 17.05 (h, j) 22.50 (i), 41.95 (f), 121.66 (l) 124.32 (r), 125.91 (q), 

137.20 (p), 145.30 (s), 147.17 (o), (a, b and c not visible). 
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1-((1,5-diallyl-1,1,3,5,5-pentamethyltrisiloxan-3-yl)methyl-4-(4-nitrophenyl)-1H-1,2,3-triazole 
(17b):  

 
14b (3 g, 9.1 mmol) and 1-ethynyl-4-nitrobenzene (1.4 g, 9.6 mmol) were dissolved in dry THF 

(150 mL) in a 250 mL two-necked round-bottomed flask. The mixture was stirred for 5 min. CuI 

(0.18 g, 0.96 mmol) was subsequently added, the mixture was stirred again for 5 min and Et3N 

(1.45 g, 14.3 mmol) was added drop-wise. The reaction was carried out at RT for 24 hours then at 

40°C for 22 h. The reaction mixture was extracted with heptane and washed with H2O (3 x 

100 mL) and brine (1 x 100 mL), dried with MgSO4, filtered and concentrated in vacuo. The prod-

uct was hereafter washed with diethyl ether and filtered to give a red solid (1.2 g, 28 %). IR (cm-1): 

3080 (aromatic =C-H stretch); 2960-2910 (C-H stretch); 1630 (C=C stretch); 1605 (aromatic C=C 

stretch); 1515 (N=O asymmetric stretch); 1455 (aromatic C=C stretch); 1335 (N=O symmetric 

stretch); 1255 (Si-CH3 stretch); 1060 (C-O stretch); 1040 (Si-O stretch). 1H NMR (CDCl3, δH, 

ppm): 0.11-0.12 (m, 12H, CH3-Si), 0.24 (s, 3H, CH3-Si), 1.57 (d, 4H, 2J=8 Hz, Si(CH3)2-CH2-CH), 

3.90 (s, 2H, N-CH2-Si), 4.85-4.91 (m, 4H, CH=CH2), 5.75 (m, 2H, -CH=CH2), 7.84 (s, 1H, -C=CH-

N-), 7.98 (d, 2H, 3J=9 Hz, Ar-H), 8.39, (d, 2H, 3J=9 Hz, NO2-Ar-H). 13C-NMR (CDCl3, δC, ppm): -

0.88 (e), -0.32 (d), 25.87 (c), 41.85 (f), 114.08 (a), 121.78 (g), 124.33 (k), 125.91 (j), 133.49 (b) 

137.21 (i), 145.31 (l), 147.16 (h). 

 
Preparation of elastomer film of 16b:  
16b (2 g, 0.06 mmol) was dissolved in dry THF (1 mL) and mixed with hydride-functional cross-

linker (0.04 g, 0.02 mmol, HMS-301, ~8-functional) and 100 ppm Pt catalyst in THF (511, Hanse 

Chemie). The mixture was mixed on FlackTek Inc. DAC 150.1 FVZK SpeedMixer™, degassed in 

vacuo and poured into a 1 mm thick steel mould on a fluorinated ethylene propylene (FEP) re-

lease liner and cured for 1 week at RT and 2 weeks at 80°C. 

 

Synthesis of 32 and 33:  
Copolymer 32 and 33 were prepared according to procedures described in Appendix D using 

amounts stated in Appendix E. 

 
Preparation of elastomer films with copolymers 32 and 33:  
32 or 33 (2.33 g, 10.1 mmol) and an 8-functional cross-linker (HMS-301 (Gelest), 0.066 g, 0.034 

mmol) were mixed with treated silica particles (20 wt%) and inhibitor (0.015 g, 1 wt%, Pt88 from 
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Wacker Chemie AG) and the mixture was treated on a FlackTek Inc. DAC 150.1 FVZ-K Speed-

Mixer™. The catalyst (511 from Hanse Chemie) (1 ppm) was added thereafter and the mixture 

was speed-mixed once more. The mixture was the poured into 1 mm thick steel moulds and fur-

thermore coated as 150 μm films on a glass substrate and cured at 115°C.  
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Novel cross-linkers for PDMS networks for controlled
and well distributed grafting of functionalities by click
chemistry†

Frederikke Bahrt Madsen, Ivaylo Dimitrov, Anders Egede Daugaard, Søren Hvilsted
and Anne Ladegaard Skov*

An azide-containing, trifunctional vinyl cross-linker for silicone networks has been synthesized. The cross-

linker has through Cu(I) catalyzed 1,3-cycloaddition been reacted with six different alkyne-containing

chemical groups which each possess a particular functionality. The functional cross-linkers have been

utilized to prepare novel polydimethylsiloxane (PDMS) networks. All functional cross-linkers were

successfully incorporated into the networks and were demonstrated to be well distributed within the

PDMS films. This was substantiated by fluorescence microscopy of a film prepared with the 4-methyl-

umbelliferone containing cross-linker. TGA showed that a ferrocene functionality increased the thermal

degradation temperature of PDMS. It was furthermore shown that the incorporation of only 0.25 wt%

of the push–pull dipole, ethynyl-4-nitrobenzene, increased the dielectric permittivity of PDMS by 35%.

The contact angle of PDMS films was increased from 108� to 116� by the introduction of a small

poly(pentafluorostyrene) chain. Finally, 17a-ethynyl-1,3,5(10)-estratriene-3,17b-diol and 1-ethynyl-3,5-

bis(trifluoromethyl)benzene were incorporated as examples of other functional groups.

Introduction

Polydimethylsiloxane (PDMS) is the most widely used siloxane
polymer.1 PDMS elastomers have numerous and widespread
applications such as membranes,2 adhesives,3 dielectric elas-
tomers4 and biomedical applications. PDMS owes its many
excellent properties to the presence of methyl groups along the
exible Si–O–Si backbone which gives the polymer high thermal
stability, high gas permeability, low surface tension and
chemical and biological inertness.5

Due to the many excellent properties of PDMS it is of great
interest to extend the range of applications even further. The
properties of PDMS are usually altered and improved by the
application of llers such as metal oxides or most frequently by
silicates. However, such ller materials oen agglomerate due
to favorable particle–particle interactions and this leads to a
deterioration of the properties locally instead of the desired
macroscopic improvement. The possibility of incorporating
evenly distributed functionalities into the PDMS elastomer
networks without risking agglomeration could greatly improve
and expand the application area of PDMS.6 The incorporation is

envisioned to be performed by covalent attachment of func-
tional molecules to the network, which would provide a matrix
with well distributed modications that prevent leakage of the
functional moieties from the PDMS network during use.
Modication of the PDMS network by covalent graing of
functionality will change the properties and improve the
applicability of PDMS within many areas such as electrical,
optical and biomedical areas. The modication could further-
more improve properties such as oil and solvent resistance7 and
current release problems encountered for thin PDMS lms
where the release forces between PDMS and the substrate easily
exceed the tear strength of the material since the excellent
wetting properties of PDMS may lead to strong substrate–PDMS
interactions.8

The cross-linking of PDMS into an elastomer is frequently
achieved by hydrosilylation where vinyl groups of one compo-
nent react with hydrosilane groups of the other component in a
platinum catalyzed reaction. In this work, a novel silicone
compatible vinyl cross-linker containing an azide functionality
is introduced. The vinyl groups allow for cross-linking reactions
with hydride-terminated PDMS molecules whereas the azide
group allows for modication of the PDMS network either
before or aer network cross-linking. The azide moiety opens
up for click reactions, in this case the copper-catalyzed cyclo-
addition of an azide group and an alkyne (CuAAC) forming a
1,4-disubstituted-1,2,3-triazole.9–12 Click chemistry has previ-
ously been demonstrated to be successful for functionalization
of polymers in general13–15 and in combination with
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polysiloxanes in particular.16–19 The azide group on the cross-
linker therefore enables reactions with various types of alkyne
functional molecules and thereby signicantly widens the
functionality that can be introduced into PDMS elastomers.
Therefore a number of different functionalities are elaborated.
Introduction of 4-methylumbelliferone will provide the PDMS
network with a uorescent tag at the cross-linking site that can
not only be used to visualize the distribution of incorporated
functionality but also create luminescent PDMS lms. A push–
pull dipole that potentially enhances the dielectric permittivity
of the silicone elastomer can be inserted from an ethynyl-4-
nitrobenzene and thus improve the dielectric elastomer
performance.20 The incorporation of ferrocene will provide
PDMS lms with potential applications within the optical,
magnetic or electronic eld21 and within the area of cancer
research as certain ferricenium complexes are known to show
anti-tumor activity.22 Ferrocene has also recently been posi-
tioned on surfaces of nanoparticles23 or single-walled carbon
nanotubes24 by application of click chemistry and ethy-
nylferrocene. Different kinds of drugs or therapeutics for
biomedical applications will also be possible by the introduc-
tion of an estradiol functionality.25 Recently, it has been shown
that introduction of triuoromethyl groups improve the oil and
solvent resistance of PDMS lms.7 With this in mind bis(tri-
uoromethyl)phenyl and a short poly(pentauorostyrene) chain
will be inserted into the PDMS network. Also possible
improvements of the release properties of such uorine con-
taining PDMS lms during processing will be investigated. An
important property of the system is that the alkyne-functional
molecule in principle can be clicked onto the azide cross-linker
before or aer the cross-linking reaction that leads to the PDMS
network.

Here we present the preparation and characterization of
novel PDMS networks containing the elaborated functionalities
using the pre-cross-linking approach with the series of new
silicone compatible cross-linkers. The pre-cross-linking proce-
dure avoids the step of swelling the PDMS network for
successful click reactions and furthermore allows for compre-
hensive characterization of the individual functional cross-
linkers.

Experimental
Materials and methods

Hydride-terminated PDMS, DMS-H31 ( �Mn ¼ 28 000 g mol�1)
and a vinyl functional PDMS cross-linker, VDT-431 ( �Mn¼ 28 000
g mol�1, 16-functional) were acquired from Gelest Inc. The
platinum cyclovinylmethyl siloxane complex catalyst (511) was
purchased from Hanse Chemie AG. All other chemicals were
acquired from Aldrich and used as received unless otherwise
specied.

FTIR was conducted on a PerkinElmer Spectrum One model
2000 Fourier Transform Infrared apparatus equipped with a
universal attenuated total reection accessory on a ZnSe–dia-
mond composite. Spectra were recorded in the range of 4000–
650 cm�1 with 4 cm�1 resolution and 16 scans. 1H- and 13C-
NMR experiments were performed on a Bruker 250 MHz

spectrometer. Solid state 13C-NMR was recorded on a Bruker
Avance 500 MHz spectrometer. Thermogravimetric analysis
(TGA) was performed on a Q500 from TA Instruments in a
nitrogen atmosphere with a heating rate of 10 �Cmin�1 from RT
to 950 �C. Differential scanning calorimetry (DSC) measure-
ments were performed on a DSC Q1000 from TA Instruments.
The thermal analyses were performed with a heating and cool-
ing rate of 10 �C min�1 from 25–200 �C. Mechanical charac-
terization of the prepared lms was performed with a TA
Instruments 2000 Rheometer set to a controlled strain mode at
1% strain, which was ensured to be within the linear visco-
elastic regime. The measurements were performed at RT with a
parallel plate geometry of 25 mm in the frequency range of 100–
0.01 Hz. Optical characterization was performed on a Leica
DMLB microscope with a Olympus Highlight 2000 light source.
Fluorescence intensity measurements were performed on a
BMG Labtech POLARstar Omega (excitation 355 nm, emission
460 nm). Size-exclusion chromatography (SEC) was performed
on a Viscotek GPCmax VE-2001 instrument equipped with a
Viscotek TriSEC Model 302 triple detector using two PLgel
mixed-D columns from Polymer Laboratories. Samples were run
in THF at 30 �C at a rate of 1 ml min�1 and molar mass char-
acteristics were calculated using polystyrene standards.
Dielectric relaxation spectroscopy (DRS) was performed on a
Novocontrol Alpha-A high performance frequency analyzer.
Contact angle measurements with water were conducted on a
Dataphysics OCA 20. A drop of 6 ml was placed on the surface of
the lm with the needle inside the drop. The drop was expanded
at a rate of 0.125 ml s�1. All reported contact angles are an
average of 3 measurements on 3 drops.

Synthesis

All reactions were carried out under a nitrogen atmosphere.
Tris(allyloxy)(3-bromopropyl)silane (1). Allyl alcohol (4.24 g,

73.11 mmol) was dissolved in dry THF (120 ml) in a 250 ml 2-
necked round bottomed ask. The mixture was cooled to 0 �C in
an ice bath and triethylamine (9.87 g, 97.5 mmol) was added
dropwise. (3-Bromopropyl)trichlorosilane (5 g, 19.5 mmol) was
then added dropwise to the reaction mixture. The reaction was
carried out for 17 hours at RT. The reaction mixture was ltered
and the solvent and excess allyl alcohol and triethylamine were
removed in vacuo. The product was obtained in the form of a
light yellow oil (5.35 g, 86%). IR (cm�1): 2870 (C–H stretch); 1645
(C]C stretch); 1070 (C–O stretch); 1035 (Si–O stretch). 1H NMR
(CDCl3, dH, ppm): 0.81 (m, 2H, CH2–Si); 1.98 (m, 2H, CH2–CH2–

CH2), 3.40 (t,
3J¼ 5.6 Hz, 2H, Br–CH2), 4.30 (m, 6H, O–CH2), 5.12

(dd, 3J ¼ 8.6 Hz and 2J ¼ 1.25 Hz, 3H, CH]C), 5.27 (dd, 3H, 3J¼
14.25 Hz and 2J¼ 1.5 Hz, CH]C), 5.92 (m, 3H,]CH–CH2).

13C-
NMR (CDCl3, dC, ppm): 9.55 (d); 26.48 (e); 36.51 (f); 63.60 (c);
114.84 (a); 136.30 (b).

Tris(allyloxy)(3-azidopropyl)silane (2). 1 (5.16 g, 16.06 mmol)
and NaN3 (1.39 g, 21.41 mmol) were dissolved in DMF (50 ml) in
a 250 ml 2-necked round bottomed ask. The reaction mixture
was stirred at RT for 17 hours. The reaction mixture was then
quenched with H2O (70ml) and extracted with ethyl acetate (3�
70 ml). The organic phases were combined and washed with
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H2O (3 � 70 ml) and brine (1 � 70 ml), dried with MgSO4,
ltered and concentrated in vacuo to give the product in the
form of an orange-yellow oil (3.91 g, 86%). IR (cm�1): 2870 (C–H
stretch); 2095 (–N3 stretch); 1640 (C]C stretch); 1070 (C–O
stretch); 1035 (Si–O stretch). 1H NMR (CDCl3, dH, ppm): 0.74 (m,
2H, CH2–Si), 1.71 (m, 2H, CH2–CH2–CH2), 3.26 (t, 3J ¼ 5.75 Hz,
2H, N3–CH2), 4.30 (m, 6H, O–CH2), 5.12 (dd,

3J¼ 8.5 Hz and 2J¼
1.25 Hz, 3H, CH]C), 5.27 (dd, 3J¼ 14.5 Hz and 2J¼ 1.75 Hz, 3H,
CH]C), 5.92 (m, 3H, ¼CH–CH2).

13C-NMR (CDCl3, dC, ppm):
7.60 (d); 27.47 (e); 53.69 (f); 63.58 (c); 114.77 (a); 136.29 (b).

4-Methyl-7-(prop-2-yn-1-yloxy)-2H-chromen-2-one (3). 4-
Methylumbelliferone (3 g, 17,0 mmol) and K2CO3 (2.04 g, 20
mmol) were dissolved in acetone (85 ml). Propargyl bromide
(2.43 g, 20 mmol) was added at a rate of 0.06 ml min�1. The
reaction was carried out under reux for 24 hours. The reaction
mixture was then quenched with H2O (80 ml) and subsequently
extracted 3 times with ethyl acetate. The organic phases were
combined and washed with H2O (3 � 80 ml) and brine (1 � 80
ml), dried with MgSO4, ltered and concentrated in vacuo. The
crude was recrystallized in an ethyl acetate–heptane mixture
(1 : 0.75) to give the product in the form of a white solid in
quantitative yield. IR (cm�1): 3305 (C^C–H stretch); 1720 (O–
C]O stretch); 1605 (C]C stretch). 1H NMR (CDCl3, dH, ppm):
2.40 (s, 3H, Ar–CH3), 2.57 (s, 1H, C^C–H), 4.76 (d, 4J¼ 2 Hz, 2H,
O–CH2–), 6.16 (s, 1H, O]C–CH–), 6.95 (m, 2H, Ar–H), 7.52 (m,
1H, Ar–H). 13C-NMR (CDCl3, dC, ppm): 18.58 (s); 56.09 (i); 76.43
(g); 77.34 (h); 102.07 (o); 112.31 (q); 112.59 (k); 114.16 (m);
125.56 (l); 152.56 (n); 154.93 (p); 160.27 (j); 160.99 (r).

General procedure for click reactions, 4-methyl-7-((1-(3-(tri-
s(allyloxy)silyl)propyl)-1H-1,2,3-triazol-4-yl)methoxy)-2H-chromen-
2-one (4). 2 (3.01 g, 10.6 mmol) and 3 (2.17 g, 10.0 mmol) were
dissolved in THF (50 ml) in a 250 ml 2-necked round bottomed
ask. CuI (0.206 g, 10.6 mmol) was subsequently added and
Et3N (1.61 g, 15.9 mmol) was added dropwise. The reaction was
carried out at RT for 17 hours. The reaction mixture was
extracted with ethyl acetate and washed with H2O (3 � 40 ml)
and brine (1 � 40 ml), dried with MgSO4, ltered and concen-
trated in vacuo to give the product in the form of a light grey oil
(2.66 g, 53%). IR (cm�1): 2935 (C–H stretch); 1715 (O–C]O
stretch); 1610 (C]C stretch); 1070 (C–O stretch); 1035 (Si–O
stretch). 1H NMR (CDCl3, dH, ppm): 0.60 (m, 2H, CH2–Si), 2.05
(m, 2H, CH2–CH2–CH2), 2.40 (s, 3H, Ar–CH3), 4.28 (m, 2H, N–
CH2–), 4.37 (m, 6H, O–CH2–), 5.11 (dd, 3J ¼ 8.5 Hz and 2J ¼ 1.25
Hz, 3H, CH2]C), 5.25 (s, 2H, O–CH2–C–N), 5.26 (dd, 3J ¼ 14.25
Hz and 2J ¼ 1.5 Hz, 3H, CH]C), 5.92 (m, 3H, ]CH–CH2), 6.14
(s, 1H, O]C–CH–), 6.95 (m, 2H, Ar–H), 7.50 (m, 1H, Ar–H), 7.65
(s, 1H, –C]CH–N–). 13C-NMR (CDCl3, dC, ppm): 7.39 (d); 18.54
(s); 23.93 (e); 52.39 (f); 62.20 (i); 63.70 (c); 101.98 (o); 112.08 (q);
112.27 (k); 113.89 (l); 114.90 (a); 122.95 (m); 125.60 (g); 136.10
(b), 142.69 (h); 152.39 (n); 154.99 (p); 161.02 (j); 161.07 (r).

4-Ferrocene-1-(3-(tris(allyloxy)silyl)propyl)-1H-1,2,3-triazole
(5). The product was prepared according to the general click
procedure using 2 (0.204 g, 0.71 mmol) and ethynylferrocene
(0.145 g, 0.67 mmol), CuI (0.0134 g, 0.071 mmol) and Et3N
(0.107 g, 1.06 mmol) to give a brown oil (0.31 g, 94%). IR (cm�1):
2955–2870 (C–H stretch); 1590 (C]C ring stretch); 1430 (C]C
ring stretch); 1070 (C–O stretch); 1035 (Si–O stretch). 1H NMR

(CDCl3, dH, ppm): 0.68 (m, 2H, CH2–Si), 2.07 (m, 2H, CH2–CH2–

CH2), 4.07 (m, 2H, N–CH2–), 4.2–4.25 (m, 8H, Ar–H), 4.30 (m,
6H, O–CH2–), 4.72 (m, 1H, Ar–H), 5.12 (dd, 3J ¼ 8.75 Hz and 2J ¼
1.25 Hz, 3H, CH]C), 5.28 (dd, 3J ¼ 14.25 Hz and 2J ¼ 1.25 Hz,
3H, CH]C), 5.92 (m, 3H, ]CH–CH2), 7.46 (s, 1H, –C]CH–N–).
13C-NMR (CDCl3, dC, ppm): 7.40 (d); 24.32 (e); 52.21 (f); 63.73 (c);
66.52 (k); 68.51 (j); 69.50 (i); 114.92 (a); 118.83 (g); 136.16 (b);
143.46 (h).

4-(4-Nitrophenyl)-1-(3-(tris(allyloxy)silyl)propyl)-1H-1,2,3-tri-
azole (6). The product was prepared according to the general
click procedure using 2 (0.203 g, 0.72 mmol), 1-ethynyl-4-nitro-
benzene (0.103 g, 0.68 mmol), CuI (0.0137 g, 0.072 mmol) and
Et3N (0.109 g, 1.07 mmol) to give a light yellow oil which crys-
tallized upon cooling (0.156 g, 54%).Mp: 69 �C. IR (cm�1): 2915–
2860 (C–H stretch); 1645 (C]C stretch); 1605 (aromatic C]C
stretch); 1505 (N]O asymmetric stretch); 1460 (aromatic C]C
stretch); 1340 (N]O symmetric stretch); 1075 (C–O stretch);
1035 (Si–O stretch). 1H NMR (CDCl3, dH, ppm): 0.71 (m, 2H, CH2–

Si), 2.11 (m, 2H, CH2–CH2–CH2), 4.31 (m, 2H, N–CH2–), 4.44 (m,
6H, O–CH2–), 5.13 (dd, 3J ¼ 8.75 Hz and 2J ¼ 1.25 Hz, 3H, CH]
C), 5.28 (dd, 3J¼ 14.25 Hz and 2J¼ 1.25 Hz, 3H, CH]C), 5.92 (m,
3H, ]CH–CH2), 7.91–8.00 (m, 2H, Ar–H), 8.95 (m, 2H, NO2–Ar–
H), 8.30 (s, 1H, –C]CH–N–). 13C-NMR (CDCl3, dC, ppm): 7.46 (d);
24.04 (e); 52.56 (f); 63.82 (c); 115.03 (a); 121.19 (g); 124.27 (k);
126.04 (j); 136.16 (b); 136.96 (i); 145.39 (l); 147.21 (h).

4-(3,5-Bis(triuoromethyl)phenyl)-1-(3-(tris(allyloxy)silyl)-
propyl)-1H-1,2,3-triazole (7). The product was prepared
according to the general click procedure using 2 (0.200 g, 0.706
mmol), and 1-ethynyl-3,5-bis(triuoromethyl)benzene (0.17 g,
0.67 mmol), CuI (0.0138 g, 0.071 mmol) and Et3N (0.107 g, 1.06
mmol) at 45 �C for 24 hours. Azide functional Merrield resin
(0.150 g, 0.21 mmol)26 was added towards the end of the click
reaction in order to remove excess 1-ethynyl-3,5-bis(tri-
uoromethyl)benzene. This reaction was carried out at 45 �C for
17 hours. The reaction mixture was thereaer ltered and
extracted with ethyl acetate (3 � 60 ml) and washed with H2O (3
� 60 ml), dried with MgSO4, ltered and concentrated in vacuo
to give the product in the form of an orange-brown oil (0.28 g,
80%). IR (cm�1): 2930–2870 (C–H stretch); 1615 (aromatic C]C
stretch); 1465 (aromatic C]C stretch); 1275 (C–F stretch), 1170
(C–F stretch), 1125 (C–F stretch), 1085 (C–O stretch); 1035 (Si–O
stretch). 1H NMR (CDCl3, dH, ppm): 0.71 (m, 2H, CH2–Si), 2.11
(m, 2H, CH2–CH2–CH2), 4.31 (m, 2H, N–CH2–), 4.45 (m, 6H, O–
CH2–), 5.12 (dd, 3J ¼ 8.75 Hz and 2J ¼ 1.25 Hz, 3H, CH]C), 5.27
(dd, 3J ¼ 14.25 Hz and 2J ¼ 1.5 Hz, 3H, CH]C), 5.93 (m, 3H, ]
CH–CH2), 7.92 (s, 1H, Ar–H), 7.94 (s, 1H, –C]CH–N–), 8.28 (s,
2H, Ar–H). 13C-NMR (CDCl3, dC, ppm): 7.45 (d); 24.07 (e); 52.59
(f); 63.74 (c); 114.96 (a); 120.78 (g); 121.55 (l); 125.54 (m); 132.03
(i); 132.47 (j); 132.89 (k); 136.27 (b); 144.93 (h).

4-(1,2,5(10)-Estratriene-1,17b-diol)-1-(3-(tris(allyloxy)silyl)-
propyl)-1H-1,2,3-triazole (8). The product was prepared
according to the general click procedure using 2 (0.197 g, 0.71
mmol), 17a-ethynyl-1,3,5(10)-estratriene-3,17b-diol (0.203 g,
0.67 mmol), CuI (0.0134 g, 0.074 mmol) and Et3N (0.107 g, 1.06
mmol) at RT for 17 hours then at 45 �C for 24 hours to give a
light yellow oil (0.373 g, 96%). IR (cm�1): 3310 (O–H stretch);
2930–2870 (C–H stretch); 1610 (aromatic C]C stretch), 1455
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(aromatic C]C stretch), 1055 (C–O stretch); 1035 (Si–O stretch).
1H NMR (CDCl3, dH, ppm): 0.68 (m, 2H, CH2–Si), 1.04 (s, 3H,
–CH3), 1.41–2.82 (m, 15H, Al–H), 2.06 (m, 2H, CH2–CH2–CH2),
4.29 (m, 2H, N–CH2–), 4.39 (m, 6H, O–CH2–), 5.11 (dd, 3J ¼ 8.63
Hz and 2J ¼ 1.38 Hz, 3H, CH]C), 5.26 (dd, 3J ¼ 14.15 Hz and 2J
¼ 1.5 Hz, 3H, CH]C), 5.91 (m, 3H,]CH–CH2), 6.56 (m, 2H, Ar–
H), 7.04 (m, 1H, Ar–H), 7.42 (s, 1H, –C]CH–N–). 13C-NMR
(CDCl3, dC, ppm): 7.41 (d); 14.19 (z); 23.29 (k); 23.97 (e); 26.16
(o); 27.17 (r); 29.58 (s); 32.91 (j); 37.85 (n); 39.35 (q); 43.28 (p);
47.27 (m); 48.47 (l); 52.31 (f); 63.77 (c); 82.29 (i); 112.77 (w);
115.15 (a); 115.30 (y); 121.40 (g); 126.22 (v); 132.00 (u); 136.21
(b); 137.96 (t); 153.39 (x); 153.75 (h).

Alkyne end-functionalized poly(pentauorostyrene) (9).
Alkyne functionalised poly(pentauorostyrene) was synthesized
according to a recently published procedure27 by atom transfer
radical polymerization (ATRP) of 2,3,4,5,6-pentauorostyrene in
bulk initiated with 3-bromo-1-(trimethylsilyl)-1-propyne. Tg ¼
97 �C. IR (cm�1): 3316 (C^C–H stretch); 2960 (C–H stretch);
1496 (F-aromatic stretch); 981 (C–F-aromatic bend). 1H NMR
(CDCl3, dH, ppm): 1.70–3.00 (CH2–C^ + CH2–CH + H–C^C), 4.8
(m, 1H, CH–Br). 13C-NMR (CDCl3, dC, ppm): 16.56 (i); 32.12 (j);
37.13–38.67 (k); 69.24 (g); 81.79 (h); 135.81 (l); 139.18 (n); 143.15
(o); 146.45 (m). SEC (THF): �Mn ¼ 3300 Da, �Mw/ �Mn ¼ 1.4.

4-Poly(pentauorostyrenyl)-1-(3-(tris(allyloxy)silyl)propyl-1H-
1,2,3-triazole (10). The alkyne end-functional polymer 9 (0.6 g,
0.18 mmol) and CuI (0.031 g, 0.162 mmol) were mixed in THF
(4 ml) followed by the addition of 2 (0.062 g, 0.216 mmol) and
Et3N (0.1 ml, 0.72 mmol). The click reaction proceeded at 35 �C
for 20 h. The product was precipitated in methanol and dried
in vacuo. Yield: 0.59 g (89%). Tg ¼ 112 �C. IR (cm�1): 2960–2870
(C–H stretch); 1653 (C]C stretch); 1498 (F-aromatic stretch);
981 (C–F-aromatic bend). 1H NMR (CDCl3, dH, ppm): 0.70 (Si–
CH2), 1.70–3.00 (Si–CH2–CH2 + CH2–CH + CH]C(N)–CH2), 4.25
(Si–O–CH2 + Si–CH2–CH2–CH2–N), 5.15 (CH2]CH), 5.87 (CH2]

CH), 7.60 (N–CH]C(N)–CH2).
13C-NMR (CDCl3, dC, ppm): 7.51

(d); 24.07 (e); 25.52 (i); 32.12 (j); 37.05–38.79 (k); 52.85 (f); 63.26
(c); 114.15 (a); 125.27 (g); 135.93 (l); 136.11 (b); 139.32 (n); 143.42
(o); 146.24 (m); 153.16 (h). �Mn ¼ 3300 Da, �Mw/ �Mn ¼ 1.4.

Procedure for stability measurements

The hydrolytic stability of the Si–O–C linkage in 2 was deter-
mined using a previously described method.28 30 mg of sample
was dissolved in 0.8 ml CDCl3 in an NMR tube to which 50 ml
D2O was added. The 1H-NMR of the mixture was recorded over
time for 72 h. The silyl ether cleavage was evaluated by inte-
gration and comparison of the O–CH2 peak and the CH2–Si
peak.

Preparation of polymer lms

Cross-linkers (2, 4–8 and 10) (0.043 mmol) were dissolved in dry
THF (0.3 ml) and mixed with a 16-functional cross-linker (VDT-
431) (0.0027 mmol) and hydride-terminated PDMS (DMS-H31)
(0.086 mmol). The platinum cyclovinylmethyl siloxane complex
catalyst (511) (10–30 ppm) in dry THF was thereaer added and
the mixture was mixed on a vortex mixer for 2 minutes. The
mixture was thereaer degassed in vacuo to remove solvent and

air bubbles. The mixture was poured into 1 mm thick steel
molds on a uorinated ethylene propylene (FEP) release liner
and cured at 60 �C for 24 h.

Swelling experiments

The gel fractions were determined using two methods. The rst
method, Soxhlet extraction with chloroform for 48 hours, was
used to pull out all extractables. The samples were thereaer
dried for 24 h and the gel fraction was determined as the weight
aer extraction and drying (me) to the initial weight of the
sample (m0) as Wgel ¼ me/m0.

The second method consisted of swelling experiments used
to pull out leachables from the prepared lms. Samples were
swelled in chloroform for 48 hours at RT. The solvent was
replaced aer 24 hours. The solvent was then decanted and the
lms were washed several times with chloroform. The samples
were thereaer dried for 24 h. Gel fractions were determined as
the weight aer extraction and drying (me) to the initial weight
of the sample (m0) as Wgel ¼ me/m0.

Results and discussion

The azide functional, silicone compatible vinyl cross-linker (2)
was synthesized in two steps via the silyl ether reaction between
(3-bromopropyl)trichlorosilane and allyl alcohol and subse-
quent substitution of bromine with azide as illustrated in
Scheme 1.

The azide cross-linker was isolated as an orange-yellow oil
with a high yield and high purity. The vinyl cross-linker proved
to be hydrolytically stable under the utilized synthesis condi-
tions which included several extraction procedures with water.
The stability of the formed silyl ether bond was evaluated using
1H-NMR in D2O. Spectra were recorded over time and integra-
tion of the O–CH2 peak compared to integration of other peaks
indicated that no detectable cleavage of the Si–O–C bond had
taken place in the stability test during the 72 hours.

The alkyne functional molecules used in the click reactions
with 2 are shown in Table 1. A general reaction scheme for the
click reaction is illustrated in Scheme 2.

The click reaction was used to prepare a variety of different
functional cross-linkers as shown inTable 1. Twoof the employed
alkynes,3and9, werenot commercially availablebutprepared for
this study. 3 was prepared through a Williamson ether synthesis
of 4-methylumbelliferone and propargyl bromide using K2CO3 as
the base catalyst. 9 was polymerized under controlled ATRP
conditions using a previously published procedure27 yielding an
alkyne functional poly(pentauorostyrene). The functionalized
cross-linkers were all prepared under similar click reaction
conditions in THF using a CuI–Et3N catalytic system. In the case

Scheme 1 Preparation of the azide-functional vinyl cross-linker 2.
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of 5, 8 and 10 yields were high (�90%) but in the case of 4 and 6
the yields were in the order of 50%. This was assessed to be
acceptable and was not attempted optimized.

The synthesized alkynes and all novel vinyl cross-linkers, 4–8
and 10, were thoroughly characterized by FTIR and 1H- and 13C-
NMR. FTIR was used to conrm the completion of the click
reactions by the disappearances of the alkyne band at approxi-
mately 3300 cm�1 and the very distinct azide band at approxi-
mately 2100 cm�1. The presence of the triazole proton in 1H-
NMR points to the successful formation of reaction products.
The triazole proton appears from dH ¼ 7.42 ppm to dH ¼ 8.30
ppm depending on the electron density of the triazole. Repre-
sentative spectra can be found as ESI.† If small residues of
azide/alkyne can be detected, they are easily removed by use of
resins which facilitates a simple purication procedure. In
connection with the synthesis of 7, a small alkyne band was
detected by FTIR and a peak for the alkyne proton was also
detected by 1H-NMR at dH ¼ 3.26 ppm. 7 was consequently
treated with an azide functional Merrield resin in order to
remove the residual alkyne reactant by additional click reaction
and resulting attachment of the alkyne reactant to the resin.
The azide resin with the excess alkyne attached could thereaer
be removed from the reaction mixture by simple ltration.

The PDMS networks were prepared from cross-linkers 2, 4–8
and 10, hydride terminated PDMS and a platinum catalyst
according to Scheme 3.

A commercially available 16-functional silicone vinyl cross-
linker was used to reinforce the network since networks
prepared solely from three-functional cross-linkers are known
to be very so and have low mechanical breakdown strength.29

The molar ratio between the three-functional synthesized cross-
linkers and the 16-functional commercial silicone cross-linker
were 16 : 1 to ensure a high concentration of the functionalized
cross-linkers and minimize possible competition from the 16-
functional cross-linker. The networks were prepared with
equimolar amounts, meaning that the number of functional
hydride groups of the polymer corresponds to the total number

Table 1 Alkynes and functional cross-linkers from click reactions. Letters are
used in assignment of 13C-NMR spectra

Alkyne Click-product

Scheme 2 General reaction scheme for click reaction between the azide cross-
linker (2) and alkyne exemplified by 3.

Scheme 3 Cross-linking reaction between 4 and hydride terminated PDMS.
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of vinyl groups on the two cross-linkers. The PDMS lms ranged
from light yellow in color for lms with 6 and 8 to light brown
for lms with 5 and 7 and dark brown for 10. The lm with 2was
completely transparent whereas the lm with 4 was light grey
and opaque. Images of all lms can be found in the ESI.†

All prepared lms were characterized by FTIR. There was,
however, no differences between the lms with different func-
tional cross-linkers since the concentrations of cross-linkers in
the lms were found to be too low to be detected by this tech-
nique. A solid state 13C-NMR spectrum of the elastomer with 4
obtained over 20 h reveals the dominating Si–CH3 resonance at
�1 ppm. In addition three small resonances at�4,�8,�24 ppm
can be assigned to CH2 close to Si atoms. Weak signals in the
100–160 ppm range indicate the presence of aromatic carbons.
The solid state 13C-NMR analysis thus strongly supports the
presence of the silyl-based cross-linker in the network.

Swelling and extraction experiments were used to determine
the gel fraction of the lms. This was done in order to further
elucidate if the synthesized cross-linkers had reacted with the
PDMS chains and were incorporated covalently in the network.
Possible problems that suchmodied networks could encounter
include poor compatibility with the matrix and steric hindrance
of the three-functional cross-linker leading to dangling chains
and extractable substructures containing primarily the triazole
cross-linkers. Some of the produced lms had indeed large sol
fractions especially from the Soxhlet extraction data (Table 2). It
is, however, not common practice to perform this type of
extractions when investigating PDMS network gel fractions as it
is a very aggressivemethod. The swelling experiments performed
are therefore more suitable for comparison with previously per-
formed PDMS swelling experiments.30,31 Optimized PDMS elas-
tomers usually have gel fractions of 95–97% whereas
stoichiometrical PDMS networks usually have gel fractions
around 90%. This can be explained by the optimized PDMS
elastomers having a stoichiometry of 1.1–1.4 which means that
the cross-linker is in excess and that all cross-linker sites do not
need to react thus reducing steric hindrance.32 The networks
prepared in this study are all stoichiometric such that gel frac-
tions of less than 90% are anticipated.

A visual evaluation of the dry sol and gel fraction revealed that
all lms (gel fractions) retained their initial colors which are due
to the presence of the functional cross-linkers. Furthermore all
sol fractions bore little or no evidence of color fromcross-linkers.
In order to further investigate the nature of the gel and sol

fraction, the uorescence intensity was measured of both the
dried sol and the gel fraction of the lm prepared with the
uorescence cross-linker 4 aer the Soxhlet extraction experi-
ment. The uorescence intensity was also measured for the lm
with 4 before the Soxhlet extraction. Results are shown in Fig. 1.

It was observed that the uorescence intensity of the lm
prepared with 4 only decreases by 4% aer extraction. This
indicates that cross-linker 4 is indeed incorporated into the
PDMS network gel fraction and is thus covalently bound to the
network. The sol fraction exhibits very low uorescence intensity
and therefore most likely consists of PDMS substructures not
connected to the network suchas inert ormono-functional PDMS
chains. It can hence be concluded, that the synthesized cross-
linkers can be successfully incorporated into PDMS networks.

To investigate the distribution of the graed functionalities,
uorescence microscopy was performed on the lm prepared
with cross-linker 4which acts as a uorescent tag in the network
as seen in Fig. 2.

It is seen that the lm with 4 is indeed uorescent and that
the uorescent cross-linker is evenly distributed throughout the
network. This indicates that the synthesized triazole cross-
linkers can successfully be incorporated into PDMS networks in
a well distributed manner.

Mechanical characterization was performed by determining
the storage and loss moduli for all lms. In Fig. 3 the results for
lms prepared with 2 and 4 are presented. A similar plot for
lms with 5–8 and 10 can be found in the ESI.†

It is seen in Fig. 3 that both networks are well cross-linked as
the storage modulus for both networks are of an order of 10 to
100 times that of the loss modulus for the investigated
frequency regime.32 The elastomer containing cross-linker 4 is
seen to have slightly lower moduli than the lm with cross-
linker 2. This can be explained by the bulkier group attached on
4 which thereby creates a small diluting effect in the network
creating a less elastic lm. All other lms showed similar
mechanical behavior. The elastomer with cross-linker 10 has
lower moduli than the other lms. This corresponds with the
results seen from the extraction experiments which showed that
the lm with 10 has a signicantly smaller gel fraction than the
other networks. The large poly(pentauorostyrene) groups
thereby creates a so network with a large portion of extractable

Table 2 Gel contents of samples as results from Soxhlet extractions and swelling
experiments (%)

Cross-linker
Gel fraction
(Soxhlet extraction)

Gel fraction
(swelling)

2 78.5 84.1
4 57.3 92.2
5 52.8 82.7
6 56.8 68.5
7 74.1 90.1
8 55.9 59.3
10 41.5 69.1

Fig. 1 Fluorescent intensity ofA:filmwith4before Soxhlet extraction;B: driedfilm
with 4 after Soxhlet extraction (gel fraction) and C: dried sol fraction of film with 4.
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substructures. This can be due to incompatibility between the
two polymers leading to phase separation which is also visually
evident from the darker domains formed in the lm.

Thermal gravimetric analysis (TGA) was used to investigate
the effects of the different functional cross-linkers on the
thermal stability of the PDMS lms (Fig. 4).

All TGA curves show a two step mass loss process. The rst
degradation step occurring from 390 �C to 540 �C (mass loss of
1.8–12.7 wt%) depending on functionality corresponds to the
cleavage of Si–CH3 bonds. In the case of 10 it is noted that at 510
�C all the poly(pentauorostyrene) has degraded.33 The second
decomposition step occurring from 590 �C to 690 �C (mass loss
of 32.5–86.4 wt%) can be attributed to structural rearrange-
ments followed by mineralization of the material.34 The
decomposition temperatures are taken as the peak temperature
of the rst derivate of the temperature with time. The TGA
curves show that the PDMS samples have different decompo-
sition temperatures depending on the incorporated function-
ality with 5 giving the highest initial degradation temperature
(540 �C) due to higher thermal stability of ferrocene35 which
increases the degradation temperature of the PDMS lm. It is

hypothesized that the ferrocene cross-linker, however, also
catalyzes the PDMS degradation such that mineralization
occurs to a larger extent. The catalytic effect can also be
observed for the lm with 10 (poly(pentauorostyrene)). It is
moreover noted that all lms with a functional cross-linker
except for 10 induced a higher decomposition temperature than
lms with a non-functional cross-linker (2).

The dielectric properties were determined by dielectric
relaxation spectroscopy (DRS) for the lms prepared with the 2
and 6 cross-linkers, see Fig. 5.

It was found, that the dipolar nature of the 6 cross-linker,
due to the nitro group, increases the dielectric properties of the
lm from 2.3 for lms with 2 to 3.1 for lms with 6 which
corresponds to an increase of 35%. This increase is remarkable
since the content of this dipolar cross-linker is only around 0.75
wt% corresponding to 0.25 wt% of the pure dipole molecule. It
is therefore likely that by increasing the amount of dipolar
cross-linker it would be possible to achieve a large increase in
the dielectric permittivity which could improve the performance
of dielectric elastomers to a very great extent.

The impact of the uorine containing cross-linkers on the
release properties of the PDMS lms was determined using
contact angle measurements. The contact angle was found
to increase from 108� � 2.5 for the lm with cross-linker 2 to

Fig. 2 Fluorescent microscopy image of the film prepared with cross-linker 4.

Fig. 3 Storage modulus (G0) and loss modulus (G0 0) as functions of frequency for
films prepared with 2 and 4.

Fig. 4 TGAmeasurementsofPDMSfilmspreparedwith cross-linkers2,4–8and10.

Fig. 5 Permittivity spectra offilmspreparedwith the2 and6 cross-linkers showing
both the frequency dependence on the permittivity (30) and the dielectric loss (30 0).
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116� � 2.5 for the PDMS lm with cross-linker 10. This is due to
the hydrophobic nature of the poly(pentauorostyrene) which
causes a migration of the uorinated polymer to the PDMS
surface36 and thus increasing the contact angle and thereby also
a possible improvement of release properties for PDMS lms
during processing.8 The lm with 7 showed no increase in
contact angle compared to thelmwith 2. This is probably due to
the low concentration of uorine on this cross-linker which
allows the cross-linker to be encapsulated within the PDMS
network andnomigration to the surfacewill consequently occur.

Conclusions

A novel silicone compatible cross-linker that allows for click
reactionsand therebygraingof variousmolecular functionalities
into PDMS networks has been developed. The developed system
opens up for a wide variety of possible reactions and network
functionalizations which can expand the application area of
PDMS networks greatly. The functionalization of PDMS networks
was demonstrated by the successful synthesis of a number of
diverse functional cross-linkers that were used to create PDMS
lms. It was shown that all functional cross-linkers had been
successfully incorporated into the network and that only minute
amounts of the functionality could be extracted from the network.
It was also demonstrated by uorescence microscopy that the
functional cross-linkers were well distributed within the PDMS
network. Thermal gravimetric analysis (TGA) showed that the
incorporation of a ferrocene functionality increased the thermal
degradation temperature of the PDMS network. Furthermore it
was shown that the incorporation of a dipolar cross-linker could
improve the dielectric permittivity of PDMS by a factor of 35% at
only 0.25wt%of dipole-functionality and that the contact angle of
the PDMS lms could be increased from 108� to 116� by the
incorporation of a small poly(pentauorostyrene) chain.
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Figure S1: FTIR spectra of azide cross-linker (2), alkyne (3) and click product (4). 

Figure S2: 1H-NMR spectrum of 4 showing the formation of the triazole proton (h). 
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Film with 2 Film with 4 Film with 5 Film with 6

Film with 7 Film with 8 Film with 10
Figure S3: Photos of prepared films. 

Figure S4: 13C-NMR solid state spectrum of film with 4. A Peak at 89 ppm corresponding to ~2% of the Si-CH3
signal at 1 ppm could not be assigned and are probably due to some impurity in the network.
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Mechanical Characterization 

Figure S5: Storage modulus (G’) and loss modulus (G’’) as functions of frequency for film prepared with 5.

Figure S6: Storage modulus (G’) and loss modulus (G’’) as functions of frequency for film prepared with 6. 
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Figure S7: Storage modulus (G’) and loss modulus (G’’) as functions of frequency for film prepared with 7.

Figure S8: Storage modulus (G’) and loss modulus (G’’) as functions of frequency for film prepared with 8.
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Figure S9: Storage modulus (G’) and loss modulus (G’’) as functions of frequency for film prepared with 10.
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Abstract
Dipole grafted cross-linkers were utilized to prepare polydimethylsiloxane (PDMS) elastomers

with various chain lengths and with various concentrations of functional cross-linker. The

grafted cross-linkers were prepared by reaction of two alkyne-functional dipoles,

1-ethynyl-4-nitrobenzene and 3-(4-((4-nitrophenyl)diazenyl)phenoxy)-prop-1-yn-1-ylium,

with a synthesized silicone compatible azide-functional cross-linker by click chemistry. The

thermal, mechanical and electromechanical properties were investigated for PDMS films with

0 to 3.6 wt% of dipole-cross-linker. The relative dielectric permittivity was found to increase

by ∼20% at only 0.46 wt% of incorporated dipole without significant changes in the

mechanical properties. Furthermore, the dielectric losses were proved to be remarkably low

while the electrical breakdown strengths were high.

S Online supplementary data available from stacks.iop.org/SMS/22/104002/mmedia

1. Introduction

Dielectric electroactive polymers (DEAPs) are promising

materials for advanced electromechanical applications such

as actuators, sensors and generators due to their ability to

exhibit a change in size and shape when an external voltage

is applied as well as to generate electrical energy when

a mechanical deformation is induced. Possible applications

range from robotics, prosthetics, pumps, valves and optics

to wave energy harvesting as they can achieve large strains

and have a simple working principle. DEAPs usually consist

of a thin filled elastomer film sandwiched between two

compliant electrodes [1]. When an external voltage is applied

to the electrodes, the electrostatic pressure acting on the

film will squeeze the elastomer in thickness and the film is

consequently expanded in planar directions. The electrical

energy has thus been converted into mechanical energy. When

the external voltage is switched off, the elastomer film returns

to its original shape.

Polydimethylsiloxane (PDMS) is one of the most utilized

polymers for DEAP applications due to its high efficiency

and fast response [2, 3]. PDMS owes its excellent properties

to the presence of methyl groups along the flexible Si–O–Si

backbone which gives the polymer high thermal stability,

low surface tension as well as chemical and biological

inertness [4]. PDMS, however, suffers from low dielectric

permittivity and thus high voltage is required to obtain a large

strain. There is, therefore, a need to optimize PDMS materials

for DEAPs.

Optimization of elastomers for DEAPs can be carried out

on the basis of the equation for actuation strain introduced by

Pelrine et al [1] which correlates the electrostatic pressure,

Pel, to the strain, s, and elastic modulus, Y , according to

s = pel

Y
= ε′ε0

Y

(
U

d

)2

(1)

where ε0 = 8.854 × 10−12 F m−1 is the vacuum permittivity,

U is the voltage, d is the thickness of the material and

10964-1726/13/104002+11$33.00 c© 2013 IOP Publishing Ltd Printed in the UK & the USA

123



Smart Mater. Struct. 22 (2013) 104002 F B Madsen et al

ε′ is the relative dielectric permittivity of the elastomer

film. As seen from equation (1), the activation voltage

can be lowered by reducing the thickness, decreasing the

elastic modulus or increasing the dielectric permittivity of

the elastomer. A decrease of the thickness has the strongest

effect on reducing the operating voltage. A threshold value

of 30–40 μm has, however, been identified in the current

large scale processing [5]. The mechanical properties of

PDMS elastomers are in general favorable for DEAP uses

except for the tear strength, which needs to be improved

if handling of thin films is required. The tear strength is,

however, acceptable for microapplications where the films

are spin coated in layers [6]. Most commonly, reinforcing

silica particles are added to the elastomer in concentrations

of 10–50 wt%. The reinforcing particles do, however,

increase the elastic modulus. Various techniques to lower

the elastic modulus have been proposed, such as solvent

techniques [7] and bimodal networks [8], but silica is still the

most used method to reinforce PDMS elastomers, and thus

elastic moduli around 0.1–1 MPa are commonly obtained.

A few commercial silicone elastomers for optical uses also

rely on resins as reinforcing agents. An alteration of the

Young’s modulus is prone to introduce significant changes in

several important properties, such as the viscous dissipation,

hysteresis, long-term stability and, as mentioned earlier, tear

strength [9, 10]. The processing of DEAPs in large scale

also relies heavily on both the Young’s modulus and the

tear strength [5]. It is, therefore, most desirable and practical

to improve DEAPs by developing elastomer materials with

higher dielectric permittivities.

The permittivity is generally improved by the use of

fillers, resulting in elastomer composites of metal oxides such

as TiO2 and BaTiO3 [11] and conducting fillers such as

expanded graphite [12], carbon nanotubes [13] or conducting

polymers [14]. These types of composite systems can,

however, exhibit drawbacks such as large dielectric losses and

reduced electric breakdown strengths due to agglomeration

of fillers and consequent significant changes in mechanical

properties. Different techniques have been developed in order

to avoid agglomeration; these include encapsulated PANI

particles [9, 15] and grafting of permanent dipoles to the

PDMS elastomer network [16, 17]. Such systems have shown

two- to three-fold increase in the dielectric permittivity of

PDMS elastomers, but favorable material properties such as

tear strength, electrical breakdown strength and dielectric

losses are more difficult to achieve and maintain. This is due

to the large required concentration of incorporated particles,

which is usually around 10–15 wt% to obtain a significant

increase in permittivity. A controlled system which allows

for an increase in permittivity even at low concentration of

added filler materials would make it possible to achieve and

maintain good material properties as well as low dielectric

losses. We have recently shown that the development

of a novel silicone compatible cross-linker allows for

controlled and well distributed grafting of different functional

groups into PDMS networks without altering the mechanical

properties [18]. This silicone compatible cross-linker contains

vinyl groups that permit cross-linking of hydride-terminated

PDMS through a platinum catalyzed hydrosilylation reaction.

Furthermore, an azide-moiety on the cross-linker allows for

click reactions, in this case the copper(I)-catalyzed azide-

alkyne cycloaddition (CuAAC), where a 1,4-disubstituted-

1,2,3-triazole is formed [19–22]. The azide-group therefore

facilitates reactions with various alkyne-functional molecules

including alkyne-functional push–pull dipoles. It was shown

that even at very low concentration (∼0.25 wt%) of

incorporated dipole-functionality at the cross-linking point, a

large increase of the dielectric permittivity was achieved. This

can be related to the controlled nature of the system, since

only one functionality is introduced at each cross-linking site.

The functionalization is therefore highly controlled and well

distributed within the network.

The aim of this work is to investigate the impact

of two different alkyne-functional push–pull dipoles at the

cross-linking point on the dielectric permittivity of PDMS

elastomers. The PDMS networks will be prepared with

varying content of the two dipole-functional cross-linkers

using two different lengths of PDMS chains, thus varying

the network densities and mechanical properties. Networks

prepared with high molecular weight PDMS create softer,

highly stretchable films with potential uses as actuators

where large strains are desired. Low molecular weight PDMS

elastomers are stiffer and less stretchable and therefore find

applications within the area of generators where the resonance

frequency can be tuned to optimize the performance using the

stiffness of the material [23, 24].

2. Experimental details

2.1. General methods

FTIR was performed on a PerkinElmer Spectrum One

Fourier transform infrared apparatus equipped with a

universal attenuated total reflection (ATR) accessory on

a ZnSe/diamond composite. Spectra were recorded in the

range of 4000–650 cm−1 with 4 cm−1 resolution and 16

or 32 scans. 1H-NMR and 13C-NMR experiments were

performed on a Bruker 300 MHz spectrometer. Differential

scanning calorimetry (DSC) measurements were performed

on a DSCQ1000 from TA Instruments. Thermo gravimetric

analysis (TGA) was performed on a Q500 from TA

Instruments in a nitrogen atmosphere with a heating rate of

10 ◦C min−1 from RT to 950 ◦C. Mechanical characterization

of the prepared films was performed with a TA Instruments TA

2000 rheometer set to a controlled strain mode at 1% strain,

which was ensured to be within the linear viscoelastic regime.

The measurements were performed with a parallel plate

geometry of 25 mm in the frequency range of 100–0.01 Hz.

The films were approximately 1 mm thick and the films

were measured with a small normal force from the upper

plate, which ensured that there were no-slip conditions.

Dielectric relaxation spectroscopy (DRS) was performed

on a Novocontrol Alpha-A high performance frequency

analyzer on discs of ∼1 mm thin films. Electrical breakdown

strengths were measured on an in-house built device based on

international standards (IEC 60243-1 (1998) and IEC 60243-2

2
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(2001)). The film thicknesses were measured with microscopy

of cross-sectional cuts and the distance between the spherical

electrodes was set accordingly with a micrometer stage and

gauge. An indent of less than 5% of sample thickness was

added to ensure that the spheres were in contact with the

sample. The polymer film (∼150 μm) was slid between the

two spherical electrodes (radius of 20 mm) and a stepwise

increasing voltage was applied (50–100 V/step) at a rate of

100 V s−1. The average breakdown value was found using the

Weibull distribution.

2.2. Materials

Hydride-terminated PDMS, DMS-H31 and DMS-H21 (M̄n =
28 000 g mol−1 and M̄n = 6000 g mol−1), and a

vinyl functional PDMS cross-linker, VDT-431 (M̄n =
28 000 g mol−1, ∼16-functional), were acquired from

Gelest Inc. The platinum cyclovinylmethyl siloxane complex

catalyst (511) was provided by Hanse Chemie. Silicon

dioxide amorphous hexamethyldisilazane treated particles

(SIS6962.0) were acquired from Fluorochem. All other

chemicals were acquired from Sigma-Aldrich and used as

received unless otherwise specified.

2.3. Material preparation

All reactions were carried out under a nitrogen atmosphere.

Numbered structures for 13C-NMR assignment can be found

in the supporting information (available at stacks.iop.org/

SMS/22/104002/mmedia).

2.3.1. Tris(allyloxy)(3-azidopropyl)silane (1). 1 was synthe-

sized according to a recently published procedure [18] by the

silyl ether reaction between (3-bromopropyl)trichlorosilane

and allyl alcohol and subsequent substitution of bromine

with azide to give an orange-yellow oil (3.91 g, 86%). IR

(cm−1): 2870 (C–H stretch); 2095 (−N3 stretch); 1640 (C=
C stretch); 1070 (C–O stretch); 1035 (Si–O stretch). 1H

NMR (CDCl3, δH, ppm): 0.74 (m, 2H, CH2–Si), 1.71 (m, 2H,

CH2–CH2–CH2), 3.26 (t, 3J = 6 Hz, 2H, N3–CH2), 4.30 (m,

6H, O–CH2), 5.12 (dd, 3J = 10 Hz and 2J = 1.5 Hz, 3H, CH=
C), 5.27 (dd, 3J = 17.5 Hz and 2J = 2 Hz, 3H, CH=C), 5.92

(m, 3H, =CH–CH2). 13C-NMR (CDCl3, δC, ppm): 7.60 (4);

27.47 (5); 53.69 (6); 63.58 (3); 114.77 (1); 136.29 (2).

2.3.2. 4-(4-nitrophenyl)-1-(3-(tris(allyloxy)silyl)propyl)-1H-
1,2,3-triazole (2). In the typical case, 1 (1 g, 3.53 mmol) and

1-ethynyl-4-nitrobenzene (0.67 g, 4.41 mmol) were dissolved

in THF (35 ml) in a 50 ml two-necked round bottomed

flask. CuI (0.84 g, 0.441 mmol) was then added. Et3N

(0.67 g, 6.16 mmol) was subsequently added drop wise.

The reaction was carried out at RT for 48 h. The excess

1-ethynyl-4-nitrobenzene was thereafter removed with an

azide-functional Merrifield resin [25] (0.757 g, 3.41 mmol).

The reaction mixture was filtered and extracted with ethyl

acetate (5 × 100 ml). The organic phases were combined

and washed with water (3 × 100 ml), dried with MgSO4,

filtered and concentrated in vacuo to give an orange-yellow

oil which crystallized upon cooling (1.35 g, 89%). Mp: 69 ◦C.

IR (cm−1): 3120 (aromatic C–H stretch); 2935–2865 (C–H

stretch); 1645 (C=C stretch); 1605 (aromatic C=C stretch);

1510 (N=O asymmetric stretch); 1460 (aromatic C=C

stretch); 1335 (N=O symmetric stretch); 1075 (C–O stretch);

1035 (Si–O stretch). 1H NMR (CDCl3, δH, ppm): 0.70 (m,

2H, CH2–Si), 2.11 (m, 2H, CH2–CH2–CH2), 4.31 (m, 2H,

N–CH2–), 4.43 (m, 6H, O–CH2–), 5.13 (dd, 3J = 10.5 Hz

and 2J = 1.5 Hz, 3H, CH2 =C), 5.30 (dd, 3J = 17 Hz and
2J = 1.5 Hz, 3H, CH2 =C), 5.92 (m, 3H, =CH–CH2), 7.91

(s, 1H, –C=CH–N–), 7.98–8.01 (m, 2H, Ar–H), 8.25–8.33

(m, 2H, NO2–Ar–H). 13C-NMR (CDCl3, δC, ppm): 7.46 (4);

24.04 (5); 52.56 (6); 63.82 (3); 115.03 (1); 121.19 (7); 124.27

(11); 126.04 (10); 136.16 (2); 136.96 (9); 145.39 (12); 147.21

(8).

2.3.3. 4-(4-nitrophenylazo)phenol (3). 3 was synthesized

according to a previously published procedure [26] by a

diazotization reaction with 4-nitroaniline and phenol. Mp =
210 ◦C. IR (cm−1): 3340 (–OH stretch); 3115 (aromatic

C–H stretch); 1600 (aromatic C=C stretch); 1502 (N=O

asymmetric stretch); 1455 (aromatic C=C stretch); 1400

(N=N stretch); 1330 (N=O symmetric stretch). 1H NMR

(DMSO-d6, δH, ppm): 6.97 (m, 2H, O–Ar–H), 7.87 (m,

2H, N–Ar–H), 7.97 (m, 2H, N–Ar(NO2)–H), 8.39 (m, 2H,

NO2–Ar–H), 10.61 (s, 1H, –OH). 13C-NMR (DMSO-d6, δC,

ppm): 116.12 (2); 122.88 (6); 124.90 (7); 125.70 (3); 145.29

(4); 147.64 (8); 155.43 (5); 162.24 (1).

2.3.4. 3-(4-((4-nitrophenyl)diazenyl)phenoxy)-prop-1-yn-1-
ylium (4). 3 (3 g, 1.23 mmol) was dissolved in

dry acetone (150 ml) in a 250 ml two-necked round

bottomed flask. K2CO3 (4.26 g, 3.08 mmol) and 18-crown-6

(0.27 g, 0.104 mmol) were then added and the reaction

mixture was stirred vigorously for 30 min. Propargylbromide

(5.13 g, 4.31 mmol) was subsequently added at a rate of

1.15 ml min−1. The reaction was carried out under reflux

for 72 h. The reaction mixture was now quenched with H2O

(150 ml) and was extracted with ethyl acetate (7 × 150 ml).

The organic phases were combined and washed with H2O (3×
150 ml) and brine (1 × 150 ml), dried with MgSO4, filtered

and concentrated in vacuo. The crude was recrystallized in an

ethyl acetate/heptane mixture (1:0.6) to give the product in

the form of a dark orange solid (1.89 g, 55%). Mp: 202 ◦C. IR

(cm−1): 3265 (C≡C–H stretch); 3070 (aromatic C–H stretch);

2130 (C≡C stretch); 1600 (aromatic C=C stretch); 1515

(N=O asymmetric stretch); 1455 (aromatic C=C stretch);

1415 (N=N stretch); 1340 (N=O symmetric stretch). 1H

NMR (DMSO-d6, δH, ppm): 2.51 (s, 1H, C≡C–H), 4.96 (d,

2H, 4J = 2 Hz, O–CH2–), 7.23 (m, 2H, O–Ar–H), 7.99 (m,

2H, N–Ar–H), 8.03 (m, 2H, N–Ar(NO2)–H), 8.41 (m, 2H,

NO2–Ar–H). 13C-NMR (CDCl3, δC, ppm): 55.90 (3); 78.54

(1); 78.77 (2); 115.63 (5); 123.11 (9); 124.97 (10); 125.19

(6); 146.54 (7); 147.99 (11); 155.23 (8); 160.85 (4).
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2.3.5. 3-((4-((4-nitrophenyl)diazenyl)phenoxy)methyl)-1-(3-
(tris(allyloxy)silyl)propyl)-1H-1,2,3-triazole (5). In the

typical case, 1 (1.56 g, 5.50 mmol) and 4 (1.55 g, 5.50 mmol)

were dissolved in THF (75 ml) in a 100 ml two-necked

round bottomed flask. CuI (0.105 g, 0.55 mmol) was then

added. Et3N (0.86 g, 8.53 mmol) was subsequently added

drop wise. The reaction was carried out at 45 ◦C for 48 h. The

reaction was now quenched with water (100 ml) and extracted

with ethyl acetate (7 × 100 ml). The organic phases were

combined and washed with water (3 × 100 ml) and brine

(1 × 100 ml), dried with MgSO4, filtered and concentrated

in vacuo. The product was thereafter recrystallized in

2-propanol to give an orange-red solid (2.00 g, 65%).

Mp = 86 ◦C. IR (cm−1): 2922–2870 (C–H stretch); 1600

(aromatic C=C stretch); 1580 (C=C stretch); 1510 (N=O

asymmetric stretch); 1455 (aromatic C=C stretch); 1340

(N=O symmetric stretch); 1070 (C–O stretch); 1035 (Si–O

stretch). 1H NMR (CDCl3, δH, ppm): 0.65 (m, 2H, CH2–Si),

2.05 (m, 2H, CH2–CH2–CH2), 4.26 (m, 2H, N–CH2–), 4.36

(m, 6H, Si–O–CH2–), 5.10 (dd, 3J = 10.5 Hz and 2J =
1.5 Hz, 3H, CH2 =C), 5.25 (dd, 3J = 18 Hz and 2J = 1.8 Hz,

3H, CH2 =C), 5.29 (s, 2H, Ar–O–CH2–), 5.89 (m, 3H, =
CH–CH2), 7.12 (m, 2H, O–Ar–H), 7.65 (s, 1H, –C= CH–N–),

7.94 (m, 2H, N–Ar–H), 7.96 (m, 2H, N–Ar(NO2)-H), 8.32

(m, 2H, NO2–Ar–H). 13C-NMR (CDCl3, δC, ppm): 7.41 (4);

23.96 (5); 52.43 (6); 62.25 (9); 63.74 (3); 114.95 (1); 115.19

(11); 122.87 (7); 123.06 (15); 124.61 (16); 125.51 (12);

136.13 (2); 143.13 (8); 147.08 (13); 148.20 (17); 155.86 (14);

161.75 (10).

2.3.6. Preparation of polymer films. Films with 2:

appropriate amounts of cross-linker 2 (for eight different

films) (0, 0.037, 0.073, 0.118 mmol for 28 000 g mol−1 PDMS

films and 0, 0.219, 0.364, 0.573 mmol for 6000 g mol−1

PDMS films) were dissolved in dry THF and mixed with

16-functional cross-linker (VDT-431) (0.024, 0.019, 0.013,

0.005 mmol for 28 000 g mol−1 PDMS films and 0.083,

0.055, 0.037, 0.011 mmol for 6000 g mol−1 PDMS films)

and hydride-terminated PDMS: 28 000 g mol−1 (DMS-H31):

0.199, 0.205, 0.211, 0.217 mmol; 6000 g mol−1 (DMS-H21):

0.142, 0.165, 0.181, 0.204 mmol. Treated silica particles were

added (10 wt%) and the mixture was mixed on a FlackTek

Inc. DAC 150.1 FVZ-K SpeedMixerTM to obtain 0, 0.23, 0.45,

0.72, 1.35, 2.25 and 3.6 wt% of functional cross-linker in the

PDMS films corresponding to 0, 0.08, 0.15, 0.24, 0.46, 0.77

and 1.20 wt% of pure dipole. The catalyst (511) (5–10) ppm in

dry THF was added thereafter and the mixture was once more

mixed on the SpeedMixerTM. The mixture was poured into

1 mm thick steel molds on a fluorinated ethylene propylene

(FEP) release liner and furthermore coated as 150 μm films

on a glass substrate and cured at 60 ◦C.

Films with 5: films with cross-linker 5 were prepared

analogously to films with 2 using 0, 0.028, 0.056, 0.089 mmol

for 28 000 g mol−1 PDMS films and 0, 0.167, 0.278,

0.446 mmol for 6000 g mol−1 PDMS films of 5, 0.024, 0.020,

0.016, 0.010 mmol for 28 000 g mol−1 PDMS films and 0.083,

0.061, 0.048, 0.027 mmol for 6000 g mol−1 PDMS films

of 16-functional cross-linker (VDT-431) and 0.199, 0.203,

0.208, 0.213 mmol of 28 000 g mol−1 PDMS (DMS-H31)

and 0.142, 0.159, 0.171, 0.189 mmol of 6000 g mol−1 PDMS

(DMS-H21) and 10 wt% of surface-treated silica particles

to create 0, 0.225, 0.45, 0.72, 1.35, 2.25 and 3.6 wt% of

functional cross-linker in the PDMS films, corresponding to

0, 0.11, 0.22, 0.36, 0.67, 1.12 and 1.79 wt% of pure dipole.

2.4. Swelling experiments

The gel fractions were determined using swelling experiments

where samples of all the prepared films were swelled in

chloroform at RT for 48 h. The chloroform was replaced after

24 h. The solvent was decanted and the films were washed

several times. The samples were thereafter dried for 24 h. Gel

fractions were calculated as the weight after extraction and

drying (me) divided by the initial weight of the sample (m0)

as Wgel = me/m0.

3. Results and discussion

The azide-functional vinyl cross-linker was synthesized using

a recently published procedure [18]. The azide cross-linker (1)

was obtained as an orange-yellow oil in high yield and of high

purity. The vinyl cross-linker was thereafter used in a click

reaction (the copper(I)-catalyzed azide-alkyne cycloaddition

(CuAAC)) with 1-ethynyl-4-nitrobenzene in THF using a

CuI/Et3N catalytic system to give 2 according to scheme 1.

The alkyne-functional nitroazobenzene, 4, was prepared

via a Williamson ether synthesis of 4-(4-nitrophenylazo)

phenol (3) and propargyl bromide with a K2CO3/18-crown-6

catalytic system, as shown in scheme 2.

The nitroazobenzene dipole, 4, was used in a click

reaction with 1 using similar reaction conditions to those in

the case of 2 according to scheme 3.

The alkyne-functional nitroazobenzene, 4, as well as the

two click products, 2 and 5, were characterized using FTIR

and 1H- and 13C-NMR. In the case of 4, FTIR was used to

follow the progress of the reaction by the disappearance of

the broad –OH band at 3340 cm−1 as well as the appearance

of the sharp –C≡C–H band at 3265 cm−1 and the small

–C≡C band at 2130 cm−1. FTIR was furthermore used to

verify the completion of the click reactions by following

the disappearance of the alkyne (∼3300 cm−1) and azide

(∼2100 cm−1) bands. 1H-NMR was used to confirm the

formation of the click products 2 and 5 by identification of

the triazole proton at δH = 7.91 ppm and δH = 7.65 ppm,

respectively.

Dipole-functional PDMS networks were created us-

ing cross-linker 2 or 5, hydride-terminated PDMS of

28 000 g mol−1 or 6000 g mol−1 and a platinum catalyst

according to scheme 4.

The functional PDMS films were reinforced with a

16-functional commercial vinyl cross-linker (scheme 4)

as well as surface-treated silica particles (10 wt%). The

16-functional cross-linker was employed in order to be able

to vary the content of dipole-functional cross-linker and

furthermore because networks prepared from three-functional

cross-linkers alone are known to be very soft and have very
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Scheme 1. The click reaction of azide-functional cross-linker (1) and 1-ethynyl-4-nitrobenzene.

Scheme 2. Williamson ether synthesis giving the alkyne-functional nitroazobenzene 4.

Scheme 3. The click reaction of azide-functional cross-linker (1) and 4 yielding the nitroazobenzene cross-linker 5.

Scheme 4. The PDMS cross-linking reaction between functional dipole cross-linkers and hydride-terminated PDMS.

low mechanical breakdown strength [27]. The ratio between

the three-functional dipole cross-linker and the commercial

cross-linker was varied to create PDMS films of 0.23–3.6 wt%

of dipolar cross-linker, corresponding to concentrations of

0.08–1.20 wt% of pure dipole for 2 and 0.11–1.79 wt%

of pure dipole for 5. Reference films prepared solely

5
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Table 1. Gel fractions (Wgel) in % as result of swelling experiments for both dipole cross-linkers.

Cross-linker content
(wt%) Films with cross-linker 2

Films with
cross-linker 5

28 000 g mol−1

0.00 92.1 92.1
0.23 80.9 89.4
0.45 86.8 88.9
0.72 64.0 89.9

6000 g mol−1

0.00 95.0 95.0
1.35 95.3 97.4
2.25 90.6 93.2
3.60 76.9 92.8

Figure 1. FTIR spectra of 6000 g mol−1 PDMS films prepared with
cross-linker 2 from 1500–650 cm−1.

with 16-functional commercial cross-linker were also made.

All networks were prepared in stoichiometric cross-linking

reactions, meaning that the number of functional hydride

groups of the PDMS chains corresponded to the total number

of vinyl groups on the cross-linkers.

FTIR was used to characterize all the prepared PDMS

films. As an example, the enlarged spectra for 6000 g mol−1

films with cross-linker 2 are shown in figure 1 (all other

spectra are available as supporting information available at

stacks.iop.org/SMS/22/104002/mmedia).

At high cross-linker concentration the PDMS bands

decrease due to increasing content of dipole-cross-linker. This

is especially seen from the 1100–1000 cm−1 bands which are

due to Si–O stretch.

The gel fractions of the films were determined

from swelling experiments with chloroform. The swelling

experiments were used to determine the amount of bonded

(gel fraction) and non-bonded (sol fraction) species in the

network. As seen in table 1, the gel fraction decreases slightly

with increasing amount of dipole-functional cross-linker. This

decrease can be explained by the increasing amount of

three-functional cross-linker which creates an increasingly

softer network with a consequent larger concentration of

non-bonded species and substructures. In optimized PDMS

systems, where the amount of cross-linker is in excess with

a stoichiometry of 1.1–1.4, gel fractions are usually of the

order of 95–97% as not all cross-linking sites need to react

and steric hindrance is thus reduced [28]. Stoichiometric

networks usually have lower gel fractions of around 90%

but have the advantage that no unbound cross-linker will be

present in the system [29]. The PDMS networks prepared in

this study were prepared stoichiometrically in order to avoid

non-bonded functional cross-linker, and gel fractions around

or lower than 90% are thus expected.

By visual comparison of the films before and after the

extraction experiments it is evident that all films retained their

color after the extraction which is due to the dipole-functional

cross-linkers remaining in the networks. We have previously

proved, by use of a fluorescent functionality attached at

the cross-linker, that small amounts only of the functional

cross-linkers are extracted from the networks and that the sol

fractions most likely predominantly consist of substructures

such as inert or mono-functional PDMS [18].

The influence of the concentration and type of the

dipole-functional cross-linkers on the mechanical properties

was investigated by determining the shear storage and shear

loss modulus of the prepared films. In figure 2 the results for

films with cross-linker 2 and cross-linker 5, respectively, are

presented. In the linear regime, which for silicone elastomers

is up to approximately 15% strain [28], the elastic and viscous

properties are well described by the shear storage modulus

(G′) and the shear loss modulus (G′′). Both are defined from

the complex shear modulus as G∗(ω) = G′(ω)+ iG′′(ω). Due

to the incompressibility of silicones (Poisson ratio (ν) close

to 0.5) the Young’s modulus can be determined as Y = 2(1 +
ν)G = 3G where G = G′(ω → 0). For all films in figure 2 it

is seen that there is an insignificant dependence only of G′ on

the applied frequency such that Y = 3G′. Thereby we obtain

Young’s moduli, which describe the frequency-independent

elastic moduli up to approximately 15% strain. Furthermore,

we can determine the highly frequency dependent viscous loss

from G′′.
Furthermore, it can be seen from figure 2 that all

networks with cross-linkers 2 and 5 for both 28 000 g mol−1

and 6000 g mol−1 PDMS are well cross-linked as the

storage modulus (G′) is 10–100 times larger than the loss

6
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Figure 2. The storage modulus (G′) and loss modulus (G′′) as functions of frequency for films prepared with (a) cross-linker 2 and

28 000 g mol−1 PDMS, (b) cross-linker 2 and 6000 g mol−1 PDMS, (c) cross-linker 5 and 28 000 g mol−1 PDMS and (d) cross-linker 5 and

6000 g mol−1 PDMS.

modulus (G′′) for the investigated frequency regime, with

the difference being smallest at high frequencies (100 Hz).

This means that the viscous dissipation at the low-strain,

low-frequency limit is a few per cent only.

It can also be seen that films prepared with the lower

molecular weight PDMS (6000 g mol−1) have higher moduli

than films prepared with the higher molecular weight PDMS

(28 000 g mol−1). This is due to an increased network density

which creates stiffer films. From fundamental theories on

rubber elasticity the elastic moduli are expected to scale

linearly with the inverse molecular weight, but our systems

contain fillers and the high molecular weight PDMS is

furthermore above the entanglement threshold [28], which

explains the weaker dependence on molecular weight. For

films with cross-linker 2 the elastomers containing large

concentrations of three-functional cross-linker (0.72 wt% for

28 000 g mol−1 and 3.6 wt% for 6000 g mol−1) are seen

to have slightly lower moduli than the films prepared solely

with the 16-functional commercial cross-linker. This can be

explained by the cross-linker functionality (f ) which is known

to have a significant impact on the stiffness of elastomers

since classical rubber theories predict that the elastic modulus

scales with 1 − 2/f [27]. For PDMS films prepared with a

large content of three-functional cross-linker a softer network

is created than for films with 16-functional cross-linker alone.

The prepared networks contain 10 wt% silica particles

to reinforce the otherwise fairly weak films (with respect

to tearing). The particles limit the mobility of the polymer

chains, both the dangling and the sol ones, in the network

and decrease the conversion of the hydrosilylation reaction

due to limitations in the mobility of the reactive groups. The

networks are thus believed to be prone to post-curing. Overall,

the elastic properties have not changed extensively with the

addition of the two different dipole-functional cross-linkers

but the viscous loss is increased with increased loadings of

cross-linker.

For further description of the mechanical properties

at larger strains it has previously been shown that the

non-linear behavior of a similar elastomer is very well

described by the Mooney–Rivlin equations for Hencky

strains up to 0.8 in an in-house built filament stretch

rheometer [30] with a specialized holder for elastomers to

allow for very large elongations [27]. For a filament of

this type the elongation in the direction of elongation is

given by exp(0.8) = 2.23 = 223%. Of course, it may not be

sufficient to rely on a model for descriptions of the high-strain

7
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Figure 3. TGA results for films prepared with (a) cross-linker 2 and 28 000 g mol−1 PDMS, (b) cross-linker 2 and 6000 g mol−1 PDMS,

(c) cross-linker 5 and 28 000 g mol−1 PDMS and (d) cross-linker 5 and 6000 g mol−1 PDMS.

limit due to the very often encountered problems caused

by electromechanical instabilities [31–34]. The non-linear

rheology can be measured carefully by means of the very

precise, but tedious and time-consuming, methods developed

by Bejenariu et al [27] for uniaxial elongation and by Jensen

et al [10, 35] for planar elongation. Alternatively, commercial

technologies based on the engineering stress nominal strain

are readily available.

Furthermore, for a full validation of the applicability of

the developed materials as dielectric elastomers, life-time tests

would have to be performed. This will be investigated in the

future.

The effect of the two dipole-functional cross-linkers on

the thermal stability of the PDMS networks was determined

by thermal gravimetric analysis (TGA). The results for films

with cross-linker 2 and cross-linker 5 are shown in figure 3.

All the prepared films show a two-step mass loss process

with all degradation temperatures summarized in table 2.

All degradation temperatures are taken as the peak

temperature of the first derivative of the temperature with

time. The first degradation step temperature which is due

to cleavage of Si–CH3 bonds is increased with the addition

of dipolar cross-linkers compared to the PDMS films made

completely with the commercial cross-linker. The second

decomposition step temperatures, where mineralization of the

material occurs, decrease slightly with the addition of dipole

cross-linkers. All films containing a functionalized cross-
linker have higher initial decomposition temperatures than
films with non-functionalized cross-linker. Both cross-linkers
can therefore be said to improve the thermal stability of PDMS
networks.

The impact of the type of push–pull dipole-cross-linker
on the dielectric properties was determined by dielectric
relaxation spectroscopy on discs of ∼1 mm thin films.
Dielectric relaxation spectra showing the frequency dependent
relative permittivity (ε′) and loss tangent (tan δ) for films with
cross-linkers 2 and 5 are presented in figure 4.

For both cross-linkers an increase in dielectric per-
mittivity is observed by the addition of dipole-functional
cross-linker. In all cases, the effect is largest at the lowest
amount of added dipole cross-linker. Compared to pure
PDMS with only commercial cross-linker for which ε′ =
2.8 at 100 Hz, the film prepared with 6000 g mol−1

PDMS containing 1.35 wt% of cross-linker 2 has ε′ =
3.3 at 100 Hz. This corresponds to an increase of ∼20%
at only 0.46 wt% of pure dipole. Cross-linkers 2 and 5
induce an enhancement of the permittivity of the same order
of magnitude. Furthermore, the dielectric permittivity stays
constant in the entire frequency range. For all films, the
dielectric loss remains exceptionally low after addition of
dipole cross-linkers which means that all films exhibit very
low dissipation of energy. The measured values of ε′ and tan δ

at 100 Hz are summarized for all films in table 3.

8
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Figure 4. The relative dielectric permittivity (ε′) and loss tangent (tan δ) as functions of frequency for films prepared with (a) cross-linker 2
and 28 000 g mol−1 PDMS, (b) cross-linker 2 and 6000 g mol−1 PDMS, (c) cross-linker 5 and 28 000 g mol−1 PDMS and (d) cross-linker 5
and 6000 g mol−1 PDMS.

Table 2. Thermal stability data for films prepared with cross-linkers 2 and 5.

Cross-linker content (wt%)

Films with cross-linker 2 Films with cross-linker 5

First degradation step
(◦C)

Second degradation step
(◦C)

First degradation step
(◦C)

Second degradation step
(◦C)

28 000 g mol−1

0.00 419 692 419 692
0.23 475 689 513 683
0.45 550 683 523 684
0.72 529 684 531 686

6000 g mol−1

0.00 444 722 444 722
1.35 555 673 554 682
2.25 550 675 560 683
3.60 508 687 555 674

The electrical breakdown strengths, EB, for films with

cross-linkers 2 and 5 are presented in table 3. For films with

cross-linker 5, an increase in the breakdown field strength was

observed with the addition of a low amount of cross-linker

for both 28 000 g mol−1 and 6000 g mol−1 films. In both

cases, the measured values of 95.0 V μm−1 and 124 V μm−1,

respectively, are remarkably high. For cross-linker 2, the

electrical breakdown strengths decrease with increasing

concentration of dipolar cross-linker but remain high at low

concentrations. The reduction in breakdown strength at high

concentration of functional cross-linker could be caused by

the reduction in the stiffness [36] which is observed from

the mechanical characterization. For all films the breakdown

strength stays above ∼40 V μm−1, which is high enough for

most DEAP applications and in the range of commercially

9
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Table 3. The dielectric permittivity (ε′) and loss tangent (tan δ) at 100 Hz as well as the breakdown strength (EB) for films with different
type and weight per cent of cross-linker.

Cross-linker content (wt%)

Films with cross-linker 2 Films with cross-linker 5

ε′ tan δ EB (V μm−1) ε′ tan δ EB (V μm−1)

28 000 g mol−1

0.00 2.8 2.69×10−4 91.8 2.8 2.69×10−4 91.8

0.23 3.2 5.78×10−4 88.2 3.1 5.25×10−4 95.0

0.45 3.2 4.54×10−4 49.9 3.0 6.33×10−4 88.9

0.72 3.0 5.24×10−4 39.0 3.0 7.03×10−4 85.9

6000 g mol−1

0.00 2.8 3.45×10−4 111.0 2.8 3.45×10−4 111.0

1.35 3.3 6.01×10−4 91.9 3.2 5.21×10−4 124.2

2.25 3.1 3.34×10−4 71.8 3.1 4.04×10−4 68.2

3.60 3.0 10.5×10−4 naa 3.2 7.16×10−4 57.0

a Attempts to obtain the electrical breakdown strength were unsuccessful as the prepared 150 μm film was too
sticky to be handled.

available products such as Elastosil RT625 from Wacker
Chemie AG, as stated by the manufacturer [11].

4. Conclusion

A novel method of enhancing the electromechanical
properties of silicone elastomers by grafting of push–pull
dipoles to a synthesized cross-linker was presented. The
silicone compatible cross-linker allows for click reactions
with various alkyne-functional molecules and thereby creates
controlled and well distributed dipole-functionalized PDMS
networks. Two different push–pull dipole cross-linkers were
prepared with the alkynes 1-ethynyl-4-nitrobenzene and 3-
(4-((4-nitrophenyl)diazenyl)phenoxy)-prop-1-yn-1-ylium by
click chemistry. The synthesized cross-linkers were used to
prepare PDMS films using two different chain lengths with
concentrations of 0–3.6 wt% cross-linker, corresponding to
0–1.8 wt% of pure dipole. The thermal, mechanical and
electromechanical properties of these dipole-functionalized
PDMS networks were investigated by various techniques.
Mechanical characterization showed that the mechanical
properties did not change significantly by increasing
the content of dipole-functional cross-linker. Dielectric
permittivity measurements proved an increase in the relative
permittivity of ∼20% at only 0.46 wt% of incorporated dipole.
Furthermore, the dielectric losses were remarkably low while
the electrical breakdown strengths were high.
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Figure S1. Numbered structures for 13C-NMR assignment. 
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Figure S2. FTIR spectra of 28000 g/mol PDMS films prepared with cross-linker 2 from 1500-650 cm-1. 

 

Figure S3. FTIR spectra of 28000 g/mol PDMS films prepared with cross-linker 5 from 1500-650 cm-1. 
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Figure S4. FTIR spectra of 6000 g/mol PDMS films prepared with cross-linker 5 from 1500-650 cm-1. 
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Visualisation and characterisation of
heterogeneous bimodal PDMS networks†

F. B. Madsen, A. E. Daugaard, C. Fleury, S. Hvilsted and A. L. Skov*

The existence of short-chain domains in heterogeneous bimodal PDMS networks has been confirmed

visually, for the first time, through confocal fluorescence microscopy. The networks were prepared using

a controlled reaction scheme where short PDMS chains were reacted below the gelation point into

hyperbranched structures using a fluorescent silicone compatible cross-linker. The formation of the

hyperbranched structures was confirmed by FTIR, 1H-NMR and size exclusion chromatography (SEC).

The short-chain hyperbranched structures were thereafter mixed with long-chain hyperbranched

structures to form bimodal networks with short-chain domains within a long-chain network. The

average sizes of the short-chain domains were found to vary from 2.1 to 5.7 mm depending on the

short-chain content. The visualised network structure could be correlated thereafter to the elastic

properties, which were determined by rheology. All heterogeneous bimodal networks displayed

significantly lower moduli than mono-modal PDMS elastomers prepared from the long polymer chains.

Low-loss moduli as well as low-sol fractions indicate that low-elastic moduli can be obtained without

compromising the network's structure.

Introduction

Polydimethylsiloxane (PDMS) elastomers are known for their
unique properties, such as high extensibility, high thermal
stability, low surface tension and chemical and biochemical
inertness.1 PDMS elastomers consist of a PDMS network,
usually resulting from hydrosilylation, radical or condensation
reactions, silica particles and other llers.2 PDMS networks
without llers suffer from low tear strength and are therefore
not easily handled as thin lms. The reinforcing silica particles
in the elastomer formulations result in a very weak but still not
negligible optical distortion, which constitutes a problem in
many commercial applications such as adaptable lenses and
optical biochips.3,4

The mechanical properties of PDMS elastomers, as an
alternative, can be improved by creating bimodal networks
which are prepared by applying advanced mixing schemes.
Bimodal networks consist of very short and relatively long
chemically identical polymer chains cross-linked into a

network, and their mechanical properties are superior to
traditional elastomers.5,6 Several studies have investigated the
unexpected high tear resistance and ultimate strength of
bimodal networks.7–9 The elastic modulus of bimodal networks
increases signicantly at high elongations, so the ultimate
strength of the networks is very high. Improvements in ultimate
strength stem from the limited extensibility of the short chains,
which gives the networks toughness.10,11 Furthermore, the
relatively long chains retard the rupture process and provide
extensibility to the network.9 Therefore, bimodal networks
exhibit both a substantial ultimate stress and ultimate strain.6

Bimodal networks can be created by the random distribution of
short polymer chains within the long chains,6,12–14 or as heavily
cross-linked short-chain domains joined to the long-chain
network.15–17 Bimodal networks with homogenous (random)
distributions of short and long chains are prepared in one-step
procedures where the chains are mixed and cross-linked simul-
taneously to form random networks. In contrast, heterogeneous
bimodal networks are prepared in two-step procedures. The
short-chain domains are prepared in a reaction that happens
prior to the cross-linking, where the short chains are reacted
below the gelation threshold into hyperbranched structures
which are subsequently mixed and cross-linked together with the
long chains. Consequently, short-chain domains are created
within the long-chain network. Furthermore, the long chains can
also be reacted with cross-linker molecules below the gelation
threshold – prior to the network formation – in order to obtain
even higher control over the network and the distribution of long-
and short-chain domains.17
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We have previously demonstrated that the advantage of
forming heterogeneous bimodal networks with a controlled
distribution of short-chains is that the elastic modulus becomes
lower compared to both homogenous bimodal networks with
similar short chain concentrations and mono-modal PDMS
networks.17 In so doing, soer and more stretchable PDMS
elastomers are obtained. The lms are at the same time easily
handled as thin lms, which for the homologues mono-modal
PDMS network is difficult without the addition of silica parti-
cles. Furthermore, heterogeneous bimodal networks have been
shown to exhibit very low viscous losses in combination with
low elastic moduli.17 So they are therefore excellent alternatives
to both mono-modal PDMS elastomers, which require llers to
have sufficiently high tear strength to make them manageable
as thin lms, and to homogenous bimodal networks, which
have higher elastic moduli due to the random distribution of
short chains.

We herein present a novel method for analysing the size
of short-chain domains in heterogeneous bimodal PDMS
networks. A recently developed silicone compatible cross-linker
allowing for orthogonal chemistry18 is used to tag the short-
chain hyperbranched structures at their cross-linking points
with uorescent molecules. The size of the short-chain domains
will furthermore be correlated to the nal mechanical proper-
ties of the networks. The design scheme offers an unprece-
dented way of tuning the properties of heterogeneous bimodal
networks and thereby paves the way for the implementation of
such networks in advanced applications where strong, unlled
and largely extensible networks are needed. The properties of
the resulting networks will full the demands of many
commercial PDMS elastomer applications, including so
lithography applications where higher fracture energy is
needed,19 optical applications where strong elastomers without
optically distorting llers are desired3,4 and dielectric elasto-
mers where so networks with high extensibilities and low
viscous losses are essential.20–25

Experimental
General methods

FTIR analyses were conducted on a Perkin-Elmer Spectrum One
model 2000 Fourier Transform Infrared apparatus equipped
with a universal attenuated total reection accessory on a ZnSe–
diamond composite. The spectra were recorded in the range of
4000–650 cm�1 with 16 scans using 4 cm�1 resolution. 1H-NMR
spectra were recorded on a Bruker 300 MHz spectrometer. Size-
exclusion chromatography (SEC) was performed on a Viscotek
GPCmax VE-2001 instrument, equipped with a Viscotek TriSEC
Model 302 triple detector using two PLgel mixed-D columns,
provided by Polymer Laboratories. Samples were run in THF at a
rate of 1 ml min�1, and molar mass characteristics were
calculated using polystyrene standards. Optical character-
isations were performed on a Leica TCS SPE high-resolution
confocal microscope with a 10� lens at 400 nm in the z-direction,
equipped with a Leica CTR4000 electronic box. Image analysis
was performed with ImageJ, and the domain diameter was
taken as an average over 100 domains. Differential scanning

calorimetry (DSC) measurements were performed on a DSC
Q1000, provided by TA Instruments. The thermal analyses were
performed with a heating and cooling rate of 10 �C min�1, from
�90 to 150 �C. Thermogravimetric analysis (TGA) was per-
formed on a Q500 (TA Instruments) in a nitrogen atmosphere
with a heating rate of 10 �C min�1, from RT to 950 �C. All
degradation temperatures were taken as the peak temperature
of the rst derivative of the temperature with time. Linear
rheology of the bimodal lms was performed with a TA
Instruments TA 2000 Rheometer set to a controlled strain mode
of 1%, which was ensured to be within the linear viscoelastic
regime. The measurements were performed in the frequency
range 100–0.01 Hz with a parallel plate geometry of 25 mm. The
lms were approximately 1 mm thick and were measured with a
small normal force from the upper plate, which ensured that
there were no-slip conditions.

Materials

Hydride-terminated PDMS: DMS-H11 ( �Mn ¼ 1050 g mol�1) and
DMS-H31 ( �Mn ¼ 28 000 g mol�1) as well as a vinyl functional
PDMS cross-linker, VDT-431 ( �Mn ¼ 28 000 g mol�1, �16 vinyl
groups), were acquired from Gelest Inc. The platinum cyclo-
vinylmethyl siloxane complex catalyst (511) was provided by
Hanse Chemie. All other chemicals were acquired from Sigma-
Aldrich and used as received, unless otherwise specied.

Fluorescent cross-linker: (4-methyl-7-((1-(3-(tris(allyloxy)silyl)-
propyl)-1H-1,2,3-triazol-4-yl)methoxy)-2H-chromen-2-one)

The uorescent tri-functional cross-linker (3) was prepared
according to previously described procedures.18 A silicone
compatible tri-functional azide cross-linker (1) was synthesised
via the silyl ether reaction between (3-bromopropyl)tri-
chlorosilane and allyl alcohol and the subsequent substitution
of bromine with azide. The azide-functional cross-linker
was thereaer used in a click reaction (the copper-catalysed
cyclo-addition of an azide and an alkyne (CuAAC) forming a 1,4-
disubstituted-1,2,3-triazole) with the alkyne 4-methyl-7-(prop-2-
yn-1-yloxy)-2H-chromen-2-one (2), which was prepared through
a Williamson ether synthesis of 4-methylumbelliferone and
propargyl bromide.

General procedure for preparing heterogeneous bimodal
networks (amounts given for 10 wt% short chains)

The uorescent tri-functional cross-linker (3, 0.027 g, 0.0054
mmol) was dissolved in THF (0.6 ml) and mixed with short
PDMS chains (DMS-H11, 1050 g mol�1, 0.212 g, 0.020 mmol).
The platinum cyclovinylmethyl siloxane complex catalyst (511)
(10 ppm) in dry THF was thereaer added to give a stoichiom-
etry of r¼ 0.4 and the mixture was mixed in a FlackTek Inc. DAC
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150.1 FVZ-K SpeedMixer™ and allowed to react for 1 hour at
60 �C. Next, a 16-functional vinyl cross-linker (VDT-431,
28 000 g mol�1, 0.014 g, 5 � 10�5 mmol) and the long PDMS
chains (DMS-H31, 28 000 g mol�1, 1.91 g, 0.0068 mmol) were
mixed with platinum cyclovinylmethyl siloxane complex catalyst
(511) (10 ppm) in dry THF to give a stoichiometry of r ¼ 0.06.
The mixture was combined in the SpeedMixer and thereaer
allowed to react for 1 hour at 60 �C. Aer the initial reactions,
the short- and long-chain mixtures were combined and addi-
tional cross-linker (VDT-431, 28 000 g mol�1, 0.838 g,
0.0030 mmol) and catalyst (10 ppm) were added to give an
overall stoichiometry of r ¼ 1.2 (20% excess of vinyl groups).
The mixture was blended in the SpeedMixer and poured into
1 mm thick steel moulds on an FEP uorocarbon substrate,
degassed in vacuo for 1 hour, cured for 24 hours at RT and then
post-cured at 60 �C for 1 hour. Short and long chain amounts
were varied to create bimodal networks with mass ratios of
short : long chains ¼ 0 : 100, 3 : 97, 10 : 90, 20 : 80 and 30 : 70,
corresponding to molar ratios of short : long chains ¼ 0 : 100,
45 : 55, 75 : 25, 87 : 13 and 92 : 8.

Swelling experiments

Swelling experiments were performed by placing a pre-weighed
sample in a ask containing toluene until the equilibrium
swelling state was reached (typically one week). At the end of the
swelling period, the samples were removed from the solvent,
dried quickly and carefully with lint-free tissue paper and then
weighed. The volume degree of equilibrium swelling (Qv) was
then calculated according to: Qv ¼ 1 + (Qw � 1) � ntoluene/nPDMS,
where ntoluene is the specic volume of toluene and nPDMS is the
specic volume of PDMS. Qw is calculated as: Qw ¼m0/m, where
m0 is the initial weight of the (dry) sample before swelling andm
is the weight of the wet (swollen) sample. Aer the swelling
experiment, the samples were washed several times with
toluene and dried for 24 hours. The sol fractions (Wsol) were

thereaer calculated as: Wsol(%) ¼ (1 � (me/m0)) � 100, where
me is the weight of the dry sample aer the swelling/extraction.

Results and discussion

The heterogeneous bimodal PDMS networks were prepared in a
two-step procedure combining short- and long-chain hyper-
branched PDMS structures, as illustrated in Fig. 1. First, uo-
rescent short-chain hyperbranched structures were prepared in
a reaction prior to the network formation using a previously
prepared uorescent tri-functional cross-linker.18 The cross-
linker was used in concentrations below the gelation point, as
determined by the Flory–Stockmayer expression: rc ¼ 1/(f � 1)
where rc is the stoichiometry between the reactive groups on the
cross-linker and the reactive groups on the polymer required for
critical gelation, and f is the functionality of the cross-linker. By
using a stoichiometry where r < rc no innite short-chain
network will be created, and the formed hyperbranched struc-
tures still have reactive end groups.26,27 The short-chain hyper-
branched structures were characterised by FTIR, 1H-NMR and
size-exclusion chromatography (SEC). The reaction between the
uorescent cross-linker and the short PDMS chains was fol-
lowed by FTIR and the decreasing intensity of the cross-linker
C]C band at 1610 cm�1. Furthermore, FTIR spectra conrmed
the presence of the remaining Si–H end groups (at 2125 cm�1)
on the short-chain polymers aer the reaction. The reaction
employed to form the short-chain hyperbranched structures
was also followed with 1H-NMR by the disappearance of the
–CH2]CH2 resonance at 5.26 ppm and –CH2]CH resonance at
5.12 ppm. The presence of Si–H protons at 4.70 ppm aer the
reaction indicates that reactive polymer end groups are indeed
still present on the hyperbranched structures. From the areas
under the Si–H resonance before and aer the reaction relative
to the areas of the constant Si–CH3 resonances at 0.06–0.18 ppm
it can be deduced that �60% reactive Si–H end groups remain

Fig. 1 Schematic illustration of the two-step reaction procedure employed to form heterogeneous bimodal networks.
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aer the reaction. This number is consistent with the stoi-
chiometric ratio of r ¼ 0.4 used in this instance. 1H-NMR
spectra can be found as ESI.† SEC was used to conrm the post-
reaction increase in molecular weight of the hyperbranched
structures, which appear in the higher molecular weight region
compared to the low molecular weight short-chain PDMS (as
seen in the SEC traces in the ESI†). In addition, the SEC trace
clearly shows that the reaction results in a distribution of
hyperbranched structures and not in a mono-modal structure,
which is as expected for a hyperbranched structure.

In a similar manner, the long-chain hyperbranched struc-
tures were prepared by using a commercial cross-linker
(28 000 g mol�1, bearing, on average, 16 vinyl groups per chain)
and a higher molecular weight PDMS (28 000 g mol�1). The
hyperbranched structures, based on the short and long chains,
were mixed and cross-linked by using the commercial cross-
linker in excess. The uorescent and reinforcing short-chain
hyperbranched structures thereby became covalently bound to
the long-chain hyperbranched structures, ensuring sufficient
separation of the short-chain structures to maximise the rein-
forcing effect.

The heterogeneous bimodal networks were prepared with
varying contents of short-chain hyperbranched structures, in
order to illustrate the effect of the ratio between long- and short-
chain hyperbranched structures. The concentration of short-
chain structures varied from 0 to 30 wt%, corresponding to 0 to
92 mol% (of the total number of hydride functional polymers).
Films based entirely on the short-chain polymer could not be
prepared, as the polymer was of a too low molecular weight to
form a mechanically stable lm.

The prepared heterogeneous bimodal networks were char-
acterised by confocal microscopy, which uses single-point

illumination and rejects out-of-focus light. Thus, images with
better vertical optical resolution than traditional uorescence
microscopy are obtained. The acquired images had reduced
background haze and represent a thin cross-section of the
sample, as shown in Fig. 2 (original uorescence confocal
microscopy images of all samples can be found as ESI†).

The uorescent domains are evenly distributed within all
networks. Furthermore, it can be seen from Fig. 2 that the
uorescent domains vary in size and abundance, depending on
the ratio between the short- and long-chain hyperbranched
structures in the network. The mean diameters of the uores-
cent domains were determined as an average of 100 domains,
the results for which are summarised in Table 1. As seen in
Table 1, the sizes of the uorescent domains vary only moder-
ately for the concentrations of short-chain hyperbranched
structures, from 3 wt% to 20 wt%, whereas substantially larger
domains are observed at 30 wt%. Furthermore, it is clear from
Fig. 2 that the domains are very well distributed, and the
number of domains is high for both samples. When the
concentration of the short-chain hyperbranched structures is
increased to 30 wt%, a substantial increase in the domain's size
is evident (Fig. 2), due to the short-chain hyperbranched
structures becoming so tightly packed that even upon ideal
distribution they will interconnect covalently and turn into
larger agglomerates. This is also substantiated by the large
increase in the standard deviation of the measured average
short-chain domain diameter.

The inuence on the distribution and size of the observed
domains on the elastic and mechanical properties of the
bimodal networks was determined by employing small ampli-
tude rheology. The resulting shear storage moduli (G0) and loss
moduli (G00) are summarised in Table 1. The mono-modal

Fig. 2 Grayscale confocal microscopy images obtained at 400 nm of the prepared heterogeneous bimodal networks with varying concen-
trations of short-chain hyperbranched structures. (a) 3 wt% and (b) 30 wt%.
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PDMS reference network, with 0% of short chains, has a storage
modulus of 93.4 kPa. Upon the addition of the short-chain
hyperbranched structures, the modulus decreases signicantly
to 11.8 kPa. From fundamental theories on rubber elasticity the
elastic moduli are expected to scale linearly with the inverse
average molecular weight of the polymer chains in the
network.28 As such, the addition of very short polymer chains to
the system would be expected to decrease the average molecular
weight of the system and thus increase the elastic modulus
signicantly. This decrease in the elastic modulus in hetero-
geneous bimodal networks has been shown previously but not
explained with supporting data.16,17 Based on the unprece-
dented correlation between the network composition, size and
distribution of the uorescent domains, and the elastic prop-
erties of heterogeneous bimodal networks, we believe that the
decrease in the elastic modulus can be explained by a multi-
domain theory. When short-chain hyperbranched structures are
added, they naturally contain a large concentration of unreacted
hydride groups on the surface. These groups react with cross-
linker molecules, which upon initial reaction are hindered from
diffusion by reptation.29 Consequently, there is a large concen-
tration of cross-linker molecules on the surface of the hyper-
branched structures. Small cross-linker molecules, such as
those used in our previous study,17 are packed tightly around
the surface, whereas the long-chain cross-linker molecules used
in this study tend to fold around the short-chain hyperbranched
structures. In both cases, this creates areas around the cross-
linker molecules where the effective cross-linking density is
lower than in the bulk long-chain network, as a large number of
the cross-linking sites are present around the short-chain
domains, as illustrated in Fig. 3. In this study, with a high
molecular weight cross-linker, folding back to the short-chain
domains also leads to the formation of loops, which do not
contribute to elasticity to the same extent as the true cross-
linking sites.30 Domains with surrounding cross-linker mole-
cules therefore create a local soening effect in the PDMS
networks. The heterogeneous bimodal elastomers will conse-
quently be soer and have a lower elastic modulus than the
homologous mono-modal networks despite higher average
cross-linking density. The reduction in the modulus, from
mono-modal to a small amount of short-chain domains, is

conrmed experimentally. The elastic modulus is then
increased with increasing short-chain concentration. At high
concentrations of short chains the elastic modulus drops again.
This can be explained by a drop in the number average
concentration of short-chain domains CN ¼ ((6 � wt%)/
(pD3))(1/rPDMS), with the additional increase of short chains
(see Table 1). From the calculations it can be seen that for the
bimodal networks, the elastic modulus increases with
increasing CN, although, not in a trivial way.

Interfaces with a lower cross-linking density are still perfectly
cross-linked due to the high number of functional groups on
each hyperbranched structure, and as such they cannot be
regarded as network imperfections, since their mechanical
properties are not destroyed.

Very so silicone elastomer behaviour can also be observed
for imperfect networks, which occurs as a result of unreacted
groups. This lack of reactivity can be introduced either from
stoichiometrically imbalanced reactions27,31 or from incomplete
catalyst inhibition reactions.32 It can also arise naturally from
steric hindrance or heterogeneity, thus leading to local cross-
linker and polymer excesses, respectively. Therefore it is
important to ensure that heterogeneous bimodal networks do
not contain a large fraction of solubles, so-called sol fractions.
The sol fractions of heterogeneous bimodal PDMS networks
were determined by conducting swelling experiments with
toluene, the results for which can be found in Table S1 in the
ESI.† The sol fractions were found to lie in the range of 5–10%
and were apparently independent of short chain concentration.
The addition of the short chains as domains therefore does not
create additional imperfections in the innite networks, which

Table 1 Summary of the heterogeneous bimodal networks' properties

Short-chain
concentration

Domain
diametera (D) CN

b � 10�9 G0@1 Hz G0 0@1 Hz

[Wt%] [Mol%] [mm] [g�1] [kPa] [kPa]

0 0 — — 93.4 1.19
3 45 2.9 � 0.9 2.4 11.8 0.32
10 75 2.8 � 0.8 9.0 21.5 0.20
20 87 2.1 � 0.5 43 78.1 0.98
30 92 5.7 � 1.6 3.2 59.5 0.70

a The mean diameters were determined with the imaging processing
program ImageJ. b The number average concentration of short-chain
domains is calculated as: CN ¼ ((6 � wt%)/(pD3))(1/rPDMS), where
rPDMS is the density of PDMS.

Fig. 3 Schematic illustration of the hypothesised efficient cross-
linking density.
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means that there is complete compatibility between the short-
chain domains and the long-chain matrix.

Swelling experiments were performed in order to determine
the relationship between the volume degree of equilibrium
swelling (Qv) and the mechanical properties. The results can be
found in the ESI.† Qv is found to decrease with increasing short-
chain concentration, due to the strong increase in cross-link
density. Furthermore, as expected, there is not a linear rela-
tionship between the elastic moduli (3G0) and the equilibrium
swelling degree (see Fig. S3 in the ESI†), which is observed for
traditional mono-modal PDMS elastomers. Heterogeneous
bimodal networks therefore behave quite different to mono-
modal PDMS networks, since the modulus decreases following
the addition of short-chain domains, i.e. with increasing cross-
link density. This means that swelling capacity is determined
from the continuous long-chain part of the network, whereas
elasticity is governed by a combination of short- and long-
chains properties.

In general, it is difficult to obtain PDMS elastomers with low
elastic moduli without deteriorating other network properties.
So PDMS elastomers therefore usually suffer from high
viscous losses. The frequency-dependent viscous loss can be
determined from the shear loss modulus G0 0. All the prepared
bimodal elastomers are seen to have lower viscous loss than the
mono-modal PDMS network. Furthermore, the heterogeneous
bimodal networks are well cross-linked, as the storage moduli
(G0) is 10 to 100 times larger than the loss moduli (G0 0) for the
investigated frequency range, with differences being smallest at
high frequencies. A plot of the storage and loss moduli as
functions of frequency can be found as ESI.† Viscous loss at the
low strain low frequency limit is measured as a few percentage
points only. This is comparable to our previously reported
results for heterogeneous bimodal networks.17 Viscous loss in a
polymer network is due to dangling chains and sol molecules,
i.e. incomplete network formation.27 It is therefore evident from
the low viscous losses of the heterogeneous bimodal networks
that the obtained low moduli are not a result of incomplete
reactions but rather of network artefacts, as shown in Fig. 3. The
loops do not contribute signicantly to the elastic modulus, but
at the same time they do not contribute a loss, since they cannot
relax. Heterogeneous bimodal networks are therefore an effec-
tive and simple method of creating so elastomers with very low
viscous losses.

The thermal transition behaviour of the heterogeneous
bimodal networks was determined using differential scanning
calorimetry (DSC). The resulting thermograms can be found as
ESI,† while the crystallisation and melting temperatures are
summarised in Table S1 in the ESI,† too. A large decrease in the
area under the crystallization peaks can be seen in the ther-
mograms, along with an increasing concentration of short-
chains. This means that there is a smaller degree of crystallinity
in the material in line with increasing short-chain content.
Consequently, the PDMS elastomers become inherently amor-
phous at large concentrations of short chains, as almost no
crystalline behaviour is observed. This is most likely due to an
increased cross-linking density as the short chain domains are
highly dense structures in elastomers. This high cross-link

density means that the polymer chains are no longer able to
arrange into the positions necessary for crystalline regions to
form. Melting temperatures are also observed to decrease with
higher concentrations of short chains because of the dilution of
the crystalline segments. Furthermore, areas under the melting
peaks are reduced at higher concentrations, which mean that
the energy required for melting is reduced at larger concentra-
tions of short chains.

Moreover, the effect of short-chain domains on the thermal
stability of the PDMS networks was investigated by thermal
gravimetric analysis (TGA). The determined degradation
temperatures for the bimodal PDMS networks with different
short-chain concentrations are summarised in Fig. S5 and Table
S1 in the ESI.† The rst degradation step occurs due to the
cleavage of Si–CH3 bonds. This degradation temperature
increases signicantly with increasing amounts of short chains
(from �430 �C to �530 �C), which demonstrates that hetero-
geneous bimodal networks also have a benecial inuence on
the thermal stability of PDMS elastomers.

Conclusions

In summary, a novel method of visualising the size of short-
chain domains in heterogeneous bimodal PDMS networks was
developed. The method allows for the determination of the size
of short-chain domains by confocal uorescence microscopy.
The size of the domains was furthermore correlated to the nal
elastic properties of the bimodal networks for the rst time,
which makes it possible to explain the surprisingly low elastic
moduli obtained for heterogeneous bimodal networks. The
results thereby make it possible to tune the properties of PDMS
networks in line with the size and concentrations of short-chain
hyperbranched structures. This opens up the possibility of
heterogeneous bimodal network implementation in advanced
applications where strong, unlled and largely extensible
networks are needed, such as in the eld of optics and in the
emerging eld of dielectric elastomers.

Acknowledgements

The authors would like to acknowledge Lene Feldskov Nielsen,
Coloplast A/S, Humlebæk, Denmark for help with the confocal
microscopy and the Danish National Advanced Technology
Foundation for its nancial support.

Notes and references

1 J. E. Mark, in Silicon-Based Polymer Science: A Comprehensive
Resource, ed. J. M. Zeigler and F. W. G. Fearon, American
Chemical Society, 1990, pp. 47–68.

2 C. Ohm, M. Brehmer and R. Zentel, Adv. Mater., 2010, 22,
3366–3387.

3 A. Werber and H. Zappe, Appl. Opt., 2005, 44, 3238–3245.
4 J. Ou, T. Glawdel, C. L. Ren and J. Pawliszyn, Lab Chip, 2009,
9, 1926–1932.

5 J. E. Mark, Br. Polym. J., 1985, 17, 144–148.

6944 | RSC Adv., 2014, 4, 6939–6945 This journal is © The Royal Society of Chemistry 2014

RSC Advances Paper

View Article Online

144



6 G. D. Genesky, B. M. Aguilera-Mercado, D. M. Bhawe,
F. a. Escobedo and C. Cohen, Macromolecules, 2008, 41,
8231–8241.

7 T. L. Smith, B. Haidar and J. L. Hedrick, Rubber Chem.
Technol., 1990, 63, 256–264.

8 G. B. Shah and R. W. Winter, Macromol. Chem. Phys., 1996,
197, 2201–2208.

9 J. E. Mark, Prog. Polym. Sci., 2003, 28, 1205–1221.
10 Z.-M. Zhangt and J. E. Mark, J. Polym. Sci., Polym. Phys. Ed.,

1982, 20, 473–480.
11 P. Xu and J. E. Mark, Polymer, 1992, 33, 1843–1848.
12 M. A. Llorente, A. L. Andrady and J. E. Mark, J. Polym. Sci.,

Polym. Phys. Ed., 1981, 19, 621–630.
13 M. Y. Tang and J. E. Mark, Macromolecules, 1984, 17, 2616–

2619.
14 B. Viers and J. Mark, J. Macromol. Sci., Part A: Pure Appl.

Chem., 2007, 44, 131–138.
15 J. E. Mark and A. L. Andrady, Rubber Chem. Technol., 1981,

54, 366–373.
16 S.-J. Pan and J. E. Mark, Polym. Bull., 1982, 7, 553–559.
17 A. G. Bejenariu, L. Yu and A. L. Skov, So Matter, 2012, 8,

3917.
18 F. B. Madsen, I. Dimitrov, A. E. Daugaard, S. Hvilsted and

A. L. Skov, Polym. Chem., 2013, 4, 1700–1707.
19 H. Schmid and B. Michel, Macromolecules, 2000, 33, 3042–

3049.

20 R. Pelrine, R. Kornbluh, Q. Pei and J. Joseph, Science, 2000,
287, 836.

21 R. Pelrine, R. Kornbluh and G. Kofod, Adv. Mater., 2000, 12,
1223–1225.
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Supporting Information 

Visualisation and Characterisation of Heterogeneous Bimodal PDMS Networks
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*DTU, The Danish Polymer Centre, Department of Chemical and Biochemical Engineering, DK-
2800 Kgs. Lyngby, Denmark 

1H-NMR spectra

Figure S1. 1H-NMR spectra of the short chains before the hyperbranching reaction (bottom) and the 
short chains after the hyperbranching reaction with the fluorescent cross-linker (top). 
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SEC traces

Figure S2. Overlay of the SEC refractive index detector signals of the short chains before the 
hyperbranching reaction (solid) and the short chains after the hyperbranching reaction with the 
fluorescent cross-linker (dashed). 
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Figure S3. Plot of the elastic moduli (3G’) as a function of the degree of equilibrium swelling (Qv)
for heterogeneous bimodal PDMS networks swollen in toluene.  
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Figure S4. DSC thermograms of the heterogeneous bimodal networks prepared with varying short-
chain content. 
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Figure S5. TGA results of the heterogeneous bimodal networks prepared with varying short-chain 
content.
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Confocal Fluorescence Microscopy Images 

Figure S6. Confocal microscopy image of the prepared heterogeneous bimodal network prepared 
with 3 wt% short chains. 
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Figure S7. Grayscale confocal microscopy image of the prepared heterogeneous bimodal network 
prepared with 3 wt% short chains. 
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Figure S8. Confocal microscopy image of the prepared heterogeneous bimodal network prepared 
with 10 wt% short chains. 
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Figure S9. Grayscale confocal microscopy image of the prepared heterogeneous bimodal network 
prepared with 10 wt% short chains. 
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Figure S10. Confocal microscopy image of the prepared heterogeneous bimodal network prepared 
with 20 wt% short chains. 
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Figure S11. Grayscale confocal microscopy image of the prepared heterogeneous bimodal network 
prepared with 20 wt% short chains. 
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Figure S12. Confocal microscopy image of the prepared heterogeneous bimodal network prepared 
with 30 wt% short chains. 
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Figure S13. Grayscale confocal microscopy image of the prepared heterogeneous bimodal network 
prepared with 30 wt% short chains. 
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Small amplitude rheology 

Figure S14. Storage modulus (G’) and loss modulus (G’’) as functions of frequency for PDMS 
networks prepared with different concentration of short chains. 

[1]  Madsen, F. B.; Dimitrov, I.; Daugaard, A. E.; Hvilsted, S.; Skov, A. L. Polym. Chem., 2013,
4, 1700–1707.
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Synthesis of telechelic vinyl/allyl functional
siloxane copolymers with structural control†

F. B. Madsen, I. Javakhishvili, R. E. Jensen, A. E. Daugaard, S. Hvilsted and A. L. Skov*

Multifunctional siloxane copolymers with terminal vinyl or allyl functional groups are synthesised through

the borane-catalysed polycondensation of hydrosilanes and alkoxysilanes. Copolymers of varying mole-

cular weights (M̄w = 13 200–70 300 g mol−1), spatially well-distributed functional groups and high end-

group fidelity are obtained in a facile and robust synthetic scheme involving polycondensation, end-group

transformation and different functionalisation reactions such as Cu(I)-mediated azide–alkyne cycloaddition.

Pendant alkyl chloride, alkyl azide, bromoisobutyryl, 4-nitrobenzene and 1-ethyl-imidazolium chloride

fragments with programmable spatial distributions are incorporated in the copolymer backbones. NMR

and FTIR spectroscopy as well as size exclusion chromatography corroborate the efficacy and versatility

of this modular approach.

Introduction

The development of functional polymers is attracting increas-
ing interest, due to a growing number of applications within
nanotechnology-, sustainability-, biomedical- and energy-
related fields. Functional polymers with specific control over
architecture, polarity, functionality, solubility and reactivity are
in especially high demand1 and controlled functionalisation is
often used to change bulk and/or surface properties, in order
to expand the application range of a given polymer.

Polysiloxanes, i.e. polymers containing Si–O–Si repeating
units, are a group of polymers with significant industrial
importance, since especially polysiloxane elastomers are used
widely in advanced applications such as adhesives, mem-
branes, implants and dielectric electro active polymers.2–6

The synthesis of polysiloxanes is generally accomplished
through the nucleophilic substitution of chlorosilanes with
water, to form low molecular weight linear silanols and cyclic
siloxanes which are further reacted into high molecular weight
polymers catalysed by acids or bases.7 Ring-opening polymeri-
sation of cyclic siloxanes is very efficient and is extensively used
to prepare siloxane homopolymers and random copolymers.8

A convenient method for more well-defined copolymers is the
dehydrogenative coupling of organohydrosilanes with organo-
hydrosilanols, due to the high selectivity and easy removal of
the hydrogen by-product. However, this type of reaction

requires relatively high concentrations (≥0.1 mol%) of precious
metal catalysts such as platinum, palladium, ruthenium or
rhodium. Furthermore, only moderate molecular weight co-
polymers have been achieved, and undesired silanol self-
condensation can occur and lead to disruption to a perfectly
alternating copolymer structure.9–13

The Piers–Rubinsztajn reaction, which uses the tris(penta-
fluorophenyl)borane catalyst, offers an alternative route to
structured siloxane copolymers. Piers et al. reported its use as
a catalyst for reactions involving organohydrosilanes,14–16

while Rubinsztajn and Cella used it afterwards as a catalyst for
siloxane homo- and copolymers.8,17,18 The Piers–Rubinsztajn
reaction therefore refers to a tris(pentafluorophenyl)borane-
catalysed reaction between a hydrosilane and an alkoxysilane,
forming siloxanes with concomitant loss of an alkane – as
seen in Scheme 1.19 The reaction is characterised by being
exceptionally rapid, mild and efficient, since it can be carried
out at ambient temperatures and uses low amounts of borane
catalyst.

While functional polysiloxanes with, for example, amino-,
chloro- and mercapto-functional groups are commercially
available (e.g. from Gelest), they do not contain functional
end-groups that allow them to be used in the synthesis of
silicone elastomers. It is therefore difficult to obtain from com-
mercially available raw materials elastomers with well distribu-

Scheme 1 Condensation reaction between hydrosilanes and alkoxy-
silanes, forming an inert alkane by-product.

†Electronic supplementary information (ESI) available: Numbered structures for
13C-NMR assignment and 1H-NMR spectrum of 4. See DOI: 10.1039/c4py00919c

Technical University of Denmark, Department of Chemical and Biochemical

Engineering, Danish Polymer Centre, Building 227, DK-2800 Kgs. Lyngby, Denmark.
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ted functional groups. Silicone elastomers are frequently pre-
pared by platinum-catalysed hydrosilylation reactions, where
vinyl end-groups of polysiloxanes react with hydrosilane
groups on siloxane cross-linkers. Functional elastomers can
hence be prepared by using one of the components in excess
and reacting vinyl- or hydride-functional molecules thereon.
This approach, however, compromises network formation,
meaning that inferior elastomer properties are thus a
consequence.20

The aim of this work is to prepare spatially distributed and
controlled functional siloxane copolymers through borane-
catalysed polycondensation, which offers a rapid and efficient
reaction method. The copolymers will contain vinyl or allyl
end-groups, which will allow for platinum catalysed cross-
linking reactions with hydrosilane cross-linkers. Furthermore,
various functional groups along the backbone of the copoly-
mers open up, for example, Williamson ether syntheses or
copper-catalysed cycloaddition reactions of azides and alkynes
(CuAAC) forming 1,4-disubstituted-1,2,3-triazoles, a so-called
“click” reaction.21–24 Click reactions, which previously have
been used to functionalise polymers in general25–28 and poly-
siloxanes in particular,29–32 are particularly efficient in the
functionalization of polymers, as they do not form any by-
products and yields are often high.

The prepared copolymers will vary greatly from the siloxane
polymers originally prepared by Rubinsztajn and Cella,8,17,18

who prepared non-functional alternating aromatic and non-
aromatic copolymers, in that the copolymers presented in this
study will contain functional end-groups and reactive func-
tional groups, which are spatially well-distributed through the
use of dimethylsiloxane pre-polymer spacer units.

Herein we present the synthesis and characterisation of
novel functional siloxane copolymers and describe how to
tune the obtained molecular weights and the content of the
spatially distributed functional units.

Experimental section
Materials and methods

Hydride-terminated PDMS, DMS-H11 (M̄w ∼ 1200 g mol−1, as
determined by 1H-NMR), 3-(chloropropyl)methyldimethoxy-
silane, vinyldimethylsilane and allyldimethylsilane were
acquired from Gelest Inc. Hydride-terminated PDMS (M̄w ∼
580 g mol−1 as stated by supplier) was purchased from Sigma-
Aldrich. All other chemicals were acquired from Sigma-Aldrich
and used as received unless otherwise stated.

FTIR spectroscopy was conducted on PerkinElmer Spec-
trum One model 2000 Fourier Transform Infrared apparatus
equipped with a universal attenuated total reflection accessory
on a ZnSe/diamond composite. Spectra were recorded in the
range of 4000–650 cm−1, with 4 cm−1 resolution and 16 scans.
1H- and 13C-NMR experiments were performed on a Bruker
300 MHz spectrometer in CDCl3, while size-exclusion
chromatography (SEC) was performed on a Tosoh EcoSEC
HLC-8320GPC instrument equipped with RI and UV detectors

and SDV Linear S columns from PSS, Mainz, Germany.
Samples were run in toluene at 35 °C at a rate of 1 mL min−1,
and molar mass characteristics were calculated using WinGPC
Unity 7.4.0 software and linear polydimethylsiloxane (PDMS)
standards acquired from PSS, Mainz, Germany.

Syntheses

All reactions were carried out in a nitrogen atmosphere. Struc-
tures for 13C-NMR assignment can be found in the ESI.†

General procedure for Piers–Rubinsztajn polymerisation,
α,ω-methoxy-poly((chloropropyl)methylsiloxane-co-dimethyl-
siloxane) (1). 3-Chloropropylmethyldimethoxysilane (2.00 g,
10.9 mmol) was dissolved in dry heptane (20 mL) in a 250 mL
two-neck round-bottomed flask. Hydride-terminated dimethyl-
siloxane (Aldrich, ∼580 g mol−1) (6.03 g, 10.4 mmol) was
added and the mixture was stirred for 5 minutes. Tris(penta-
fluorophenyl)borane (0.6 mL, 0.04 M, 0.2 mol%) in dry
toluene (2 mL) was added and methane gas developed. The
mixture was stirred at RT for 1 hour, where after excess
dimethoxydimethylsilane (5.26 g, 43.7 mmol) was added, in
order to quench any potentially remaining hydride groups and
to ensure that all polymers possessed methoxy end-groups.
The reaction mixture was stirred additionally for a couple of
hours. The solvent and excess dimethoxydimethylsilane (bp:
82 °C) were removed in vacuo at 45 °C with toluene, to give the
product as a clear oil (7.42 g, 96.4%). IR (cm−1): 2960 (C–H
stretch); 1410 (Si–CH2 stretch); 1260 (Si–CH3 stretch); 1010 (Si–
O stretch). 1H NMR (CDCl3, δH, ppm): 0.08–0.09 (m, CH3–Si),
0.63 (m, –Si–CH2–CH2–), 1.83 (m, –CH2–CH2–CH2), 3.49 (s, 6H,
–O–CH3), 3.50 (t, 3J = 6.9 Hz, Cl–CH2–CH2).

13C-NMR (CDCl3,
δC, ppm): −0.51 to 1.54 (e + f ), 15.06 (b), 26.78 (c), 47.59 (d),
49.90 (a).

General procedure for end-capping, α,ω-vinyl-poly((chloro-
propyl)methylsiloxane-co-dimethylsiloxane) (2a-7). Copolymer
1 (1.5 g, ∼0.073 mmol methoxy end-groups) was dissolved in
dry heptane (20 mL) in a 250 mL two-neck round-bottomed
flask. Vinyldimethylsilane (1.89 g, 21.8 mmol) was added and
the mixture was stirred at RT overnight after which 1H-NMR
was used in order to confirm the removal of methoxy groups
and conversion to vinyl groups. Neutral aluminium oxide (5 g)
was added to the reaction mixture to remove the tris(penta-
fluorophenyl)borane catalyst, and the solution was then fil-
tered through 0.45 μm PFTE filters. The solvent and excess
vinyldimethylsilane reagent were removed in vacuo, to give the
product as a clear oil (1.35 g, 90.3%). IR (cm−1): 2960 (C–H
stretch); 1410 (Si–CH2 stretch); 1260 (Si–CH3 stretch); 1010 (Si–O
stretch). 1H NMR (CDCl3, δH, ppm): 0.08–0.09 (m, CH3–Si),
0.62 (m, –Si–CH2–CH2–), 1.82 (m, –CH2–CH2–CH2–), 3.50 (t, 3J
= 6.9 Hz, Cl–CH2–CH2), 5.74 (dd, 2H, 2J = 4.2 Hz, 3J = 20 Hz,
CHvCH2), 5.94 (dd, 2H, 2J = 4.2 Hz, 3J = 15 Hz, CHvCH2),
6.12 (dd, 2H, 3J = 16 Hz, 3J = 21 Hz, –CHvCH2).

13C-NMR
(CDCl3, δC, ppm): −0.52 to 1.53 (c + d + h), 15.04 (e), 26.75 (f ),
47.61 (g), 131.86 (a), 139.10 (b).
α,ω-Allyl-poly((chloropropyl)methylsiloxane-co-dimethyl-

siloxane) (2b-1). The polymer was prepared according to the
general end-capping procedure using 1 (3 g, 0.14 mmol
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methoxy end-groups) and allyldimethylsilane (4.38 g,
43.7 mmol) to give a clear oil (2.85 g, 95.1%) IR (cm−1): 2960
(C–H stretch); 1630 (CvC stretch); 1410 (Si–CH2 stretch); 1260
(Si–CH3 stretch); 1010 (Si–O stretch). 1H NMR (CDCl3, δH,
ppm): −0.05 to 0.09 (m, CH3–Si), 0.62 (m, –Si–CH2–CH2–), 1.50
(d, 4H, 3J = 8.1 Hz, CH2–CHvCH2), 1.82 (m, –CH2–CH2–CH2–),
3.50 (t, 3J = 6.9 Hz, Cl–CH2–CH2), 4.83 (m, 4H, CHvCH2), 5.77
(m, 2H, CHvCH2).

13C-NMR (CDCl3, δC, ppm): −0.53 to 1.54
(d + e + i), 15.04 (f ), 23.41 (c), 26.75 (g), 47.61 (h), 112.53 (a),
135.30 (b).
α,ω-Allyl-poly((azidopropyl)methylsiloxane-co-dimethylsilox-

ane) (3). Following a procedure adapted from Rambarran
et al.33 copolymer 2b-1 (0.75 g, ∼1.02 mmol (chloropropyl)
methylsiloxane units), NaN3 (0.35 g, 5.4 mmol) and tetrabutyl-
ammonium azide (0.03 g, 0.11 mmol) were dissolved in dry
THF (10 mL) in a 100 mL round-bottomed flask. The reaction
mixture was stirred under reflux for 48 hours. THF was
removed in vacuo and the reaction mixture was re-dissolved in
heptane (20 mL), washed with water (3 × 20 mL) and brine (1 ×
20 mL), dried with MgSO4 and then filtered and concentrated
in vacuo to afford a transparent, viscous liquid (0.67 g, 89.5%).
IR (cm−1): 2960 (C–H stretch); 2095 (–N3 stretch); 1630 (CvC
stretch); 1410 (Si–CH2 stretch); 1260 (Si–CH3 stretch); 1010 (Si–
O stretch). 1H NMR (CDCl3, δH, ppm): −0.05 to 0.09 (m, CH3–

Si), 0.58 (m, –Si–CH2–CH2–), 1.50 (d, 4H, 3J = 8.1 Hz, CH2–

CHvCH2), 1.65 (m, –CH2–CH2–CH2–), 3.23 (t, 3J = 7.1 Hz, N3–

CH2–CH2), 4.83 (m, 4H, CHvCH2), 5.77 (m, 2H, CHvCH2).
13C-NMR (CDCl3, δC, ppm): −0.55 to 1.03 (d + e + i), 14.50 (f ),
22.77 (g), 23.40 (c), 54.14 (h), 112.51 (a), 135.32 (b).

General procedure for CuAAC click reactions, synthesis of
α,ω-allyl-poly((2-bromo-2-methylpropanoate)-1H-1,2,3-triazole-
propyl)methylsiloxane-co-dimethylsiloxane) (4). 3 (0.2 g,
∼0.27 mmol (azidopropyl)methylsiloxane units) and propargyl-
2-bromoisobutyrate (0.06 g, 0.28 mmol) were dissolved in dry
THF (3.5 mL) in a 25 mL two-neck round-bottomed flask. CuI
(0.006 g, 0.03 mmol) was subsequently added and Et3N
(0.04 g, 0.43 mmol) was added drop-wise. The reaction was
carried out at RT for 17 hours at which point FTIR confirmed
the disappearance of the azide band at 2095 cm−1. THF was
evaporated and the reaction mixture was precipitated into cold
methanol. The solvent was then decanted and the product was
dried in vacuo, providing a dark-green viscous oil (0.18 g,
74.0% – after precipitation). IR (cm−1): 2960 (C–H stretch);
1740 (CvO stretch); 1630 (CvC stretch); 1465 (C–H bend);
1370 (C–H bend); 1410 (Si–CH2 stretch); 1260 (Si–CH3 stretch);
1155 (C–O stretch); 1010 (Si–O stretch). 1H NMR (CDCl3, δH,
ppm): −0.06 to 0.13 (m, CH3–Si), 0.58 (m, –Si–CH2–CH2–), 1.54
(d, 4H, 3J = 7.8 Hz, CH2–CHvCH2), 1.82 (m, –CH2–CH2–CH2–),
1.91 (s, Br–C(CH3)2), 4.33 (t, 3J = 7.2 Hz, N–CH2–CH2), 4.84 (m,
4H, CHvCH2), 5.33 (s, C–CH–O), 5.76 (m, 2H, CHvCH2), 7.61
(s, –CvCH–N). 13C-NMR (CDCl3, δC, ppm): −0.57 to 1.03 (d + e
+ q), 14.24 (f ), 24.33 (g), 30.62 (p), 52.97 (h), 55.53 (o), 59.22
(k), 123.47 (i), 142.25 ( j), 171.46 (l) (a, b and c not visible).

Synthesis of α,ω-allyl-poly((4-(4-nitrophenyl)-1H-1,2,3-triazole-
propyl)methylsiloxane-co-dimethylsiloxane) (5). The polymer
was prepared according to the general click reaction procedure

using 3 (0.1 g, ∼0.14 mmol (azidopropyl)methylsiloxane units),
1-ethynyl-4-nitrobenzene (0.05 g, 0.31 mmol), CuI (0.005 g,
0.02 mmol) and Et3N (0.03 g, 0.28 mmol) for 24 hours at 45 °C
to give a red viscous oil (0.08 g, 69.3% – after precipitation). IR
(cm−1): 2960 (C–H stretch); 1605 (aromatic CvC stretch); 1520
(NvO asymmetric stretch); 1410 (Si–CH2 stretch); 1340 (NvO
symmetric stretch); 1260 (Si–CH3 stretch); 1010 (Si–O stretch).
1H NMR (CDCl3, δH, ppm): −0.45 to 0.13 (m, CH3–Si), 0.55 (m,
–Si–CH2–CH2–), 1.57 (d, 4H, 3J = 8.1 Hz, CH2–CHvCH2), 2.02
(m, –CH2–CH2–CH2–), 4.41 (t, 3J = 7.2 Hz, N–CH2–CH2), 4.83
(m, 4H, CHvCH2), 5.77 (m, 2H, CHvCH2), 7.90 (s, –CvCH–
N), 7.99 (m, Ar–H), 8.27 (m, NO2–Ar–H).

13C-NMR (CDCl3, δC,
ppm): −0.55 to 1.03 (d + e + q), 14.23 (f), 24.39 (g), 53.09 (h),
120.68 (i), 124.29 (o), 126.05 (l), 137.04 (k), 145.45 (p), 147.26
( j) (a, b and c not visible).

Synthesis of α,ω-vinyl-poly((1-ethyl-1H-imidazol-3-ium chlor-
ide)-1H-1,2,3-triazolepropyl)methylsiloxane-co-dimethylsilox-
ane) (6). 2a-8 (14.0 g, ∼19.1 mmol (chloropropyl)
methylsiloxane units) and 1-ethylimidazole (9.19 g,
95.6 mmol) were mixed in a 250 mL two-neck round-bottomed
flask. The reaction was carried out at 95 °C for 48 hours under
reflux. The product was washed four times with toluene to
remove excess 1-ethylimidazole and then dried in vacuo to give
the product as an orange-brown oil (7.3 g, 46.0%). IR (cm−1):
3085 (CvC stretch); 2965 (C–H stretch); 1630 (CvN, CvC
stretch); 1565 (CvN ring stretch); 1455 (C–H bend); 1405 (Si–
CH2 stretch); 1260 (Si–CH3 stretch); 1010 (Si–O stretch). 1H
NMR (CDCl3, δH, ppm): 0.073–0.16 (m, CH3–Si), 0.54 (m, –Si–
CH2–CH2–), 1.60 (m, CH3–CH2–N–), 1.94 (m, –CH2–CH2–CH2–),
4.35 (m, CH3–CH2–N–), 4.43 (m, –N+–CH2–CH2–CH2–), 5.73
(dd, 2H, 2J = 4.2 Hz, 3J = 20 Hz, CHvCH2), 5.94 (dd, 2H, 2J =
4.1 Hz, 3J = 15 Hz, CHvCH2), 6.13 (dd, 2H, 3J = 15 Hz, 3J = 20
Hz, –CHvCH2), 7.42 (d, 3J = 1.5 Hz, N+–CHvCH–), 7.60 (d, 3J =
1.5 Hz, N+–CHvCH–), 10.9 (s, –N–CHvN+–). 13C-NMR (CDCl3,
δC, ppm): −0.66 to 1.09 (c + d + m), 13.60 (e), 15.53 (k), 24.24
(f ), 45.10 ( j), 52.07 (g), 121.34 (i), 122.15 (h), 136.54 (l) (a and
b not visible).

Results and discussion

Siloxane copolymers with spatially well-distributed functional
groups were prepared as illustrated in Scheme 2. Synthesis was
accomplished through the tris(pentafluorophenyl)borane-cata-
lysed Piers–Rubinsztajn reaction of 3-chloropropylmethyl-
dimethoxysilane and hydride-terminated dimethylsiloxane
pre-polymers to form methoxy-terminated copolymers 1. The
borane-catalysed polycondensation of hydrosilanes and meth-
oxysilanes to form 1 involves cleaving C–O and Si–H bonds
while forming Si–O and C–H bonds in an exothermic reaction
(ΔH ≈ −250 KJ mol−1).8 The reaction is performed at room
temperature using low levels of B(C6F5)3 catalyst (<0.5 mol%).
At higher catalyst concentrations (∼1–5 mol%), hydrosilylation
reactions may compete with the Piers–Rubinsztajn polycon-
densation reaction.34,35 The reaction is almost instantaneous
and is completed within a few minutes, but it was left to stir

Paper Polymer Chemistry

7056 | Polym. Chem., 2014, 5, 7054–7061 This journal is © The Royal Society of Chemistry 2014

View Article Online

165



for 1 hour, in order to ensure the full conversion of reagents.
Furthermore, high yields were obtained (>95%). At this point
1H-NMR and FTIR spectroscopy were used to confirm the com-
pleteness of the reaction through assessing the disappearance
of the hydride-groups on the hydride-terminated pre-polymers.
In 1H-NMR, resonance at δH = 4.7 ppm disappeared, which
was also corroborated by FTIR, where the distinctive stretch at
2125 cm−1 was no longer present. In order to ensure at this
stage that all polymers contained methoxy end-groups, signifi-
cant amount of excess dimethoxydimethylsilane was added to
the reaction mixture so that any remaining hydride groups
would react. The excess dimethoxydimethylsilane was easily
removed in vacuo.

The prepared copolymers were characterised by SEC, and
molar mass characteristics were calculated from linear poly-
dimethylsiloxane standards. The results are summarised in
Table 1. Two dimethylsiloxane pre-polymers of different mole-
cular weights were used, in order to create copolymers with
varying mol% of the (chloropropyl)methylsiloxane unit and
with different spacer lengths between the functional groups.
The molecular weights of the final copolymers were varied fur-
thermore by changing the stoichiometry between the hydro-
silane pre-polymers and the methoxysilane compound.
According to standard polycondensation theory, the highest
molecular weight would be obtained when using stoichio-
metries closest to unity.36 This is not the case in these experi-
ments, solely due to rough estimates of exact pre-polymer
molecular weights, in which case the exact stoichiometry
cannot be calculated. In the case of the pre-polymer of M̄w ∼
1200 g mol−1 the highest molecular weight is obtained when

using a stoichiometry of hydrosilane–methoxysilane of 0.95/1,
with a molecular weight of M̄w = 70 300 g mol−1. For the pre-
polymer of M̄w ∼ 580 g mol−1 the highest molecular weight
was obtained using the stoichiometry of hydrosilane–methoxy-
silane of 1/0.95, where M̄w = 56 700 g mol−1 was attained.

In order to test the reproducibility of the borane-catalysed
polycondensations a reaction with the pre-polymer of M̄w ∼
1200 g mol−1 was repeated. As seen in Table 1, entries 2a-2
and 2a-3 were prepared using similar reaction conditions, and
SEC provided comparable results for both experiments. This
shows that the polycondensation reaction is quite robust when
using similar reaction conditions.

The aim of this study was to create functional copolymers
with molecular weights suitable for silicone elastomer
synthesis. The best elastomer properties are usually obtained
when using polymers with molecular weights of M̄w ∼
20 000–30 000 g mol−1.37 Molecular weights in this range were
obtained for copolymer 2a-4 with a stoichiometric ratio of
hydrosilane–methoxysilane of 1/0.9 using the pre-polymer of
M̄w ∼ 1200 g mol−1, where a molecular weight of M̄w = 25 900 g
mol−1 was reached, and for 2a-7, 2a-8 and 2b-1 with stoichio-
metries of hydrosilane–methoxysilane of 0.95/1 and 0.975/1,
respectively, using the pre-polymer of M̄w ∼ 580 g mol−1, where
molecular weights of M̄w = 20 600 g mol−1, M̄w = 22 500 g
mol−1 and M̄w = 22 100 g mol−1 were achieved. Copolymers
prepared with the M̄w ∼ 1200 g mol−1 pre-polymer display poly-
dispersity indexes (M̄w/M̄n) from 2.20 to 3.80, whereas copoly-
mers prepared with the lower molecular weight pre-polymer
of M̄w ∼ 580 g mol−1 display M̄w/M̄n in the range of 2.84
to 3.62.

Scheme 2 Synthetic route for telechelic vinyl/allyl siloxane copolymers via borane catalysed polycondensation.

Table 1 SEC results for prepared functional siloxane copolymers with varying pendant groups as well as varying end-groups

Entry
M̄w pre-polymer
[g mol−1]

Stoichiometry
hydrosilane–
methoxysilane Functional group

End-
group

M̄w × 10−3

[g mol−1] M̄w/M̄n

Estimated
value of n

Estimated
value of m

1 ∼1200 1/1 Chloro Methoxy 50.4 2.22 15 34
2a-1 ∼1200 1/1 Chloro Vinyl 47.9 2.20 15 34
2a-2 ∼1200 0.95/1 Chloro Vinyl 70.3 2.03 15 49
2a-3 ∼1200 0.95/1 Chloro Vinyl 69.9 2.25 15 49
2a-4 ∼1200 1/0.9 Chloro Vinyl 25.9 3.23 15 17
2a-5 ∼1200 1/0.8 Chloro Vinyl 13.2 3.80 15 8
2a-6 ∼580 1/1 Chloro Vinyl 37.4 3.17 7 46
2a-7 ∼580 0.95/1 Chloro Vinyl 20.6 3.47 7 25
2a-8 ∼580 0.975/1 Chloro Vinyl 22.5 2.79 7 27
2b-1 ∼580 0.95/1 Chloro Allyl 22.1 3.49 7 26
2a-9 ∼580 1/0.95 Chloro Vinyl 56.7 2.84 7 71
3 ∼580 0.95/1 Azido Allyl 18.4 3.62 7 23
4 ∼580 0.95/1 2-Bromoisobutyrate Allyl 27.5 2.43 7 26
5 ∼580 0.95/1 4-Nitrobenzene Allyl 33.3 3.29 7 34
6 ∼580 0.975/1 1-Ethyl-imidazolium chloride Vinyl 32.7 4.30 7 35
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End-functionalisation of 1 with vinyl- or allyldimethylsilane
produced copolymers 2a and 2b, as seen in Scheme 2. These
end-groups were chosen because they allow prepared copoly-
mers to be used in the synthesis of silicone elastomers in plati-
num-catalysed hydrosilylation reactions. It is also possible to
create copolymers with other end-groups, as long as the
groups are compatible with the borane-catalysed reaction.
Such end-groups, for example, could be, but are not limited to,
silanes with aliphatics such as trimethyl-groups, aromatics
and halogen-containing compounds.38 The prepared telechelic
vinyl/allyl copolymers were characterised by FTIR spectroscopy,
1H- and 13C-NMR spectroscopy and SEC. The end-group con-
version was investigated by NMR using low molecular weight
copolymers, i.e. 2-a5, 2a-7 and 2b-1. In this way it was ensured
that the end-groups were clearly visible in the recorded
spectra. For the telechelic vinyl copolymers (2a) 1H- and
13C-NMR confirmed the reaction through the disappearance of
the O–CH3 protons and a carbon atom at δH = 3.49 ppm and δC
= 49.9 ppm, respectively. The presence of –CHvCH2 protons
as three distinctive doublets of doublets at δH = 5.74–6.12 ppm
in the 1H-NMR spectrum of 2a points to the successful
formation of vinyl end-groups. Furthermore, the presence of

–CHvCH2 groups can be detected in the 13C-NMR spectra of
2a with resonances at δC = 131.86 and 139.10 ppm. For teleche-
lic allyl copolymers (2b) the reactions could be followed simi-
larly by 1H- and 13C-NMR through the disappearance of the
O–CH3 protons and a carbon atom at δH = 3.49 ppm and δC =
49.9 ppm, respectively. The allyl-groups were detected by
1H-NMR as resonances at δH = 1.5 ppm (–CH2–CHvCH2), δH =
4.86–4.92 ppm (–CHvCH2) and δH = 5.79 ppm (–CHvCH2)
and by 13C-NMR as resonances at δC = 26.4 ppm (–CH2–

CHvCH2), δC = 113.7 ppm (–CHvCH2) and 133.8 ppm
(–CHvCH2).

Converting the methoxy end-groups to vinyl/allyl end-
groups did not alter the molecular weight of the copolymers,
as illustrated in the SEC traces presented in Fig. 1. This also
indicates that no unintended hydrosilylation reactions
between the end-groups and vinyl- or allyldimethylsilane
occur.

The synthesised chloro-functional copolymers were con-
verted to azido-functional (3) through nucleophilic substi-
tution in THF, using tetrabutylammonium azide as a phase-
transfer catalyst as seen in Scheme 3. Entry 2b-1 was selected
for this purpose, as the obtained molecular weight of M̄w =
22 100 g mol−1 lies within the desired range for use in elasto-
mer synthesis. The copolymer was successfully converted from
chloro- to azido-functional, and this reaction was followed by
FTIR through the appearance of the distinctive –N3 band at
2095 cm−1. Furthermore, 1H- and 13C-NMR corroborated this
through a shift in the resonance signals of CH2–Cl (δH =
3.50 ppm, δC = 47.6 ppm) to CH2–N3 (δH = 3.23 ppm, δC =
54.1 ppm). The prepared azido-functional copolymer was
characterised by SEC, the results for which are shown in Fig. 2.
It is evident that the molecular weight after the azide-substi-
tution reaction is lower than for the corresponding chloro-
functional copolymer, which could indicate that degradation
has taken place. However, upon examination of the SEC over-
lays seen in Fig. 2, it is clear that no degradation has taken
place, as both chromatograms are broad yet monomodal, with
no lower molecular weight fragments appearing at higher
elution volumes.

The lower obtained M̄w for the azido-functional copolymer
must be ascribed to tailing and a shift in the baseline due to
enhanced interactions of the latter with the SEC columns.

Fig. 1 An overlay of the RI SEC traces of methoxy end-functional co-
polymer 1 (black, ––) and vinyl end-functional copolymer 2a-1 (red, • • •).

Scheme 3 Synthetic route to azido- and CuAAC-functionalised copolymers.

Paper Polymer Chemistry

7058 | Polym. Chem., 2014, 5, 7054–7061 This journal is © The Royal Society of Chemistry 2014

View Article Online

167



Functional dimethylsiloxane copolymers were created
through a reaction with alkyne-functional molecules using
CuAAC. Two different alkyne-containing molecules were
chosen, in order to illustrate the versatility of the reaction. An
aliphatic ATRP initiator and an alkyne-functional nitrobenzene
were utilised as seen in Scheme 3. The ATRP initiator can be
used to create polysiloxanes with different polymer side
chains, whereas the aromatic compound 4-nitrobenzene can
be used to increase dielectric permittivity in dielectric silicone
elastomers.32 Click-functionalised copolymers were prepared
under similar reaction conditions by means of a CuI-Et3N cata-
lytic system. The reaction products were characterised by FTIR
spectroscopy, 1H- and 13C-NMR spectroscopy and SEC. FTIR
was used to confirm the completion of the click reaction
through the disappearances of the alkyne and azide bands at
∼3300 cm−1 and ∼2095 cm−1, respectively. For the reaction
with the ATRP initiator (4), which produced a green-brown
polymer, a distinct ester CvO band at 1740 cm−1 confirmed
the presence of the 2-bromoisobutyrate group. In 5 the pres-
ence of 4-nitrobenzene was indicated by the red colour of the
obtained polymer confirmed by bands at ∼1605 cm−1 for the
aromatic CvC bonds and at ∼1520 cm−1 and ∼1340 cm−1 for
the NvO bonds. FTIR spectra of 3, 4 and 5 can be seen in
Fig. 3. The formation of the click products was furthermore
confirmed by the presence of the triazole protons in 1H-NMR,
which appear at δH = 7.61 ppm and δH = 7.90 ppm for 4 and 5,
respectively. An assigned representative 1H-NMR spectrum of 4
can be found in the ESI.†

The SEC results for click-products 4 and 5 can be seen in
Table 1 and Fig. 2. For both click-products higher molecular
weights are obtained, and a slight shift towards higher mole-
cular weight regions can be seen in the SEC traces, pointing to
the successful attachment of functional groups onto the co-
polymers. Furthermore, SEC showed that 5 had a strong UV
signal, unlike the starting materials 2b-1 and 3, which proves
the attachment of the 4-nitrobenzene chromophore.

Ionic polymers are a rapidly expanding class of materials
with interesting and promising properties39–41 which have
recently been extended to silicone materials.42 Thus, as an
example of another possible post polymerisation modification,
the prepared chloro-functional copolymer 2a-8 was used in a
substitution reaction with 1-ethylimidazole to form the ionic
copolymer seen in Scheme 4. This reaction was followed by
1H-NMR through a shift in the resonance of CH2–Cl (δH =
3.50 ppm) to CH2–N

+ (δH = 4.43 ppm). After the reaction, the
orange-brown copolymer was less soluble in toluene, thereby
demonstrating the increased ionic/polar nature of the copoly-
mer 6. The SEC results for the chloro-functional copolymer
2a-8 and imidazolium-functional copolymer 6 can be seen in
Table 1 and Fig. 4. As observed for the click-products, a slight
shift towards the higher molecular region is seen in the SEC
traces for copolymer 6, which indicates the successful attach-
ment of the functional group.

The prepared chloro- and azido-functional siloxane copoly-
mers have great potential in the preparation of functional sili-
cone elastomers where the properties of the elastomers can be
altered and improved according to the given application and
the type of group attached to the copolymer. The specific func-
tional groups could include many different types32 and are not
limited to those used in this study. We are currently investi-

Scheme 4 Synthetic route to imidazole-functional copolymer.

Fig. 2 An overlay of the RI SEC traces of chloro-functional copolymer
2b-1 (black, ––), azido-functional copolymer 3 (red, • • •), 2-bromoiso-
butyrate-functional copolymer 4 (blue, – •) and nitrobenzene-functional
copolymer 5 (green, – • •).

Fig. 3 FTIR spectra of azido-functional copolymer 3 (black, top), 2-bro-
moisobutyrate-functional copolymer 4 (blue, middle curve) and 4-nitro-
benzene-functional copolymer 5 (red, bottom curve).
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gating the use of synthesised functional copolymers for the
preparation of functional elastomers, thus elucidating their
properties.

Conclusions

In conclusion, we have successfully synthesised telechelic
vinyl/allyl chloro-, azido- and CuAAC-functionalised siloxane
copolymers and ensured spatial control over the functional
groups. The polycondensation reaction proved to be rapid and
very robust, with high yields obtained. The method therefore
offers a fast and reliable technique for the synthesis of struc-
tured functional polysiloxanes. The content of functional
groups in the copolymers could be varied by changing the
molecular weight of the hydride-terminated dimethylsiloxane
pre-polymers used in the polycondensation reactions. Further-
more, the molecular weights of the copolymers could be tuned
by varying the stoichiometry of the hydrosilane and methoxy-
silane starting materials. Polymers with any conceivable con-
centration of functionality and molecular weight can thereby
be obtained.
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Figure S2: 1H-NMR spectrum of 4.
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a b s t r a c t

Dielectric elastomers (DEs) are a promising new transducer technology, but high driving voltages limit
their current commercial potential. One method used to lower driving voltage is to increase dielectric
permittivity of the elastomer. A novel silicone elastomer system with high dielectric permittivity was
prepared through the synthesis of siloxane copolymers, thereby allowing for the attachment of high
dielectric permittivity molecules through copper-catalysed azide-alkyne 1,3-dipolar cycloaddition
(CuAAC). The copolymers have a high degree of chemical freedom, as the dimethylsiloxane spacer units
between the functional groups, as well as the degree of functionalisation, can be varied. Thus, the best
overall properties were obtained for an elastomer prepared with a copolymer with a 1200 g mol�1

dimethylsiloxane spacer unit and 5.6 wt% of the high dielectric permittivity molecule 1-ethynyl-4-
nitrobenzene. Here, a high increase in dielectric permittivity (~70%) was obtained without compro-
mising other favourable DE properties such as elastic modulus, gel fraction, dielectric loss and electrical
breakdown strength.

© 2014 Elsevier Ltd. All rights reserved.

1. Introduction

Dielectric elastomers (DEs) are a new and promising transducer
technology and are often referred to as ‘artificial muscles’, due to
their ability to undergo large deformations when stimulated by
electric fields. DEs consist of a soft and thin elastomeric film
sandwiched between compliant electrodes, thereby forming a
capacitor [1]. There are, however, certain issues that currently limit
the commercial potential of the technology, including high driving
voltages (several kVs) and short device lifetime. Consequently,
there is a need to optimise DE materials, in order to overcome the
current shortcomings of the technology. One of the most important
components of a DE is the elastomer, as it governs dielectric
permittivity and the breakdown strength of the DE. Poly-
dimethylsiloxane (PDMS) elastomers are one of the most used
materials for DEs, due to their high efficiency, fast response and low
viscous losses, which means that the material can be operated at
higher frequencies but with lower losses [2,3]. Furthermore, sili-
cone elastomers can be operated across a broad temperature range
[3]. The major disadvantage of silicone elastomers is that they

possess relatively low dielectric permittivity, which means that a
high electrical field is necessary to actuate the DE. The necessary
electrical field can be lowered by increasing the energy density of
the elastomer, which can be done by creating elastomers with
higher dielectric permittivity, i.e. with a higher ability to store
electrical energy.

Dielectric permittivity of silicone elastomers has been improved
by various techniques, most commonly through metal oxide fillers
such as TiO2 [4e9], BaTiO3 [9e11], and Al2O3 [9]. A number of
conducting fillers have also been employed, such as expanded
graphite [12], carbon nanotubes [13,14], a copper-phthalocyanine
oligomer [15,16], and calcium copper titanate (CaCuTi4O12) [17].
These composite-type systems, despite higher dielectric permit-
tivity, exhibit major drawbacks such as large dielectric losses and
reduced breakdown strengths, as increases in dielectric permit-
tivity are achieved at loadings near the percolation threshold; thus,
the systems are prone to filler agglomeration and consequent sig-
nificant changes in mechanical properties. Furthermore, the
Young's modulus usually also rises significantly, which conse-
quently reduces achievable strain. Various techniques have been
developed in order to avoid agglomeration and increasing stiffness
when raising dielectric permittivity, including the preparation of
encapsulated polyaniline (PANI) particles with insulating polymeric
shells that prevent the agglomeration of the PANI particles [18].
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Furthermore, blends of PDMS/poly(hexylthiophene) [19] and
PDMS/polyethylene glycol [20] have been developed to increase
homogeneity between the matrix (PDMS) and filler (high dielectric
permittivity polymer) and to maintain suitable elastic moduli.

Another approach is to graft organic dipoles chemically to the
PDMS elastomer network. This approach potentially leads to amore
controlled network structure, as it does not rely on the efficient and
perfect mixing of particles or blends. Furthermore, such covalently
grafted systems should provide a more stable elastomer system
upon continued activation of the material [21]. Several interesting
systems have been developed. Kussmaul et al. [22] and Risse et al.
[23] added the synthesised dipolar molecule N-allyl-N-methyl-p-
nitroaniline, together with compensating amounts of a hydride-
functional cross-linker, to a PDMS matrix and a commercial sili-
cone elastomer system, respectively, in one-step processes. Madsen
el al. [24,25] developed a new silicone-compatible cross-linker that
allowed for specific functionalisationwith high dielectric molecules
at the cross-linking point of polymer networks. This was done using
a copper-catalysed azide-alkyne 1,3-dipolar cycloaddition (CuAAC)
reaction, which is orthogonal, so that functionality could be added
without compromising the network-forming reaction. Racles et al.
[26] developed another approach where cyanopropyl-groups were
distributed along the backbone of PDMS chains. Good overall re-
sults were obtained for blends of the cyanopropyl-functional PDMS
and PDMS. High permittivities have been obtained by these
methods, as two-fold increases of permittivity were usually ach-
ieved. When increasing dielectric permittivity, however, it is
important to keep in mind other essential properties that govern
the lifetime of the DE, such as elastic modulus, dielectric loss and
electrical breakdown strength. Upon chemical manipulation of the
polymer network these properties are also easily compromised.

The aim of this work is to create new and improved silicone
elastomer systems with high dielectric permittivity while main-
taining reasonable levels of other favourable properties such as
viscous and dielectric losses and electrical breakdown strengths.
We report herein on a new and controlled silicone elastomer sys-
tem based on functionalisable siloxane copolymers that allow for
the attachment of high dielectric permittivity molecules through
CuAAC reactions. The synthesised copolymers allow for a high
degree of chemical freedom, as several parameters can be varied
during the preparation phase. Thus, the space between the func-
tional groups can be varied, by using different dimethylsiloxane
spacer units between the high dielectric permittivity molecules.
Furthermore, the degree of functionalisation of the copolymers can
be varied accurately by changing the feed of the high dielectric
permittivity molecules. As a result, a completely tuneable elas-
tomer system, with respect to functionalisation, is achieved. We
have investigated how the different functionalisation variables
affect essential DE properties, including dielectric permittivity,
dielectric loss, elastic modulus and dielectric breakdown strength,
and we have also determined the optimal degree of chemical
functionalisation where important properties are not significantly
compromised.

2. Experimental

2.1. Materials and methods

Hydride-terminated PDMS, DMS-H11 (Mw z 1200 g mol�1 as
determined by 1H NMR), 3-(chloropropyl)methyldimethoxysilane,
allyldimethylsilane and a hydride-functional cross-linker, HMS-301,
were acquired from Gelest Inc. The platinum cyclovinylmethyl
siloxane complex catalyst (511) was purchased fromHanse Chemie.
Hydride-terminated PDMS (Mwz580 gmol�1 as stated by supplier)
and vinyl-terminated PDMS (Mw z 25,000 g mol�1 as stated by

supplier) were purchased from SigmaeAldrich. Silicon dioxide
amorphous hexamethyldisilazane-treated particles (SIS6962.0)
were purchased from Fluorochem. All other chemicals were ac-
quired from SigmaeAldrich and used as received, unless otherwise
stated.

FTIR was conducted on a PerkinElmer Spectrum One model
2000 Fourier Transform Infrared apparatus equipped with a uni-
versal attenuated total reflection accessory on a ZnSe/diamond
composite. Spectra were recorded in the range of 4000e650 cm�1

with 4 cm�1 resolution and 16 scans. 1H and 13C NMR experiments
were performed on a Bruker 300 MHz spectrometer in CDCl3. Size-
exclusion chromatography (SEC) was performed on a Tosoh EcoSEC
HLC-8320GPC instrument equipped with RI and UV detectors and
SDV Linear S columns from PSS. Samples were run in toluene at
35 �C at a rate of 1 mL min�1, and molar mass characteristics were
calculated using WinGPC Unity 7.4.0 software and linear poly-
dimethylsiloxane (PDMS) standards acquired from PSS. Differential
scanning calorimetry (DSC) measurements were performed on a
DSCQ1000 from TA Instruments. Mechanical characterisation of the
prepared films was performed with a TA Instruments TA 2000
Rheometer set to a 1% controlled strain mode, which was ensured
to bewithin the linear viscoelastic regime. Themeasurements were
performed with a parallel plate geometry of 25 mm in the fre-
quency range of 100e0.01 Hz. Dielectric relaxation spectroscopy
(DRS) was performed on a Novocontrol Alpha-A high performance
frequency analyser (Novocontrol Technologies GmbH & Co.) oper-
ating in the frequency range 10�1e106 Hz at room temperature. The
diameter of the tested 1 mm thick samples was 25 mm. Electrical
breakdown strengths were measured on an in-house built device
based on international standards. The polymer film (~150 mm) was
slid between two spherical electrodes, and a stepwise increasing
voltage was applied (50e100 V/step).

2.2. Syntheses

All reactions were carried out in a nitrogen atmosphere. Struc-
tures for 13C NMR assignment can be found in the Supporting
Information.

2.2.1. a,u-Allyl-poly((azidopropyl)methylsiloxane-co-
dimethylsiloxane) with a 1200 g mol�1 pre-polymer 1

1 was synthesised according to a recently published procedure
[27] using 3-chloropropylmethyldimethoxysilane (7.23 g,
39.6 mmol), hydride-terminated dimethylsiloxane (1200 g mol�1)
(50 g, 41.7 mmol), tris(pentafluorophenyl)borane (2 mL, 0.04 M,
0.2 mol%), dimethoxydimethylsilane (19.4 g, 163 mmol), allyldi-
methylsilane (9.76 g, 97.4 mmol), NaN3 (12.4 g, 191 mmol) and
tetrabutylammonium azide (1.09 g, 3.82 mmol) to produce a
slightly yellowish oil (50.0 g, 96.6%). IR (cm�1): 2960 (CeH stretch);
2095 (-N3 stretch); 1630 (C]C stretch); 1410 (SieCH2 stretch);
1260 (SieCH3 stretch); 1010 (SieO stretch). 1H NMR (CDCl3, dH,
ppm): �0.05e0.09 (m, CH3eSi), 0.58 (m, eSieCH2eCH2e), 1.50 (d,
4H, 3J¼ 8.1 Hz, CH2eCH]CH2), 1.65 (m, eCH2eCH2eCH2e), 3.23 (t,
3J¼ 7.1 Hz, N3eCH2eCH2), 4.83 (m, 4H, CH]CH2), 5.77 (m, 2H, CH]
CH2). 13C NMR (CDCl3, dC, ppm): �0.55e1.03 (d þ e þ i), 14.50 (f),
22.77 (g), 23.40 (c), 54.14 (h), 112.51 (a), 135.32 (b). SEC (toluene):
Mw ¼ 23,000 g mol�1.

2.2.2. a,u-Allyl-poly((azidopropyl)methylsiloxane-co-
dimethylsiloxane) with a 580 g mol�1 pre-polymer 5

5 was synthesised according to a recently published procedure
[27] using 3-chloropropylmethyldimethoxysilane (15 g,
82.1 mmol), hydride-terminated dimethylsiloxane (580 g mol�1)
(45.7 g, 78.8 mmol), tris(pentafluorophenyl)borane (4.2 mL, 0.04M,
0.2 mol%), dimethoxydimethylsilane (39.6 g, 329.4 mmol),
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allyldimethylsilane (10.0 g, 100 mmol), NaN3 (19.9 g, 306 mmol)
and tetrabutylammonium azide (2.17 g, 7.64 mmol) to produce a
slightly yellowish oil (51.0 g, 91.1%). IR (cm�1): 2960 (CeH stretch);
2095 (-N3 stretch); 1630 (C]C stretch); 1410 (SieCH2 stretch);
1260 (SieCH3 stretch); 1010 (SieO stretch). 1H NMR (CDCl3, dH,
ppm): �0.05e0.09 (m, CH3eSi), 0.56 (m, eSieCH2eCH2e), 1.50 (d,
4H, 3J¼ 8.4 Hz, CH2eCH]CH2), 1.65 (m,eCH2eCH2eCH2e), 3.23 (t,
3J ¼ 7.2 Hz, N3eCH2eCH2), 4.83 (m, 4H, CH]CH2), 5.77 (m, 2H,
CH]CH2). 13C NMR (CDCl3, dC, ppm): �0.55e1.03 (d þ e þ i), 14.51
(f), 22.79 (g), 23.40 (c), 54.14 (h), 112.56 (a), 135.27 (b). SEC
(toluene): Mw ¼ 23,000 g mol�1.

2.2.3. General procedure for CuAAC, synthesis of a,u-allyl-poly((4-
(4-nitrophenyl)-1H-1,2,3-triazolepropyl)methylsiloxane-co-
dimethylsiloxane) with a 1200 g mol�1 pre-polymer spacer: (4)

1 (20 g, ~15.3 mmol (azidopropyl)methylsiloxane units) and 1-
ethynyl-4-nitrobenzene (4.52 g, 30.7 mmol) were dissolved in dry
THF (100 mL) in a 250mL two-neck round bottom flask. CuI (0.29 g,
1.50 mmol) was subsequently added and Et3N (2.33 g, 23.0 mmol)
was added drop-wise. The reactionwas carried out at 40 �C for 17 h
at which point FTIR confirmed the disappearance of the azide band
at 2095 cm�1. THF was evaporated and the reaction mixture was
precipitated into methanol. The solvent was decanted and the
product was dried in vacuo giving a red viscous oil in quantitative
yield. IR (cm�1): 2960 (CeH stretch); 1605 (aromatic C]C stretch);
1520 (N]O asymmetric stretch); 1410 (SieCH2 stretch); 1340 (N]
O symmetric stretch); 1260 (SieCH3 stretch); 1010 (SieO stretch).
1H NMR (CDCl3, dH, ppm): �0.45e0.13 (m, CH3eSi), 0.55 (m,
eSieCH2eCH2e), 1.57 (d, 4H, 3J ¼ 8.1 Hz, CH2eCH]CH2), 2.02 (m,
eCH2eCH2eCH2e), 4.41 (t, 3J ¼ 7.2 Hz, NeCH2eCH2), 4.83 (m, 4H,
CH]CH2), 5.77 (m, 2H, CH]CH2), 7.90 (s, eC]CHeN), 7.99 (m,
AreH), 8.27 (m, NO2-Ar-H). 13C NMR (CDCl3, dC, ppm): �0.55e1.03
(d þ e þ q), 14.23 (f), 24.39 (g), 53.09 (h), 120.68 (i), 124.29 (o),
126.05 (l), 137.04 (k), 145.45 (p), 147.26 (j) (a, b and c not visible).

2.2.4. Example of a partially functionalised copolymer: a,u-allyl-
poly((4-(4-nitrophenyl)-1H-1,2,3-triazolepropyl)methylsiloxane-co-
(azidopropyl)methylsiloxane-co -dimethylsiloxane) with a
580 g mol�1 pre-polymer spacer (6)

The copolymer was prepared according to the general click re-
action procedure using 5 (10 g, ~13.7 mmol (azidopropyl)methyl-
siloxane units), 1-ethynyl-4-nitrobenzene (0.50 g, 3.4 mmol), CuI
(0.07 g, 0.34 mmol) and Et3N (0.52 g, 5.0 mmol) to produce a brown
viscous oil in quantitative yield. IR (cm�1): 2960 (CeH stretch);
2095 (-N3 stretch); 1605 (aromatic C]C stretch); 1525 (N]O
asymmetric stretch); 1410 (SieCH2 stretch); 1345 (N]O symmetric
stretch); 1255 (SieCH3 stretch); 1005 (SieO stretch). 1H NMR
(CDCl3, dH, ppm): �0.054e0.14 (m, CH3eSi), 0.56 (m,
eSieCH2eCH2e), 1.49 (d, 4H, 3J ¼ 8.1 Hz, CH2eCH]CH2), 1.65 (m,
N3eCH2eCH2eCH2) 2.03 (m, NeCH2eCH2eCH2), 3.23 (t, 3J¼ 7.2 Hz,
N3eCH2eCH2), 4.41 (t, 3J ¼ 7.2 Hz, NeCH2eCH2), 4.84 (m, 4H, CH]
CH2), 5.79 (m, 2H, CH]CH2), 7.89 (s, eC]CHeN), 7.99 (m, AreH),
8.29 (m, NO2-Ar-H). 13C NMR (CDCl3, dC, ppm): �0.56e1.02
(dþ eþ t), 14.23 (i), 14.49 (f), 22.77 (g) 24.40 (j), 53.09 (k), 54.13 (h),
120.88 (l), 124.29 (r), 126.06 (q), 137.04 (p), 145.46 (s), 147.28 (o) (a,
b and c not visible).

2.2.5. General procedure for elastomer synthesis
1e8 or vinyl-terminated PDMS (Mw ¼ 25,000 g mol�1, Sigma-

eAldrich) (2.33 g, 10.1 mmol) and an 8-functional cross-linker
(HMS-301, 0.066 g, 0.034 mmol) were mixed with treated silica
particles (20 wt%) and the mixture was treated on a FlackTek Inc.
DAC 150.1 FVZ-K SpeedMixer™. The catalyst (511) (20e100 ppm)
was added thereafter and themixturewas speed-mixed oncemore.
The mixture was the poured into 1 mm thick steel moulds and

furthermore coated as 150 mm films on a glass substrate and cured
at 115 �C.

2.2.6. Swelling experiments
The gel fractions were determined using swelling experiments,

where samples of all prepared films were swelled in chloroform at
RT for 48 h. The chloroformwas replaced after 24 h. The solvent was
decanted and the films were washed several times. The samples
were thereafter dried for 48 h to a constant weight in an ambient
atmosphere. Gel fractions were calculated as the weight after
extraction and drying (me) against the initial weight of the sample
(m0) as Wgel ¼ me/m0.

3. Results and discussion

Siloxane copolymers that allow for functionalisation with high
dielectric constant molecules were prepared according to a previ-
ously described procedure [27]. The copolymers were prepared
from commercially available starting materials through the
tris(pentafluorophenyl)borane-catalysed PierseRubinsztajn reac-
tion of 3-chloropropylmethyldimethoxysilane and hydride-
terminated dimethylsiloxane pre-polymers. Dimethylsiloxane
pre-polymers constitute the spacer unit between the functional
groups. The copolymers were then end-functionalised with allyl-
groups that allow for hydrosilylation cross-linking reactions with
hydride-functional cross-linker molecules to form polymer net-
works. The chloro-functional copolymers were converted to azido-
functional through nucleophilic substitution with sodium azide.
Azido groups on the siloxane copolymer allow for CuAAC click re-
actions where high dielectric constant alkyne molecules can be
attached. The structure of the formed azido-functional siloxane
copolymer, with various spacer units between the azido-groups, is
shown in Fig. 1.

Copolymers with two different spacer lengths between the
azido-group were synthesised. One copolymer contains azido-
groups with 1200 g mol�1 dimethylsiloxane spacers between
each group and the other copolymer contains azido-groups with
580 g mol�1 dimethylsiloxane spacers between the functional
groups. The copolymers with the shorter spacer thus contain
approximately double the amount of functional groups than the
copolymers with the long spacer at comparable copolymer lengths.

Copolymers were analysed with size exclusion chromatography
(SEC), and molar mass characteristics were calculated from linear
polydimethylsiloxane standards. The molecular weights of the co-
polymers prepared with different spacers were both found to be
Mw z 23,000 g mol�1, which is a suitable molecular weight for
silicone elastomers, as good mechanical properties are obtained for
polymers of 20,000 to 30,000 g mol�1 [28]. Molecular weights of
23,000 g mol�1 signify that each copolymer contains approxi-
mately 15 and 30 azido-groups for the copolymers with the

Fig. 1. Structure of functionalisable siloxane copolymers with various spacer lengths
between the azido-groups and allyl end groups, thereby allowing for hydrosilylation
cross-linking reactions.
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1200 g mol�1 dimethylsiloxane spacer and 580 g mol�1 dime-
thylsiloxane spacer, respectively.

The azido-copolymers with different spacer lengths between
the groups were thereafter functionalised with the high dielectric
constant molecule, 1-ethynyl-4-nitrobenzene, through CuAAC, as
illustrated in Scheme 1.

The azido-groups on the copolymers were reacted to different
extents so that copolymers with different degrees of functionali-
sation would be obtained. The feed of 1-ethynyl-4-nitrobenzene
into the content of azido-groups was varied, and the effectiveness
of the CuAAC reactions allowed for direct control over the degree of
functionalisation. The feed of 1-ethynyl-4-nitrobenzene to the
azido-groups and the resulting obtained degree of functionalisa-
tion, as determined by 1H NMR, are shown in Table 1.

The actual degrees of functionalisation were determined by 1H
NMR through the integration of the CH2eN3 resonance at
dH¼ 3.23 ppm against the CH2eNtriazole resonance at dH¼ 4.41 ppm.
For copolymers 2e4 and 8 the 1-ethynyl-4-nitrobenzene feed
matched almost perfectly the degree of functionalisation deter-
mined from 1H NMR such that, for example, copolymer 2 with 25%
substituted azido-groups had an integral of 0.25 for the
CH2eNtriazole resonance and an integral of 0.75 for the CH2eN3
resonance. For copolymers 6 and 7 slightly lower degrees of func-
tionalisation were obtained. As the CuAAC reaction is almost 100%
effective, the slightly lower obtained degrees of functionalisation
could simply be due to inaccuracies when measuring the feed of 1-
ethynyl-4-nitrobenzene during the synthesis of these copolymers.
Overall, the degree of functionalisation can be varied accurately by
changing the 1-ethynyl-4-nitrobenzene feed. The corresponding
actual content of nitrobenzene on the copolymers is shown in
Table 1.

The functional copolymers were thereafter used in cross-linking
reactions with 8-functional functional hydride cross-linkers and
furthermore reinforced with 20 wt% surface-treated silica particles
to create silicone elastomers, as shown in Scheme 2.

A reference sample made from PDMS of Mw ¼ 25,000 g mol�1

using similar reaction conditions (same catalyst, cross-linker and
particle concentration) was also produced. The elastomers pre-
pared with different degrees of functional groups showed different
curing rates. The azido-functional copolymers (1 and 5) cured
relatively quickly (<12 h) at low catalyst levels (20 ppm). For
elastomers containing nitrobenzene, higher catalyst concentration
was generally needed (100 ppm) and the films cured within <24 h.
At 100% conversion of the azido-groups to nitrobenzene (4 and 8)
longer reaction times (one week) were needed. This indicates that
the presence of larger amounts of nitrobenzene or triazole-groups
inhibits, to some extent, the hydrosilylation reaction.

The prepared elastomers were characterised by FTIR. The
spectra of azido- and nitrobenzene-functional films are shown in
Fig. 2.

The films with the two azido-functional copolymers 1 and 5
show distinctive eN3 bands at approximately 2095 cm�1. The
azido-band is sharper for the filmwith copolymer 5, confirming the
higher content of azido-groups on this copolymer due to the
shorter dimethylsiloxane spacer between the functional groups.

Scheme 1. Synthetic route to nitrobenzene-functionalised copolymers through CuAAC click reaction. The azido-functional copolymers are reacted with 0.25, 0.5 or 1 equivalents of
1-ethynyl-4-nitrobenzene to the total number of azido-groups.

Table 1
Overview of the prepared functionalised dipolar copolymers.

Entry Mw dimethyl
siloxane spacer

Feed of
1-ethynyl-
4-nitrobenzene

Degree of
functionalisation
from 1H NMR

Content of
nitrobenzene

[g mol�1] [% of azido-groups] [% of azido-groups] [wt%]

1 1200 0 0 0
2 1200 25 25 2.75
3 1200 50 51 5.6
4 1200 100 100 11
5 580 0 0 0
6 580 25 19 3.8
7 580 50 42 8.4
8 580 100 100 20

F.B. Madsen et al. / Polymer 55 (2014) 6212e6219 6215

178



The more substituted the azido-group becomes with nitrobenzene,
the less intense the eN3 bands become. For the films with 100%
substituted azido-groups noeN3 bands are visible (filmswith 4 and
8). The films containing nitrobenzene (2e4 and 6e8) all show
bands of increasing intensity at ~1605 cm�1 for the aromatic C]C
bonds and at ~1520 cm�1 and ~1340 cm�1 for the N]O bonds with
increasing nitrobenzene content, which corroborates increasing
functionalisation with nitrobenzene in the elastomers.

The gel fractions of the films were determined from swelling
experiments with chloroform, in order to elucidate the amount of
bonded (gel fraction) and non-bonded (sol fraction) species in the
networks. As seen in Table 2 the gel fractions decrease with
increasing degrees of functionalization; thus, the lowest gel frac-
tions are obtained for films with copolymers that are fully
substituted with nitrobenzene (4 and 8). This could be due to the
slow curing time of these films, indicating that not all reactive end
groups on the copolymers react, which leaves larger fractions of
non-bonded substructures in the networks. The gel fractions for the

other films are within an acceptable limit, thereby suggesting that
these films are better cross-linked.

The effect of the degree of functionalisation on the thermal
transition behaviour of the elastomer films was determined by
differential scanning calorimetry (DSC). The reference film showed
clear melting and crystallisation temperatures at Tm¼�42.6 �C and
Tc ¼ �74.7 �C, respectively. For all films prepared with copolymers
1e8, no Tm or Tc were observed, which means that no crystalline
regions were present in the films. This points towards the suc-
cessful formation of the spatially well-distributed azido- and
nitrobenzene-functional groups, which prevents crystallisation
from taking place. The glass transition temperature (Tg) of the pure
PDMS reference sample was determined to be �127 �C. For films
prepared with the azido-functional copolymers the glass transition
temperatures increased slightly to�120 �C and�115 �C for 1 and 5,
respectively. The higher the content of nitrobenzene in the films,
the higher the measured glass transition temperature. The glass
transition temperatures ranged from �118 �C for the film prepared
with copolymer 2 to�95 �C for the film preparedwith copolymer 8.

The effect of the functional copolymers on the thermal stability
of the elastomer films was determined by thermal gravimetric
analysis (TGA), and the resulting thermograms can be found as
Supporting Information. The thermal degradation temperatures
were not significantly altered for the films with the functional co-
polymers compared to the reference film.

The influence of the concentration and type of copolymer on the
mechanical properties was investigated by determining the shear
storage and shear loss modulus of the prepared films. In Fig. 3 the
results for films with different spacers and functional groups are
presented. Furthermore, the resulting shear storage moduli (G0)
and loss (tan d) at 1 Hz are summarised in Table 3.

Scheme 2. Cross-linking reaction between copolymer 1e8 and a hydride-functional cross-linker.

Fig. 2. FTIR spectra of elastomer films prepared with the different functionalised copolymers: a): films prepared with copolymers with a 1200 g mol�1 spacer and b): films prepared
with copolymers with a 580 g mol�1 spacer.

Table 2
Gel fractions (Wgel) as a result of swelling experiments.

Film with entry Wgel (%)

Ref. 97
1 83
2 95
3 84
4 64
5 84
6 97
7 88
8 69

F.B. Madsen et al. / Polymer 55 (2014) 6212e62196216

179



It is evident that the films with the 1200 g mol�1 pre-polymer
spacer (copolymers 1e4) all have lower moduli than the refer-
ence film. The films prepared with the 580 g mol�1 pre-polymers
(copolymers 5e8) have quite similar, but slightly higher, moduli
e as for the reference film. Viscous losses and tan d remain low for
all films prepared with the functional copolymers except for the
high concentration nitrobenzene films 4 and 8. For these films the
viscous losses increased six-fold, indicating increased damping
behaviour, which is partly or fully due to the larger fractions of
extractable substructures and the deterioration of network prop-
erties [29].

The impact of the type of copolymer on dielectric properties was
determined by dielectric relaxation spectroscopy on discs of
approximately 1 mm thick films. Dielectric relaxation spectra
showing the frequency-dependent dielectric permittivity (ε0) and
loss tangent (tan d) for films with copolymers 1e8, as well as the
reference film, are presented in Fig. 4. Permittivity and loss at 1 Hz
and 100 Hz are summarised further in Table 3. Enlarged spectra of
dielectric permittivity at the plateau region from 102 to 105 Hz are
also shown in Fig. 4.

For all films prepared with functional copolymers dielectric
permittivity is seen to increase compared to the reference film, for
which ε0 ¼ 3.0. The films with the two azido-functional copolymers
1 and 5 both show increased dielectric permittivity to ε0 ¼ 3.3 and
ε0 ¼ 3.4 at 100 Hz, respectively. These permittivities correspond to a
10e13% increase. Increasing (doubling) the content of azido-groups
thereby does not increase permittivity at medium to higher

frequencies. The film with 5, however, shows elevated permittivity
at low frequencies. At 1 Hz, for instance, permittivity increases to
ε0 ¼ 5.8, thus corresponding to an almost two-fold increase. These
results show that the azido-groups alone also yield increased per-
mittivities for the elastomer films. The azido-functional co-
polymers, however, do exhibit increased dielectric losses, which are
especially visible on the film prepared with 5.

The films prepared with copolymers with the 1200 g mol�1 pre-
polymer spacer and different degrees of nitrobenzene (copolymers
2e4) show increased permittivities in the same order of magnitude
(ε0 z 5.0) at 100 Hz. This corresponds to an increase in permittivity
of approximately 70%. At lower frequencies dielectric permittivity
increases in line with the increased content of nitrobenzene,
reaching ε0 ¼ 17.3 at 1 Hz for the film prepared with copolymer 4
containing 11 wt% nitrobenzene. Dielectric losses, tan d, increase
slightly in line with increasing nitrobenzene content.

Films prepared with copolymers with the 580 g mol�1 spacer
between the functional groups show largely increased permittiv-
ities at 100 Hz, with the highest dielectric permittivity obtained for
the film prepared with copolymer 8, which contains 20 wt%
nitrobenzene (ε0 ¼ 8.5). This corresponds to an increase of 180%. At
frequencies higher than 100 Hz the film prepared with copolymer 7
shows the highest dielectric permittivity of ε0 z 7. At lower fre-
quencies dielectric permittivity also increases in line with the
increased content of nitrobenzene, reaching ε0 ¼ 59.3 at 1 Hz for the
film prepared with copolymer 8 containing 20 wt% nitrobenzene.
Relative dielectric losses (tan d), furthermore, increase in line with
increasing nitrobenzene content but are lower than the film pre-
pared with the corresponding azido-functional copolymer 5.

It is evident in Fig. 4 that in the medium to high frequency re-
gion (102e106 Hz) there are no significant changes in ε0 with fre-
quency. In this region dielectric response depends mainly on bulk
polarisation processes [30]. Therefore, the most promising in-
creases in permittivity for DE applications are observed in this re-
gion. Interestingly, the largest increases in permittivity in this
frequency region are not necessarily observed for the copolymers
with the largest concentration of nitrobenzene, which indicates
that there is a maximum concentration of nitrobenzene above
which further improvement to dielectric permittivity is not
possible. Above this concentration, it is only permittivity at low
frequencies (due to Maxwell polarisation [31]) and dielectric losses
that increases and thereby there is a higher risk of unwanted
conductivity.

The nature of this system makes it possible to tune the con-
centration and distribution of functional groups, and so it is

Fig. 3. Storage modulus (G0) and loss (tan d) as functions of frequency for: a): films prepared with a 1200 g mol�1 pre-polymer spacer (1e4) and b): films prepared with a
580 g mol�1 pre-polymer spacer (5e8).

Table 3
Dielectric permittivity (ε0) and loss tangent (tan d) at 1 Hz and 100 Hz as well as the
breakdown strength (EB) and storage (G0) and loss (tan d) moduli for films with
copolymers 1e8 and the PDMS reference.

Film
with
entry

Dielectric spectroscopy Electrical
breakdown

Rheology

ε0

@1
Hz

ε0

@100
Hz

tan d

@1 Hz
tan d

@100 Hz
EB G0 @1 Hz tan d

@1 Hz
[V/mm] [kPa]

Ref. 3.0 3.0 0.002 0.0008 55.4 37.0 0.042
1 3.6 3.3 0.56 0.01 61.4 27.0 0.038
2 5.9 5.0 2.90 0.06 63.2 7.81 0.119
3 6.9 5.1 1.47 0.04 69.2 26.5 0.038
4 17.3 5.0 16.7 0.60 60.5 9.41 0.268
5 5.8 3.4 38.7 0.70 81.1 43.1 0.067
6 6.9 5.3 1.51 0.03 66.7 47.9 0.031
7 15.6 7.3 4.52 0.15 64.1 51.5 0.044
8 59.3 8.5 9.07 0.90 65.0 51.3 0.286
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possible to obtain the most optimal DE with regards to permittivity
and dielectric loss.

In order to investigate the nature of the large increases in
permittivity and loss at low frequencies for the films prepared with
copolymers with high concentrations of nitrobenzene, plots of
conductivity as a function of frequency are shown in Fig. 5.

It can be seen from Fig. 5 that some of the films show higher
electric conductivity at low frequencies, as conductivity becomes
independent of frequency. The observed conductivities, however,
remain very low. For the films prepared from the 100% substituted
copolymers (4 and 8) slightly higher conductivities are observed,

which could be the reason for the high dielectric losses of these
films at low frequencies.

The electrical breakdown strengths, EB, for films with co-
polymers 1e8 as well as the reference film are presented in Table 3.

For all films, electrical breakdown field strength is seen to in-
crease compared to the reference film. This increased breakdown
strength, as seen in Table 3, is not due to increased elastic moduli,
which is often the case [32]. This suggests that the introduction of
functional groups does not compromise electrical breakdown
strength, which is an essential DE property. The high dielectric
breakdown strengths of the films could be due to a low degree of

Fig. 4. Dielectric permittivity (ε0) and loss tangent (tan d) as functions of frequency for films prepared with: a): a 1200 g mol�1 pre-polymer spacer (1e4) and b): a 580 g mol�1 pre-
polymer spacer (5e8).

Fig. 5. Conductivity as a function of frequency for films prepared with: a): a 1200 g mol�1 pre-polymer spacer (1e4) and b): a 580 g mol�1 pre-polymer spacer (5e8).
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chemical and physical impurities, the result of which has a large
effect on the dielectric strength of insulating materials [33]. The
prepared copolymers are all purified after synthesis, which implies
that the prepared films have higher breakdown strengths than the
commercial PDMS reference material.

4. Conclusion

A new high dielectric permittivity elastomer system was pre-
pared through the use of dipolar siloxane copolymers. The co-
polymers were prepared with two different dimethylsiloxane
spacer units between alkyl azide-groups. The azido-groups were
functionalised to different extents with the high dielectric
permittivity molecule 1-ethynyl-4-nitrobenzene through CuAAC
reactions. 1H NMR corroborated the highly efficient functionalisa-
tion reactions, and the degree of functionalisation could thus be
controlled directly from the 1-ethynyl-4-nitrobenzene feed. High
dielectric permittivities were obtained for the nitrobenzene-
functional copolymers (e.g. a 180% increase at 20 wt% of nitro-
benzene), and this concentration resulted in an increase in dielec-
tric loss and stiffness, though electrical breakdown strength was
not compromised. The best overall properties were obtained for a
film prepared with a copolymer with a 1200 g mol�1 dimethylsi-
loxane spacer and 5.6 wt% nitrobenzene, as it has high dielectric
permittivity (~70% increase at 100 Hz) and low dielectric loss.
Furthermore, the obtained filmwas soft with lowmodulus, without
compromising the viscous loss and gel fraction. Electrical break-
down strength also increased 25% compared to that of the pure
PDMS reference film. Moreover, the best overall properties
were obtained for the films prepared with copolymers with the
1200 g mol�1 pre-polymer spacer, as the films prepared with co-
polymers with a shorter dimethylsiloxane spacer (580 gmol�1) and
a higher concentration of functional groups were slightly stiffer and
therefore less extensible.
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Figure S1: Structures for 13C-NMR assignment. 

 

  

183



Thermal gravimetric analysis (TGA): 

a) 

 
b) 

 

Figure S2: TGA measurements of: a): films prepared with a ~1200 g mol-1 pre-polymer spacer (1-4) and b): films 
prepared with a ~580 g mol-1 pre-polymer spacer (5-8). 
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