
 
 
General rights 
Copyright and moral rights for the publications made accessible in the public portal are retained by the authors and/or other copyright 
owners and it is a condition of accessing publications that users recognise and abide by the legal requirements associated with these rights. 
 

 Users may download and print one copy of any publication from the public portal for the purpose of private study or research. 

 You may not further distribute the material or use it for any profit-making activity or commercial gain 

 You may freely distribute the URL identifying the publication in the public portal 
 
If you believe that this document breaches copyright please contact us providing details, and we will remove access to the work immediately 
and investigate your claim. 
  
 

   

 

 

Downloaded from orbit.dtu.dk on: May 23, 2023

Microstructure and magnetic properties of strained Fe3O4 films

Chen, Yunzhong; Sun, J. R.; Han, Y. N. ; Xie, X. Y. ; Shen, J. ; Rong, C. B. ; He, S. L. ; Shen, B. G.

Published in:
Journal of Applied Physics

Link to article, DOI:
10.1063/1.2832305

Publication date:
2008

Document Version
Publisher's PDF, also known as Version of record

Link back to DTU Orbit

Citation (APA):
Chen, Y., Sun, J. R., Han, Y. N., Xie, X. Y., Shen, J., Rong, C. B., He, S. L., & Shen, B. G. (2008).
Microstructure and magnetic properties of strained Fe

3
O

4
 films. Journal of Applied Physics, 103, [07D703].

https://doi.org/10.1063/1.2832305

https://doi.org/10.1063/1.2832305
https://orbit.dtu.dk/en/publications/1f86dbeb-254f-460c-bff4-7114b17cb3d2
https://doi.org/10.1063/1.2832305


Microstructure and magnetic properties of strained Fe3O4 films
Y. Z. Chen,1,a� J. R. Sun,1 Y. N. Han,1 X. Y. Xie,1 J. Shen,1 C. B. Rong,1,3

S. L. He,2 and B. G. Shen1

1State Key Laboratory of Magnetism, Institute of Physics, Chinese Academy of Sciences, Beijing 100080,
People’s Republic of China
2Department of Physics, Capital Normal University, Beijing 100037, People’s Republic of China
3Department of Physics, University of Texas at Arlington, Arlington, Texas 76019, USA

�Presented on 8 November 2007; received 10 September 2007; accepted 23 October 2007;
published online 30 January 2008�

A comparable study of the microstructure and magnetic properties was performed for magnetite
films deposited on �100�-oriented MgO and SrTiO3 �STO� substrates. The growth of strained high
quality Fe3O4 films was confirmed by x-ray diffraction analysis and Raman spectroscopy
measurements. The surface morphology and magnetic properties of the two films were found to be
obviously different. Moreover, a stripelike magnetic domain structure was observed in the film on
STO. Substrate-induced strain is believed to be responsible for these observations, which
significantly affects the magnetic anisotropy and the magnetic coupling at the antiphase boundaries
in the films. © 2008 American Institute of Physics. �DOI: 10.1063/1.2832305�

I. INTRODUCTION

Magnetite �Fe3O4� is a well-known ferrimagnet with an
inverse spinel structure and an archetypal compound exhib-
iting charge ordering known as Verwey transition.1 In recent
years, magnetite has drawn intensive attention in spin elec-
tronics for its high Curie temperature of 858 K and its ex-
pected half-metallic property.2,3 However, the observed be-
havior of the Fe3O4 films is rather puzzling, and the
anticipated −100% spin polarization is scarcely experimen-
tally detected.4–6 Recently, the spin polarization of Fe3O4

was studied by several groups through analyzing the current-
voltage characteristics of the Fe3O4 /SrTiO3:Nb interface,
and a −80% spin polarization was extracted.7–9 However, the
magnetic properties and the magnetic microstructure of the
Fe3O4 films on SrTiO3 �Fe3O4 /STO� or SrTiO3:Nb sub-
strates have rarely been reported, though the corresponding
results in films on MgO substrates �Fe3O4 /MgO� have been
comprehensively studied. Considering that the physical prop-
erties of magnetite films would be significantly influenced by
strain, stoichiometry, or defect states, and the occurrence of
many unexpected behaviors in Fe3O4 /MgO due to the
growth defects known as antiphase boundaries �APBs�,10,11

the difference of the strained states between Fe3O4 /STO
�compressive strain� and Fe3O4 /MgO �tensile strain� may
lead to significant different growth defects, i.e., the APBs.
Thus, it would be worthwhile to study the magnetic proper-
ties and magnetic microstructure of the magnetite films with
different strains. In the present paper, a corresponding study
was performed on Fe3O4 /STO and Fe3O4 /MgO. The differ-
ence in magnetic properties of the two films is obvious.
Compared with Fe3O4 /MgO, larger domain structure and
significant out-of-plane magnetization components were ob-
served in Fe3O4 /STO as a consequence of the in-plane com-
pressive strain.

II. EXPERIMENT

The Fe3O4 films were grown on �100� MgO and �100�
SrTiO3 substrates by the pulsed laser ablation technique from
a stoichiometric polycrystalline target. The two samples were
deposited at the same time to eliminate extrinsic factors.
During the deposition, the substrate temperature and O2 pres-
sure were kept at �480 °C and �5�10−6 torr, respectively.
For the high affinity of Fe2+ ions to oxygen, the pressure
ambience was kept during the cooling process after deposi-
tion until the temperature was close to room temperature.
The film thickness was about 100 nm. The high crystalline
quality of the films was confirmed by x-ray diffraction using
a Rigaku D/Max-2400 x-ray diffractometer with Cu K� ra-
diation. Raman spectroscopy measurements were performed
to confirm the single magnetite phase using a Renishaw in-
Via Raman system in backscattering configuration. The sur-
face morphology and the magnetic microstructure of the
films were analyzed simultaneously by atomic force micros-
copy �AFM� and magnetic force microscopy �MFM� �Digital
Instrument NanoScope IIIa�, respectively. The magnetic
properties of the films were measured with a Quantum De-
sign superconducting quantum interference device magneto-
meter and a LakeShore vibrating sample magnetometer.

III. RESULTS AND DISCUSSION

X-ray �-2� diffraction measurements reveal that both
films are highly �100� oriented. Since the lattice parameter of
Fe3O4 �a=0.8396 nm� is approximately twice that of the
MgO substrate �a=0.4204 nm�, it is hard to distinguish the
reflections of Fe3O4 from those of MgO. The narrow full
width at half maximum for the rocking curve of the �400�
Fe3O4 peak ��0.2° on MgO, �0.7° on STO, better than the
previous reports12� indicates the high quality of the films.
The Fe3O4 /MgO �mismatch of �+0.3%� and Fe3O4 /STO
�mismatch of �−7.5%� conserve an in-plane tensile anda�Electronic mail: yunzhong�chen@g203.iphy.ac.cn.
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compressive strains, respectively, with the corresponding
out-of-plane lattice parameters being 0.8385 and 0.8455 nm.

The laser Raman spectroscopy was then used to further
investigate the single phase and the strained state of the mag-
netite films. For a single crystal Fe3O4, five Raman active
modes at around 670 cm−1 �A1g�, 410 cm−1 �Eg�, 193 cm−1

�T2g�1��, 540 cm−1 �T2g�2��, and 300 cm−1 �T2g�3�� are pre-
dicted at room temperature according to group theory. While
generally, only the three modes at around 670, 540, and
300 cm−1 are experimentally observed.13,14 Figure 1 shows
the Raman spectra of the Fe3O4 films in the range of
150–850 cm−1 at room temperature. For comparison, the
spectrum of a bare STO substrate is also shown �dotted line�.
As shown in the figure, three modes around 666, 539, and
300 cm−1 are observed in Fe3O4 /MgO, close to the values of
bulk Fe3O4 and consistent with the reported results.14 As for
the Fe3O4 /STO, similar features are observed when the con-
tribution from the substrate is subtracted. Thus, both films
exhibit a single Fe3O4 phase behavior, without the presence
of any other iron oxide phase.13 It should be mentioned that
the Raman modes of the Fe3O4 /STO show an obvious blue-
shift in contrast to the bulk ones, which is ascribed to the
compressive strain. This is consistent with the x-ray results
referred above. The substrate-induced strain significantly af-
fects the magnetic properties of the magnetite films as ad-
dressed below.

The stoichiometric Fe3O4 undergoes a structure change
from cubic to monoclinic below the Verwey transition near
TV�121 K, which is accompanied by a sharp decrease in the
magnetization.1 The temperature dependence of magnetiza-
tion for the Fe3O4 /STO, under a magnetic field of 50 Oe
applied parallel to the film plane, is shown in the inset �a� of
Fig. 2. It is obvious that the magnetization shows an abnor-
mality at TV�110 K, which should be due to the Verwey
transition. The reduction of the transition temperature in the
present film should be mainly attributed to the strain effects
as reported previously.12,15,16 In addition, it has been found
that a sharper dM /dt curve indicates a higher quality and
stoichiometry of the Fe3O4 film,12 while the dM /dt curve of
the present film is not as sharp as that of the reported films
with similar thickness,12 which may indicate a slight devia-
tion from stoichiometry for our films. For that even a slight
deviation from stoichiometry, generally associated with Fe2+

vacancies on the B sites as that in �-Fe2O3, could produce a
significant decrease of TV for bulk samples,17 the TV decrease
in the present film may also result from the presence of a
small fraction of vacancies.

The magnetic hysteresis loops of the two films were
measured at room temperature with fields of up to 20 kOe
applied parallel and normal to the film plane, respectively.
The films on different substrates exhibit principally similar
characteristics. The in-plane hysteresis curves display an al-
most rectangular shape with high remanence and small coer-
civity, implying that the domain nucleation dominates the
magnetization reversal process �the results of the
Fe3O4 /STO are shown in Fig. 2 with subtraction of the sub-
strate contributions�. The magnetization of both films seems
to be unsaturated at a field of up to 20 kOe, with a slight
residual slope extending to larger magnetic fields. The satu-
ration magnetization �Ms� values obtained are �480 and
�460 emu /cm3 for Fe3O4 /STO and Fe3O4 /MgO, respec-
tively. Meanwhile, the coercivity of Fe3O4 /STO
��600 Oe� is obviously larger than that of Fe3O4 /MgO
��280 Oe�, as shown in the inset �b� of Fig. 3. In addition,
the out-of-plane hysteresis loops exhibit obvious effects due
to demagnetization. The estimated shape anisotropic field of
5.5 kOe is approximate to the expected value of 6 kOe
�4�Ms�. Considering the same deposition conditions, the
magnetic property difference of the two films should be
mainly related to the substrate, thus the strain. The larger
coercivity of Fe3O4 /STO may result from the formation of
more pinning centers induced by the compressive strain.

The surface morphologies of the two films exhibit obvi-
ous different characteristics. As shown in Fig. 3, the surface
of Fe3O4 /MgO is relatively flat, with a root mean square
surface roughness of �0.8 nm. Interestingly, some isolated
holelike defects scatter on the surface, with the size of
�50 nm in diameter and �3 nm in depth. Surprisingly, the
holes form a pattern that seems to be quite similar to the

FIG. 1. Raman spectra for Fe3O4 /MgO �a�, Fe3O4 /STO �b�, and a bare
SrTiO3 substrate �c� at room temperature.

FIG. 2. The hysteresis loops of Fe3O4 /STO with magnetic fields applied
parallel and normal to the film plane, respectively. Inset �a�: The temperature
dependence of magnetization for Fe3O4 /STO. Inset �b�: Parts of the in-plane
hysteresis loops of Fe3O4 /MgO and Fe3O4 /STO.
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APB arrangement observed in such films by transmission
electron microscopy.10,11 In contrast, a granular surface is
obtained for Fe3O4 /STO, with an average grain size of
around 60 nm and a surface roughness of �1.2 nm. The un-
ambiguous difference in the morphology of the two films
may result from the difference in the atomic mobility during
growth, associated with the lattice mismatch between Fe3O4

and the underlying substrates. The larger density of inter-
granular regions in Fe3O4 /STO, where the pinning centers
are expected to be located to impede the domain wall motion
in the process of magnetization or demagnetization, may ac-
count for its larger coercivity, as shown in Fig. 2.

The MFM images under zero magnetic field are shown
in Figs. 3�b� and 3�d� for Fe3O4 /MgO and Fe3O4 /STO, re-
spectively. As can be seen, the magnetic domains in
Fe3O4 /MgO are rather irregular with the domain width of
�60 nm. In contrast, the magnetic microstructure of
Fe3O4 /STO exhibits a “stripe”-like pattern, with the domains
of �100 nm in length and �60 nm in width. Meanwhile,
more and stronger out-of-plane magnetic domains are ob-
served for Fe3O4 /STO. It is interesting that the domains of
Fe3O4 /STO show a tendency to be stripe domains as ob-
served in an annealed Fe3O4 /MgO.18

Similar magnetic microstructure results have been ob-
served in films with different thicknesses on MgO substrates,
where a larger density of APBs leads to a smaller domain
structure in the thinner films resulting from the antiferromag-
netic superexchange interactions near APBs.12 Since the lat-
tice mismatch is larger in Fe3O4 /STO than that in
Fe3O4 /MgO, the shift or rotation of nearby islands will be
much severe in Fe3O4 /STO. Thus, a higher density of APBs
is expected in Fe3O4 /STO, which explains the appearance of
rougher morphology and larger coercivity as discussed

above, while a larger density of APBs in Fe3O4 /STO would
lead to a smaller domain structure if the situation is similar to
that in Fe3O4 /MgO. This seems to conflict with the observed
phenomena. A possible explanation is that the characteristics
of magnetic coupling at the APBs in Fe3O4 /STO are consid-
erably different from that in Fe3O4 /MgO. The deactivation
of the antiferromagnetic coupling in the vicinity of the APBs
in Fe3O4 /STO induced by the compressive strain may ac-
count for the stripelike domains. In fact, the domain structure
forms due to the complicated competition between the ex-
change, magnetostatic, and magnetic anisotropy energies.
The MFM detected the out-of-plane component of the mag-
netic stray field along the �100� direction, whereas the easy
magnetization direction of bulk Fe3O4 is along the �111� axis
at room temperature. In Fe3O4 /MgO, the tensile strain would
pull the �111� axis toward the in-plane direction. In contrast,
the in-plane compressive strain in Fe3O4 /STO will push the
�111� axis toward the out-of-plane direction. As a result,
more out-of-plane magnetization components would be an-
ticipated in the compressively strained films. Moreover, the
compressive strain can lead to a uniaxial perpendicular mag-
netic anisotropy sometimes, such as that in La1/3Sr2/3MnO3

films on LaAlO3 substrates19 or annealed
Fe65Ti13Co8Ni7B6Nb1 films on glass substrates.20 It is inspir-
ing that the magnetic domains observed in Fe3O4 /STO show
a tendency to have uniaxial perpendicular magnetic aniso-
tropy.
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FIG. 3. �Color online� The AFM and MFM images with an area of 2
�2 �m2 for Fe3O4 /MgO ��a� and �b�� and Fe3O4 /STO ��c� and �d�� at room
temperature.
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