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1 Introduction - Viggo

The role played by void nucleation, growth and coa-

lescence in ductile fracture was identified in the 1940s,

[1]. However, it was not until the 1960’s that the phe-

nomenology of this process was well documented, [2–5].

In structural metals deformed at room temperature, the

voids generally nucleate by decohesion of second phase

particles or by particle fracture, and grow by plastic de-

formation of the surrounding matrix. Void coalescence

occurs either by necking down of the matrix material

between adjacent voids or by localized shearing between

well separated voids, as has been described in a number

of previous review papers [6–8].

The first micromechanical studies of void growth

were carried out for a single void in an infinite elastic-

plastic solid, either a circular cylindrical void [9] or

a spherical void [10]. A numerical study for a mate-

rial containing a periodic array of circular cylindrical

voids [11] allowed for including the effect of the in-

teraction with neighbouring voids, both in the early
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growth stages and in the final stages approaching coa-

lescence. This numerical study considered a representa-

tive unit volume, containing a single void, with appro-

priate boundary conditions to represent the full mate-

rial. Such unit cell analyses have become an important

tool in the analysis of several different aspects of ductile

fracture. It is also appreciated that unit cells containing

many voids have advantages over those with only one

void, as they can account for differences in void size or

spacing and also for localized plastic flow due to void

clustering or due to instabilities.

The most widely known porous ductile material model

is that developed by Gurson based on micromechanical

studies [12,13], using averaging techniques similar to

those applied in [14]. Some improvements were early

added to this model [15–18], resulting in a modified

Gurson model (the so-called GTN model), which has

been used extensively in the following years to study

a number of different problems. In many applications

the material does not contain any voids initially, so the

representation of gradual void nucleation during the de-

formation process is important. Porous ductile material

models were also developed early on by fitting exper-

iments for powder metallurgical materials [19], and in

fact the approximate yield surfaces obtained by these

different methods are in rather good agreement for a

given void volume fraction.

The Gurson model is limited by a number of as-

sumptions, e.g. the voids are embedded in a standard

Mises solid, and the voids are taken to remain spherical

independent of the stress state. At low stress triaxial-

ity, i.e. low mean tensile stress relative to the effective

Mises stress, voids tend to elongate, and this has strong

influence on predictions of ductile failure. Early studies

that extended the Gurson model to account for void

shape effects are given in [20–22]. Other early work on
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the effect of shape changes was presented in [23]. Re-

garding the effect of anisotropy the Gurson model was

extended in [24] to consider a spherical void embedded

in an elastic-plastic matrix that obeys Hill’s quadratic

yield condition [25]. This model was further extended

in [26,27] to also account for non-spherical voids em-

bedded in the same anisotropic solid.

The final failure in void containing materials typi-

cally occurs by void coalescence, where the ligament be-

tween neighbor voids necks down to zero thickness and

leaves the characteristic fibrous fracture surface. An im-

portant contribution to the modeling of this mechanism

has been given in [28]. However, quite often the final

failure is associated with a shear band instability [29,

30], leading to a so-called void-sheet failure, where voids

grow to coalescence inside a narrow layer of material [2]

and the fracture surface shows that the voids have been

smeared out during coalescence. In materials contain-

ing two size scales of voids or inclusions from which

voids nucleate, it is sometimes observed that plastic

flow localization develops between two larger voids and

that final failure involves void-sheet failure by the small

scale voids between the larger voids [31,32]. In a model

of this phenomenon the small scale voids have been rep-

resented in terms of the Gurson model and localization

leading to void-sheet failure between larger voids has

been predicted [33].

Recently there has been increasing interest in the

behavior of porous materials under low stress triaxial-

ity, such as simple shear, where the standard material

models do not predict void growth to coalescence. Full

3D analyses for shear specimens containing spherical

voids have been carried out [34] in order to model ex-
periments on ductile fracture in double notched tube

specimens loaded in combined tension and torsion [35].

In a number of plane strain cell model analyses for a

material containing a periodic array of circular cylindri-

cal voids it has been found [36–39] that in stress states

similar to simple shear the voids are flattened out to

micro-cracks, which rotate and elongate until interac-

tion with neighbouring micro-cracks gives coalescence,

where stresses pass through a maximum so that failure

is predicted. This mechanism has also been found in 3D

for initially spherical voids [40]. Thus, under high stress

triaxiality the void volume fraction increases until duc-

tile fracture occurs, whereas the void volume fraction

disappears under low stress triaxiality, as the voids be-

come micro-cracks. The significant void shape changes

at low stress triaxiality are accounted in the models [20–

23] mentioned above, but to deal with failure in simple

shear the models must be extended to describe void

closure into micro-cracks and the interaction between

these micro-cracks.

The early constitutive models for porous ductile solids

did not incorporate an effect of the third stress invari-

ant J3, but recently there has been more focus on this

through the effect of the Lode parameter. It has been

found in fracture tests under loads including shear [41,

42] that the effective plastic strain does not decrease

monotonically with increasing stress triaxiality. This

has been further investigated in [43], where tension-

torsion fracture experiments are modelled using an ex-

tension of the Gurson model [44], which has been made

J3 dependent by adding an extra damage term that

allows for failure prediction even at zero hydrostatic

tension. This extension of the Gurson model [44] has

been compared with cell model studies for voids in shear

fields [45] and it has been found that the model can cap-

ture quantitative aspects of softening and localization

in shear. In [43] the tension-torsion fractures are mod-

elled by finding the localization strain in a shear stress

state with more or less tension superposed, and it is

shown that the failure strain does not vary monotoni-

cally with the stress triaxiality.

2 Void nucleation - Amine

3 Void growth - Jean-Baptiste

3.1 Generalities

There are two basic methods to derive “homogenized”

models for porous plastic materials depicting the second

phase - void growth - of ductile fracture:

– The first was initiated by Gurson [12,13], followed

by many others [20–22,24,46,47,26,27,48–51]. Its

principle consisted in combining the theory of limit-

analysis (equivalent to plasticity theory in the ab-

sence of elasticity and strain hardening) with ho-

mogenization of some “elementary cell” in some plas-

tic porous material. The shape of this cell was “adapted”

to that of the enclosed void: spherical/cylindrical for

a spherical/cylindrical void, spheroidal and confo-

cal with the void if spheroidal, ellipsoidal and again

confocal with the void if ellipsoidal. Conditions of

homogeneous boundary strain rate, as proposed by

Mandel [52] and Hill [53], were used. The matrix

was assumed to obey the von Mises (isotropic) yield

criterion or the Hill [25] (orthotropic) criterion.

– The second originated from homogenization meth-

ods extending the well-known linear Hashin-Shtrikman

bounds to nonlinear composites [54–56], and used a

technique of “comparison” with some reference lin-

ear material. The early model of Ponte-Castaneda

and Zaidman [23], in spite of its accuracy for devi-
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atoric loadings, suffered from a notable overestima-

tion of the overall yield limit under hydrostatic load-

ing. This drawback was remedied in the more recent

model of Danas and Ponte-Castaneda [57,58] based

on Ponte-Castaneda’s [59] “second-order homoge-

nization method”. Ponte-Castaneda and Zaidman’s

[23] yield surface was also very recently improved by

Agoras and Ponte-Castaneda [60,61] using an “iter-

ative” approach devised by Ponte-Castaneda [62].

Both approaches are presented in the sequel but

with major emphasis on the first one, which has been

followed by most authors and used more widely for

practical applications. As will be seen, a remarkable,

though still incomplete degree of convergence between

these approaches is apparent in very recent works.

3.2 Gurson’s model

3.2.1 Original form

Gurson’s [13] model was derived from approximate ho-

mogenization and limit-analysis of a hollow sphere made

of some rigid, ideal-plastic material obeying von Mises’s

criterion and the associated plastic flow rule, and sub-

jected to conditions of homogeneous boundary strain

rate (Mandel [52], Hill [53]). The overall criterion thus

obtained reads

Φ(Σ, f) =
Σ2
eq

σ̄2
+ 2f cosh

(
3Σm
2σ̄

)
− 1− f2 ≤ 0 (1)

where Σeq = ( 3
2Σ
′ : Σ′)1/2 (Σ′ overall stress devia-

tor) and Σm = 1
3 trΣ (Σ overall stress tensor) denote

the overall von Mises equivalent and mean stresses, re-

spectively, σ̄ the matrix yield stress in simple tension

and f the porosity (void volume fraction). Gurson [13]

also showed that as a consequence of homogenization

combined with a classical result of limit-analysis, the

normality property obeyed at the microscopic scale is

preserved at the macroscopic scale; thus the overall flow

rule is a direct consequence of the overall criterion, the

overall plastic strain Dp being given by

Dp = Λ̇
∂Φ

∂Σ
(Σ, f) , Λ̇

{
= 0 if Φ(Σ, f) < 0

≥ 0 if Φ(Σ, f) = 0
(2)

where Λ̇ denotes the overall plastic multiplier. In addi-

tion, the classical equation resulting from approximate

matrix incompressibility (elasticity being disregarded)

ḟ = (1− f) tr Dp, (3)

shows that the evolution of the internal parameter f is

dictated by the flow rule and thus, by what precedes, by

the criterion. Therefore specifying this criterion is, quite

remarkably, sufficient to completely define the model.

Gurson’s [13] model, in its original form defined by

equations (1, 2, 3), possesses the following nice prop-

erties, which may serve for an alternative, less rigorous

but more intuitive derivation:

– the criterion reduces to that of von Mises in the limit

of a zero porosity f ;

– for a purely deviatoric loading (Σm = 0), it predicts

an overall yield stress equal to (1 − f)σ̄, in agree-

ment with the elementary (but rigorous) inequality

Σeq ≤ (1 − f)σ̄ resulting from Cauchy-Schwartz’s

inequality;

– for a purely hydrostatic loading (Σeq = 0), it pre-

dicts an overall yield stress equal to − 2
3 σ̄ ln f , in

agreement with the exact result for a hollow sphere

resulting from an elementary calculation;

– for a low porosity f and a high triaxiality T =

Σm/Σeq, combination of equations (1, 2, 3) essen-

tially yields (up to some multiplicative factor) Rice

and Tracey’s [10]’s famous exponential void growth

law, derived from approximate limit-analysis of a

single void embedded in an infinite matrix;

– it formally looks like (without being completely iden-

tical to) that for a hollow cylinder subjected to some

axisymmetric loading under conditions of general-

ized plane strain, the exact form of which is also

known from Gurson’s [13] work.

Gurson’s [13] original reasoning, which involved a

somewhat dubious expansion in powers of a parame-

ter which was not really small, was very recently reex-
amined by Leblond and Morin [63] using more rigor-

ous mathematics, and clarified. The main conclusions

of this work were twofold:

– Gurson’s criterion (1) provides a rigorous “upper

bound” for the exact overall yield locus of the hol-

low sphere envisaged with the boundary conditions

considered, and also as a consequence for that of a

Hashin assembly of hollow spheres having identical

porosities (the same conclusion was also reached by

Benzerga and Leblond [8], using a different argu-

ment);

– for the overall criterion, Gurson’s expansion proce-

dure converges very quickly, and his first-order crite-

rion is almost identical to the final “converged” one;

but this is less true for the overall flow rule, Gur-

son’s first-order truncation of the series involving a

25% maximum error on the porosity rate (further

comments on this point are provided below).
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3.2.2 Extended forms

The first extension of Gurson’s model defined by equa-

tions (1, 2, 3) is due to Gurson [13] himself, and per-

tains to strain hardening. He assumed hardening to

be of isotropic type at the local scale, the yield stress

in pure tension of the material being now, instead of

a mere constant σ̄, a given function σ(ε) of the von

Mises equivalent cumulated strain ε. Instead of extend-

ing his approximate homogenization of a hollow sphere

made of ideal-plastic material to the hardenable case,

he adopted a purely heuristic approach which consisted

of assuming that his overall yield criterion (1) remained

applicable to such a case, the parameter σ̄ denoting now

some “average value” of the local yield stress σ(ε). More

precisely, he defined σ̄ as the value of σ corresponding

to some “average value”, ε̄, of ε, for which he proposed

the following evolution equation:

σ̄
dε̄

dt
= (1− f)Σ : Dp , σ̄ = σ(ε̄). (4)

The meaning of equation (4) is that the plastic dissipa-

tion (1−f)Σ : Dp in the real, inhomogeneously strained

material is heuristically identified to that, σ̄dε̄/dt, in a

fictitious, homogeneously strained material with equiv-

alent cumulated strain ε̄ and yield stress σ̄ = σ(ε̄). One

remarkable feature of equation (4) is that it does not

only account for the hardening arising from the devi-

atoric part of the overall plastic strain rate Dp, but

also, in in an approximate way, for that arising from its

hydrostatic part, that is in fact from void growth.

The extended model thus defined however suffers

from the fact that the same parameter σ̄ enters both

the “square” and “cosh” terms of the yield criterion,
which means that the effect of strain hardening is im-

plicitly assumed to be the same on the overall yield

stresses under purely deviatoric and purely hydrostatic

loadings. Leblond et al. [64], using an extension of Gur-

son’s [13] approximate homogenization analysis to the

hardenable case, have shown that this is only an ap-

proximation which may lead to significant errors on

the value of porosity rate. They have proposed a vari-

ant of Gurson’s criterion (1) in which different macro-

scopic parameters Σ1, Σ2, instead of the single σ̄, enter

the “square” and “cosh” terms; they have evidenced

the improvement thus brought to the prediction of the

porosity rate through comparison of the model predic-

tions with the results of some micromechanical numer-

ical simulations of a spherical cell, analogous to those

of Koplik and Needleman [28] for a cylindrical one.

Extensions of Gurson’s [13] original model to ma-

trices exhibiting kinematic hardening have also been

proposed by Mear and Hutchinson [65] (see also Tver-

gaard [66]) and again Leblond et al. [64]. But these

extensions are somewhat hampered by the ambiguities

and difficulties arising, already at the local scale, in the

definition of a “good” kinematic hardening rule in the

context of large strain plasticity.

Another extension pertains to the adaptation of Gur-

son’s [13] model to more realistic, non-spherical cell

shapes. In order to bring the model predictions to bet-

ter agreement with the results of some micromechanical

simulations, Tvergaard [16] proposed to modify Gur-

son’s criterion (1) into

Φ(Σ, f) =
Σ2
eq

σ̄2
+2q1f cosh

(
3q2Σm

2σ̄

)
−1−q3f2 ≤ 0 (5)

where q1, q2, q3 are heuristic parameters. Most authors

have adopted values of q2 and q3 equal to 1 and q21 ,

respectively; Tvergaard’s proposed modification then

simply amounts to multiplying the porosity f by the

heuristic factor q1. Values of this parameter of the or-

der of 1.5 have been proposed both by Tvergaard [16] as

just mentioned, from comparisons with micromechani-

cal simulations, and Perrin and Leblond [67], from the-

oretical arguments.

The physical interpretation of the parameter q1 is

however multi-faceted. For instance:

– Huang’s [68] revision of Rice and Tracey’s [10] study

of void growth in an infinite medium (zero poros-

ity) led to the conclusion that the prefactor in these

authors’ exponential void growth law was notably

underestimated. Gologanu [69] noted that correct-

ing this underestimation within Gurson’s [13] model

required introducing a q1-parameter of the order of

1.6. The role of this parameter is then to correct

inaccuracies occurring in the model in the limit of
vanishingly small porosities, and has nothing to do

with the shape of the elementary cell.

– Leblond and Morin’s [63] study has shown that in-

troduction of a q1-parameter depending on the tri-

axiality T , and of the order of 1.25 for small T , is

necessary to correct the inherent error on the poros-

ity rate made by Gurson’s [13] model, as a result

of his truncation of a series at the first order. In

this context the introduction of q1 is necessary even

for a spherical elementary cell and a finite, nonzero

porosity.

Tvergaard’s [16] introduction of the “qi”-parameters

was completed (i) by Chu and Needleman [15] by in-

troducing an extra term connected to void nucleation

in the evolution law (3) of the porosity, see Section

2 above; and (ii) by Tvergaard and Needleman [18]

through a heuristic modification of the porosity in the

yield criterion (1) and the associated flow rule (2), aimed

at phenomenologically accounting for coalescence of voids,
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see Section 4 below. The resulting “GTN” (Gurson-

Tvergaard-Needleman) model has been widely used for

numerical, finite-element based simulations of ductile

rupture of actual, full-size specimens and structures; a

few examples will be provided in Section 7 below.

An important modification of Gurson’s [13] evolu-

tion law (3) of the porosity was recently proposed by

Nahshon and Hutchinson [44]. The aim of this modifi-

cation was to account in a heuristic way for the develop-

ment of damage evidenced in micromechanical numeri-

cal simulations performed by Tvergaard and coworkers

[36–40] under conditions of low or vanishing triaxiality

T . Equation (3) then becomes

ḟ = (1− f) tr Dp + kω f ω(Σ)
Σ′ : Dp

σ̄
(6)

where kω is a heuristic parameter and the function

ω(Σ) is defined by

ω(Σ) = 1−
(

27J3
2Σ3

eq

)2

, J3 = detΣ′. (7)

Nahshon and Hutchinson’s [44] equation (6) has of-

ten been criticized on the grounds that it is in conflict

with equation (3), one of the rare rigorous results de-

rived from homogenization. It is true that, as remarked

by the authors themselves, adopting it makes it impos-

sible to retain the interpretation of f as the true void

volume fraction; f becomes a heuristic damage param-

eter analogous to those encountered in the “theory of

continuum damage mechanics”. But it should be borne

in mind that in spite of the limitations of equation (7),

it represents a convenient, easy-to-implement heuristic

way of accounting for the development of ductile dam-

age at low or vanishing triaxiality. The only alternative

is to account in a detailed way for the gradual change

of shape of the voids under conditions of low triaxiality,

and for the resulting softening of the material; models

doing such a job are described in Section 3.3 below, and

offer a more rigorous way of predicting ductile damage

at low or vanishing triaxiality, but at the expense of

considerably greater complexity.

Numerous other extensions of Gurson’s [13] anal-

ysis and model have been proposed; such extensions

include incorporation of Eshelby-type velocity fields in

the limit-analysis of the hollow sphere (Monchiet et al.

[70]), consideration of a matrix obeying Tresca’s crite-

rion instead of that of von Mises (Cazacu et al. [71]),

etc. These extensions cannot all be cited here.

3.3 Models incorporating void shape effects

3.3.1 The GLD model for spheroidal voids

The GLD (Gologanu-Leblond-Devaux) model developed

by Gologanu et al. [20–22] extends Gurson’s [13] model

by introducing void shape effects, in the simplest case of

spheroidal (axisymmetric ellipsoidal), prolate or oblate

voids. It was developed in three steps. First, Gologanu

et al. [20] extended Gurson’s limit-analysis of a hol-

low sphere by considering a prolate spheroidal void en-

closed within a confocal spheroidal cell subjected to

some axisymmetric loading; the trial velocity fields they

used satisfied conditions of homogeneous strain rate

on all spheroids confocal with the void and the exter-

nal boundary.1 Second, Gologanu et al. [20] considered

oblate voids, using the same type of representative cell

and velocity fields. Third, Gologanu et al. [22] refined

the limit-analyses for both prolate and oblate voids by

considering more velocity fields, belonging to a general

class defined by Lee and Mear [73]. They also extended

the model to general loadings in a heuristic way.

In the simpler case of an axisymmetric loading (Σxx =

Σyy 6= Σzz, other Σij = 0, Oz denoting the axis of rota-

tional symmetry of the void), the GLD criterion reads

Φ(Σ, f, w) =
C

σ̄2
(Σzz −Σxx + ηΣh)

2

+2(1 + g)(f + g) cosh

(
κΣh
σ̄

)
−(1 + g)2 − (f + g)2 ≤ 0

(8)

where w denotes the shape parameter of the void (ratio

of its axes in the directions Oz and Ox, respectively),

C, η, g (the “second porosity”) and κ coefficients de-

pending on the internal parameters f and w, and Σh
some weighted average of Σxx and Σzz also depending

on f and w. The expressions and values of the various

coefficients are different for prolate and oblate voids:

– For prolate voids C is nearly unity, η is small and g is

nil; the criterion thus bears a strong resemblance to

that for a spherical void, equation (1), and appears

as a kind of interpolation between this criterion and

that for a cylindrical void, see Gurson [13].

– For oblate voids C may notably differ from unity,

and η and g are nonzero; therefore the resemblance

with Gurson’s criterion (1) is less marked. The main

novelty with respect to this criterion is the appear-

ance of the coefficient g, which plays the role of

a kind of additional porosity since it contributes

to the reduction of the reversibility domain. For a

1 An alternative limit-analysis based on velocity fields or-
thogonal to these spheroids was proposed by Garajeu et al.
[72].
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penny-shaped crack (completely flat void) this “sec-

ond porosity” equals that defined by a spherical void

with the same radius. For such a crack, the appear-

ance of such a quantity in the yield criterion is an

obvious necessity, since otherwise it would reduce to

that of von Mises, f being zero.

The GLD model involves extra internal parameters

with respect to that of Gurson, namely the shape pa-

rameter w of the voids and the orientation of these voids

(that is of their axis of rotational symmetry), for which

evolution parameters are needed.

An expression of ẇ based on partially analytical,

partially numerical limit-analysis, but also on rigor-

ous results for nonlinear composites derived by Ponte-

Castaneda [54], Willis [55] and Michel and Suquet [56]

from extensions of Hashin-Shtrikman’s theory to the

nonlinear case, was proposed by Gologanu et al. [22].

This expression notably accounted for the fact first evi-

denced by Budiansky et al. [74], and later confirmed by

many authors, that a spherical void subjected to some

axisymmetric loading with major axial stress (Σzz >

Σxx = Σyy) tends to become oblate, instead of pro-

late, at high triaxialities, in contradiction with what

one would intuitively expect and indeed occurs in an

elastic material.

With regard to the orientation of the axis of ro-

tational symmetry of the voids, Gologanu et al. [22]

simply assumed that the rate of rotation of this axis

was equal to the global rate of rotation of the material.

This meant neglecting the effect of the global strain

rate upon the rotation of the void, and represented an

oversimplification which has been justifiably criticized

and improved by Scheyvaerts et al. [75].

The GLD model has been used notably to develop

coalescence models, for the prediction of the evolution

in time of the inter-void distance in the various direc-

tions of space; this distance indeed plays an essential

role in such models. More details will be provided in

Section 4 below.

3.3.2 The Madou-Leblond model for ellipsoidal voids

The hypothesis made by Gologanu et al. [20–22] of

spheroidal voids raises difficulties in the application of

their model, because the three axes of the voids, even if

initially equal, almost always take distinct values upon

deformation; thus more or less dubious hypotheses must

be introduced to replace the real voids by some “equiv-

alent spheroidal voids” having only two distinct axes.

This was the motivation for Madou and Leblond’s [48–

51] extension of the GLD model to general ellipsoidal

voids having three distinct axes. Again, this extension

was done in several steps.

In a first step [48], Madou and Leblond extended

Gologanu et al.’s [20,21] approximate limit-analysis of

spheroidal cells containing confocal spheroidal voids to

ellipsoidal cells containing confocal ellipsoidal voids; to

do so, they used a family of velocity fields just discov-

ered by Leblond and Gologanu [76], extending those

used by Gologanu et al. [20,21], which satisfied condi-

tions of homogeneous strain rate on an arbitrary family

of confocal ellipsoids. In a second step [49], they refined

the limit-analysis, first for hydrostatic loadings by per-

forming numerical limit-analyses of the ellipsoidal hol-

low cells considered, second for deviatoric ones by using

Ponte-Castaneda’s [54], Willis’s [55] and Michel and Su-

quet’s [56] results for nonlinear composites mentioned

above. In a third step [50], they performed a large num-

ber of finite-element-based limit-analyses of ellipsoidal

hollow cells aimed at assessing the quality of the ap-

proximate yield criterion proposed. In a final paper [51],

they proposed evolution equations for the length and

orientation of the axes of the voids, by combining “elas-

tic evolution equations” proposed by Ponte-Castaneda

and Zaidman [23] and Kailasam and Ponte-Castaneda

[77] with heuristic “plastic corrections” determined nu-

merically.

Madou and Leblond [48,49] showed that with a num-

ber of approximations, one may derive, quite remark-

ably, a criterion of the same basic type as that in the

GLD model, equation (8):

Φ(Σ, f, w1, w2) =
Q(Σ)

σ̄2
+ 2(1 + g)(f + g) cosh

[
L(Σ)

σ̄

]
−(1 + g)2 − (f + g)2 ≤ 0

(9)

where w1 and w2 are the two shape parameters of the

void (ratios of two axes over the third one), Q(Σ) a

quadratic form of the components of the tensor Σ and

L(Σ) a linear form of its sole diagonal components.

The various coefficients involved here depend on f , w1

and w2; their expressions do not, in the spheroidal case,

exactly match those in the GLD model because the ap-

proximations used to derive them are slightly different,

but the predictions of the two models, in this specific

case, are nevertheless very close.

Just like the GLD model, Madou and Leblond’s

[48–51] model is supplemented with evolution equations

for the length and orientation of the axes of the void.

Madou and Leblond [51] have proposed to consider,

rather than these quantities separately, the quadratic

form P(u) characterizing the geometry of the ellipsoidal

void, defined by

P(u) =
(u.ex)2

a2
+

(u.ey)2

b2
+

(u.ez)
2

c2
(10)
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where u denotes an arbitrary vector, a, b, c the principal

semi-axes of the void and ex, ey, ez the corresponding

unit vectors. (The boundary of the void is defined by the

equation P (OM) = 1 where O denotes its center and

M the current point). At each instant, the semi-axes

and orientations of the void may be obtained through

elementary diagonalization of the 3× 3 symmetric ma-

trix of P (u), so that it suffices to specify the evolution

equation of this quadratic form instead of those of a, b,

c, ex, ey, ez individually; such an evolution equation is

much better adapted to the numerical implementation

of the model since it is free of singularities when two

axes becomes equal. Madou and Leblond [51] showed

that the evolution of the matrix P of the quadratic

form P (u) is governed by the equation

Ṗ + P. (Dv + Ωv) + (Dv + Ωv)
T
.P = 0, (11)

where Dv and Ωv denote the strain and rotation rate

tensors of the void. This reduced the problem to speci-

fying suitable expressions for Dv and Ωv.

Madou and Leblond [51] then proposed to adopt the

following heuristic extensions of Ponte-Castaneda and

Zaidman’s [23] and Kailasam and Ponte-Castaneda’s

[77] “elastic expressions” of Dv and Ωv:{
Dv = L.D

Ωv = Ω + R.D
(12)

where D and Ω are the global strain and rotation rate

tensors and L and R 4-th order “plastic localization

tensors”. The expressions of these tensors were related

to those of their elastic counterparts Le, Re defined by

Ponte-Castaneda and Zaidman [23] and Kailasam and

Ponte-Castaneda [77], through multiplication of some

of their components by some heuristic correction fac-

tors, obtained through a large number of finite element

simulations of ellipsoidal hollow cells.

The novelties brought by Madou and Leblond’s [48–

51] model with respect to that of Gurson [13] will now

be illustrated by displaying the predictions it makes

for the evolution of the overall stress, the porosity, the

orientation of the void’s axes and the length of these

axes, in a few simple, typical cases. These cases have

been considered in some micromechanical finite element

simulations of Nielsen et al. [40], which are independent

of any homogenized model and may therefore be used

as references to assess the quality of the model predic-

tions. These simulations consider initially parallelepi-

pedic elementary cells containing an initially spherical

void (Fig. 1). A zero orthogonal displacement is im-

posed on the faces X3 = ±C0 (plane strain condition),

whereas rigorous periodic conditions are enforced on the

faces X1 = ±A0, and uniform displacements U1 and U2

are imposed on the face X2 = B0, the face X2 = −B0

being clamped (these conditions are almost equivalent

to periodic ones if B0 is large enough). The ratio U2/U1

is adjusted at every step of the calculation so as to en-

sure a constant value of the ratio κ = Σ22/Σ12 charac-

terizing the importance of the overall shear stress. Pos-

sible contact between the void faces is accounted for

through some classical penalty method. The material

obeys a von Mises criterion with isotropic hardening;

the material data are provided in Nielsen et al. [40].

2A0

2C0

2B0

2R0

e2

e1
e3

(a) Paramètres géomé-(a) Initial configuration

U1

U2

e2

e1

θ

(b) Déformée
(b) Deformed configuration

Fig. 1: Elementary cell considered by Nielsen et al. [40]

The predictions of Madou and Leblond’s [48–51]

model are obtained by considering the entire cell as a

single element obeying this model, and calculating the

response of this element using the finite element pro-

gramme SYSTUS developed by ESI-Group. Figure 2,

borrowed from Morin’s thesis [78], compares the pre-

dictions of Madou and Leblond’s model (ML) with the

numerical results of Nielsen et al. [40] (Num), for the

normalized overall shear stress Σ12/σ0 (σ0 = initial

yield stress) and the normalized porosity f/f0 (f0 = ini-

tial porosity). These quantities are plotted versus the

“shear angle” defined as Ψ ≡ arctan[U1/(2B0 + U2)].

The agreement between numerical and theoretical re-

sults is especially good for the shear stress (Fig. 1a).

This agreement is no great wonder before the sharp

decrease of the stress due to coalescence because the

influence of damage is small then; but it is much more

significant at and after the onset of this decrease, since

it means that the model is able to correctly repro-

duce coalescence induced by damage due to void shape

changes under conditions of low triaxiality, which Gur-

son’s [13] model would completely fail to do. (Coales-

cence is accounted for using Tvergaard and Needle-

man’s [18] heuristic suggestion, which introduces two
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adjustable parameters; but doing so in the context of

Gurson’s model would not suffice to induce a significant

stress drop, in the absence of significant void growth).

For the normalized porosity (Fig. 1b), the reproduction

of the numerical results by the model is also quite good.

Again, the predictions of Gurson’s [13] model would not

be so good; for κ = 0.25 for instance, it would predict

an increase of the porosity because of the slightly posi-

tive triaxiality, in contrast to the numerical results.
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(a) Shear stress
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(b) Normalized porosity

Fig. 2: Comparison of the predictions of Madou and

Leblond’s [48–51] model with the numerical results of

Nielsen et al. [40]

Figure 3, again borrowed from Morin’s thesis [78],

compares numerical results and model predictions for

the void orientation characterized by the angle θ defined

in Fig. 1b, and the normalized axes Ri/R0 (R0 = radius

of the initially spherical void). All features are accept-

ably reproduced by the model.2 Also, the markedly dif-

2 There is a slight gap between numerical and theoretical
results for the orientation angle θ; but this gap is present
from the very start of the loading (and not compensated af-
terwards), which indicates that it may be due to the difficulty,

ferent evolutions of the void’s axes illustrate the impos-

sibility, in such a case, of using the GLD model based

on the assumption of equality of two axes.
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(a) Void orientation
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(b) Normalized void axes (κ = 0.25)

Fig. 3: Comparison of the predictions of Madou and

Leblond’s [48–51] model with the numerical results of

Nielsen et al. [40]

A final remark on the approach of ductile fracture

based on limit-analysis of elementary hollow cells initi-

ated by Gurson [12,13], resulting from what precedes, is

that it has in time borrowed more and more results from

the parallel approach developed by Ponte-Castaneda

and coworkers, based on the pioneering works of Ponte-

Castaneda [54], Willis [55] and Michel and Suquet [56].

Indeed Gurson’s [13] work had no connection whatso-

ever with this (then inexistent) parallel approach, but

Gologanu et al. [22] employed it to refine their evolution

equation for the shape parameter of a spheroidal void,

and Madou et al. [49,51] used it twice, first to refine

their criterion in the case of predominantly deviatoric

when examining the numerical results, of defining an orienta-
tion angle for an almost spherical, but not strictly ellipsoidal
cavity.
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loadings, second as a basis for the development of evo-

lution equations for the length and orientation of the

void axes.

3.3.3 The models of Ponte-Castaneda and coworkers

As mentioned above, the models developed by Ponte-

Castaneda and coworkers find their origin in extensions

of Hashin-Shtrikman’s well-known homogenization the-

ory of random elastic composites to nonlinear behav-

iors, developed independently in the early 1990’s by

Ponte-Castaneda [54], Willis [55] and Michel and Su-

quet [56]. They all rely on a procedure of “comparison”

of the real, nonlinear composite with some “reference”

linear composite, the number of phases and properties

of which may be chosen at will (with some constraints)

and optimized, the difficulty being of course that the

more complex the reference composite, the harder the

resulting calculations. The models proposed have been

developed in a number of papers, the most important

of which (in the authors’ opinion) are mentioned below:

– Ponte-Castaneda and Zaidman [23]’s model first made

a relatively simple use of Ponte-Castaneda’s [54],

Willis’s [55] and Michel and Suquet’s [56] results, to

extend a rigorous elastic bound of Willis [79] for ma-

terials having an overall “ellipsoidal symmetry” (ex-

tension of the classical spherical symmetry) to non-

linear, plastic or viscoplastic materials. The model

was completed by Kailasam and Ponte-Castaneda

[77] by defining evolution equations for the length

and orientation of the void axes.

The predictions of this early model were quite ac-

curate for low triaxialities, but for high ones the

stresses were considerably overestimated. One possi-

ble qualitative explanation of these phenomena lies

in the range of variation of the local strains, and

therefore of the “secant moduli” (ratios of the local

stresses over the local strains), depending on the

overall stress state. Indeed it is probable that the

comparison with some reference linear material is

quite relevant if the spatial fluctuations of the secant

moduli are moderate, but less so when they become

large. Now the fluctuations of the local strains dic-

tating those of the secant moduli are moderate for

essentially deviatoric loadings, but not so for essen-

tially hydrostatic ones because the expansion of the

voids generates high strains in their vicinity. This

suggests that the comparison with some reference

linear material must become less and less pertinent

when the triaxiality increases.

– In order to remedy this deficiency of the linear com-

parison procedure, Ponte-Castaneda [59] devised a

“second-order” method which was applied by Danas

and Ponte-Castaneda [57,58] to the case of porous,

plastic or viscoplastic materials. The definition of

the new model involved an ad hoc scheme of interpo-

lation and extrapolation aimed at enforcing the ex-

act coincidence of its predictions with those of Gur-

son’s model in the case of spherical/cylindrical voids

subjected to hydrostatic overall stress states. This

meant dropping to some extent the linear compari-

son procedure and borrowing instead elements from

the alternative Gurson-type approach. The result

was a considerable improvement of the model pre-

dictions for high triaxialities with respect to Ponte-

Castaneda and Zaidman [23]’s model. The rigorous

“bounding properties” of the model were however

lost in the process.

– Very recently, Agoras and Ponte-Castaneda [60,61]

used an “iterative procedure” just devised by Ponte-

Castaneda [62] to generate another model free of the

deficiencies of that of Ponte-Castaneda and Zaid-

man [23] at high triaxialities. The predictions of

this model for purely hydrostatic loadings exactly

coincided with the exact results known for a Hashin

assembly of homothetical hollow spheres on the one

hand, and for the so-called “infinite-rank sequen-

tially laminated microstructures” defined and stud-

ied by Idiart [80,81] on the other hand. The remark-

able point in this new improved model was that it

was obtained without any ad hoc adjustment. How-

ever it was not clear whether the model did or did

not possess rigorous bounding properties applicable

in general; these bounding properties were estab-

lished only for the two special microstructures just

mentioned, the second of which is of little practical

relevance since the hypothesis of an infinite sequence

of separations of scales it makes can obviously never

be met.

It may be noted that Danas and Ponte-Castaneda’s

[57,58] borrowing of elements of the approach based

on limit-analysis of elementary cells symetrically re-

produces what Madou and Leblond [49,51] did when

defining their own model, see Section 3.3.2 above. A

certain degree of convergence of the two approaches in

recent years is therefore evident. Whether this conver-

gence will ever be complete and the two approaches

merge into a single one remains uncertain at present.

3.4 Models incorporating plastic anisotropy

Plastic anisotropy has most often, up to now, been ac-

counted for by assuming the sound material to obey

Hill’s [25] orthotropic criterion. (A few works dealing
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with porous crystal plasticity will not be commented

here).

3.4.1 Benzerga and Besson’s model for spherical voids

Benzerga and Besson [24] were apparently the first to

consider spherical voids embedded in a Hill matrix.

Their approach was based on an extension of Gurson’s

[13] limit-analysis of a hollow sphere made of von Mises

material to the case of a Hill material. The criterion

they obtained reads

Φ(Σ, f) =
Σ2
eq

σ̄2
+ 2f cosh

(
κΣm
σ̄

)
− 1− f2 ≤ 0 (13)

where κ is a coefficient depending on those defining

Hill’s local criterion.

There are two differences here with respect to Gur-

son’s criterion (1) applicable to a von Mises matrix.

First, the “equivalent stress” Σeq in equation (13) must

be understood in the sense of Hill instead of that of von

Mises (as is obviously required for the criterion to re-

duce to that of Hill for a zero porosity f). Second, the

coefficient κ is not necessarily equal to 3/2.

It must be noted however that the stress Σm in-

volved in the “cosh”, which governs void growth, is ex-

actly the same as in Gurson’s criterion (1). This no-

tably implies, via the normality property of the plastic

flow rule, that the growth of the voids under hydro-

static loading is predicted to be identical in all direc-

tions of space, which means that the preferential growth

in certain directions induced by plastic anisotropy is ne-

glected. This arises from the fact that the trial velocity

fields used by Benzerga and Besson [24] were exactly

identical to those of Gurson [13] for a von Mises ma-

trix, and thus disregarded any influence of anisotropy

upon the solution velocity field. It is not immediately

clear why such a procedure should be reasonable.

In spite of this, several numerical assessments of

Benzerga and Besson’s [24] criterion (13) (see notably

[82]) have evidenced its accuracy, even for purely hydro-

static overall stress states. The probable explanation of

this seemingly puzzling success lies in the variational

characterization of the overall plastic dissipation and

yield locus. Since the overall dissipation is the minimum

of the average value of the corresponding local quantity

over the space of incompressible and kinematically ad-

missible velocity fields, it is stationary in the vicinity

of the solution field. This means that rather large vari-

ations of the trial field around the solution field must

result in much smaller variations of the overall plastic

dissipation and the resulting approximate yield locus,

and are therefore tolerable. This remark has played an

important role in the development of more refined mod-

els summarized below.

3.4.2 Models for spheroidal voids

Similar extensions of the GLD model for spheroidal

voids in von Mises matrices to Hill matrices were pro-

posed by Monchiet et al. [46,47] using Gologanu et al.’s

[20,20] velocity fields adapted to this geometry, and

Keralavarma and Benzerga [26,27] using Gologanu et

al.’s [22] richer fields. The criteria they obtained were

formally analogous to Madou and Leblond’s [48–51] cri-

terion (9) for ellipsoidal voids embedded in a von Mises

matrix, albeit with different coefficients. Again, numer-

ical assessment of both Monchiet et al.’s [46,47] and

Keralavarma and Benzerga’s [26,27] criteria evidenced

the quality of their predictions in spite, again, of the

use of Gologanu et al.’s [20,20,22] basically “isotropic”

velocity fields.

3.4.3 The Morin-Leblond-Kondo model for ellipsoidal

voids

The model developed very recently by Morin et al.

[83] seems to represent an ultimate point in the ap-

proach of ductile fracture initiated by Gurson, in that

it considers general ellipsoidal voids embedded in some

anisotropic Hill matrix, without even assuming coinci-

dence of the principal axes of the voids and those of the

material. Using the remark made above about the good

results obtained by using “isotropic” velocity fields even

for anisotropic matrices, not only for spherical voids

(see Section 3.4.1) but also spheroidal ones (see Sec-

tion 3.4.2), Morin et al. [83] applied Leblond and Golo-

ganu’s [76] “isotropic” velocity fields, adapted to the

general ellipsoidal case, to a Hill material, thus extend-

ing Madou and Leblond’s [48–51] work for a von Mises

material. The criterion they got was formally analogous

to that of Madou and Leblond, equation (9), with dif-

ferent coefficients.

In order to get explicit expressions of all of these for

all possible values of the parameters of Hill’s criterion, it

revealed necessary to introduce an assumption of small

anisotropy and perform a first-order expansion in the

deviation of these parameters from their “isotropic” val-

ues. In spite of this approximation, Morin’s [78] very

recent numerical assessment of Morin et al.’s [83] crite-

rion seems to evidence the accuracy of its predictions,

even for moderate, not-so-small anisotropies.

3.5 Second gradient extension of Gurson’s model

One common feature of all models mentioned above

is that, because they incorporate the softening arising

from void growth, they predict a potentially unlimited
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localization of damage and strain, which generates vari-

ous problems of both mathematical nature (occurrence

of bifurcations with an infinite number of bifurcated

branches, making their choice impossible) and numer-

ical nature (mesh sensitivity in finite element calcula-

tions). The problem is general in softening models. It

invariably results from the fact that such models are

basically of “homogenized” nature, so that they cease

to be applicable at the smaller and smaller scales over

which the strain ultimately concentrates.3

Although other solutions are possible (see for in-

stance Leblond et al.’s [84] proposal to heuristically

consider the porosity as a nonlocal variable, the rate

of which is given by some convolution integral), a sat-

isfying, although admittedly complex, solution to this

problem was proposed some years ago by Gologanu et

al. [22]. Instead of adopting a purely phenomenologi-

cal approach, Gologanu et al. [22] proposed to extend

Gurson’s [13] limit-analysis of a hollow sphere made of

von Mises material and subjected to Mandel’s [52] and

Hill’s [53] conditions of homogeneous boundary strain

rate, to conditions of inhomogeneous boundary strain

rate; this meant replacing the linear dependence of the

velocity on the elementary cell’s boundary upon coor-

dinates, by a quadratic dependence. Although such a

dependence is still approximate4, its aim is to account

for possible quick variations of the macroscopic stress

and strain rate fields over distances comparable to the

size of the cell (that is to the void spacing), precluded

by the more usual linear dependence.

In a first step, Gologanu et al. [22] laid foundations

of the model by evaluating the overall virtual powers of

forces resulting from the boundary conditions adopted.

The main result was that the following expression of

the density P∗i of the overall virtual power of internal

forces:

P∗i = −
∫
Ω

(Σ : D∗ + M
...∇D∗) dΩ. (14)

In this expression Ω denotes the body considered; Σ

and D∗ are the overall stress and virtual strain rate

tensors (average values of the corresponding local quan-

tities σ and d∗ over the representative cell); M is the

third-rank overall moment tensor, defined as the first-

order moment of the tensor σ (average value of the ten-

sor σ ⊗ x) over the cell; and ∇D∗ is the macroscopic

3 That softening models have their roots in homogenization
is very often only implicit, but in the case of Gurson-type
models quite clear and explicit.
4 This means that the homogenization procedure based on

such boundary conditions intrinsically remains a model, in
contrast with other procedures using rigorous, for instance
periodic, boundary conditions.

gradient of the tensor D∗. The equilibrium equations

corresponding to this expression of P∗i read

Σij,j −Mijk,jk = 0 in Ω. (15)

Equations (14) and (15) make it clear that what is ob-

tained here is a second-gradient theory. Note that since

the local material behavior is described by the stan-

dard first-gradient theory of von Mises, this is a result

of the sole homogenization process, and more specifi-

cally of the assumption of a velocity varying quadrati-

cally, instead of linearly, with coordinates on the cell’s

boundary.

In a second step, Gologanu et al. [22] extended Gur-

son’s [13] limit-analysis of a hollow sphere by consider-

ing extra velocity fields statisfying the extended bound-

ary conditions considered. The output was an overall

criterion of the form

Φ(Σ,M, f) =
1

σ̄2

(
Σ2
eq +

Q2

b2

)
+2f cosh

(
3Σm
2σ̄

)
− 1− f2 ≤ 0

(16)

where Q2 denotes some quadratic form of the compo-

nents of the moment tensor M, and b the radius of

the sphere; this quantity physically represents the mean

half-distance between neighboring voids and plays the

role of some “microstructural distance” in the model.

Equations (15) and (16) permit to qualitatively un-

derstand why the appearance of the moment tensor M

in the model leads to some limitation of the localization

of strain and damage. Indeed the equilibrium equations

(15) imply that ∇Σ behaves like ∇∇M, so that Σ be-

haves like ∇M. Now assume that the damage tends

to indefinitely localize in time. Then M varies from

0 (in the completely damaged zone) to some nonzero

value (in the sound zone) over a distance which gradu-

ally goes to zero; it follows that its gradient ∇M, and

therefore the stress tensor Σ by what precedes, go to

infinity. But this is impossible since the criterion (16)

limits the components of the latter tensor. Hence the

damage cannot indefinitely localize; of course in prac-

tice the size of the damaged zone will be comparable to

the microstructural distance b.

The development of any second-gradient model, if

it is to be of any practical use, must necessarily be ac-

companied by a discussion of its implementation into

some finite element code; indeed such an implementa-

tion is indispensable for the study of virtually all prac-

tically significant problems, and much less straightfor-

ward than that of first-gradient models. The main dif-

ficulty lies in the necessary evaluation of spatial deriva-

tives of the strains, that is of the second derivatives of

the displacements.
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Enakoutsa and Leblond [85] implemented Gologanu

et al.’s second-gradient model, following their sugges-

tion, by (i) introducing new nodal degrees of freedom

(DOF) aimed at representing the strains; (ii) calculat-

ing the derivatives of the strains by using these new

DOF in conjunction with the first derivatives of the

shape functions; and (iii) enforcing the approximate

coincidence of the new DOF and the strains through

some penalty method. The drawbacks of such an ap-

proach were an awkwardly large number of DOF per

node, especially in 3D, and the difficulty of choosing a

“good” value for the penalty coefficient, which had to

be sufficiently large to be effective, but not too much in

order not to generate an ill-conditioned tangent matrix.

In view of these difficulties, Bergheau et al. [86]

proposed, in order to calculate the derivatives of the

strains, to retain the introduction of new nodal DOF

representing strains, but discard Enakoutsa and Leblond’s

[85] penalty method, and instead write the equality

of these DOF and the strains in a weak sense. The

left-hand side of the vectorial relation connecting the

new DOF to the nodal displacements then involves a

“mass matrix” analogous to that encountered in dy-

namic problems, which Bergheau et al. [86] proposed to

lump and invert straightforwardly, so as to express the

new DOF explicitly in terms of the displacements and

finally eliminate them. In this way the unknowns are

reduced to the sole displacements, like for a standard

first-gradient model, and the risk of an ill-conditioned

tangent matrix is eliminated.5

An additional advantage of Bergheau et al.’s [86]
implementation of Gologanu et al.’s [22] model is that

unlike most implementations of second-gradient mod-

els and especially that of Enakoutsa and Leblond [85],

it permits to easily mix elements obeying first- and

second-gradient models, since the nodal DOF of the

two types of models are identical. An example of such

a mix will be provided in Section 7 below. Its practical

interest is to reduce the length and cost of calculations

by using the second-gradient model only in those zones

of the structure where it is really needed, that is where

damage develops significantly.

5 The price to pay is, unfortunately, a larger bandwidth of
the stiffness matrix than for a first-gradient model, because
this matrix does not only “connect” first-neighbor nodes (con-
tained in the same element), but also “second-neighbor” ones
(having a common first neighbor).

4 Void coalescence - Amine

5 Localization - Alan

6 Crack growth - Alan

7 Applications

7.1 GTN analyses for welded joints - Viggo

In a number of different analyses the ductile fracture

models have been applied to study the failure evolution

in welded joints. The examples to be considered here

will focus on fusion welded specimens, on friction stir

welding and on resistance welding, in particular spot-

welded specimens.

7.1.1 Charpy testing of fusion welded specimens

The Charpy V-notch test is a standard procedure for

characterizing the ductile-to-brittle transition in steels,

as has been discussed in [87,88]. The use of a microme-

chanically based material model to analyze the failure

mode transition in the Charpy test has been proposed

in [89,90]. In these studies the GTN model has been

used to represent ductile fracture by void growth to co-

alescence, and this is combined with a model for cleav-

age failure in grains, which represents the brittle mode

of failure. Several investigations of cleavage fracture in

body-centered-cubic metals have shown that a constant

critical stress is a realistic criterion for slip induced

cleavage failure in the low temperature range, and it

has been assumed in [89,90] that such a constant criti-

cal value σc is a sufficiently good criterion in the whole

range of temperatures. Then the temperature depen-

dence of the failure mode results from the fact that at

lower temperatures the initial yield stress is higher, so

that it is more likely to reach the critical stress σc for

cleavage before the amount of plastic yielding is suf-

ficient to develop ductile fracture. The effect of a high

loading rate on fracture results from the material strain-

rate sensitivity, accounted for by a visco-plastic GTN

model, which makes it more likely to reach the criti-

cal stress σc before void coalescence when the Charpy

specimen is subjected to an impact load.

This combination of material models has been ap-

plied to Charpy specimens for welded joints, first as a

plane strain analysis [91] and subsequently as full 3D

analyses [92]. In fusion welding new weld material is

melted into the joint and on each side of the weld the

base material is separated from the weld material by a

narrow heat affected zone (HAZ). Usually the material

properties are different in these three material zones

along the fusion line. In particular the HAZ material
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tends to have a higher initial yield stress, which makes

it more likely that the cleavage stress σc will be reached

before ductile fracture, and this more brittle response

of the HAZ material is a characteristic feature of the

mechanical properties of welds.

To test the weld, Charpy specimens are cut out so

that they are perpendicular to the weld and parallel to

the surface of the welded piece. The specimen can be

cut at various depths below the surface of the welded

piece, and the notched face of the Charpy specimen is

chosen to be either parallel to the surface of the welded

piece or perpendicular to this surface. In the first type

of specimen Fig. A illustrates how the V-notch is off-

set by the distance x2c from the centre of the weld to

test the notch-sensitivity of each of the three materi-

als in the weld zone. This geometry can be reasonably

well approximated by a plane strain analysis [91] and

is also analysed in full 3D [92]. Both the 2D and 3D

analyses show that the most critical situation, i.e. the

lowest work of fracture corresponding the most brittle

response, occurs when the specimen is cut such that the

region slightly below the notch falls inside the HAZ.

Figs. Bb and Bc show two situations where the notched

face of the Charpy specimen is perpendicular to the

surface of the welded piece. Clearly these situations are

fully three dimensional and cannot be approximated by

a planar analysis. Wherever the notch is located inside

weld zone some of the material slightly below the notch

is inside the HAZ, but still the absorbed energy varies

with the location of the notch, as illustrated in Fig. C.

The stress state is more constrained in the centre of the

specimen than near the free sides, so the stresses tend to

be higher near the centre, where brittle fracture might

initiate in the HAZ below the notch.

Fig. A. (a) In-plane geometry of the Charpy speci-

men. (b) Geometry of the fusion-weld. (From [92]). This

is Fig. 1 in [92]

Fig. B. Examples of weld configurations analyzed,

(1) is the base material, (2) is the weld material, (3)

is HAZ. (a) x2c = 6.5 mm, (b) x2c = 4 mm (rotated

90 deg.), (c) x2c = 7 mm (rotated 90 deg.).(From [92]).

This is Fig. 2 in [92]

Fig. C. Work to fracture vs. the distance x2c from

the centre of the weld to the notch (rotated 90 deg.).

(From [92]). This is Fig. 12 in [92]

7.1.2 Failure in friction stir welded joints

Friction stir welding is a relatively new solid state pro-

cess for joining a variety of different materials. The basis

of the process is a spinning tool consisting of a pin and

a shoulder plate which is lowered into the weldline be-

tween two metal sheets until the shoulders are pressed

in contact with the sheets to be welded. When the spin-

ning tool is moved forward along the weldline a joint

is created due to friction heating and extensive defor-

mation of the material in the stir zone. The heat and

deformation created between the shoulder plate and the

material to be welded, results in a difference in the mi-

crostructure and thereby the mechanical properties be-

tween the top and bottom of the weld.

Ductile fracture in a friction stir welded aluminium

plate has been analyzed in [93,94]. This has been done

by studying tensile test specimens cut out of the plate

perpendicular to the weld, and it is found that the dam-

age development and the position of the final fracture

are strongly affected by variations in the yield stress

profile transverse to the weldline. Fig. 4 shows typical

variations of the yield stress near the weld, normalized

by the yield stress of the base material. The three curves

shown in Fig. 4(b) give the yield stress variation at the

bottom of the weld (x2 = 0) and at the middle and the

top. As is seen in Fig. 4 the central part of the weld is

called the nugget zone (NG), while the edge parts with

lowest yield stress are called the thermo-mechanically

affected zones (TMAZ). The rotating weld tool moving

along the weldline will tend to give a difference between

the advancing and the retreating sides of the weld, but

in [93,94] the resulting slight non-symmetry of the yield

stress profiles has been neglected, thus assuming the

symmetric distributions shown in Fig. 4. Also the power

hardening exponent is assumed to vary with the yield

stress, by using an empirical relationship. The volume

fraction of void nucleating particles is assumed to be

the same throughout the welded plate.

The analyses in [93] are based on the viscoplastic

version of the GTN model, assuming that voids nucle-

ate according to a plastic strain controlled rule, and

that fracture occurs when the voids have grown to coa-

lescence. In [94] the same constitutive model is used

for some computations, but here the predictions are

compared with results of the modified material model

proposed in [44]. In this model an extra damage term

has been introduced to be able to predict failure at

low stress triaxiality. This modification is purely phe-

nomenological, so that the damage parameter f may

not be considered as a void volume fraction when [44]

has been applied. The amplitude of the extra damage

term is denoted kω, if this amplitude is zero the GTN

model is applied, while if kω > 0 the modified material

model is applied.

Fig. 5 shows load vs. axial strain curves both for

plane strain calculations and for full 3D calculations, in

cases where σ
(TMAZ)
y /σ

(b)
y = 0.8 and σ

(NG)
y /σ

(b)
y = 1.0.

In the 2D analyses ductile failure is predicted noticeably

later by the GTN model than by the modified model,
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because here a rather dominant localized shearing de-

velops in the TMAZ region where the initial yield stress

is lower. The difference is smaller in the 3D analyses.

Contours of the damage f are shown in Fig. 6 for

the material properties also considered in Fig. 5 (with

kω = 3), but for a wider 3D specimen than those consid-

ered in Fig. 5 (the figure shows the full plate thickness

but only half of the width, due to symmetry). At the

first stage the localized shearing in the TMAZ region

is clearly visible by the concentrated damage, while in

the later stage a broad through-thickness shear region

has developed from the centre of the weld part of the

specimen.

Fig. 4: Characteristic yield stress variation transverse

to the weldline for friction stir welded aluminium alloy;

(a) yield stress in weld cross-section; (b) modelled yield

stress profile at the top, bottom and middle of the weld

cross-section (from [94])

7.1.3 Resistance spot welded specimens

Resistance spot welding is a well known method for

joining a variety of thin sheet metals. One of the meth-

ods used for testing the strength of spot welds is a ten-

sile test for a shear-lab specimen, where two plate strips

are welded together by a single spot weld. The failure of

such a shear-lab test made of DP600-steel has been an-

alyzed in [95], using the GTN model. Vickers hardness

measurements on the cross-section of welds have been

Fig. 5: Load vs. axial strain curves for friction stir

welded specimens (from [94])

Fig. 6: Damage development, f , in a wide test specimen,

w0 = 4b0; (a) at ε = 0.1648; (b) at ε = 0.2139 (kω = 3)

(from [94])

used in an experimental investigation to measure the

distribution of the initial yield stress. Around the circu-

lar weld there is a weld nugget, approximately shaped as

an ellipsoid, which has significantly higher yield stress

than that in the base material.

In [96] the ductile fracture of shear-lab specimens

has been analyzed by the GTN model as well as by the
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modified model from [44]. Fig. 7 shows the two types

of failure modes that are predicted by the ductile frac-

ture analyses, and also found in experiments. Results

of a numerical solution obtained by the GTN model

(kω = 0) are shown in Fig. 8, presented as variations

of field variables in the central cross-section along the

specimen. As is seen from Fig. 7(a), this situation where

plug failure is developing is highly nonlinear and three

dimensional, not only in terms of large strains but also

the weld nugget undergoes large rotations and the ma-

terial beside the weld nugget deforms in ways very dif-

ferent from that in the nugget. As seen in Fig. 8 there is

practically no straining and no void growth inside the

weld nugget, where the yield stress is higher, and fail-

ure is growing in the softer material beside the nugget,

which is going to develop into the shear failure that will

separate the nugget from the rest of the specimen, as is

characteristic for plug failure.

Fig. 9 shows curves of tensile force vs. end displace-

ment as predicted by four different material models,

where D is the GTN model, and A the modified model

from [44]. Models B and C are versions of A, where

the extra damage term is only activated in intervals

of low stress triaxiality T , in the vicinity of T = 0.

The curve for model D corresponds to the computation

also illustrated in Fig. 8. Since the stress triaxialities

in Fig. 8(b) are rather low, this is in the range where

the extra damage term introduced in [44] is expected

to play a noticeable role, and therefore it is not surpris-

ing that material A predicts failure a great deal earlier

than material D. It is noted that in [97] computations

like those in Fig. 9 have also been carried out for the

GLD model, thus accounting for the effect of void shape

changes, and these computations have predicted later

failure than that for model D in Fig. 9.

The computations illustrated in Figs. 8 and 9 are

carried out for a specimen with weld radius a = 4 mm,

specimen width 2w = 25 mm, and sheet thickness t =

1.5 mm. In [96] computations have also been carried out

for a lower weld radius, a = 1.5 mm, on the same shear-

lab specimen. Here the area of the weld is so small that

the force needed to shear off the weld nugget is not

sufficient to bend the plates in the shear-lab specimen

near the weld and therefore the interfacial failure mode

occurs as illustrated in Fig. 7(b). The material in the

weld nugget undergoes essentially simple shear with the

stress triaxiality T = 0, and as expected model D (the

GTN model) predicts no failure, as there is no void

growth, while model A predicts failure at an end dis-

placement and a tensile force much smaller than found

in Fig. 9.

Fig. 7: Examples of modelled shear-lab specimens; (a)

the plug failure mode; (b) the interfacial failure mode

(from [96])

Fig. 8: Plug failure of single spot welded shear-lab spec-

imen with weld radius a = 4 mm, specimen width

2w = 25 mm, and sheet thickness t = 1.5 mm - for

model D (kω = 0); (a) void volume fraction f ; (b)

stress triaxiality T ; (c) microscopic plastic strain εpM
(from [96])

7.2 Simulations of Dunand and Mohr’s experiments on

“butterfly” specimens - Jean-Baptiste

Dunand and Mohr [98,99] have recently developed a

technique for experimental study of thin structures.

The optimized “butterfly” specimens this technique is

based on are basically plates, the central region of which

is made thinner in order to concentrate the strain and

control the location of the crack. These specimens are

subjected to combined tension and shear; the loading

may be proportional or non-proportional, and vary be-

tween the extremes of tension in transverse plane strain

and pure shear. Details may be found in Dunand and

Mohr [98,99].

In the experiments considered hereafter, the ratio

FV /FH of the vertical (tensile) to horizontal (shear)

forces is kept constant. Four values of the angle β ≡
arctan(FV /FH) are considered, β = 90◦ (tension in
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Fig. 9: Modelled tensile curves for single spot welded

shear-lab specimen with weld radius a = 4 mm, spec-

imen width 2w = 25 mm, and sheet thickness t =

1.5 mm - in all cases ductile plug failure was predicted

(from [96])

transverse plane strain), 63◦, 25◦ and 0◦ (pure shear).

For each experiment, two load-displacement curves are

recorded: vertical force versus vertical displacement and

horizontal force versus horizontal displacement. Pho-

tographs of the fractured specimens are also taken. The

material used is a high resistance TRIP780 steel. Again,

details are provided in Dunand and Mohr [98,99].

The simulations are performed using the ABAQUS

finite element programme. The 3D mesh consists of

71986 trilinear, selectively subintegrated (C3D8) ele-

ments and 82479 nodes. Controlled displacements are

imposed on the lower and upper surfaces of the spec-

imen. The model used is that of Madou and Leblond

[48–51] accounting for void shape effects, well adapted

to conditions of low triaxiality, see Section 3.3.2 above.

Coalescence of voids is accounted for in the heuristic

manner suggested by Tvergaard and Needleman’s [18].

The main uncertainties in the simulations arise from

the fact that void nucleation is disregarded; this phe-

nomenon is known to be important in the type of steel

considered although the relevant parameters are not

known precisely.

Figure 10 shows the experimental (Exp) and com-

puted (ML) load-displacement curves for various val-

ues of the angle β defined above. (The case β = 0◦ is

disregarded in Fig. 10a because the vertical force and

displacement are zero then, and the case β = 90◦ is sim-

ilarly disregarded in Fig. 10b). All experimental curves

are acceptably reproduced. (The agreement could be

improved by accounting for the plastic anisotropy of

the material through use of Morin et al.’s [83] model,

see Section 3.4.3). The most remarkable point here is

the reproduction of the experimental final instability:

the computed load-displacement curve becomes more

or less suddenly vertical, and the elastoplastic iterations

cease to converge. This occurs even for very low triaxi-

alities (β = 0◦ or 25◦), because of the damage induced

by void shape changes. The prediction of this type of

damage is a typical feature of Madou and Leblond’s

[48–51] model - simulations performed with the GTN

model not accounting for void shape effects have been

performed and checked to fail to reproduce, for low tri-

axialities, the final experimental instability.
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Fig. 10: Butterfly specimen - Vertical force vs. verti-

cal displacement and horizontal force vs. horizontal dis-

placement
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Figure 11 compares, in the case β = 25◦, the pho-

tograph of the fractured specimen and the distribution

of the maximum principal strain computed at the last

available instant (just prior to the instability), on the

deformed configuration (without any amplification of

the displacements). The location of the yellow and red

region where the computed maximum principal strain

takes its highest values coincides quite well with that

of the experimentally observed crack. More, the black

circle of Fig. 11a, which marks the experimental point

of initiation of the crack, lies precisely within the red

zone of Fig. 11b where the strain is maximum.

(a) Fractured specimen

(b) Distribution of maximal principal strain

Fig. 11: Butterfly specimen - Photograph of the frac-

tured specimen and computed distribution of the max-

imum principal strain

Numerical simulations of these experiments have also

been successfully performed by Dunand and Mohr [98]

using Gurson’s [13] model with Nahshon and Hutchin-

son’s [44] heuristic modification of the evolution equa-

tion of the porosity, see Section 3.2.2. The simulations

just presented show that use of Madou and Leblond’s

[48–51] model accounting for void shape effects repre-

sents a viable alternative, more rigorous albeit more

complex, way of reproducing Dunand and Mohr’s [98,

99] experiments.

7.3 Two applications of Gologanu et al.’s

second-gradient extension of Gurson’s model -

Jean-Baptiste

The predictions of Gologanu et al.’s [22] second gra-

dient extension of Gurson’s [13] model, aimed at solv-

ing the problem of unlimited localization of strain and

damage, see Section 3.5, will now be illustrated through

two numerical examples due to Bergheau et al. [86]. All

computations described in this section have been per-

formed using the SYSTUS finite element programme

developed by ESI-Group.

The first example pertains to the 2D axisymmetric

simulation of a fracture test performed on a pre-notched

and precracked TA30 specimen (TA = Tensile Axisym-

metric, 30 = diameter in mm). The geometry and one of

its discretizations are represented in Fig. 12. Advantage

is taken of symmetry about the horizontal mid-plane to

model only the upper half of the specimen, and the axis

of rotational symmetry coincides with the left boundary

of the mesh; note the triangular notch at the lower-right

corner, from which the horizontal fatigue pre-crack (in-

visible in the figure) originates. Two meshes are in fact

used, so as to permit a study of the mesh sensitivity of

the results; they differ through the size of the square el-

ements used in the region of the propagating crack, 0.3

mm and 0.1 mm, the mesh represented in Fig. 12 cor-

responding to the former value. The specimen is made

of A 508 Class 3 steel (used in nuclear components);

the material parameters are provided in Bergheau et

al. [86]. In particular, various values of Tvergaard and

Needleman’s [18] heuristic parameters of coalescence fc
(“critical porosity” at the onset of coalescence) and δ

(“accelerating factor”) are used, and the value of the

“microstructural distance” b (see Section 3.5) is 0.55

mm.

Figure 13 compares the experimental load-displacement

curve (in dark blue) to various numerical ones:

– The yellow and green curves have been obtained

with the same coalescence parameters, fc = 0.08

and δ = 4 but the two meshes having element sizes

of 0.3 and 0.1 mm in the region of the crack, respec-

tively. The curves are very close, showing that the

influence of the discretization is minimal. Results

obtained with Gurson’s [13] standard first-gradient

model would exhibit a much larger mesh sensitivity

in the descending portion of the curve.

– The red curve corresponds to the best agreement

obtained with the experimental results; it has been

obtained with the mesh having an element size of

0.3 mm in the region of the crack and the parame-

ters fc = 0.04 and δ = 2. The agreement with the

experimental results is quite acceptable considering
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Fig. 12: Mesh of a TA30 specimen

the inherently imperfect reproducibility of experi-

mental results. This result is remarkable in view

of the qualitative compatibility of the value of fc
used with the theoretical ones, of the order of a

few percent, obtained by various authors through

micromechanical finite element simulations of rep-

resentative porous cells, see the pioneering work of

Koplik and Needleman [28] and its many succes-

sors. Such a result could never be obtained with

Gurson’s model which was always observed to ne-

cessitate much smaller, and unrealistic values of fc
to warrant satisfactory reproduction of experimen-

tal load-displacement curves of cracked specimens.

– The brown curve has been obtained with the same

mesh but coalescence has been suppressed here by

adopting a high value for fc (or equivalently a unity

value for δ). The large discrepancy with the experi-

mental curve, especially in its descending portion, il-

lustrates the necessity of accounting for coalescence

to satisfactorily reproduce the test.

– Finally the light blue curve has been obtained with

the same mesh and coalescence parameters as the

red one, but using Gurson’s [13] original model in-

stead of Gologanu et al.’s [22] second gradient ex-

tension. The much-too-modest decrease of the load

illustrates the incapacity of Gurson’s model to re-

produce experimental results for such high values of

fc, and the necessity of using much lower, unrealistic

values.

The second example pertains to the 2D plane strain

simulation of a fracture test performed on a CT12 spec-

imen (CT = Compact Test, 12 = thickness in mm).
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Fig. 13: Load-displacement curves of a TA30 specimen

The discretized geometry is shown in Fig. 14. (A single

mesh is used this time). Advantage is taken of sym-

metry about the vertical mid-plane of the specimen to

model only its right half. A vertical fatigue pre-crack

(invisible in the figure) originates from the notch root.

Square elements of size 0.3 mm are used in the region

of the propagating crack. The specimen is made of SS

316L stainless steel; the material parameters are pro-

vided in Bergheau et al. [86]. In particular, various val-

ues of Tvergaard and Needleman’s [18] “critical poros-

ity” at the onset of coalescence fc and “accelerating fac-

tor” δ are used again, and the value of the “microstruc-

tural distance” b is 0.5 mm.

Fig. 14: Mesh of a CT12 specimen
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Figure 15 shows the experimental load-displacement

curve (in dark blue) together with three numerical ones:

– The red curve has been obtained with Gologanu et

al.’s [22] second gradient model, including coales-

cence with the values fc = 0.05 and δ = 2. The

agreement with the experimental curve is excellent,

again illustrating the model’s capability to repro-

duce experimental results using relatively high val-

ues of fc compatible with the available theoretical

estimates.

– The brown curve has been obtained with the same

model but disregarding coalescence. Again, the large

discrepancy with the experimental curve illustrates

the necessity of accounting for coalescence to satis-

factorily reproduce the test.

– The light blue curve has been obtained with the

same coalescence parameters as the red one but us-

ing Gurson’s [13] model. The large gap between this

curve and the experimental one again illustrates the

incapacity of Gurson’s model to reproduce experi-

mental results for high, realistic values of fc.
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Fig. 15: Load-displacement curves of a CT12 specimen

Figure 15 shows the distribution of the opening stress

(perpendicular to the crack plane) on the deformed con-

figuration of the specimen (without any magnification

of the displacements), at the last instant of the sim-

ulation corresponding to the red curve in Figure 15.

(The undeformed mesh is shown in the background for

reference). The important propagation of the crack and

the large ensuing deformation of the specimen are quite

conspicuous here. On the vertical plane of symmetry,

the opening stress is zero in the region of the crack,

positive just ahead of the crack tip and negative be-

yond, as expected since the total moment of external

forces must be zero.

Fig. 16: Opening stress field in a CT12 specimen

Calculations have also been performed very recently

using a mix of elements obeying von Mises’s standard

first-gradient model and Gologanu et al.’s [22] second-

gradient extension of Gurson’s [13] model, the idea be-

ing to reduce the CPU time by using the second-gradient

model only in the region of the propagating crack where

strain gradients are maximum. As explained in Sec-

tion 3.5, Bergheau et al.’s [86] very recent numerical

implementation of Gologanu et al.’s [22] second gradi-

ent model is especially fit to such a mix. Figure 17a

shows three possible zones for the “second-gradient re-

gion”, and Fig. 17b compares the corresponding load-

displacement curves to that obtained using the second-

gradient model in the whole structure, which serves as

a reference. As can be seen, results virtually identical

to the reference ones are obtained by confining second-

gradient elements to “Zone 3” of Fig. 17a, with a CPU-

time reduction of 24%, and quite acceptable ones by

confining second-gradient elements to “Zone 2”, with

a CPU-time reduction of 44%. A more detailed inspec-

tion of results (not displayed here) shows that the same

conclusions hold for local quantities such as stresses.
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