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Abstract: We report on the fabrication and dark-field 
spectroscopy characterization of Au dimer nanoantennas 
placed on top of SiO2 nanopillars. The reported process 
enables the fabrication of nanopillar dimers with gaps 
down to 15 nm and heights up to 1 μm. A clear depend-
ence of the plasmonic resonance position on the dimer 
gap is observed for smaller pillar heights, showing the 
high uniformity and reproducibility of the process. It is 
shown how increasing the height of nanopillars signifi-
cantly affects the recorded elastic scattering spectra from 
Au nanoantennas. The results are compared to finite-dif-
ference time-domain (FDTD) and finite-element method 
(FEM) simulations. Additionally, measured spectra are 
accompanied by dark-field microscopy images of the 
dimers, showing the pronounced change in color. Placing 
nanoantennas on nanopillars with a height comparable 
to the in-plane dimer dimensions results in an enhance-
ment of the scattering response, which can be understood 
through reduced interaction of the near-fields with the 
substrate. When increasing the pillar height further, scat-
tering by the pillars themselves manifests itself as a strong 
tail at lower wavelengths. Additionally, strong directional 
scattering is expected as a result of the interface between 
the nanoantennas and nanopillars, which is taken into 
account in simulations. For pillars of height close to the 
plasmonic resonance wavelength, the scattering spectra 
become more complex due to additional scattering peaks 
as a result of larger geometrical nonuniformities.

Keywords: gap plasmons; enhanced plasmon resonance; 
plasmonic sensing; surface-enhanced Raman spectro-
scopy; nonlinear response.

1   Introduction
Localized surface plasmon resonance (LSPR) in strongly 
coupled subwavelength metal nanoparticles has received 
a tremendous amount of interest in recent years, due to 
the ability to confine and enhance electromagnetic fields 
in nanometer-sized regions [1]. The LSPRs associated with 
such structures display a huge dependence on the par-
ticle shape, size, interparticle separation and dielectric 
environment, enabling such structures to be used, e.g. 
for biosensing, where minute concentrations of analyte 
molecules can induce changes in the LSPR peak posi-
tion [2–4]. Other applications include surface-enhanced 
Raman spectroscopy (SERS) [5], surface-enhanced 
infrared absorption (SEIRA) [6], photodetectors [7] and 
nonlinear optics [8]. One challenge for actual practi-
cal applications of LSPRs has been the deterioration of 
the plasmonic response as a result of the particles being 
placed on a substrate [9]. Indeed, studies have shown 
that the presence of a substrate negatively affects the 
near-field enhancement, extinction cross-section, and 
refractive index sensitivity of nanoantennas, as well as 
shifting the resonance away from theoretically expected 
values [10–12].

One method for overcoming the limitations set by 
the substrate is to place the nanoparticles on nanopedes-
tals or nanopillars [13]. The lifting of the nanoantennas 
results in reduced overlap of the electromagnetic fields 
with the substrate, thus increasing the overall field 
enhancement and, as a result, also the refractive index 
sensitivity, in addition to boosting the SERS and SEIRA 
signal [14–17]. Elevation is typically achieved by either 
wet etching or reactive-ion etching (RIE) of the substrate, 
while the nanoantennas serve as an etch mask [18]. As a 
result, structures can be fabricated on various substrates, 
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depending on the application and desired resonance 
wavelength. Furthermore, the size, shape, and distribu-
tion of the particles can be precisely defined, only limited 
by the resolution of typically employed fabrication 
methods, such as, e.g. electron beam lithography (EBL) 
[19, 20]. Alternatively, deposition of metal can be done 
post-etching, forming a cavity between the nanoantennas 
and the underlying substrate [21, 22]. These studies show 
the promise of using nanopillars for future plasmonic 
applications.

Thus far, most experimental studies have focused on 
long-range ordered arrays of nanoantennas with grating 
constants on the order of the visible light wavelength 
[23]. For the purpose of large-area sensing and commer-
cial devices, having many sensors per cm2 is beneficial 
in terms of boosting the signal. Furthermore, when the 
periodicity of dimers matches the LSPR wavelength or the 
probe laser wavelength, even larger field enhancements 
and SERS signals have been observed, respectively [15, 
24]. However, in order to understand how nanopillars 
themselves affect the plasmonic response, it is impor-
tant to study isolated nanoantennas, i.e. with separa-
tions between nanoantennas significantly larger than the 
LSPR wavelength. In this regime, any diffractive coupling 
between the antennas can be neglected and thus, the 
spectra should be readily comparable to numerical simu-
lations [25, 26].

Here, we present the fabrication and dark-field scat-
tering characterization of individual Au dimers on nan-
opillars etched directly out of commercial fused silica 
substrates. Using the presented fabrication process, 
nanopillar dimers can be fabricated with interparticle 
gaps down to 15 nm. Importantly, the aspect ratio of the 
pillars can reach up to around 8, reaching a regime that 
is not discussed a lot in literature. We study the dark-field 
scattering signal from individual dimers and compare the 
results to finite-difference time-domain (FDTD) simula-
tions. A clear enhancement of the scattering response is 
observed when placing the nanoantennas on 240 nm tall 
pillars, which can be explained through reduced screen-
ing of the near-fields by the substrate. As the height of the 
pillars is increased further, pronounced changes in the 
scattering response are observed. For pillars of 480  nm 
height, scattering by the pillars themselves starts to play 
an important role in the measured spectra, manifest-
ing itself as a strong tail at lower wavelengths. Further-
more, an additional mode at a wavelength of 540 nm is 
observed. The peculiar scattering spectrum is believed to 
arise due to the angled incidence of the white light and 
large-angle scattering due to the nanoantenna/nanopil-
lar interface. As a result, only forward scattered light 

is taken into account in the simulations at these pillar 
heights. Dimers on 740  nm tall pillars display multiple 
resonances in the visible to near-infrared spectral range. 
We interpret this as a result of varying antenna gaps due 
to pillar leaning.

All structures were fabricated with a varying antenna 
gap in order to further characterize the modes and 
show that the fabrication process leaves the antennas 
unharmed. As the antenna gap is varied, the LSPR shifts 
are in agreement with simulations for the 240 nm pillars, 
showing that the process is reliable and reproducible for 
shorter pillar heights.

2   Materials and methods

2.1   Sample fabrication

Nanopillar dimer arrays are fabricated using a combina-
tion of EBL and RIE, similar to previous reports on bowtie 
nanopillar dimer fabrication [27]. An overall schematic of 
each step in the process is given in Figure 1A. An approxi-
mately 140 nm thick layer of SX AR-P 6200/2 (CSAR resist, 
AR-600-546, and AR-600-71, ALLRESIST GmbH, Am 
Biotop, Strausberg, Germany) is spun onto a commercial 
500 μm thick 4-inch fused silica wafers (Innergie Tech-
nologies Inc., Gonjiam-Eup, Gwangju-Si, Gyeonggi-Do, 
South Korea) at 6000 rpm for 60 s, followed by a 5 min 
softbake at 180˚C. In order to avoid charging during EBL 
steps, a 15 nm Al layer is deposited using thermal evap-
oration. Arrays of round nanoparticle dimers are then 
patterned using EBL (JEOL JBX-9500FS, JEOL USA, Inc., 
Peabody, MA, USA) at 100  kV accelerating voltage, 300 
μC/cm2 dosage, and 0.8  nA beam current. Nanoparticle 
diameters of 120 nm and 150 nm were designed, with vari-
able interparticle gaps of 15–30 nm. After exposure, the Al 
layer is removed in a solution of Microposit MF-322 Devel-
oper (Shipley Company, Marlborough, MA, USA) for 50 s. 
Developing of the resist is done using AR-600-546 for 60 s 
at room temperature.

Using electron beam evaporation (Physimeca 
ΦSES250, Physimeca Technologie, Villiers le Bacle, 
France), 2 nm Cr, 40 nm Au, and 30 nm Ni are deposited, 
with the Ni layer serving as a protecting layer for the Au in 
the RIE step. Lift-off of excess resist/metal is done using 
Remover AR-600-71. Nanopillars are then defined using 
RIE (STS Cluster System C010, SPTS Technologies Ltd., 
Newport, UK) using 60 sccm CF4 at a power and pressure 
of 30  W and 60  mTorr, respectively. For the 480  nm tall 
pillars discussed below, a recipe consisting of 14  sccm 
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CHF3 and 26 sccm CF4 was used, with a power and pres-
sure set to 60  W and 100  mTorr, respectively. After RIE, 
the remaining Ni is removed using a 17% HNO3 solution, 
leaving the Au and pillars unchanged.

Figure 1B shows a scanning electron microscopy 
image of a single 150 nm diameter nanopillar dimer with 
a pillar height of 400 nm. The nanoantenna gap is around 
15 nm, the highest resolution achieved with the process. 
A high uniformity is achieved, as evident from Figure 1C, 
which shows an array of 740  nm tall nanopillar dimers 
with a grating constant of 5 μm.

2.2   Dark-field measurement setup

Optical scattering spectra of nanopillar dimers are 
measured using a dark-field microscope (Nikon, Ti-U, 
Nikon Corporation, Shinagawa, Tokyo, Japan). White 
light from a halogen lamp is shone through a dark-
field condenser (NA = 0.8–0.95) onto the sample with 
the pillars placed face up. A linear polarizer is placed 
prior to the condenser in order to control the polariza-
tion of the incoming light, and an aluminum blocker is 
used to filter out light at perpendicular angles. Forward 
scattered light is collected by a 60 ×  objective (Nikon 
Corporation, Shinagawa, Tokyo, Japan, air immersion, 
NA = 0.7) and sent to a spectrometer (Andor SR-303i, 

Andor Technology Ltd., Belfast, UK) equipped with an 
electron multiplying charge-coupled device (EMCCD) 
(Andor Newton, Andor Technology Ltd., Belfast, UK) 
detector [28]. Scattering spectra are measured over 
the wavelength range of 400–1000  nm. For dark-field 
imaging of the structures, the light is guided to a com-
plementary metal-oxide-semiconductor (CMOS Camera, 
EO-18112, Edmund Optics Inc., Barrington, NJ, USA). A 
schematic of the setup is given in Figure 2A.

The final spectra are extracted by subtracting a back-
ground from a dark area on the sample and then dividing 
by the spectrum of the halogen lamp [29]. All spectra pre-
sented here are averages of a line of 10 dimers separated by 
5 μm, large enough to avoid diffractive coupling between 
different dimers. A small enough number of dimers are 
used so that only minimal broadening of the response as a 
result of inhomogeneity is expected, while increasing the 
measured signal. For the following discussion, all shown 
spectra are acquired with the polarization of the incident 
light parallel to the dimer axis.

2.3   Numerical simulations

Scattering spectra and electromagnetic field distribu-
tions were mainly simulated based on the FDTD method 
(Lumerical Solutions). Nanoantennas and nanopillars are 

Figure 1: Fabrication of nanopillar dimer arrays.
(A) Schematic of the individual process steps to fabricate nanopillar dimer arrays, involving electron-beam lithography to define nanodisk 
dimers and reactive-ion etching of the substrate to form nanopillars. (B) Scanning electron micrograph of a single 150 nm diameter 400 nm 
tall nanopillar dimer with a gap of 15 nm. (c) Array of 5 μm separated nanopillar dimers with a pillar height of 740 nm.
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4      P. Sadeghi et al.: Fabrication and characterization of Au dimer antennas on glass pillars

defined as cylinders of equal diameter. In order to mimic 
experimental situations, the nanopillars are placed on an 
SiO2 substrate with dimensions large enough to be con-
sidered “infinite”. The thickness of the nanoantennas is 
kept fixed at 40 nm, while the real and imaginary parts of 
the Au dielectric function are obtained from experimental 
data by Johnson and Christy [30]. For the SiO2 nanopillars 
and substrate, data from Palik [31] are used for the dielec-
tric function, while the surrounding medium index is set 
to nm = 1. Due to the structure of the simulation, symme-
try could be applied to the x and y boundaries in order 
to decrease simulation time. Perfectly matched layers 
(PMLs) were used on the remaining boundaries. The simu-
lation region is made significantly larger than the nanopil-
lar dimer structure in order to avoid the evanescent tails of 
the plasmon resonance interacting with the PML bounda-
ries. Structures are illuminated with a plane wave from the 
nanoantenna side at normal incidence, while the polari-
zation is set parallel to the dimer axis. For the nanoanten-
nas and nanopillars, a mesh size of 1 × 1 × 1 nm3 is used, 
while the remaining structure is defined by the built-in 
nonuniform mesh algorithm of the software with a mesh 
accuracy of 4. All simulated scattering cross-sections are 
normalized to the geometrical cross-section of the dimers 
and this is therefore termed scattering efficiency in the fol-
lowing sections.

More advanced simulations were performed using 
the finite-element method (FEM, Comsol Multiphys-
ics). The simulation setup is similar to the FDTD simula-
tions, Lumerical Solutions, Inc., Vancouver, BC, Canada, 
also using PMLs to minimize nonphysical reflections at 
the boundaries. However, a highly non-uniform adap-
tive mesh is employed to increase the accuracy of the 
calculation.

3   Results and discussion

3.1   Nanopillar-induced change of the 
plasmonic response

The influence of the nanopillar height on the plasmonic 
response is studied for 150  nm diameter nanoantenna 
dimers with a nominal gap of 30  nm. Figure 2B–E show 
dark-field microscopy images of arrays of such dimers 
placed on pillars of 0  nm, 240  nm, 480  nm, and 740  nm 
height, respectively. From the dark-field images, it is evident 
that pillar height strongly influences the optical response, 
displayed by the height-dependent coloring of the dimers. 
Evidently, pillar height not only enhances the plasmonic 
response, but significantly alters the observed spectral 
signatures. In order to understand the difference in colors, 
each case will subsequently be studied in more detail.

Figure 3A shows the measured pillar height-depend-
ent scattering response of the nanoantenna dimers. The 
respective (FEM simulation, COMSOL, Inc., Burlington, 
MA, USA) spectra are displayed in Figure  3B. FDTD was 
not used in this case due to the simplicity of the simu-
lation geometry, as discussed further below. For the 
case without pillars, a single broad peak is observed at 
λ = 780  nm, which is the expected gap-dependent plas-
monic mode. Putting the nanoantenna on top of 240 nm 
nanopillars results in a significant expected enhancement 
of the scattering amplitude. Furthermore, the peak is nar-
rowed, which is important for LSPR based sensing appli-
cations. The measured spectra are in good agreement with 
the simulations. The small discrepancies regarding the 
exact peak position can be attributed to pillar imperfec-
tions of the nanofabricated samples. In particular, smaller 

Figure 2: Optical dark-field setup employed to measure scattering of nanopillar dimers. 
(A) Schematic of the individual elements of the setup. Forward scattered light is sent either to a CMOS camera for imaging or a spectrometer 
for scattering analysis. (B)–(E) Dark-field images of nanoantenna dimers without pillars and with 240 nm, 480 nm, and 740 nm tall pillars. A 
clear change in color can be observed with increasing height.
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inter-dimer gaps could be causing the observed overall 
redshifting of the peaks.

The associated dark-field images presented in 
Figure  2B and C for dimers without and with 240  nm 
pillars, respectively, support the observed spectra. The 
dim red color of the pillarless dimers becomes a bright red 
for the pillar-enhanced dimers. On closer inspection of 
the dark-field images, slight differences in brightness and 
color can be observed in the array of pillar dimers, due to 
variations of the gap distance. The dark-field images can 
be readily used to characterize the homogeneity of plas-
monic structures. For example for thinner pillars with a 
diameter of 120  nm, clear color changes of individual 
nanoantennas that are leaning against each other can be 
observed (see Supplementary Information).

As mentioned above, tall pillars are flexible enough to 
create a leaning effect, closing the antenna gap to sub-nm 
dimensions, which is ideal for, e.g. SERS [32, 33]. As a 
result, nanopillar arrays were fabricated with taller pillar 
heights up to ≈1 μm. Only the case of 480 nm and 740 nm 
pillar heights are shown here. Pillars taller than 740 nm 
became too flexible and all started to lean. The resulting 

undefined dimer gap distances makes a meaningful study 
of such pillars difficult.

The measured scattering spectrum of 480  nm tall 
nanopillar dimers, in addition to the expected plasmon 
resonance around λ = 820  nm, shows another peak at 
λ = 540  nm. This additional peak is responsible for the 
dimers’ green color in the respective dark-field image 
(Figure 2D), since the actual plasmon mode is located in 
the, for the eye, invisible near-infrared. The dimers appear 
very uniform in terms of color and brightness, compared 
to the case of 240  nm tall pillars. This suggests that the 
lower resonance is independent of dimer gap size, which 
typically shows slight fabrication induced variations. 
The pillar height, by contrast, is defined by the etching 
time, and typically shows good homogeneity. Hence, the 
peak at λ = 540 nm could be caused by a cavity resonance 
between the Au dimers and the glass substrate.

FDTD simulations of the scattering response were not 
in agreement with the observed spectra (not shown here). 
The reason is the difference in experimental and simula-
tion conditions. For the experiments, the incoming light 
arrives at an angle and only forward scattered light is 
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Figure 3: Scattering spectra of 150 nm diameter nanoantenna dimers with a gap of 30 nm on top of nanopillars of various height. 
(A) Comparison between measured scattering spectra of 0 nm, 240 nm, 480 nm, and 740 nm tall nanopillar dimers. A clear enhancement is 
observed when placing the antennas on 240 nm tall pillars, but the degree of enhancement decreases for taller heights, which is due to a 
significant portion of the light being scattered at larger angles than the forward direction. (B) Corresponding simulated spectra of the data 
shown in (A). By only taking forward scattered light into consideration and coming with an angle equal to that of the dark-field condenser, 
the simulated spectra show reasonable agreement with experimental spectra. (C) Plots of the intensity and power flow of the scattering of a 
nanoantenna dimer for various pillar heights at an excitation wavelength of 800 nm, plotted in the center transverse plane of the structures. 
A portion of the light is scattered at larger angles due to the interface between gold and glass, which will alter the forward scattered spectrum.
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6      P. Sadeghi et al.: Fabrication and characterization of Au dimer antennas on glass pillars

collected, while for the simulations, the excitation light 
is perpendicular to the dimer plane and light scattered at 
all angles is collected for the final spectrum. Nanoanten-
nas close to an interface, such as an underlying substrate, 
have been shown to scatter at angles larger than the criti-
cal angle for the interface [34]. Thus, using air objectives, 
a large portion of the scattered light will not reach the 
detector. Suspending the nanoantennas above nanopil-
lars changes the amount of light in the forward direction, 
additionally altering the measured spectra.

Due to the oversimplified geometry in the normal 
scattering simulations discussed above, the simulation 
geometry is altered to match experimental conditions. 
These simulations were done using FEM. Light arrives at 
an angle of 72° and only forward scattered light is used 
for the final spectrum. As a result, much better agree-
ment between simulations and experiments is achieved. 
Figure 3C shows plots of the scattering intensity and scat-
tering power flow for all cases studied here at an excitation 
wavelength of 800  nm, plotted in the center transverse 
plane of the structures. As expected, a portion of the light 
can be seen to scatter at large angles, thus not reaching 
the detector in the measurements and altering the spectra.

The additional features in the spectrum for the 
480 nm tall nanopillars can be attributed to an interfer-
ence effect at the pillar/substrate interface for this specific 
height, as the other heights only display a single scatter-
ing peak, as mentioned above. The overall lower scatter-
ing amplitude with increasing pillar height is attributed to 
a smaller portion of the light reaching the detector for the 
taller pillars due to large-angle scattering.

Finally, for a height of 740 nm, the spectrum displays 
a number of different peaks in the wavelength range of 
λ ≈ 500–900 nm. The overall scattering amplitude has also 
decreased even further. A corresponding dark-field image 

of a 740 nm tall pillar array is shown in Figure 2E. The pillars 
appear slightly orange in color, which is due to the mode 
at λ ≈ 600 nm having the largest scattering amplitude. FEM 
simulations show a peak at λ = 715 nm, but do not display 
the additional features measured experimentally. This 
could be a result of a higher degree of nonuniformity for 
such tall pillars, so that the overall scattering spectrum 
becomes an average of 10 slightly different dimers.

All measured spectra in Figure 3A show a scatter-
ing increase at wavelengths below 500  nm. Apparently, 
the tail at lower wavelengths is smallest in amplitude 
in the case of nanoantennas without pillars. This would 
suggest that the pillars themselves are responsible for the 
additional scattering. To back up the proposed hypoth-
esis, FDTD simulations were done without any Au on 
the pillars, in order to get the scattering response of the 
pillars alone. Figure 4A shows the simulated scattering 
spectra of a bare 150 nm diameter SiO2 nanopillar dimer 
for heights of 240  nm, 480  nm, and 740  nm, compared 
to the case of a SiO2 substrate alone. The tail is clearly 
present and increases in amplitude with increasing pillar 
height, confirming that the pillars themselves are respon-
sible for the additional scattering. Further confirmation is 
achieved by plotting the spectrum of a 480 nm tall pillar 
dimer with and without dimer antennas on top, as shown 
in Figure 4B. A steady increase in the tail amplitude with 
increasing height is not observed experimentally or in the 
FEM simulations, which can be attributed to the pillars 
not necessarily scattering in the forward direction.

3.2   Gap-dependence of the plasmonic modes

In order to show that the fabrication process allows the 
creation of nanoantennas with defined dimer gaps, we 

Simulation
BA

Pillar height
0 nm
240 nm
480 nm
740 nm

SimulationPillar background
Dimer spectrum

400 500 600 700
Wavelength (nm)

800 900 1000 400 500 600 700
Wavelength (nm)

800 900 1000

S
ca

tte
rin

g 
ef

fic
ie

nc
y

S
ca

tte
rin

g 
ef

fic
ie

nc
y

Figure 4: Effect of nanopillar height on scattering spectra. 
(A) Simulated scattering spectra of 150 nm diameter nanopillar dimers with a 30 nm gap without Au nanoantennas on top. A tail clearly 
forms at lower wavelengths, which increases with increasing pillar height. (B) Plot of the 480 nm diameter spectrum with and without nano-
antennas, showing that the tail is present in both cases.
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have fabricated dimers with gaps from 15 nm to 30 nm and 
studied the scattering response for each gap. This is of 
particular importance to LSPR sensing and SERS applica-
tions. Figure 5A shows the measured scattering spectra for 
120 nm diameter nanoantennas on 240 nm tall nanopil-
lars for various gap sizes. A clear red-shifting of the LSP 
resonance is observed with decreasing gap, in agreement 
with FDTD simulations shown in Figure 5B. This shows 
that the nanoantennas have gaps with good uniformity.

The effect of the gap distance on the plasmonic response 
can be readily observed via the color change in respective 
dark-field microscopy images. Figure 5C and D show an 
array of 120 nm diameter dimers, with gaps of 15 nm and 
30  nm, respectively. For the 15  nm separated dimers, the 
color appears dim and nonuniform, possibly due to the gap 
size being at the limit of EBL for such a thick resist. As such, 
a higher degree of variation in gap should be expected. Fur-
thermore, at such small gaps, the resonance position is very 
sensitive to the exact gap size and shape. However, for the 
30 nm separated dimers, the color appears bright red and 
uniform, since the gap size is well within the reach of EBL. 
The color is also lighter red, directly showing the blue-shift 
in the LSP resonance wavelength.

4   Conclusion
We have fabricated arrays of Au nanopillar dimers with 
well-defined heights and gaps by RIE using commer-
cial fused silica substrates. By making the array pitch 
significantly larger (5 μm) than the dimer resonance 
wavelength, we were able to study the elastic scatter-
ing response of individual Au pillar dimers and inves-
tigate what impact pillar height has on the plasmonic 
properties of the dimers. Importantly, it was found that 
the interface between the nanoparticles and nanopillars 
results in significant large-angle scattering, which affects 
the measured spectra due to collecting only forward scat-
tered light. As a result, FEM simulations were done with 
the simulation geometry adjusted to match the experi-
mental conditions in order to properly reproduce the 
measured spectra. Placing the nanoantennas on 240 nm 
tall nanopillars resulted in a huge enhancement of the 
scattering response in terms of both peak amplitude and 
linewidth. Doubling the pillar height to 480  nm results 
in pronounced changes at lower wavelengths in the 
shape of an additional peak and a tail in scattering, with 
the former possibly being a pillar-induced plasmonic 
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Figure 5: Gap-dependence of the plasmonic resonance for 120 nm diameter nanoantennas on 240 nm tall nanopillars. 
(A) Measured scattering spectra, displaying a clear blueshifting of the resonance with increasing gap. (B) Simulation of the spectra shown 
in (A). The large agreement shows the uniformity and precise gap definition of the samples. (C) Dark-field images of an array with 15 nm gap, 
where the slight differences in color can be observed due to the small gap being close to the limit of EBL. (D) Same as in (C) for a gap of 30 
nm, showing a much larger uniformity due to the larger gap size.
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mode, while the latter is a result of scattering by the 
pillars themselves. Simulations without antennas further 
confirms that the pillars create additional scattering at 
lower wavelengths, which can potentially dominate the 
spectrum at very tall pillar heights. Finally, pillars with 
heights of 740  nm display multiple resonances in the 
λ ≈ 500–900  nm range, making it difficult to character-
ize the fundamental gap-dependent mode of the pillars. 
Simulations only display a single peak, meaning that the 
multiple resonances are most likely due to a lack of uni-
formity for different dimers. These findings show both 
the promise and limitations of nanopillar based plas-
monic sensors and that increasing height adds additional 
complexity to the elastic scattering spectra, which needs 
to be taken into account.

Measured spectra are supported by dark-field micros-
copy images of the arrays. From imaging alone, clear 
changes in the color can be observed with increasing 
pillar height, while minor differences in color in indi-
vidual samples can be used to investigate uniformity. As 
such, dark-field imaging proves to be a powerful tool for 
characterizing plasmonic samples without the need for 
data extraction and manipulation.
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