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1. Introduction

Parkinson’s disease (PD) is a progressive 
neurodegenerative disorder character-
ized by the degeneration of dopaminergic 
neurons in the substantia nigra pars 
compacta (SNpc). This leads to a reduc-
tion in the physiological levels of the 
neurotransmitter dopamine in the target 
region (caudate-putamen in the striatum) 
resulting in the signaling disruption of the 
nigrostriatal motor pathway, causing both 
movement impairments and a range of 
nonmotor symptoms.[1–3] Current medical 
therapies are aimed at increasing the stri-
atal dopamine levels.[4] Oral administra-
tion of levodopa, a dopamine precursor, 
has been used for more than four decades 
and remains the most effective treatment 
despite its association with an array of 
complications such as early dose wearing 
off and dyskinesia.[5] When medication 
cannot control motor symptoms, deep 

In Parkinson’s disease, the degeneration of dopaminergic neurons in substantia 
nigra leads to a decrease in the physiological levels of dopamine in striatum. The 
existing dopaminergic therapies effectively alleviate the symptoms, albeit they do 
not revert the disease progression and result in significant adverse effects. Trans-
planting dopaminergic neurons derived from stem cells could restore dopamine 
levels without additional motor complications. However, the transplanted cells 
disperse in vivo and it is not possible to stimulate them on demand to modulate 
dopamine release to prevent dyskinesia. In order to address these issues, this 
paper presents a multifunctional leaky optoelectrical fiber for potential neuro-
modulation and as a cell substrate for application in combined optogenetic stem 
cell therapy. Pyrolytic carbon coated optical fibers are laser ablated to pattern 
micro-optical windows to permit light leakage over a large area. The pyrolytic 
carbon acts as an excellent electrode for the electrochemical detection of dopa-
mine. Human neural stem cells are genetically modified to express the light 
sensitive opsin channelrhodopsin-2 and are differentiated into dopaminergic 
neurons on the leaky optoelectrical fiber. Finally, light leaking from the micro-
optical windows is used to stimulate the dopaminergic neurons resulting in the 
release of dopamine that is detected in real-time using chronoamperometry.

© 2019 The Authors. Published by WILEY-VCH Verlag GmbH & Co. KGaA, 
Weinheim. This is an open access article under the terms of the Creative 
Commons Attribution License, which permits use, distribution and re-
production in any medium, provided the original work is properly cited.
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brain stimulation (DBS) using electrodes surgically implanted 
at the targeted region offers therapeutic alternative.[4] However, 
the mechanisms through which DBS modulates the underlying 
brain networks and the effects of local stimulation on brain 
functioning are still poorly understood.[6–9] While these thera-
pies are effective, they are focused on alleviating the symptoms 
and increasing the quality of life, but do not halt or revert dis-
ease progression.[10]

A more neurorestorative approach is cell replacement therapy 
(CRT), which involves restoration of lost function through the 
transplantation of dopaminergic neurons in the striatum, to 
replace dead neurons with healthy ones and to replenish the 
dopamine levels.[11,12] Stem cells with their proliferative capacity 
and ease of in vitro manipulation are believed to be the poten-
tial future candidates for CRT.[12,13] However, CRT alone neither 
facilitates selective control of the transplanted cells to release 
dopamine on demand to avoid possible dyskinesia nor allows to 
monitor their in vivo efficacy.[14]

Optogenetics, a molecular and functional strategy that allows 
reversible and on-demand neuronal manipulation by light 
through the expression of light sensitive ion channels, permits 
stimulation of genetically isolated neuronal subpopulations. It 
has been utilized to demonstrate the functional recovery and 
integration of dopaminergic neurons with the host network in 
animal models.[15–17] Moreover, optogenetics has been shown 
to modulate dopamine release in vitro and in brain slices of 
transplanted animals.[17–19] Due to the electroactive nature of 
dopamine, it is possible to detect dynamic dopamine release 
from the neurons using electrochemical techniques.[20] Elec-
trochemistry has been used to detect fluctuations in dopamine 
concentrations in vivo and in vitro with high spatial and tem-
poral resolution.[21] However, the combination of optogenetics 
and electrochemistry has not yet been used for the detection 
of in vitro light triggered dopamine release from optogenetic 
dopaminergic neurons derived from human neural stem cells.

Light delivery in vivo is achieved through an implanted optical 
fiber.[22,23] However, standard optical fibers suffer from a small 
activation volume close to the fiber tip due to the strong attenu-
ation of visible light in the brain tissue.[22] Clinical recovery in 
humans would require modulation of a large number of trans-
planted dopaminergic neurons.[24] Increasing the input optical 
power would expand the number of activated neurons, but would 
also lead to tissue damage due to heat.[25] Multipoint-emitting 
optical fibers have been developed for stimulation of spatially sep-
arated neuronal populations.[26] However, this approach requires 
a complex coupling strategy at the fiber input. Microfabrication 
techniques allow monolithic integration of optical and electronic 
elements but necessitate complex fabrication processes.[27] More-
over, these devices are used for neural potential recordings and 
not for the specific detection of released neurotransmitters.

Here, we pursue the vision of a brain bioimplant for autono-
mous control of dopaminergic neurons derived from optoge-
netic human neural stem cells for on-demand light-induced 
release of dopamine to restore the striatal dopamine levels 
(Figure 1 (left)). For this purpose, a multifunctional leaky opto-
electrical fiber (LOEF) has been developed to simultaneously 
realize three functions: i) a substrate for the delivery of optoge-
netic stem cell–derived dopaminergic neurons, ii) an actuator 
for the optical stimulation of these dopaminergic neurons to 

release dopamine, and iii) an electrochemical sensor for real-
time detection of the light-induced dopamine release (Figure 1 
(right). We describe the fabrication of a LOEF, a pyrolytic carbon 
coated optical fiber with an array of light-emitting micro-optical 
windows. The spatial distribution and the intensity of light 
leaking from the LOEF were characterized and optimized for 
large volume optogenetic stimulation. The electrochemical 
properties of the LOEF were characterized using the hexaam-
mineruthenium redox couple and dopamine. The suitability 
of the pyrolytic carbon coating on the LOEF as a substrate for 
cell culture was verified by differentiating optogenetic human 
neural stem cells. Finally, the ability of the LOEF to simultane-
ously stimulate a large population of optogenetic dopaminergic 
neurons on its surface by light and subsequently detect the 
dopamine release was confirmed by chronoamperometry.

2. Results and Discussions

2.1. Fabrication of Leaky Optoelectrical Fiber

A commercially available fused silica-based optical fiber was 
pyrolyzed at 900 °C in an inert nitrogen atmosphere. The tem-
perature was ramped slowly at 2 °C min−1 to avoid stress build 
up in the carbon layer. During pyrolysis, the 15 µm thick poly-
imide buffer layer on the optical fiber decomposes resulting 
in an ≈8 µm thick pyrolytic carbon layer surrounding the clad-
ding (Figure 2a). The resulting electrically conductive pyrolytic 
carbon coating has previously been shown to be an excellent 
electrode material for electrochemical detection of dopamine.[28]

To assess the influence of the pyrolysis process on the optical 
functionality of the fiber, the optical power transmission of the 
fiber before and after pyrolysis was analyzed using the cutback 
method. Light from a blue laser diode (460 nm), the wavelength 
to be used to optically stimulate optogenetic dopaminergic neu-
rons (excitation peak of channelrhodopsin-2 (ChR-2) is 473 nm), 
was coupled into fiber segments of different lengths (n = 3 for 
each length). There was no change in the transmitted power after 
pyrolysis. Visual inspection of light coupled into the pyrolyzed 
fiber indicated no light leakage through the carbon cladding, 
confirming the absence of any discontinuities in the carbon layer 
(Figure S1a, Supporting Information). Thus, an optical fiber with 
both optical and electrical properties is obtained, i.e., an OEF.

In order to convert the OEF into an LOEF, a high-power pico-
second laser was used to ablate micro-optical windows through 
the pyrolytic carbon coating, the cladding and into the fiber 
core. This leads to a local decrease of both incidence and critical 
angle for the fiber, resulting in light leaking out of the fiber core 
(Figure 2b). The depth of these micro-optical windows was opti-
mized by varying the power and frequency of laser pulses during 
ablation to allow sufficient light to leak out while maintaining 
the mechanical integrity of the optical fiber. It should be noted 
that performing the laser ablation before pyrolysis leads to excess 
thermal stress in the polyimide layer. This stress results in the 
formation of cracks in the pyrolytic carbon layer post pyrolysis 
(Figure S1b, Supporting Information). Similar cracks can be 
observed if the fiber is improperly handled before pyrolysis, e.g., 
excessive bending of the fiber during cutting. Pyrolyzing the 
optical fiber before laser ablation eliminates this problem since 
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the heat generated during the laser ablation is dissipated by the 
carbon layer. Figure 2c shows the scanning electron microscopy 
(SEM) of the LOEF with an array of 20 micro-optical windows 
(two rows of 10 holes each) and Figure 2d shows a close up of 
the micro-optical windows. Figure 2e shows the increase in light 
leak intensity from different patterns of micro-optical windows 
(a single, a pattern of 10 and 20 micro-optical windows). The 
LOEF was immersed in a dispersion of fluorescent nanobeads 
and gelatin with blue light (460 nm) coupled into the LOEF. Light 
leaking from the micro-optical windows excites the fluorescent 
nanobeads revealing the spatial distribution of light (Figure 2f). 
The intensity of light leaking through the 20 micro-optical 

windows was measured to be 5.5 mW mm−2 when the laser was 
pulsed at 2 ms (period = 10 ms). This light intensity is sufficient 
for the optogenetic stimulation as the reported threshold for the 
activation of ChR-2 is 1 mW mm−2.[22,29]

2.2. Electrochemical Characterization of the LOEFs

2.2.1. Response to Hexaammineruthenium(II) and Dopamine

The OEFs and LOEFs were first characterized as working elec-
trodes in a three-electrode setup using the outer sphere redox 

Adv. Sci. 2019, 1902011

Figure 1. Left: A vision for remote controlled brain bioimplant for personalized and autonomous neurointervention using a multipurpose LOEF. Right: 
Pyrolytic carbon coated optical fiber (black), serving as a substrate for neural stem cell (orange) differentiation. Micro-optical windows on the fiber leak 
blue light that activates a) light-sensitive ionic channels on the neurons and b) triggers dopamine exocytosis (green). c) The outer conductive pyrolytic 
carbon allows the use of the LOEF as an electrode for real-time electrochemical detection of dopamine.

Figure 2. a) SEM showing the cross section of an optical fiber after pyrolysis (8 µm thick pyrolytic carbon layer (dark gray) surrounding the cladding 
and core (light gray) of the fiber). b) Schematic view of the functional principle of a leaky optoelectrical fiber (LOEF). c) SEM of an LOEF with a 2 × 10 
array of laser ablated micro-optical windows. d) Close-up of LOEF showing the side-walls of micro-optical windows. e) Photo showing different light 
leak intensity from a pattern of a single, 1 × 10 and 2 × 10 micro-optical windows (from right to left). f) Image of fluorescent nanobeads in gelatin 
surrounding the LOEF showing the spatial distribution of light leak. The arrow indicates the direction of light coupling.
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system hexaammineruthenium(II) ([Ru(NH3)6]2+).[30] A plat-
inum wire was used as the counter electrode and Ag|AgCl (sat-
urated KCl) as the reference electrode. Cyclic voltammograms 
(CVs) were acquired on the OEFs and LOEFs at different scan 
rates to assess the influence of the micro-optical windows on 
the carbon surface on its electrochemical behavior (Figure 3a; 
Figure S2a,b, Supporting Information). An increase in the 
anodic (iP,a from 5.5 ± 1.8 to 11.5 ± 1.3 µA) and cathodic (iP,c 
from 11.8 ± 1 to 13.3 ± 1 µA) peak current could be observed 
for the LOEFs after laser ablation (scan rate ν = 50 mV s−1, 
n = 3). A plausible explanation for that could be the marginal 
increase in the surface area of the carbon due to the exposed 
vertical sidewalls after laser ablation (Figure 2d) (for a single 
micro-optical window, the surface area decrease by laser abla-
tion: 710 ± 38 µm2 vs surface area increase due to side walls: 
754 ± 20 µm2). This increase in currents was accompanied 
by a marginal decrease in the peak potential separation ΔEp 
(−86.7 ± 3 mV before vs −81.3 ± 3 mV after laser ablation). 
Previously reported ΔEp for photoresist-derived carbon films 
under similar pyrolysis conditions as used here was larger than 
100 mV.[31] Both OEFs and LOEFs show a linear relationship 
with the square root of the scan rate up to 900 mV s−1 indi-
cating that the conductivity of the pyrolytic carbon does not 
limit electrochemical processes at higher scan rates (Figure 3b). 

Moreover, oxygen plasma treatment has been reported to 
increase the electron transport resistance of pyrolytic carbon,[32] 
however on the LOEFs, we did not observe any significant wid-
ening of ΔEp with oxygen plasma treatment (before plasma: 
81.3 ± 3 vs 80.3 ± 3 mV after plasma at 50 mV s−1). The LOEFs 
demonstrate quasi-reversible reaction kinetics indicated by the 
widening of ΔEp with scan rate from 80 mV at 25 mV s−1 to 
117 mV at 900 mV s−1 (Figure S2c,d, Supporting Information). 
Furthermore, these initial results demonstrate excellent electro-
chemical properties of the LOEF and that laser ablation of the 
OEF does not deteriorate its electrochemical behavior.

The ability of the LOEFs to oxidize dopamine was investi-
gated by acquiring CVs in dopamine hydrochloride solution. 
As shown in our previous work, oxygen plasma treatment 
of carbon surfaces increases the density of oxygen function-
alities, which improves the coating of a cell adhesion factor, 
e.g., Geltrex, required for effective cell adhesion and increases 
sensitivity toward dopamine oxidation due to the increased 
density of oxygen functionalities.[28,32] We characterized the 
dopamine electrochemistry of the LOEFs before and after 
oxygen plasma treatment. Acquired CVs on LOEFs before 
and after O2 plasma treatment (Figure 3c; Figure S3a,b, Sup-
porting Information) indicate an increase in iP,a from 4.4 ± 0.2 
to 4.9 ± 0.3 µA (250 × 10−6 m dopamine; ν = 50 mV s−1, 

Adv. Sci. 2019, 1902011

Figure 3. a) Characteristic cyclic voltammograms of 1 × 10−3 m [Ru(NH3)6]2+ acquired at different scan rates before (OEF) and after (LOEF) laser 
ablation. b) iP,a and iP,c versus the square root of scan rate for the same OEF and LOEF. c) Characteristic cyclic voltammograms of 250 × 10−6 m 
dopamine hydrochloride acquired on an LOEF, showing the influence of O2 plasma treatment and Geltrex coating on the electrochemical response 
(scan rate 50 mV s−1). d) iP,a (red) and iP,c (black) versus the square root of scan rate for the same LOEF before and after O2 plasma, and after 
Geltrex coating.



www.advancedsciencenews.com

1902011 (5 of 9) © 2019 The Authors. Published by WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim

www.advancedscience.com

n = 3). The ΔEp was slight widened after oxygen plasma (ΔEp = 
49.6 ± 1.2 mV before vs ΔEp = 57.6 ± 3.1 mV after O2 plasma). 
The electrochemical characterization presented above indi-
cates that neither laser ablation of the OEFs nor O2 plasma 
treatment of LOEFs deteriorates the electrochemical perfor-
mance and that the pyrolytic carbon on the LOEFs is suitable 
for dopamine detection.

To conduct cell-based experiments, the LOEFs need to 
be coated with cell adhesion factors, such as the basement 
membrane extract Geltrex, to promote cell adhesion. Upon 
coating oxygen plasma treated LOEFs with Geltrex (Figure 3c; 
Figure S3c,d, Supporting Information), the electrochemical sen-
sitivity clearly decreased (3.0 ± 0.2 µA, accompanied by a wid-
ening of ΔEp to 153 ± 9.7 mV). Previous work has shown that 
extracellular matrix proteins may either increase or decrease 
sensitivity to dopamine detection. While laminin increased 
sensitivity to dopamine detection,[33] collagen decreased the 
sensitivity in a similar way as we observed for Geltrex.[34] The 
decrease in sensitivity may partly be due to the mass transfer 
barrier formed by a protein coating. Moreover, the free surface 
charge generated by a protein coating may further explain the 
observed differences in the electrochemical behavior, showing 

enhancement of electrochemical sensitivity with laminin. 
Overall, despite the decrease in sensitivity to dopamine detec-
tion caused by the Geltrex coating, the results show that  
Geltrex coated LOEFs provide sufficient sensitivity for dopamine 
detection.

2.2.2. Detection of Dopamine Exocytosis upon Potassium-Induced 
Depolarization

We have previously used photoresist-derived pyrolytic carbon 
as an efficient substrate for the differentiation of human 
neural stem cells.[28] Hence, the ability of the LOEFs to func-
tion as a substrate for stem cell differentiation into dopamin-
ergic neurons and an electrode for the detection of dopamine 
exocytosis was investigated by differentiating human neural 
stem cells of ventral mesencephalic origin (hNSCs) on the 
LOEFs, as previously described.[28] As seen in Figure 4, the 
LOEF is uniformly covered with a dense neuronal network, 
as indicated by a high number of β-III tubulin positive cells 
(green). More than half (52 ± 7% (n = 3)) of the neurons 
also express tyrosine hydroxylase (TH, red), the rate limiting 

Adv. Sci. 2019, 1902011

Figure 4. Differentiation of hNSCs into dopaminergic neurons on an LOEF: a) Fluorescence maximum intensity projection of 17 optical sections span-
ning 100 µm of LOEF. Immunocytochemistry shows an even coverage of the LOEF by the differentiated neurons: ß-III tubulin (green); TH (red); nuclei 
(blue); merge (green, red, blue). White circles mark micro-optical windows. b) 3D reconstruction of the fluorescence images showing cell coverage of 
the curved surface of LOEF. c) SEM images indicating cell growth on and into the micro-optical windows of the fiber.
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enzyme involved in dopamine synthesis, indicating efficient 
differentiation into dopaminergic neurons on the entire 
surface with a density of 540 ± 73 cells mm−2. The neurons 
grow both on the surface of the LOEFs and into the micro-
optical windows as seen in the SEM images (Figure 4c). The 
cell culture medium was replaced with a baseline buffer solu-
tion containing 5 × 10−3 m KCl, followed by the injection of 
a stimulation buffer to elevate the final KCl concentration 
to 150 × 10−3 m. Figure 5a shows the amperometric current 
response upon K+-induced depolarization of a population of 
differentiated hNSCs on the LOEFs. It has previously been 
shown that the hNSCs used in this study do not differentiate 
into neurons that produce any other electroactive neurotrans-
mitters besides dopamine.[12,35] The oxidation of the released 
dopamine at the surface of the pyrolytic carbon thus results 
in an increase in the Faradaic current that manifests itself 
as a peak in amperometry. The current decays to the base-
line when dopamine is depleted at the electrode. No current 
response was obtained when the same experiment was per-
formed using undifferentiated hNSCs due to the absence of 
dopaminergic neurons. In addition, we monitored the pro-
gress of hNSC differentiation and their ability to release dopa-
mine over time by performing chronoamperometry during 
the differentiation process. Figure 5b shows the determined 
charges for the first and second exocytosis event within an 
interval of 15 min (black and red columns, respectively). 
There was no signal from undifferentiated cells 24 h after 
seeding (differentiation day 0). However, traces of dopamine 
could be detected already on day 1 of differentiation, indi-
cating dopamine exocytosis from hNSCs at an early stage of 
differentiation. As the differentiation progressed over time up 
to day 10, a continuous increase in signal was observed that 
can be attributed to the increasing number of dopaminergic 
neurons. The ratio between the measured charge for the first 
and the second exocytosis events increased as the differentia-
tion progressed indicating maturation of the differentiated 
hNSCs. The performed amperometric detection of dopa-
mine exocytosis proves the suitability of the pyrolytic carbon 
coating as a substrate for stem cell differentiation and as an 
electrode for electrochemical detection of dopamine exocy-
tosis by potassium-induced depolarization.

2.3. Detection of Dopamine Exocytosis upon Light-Induced 
Depolarization

Finally, in order to validate the ability of the LOEFs to optically 
stimulate the dopaminergic neurons and detect dopamine 
release, the hNSCs were genetically modified to express the 
light sensitive opsin ChR-2 using the human synapsin 1 
promoter rendering the transfected hNSC-derived neurons sen-
sitive to blue light. These hNSC-ChR-2 cells were then seeded 
on the surface of the LOEF and differentiated as described in 
the previous section.

We modified a 6-well cell culture plate to allow simultaneous 
culturing of cells on the LOEF, optical coupling of a laser for 
optical stimulation and electrical connections to the LOEF for 
electrochemical recording (Figure S4, Supporting Information). 
For the light stimulation and electrochemical detection of dopa-
mine, the cell culture medium was replaced with a baseline 
buffer solution containing 5 × 10−3 m KCl. Blue light (460 nm) 
from a laser diode was coupled into the LOEF carrying differ-
entiated hNSC-ChR-2 cells as shown in Figure S4 in the Sup-
porting Information. The stimulation pattern consisted of three 
single light pulses at an interval of 50 s between pulses fol-
lowed by three five-pulse trains with an interval of 50 s between 
each pulse train. Each pulse had a width of 500 ms and a period 
of 1 s. Light leaking from the LOEF (white box, Figure S4 inset, 
Supporting Information) interacts with ChR-2 eventually trig-
gering the release of dopamine directly at the carbon surface 
which is immediately detected using amperometry (Figure 6a). 
Every light stimulation leads to a transient current peak that 
decays back to the baseline, indicating that light-induced 
depolarization triggers dopamine exocytosis. Moreover, the 
five-pulse trains of light show the possibility to continuously 
stimulate the cells within small time intervals and detect the 
dopamine release from every stimulation event (Figure 6b). 
This is beneficial for Parkinson’s therapy as continuous delivery 
of dopamine has been shown to reduce levodopa-induced 
dyskinesia.[14] The amplitude of the current decreases with 
multi ple stimulations possibly due to depletion of dopamine in 
the neurons or ChR-2 desensitization. This is also visible from 
the charge measured for every single dopamine oxidation peak 
(Figure 6c). Simultaneously, nonoptogenetic hNSCs were used 

Adv. Sci. 2019, 1902011

Figure 5. a) Chronoamperometry of dopamine oxidation upon elevation of the final K+ concentration to 150 × 10−3 m recorded for nondifferentiated 
(black) and differentiated (red) hNSCs on OEFs. b) Total charge related to dopamine oxidation based on integration of current peaks recorded for 
differentiating hNSCs during 10 day differentiation period.
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as a control. Since these cells are not light sensitive, no change 
in the baseline current was observed when illuminated by light.

In our setup, the hNSC-ChR-2 cells are present both on and 
around the LOEFs. Hence, it is possible that the dopaminergic 
neurons close to the tip of the LOEFs could also be stimulated 
by light leading to dopamine exocytosis (red box, Figure S4 
inset, Supporting Information). We have however observed in 
the past that dopamine is oxidized only when it is released in 
very close proximity to the electrode surface. It has been shown 
that a release event as far as 300 nm from the electrode surface 
does not elicit any changes in the recorded current.[36] In order 
to investigate the influence of light leaking from the tip of the 
LOEFs on the obtained current signal (Figure S4, Supporting 
Information), we differentiated hNSC-ChR-2 cells on OEFs, 
pyrolyzed optical fibers without laser ablated micro-optical win-
dows. Light was coupled into the OEFs the same way as in the 
case of LOEFs and three single optical stimulations, each 50 s 
apart, were performed. While the light from the tip of the OEF 
could have stimulated dopaminergic neurons close to the tip, 
there was no change in the baseline current (Figure 6d). To rule 
out cell death as the reason for the absence of current peaks, we 
concluded the experiment by potassium-induced depolarization 
of the differentiated hNSC-ChR-2 cells.[28] A current peak was 
observed that decayed to the baseline, indicating the presence 
of dopaminergic neurons able to release dopamine. This and 

the internal controls prove that the signal detected upon light-
induced depolarization was generated by oxidation of the dopa-
mine released from differentiated hNSC-ChR-2 cells adhering 
on the LOEF.

These results provide the first proof of concept for a multi-
functional LOEF as a substrate for stem cell differentiation, an 
actuator for optical stimulation, and a sensor for real-time elec-
trochemical detection of dopamine exocytosis.

3. Conclusion

We have developed and characterized an LOEF for potential use 
as a brain bioimplant in cell replacement therapy. A commer-
cial optical fiber with a conformal polymer buffer layer was used 
as the basis to fabricate a pyrolytic carbon coated optical fiber 
by pyrolysis of the polymer buffer layer. Micro-optical windows 
were reproducibly patterned on the surface of the pyrolyzed 
fiber using laser ablation. Light propagating in the fiber leaks 
out of these micro-optical windows due to local change of the 
critical angle creating a leaky optical fiber. The intensity of light 
leaking from an array of micro-optical windows is more than 
the required threshold intensity for the stimulation of channel-
rhodopsin-2. Moreover, the laser ablation does not deteriorate 
the electrochemical properties of the pyrolyzed fiber thereby 
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Figure 6. Chronoamperometry of dopamine oxidation from hNSC-ChR-2-derived dopaminergic neurons after 10 days of differentiation: a) Light-
induced depolarization recorded for differentiated hNSC-ChR-2 cells (black) and hNSCs (red) on LOEF. From left, three single pulses and two five-pulse 
trains (details of pulse width in the text). b) Zoom-in of a five-pulse train shown in (a). c) Charge for dopamine oxidation integrated from every peak in 
(a). d) The effect of light pulses on hNSC-ChR-2 cells on an OEF (pulse time indicated by blue arrows) and current peak upon K+-induced depolariza-
tion of the same cells.
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turning the pyrolyzed fiber into a leaky optoelectrical fiber. The 
pyrolytic carbon derived from polyimide consistently displayed 
excellent electrochemical properties compared to photoresist-
film-derived pyrolytic carbon demonstrating their reproduc-
ibility for use as electrodes. Differentiation of hNSCs on these 
LOEFs indicates a uniform and dense coverage of the entire 
surface with differentiated neurons. By chemically depolarizing 
the neurons using a high concentration of KCl, we were able 
to detect dopamine exocytosis in real-time using LOEF as the 
electrode. This proves the suitability of the LOEFs for stem cell 
differentiation and an electrode to detect dopamine exocytosis. 
Furthermore, we genetically modified hNSCs to make them 
sensitive to blue light to enable selective stimulation of dopa-
minergic neurons. These optogenetic hNSCs were differenti-
ated on the LOEFs. Optical stimulation of neurons as a result of 
light leaking from the micro-optical windows leads to dopamine 
exocytosis that was detected in real-time using chronoamper-
ometry. The LOEFs described here thus provide the first proof 
of concept of a multifunctional device for the differentiation of 
dopaminergic neurons derived from optogenetic human neural 
stem cells for on-demand light-induced release of dopamine to 
restore the striatal dopamine levels in Parkinson’s disease.

4. Experimental Section
Pyrolysis, Laser Ablation, and Optical Characterization of Pyrolyzed 

Optical Fibers: Optical fibers with a 200 µm diameter fused silica core, 
10 µm thick cladding, and 15 µm polyimide buffer were purchased from 
Edmund Optics Ltd. (#57-062). The polymer buffer layer protected the 
cladding against abrasion. The fiber was pyrolyzed at 900 °C in a furnace 
(ATV Technologie GmbH, Germany) in an inert nitrogen atmosphere as 
described previously.[37]

A laser micromachining tool (microSTRUCT vario from 3D-Micromac 
AG, 355 nm with a spot size of 15 µm) was used for the microablation 
of the carbon and the fiber core. The power of the laser was 2 W and the 
frequency of the pulses was kept at 200 kHz to increase heat dissipation 
between pulses and to avoid excessive melting of the core material. 
Optical power measurements were performed using a PM130D power 
meter (Thorlabs Inc.).

Electrochemical Characterization of Pyrolyzed Optical Fibers: All 
reagents were purchased from Sigma-Aldrich/ThermoFischer. The 
electrochemical measurements were performed using a CHI 1010 
potentiostat (CH Instruments, Austin TX) with a three-electrode 
setup. The OEF/ LOEF were employed as the working electrode, a 
500 µm diameter platinum electrode (Advent Research materials Ltd., 
Oxford, England) as a counter electrode, and a DRIREF-L Ag|AgCL 
(saturated KCl) (WPI, Sarasoata, FL) as the reference electrode. The 
OEFs and LOEFs were characterized by acquiring CVs at varying scan 
rates in 1 × 10−3 m hexaammineruthenium(II) chloride and dopamine 
hydrochloride (concentrations ranging from 5 × 10−6 to 500 × 10−6 m) 
solutions prepared in phosphate buffer saline (PBS, pH 7.4) degassed 
by purging with nitrogen gas. The solutions were used immediately after 
preparation to prevent uncontrolled oxidation.

OEF and LOEF as Substrate for Stem Cell Culturing and Differentiation: 
The hNSCs used in this study were human ventral mesencephalic cells 
(hVM1). Both naïve and optogenetic hNSCs were cultured identically 
as described before.[12,38] The hNSCs were cultured for at least two 
passages after thawing before being seeded on Geltrex (ThermoFisher 
Scientific) coated OEF/LOEF. Cells were seeded in the same medium 
that was used before for maintenance, named as growth medium. 
Growth medium contained DMEM/F12 (ThermoFisher Scientific) 
with GlutaMAX (ThermoFisher Scientific) as basis. Additionally, the 
medium contained 6 g L−1 glucose (Sigma-Aldrich), 5 × 10−3 m HEPES 

(ThermoFisher Scientific), 0.5% m m−1 AlbuMAX (ThermoFisher 
Scientific), 40 × 10−6 m each of l-alanine (MerckMillipore), l-asparagine 
monohydrate (MerckMillipore), l-aspartic acid (MerckMillipore), 
l-glutamin acid (MerckMillipore), and l-proline (MerckMillipore), 
100× diluted N-2 supplement (ThermoFisher Scientifica), penicillin/
streptomycin mix, and 20 ng L−1 each of EGF and FGF (R&D systems).

24 h after seeding, growth medium was replaced with differentiation 
medium. Differentiation medium was prepared using the same 
components as growth media, although EGF and FGF were substituted 
by 1 × 10−3 m dibutyryladenosine 3′, 5′-cylic monophosphate sodium 
salt (Sigma-Aldrich) and 2 ng L−1 GDNF (PeproTech). After 48 h, the 
differentiation medium was completely replaced with fresh differentiation 
medium. Then, 2/3 differentiation medium was replaced with fresh 
differentiation medium every other day. The differentiation was concluded 
at 10 days in vitro after seeding and it was the time point for the analysis.

Detection of Dopamine Exocytosis: To detect dopamine exocytosis 
using chronoamperometry, the cell culture medium was replaced with 
a baseline buffer (pH 7.4), containing 10 × 10−3 m HEPES, 5 × 10−3 m 
glucose, 1.2 × 10−3 m magnesium chloride, 2 × 10−3 m calcium chloride, 
150 × 10−3 m sodium chloride, and 5 × 10−3 m potassium chloride (pH 
7.4). For the optical depolarization, a custom-made optical stimulation 
setup was created in house using a blue laser diode (PL450B rated 
80 mW, Osram Opto Semiconductors Inc.) as the light source. The laser 
diode was powered by the Rigol DP711 (Batronix GmbH & Co. KG). Light 
from the laser diode was coupled into the OEF/LOEF using an FC/PC to 
ferrule patch cable (M81L01, Thorlabs Inc.). Chemical depolarization of 
the neurons was done by adding a stimulation buffer into the baseline 
buffer to elevate the final K+ concentration to 150 × 10−3 m.

Viral Transfection of hNSCs: High-titer of third generation lentiviral 
particles containing hSyn1-ChR-2(H134R)-mCherry-WPRE was generated as 
previously described with a titer of 1.75 × 108 U mL−1.[39] hNSCs were seeded 
at 80% confluence in a T75 flask for its posterior infection. One day after 
seeding, cells were infected O/N with 5 µL of the lentivirus in a final volume 
of 10 mL of proliferation medium. After this first infection, the medium was 
removed and cells were reinfected again O/N using the same conditions. 
The next day, medium was discarded and cells, referred to as hNSC-ChR-2 
line, were allowed to recover for 24 h and were expanded routinely.

Immunocytochemistry and Confocal Microscopy: At the experimental 
endpoint (differentiation day 10), cells were fixed with 4% 
paraformaldehyde for 15 min. Following thorough rinsing with PBS, 
cells were incubated with 5% goat serum, 5% horse serum, and 0.25% 
Triton X-100 in PBS in order to permeabilize cell membranes and 
prevent unspecific binding of antibodies. Cells were then incubated with 
antityrosine hydroxylase (rabbit, PelFreez Biologicals P40101, 1:1000) and 
anti-β-tubulin (mouse, Sigma-Aldrich T8660, 1:1000) primary antibodies 
overnight at 4 °C. Following rinsing in PBS, cells were incubated with Alexa 
546 goat antimouse (ThermoFisher A-11030, 1:500) and Alexa 647 goat 
antirabbit (ThermoFisher A-21245, 1:500) secondary antibodies for 2 h at 
room temperature. The cell nuclei were counterstained with 2 µg mL−1 
Hoechst 33342 (ThermoFisher H1399) for 15 min followed by thorough 
rinsing with PBS. Confocal laser scanning microscopy was performed on 
an LSM 710 (Carl Zeiss, Jena, Germany) inverted microscope equipped 
with a 10× objective. Z-stacks were acquired from the top to the middle 
of the fiber in order to visualize the cells growing at different focal planes. 
Images were processed using ImageJ (NIH) software.

Supporting Information
Supporting Information is available from the Wiley Online Library or 
from the author.

Acknowledgements
S.V., J.K., and A.-I.B. contributed equally to this work. This project 
was funded by the European Union Horizon 2020 Programme  



www.advancedsciencenews.com

1902011 (9 of 9) © 2019 The Authors. Published by WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim

www.advancedscience.com

Adv. Sci. 2019, 1902011

(H2020-MSCA-ITN-2015 and H2020-MSCA-ITN-2016) under the Marie 
Skłodowska-Curie Innovative Training Network, projects BrainMatTrain 
and Training4CRM Grant Agreement Nos. 676408 and 722779, 
respectively. Work at the CBMSO was supported by grants (to A.M.S.) 
SAF-2017-83241-R and RETICS TerCel RD16/0011/0032.

Conflict of Interest
The authors declare no conflict of interest.

Keywords
dopamine exocytosis, human neural stem cells, leaky optical fibers, 
optogenetics, pyrolysis

Received: August 6, 2019
Revised: September 11, 2019

Published online: 

[1] D. W. Dickson, Cold Spring Harbor Perspect. Med. 2012, 2, a009258.
[2] J. Jankovic, J. Neurol. Neurosurg. Psychiatry 2008, 79, 368.
[3] W. Poewe, Eur. J. Neurol. 2008, 15, 14.
[4] P. Hickey, M. Stacy, Front. Neurosci. 2016, 10, 173.
[5] D. Salat, E. Tolosa, J. Parkinson’s Dis. 2013, 3, 255.
[6] M. Muthuraman, N. Koirala, D. Ciolac, B. Pintea, M. Glaser, 

S. Groppa, G. Tamás, S. Groppa, Front. Neurol. 2018, 9, 711.
[7] C. de Hemptinne, N. C. Swann, J. L. Ostrem, E. S. Ryapolova-Webb, 

M. San Luciano, N. B. Galifianakis, P. A. Starr, Nat. Neurosci. 2015, 
18, 779.

[8] S. Miocinovic, S. Somayajula, S. Chitnis, J. L. Vitek, JAMA Neurol. 
2013, 70, 163.

[9] A. Eusebio, H. Cagnan, P. Brown, Front. Integr. Neurosci. 2012, 6, 47.
[10] O. Rascol, P. Payoux, F. Ory, J. J. Ferreira, C. Brefel-Courbon, 

J.-L. Montastruc, Ann. Neurol. 2003, 53, S3.
[11] O. Lindvall, A. Björklund, NeuroRx 2004, 1, 379.
[12] C. Krabbe, E. Courtois, P. Jensen, J. R. Jørgensen, J. Zimmer, 

A. Martínez-Serrano, M. Meyer, J. Neurochem. 2009, 110, 1908.
[13] O. Lindvall, Z. Kokaia, Nature 2006, 441, 1094.
[14] C. W. Olanow, J. A. Obeso, F. Stocchi, Lancet Neurol. 2006, 5, 677.
[15] C. L. Parish, G. Castelo-branco, N. Rawal, J. Tonnesen, A. Toft, C. Salto, 

M. Kokaia, O. Lindvall, E. Arenas, J. Clin. Invest. 2013, 110, 32273.
[16] J. Tønnesen, A. T. Sørensen, A. Andersson, M. Kokaia, C. L. Parish, 

E. Arenas, C. Lundberg, K. Deisseroth, O. Lindvall, PLoS One 2011, 
6, e17560.

[17] J. A. Steinbeck, S. J. Choi, A. Mrejeru, Y. Ganat, K. Deisseroth, 
D. Sulzer, E. V. Mosharov, L. Studer, Nat. Biotechnol. 2015, 33,  
204.

[18] H. C. Tsai, F. Zhang, A. Adamantidis, G. D. Stuber, A. Bond, 
L. De Lecea, K. Deisseroth, Science 2009, 324, 1080.

[19] W. T. Chiu, C. M. Lin, T. C. Tsai, C. W. Wu, C. L. Tsai, S. H. Lin, 
J. J. J. Chen, PLoS One 2014, 9, e89293.

[20] E. S. Bucher, R. M. Wightman, Annu. Rev. Anal. Chem. 2015, 8, 239.
[21] K. Jackowska, P. Krysinski, Anal. Bioanal. Chem. 2013, 405, 3753.
[22] A. M. Aravanis, L. P. Wang, F. Zhang, L. A. Meltzer, M. Z. Mogri,  

M. B. Schneider, K. Deisseroth, J. Neural Eng. 2007, 4, S143.
[23] V. Gradinaru, K. R. Thompson, F. Zhang, M. Mogri, K. Kay, 

M. B. Schneider, K. Deisseroth, J. Neurosci. 2007, 27, 14231.
[24] O. Lindvall, A. Björklund, NeuroRx 2004, 1, 382.
[25] F. Pisanello, L. Sileo, M. De Vittorio, Front. Neurosci. 2016, 10, 70.
[26] F. Pisanello, L. Sileo, I. A. Oldenburg, M. Pisanello, L. Martiradonna, 

J. A. Assad, B. L. Sabatini, M. De Vittorio, Neuron 2014, 82, 1245.
[27] Y. Son, H. J. Lee, J. Kim, H. Shin, N. Choi, C. J. Lee, E.-S. Yoon, 

E. Yoon, K. D. Wise, T. G. Kim, I.-J. Cho, Sci. Rep. 2015, 5, 15466.
[28] L. Amato, A. Heiskanen, C. Caviglia, F. Shah, K. Zór, M. Skolimowski, 

M. Madou, L. Gammelgaard, R. Hansen, E. G. Seiz, M. Ramos,  
T. R. Moreno, A. Martínez-Serrano, S. S. Keller, J. Emnéus, Adv. 
Funct. Mater. 2014, 24, 7042.

[29] V. Gradinaru, M. Mogri, K. R. Thompson, J. M. Henderson, 
K. Deisseroth, Science 2009, 324, 354.

[30] R. L. McCreery, Chem. Rev. 2008, 108, 2646.
[31] S. Ranganathan, R. McCreery, S. M. Majji, M. Madou, J. Electro-

chem. Soc. 2000, 147, 277.
[32] E. Peltola, J. J. Heikkinen, K. Sovanto, S. Sainio, A. Aarva, 

S. Franssila, V. Jokinen, T. Laurila, J. Mater. Chem. B 2017, 5, 9033.
[33] K. Zór, A. Heiskanen, C. Caviglia, M. Vergani, E. Landini, F. Shah, 

M. Carminati, A. Martínez-Serrano, T. R. Moreno, M. Kokaia, 
D. Benayahu, Z. Keresztes, D. Papkovsky, U. Wollenberger, 
W. E. Svendsen, M. Dimaki, G. Ferrari, R. Raiteri, M. Sampietro, 
M. Dufva, J. Emnéus, RSC Adv. 2014, 4, 63761.

[34] H.-F. Cui, J.-S. Ye, Y. Chen, S.-C. Chong, F.-S. Sheu, Anal. Chem. 
2006, 78, 6347.

[35] A. Villa, I. Liste, E. T. Courtois, E. G. Seiz, M. Ramos, M. Meyer, 
B. Juliusson, P. Kusk, A. Martínez-Serrano, Exp. Cell Res. 2009, 315, 
1860.

[36] D. Sulzer, E. N. Pothos, Rev. Neurosci. 2000, 11, 159.
[37] L. Amato, A. Heiskanen, R. Hansen, L. Gammelgaard, 

T. Rindzevicius, M. Tenje, J. Emnéus, S. S. Keller, Carbon 2015, 94, 
792.

[38] E. T. Courtois, C. G. Castillo, E. G. Seiz, M. Ramos, C. Bueno, 
I. Liste, A. Martínez-Serrano, J. Biol. Chem. 2010, 285, 9881.

[39] R. Zufferey, D. Nagy, R. J. Mandel, L. Naldini, D. Trono, Nat. 
Biotechnol. 1997, 15, 871.


