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Operation of Solid Oxide Fuel Cells (SOFCs) with carbon-based fuels is a major 
advantage of this specific fuel cell  technology.  Yet,  the  use  of  carbon-containing 
fuels  can  lead  to  deactivation  of   the   cell   if   carbon   deposition   occurs. 
Therefore,  this  study  simulates   failure   on   a   Ni-YSZ   supported  cell   under   
steam reforming conditions by stopping the steam supply and investigates the cell 
voltage  and  temperature  responses  due  to  this fault.  Simultaneously,   time-
dependent     electrochemical     impedance  spectroscopy   (EIS)   monitoring during cell 
operation was performed which could be correlated to two processes, one mainly 
originating from support  layer  and another  from  the  active  anode  layer  of  the cell in 
a Ni-YSZ supported cell. Monitoring via EIS  may  therefore  be  used  to allow 
recognition of carbon deposition in due course and give the opportunity to counteract 
before detrimental failure occurs. 

 
 

Introduction 
 
 

SOFCs are a promising power converting alternative for various mobile and 
stationary applications. The high operating temperature of 700 – 900oC and the Ni-based 
fuel electrode permits SOFCs to be operated directly on hydrocarbon based fuels and not 
only on hydrogen. This option is known as direct internal reforming (DIR). Most 
commonly steam and methane are directly fed to the fuel electrode and catalytically 
converted to hydrogen and carbon monoxide via steam reforming and the water-gas-shift 
reaction on the active Ni in the SOFC. This fuel flexibility is beneficial for a variety of 
applications but introduces an additional potential possible cause of degradation, known 
as ‘coking’. Coking in SOFC, operated under steam reforming conditions, may occur due 
to following reactions: 

 

CH4		→	2H2	 	C s 	 1 	
2CO		→		CO2		 	C s 	 2 	
CO	 	H2		→			H2O	 	C s 	 3 	

	
Depending on the reaction pathway and the form of deposited carbon, deactivation of 

the catalyst may occur due to blockage of macro- and micro-gas diffusion channels, 
growth of carbon-whiskers, strong chemisorption of carbon-monolayers or complete 
encapsulation of the metal particles (1). Generally, this causes rapid and irreversible 
degradation of the cell. Several studies were therefore dedicated to investigate the 
influences of different operating conditions to prevent and remove coking. Based on 
thermodynamic calculations of the C-H-O system high steam-to-carbon ratios and higher 
operating temperature are certainly advantageous (2). Furthermore, operating the YSZ 



 

 
 

based cells at higher current density helps to prevent coking due to the naturally caused 
higher O2- flux which favours oxidization of the present carbon species (3). Thus, SOFCs 
are typically operated at high steam-to-carbon ratios (S/C ≥ 2) to prevent carbon 
deposition. However, even though the thermodynamic limit offers a good guideline for a 
safe operating window of SOFC operation (4), studies of specific limits regarding the S/C 
are still controversial. Various studies observed carbon deposition even in the carbon-free 
regions of the C-H-O diagram (5,6) while other studies showed possible operation of 
SOFCs in carbon deposition regions with limited evidence of carbon-deposition (7,3). 

Only few studies include experimental reliable monitoring tools to allow early 
detection of developing detrimental faults – ‘hard-failures’ – such as carbon deposition. 
Hence, this study simulates the break-down of the external steam supply under operation, 
leading to conditions at which carbon depositions takes place. Via different monitoring 
tools i.e. fuel electrode inlet temperature measurements, cell voltage monitoring and in- 
situ electrochemical impedance spectroscopy it was possible to track the development of 
carbon deposition in the fuel electrode structure and thus allowed exploration of possible 
counteracts before detrimental failure occurs. 

 
Experimental 

 
Cell specification and electrochemical measurement 

 
Start-up. The single cell test was carried out on a planar, fuel electrode supported 

Ni/YSZ based SOFC. In detail, the cells consisted of an approx. 300 μm thick porous 
Ni/3YSZ support on a 12-15 μm Ni/8YSZ electrode and a ~10 μm YSZ electrolyte. As 
oxygen electrode a ~20 μm thick LSM/YSZ composite electrode was applied. Detailed 
cell fabrication procedure and microstructural properties of the cells can be found in (8). 

The testing procedure started by heating the single cell to 850°C for sealing and 
reduction. The NiO of the support and fuel electrode was reduced for 2 h in a 9:91 H2:N2 
gas mixture at 20 l h-1 and completed for 1 h in pure H2 at 20 l h-1 at the same 
temperature. After reduction the cell was initially characterized by iV-curves and 
electrochemical impedance spectroscopy (EIS) at open-circuit voltage (OCV) and 
different gas compositions to the fuel and oxygen electrode. The characterizations were 
performed at 850, 800 and 750°C. 

 
Long-term test before the ’hard-failure’ test. In a 900 h long-term test the cell was 

subjected to reforming conditions at 750oC by supplying a fuel gas mixture of CH4/H2O 
(S/C=1.2) to the fuel electrode at a current density (i) 0.75 A cm-2 and a fuel conversion 
of 30%. EIS under a current load of 0.75 A cm-2 were recorded every 24 h during 
durability testing. O2 was fed to the oxygen electrode during the long-term test to assure 
negligible degradation of this electrode (9). The initial characterization was repeated after 
the galvanostatic durability test. 

 
’Hard-failure’ test – operation on methane only. After the first 900 h the steam 

supply was stopped under current load to simulate the break-down of the external steam 
gas supply and the cell was consequently operated on methane. In order study the effects 
of one specific fault i.e. ‘carbon deposition’, the methane gas flow was simultaneously 
increased to avoid fuel starvation. 

After changes of cell voltage, fuel inlet temperature and electrochemical performance 
(evaluated via EIS) had been observed, the cell was returned to the original long-term test 



 

 
 

conditions for 5 days. Thereafter the ‘hard-failure’ test (stop of steam supply) was 
repeated. 

 
Electrochemical Impedance Spectroscopy (EIS) 

 
EIS spectra were recorded with a Solartron 1260 A frequency analyzer in a 

frequency range from 96.5 kHz to 0.1 Hz and 12 points/decade. For visualization of the 
EIS an in-house developed Python based software Ravdav (10) was used. Distribution of 
relaxation times (DRT) was applied for qualitative analysis of characteristic frequency 
ranges for different processes and for interpretation of changes of each process over time 
(11). The high frequency response (arc at 11-40 kHz) has been assigned to the ionic 
transport in the YSZ-matrix of Ni-YSZ and LSM-YSZ electrodes (12). The impedance 
responses attributed to electrochemical processes appear at 1-4 kHz for the fuel electrode 
and at 0.1-1 kHz for oxygen electrode, respectively. Moreover, impedance originating 
from fuel diffusion and fuel conversion appear in a frequency range below 100 Hz. 
(12,13). 

 
Results and discussion 

 
The long-term testing was performed at conditions for which there – according to 

thermodynamic calculations – should be no C-deposition (2). 
After long-term testing, the cell was subjected to operation on methane alone to 

deliberately cause carbon deposition (14) and investigate the possibility of early failure 
detection and a recovery strategy. For better visualization of the sequences the first 900 h 
of test and EIS characterizations of the long-term test are not included in Figure 1. 

 

 
Figure 1 Cell voltage measurement during ‘hard failure’ testing. 

 
First ‘hard-failure’ test 

 
After long-term testing under steam reforming conditions of methane the cell was 

subjected to operation on methane only. Figure 2a shows the cell voltage and temperature 
measurements during the ‘hard-failure’ testing sequence (see Figure 1 for the overall 
period). 



 

 
 
 

 
 

Figure 2 Measured cell voltage and fuel inlet temperature for cell operation on CH4 with 
an insert of the last 4 h of the ‘hard failure’ test (a) and DRT plots of EIS measurements 

over time (b). The times for recording EIS are indicated by dots in (a). 

 
At the beginning of the ‘hard-failure’ test, an immediate cell voltage drop (ΔV = 12 

mV) at a constant current load of 0.75 A cm-2 occurred and the cell operation with 
methane fuel was accompanied by higher noise-to-signal ratio of the cell voltage 
measurement. Additionally, temperature monitoring of the fuel cell inlet showed a small 
temperature increase of 2 oC. Comparable observation of a cell voltage drop and 
temperature increase was reported by Subotic et al. (15) in a similar experiment 
performed with a diesel reformate fuel. After 36 h of the ‘hard-failure’ test, a temperature 
increase of 25oC close to the fuel inlet was detected and finally, after ca. 50 h while 
operating on methane the cell voltage started to decrease rapidly (see inserted image 
Figure 2a). In order to prevent the cell from fatal damage due to low voltage, the steam 
supply was started again. 

 
To get more detailed insight into the cell degradation while performing the ‘hard- 

failure’ test, EIS over time were performed (see Figure 2b for DRT representation of the 
EIS measurement and the times of the EIS measurements are additionally indicated by 
dots in Figure 2a). 

At the beginning of the ‘hard-failure’ test distinct changes corresponding to fuel 
conversion, fuel diffusion (low frequency range) and electrochemical activity (high 
frequency) was obvious. This effect is to be expected due to change and operation on a 
different fuel gas (compare yellow and first blue DRT in figure 2b). 

However, the evolution of the individual peaks occurred differently over time: First, 
the process related to the fuel gas diffusion through the porous electrode at 20-30 Hz (16) 
(diffusion resistance) started to increase steadily after the fuel change. In the first 36 h of 
methane operation the diffusion resistance approx. doubled (0.004 – 0.008 Ωcm2) and 
increased further to 0.010 Ωcm2 until stopping the ‘hard-failure’ test. Since the observed 
increase can serve as indicator for blocked pores (17,18), it suggests the initiation of 
carbon deposition inside the fuel electrode structure. 

The second low frequency process related to the gas composition changes 
(conversion resistance, 5 Hz), showed only a minor change in the first 36 h of the test 
(0.024 Ωcm2 ± 4%), and significantly increased by 33% thereafter. This increase seems to 
happen concurrently with the detected increase of temperature at the fuel inlet. As the 
temperature sensor was placed in the oxygen electrode chamber close to the fuel inlet, the 



 

 

 

occurrence of direct oxidation of CH4 due to cracks (-802.6 kJ mol-1) may explain the 
increase of temperature and gas composition changes in the fuel electrode chamber. 

Yet the third process at high frequency - the electrochemical activity - did not seem 
to be severely affected (0.131 Ωcm2 ± 3% ) over the complete period of the ‘hard failure 
test’ until the cell voltage decreased significantly (see Figure 2b). In other words, the first 
indication of carbon deposition appears as blocking of pores in the anode, while the 
electrochemical reactions (reflected by the corresponding EIS frequency response at 2 
kHz and the constant cell voltage) are not affected, initially. 

Hence, mainly carbon deposition occurring in the support layer of the electrode can 
be expected to be associated with the time-dependent increase of the diffusion resistance. 
Whereas the subsequent (ca. 36 h) temperature and gas conversion resistance increase 
indicate a possible mechanical failure. The deactivation of the active layer may be then 
visible by the significantly dropping cell voltage. 

Post-mortem investigations of cells at different stages of the experiment will give a 
more detailed insight into the evolvement of carbon deposition in the anode supported 
cell structure and are planned for future tests. 

 
Return to nominal conditions – methane/steam mixture as inlet gas 

 
After the ‘hard-failure’ test the fuel was set back to the initial long-term test 

conditions; meaning 4.8 l/h H2O and 4 l/h CH4. Figure 3a shows a magnification of 
Figure 1 corresponding to this period. The fuel inlet temperature decreased rapidly (re- 
introduction of steam) whereas the cell voltage showed an initial drop of 73 mV. This 
voltage drop corresponds approx. to the OCV decrease due to the gas change 
(OCVCH4=1.163 V vs. O2 and OCVreformate gas = 1.100 V vs. O2 as calculated from the 
Nernst equation). Then the voltage decreased slowly further to 605 mV (ΔV = 122 mV) 
and finally showed a gradual increase over time (see Figure 3a). The resulting steady 
voltage increase after the fast initial drop suggests that the cell is successively freed from 
C-deposits over time. However, the cell voltage did not reach the initial conditions after 
the cell voltage showed stabilization. An overall voltage loss of 18 mV compared to the 
initial voltage before methane operation was measured, indicating a not completely 
reversible recovery after the fault. 

 

Figure 3 Measured cell voltage and fuel inlet temperature for cell operation at nominal 
operation conditions after ‘hard-failure’ test (a) and DRT plots of EIS measurements over 

time (b). The times for recording EIS are indicated by dots in (a). 



 

 
 

The changes over time were again monitored by EIS (see Figure 3b for DRT 
representation of the EIS measurements and the times are indicated via red marks in 
Figure 3a). The increase of steam flow initially (≤  10 h) results in a very complex 
composition of the fuel gas, indicated by the changes of the gas conversion resistance 
(not shown here). After 22 h the fuel composition seemed fairly stable but the gas 
conversion resistance still decreased whereas the diffusion resistance showed no 
significant change within ca. 100 h of testing at nominal conditions. On the other hand, 
the resistance of processes in the high frequency region 1-3 kHz corresponding to the 
electrochemical active sites decreased steadily with time. 

 
Second ‘hard-failure’ test 

 
In the last sequence of the experiment the cell was operated again on methane only. 

During the first 2 h of the second ‘hard-failure’ test the temperature remained stable and 
thereafter increased again about 25oC. 10 h after the second stop of steam supply the cell 
voltage decreased rapidly again and destructive cell failure occurred (see Figure 4). 

 
Figure 4 Measured cell voltage and fuel inlet temperature for 2nd cell operation on CH4 
(a) and DRT plots of EIS measurements over time (b). The times for recording EIS are 
indicated by dots in (a). 

 
Consequently, the electrochemical activity of the cell responded faster to the second 

fault introduction. This is an indication for an incomplete recovery from the first fault 
segment. Particularly, the period where the diffusion in the pores was affected by carbon 
deposition seem to have not occurred, probably because there was still carbon deposited 
at those sites. An illustration of the assumed underlying processes during ‘hard-failure’ 
and ‘recovery’ are shown in Figure 5. 



 

 
 
 

 
 

Figure 5 Illustration of the proposed carbon deposition process during methane operation 
and after re-introduction of steam in the support and active layer of the Ni/YSZ supported 

SOFC. 

 
Conclusion 

 
This study simulates a failure where the steam supply is interrupted and the SOFC is 

run on methane only and a partly ‘recovery’ on the running SOFC by re-starting the 
steam supply. 

The fault introduction leads to operation at conditions where carbon deposition can 
be expected. Regularly performed EIS measurements showed a time-dependent increase 
of the impedance in the low frequency region which could be correlated to carbon 
deposition in the individual layers of the fuel electrode support (i.e. change in conditions 
limiting physical processes), while the electrochemical activity remained intact. After 
approx. 50 h of the operation on methane a fast decrease of the cell voltage was observed, 
suggesting the complete deactivation of the entire cell due to carbon deposition. 

Moreover, the recovery feasibility of the cell via the restart of the external steam 
supply was investigated. The re-introduction of steam resulted in a partly recovery 
attributed the oxidation of C-deposits in the active layer of the cell, while the carbon was 
not (completely) removed from the support layer. 
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