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Abstract: In this study, self-cross-linked chitosan/alginate dialdehyde multilayer films, capped with 

either alginate dialdehyde (6 layers) or chitosan (7 layers), are fabricated using the layer-by-layer 

method. The disruption of the electrostatic equilibrium when exposing the fabricated layers to acidic 

and alkaline conditions causes swelling within the film and independently in the outermost layer, 

showing dependence on the ionic strength. Spectroscopic ellipsometry and quartz crystal 

microbalance with dissipation monitoring are employed to examine the swelling behavior. Atomic 

force microscopy colloidal probe measurements are conducted to assess the surface forces between 

the multilayer films at different pH and ionic strengths. Finally, the electrostatic properties of the 

multilayer films are examined at different pH and ionic strengths using zeta potential measurements. 

The results suggest that stimuli-responsiveness and overall swelling behavior of the polysaccharide 

multilayer films significantly depend on the outermost layer, an effect that should expectedly become 

more pronounced the thinner the film becomes.   

Keywords: chitosan, alginate dialdehyde, polyelectrolyte multilayer, ionic strength, swelling, pH-

responsiveness  
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Introduction 

Multilayer films of chitosan (CHI) and alginate (ALG) are of great interest due to their biocompatibility, 

biodegradability, tunable structural properties, and stimuli-responsiveness.1 In addition, there are 

plenty of possibilities to chemically modify these polysaccharides, not only to introduce electrostatic 

charges but also to accommodate desired functional groups.2–5 Herein, ALG is oxidized using sodium 

metaperiodate to produce aldehyde groups, which can form covalent imine bonds with the amine 

groups of CHI through a Schiff base reaction.6–8 Accordingly, oxidized alginate, also known as alginate 

dialdehyde (ADA), can self-cross-link with CHI.9–11 Therefore, while the electrostatic attraction 

between the polyions mostly controls the layer-by-layer (LbL) assembly of the multilayer film, the 

aldehyde groups allow for instantaneous chemical cross-linking . This approach then constitutes an 

alternative to the use of typical post-cross-linkers, e.g., glutaraldehyde, ethylenediaminetetraacetic acid, 

and genipin.12–15 Self-cross-linked CHI/ADA multilayer films are responsive to variations in the pH 

of the medium in terms of reversible swelling/collapse; nevertheless, without disintegration of the 

coating.16 For this reason, CHI/ADA multilayer films are considered as promising coating materials 

for biomedical applications such as targeted drug delivery and tissue engineering.17–24  

Regarding the structure, a polyelectrolyte multilayer film is generally divided into two distinct 

regions.25,26 The internal part of the film consists of complexes of oppositely charged polyions, which 

comprise interpenetrated polymer chains with approximately 1:1 charge stoichiometry (intrinsic 

charge compensation). On the other hand, the outermost layer partly pairs with the beneath layer, 

meantime the excess unpaired segments create a surface charge reversal. As a result, the counterions 

adsorb to the outer layer (extrinsic charge compensation) to maintain the overall charge neutrality of 

the film. Since the degree of ionization of weak polyelectrolytes depends on the pH of the media, the 

corresponding multilayer films typically demonstrate pH-responsiveness as well.27–31 Changing the pH 



Page 3 of 29 
 

perturbs the charge-neutrality condition, which then creates excess positive or negative charges within 

the film that promote electrostatic repulsions and an osmotic effect due to the adsorption of the 

counterions.32 The produced charge imbalance can lead to swelling, irreversible structural changes, 

and ultimately dissolution of the film. Chemical cross-linking of the film can preserve the film integrity 

as the film swells until a balance between the favorable osmotic effect and the unfavorable entropy of 

stretching of the chains between the cross-link points is reached.33,34 The ionic strength, on the other 

hand, can impose multiple effects on the polyelectrolyte systems and multilayer films.35 As the most 

general effect, increasing the ionic strength screens the intra-chain electrostatic interactions leading to 

a less extended chain conformation.36 Such an effect is plausible for the outermost part of the 

multilayer films where dilute unpaired polyelectrolyte segments exist. The effect of ionic strength on 

the inner layer structure can be more complex depending on the composition of the multilayer, the 

interactions between the components, and the local steric crowding and electrostatic forces.37–42  

This work investigates how pH and ionic strength affect the swelling behavior, interaction, and 

electrostatic properties of CHI/ADA multilayer films. To do so, multilayer films comprising 6 layers 

(capped with ADA) and 7 layers (capped with CHI) are fabricated. Accordingly, we examine how 

changing the pH and ionic strength affect the multilayer properties depending on if the outermost 

layer is CHI or ADA. Quartz crystal microbalance with dissipation monitoring (QCM-D) is employed 

to monitor the growth of the multilayer films, as well as assessing the swelling behavior in response 

to variations in pH at different ionic strengths. Spectroscopic ellipsometry is used to assess the optical 

thickness of the films at different conditions. Next, atomic force microscopy (AFM) colloidal probe 

measurements are conducted to investigate the interactions between symmetric multilayers (6 layers 

against 6 layers and 7 layers against 7 layers) at different pH and ionic strengths. Finally, zeta potential 

measurements are performed to investigate the electrostatic properties of the multilayer films at 

different conditions. The results reveal that stimuli-responsiveness, swelling behavior, interaction, and 
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electrostatic properties of CHI/ADA multilayer films strongly depend on if the outermost layer is 

CHI or ADA.  

Experimental section 

Materials 

Sodium alginate (NaAlg, viscosity ≥2000 cP for 2% solution in water at 25 °C, M/G ratio of 1.56), 

chitosan (CHI, degree of deacetylation of 75-85%, viscosity 20-300 cP for 1% solution in acetic acid 

at 25 °C), 3-glycidoxypropyltrimethoxysilane (GPS, ≥98%), sodium hydroxide (NaOH, ≥97%), 

dibasic sodium phosphate (Na2HPO3, ≥99%), sodium dihydrogen phosphate (NaH2PO3, ≥99%), 

sodium cyanoborohydride (NaBH3CN, 95%), sodium metaperiodate (NaIO4, ≥99.5%), sodium 

chloride (NaCl, ≥99%), and ethylene glycol (99.8%) were all purchased from Sigma-Aldrich. Degassed 

ultrapure water (Sartorius, Arium Pro) with a resistivity of 18.2 MΩ.cm was used to prepare all the 

buffers and polymer solutions. Alginate dialdehyde (ADA) was prepared according to the previously 

reported procedure.16 Briefly, 1 w/w % NaAlg solution was prepared in ultrapure water, followed by 

the addition of NaIO4 (20 mol % relative to the number of repetitive units of sodium alginate) and 

stirring in the dark for 24 h. The oxidation reaction was then quenched by the addition of 2 ml ethylene 

glycol under stirring for 0.5 h. ADA was first precipitated by adding ethanol and then was purified by 

dialysis against ultrapure water for 3 days, followed by lyophilization. 

Quartz crystal microbalance with dissipation monitoring (QCM-D) 

QCM-D (Q-Sense E1, Biolin Scientific, Gothenburg, Sweden) measurements were conducted to 

monitor the LbL assembly and investigate the swelling behavior of the multilayer films. Silica-

sputtered sensors (QSX 335, Biolin Scientific) were first rinsed with acetone, ethanol, washed with a 

copious amount of ultrapure water, and dried using compressed air. The sensors were then plasma-

treated (PDC-32G plasma cleaner, Harrick Plasma, medium power, using air with a vapor pressure of 
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0.5 Torr) for 5 min to remove any organic contaminants. The sensors were then immersed in 18 v/v 

% GPS/acetone solution for 22 h, followed by thorough rinsing with acetone.43 The GPS-modified 

sensors were then immersed in CHI solution (100 ppm in 15 mM PBS at pH 6) for 40 mins followed 

by rinsing with ultrapure water.44  By doing so, the first layer of CHI is covalently grafted to the 

epoxide-modified silica substrate. The sensor was mounted in the QCM-D instrument module, and 

the flow cell was loaded with 15 mM PBS at pH 6 using a 0.15 ml min-1 flow rate. After obtaining a 

stable baseline, the ADA solution (200 ppm in 15 mM PBS at pH 6) was loaded into the chamber for 

40 min followed by 20 min rinsing with the PBS solution. A similar procedure was repeated using the 

CHI solution (100 ppm in 15 mM PBS at pH 6). Following these sequential steps, multilayer films 

capped with ADA (6 layers) and CHI (7 layers) were fabricated. A reduction reaction using NaBH3CN 

was then conducted to transform the  dynamic imine bonds to permanent amine bonds.45 To do so, 

NaBH3CN solution (30 mM in 15 mM PBS at pH 6) was loaded into the chamber for 1h, followed 

by 1.5 h rinsing with PBS buffer.  

Next, the effect of changing pH at different salt concentrations was investigated. The initial baseline 

was obtained in 1 mM NaCl at pH 6. Then, 3 consecutive pH cycles between pH 6 and pH 3 were 

performed, followed by three pH cycles between pH 6 and pH 9. A new baseline was then obtained 

in 10 mM NaCl at pH 6, and the pH cycles were performed at this ionic strength. A similar procedure 

was employed for the 100 mM NaCl solutions. A stabilization time of 40 min was given between each 

step (in all cases, before changing to a new solution, the frequency and dissipation variations over 10 

min were less than 0.2 Hz and 0.2 (×106), respectively). Note: adjusting the pH to 3 and 9 requires 1 

mM HCl and 0.01 mM NaOH, respectively. Therefore, for the solutions with pH 3, ultrapure water, 

9 mM, and 99 mM NaCl solutions were used to obtain overall ionic strengths of 1 mM, 10 mM, and 

100 mM, respectively.  
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Preparation of multilayer films on silicon wafer/colloidal probe  

Thermal oxide silicon wafer (Wafernet Inc., San Jose, CA) was used to prepare the samples for the 

spectroscopic ellipsometry, AFM, and zeta potential experiments. The wafers were first rinsed with 

acetone, ethanol, and ultrapure water, then dried with compressed air, and finally, plasma cleaned 

(PDC-32G plasma cleaner, Harrick Plasma, medium power, using air with a vapor pressure of 0.5 

Torr). The wafers were then immersed in 18 v/v % GPS/acetone solution for 22 h, followed by 

rinsing with acetone. A similar procedure was performed to clean and functionalize the AFM colloidal 

probe. Silica particles with a diameter of around 7 μm (Bangs Laboratories Inc., USA) were repeatedly 

rinsed with acetone and ultrapure water by centrifugation, immersed in the 18 v/v % GPS/acetone 

solution for 22 h, and then rinsed with acetone by centrifugation. A GPS-modified silica particle was 

glued to the end of a tipless rectangular cantilever (CSC37/Cr-Au, Mikromasch) using a small amount 

of a two-component epoxy adhesive (Araldite® Rapid). After treatment with GPS, the silica wafers 

and the AFM colloidal probe cantilevers were immersed in the CHI solution (100 ppm in 15 mM PBS 

at pH 6) for 40 mins to covalently graft the first CHI layer to the substrate. After the modification, 

they were put into a custom-made flow cell using a flow rate of 0.5 ml min-1. A rinsing step using 15 

mM PBS at pH 6 was conducted for 1 h to remove the unbound CHI. Herein, we chose an 

approximate exchange ratio (loaded liquid/flow cell volume) similar to in the QCM-D experiment, to 

prepare the multilayer films on the silica wafers and the colloidal probe. To conduct the LbL assembly, 

the ADA (200 ppm in 15 mM PBS at pH 6) and CHI (100 ppm in 15 mM PBS at pH 6) solutions 

were loaded into the flow cell for 1 h with 1.5 h rinsing by 15 mM PBS at pH 6 in between. Following 

this procedure, multilayer films capped with ADA (6 layers) and CHI (7 layers) were fabricated on the 

silica wafers and the AFM colloidal probe. A reduction reaction was then conducted by loading 

NaBH3CN solution (30 mM in 15 mM PBS at pH 6) for 1 h followed by 1.5 h rinsing with buffer.   
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Spectroscopic ellipsometry  

Spectroscopic ellipsometry measurements (M-2000U, J.A. Woollam Co., Inc.) were carried out using 

the standard liquid cell of the instrument (5 mL Heated Liquid Cell™). The ellipsometric Ψ (represents 

the angle calculated from the amplitude ratio of p- and s-polarizations) and Δ (represents the phase 

shift between the p- and s-polarizations) were collected in the wavelength range of 245-1000 nm at an 

angle of incidence of 75 ˚. The measurements were first performed on multilayer films with 6 and 7 

layers on the silicon wafer; however, the optical thicknesses were relatively small, and the differences 

were insignificant (strong correlation between the model parameters). Hence, relatively thicker 

multilayer films with 14 (capped with ADA) and 15 (capped with CHI) layers were prepared and the 

optical thicknesses were estimated. The films were firstly given an equilibrium time of 40 min in 1 mM 

NaCl at pH 6, followed by measurements in pH 3, 6, and 9 (40 min stabilization time after each step, 

the thickness variations over 10 min were less than 0.1 nm before changing to a new solution). A 

similar procedure was used for the measurements in 10 and 100 mM solutions. The optical behavior 

of the multilayer films was modeled using the empirical Cauchy relation (n(λ)=A+B/λ2). The optical 

constants of pure water at 25 °C (from the software library) were used for all solutions (corrected 

optical constants of 100 mM NaCl were tested, but minor changes in the data were found).46 The 

instrument software (CompleteEASE) was used for data modeling and analysis.  

AFM colloidal probe measurements  

AFM (NanoWizard 3 AFM, JPK Instruments AG, Berlin, Germany) colloidal probe measurements 

were performed to investigate the surface forces between the multilayer films. The accurate spring 

constant of the unloaded cantilevers (CSC37/Cr-Au, Mikromasch) was determined by the Sader 

method.47 The sensitivity of the cantilevers (loaded, before coating) was obtained by performing force 

measurements against a bare silica wafer (Supporting Information, Figure S1). A similar procedure as 
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that of the ellipsometry experiment was used herein (40 min stabilization time). A constant approach 

and retraction speed of 400 nm s-1 was used to avoid hydrodynamic effects.48 For each condition, three 

randomly chosen areas (10 μm × 10 μm, 36 points on each area) of the sample were chosen to perform 

the force measurements. The standard software of the instrument (JPK SPM Data Processing) was 

utilized to analyze the force curves. 

Zeta potential measurements  

Zeta potential (SurPASS, Anton Paar GmbH, Graz, Austria) measurements were conducted to 

examine the electrostatic properties of the multilayer films. Two silica substrates (20 mm × 10 mm) 

were mounted into the instrument flow cell separated by a 100 ± 5 μm capillary channel. The solutions 

were pumped through the capillary channel between the two samples, producing a linearly increasing 

measurement pressure (rinsing time of 180 s, target pressure of 400 mbar). Zeta potential was 

calculated using the Hermann von Helmholtz equation for planar solids.49 The measurements were 

conducted in the order of increasing ionic strength and pH (for a given ionic strength, the pH of the 

solution was increased from 3 to 9 using an auto-titration system). To ensure the reliability of the data, 

the experiments were repeated twice.  
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Figure 1 QCM-D data for layer-by-layer (LbL) assembly of the multilayer films; frequency (f) and dissipation (D) shifts 

for 3rd overtone as a function of time for multilayer films capped with ADA (6 layers, dark gray line) and CHI (7 layers, 

red line). The two separate figures nearly superimpose, affirming the reproducibility of the LbL assembly and film growth. 

Results  

LbL assembly  

Figure 1 presents the frequency (f) and dissipation (D) shifts resulting from the LbL assembly of the 

multilayer films. The multilayer film capped with ADA (dark gray line) comprises 6 deposited layers 

and the multilayer film capped with CHI (red line) consists of 7 deposited layers. It has to be noted 

that, in both cases, the first deposited CHI layer is covalently attached to the GPS-modified silica 

surface, which can ensure the stability of the films. The sequential deposition of the polyions is 

characterized by a continuous decrease in f and increase in D. The former implies enhanced coupled 

mass, i.e., polymer film with hydrodynamic water content, while the latter represents the enhanced 

viscoelastic nature of the adhered film. A closer inspection of the data reveals that the deposition of 

CHI leads to a decrement in f (~ 16 Hz) that is nearly twice as large compared to the deposition of 

ADA (~ 8 Hz), which suggests non-symmetrical adsorption of the polyions. A similar trend is found 

for D where deposition of CHI is characterized by relatively larger shifts compared to the deposition 

of ADA. We suggest this behavior originates from the difference in the charge fractions of CHI and 

ADA. The pKa of a free (non-grafted) CHI chain in solution is ~ 6.0-6.5, and the pKa of an isolated 

ADA chain in solution is ~ 3.0-3.5.50,51 Therefore, at pH 6 where the LbL deposition is performed, 

one can assume that the CHI chains possess a relatively low charge fraction (in the vicinity of pKa), 

whereas the ADA chains will possess a relatively high charge fraction (well above pKa). Therefore, 

more CHI chains need to adsorb for a given amount of adsorbed ADA to fulfill the charge neutrality 

condition, which may explain the larger shifts when CHI is deposited.  
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Swelling behavior: spectroscopic ellipsometry  

We herein consider that CHI/ADA multilayer films consist of two regions with distinct conformation 

and electrostatic properties. The internal zone comprises entangled CHI and ADA chains within 

intrinsically compensated complexes. At pH 6 where the LbL assembly is conducted, the inner part 

of the CHI/ADA multilayer should be found in a nearly charge-neutral state. Changing the pH 

produces a charge imbalance in the inner part that can give rise to film swelling. Based on the 

approximate pKa values, at pH 6, CHI is expected to be partially charged, whereas ADA is more 

strongly charged. By increasing the pH from 6 to 9, CHI should become almost uncharged, whereas 

ADA becomes further charged, which together produce a net negative charge within the film. The 

negative charge promotes adsorption of Na+ counterions to the film and the resultant osmotic effect 

should lead to swelling of the inner part. Contrarily, by decreasing the pH from 6 to 3, CHI becomes 

highly charged, whereas ADA should be found in a partially charged state, which together lead to a 

net positive charge within the film, adsorption of Cl- counterions, and hence osmotic swelling of the 

inner part. 
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Figure 2 Ellipsometry data for the CHI/ADA multilayer films capped with ADA (top row, panel a) or CHI (bottom row, 

panel b). Ψ (a1) and Δ(a2) spectra for the multilayer film with 6 layers in 10 mM NaCl at different pH values, (a3) estimated 

optical thickness (standard deviation of the modeled thickness values ≤ 0.25 nm) of the multilayer film with 14 layers at 

different pH and ionic strengths. Ψ (b1) and Δ (b2) spectra for the multilayer film with 7 layers in 10 mM NaCl at different 

pH values, (b3) estimated optical thickness (standard deviation of the modeled thickness values ≤ 0.25 nm) of the 

multilayer film with 15 layers at different pH and ionic strengths.            

To check the effect of pH and ionic strength on the swelling behavior of the inner part of the film, 

spectroscopic ellipsometry experiments are performed. Ellipsometry is an optical method that 

estimates the film thickness based on the difference in the refractive index of the medium and the 

hydrated polymer film.52,53 Since the outer part of the film consists mostly of dilute dangling chains, 

the optical properties of this zone are relatively close to that of water. Hence, ellipsometry, in general, 

is relatively more sensitive to the dense (polymer-rich) inner part of the film.  



Page 12 of 29 
 

Figure 2 summarizes the ellipsometry data for the multilayer films at different pH and ionic strengths 

(detailed modeling data and estimated refractive indices of the films at different conditions are 

provided in the Supporting Information, Figure S2-S4). It is evident that Ψ and Δ spectra of the 

multilayer films with 6 (Figure 2(a1), (a2)) and 7 (Figure 2(b1), (b2)) layers almost superimpose and do 

not show significant dependence on pH and ionic strength. The modeling of the data suggests optical 

thicknesses ~ 3-5 nm in all cases. However, a large degree of correlation between the free parameters 

of the optical model is found, which is a common challenge when studying relatively thin polymer 

films (≲ 10 nm) using spectroscopic ellipsometry. To address this issue, multilayer films having 14 

(capped with ADA, Figure 2(a3)) and 15 (capped with CHI, Figure2(b3)) layers are prepared and 

examined. As a general observation, changing the pH from 6 to 9 leads to an increment in the optical 

thickness, whereas changing the pH from 6 to 3 has quite a minor effect on the optical thickness. 

Thus, the positive charge imbalance when pH is changed from 6 to 3 is apparently less pronounced 

than the negative charge imbalance when pH is changed from 6 to 9, which can be attributed to the 

different amounts of CHI and ADA in the film, different charge fractions of CHI and ADA when 

fully ionized, proximity to the corresponding pKa values, and conformational restrictions due to cross-

linking. As another general observation, the optical thickness enhances with an increase in the ionic 

strength, an effect that is notably more pronounced at pH 9. Such swelling behavior may be explained 

based on the local steric crowding and electrostatic forces reported for dense weak polyelectrolyte 

brushes.40,41 According to the ellipsometry results, we can thus consider that the dense inner part of 

the multilayer films notably swells when pH is increased from 6 to 9, whereas minor swelling occurs 

between pH 6 and 3. For relatively thin films, including CHI/ADA films with 6 and 7 layers, these 

variations in the internal part thickness are expectedly less pronounced.  
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The outer part of the multilayer film can be considered as less entangled chains with more degrees of 

freedom that are partly paired with the beneath layer (intrinsic compensation) and partly compensated 

with counterions in the solution (extrinsic compensation). Changing the pH should affect the charge 

fraction and conformation of the outer layer depending on the corresponding pKa. When the 

multilayer film is capped with ADA, the outer layer should be found in collapsed, partly swollen, and 

highly swollen states at pH 3, 6, and 9, respectively. An opposite trend is expected when the multilayer 

film is capped with CHI, i.e., highly swollen, partly swollen, and collapsed outer layer at pH 3, 6, and 

9, respectively. Based on the discussed effects in the inner and outer parts, it is expected that multilayer 

films capped with CHI or ADA demonstrate two different swelling behaviors. When having ADA as 

the outer layer, increasing the pH should lead to swelling in both the inner and the outer parts of the 

film. Contrarily, when having CHI as the outer layer, increasing the pH should result in swelling of 

the inner part but the collapse of the outer part. To further test this hypothesis, QCM-D and AFM 

force measurements are conducted and discussed in the following sections.  
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Figure 3 QCM-D data for pH-induced swelling; frequency (f, square) and dissipation (D, circle) shifts for pH changes at 

different ionic strengths for multilayer films capped with ADA (6 layers, panel a) and CHI (7 layers, panel b).  

Swelling behavior: QCM-D  

Figure 3 summarizes the QCM-D swelling data of the multilayer films (6 and 7 layers) at different pH 

and ionic strengths. Regarding the multilayer film capped with ADA (Figure 3, panel a), the shifts in 

f and D suggest a significant swelling when the pH is changed from 6 to 9. This can be attributed to 

swelling of the inner layer as well as swelling of the outermost ADA layer. On the other hand, 

decreasing the pH from 6 to 3 has an insignificant effect on f and D, which can hint to minor structural 

changes and (or) counterbalancing effects. By decreasing pH from 6 to 3, the inner part of the film is 
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expected to slightly swell (see Figure 2), whereas the outermost ADA layer should become more 

collapsed due to the protonation of carboxyl groups. These two minor contributions may cancel out 

each other. Besides, increasing the ionic strength has no significant effect on the pH cycle between 3 

and 6. Contrarily, increasing the ionic strength has a substantial effect on the swelling behavior under 

the alkaline condition, i.e., increasing the ionic strength leads to reduced swelling when pH is changed 

from 6 to 9. As demonstrated in Figure 2, increasing the ionic strength leads to swelling in the inner 

part of the film, in particular at pH 9. The attenuated swelling observed in Figure 3 (panel a) then 

suggests a conformational collapse in the outer layer with increasing ionic strength, which could be 

attributed to electrostatic screening effect. We will discuss this effect further in the next section 

regarding the AFM force measurements.  

Regarding the multilayer film capped with CHI (Figure 3, panel b), it is evident that the swelling 

behavior considerably differs from that of the multilayer film capped with ADA. Herein, changing pH 

from 6 to 3 is associated with relatively large shifts in f and D, suggesting swelling of the multilayer. 

As discussed, the inner part of the film, as well as the outermost CHI layer should both swell in an 

acidic medium. Nevertheless, since the inner part is expected to undergo minor swelling (according to 

Figure 2), we suggest that the observed shifts in f and D chiefly originate from swelling in the 

outermost CHI layer. In addition, increasing the ionic strength leads to a weaker swelling, which could 

be similarly attributed to the electrostatic screening effect on the outer layer. When changing the pH 

from 6 to 9, we observe a rather complex swelling behavior with significant dependence on the ionic 

strength. Minor shifts in f and D are found for the lowest ionic strength. By increasing the ionic 

strength, the multilayer film shows pH-responsiveness in terms of moderate f and D shifts and thus 

swelling. As discussed above, two opposite effects are expected for the multilayer film capped with 

CHI when pH is changed from 6 to 9. On the one hand, the outer layer should collapse due to the 

deprotonation of amine groups on CHI. On the other hand, the inner part of the film should swell 
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due to the negative charge imbalance. For the lowest ionic strength, it appears that these two opposing 

effects are counterbalancing each other, so minor shifts in the QCM-D data is found. However, when 

the ionic strength is increased, it appears that the swelling effect in the inner film becomes more 

dominant. Accordingly, one can speculate that increasing ionic strength has a relatively large screening 

effect on the outer layer, which will be further examined in the next section.     

Surface forces: AFM colloidal probe  

Figure 4 represents the approach force–separation curves obtained for the symmetric multilayer (6 

and 7 layers) films, i.e., two films capped with ADA (left column, panel a) as well as two films capped 

with CHI (right column, panel b), at different pH and ionic strengths. First, it should be mentioned 

that, while the consecutive force curves obtained at the same position showed little variation between 

the individual force curves, the force curves collected at different lateral surface positions did show 

variations in the range and magnitude of the interaction. However, a clear averaged variation between 

different pH and ionic strengths exists in all cases, which exceeds the variation between individual 

forces curves (Supporting Information, Figure S5). Secondly, it should be considered that AFM only 

measures the relative distance and not the absolute distance between the surfaces. Herein, we defined 

the zero-separation point as the region where apparent hard-wall repulsion achieved at the highest 

applied force. Thus, the forces curves presented in Figure 4 can be considered as representative force 

curves with separation distances being relative to the highest level of compression.  
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Figure 4 Approach force-distance curves between the symmetric multilayer (6 and 7 layers) films plotted on semi-log scale 

at different pH values (black squares, red circles, and blue triangles represent pH 3, 6, and 9, respectively) and ionic 

strengths. Panel a shows the force profiles between two multilayer films capped with ADA. Panel b provides the force 

profiles between two multilayer films capped with CHI. 9 representative force curves are plotted for each condition.  

Before discussing the detailed observations, we note some general trends in the force curves. 

Regardless of the composition of the outermost layer, the ionic strength, and the pH, we observe 

monotonously repulsive forces with approximate decay lengths between 10 to 100 nm. The Debye 

lengths are 9.6 nm, 3.0 nm, and 0.9 nm at ionic strengths of 1 mM, 10 mM, and 100 mM, respectively. 
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Accordingly, the measured repulsive forces are longer-ranged than double-layer forces; hence, it is safe 

to conclude that the variations in the force curves are related to the conformational changes discussed 

in Figure 2 and Figure 3.  

According to Figure 4 (panel a), the force-distance curves between two multilayer films capped with 

ADA depend on both pH and ionic strength. For the lowest ionic strength (Figure 4(a1)), the force 

curves are similar at pH 3 and pH 6 (slightly longer-ranged at pH 6), whereas the repulsive force is 

considerably longer-ranged at pH 9. This observation is in good agreement with the structural changes 

discussed in relation to Figure 2 and Figure 3. Accordingly, changing pH from 6 to 3 leads to minor 

structural changes and probably counterbalancing effects in the inner and outer parts of the film, 

whereas changing pH from 6 to 9 produces large swelling both in the inner and outer parts of the film. 

Increasing the ionic strength to 10 mM (Figure 4(a2)) seems to have a minor effect on the range of 

the interactions. Long-ranged repulsive forces are measured at pH 9, implying the highly swollen 

nature of the outermost ADA layer. It has to be mentioned that the QCM-D data (Figure 3(a2)) 

showed insignificant shifts in f and D when pH is changed from 6 to 3. However, the AFM force 

curves indicate relatively shorter-ranged repulsion at pH 3. As discussed, changing pH from 6 to 3 

should produce minor swelling in the inner and a more considerable collapse in the outer ADA layer. 

Accordingly, it seems that the collapse in the outer layer has a more significant effect that is detectable 

by AFM colloidal probe. Further increasing the ionic strength to 100 mM (Figure 4(a3)) results in 

notable changes in the force profiles. Accordingly, the repulsive force profiles at pH 3 and 6 seem to 

overlap, suggesting rather similar conformational features under the two conditions, which can be 

attributed to similar inner film characteristics (Figure 2(a3)), together with a strong screening effect in 

the outer layer. On the other hand, the repulsive force at pH 9 has become shorter-ranged (screening 

effect), whereas it is still relatively longer-ranged than at lower pH values. This observation supports 

the QCM-D data (Figure 3(a3)) in which minor shifts were found between pH 6 and 3, while a reduced 
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swelling was found when changing pH from 6 to 9. We also notice a general change in the appearance 

of the force curves from a more “soft tail type” repulsion to a more “strong bulk type” repulsion. For 

instance, the repulsive force at a separation of ~ 20-30 nm at pH 9 is of higher magnitude at an ionic 

strength of 100 mM compared to at 1 mM even if the absolute range of the repulsion is longer at 1 

mM. This observation further supports the idea of electrostatic screening and the collapse of the soft 

outer part of the film.    

According to Figure 4 (panel b), the force-distance curves between two multilayer films capped with 

CHI also depend on pH and ionic strength. For the lowest ionic strength (Figure 4(b1)), the repulsive 

force is most long-ranged at pH 3, whereas the repulsion is of a rather similar range at pH 6 and pH 

9. These observations follow the trends observed in the QCM-D data (Figure 3(b1)), where no 

significant swelling was inferred when changing the pH from 6 to 9, while a significant swelling was 

observed when changing the pH from 6 to 3. Considering that the inner layer shows minor 

conformational changes between pH 3 and pH 6, the longer-ranged repulsion at pH 3 implies a more 

swollen conformation of the outermost CHI layer. The relatively similar force profiles at pH 6 and 

pH 9 may be attributed to the opposite structural changes in the inner and outer parts of the film. 

Accordingly, increasing the pH from 6 to 9 leads to significant swelling in the inner zone, together 

with the collapse of the outer layer. The combination of these two effects seemingly cancel out each 

other, as suggested by both QCM-D and AFM measurements. Increasing the ionic strength to 10 mM 

(Figure 4(b2)) results in shorter-ranged force profiles at all pH values, which can be correlated to a 

screening effect on the outer layer. The force profile at pH 3 demonstrates longer-ranged repulsion 

confirming a swollen outermost CHI later. Moreover, the force profile at pH 9 is more long-ranged 

than at pH 6. The outer CHI layer is expected to collapse when pH is changed from 6 to 9; therefore, 

the longer-ranged repulsion at pH 9 may be attributed to the swelling of the inner part of the film (as 

shown in Figure 2(b3)). These observations are all in agreement with Figure 3(b2), in which swelling 
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is predicted under both acidic and alkaline conditions. Increasing the ionic strength to 100 mM (Figure 

4(b3)) leads to more short-ranged repulsions at all three pH values implying a screening effect on the 

outer CHI layer. The most short-ranged repulsive force is found at pH 6 followed by pH 9 and then 

pH 3. Similarly, the longer-ranged repulsion at pH 3 can be attributed to the outer layer contribution, 

whereas the difference between pH 6 and 9 can be attributed to the more swollen inner layer at pH 9.  

Lastly, two important observations must be highlighted in Figure 4. Firstly, the multilayer film capped 

with ADA shows the longer-ranged repulsion under alkaline condition, whereas the multilayer film 

capped with CHI exhibits the longer-ranged repulsion under acidic conditions. Secondly, regarding 

both multilayer systems, increasing the ionic strength, in general, gives rise to shorter-ranged repulsive 

forces at a given pH value. These two observations provide convincing proof that AFM colloidal 

probe, unlike ellipsometry, is more sensitive to the conformational changes in the periphery of the 

film. Since the swelling behaviors inferred by QCM-D and AFM colloidal probe are mostly identical, 

one can infer that QCM-D is also quite sensitive on the conformational changes at the film surface.      

Zeta potential: electrostatic properties   

In addition to the pH-induced swelling behavior discussed in the previous sections, the overall 

electrostatic properties of the multilayer films also depend on if the outer layer is CHI or ADA. Figure 

5 presents the measured zeta potentials of the multilayer films (6 and 7 layers) capped with ADA 

(Figure 5(a)) or CHI (Figure 5(b)) at different ionic strength and pH values. For comparison, we have 

presented the zeta potential of bare silica wafer under the same conditions in the Supporting 

Information (Figure S6).  
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Figure 5 Zeta-potential as a function of pH value at the different ionic strengths for the multilayer (6 and 7 layers) films 

capped with ADA (a) and CHI (b). 

Firstly, regardless if the multilayer film is capped with ADA or CHI, the zeta potential is positive at 

low pH and negative at high pH values. This observation reveals that the electrostatic potential, as 

seen from the outside of the multilayer film, is not solely controlled by the charge state of the 

outermost layer, but the charge state of the inner part of the film contributes as well. Secondly, the 

zeta potential is more positive at low pH if the outermost layer is CHI but not significantly more 

negative at high pH if the outermost layer is ADA. This suggests that the zeta potential is more 

sensitive to the overall composition (total amount of charged groups) of the multilayer film than to 
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the sign of the charge state of the outermost layer, i.e., when the outermost layer is CHI, the layer 

contains more CHI than when the outermost layer is ADA, whereas the layers contain the same 

amount of ADA in the two cases. Thirdly, independently of if the multilayer film is capped with ADA 

or CHI, the magnitude of the zeta potential (at all pH values) decreases with increasing ionic strength. 

This trend is not specific to the multilayer films but is a general trend for the zeta potential of any 

charged interface, e.g., a bare silica surface (Supporting Information, Figure S6). This is because the 

zeta potential is a measure of the effective net charge of the surface (both non-mobile and mobile 

charges) within the volume given by the slipping plane. Thus, when the double layer is compressed 

and more ions are available to compensate the non-mobile surface charges, the zeta potential will 

decrease. Finally, we note that the isoelectric point of the multilayered film appears almost unaffected 

by the ionic strength when the layer is capped with CHI while being shifted towards lower pH values 

for lower ionic strengths when the layer is capped with ADA.  

Discussion 

Thin polymeric films, in general, consist of two distinct zones, i.e., a dense entangled inner zone and 

a dilute dangling outer zone. Regarding weak polyelectrolyte multilayer films, these two zones also 

possess distinguished degrees of electrostatic association and complexation. Hence, variations in pH 

and ionic strength affect these zones differently. The conventional thin-film analysis methods are each 

more sensitive to a particular property/region of the polymeric film; therefore, detecting the swelling 

behavior of thin films can strongly depend on the analysis method.54–56 Concerning our work, we 

considered that ellipsometry is mostly sensitive to the inner polymer-rich part, whereas QCM-D and 

AFM colloidal probe are more sensitive to the overall film conformation, including the outer layer. 

The combination of these methods can thus provide an overall picture of the effect of pH and ionic 

strength on the CHI/ADA multilayer films (Scheme 1).  
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Scheme 1 Schematic illustration of structural conformation and swelling behavior of CHI/ADA multilayer films capped 

with either ADA (left panel) or CHI (right panel) at different pH and ionic strengths.   

According to the ellipsometry data (Figure 2), the inner part of the film notably swells when pH is 

increased from 6 to 9 (strong negative charge imbalance), whereas minor swelling is found when pH 

is decreased from 6 to 3 (minor positive charge imbalance). Increasing the ionic strength, in general, 

gives rise to swelling of the inner part specifically at pH 9, an effect exclusive to crowded weak 

polyelectrolyte systems such as densely grafted brush systems. However, it has to be considered that 
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for the thin films studied in this work (6 and 7 layers), the effect of the inner layer should be relatively 

weak in general, showing approximate thickness values ~ 5-15 nm. QCM-D (Figure 3) and AFM 

colloidal probe (Figure 4) data provide complementary information on the outer part of the films. 

Accordingly, the multilayer film capped with ADA swells most under alkaline condition, whereas the 

multilayer film capped with CHI swells most under acidic conditions, a trend that is anticipated for 

“free” weak polyelectrolyte chains. Considering that the force measurements are performed between 

two symmetric multilayer films in each case, the steric forces when compressing the films 

approximately range between 10 to 50 nm. These values are notably larger than the estimated optical 

thickness values from the ellipsometry measurement (for 6 and 7 layers), affirming the presence of a 

highly swollen outer layer and different detection mechanisms of the two methods. Increasing the 

ionic strength apparently imposes a screening effect on the outer layer conformation, an effect 

expected for isolated weak polyelectrolyte chains. The findings of this study bring up two pivotal 

points that need extra attention. 

First, polyelectrolyte multilayer films demonstrate distinct stimuli-responsiveness and swelling 

behavior in the inner and outer zones. This has to be considered to avoid misleading conclusions 

based on different thin-film analysis methods. For example, regarding the multilayer film capped with 

CHI, the ellipsometry data (Figure 2, panel b) suggests minor swelling under acidic conditions, whereas 

QCM-D (Figure 3, panel b) and AFM colloidal probe (Figure 4, panel b) both demonstrate 

considerable swelling. While these results may seem contradictory at first glance, they indeed 

complement each other to describe the film properties both internally and at its periphery. One has 

also to note that the thinner the film becomes, the more significant the effect of the swelling at the 

surface will be, whereas the effect of internal swelling should be more pronounced when discussing 

relatively thick films. This is of paramount importance, depending on the properties of the multilayer 

film that are of interest. For instance, the swelling behavior within the film could be of more 
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importance when discussing bulk-related properties such as permeability, whereas the swelling 

behavior of the outermost layer could play a crucial role when surface-related properties such as 

adhesion and lubrication are under investigation.             

Second, while a great number of studies are available on preparation, characterization, and applications 

of polysaccharide multilayer films, the significant role of the outer layer seems to be neglected. We 

have herein demonstrated that the pH-responsiveness, salt-responsiveness, swelling behavior, 

interaction, and electrostatic properties of such multilayer systems substantially depend on the 

outermost layer. Hence, we suggest that besides fabrication parameters such as pH, ionic strength, 

and the number of layers, one can tune the interfacial properties of polysaccharide multilayer films by 

choice of the outermost layer.  

Conclusion 

In this work, we investigated the swelling behavior, interaction, and electrostatic properties of 

CHI/ADA multilayer films, capped either with CHI or with ADA, at different pH and ionic strengths. 

The results were explained by discussing the expected structural effects in the inner and outer zones 

of the multilayer films. The results highlight the importance of the role of the outermost layer on the 

swelling behavior and interaction of polyelectrolyte multilayer films, which is of great importance in 

better understanding the underlying mechanisms behind polyelectrolyte multilayer systems as well as 

the applications of polysaccharide multilayers as functional coatings.      
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Calculation of AFM cantilever sensitivity, ellipsometry data analysis and estimated refractive indices, 

representative AFM force-distance curves, and zeta potential data of bare silica wafer are provided.  
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