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a b s t r a c t 

Boundary migration during recrystallization in the heterogeneous microstructure near a hardness indent 

in lightly rolled pure Al was followed in 3D. The microstructure after multiple steps of ex-situ annealing 

was examined using synchrotron white-beam differential-aperture X-ray microscopy, supplemented by 

scanning electron microscopy. Heterogeneous recrystallization boundary migration was observed and an- 

alyzed in terms of driving force and boundary characteristics. The results reveal very similar local stored 

energies and boundary misorientations for the migrating and stationary boundary segments, whereas 

the grain boundary normals differ significantly. Effects of grain boundary mobility and deformation mi- 

crostructure morphology on the migration are discussed. 

© 2021 The Authors. Published by Elsevier Ltd on behalf of Acta Materialia Inc. 

This is an open access article under the CC BY license ( http://creativecommons.org/licenses/by/4.0/ ) 
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Hetero-structural metals is a hot topic in materials science [ 1 , 2 ].

his class of materials includes gradient and layered structured 

etals, i.e. metals with microstructural variations on a rather large 

cale. Heterogeneous microstructures are however also present on 

ner scales (e.g. [3] ): It is well documented that for metals de- 

orming by slip, the deformation microstructure depends on the 

rain orientation [4] . There will thus be grain to grain variations 

ithin the deformation microstructure. Additionally, even within a 

rain, the microstructure is heterogeneous; for example geometri- 

ally necessary boundaries with relatively high misorientation ex- 

st in a matrix of cells with lower misorientation across the cell 

oundaries and almost no dislocations inside the cells [5–7] . 

All these “within grain” and “grain to grain” variations affect the 

roperties and are important for the microstructural evolution dur- 

ng subsequent processing and use. The importance of fine-scale 

eterogeneities has so far been much less recognized than coarse 

cale ones. 

The present work focuses on effects of “within grain” variations 

n boundary migration during recrystallization. It is well known 

hat the main driving force for recrystallization is the energy 

tored in the deformed matrix [8] . When the deformation mi- 

rostructure is heterogeneous, so is the local distribution of stored 

nergy. Effects of such heterogeneities on the boundary migration 
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uring recrystallization has only recently been considered [9–

1] and it has been suggested that besides the local stored energy 

istribution also the deformation microstructure morphology is of 

ey importance [ 11 , 12 ]. 

The aim of this work is to investigate how a recrystallization 

oundary migrates through the deformation microstructure near a 

ardness indent in lightly rolled aluminum. This system is chosen 

o that the hardness indent can stimulate nucleation [12] , and the 

ight rolling together with the hardness indent result in a rather 

omplex deformation microstructure [ 13 , 14 ] that still can be pre- 

isely mapped in 3D. Compared to previous work on this topic [ 9–

1 , 15 ], the present investigation is unique, because i) it is in full

D (x, y, z, time), so complete information about the matrix and 

he growing grain is available, and ii) the deformation microstruc- 

ure and the orientation relationship between growing grain and 

atrix are different from those in the only other 4D investigation 

15] . The latter is important to test the hypothesis that: the de- 

ormation microstructure morphology, not only the stored energy 

istribution, is important for boundary migration. 

For the present investigation we have used white-beam 

ifferential-aperture X-ray microscopy (DAXM) available at 34-ID-E 

t the Advanced Photon Source (APS), Argonne National Labo- 

atory, USA [16] . This method allows complete non-destructive 

D mapping of the deformation microstructure with a crystal- 

ographic orientation resolution of about 0.01 ° [ 17 , 18 ]. Also the 

uclei formed at hardness indents can be imaged [12] and their 

rowth may be monitored after ex-situ annealing (i.e. mapping 
. This is an open access article under the CC BY license 
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Fig. 1. (a) A schematic illustration of the relative position of the sample, the micro hardness indent and the scanned volume by DAXM. Crystallographic orientations are based 

on the sample coordinate system with basis vectors x, y and z, which correspond to the normal, rolling and transverse directions of the rolling geometry. The dashed cuboid 

indicates the volume scanned by DAXM. The incident beam, marked by an arrow, lies in the y-z plane and is inclined at 45 ° to the y direction. (b) SEM-ECC micrograph 

showing the indent and the recrystallized grain, Grain-R, on the x-y plane corresponding to Scan 3. The coloured dashed/dotted lines mark the positions of the boundary at 

various stage of annealing as described below the figure. Note that the sample at the state of Scan 1 was not examined by SEM-ECC due to limited access to microscopes at 

the synchrotron facility. The white dashed lines approximately mark the traces of dislocation boundaries in the four quadrants of the indent. The solid lines to the right of 

the figure indicate the intersections between the x-y plane and the {1 1 1} planes of Grain-R. The rectangle marks the region illuminated by the X-ray beam during DAXM. 
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he same nucleus/grain after a number of annealing steps in a 

urnace outside the microscope). 

Such data allows a complete analysis of how a migrating re- 

rystallization boundary interacts with the deformation induced 

oundaries in a complex hetero-structured matrix. 

The investigated Al plate has a purity of 99.996 wt.% and was 

4 × 46 × 3 mm 

3 in size. The plate was fully annealed at 600 °C
or 7 days, resulting in grain sizes on the millimeter scale, and sub- 

equently rolled at room temperature to a thickness reduction of 

2% (true stain of 0.128). From this plate, thin slices of ∼15 × 1 × 3 

m 

3 were cut parallel to the longitudinal section (containing the 

ormal (ND) and the rolling (RD) direction), using a diamond saw. 

he slices were mechanically ground and polished on both section- 

ng surfaces, followed by electro-chemical polishing. 

Vickers hardness indents were made on one sectioning surface 

f a few slices containing parts of the same original grain, to stim- 

late nucleation. To obtain an initial recrystallized grain with a 

ize of ∼100 μm, ideal for DAXM, a series of annealing experi- 

ents with different combinations of indentation load and anneal- 

ng temperature were first carried out. By annealing at 335 °C for 

0 min, a recrystallized grain was selected which had formed at 

 1 kg load indentation (Fig. S1 in Supplementary materials and 

ig. 1 ). The recrystallized grain is located near the bottom of the 

ndent, and therefore the indented side of this slice was further 

round to remove about half the depth of the indent, followed 

y electro-chemical polishing to facilitate DAXM measurements. 

 volume, containing the recrystallized grain, is then character- 

zed by DAXM, which is referred to as Scan 0. Afterwards, with- 

ut further polishing, the slice received three sets of additional 

nnealing treatments to achieve significant growth of the recrys- 

allizing grain. 3D scans were made after each of the annealing 

reatments, and are referred to as Scans 1, 2 and 3, respectively 

Fig. S1). 

For the DAXM measurements, the focused polychromatic X-ray 

icrobeam had a full-width half maximum of ∼0.3 μm, and the 

cans were performed with a step size of 1.5 μm which is thus the 

oxel size of the present 3D reconstruction. The 3D data is pro- 

essed and visualized using Dream3D and Paraview. Quantification 

f grain boundary characteristics and stored energies was carried 
2 
ut using in-house developed Matlab codes and the open-source 

oolbox, MTEX [19] . 

Fig. 1 shows the geometry of the DAXM experiment. The inci- 

ent X-ray microbeam penetrates the sample at an angle of 45 °. A 

olume of 39 × 130.5 × 42 μm 

3 , as outlined by the dashed cuboid 

n Fig. 1 a, is characterized in each of the four 3D scans. As mea-

ured from DAXM, the mean orientation of the recrystallized grain 

s determined by x = [0.822 -0.578 0.114] and y = [0.196 0.089 - 

.977], corresponding to Bunge Euler angles of (6.7 °, 79.5 °, 32.9 °), 
here x and y is ND and RD of the rolling geometry, respectively. 

he mean orientation of the deformed grain in the region far from 

he indent has x = [0.928 -0.349 0.129] and y = [0.067 -0.186 - 

.980], corresponding to Bunge Euler angles of (7.5 °, 98.6 °, 21.7 °). 
ompared to the region far from the indent, the indented region 

as rotated by up to 11 °. 
Morphologically, the deformed microstructure in the 

ndentation-affected region can be divided into four quadrants 

s defined by the diagonal lines of the indent, as observed by 

EM-ECC ( Fig. 1 b). Elongated dislocation cell structures have been 

eveloped in each quadrant and have an average boundary spacing 

f ∼1.2 μm in their short-axis directions. The cell structures are 

riented differently in each quadrant in a way that their longer 

xes are roughly parallel to the edge of the indent in that quad- 

ant. This microstructure is different from that in the rolled matrix 

ar away from the indent, where a cell-block dislocation structure 

ypical of rolling deformation [5–7] has been observed and has 

 larger short-axis average boundary spacing of ∼6.1 μm. These 

bservations indicate that the microstructure near the indent is 

ominated by indentation rather than rolling, which is reasonable 

ince the maximum indentation strain (in the range: 0.25 to 0.36 

20] ) is significantly larger compared with the rolling true strain 

0.128). 

The growth of the recrystallized grain (hereafter referred to as 

rain-R) subjected to annealing can be seen in 2D from SEM-ECC 

bservations ( Fig. 1 b). The growth is heterogeneous: Grain-R grows 

n all indent quadrants except the lower right one. The migrating 

oundary segments show a strong tendency to remain relatively 

traight and roughly parallel to the indent edge ( and the traces of 

he extended/planar dislocation boundaries ). The relatively straight 



C. Hong, Y. Zhang, A. Lindkvist et al. Scripta Materialia 205 (2021) 114187 

Fig. 2. (a 1 –a 4 ) DAXM reconstruction coloured using Kernel average misorientation (KAM). The bottom parts of the volume in Scans 1 and 2 are not covered by the DAXM. 

(b 1 –b 4 ) Evolution of Grain-R. The original shape of Grain-R (Scan 0) is shown in full opacity in all scans as a reference, while the new volumes in Scans 1 to 3 are shown in 

20% opacity. The green dashed lines and arrow in b 4 indicates the migrating flat boundary segment and the red ones indicate the non-migrating flat segment. 

Fig. 3. Relation between the stored energy and boundary migration. (a) The volumes consumed by boundary migration. The left-hand figure shows a section in the DAXM 

reconstruction of Scan 0, of which a KAM map is shown in the right-hand figure. In the right-hand figure the black curves indicate the positions of the boundary in Scans 

1, 2 and 3. (Note that the seemingly planar parts near the bottom of the grain boundary in Scan 2 and Scan 3 are a misimpression when showing 3D information in 2D 

sections.) The rectangle marks where the stored energy was calculated for the non-migrating segment. The two solid black lines indicate tendency of elongated dislocation 

structures. (b) Stored energies. 
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oundary segments on the upper-right and lower-left sides coin- 

ide with the traces of (-1 1 1) planes of both Grain-R and the 

eformed grain, while the upper-left boundary segment does not 

ppear to coincide with any of the {1 1 1}, {1 1 0} or {1 0 0} plane

races of either grain. 

The DAXM mapped 3D region contains both migrating and 

on-migrating boundary segments surrounding Grain-R. The evo- 

ution of the microstructure through the four scans are shown in 

ig. 2 (See also Fig. S2 in Supplementary materials). The bound- 

ry of Grain-R is viewed nearly edge-on. The figure reveals that 

hile the morphology of the dislocation structure in the matrix 

emains largely unchanged, Grain-R grows considerably and het- 

rogeneously in 3D. Grain-R grows from Scan 0 to Scan 3 in the 

ower left direction (i.e. into the upper right quadrant in Fig. 1 b), 

ut remains stationary in its lower right direction (i.e. towards the 

ower right quadrant in Fig. 1 b), as indicated by arrows in Fig. 2 b 4 .

he boundary between Grain-R and the deformed grain consists of 

hree parts: i) a relatively flat, migrating segment marked by green 

ashed lines, ii) a relatively flat, non-migrating segment marked by 
3 
ed dashed lines, and iii) a curved transitional part connecting the 

wo flat segments. 

The driving force for boundary migration arises from the stored 

nergy within the deformed microstructure [8] and the surface en- 

rgy associated with curvature of the boundary [9] . In the present 

ase, both the migrating and the non-migrating segments are re- 

arkably flat; any curvature-related surface energy can thus be 

eglected here. In pure metals (as the present), the boundary mo- 

ility is mainly related with the angle and axis of misorienta- 

ion across the boundary and with the boundary plane. The mi- 

ration of the boundary surrounding Grain-R is therefore analyzed 

n terms of stored energy, boundary misorientation and boundary 

lane in the following. 

The stored energy in front of Grain-R was calculated based on 

he misorientation angles across the dislocation boundaries in the 

eformed grain according to the Read-Shockley equation, as de- 

cribed in [ 15 , 21 ] (See Supplemental Materials for details). This cal- 

ulation is accounting for most of the stored energy in particular 

or Al where dynamic recovery has reduced the number of loose 
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Fig. 4. Relation between boundary misorientation and boundary migration. (a 1 & a 2 ) The distribution of boundary misorientation axes in an inverse pole figure (a 1 ) and 

histogram distribution of boundary misorientation angles (a 2 ) of the migrating flat segment of the boundary. (b 1 & b 2 ) Analysis of the non-migrating flat segment of the 

boundary in the same way as (a 1 & a 2 ). The insets show the grain boundary, where migrating flat segment and the non-migrating flat segment are outlined. 
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islocations. As sketched in Fig. 3 a, for the migrating segment, the 

olume consumed by Grain-R between every two neighboring 3D 

cans was used for such calculations. For the non-migrating seg- 

ent, the volume within a few micrometers from the boundary 

f Grain-R was used. The average stored energies in the volumes 

onsumed in the intervals Scans 0–1, Scans 1–2 and Scans 2–3 

re 0.119, 0.111 and 0.090 MJ/m 

3 , respectively, whereas the average 

tored energies in front of the non-moving segment are 0.123, 0.117 

nd 0.114 MJ/m 

3 ( Fig. 3 b). Notice that the stored energies decrease 

rom Scans 0–1 to Scans 2–3, which agrees with the expectation 

f some recovery in the deformed structure during annealing. The 

tored energy in front of the migrating boundary decreases more 

han that in front of the non-migrating part. This is attributed to 

he gradient in the stored energy: as the boundary migrates into 

eeper regions beneath the indented surface, the stored energy de- 

reases from the high level given by the indentation to the lower 

evel of the rolling. The results show no advantage for the migrat- 

ng boundary segment in terms of stored energy compared with 

he non-migrating segment. 

The step size of an orientation scan is known to influence the 

alculated stored energy. To obtain a reliable value, the step size 
4 
hould be on the same scale as the microstructural sizes [22] , 

hich is fulfilled in the present case; the step size (1.5 μm) is 

omparable to the smallest mean boundary spacing in the scanned 

olume (1.2 μm on the indented surface). To test the effects of step 

ize, a calculation skipping every other voxel (i.e. doubling the step 

ize) was carried out. This results in slightly decreased values (21–

9%) with roughly the same effect for different regions and does 

ot change the conclusion that stored energy differences cannot 

xplain the observed migration differences (Fig. S3). 

The misorientation across the boundary between Grain-R and 

he deformed matrix in Scan 0 is shown in Fig. 4 . The mean

irections of the misorientation axes of the migrating and non- 

igrating flat segments are close, being [-0.571 0.182 0.800] and [- 

.529 0.152 0.835], respectively, which are only 3.6 ° apart. The axes 

f the non-migrating part scatter more than that of the migrating 

art and cover a slightly different region in the inverse pole figure. 

he misorientation angles across the migrating flat segment are on 

verage ∼5 ° larger than that across the non-migrating one. For the 

igrating parts there are no misorientation angles less than 15 °, 
hereas for the non-migrating parts 47% of the misorientations 

re less than 15 °. Similar results were observed in Scans 1, 2 and 
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Fig. 5. Relation between boundary plane normal and boundary migration. (a & b) Distribution of the normal direction of the boundary plane for the migrating boundary 

segment in Scans 0 and 1. (c) Distribution of the normal direction of the non-migrating boundary segment in Scan 0. 
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 (Figs. S3 and S4). Even with the limited knowledge we already 

ave regarding the influence of misorientation axis on migration, it 

ould be stated that this small difference is unlikely to be a deter- 

ining factor, although the migrating segment might have a slight 

dvantage compared to the non-migrating one, because of less ori- 

ntation pinning [23] . 

The boundary plane of the migrating flat segment is completely 

ifferent from that of the non-migrating part ( Fig. 5 ). In Scan 0, the

oundary plane normal of the migrating segment scatters around 

-0.858 0.424 0.290] ( Fig. 5 a), which is 24.8 ° from [-1 1 1]; by con-

rast, that of the non-migrating segment scatters around [-0.174 - 

.981 0.086] ( Fig. 5 c), which is 11.2 ° from [0 -1 0]. After subse-

uent annealing, the boundary plane normal of the migrating flat 

egment becomes [-0.625 0.568 0.533] in Scan 1 ( Fig. 5 b), [-0.543 

.598 0.589] in Scan 2 and [-0.4 4 4 0.708 0.549] in Scan 3, which

re 3.8 °, 2.4 ° and 10.8 ° from [-1 1 1], respectively. The obvious dif-

erence in the grain boundary plane between the migrating and 

on-migrating segments suggests the grain boundary plane may be 

 key factor for the migration. 

The morphology of the dislocation structure in front of the re- 

rystallizing grain may also affect its growth [ 10 , 15 ]. In the present

ase, SEM-ECC observation of the sample surface has shown elon- 

ated dislocation cell structures ( Fig. 1 b), which is supplemented 

y the DAXM results ( Fig. 3 a), and the migrating recrystallization 

oundary segments align roughly parallel to this structure. 

To clarify the relative importance of grain boundary plane and 

eformation microstructure morphology on boundary migration, 

he present results may be used as input for molecular dynamics 

imulations. Such simulations will reveal if the difference in grain 

oundary normal can explain the observed migration rate differ- 

nces or not, and therefore, indirectly show if also the deformation 

icrostructure morphology is of importance. 

In conclusion, the heterogeneous migration of the boundary 

urrounding a recrystallizing grain cannot be accounted for by 

he differences in local stored energy within the deformed struc- 

ure. While effects of the misorientation between the recrystallized 

rain and the deformed structure remains plausible, the relation 

etween the grain boundary plane normal and grain boundary mi- 

ration is significant. The results underline the importance of a full 

D (x, y, z, time) characterization in particular in resolving grain 

oundary plane effects which cannot be done otherwise. 
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