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Coherent optical nonlinearities and phase relaxation of quasi-three-dimensional
and quasi-two-dimensional excitons in ZnSxSe12x /ZnSe structures

H. P. Wagner,* A. Schätz, and R. Maier
Universität Regensburg, Institut Physik II, D-93040 Regensburg, Germany

W. Langbein and J. M. Hvam
Mikroelectronik Centret, The Technical University of Denmark, Building 345 e, 2800 Lyngby, Denmark

~Received 4 March 1997!

We investigate the dephasing of heavy-hole excitons in different free-standing ZnSxSe12x /ZnSe layer struc-
tures by spectrally resolved transient four-wave mixing. ZnSe layers of 80, 8, and 4 nm thickness with ternary
barriers are studied, representing the crossover from quasi-three-dimensional to quasi-two-dimensional exci-
tons. A common feature of the four-wave-mixing signals is the appearance of two components, a prompt
signature and a delayed photon echo, which are identified by their different polarization dependencies and
decay times. For crosslinear polarized fields, the rapidly decaying signal is attributed to the response of
spin-coupled exciton states, with a decay time given by the inhomogeneous broadening. The photon echo is
due to a distribution of localized, noninteracting excitons. We determine the exciton-exciton and exciton-
phonon scattering cross sections for different dimensionalities by the intensity and temperature dependencies of
the exciton dephasing.@S0163-1829~97!02943-3#
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I. INTRODUCTION

The technique of degenerate four-wave mixing~FWM!
represents a powerful tool to study fundamental cohe
transient phenomena in bulk semiconductors and quan
well ~QW! structures. In particular, FWM provides an e
perimental approach for the investigation of quantum b
phenomena1–5 and scattering processes of excitons with fr
carriers,6–8 excitons,9–12 and phonons.10,13–15The underlying
physics is approximately described by the optical Blo
equations.16–18 The Coulomb interaction and the fermion
nature of the carriers, however, complicate this descrip
so that the use of the semiconductor Bloch equations is g
erally more appropriate.19,20 So far these coherent phenom
ena have been mainly studied in high-quality thin-film III-
layer structures.1–9,13,14During the last few years, the epitax
ial growth of wide-gap II-VI semiconductors has been im
proved remarkably due to the world-wide search for blu
green lasers using ZnSe and ZnxCd12xSe QW’s.21 Since the
wide-gap II-VI materials generally have a higher exciton o
cillator strength and a higher third-order nonlinearity22 than
the III-V materials, they are well suited for the study
transient optical phenomena.10–12,23–27A comparison of the
coherent exciton properties of polar wide-gap II-VI stru
tures with those in III-V structures develops the understa
ing of the underlying fundamental quasiparticle interact
processes.

In this paper, we report on subpicosecond FWM stud
on the heavy-hole excitons (Xh) in free-standing
ZnSxSe12x /ZnSe layer structures containing ZnSe QW’s
different thickness. They cover the range from quasi thr
dimensional~3D! to quasi-two-dimensional~2D! excitons
with a 2D center-of-mass motion, but a nearly unchang
radius. We investigate the delay-time dependence of
time-integrated~TI! FWM spectra to distinguish the differen
560163-1829/97/56~19!/12581~8!/$10.00
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nonlinear processes contributing. We determine the exci
exciton and exciton-phonon scattering cross-sections by
tensity and temperature dependent measurements of the
citon dephasing rate.

II. EXPERIMENT

All investigated ZnSxSe12x /ZnSe layer structures
were pseudomorphically grown on~001!-oriented GaAs
substrates by low-pressure metal-organic vapor-ph
epitaxy ~MOVPE!. Dimethylzinc-triethylamine, ditertary-
butylselenide, and tertary-buthylmercaptan were used in
MOVPE process at a substrate temperature of 340 °C.28 In
three structures, the ZnSxSe12x barriers have a sulphur con
tent of 5%, as determined by x-ray diffraction. They enclo
ZnSe layers of~number3 thickness! 1380 nm, covered by
220-nm-thick barriers~sample 80/5!, 1038 nm ~sample 8/5!,
and 1034 nm ~sample 4/5!, separated by 40-nm barrier
The fourth structure is like the second, but has a higher b
rier sulphur content of 10%~sample 8/10!.

In the FWM experiments, a frequency-doubled, mod
locked Ti-sapphire laser was used as excitation source,
ducing pulses of 100 fs duration and a spectral width of
meV at the repetition rate of 76 MHz. The FWM was pe
formed using a degenerate two-pulse configuration in tra
mission. For this purpose, the GaAs substrate of the sam
was removed chemomechanically, producing a free-stand
structure adhesively bonded to a sapphire disk. In
density-dependent measurements, we apply a prepulse 2
before the first pulse of the self-diffraction experiment a
rives on the sample, creating an incoherent background
citon density. The 1/e2 focus diameter of all pulses on th
sample was measured with a charge-coupled-device cam
to 70 mm. The FWM signal was recorded time-integrat
and spectrally resolved by a combination of a spectrom
and an optical multichannel analyser as function of the ti
12 581 © 1997 The American Physical Society
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12 582 56WAGNER, SCHÄTZ, MAIER, LANGBEIN, AND HVAM
delay t between the two incident pulses. The sample w
kept in a helium bath cryostat allowing temperature dep
dent measurements. If not otherwise mentioned, the FW
experiments were carried out at a temperature ofT55 K.

III. RESULTS AND DISCUSSION

A. Sample characterization

The characterization of the samples is accomplished
transmission, photoreflectance and photoluminescence s
troscopy, x-ray diffraction, and transmission electron micr
copy. The absorption spectra of the free-standing layers
summarized in Fig. 1. The dominant absorption line is due
the excitonic transitionXZnSSeof the ZnSxSe12x barriers fol-
lowed by their interband continuum at higher energi
Around l5442 nm, the heavy-hole excitonXh of the ZnSe
QW’s appears, shifting to higher energies with decreas
well width due to the increasing hole confinement energy
sample 8/10, the light-hole exciton transition (Xl), which is
strain and confinement split from theXh , is resolved atl
5437.5 nm, while it merges with the barrier transitio
XZnSSein samples 8/5 and 4/5. The optical density of theXh
transitions and their intensity full width at half maximu
~FWHM! linewidth DE are determined by fitting the ob
served absorption spectra with a theoretical exciton abs
tion model.29,30The energetic positions of theXh transitions,
their optical densities and linewidths are summarized
Table I for all samples investigated.

Photoluminescence spectra of the samples reveal a
tinct donor-bound exciton transitionI 2 caused by chlorine
atoms, which are introduced as impurities from the diterta

FIG. 1. Absorption spectra of the investigated ZnSxSe12x /ZnSe
layer structures.
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butylselenide precursor.31 The Cl donors are 90% compen
sated and reach a concentration of'1016 cm23 in bulk ZnSe
layers.32

Photoreflectance measurements have shown, that
conduction-band offset in ZnSxSe12x /ZnSe structures
pseudomorphically grown on GaAs is less than 2 meV~Ref.
33! for x,0.15. Consequently, only the holes are confined
the ZnSe QW’s, resulting in strain and confinement splitXh
andXl excitons with nearly bulk exciton binding energies
EbX520 meV and an exciton Bohr radius ofax54.3 nm,
even for QW widths comparable toax .

The important structural defects which limit the cryst
quality of our samples are stacking faults due to Shockl
type partial dislocations, which are found at a layer thickn
of d.130 nm in transmission electron microscop
investigations.34,35 The density of these partial dislocation
increases up to the critical thickness of the ZnSxSe12x /GaAs
system, which is depending on the sulphur content~lattice
matching is reached at a sulphur concentration ofx'0.07!.
Above the critical thickness, full dislocations are generat
leading to strain relaxation in the ZnSxSe12x layer. All struc-
tures investigated here are well below this thickness. Ho
ever, the ZnS0.05Se0.95/ZnSe samples are closer to it tha
sample 8/10, and thus a lower amount of stacking faults
expected in the latter structure, which is supported by x-
measurements.36

B. FWM signal analysis

Based on the solution of the optical Bloch equations fo
two-level system, it is known that the emitted FWM signal
the 2k22k1 direction of a single, homogeneously broaden
transition is a free polarization decay~FPD!, starting in real
time with the arrival of the probe pulsek2 . If the system is
inhomogeneously broadened, the FPD of the different tr
sitions destructively interfere, the prompt coherent emiss
is suppressed, and a photon echo~PE! is emitted a delay time
t after the probe pulse, with a duration given by the inhom
geneous broadening. The TI FWM involving a PE show
maximum at a finite positive delay timet between pump and
probe pulse, in contrast to the maximum at zero delay ti
for a FPD. For purely homogeneously~inhomogeneously!
broadened two-level systems, the dephasing timeT2 is given
by the exponential decayI FWM(t)}I (0)e2ct/T2 of the TI
FWM signal fort@T2 , wherec52 (c54).

In all investigated samples, a fast and pronounced ini
decrease of the FWM signal and a delayed PE is observe
the TI FWM traces, as shown in Fig. 2. The excitation e
ergy was centered below theXh transition in order to avoid

TABLE I. Energetic positions of theXh exciton transitionEX

and corresponding optical densities OD and intensity FWHM lin
widths DE of the investigated ZnSxSe12x /ZnSe structures.

Structure
EX

~eV! OD
DE

~meV!

80 nm/5% 2.8068 1.3 3.9
8 nm/5% 2.8105 0.9 6.4
4 nm/5% 2.8183 0.7 7
8 nm/10% 2.8138 1.4 5.1
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56 12 583COHERENT OPTICAL NONLINEARITIES AND PHASE . . .
contributions of higher transitions such as theXh continuum
or theXl . For a better discrimination of the two componen
polarization-dependent measurements were performed
sample 8/10, shown in Fig. 3. Going from collinear~↑,↑! to
crosslinear~↑,→! polarized excitation pulses, the PE comp
nent drastically decreases~by a factor of 25!, while the
prompt component is only reduced by a factor of 2. Coc
cular polarization (s1,s1) results in a similar FWM signa
~not shown here! as in the~↑,↑! configuration. For crosscir
cular polarized pulses (s1,s2), both FWM components are
suppressed by a factor of 10 compared to the (s1,s1) con-
figuration. Figure 4 shows the spectrally resolved FWM s
nals at zero and 1 ps delay for~↑,↑!, ~↑,→!, and (s1,s1)
polarized excitation. The spectra at zero delay, which
dominated by the prompt contribution, have a linewidth o
meV, equal to the absorption linewidth. They show a sm
dip at theXh energy due to reabsorption. For different pola
izations, a slight energetic shift is observed due to differ
strength of biexcitonic contributions. The biexciton induc
signal is resolved for 1 ps delay@Fig. 4~b!# as a low-energy
peak, which disappears in the (s1,s1) configuration and
gains relative intensity in the~↑,→! configuration. The in-
volved transition from a biexciton (XX) to an exciton (Xh)
reveal a biexciton binding energy ofEbXX55.560.5 meV.
The biexcitonic nature is supported by quantum beats w
the expected period ofTbeat5750 fs in the FWM traces a
the XX energy for~↑,↑! and ~↑,→! polarization, showing a
phase shift in agreement to similar investigations in Ga
QWs.4 The PE spectrum is redshifted by 2 meV from theXh
absorption, in agreement with its assignment to localiz
noninteracting excitons. The presence of the signal
(s1,s2) configuration indicates a coupling ofs1 and s2

FIG. 2. TI FWM signals vs delay time at theXh energetic po-
sition in the ZnS0.05Se0.95 samples for low excitation densities an
T510 K.
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excitons, presumably by the disorder. Assuming a Gaus
distribution functiong(J) of the coupling strengthJ, the
third-order nonlinear polarization vector in the compone
parallel and orthogonal to the polarization of the pump pu
reads3

PY 2kY12kY2

~3! ~ t,t!}Q~ t2t!Q~t!e2 iVh~ t2t!

3eiVh
* tFcos~u12!g~ t22t!

2sin~u12!g~ t ! G , ~1!

where the complex frequencyVh5vh2 igh contains the ex-
citon transition energyvh and dephasing rategh51/T2 , u12
is the angle between the linear polarizations of pulse 1
pulse 2,Q(t) is the Heavyside function, andg(t) is the
Fourier transform ofg(J). Figure 3 shows the calculate
TI-FWM traces at theXh transition obtained from the
Fourier-transformed Eq.~1! for the ~↑,↑! and~↑,→! polariza-
tion configuration. The parametersT254.2 ps and a line-
width of DE53.5 meV are determined from the FWM spe
trum at t51 ps. A photon echo is obtained in the~↑,↑!
configuration,u1250 ~thick drawn line in Fig. 3!, while in
the ~↑,→! configurationu125p, the signal shows a fast de
cay~dotted line!, determined byg(t). An agreement with the
experimentally observed FWM signal is achieved~thick dot-
ted line! at an angle ofu12586°, which might be due to an
limited experimental polarization purity of the half-wav
plate used. The predicted FWM spectra, also displayed
Fig. 4, are, besides the already discussed biexcitonic co
bution, in reasonable agreement with the experiment.

FIG. 3. TI FWM signal vs delay time obtained at theXh transi-
tion energy of sample 8/10 for different polarized fields as label
The thick full and thick dotted curves are calculated FWM trac
for ~↑,↑! and ~↑,→! polarization according to Eq.~1!. The thick
dashed curve is calculated using an angle ofu12586° between the
polarizations.
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12 584 56WAGNER, SCHÄTZ, MAIER, LANGBEIN, AND HVAM
calculated stronger broadening at zero delay is due to
assumed markovian dephasing, which is erroneous for s
times ~large energies!.

Various models have been proposed recently to desc
the appearance of a prompt signal found in similar inve
gations on GaAs QW structures. It was shown by tim
resolved FWM measurements, that low-intensity~↑,↑! and
~↑,→! polarized excitation gives rise to a PE and to a prom
signal or FPD, respectively.37–40 Since the delayed signa
saturates at smaller intensities than the FPD a t
component behavior has been observed under approp
conditions similar to our observations. These results w
attributed to the coexistence of extended and localized e
tons due to interface fluctuations in the QW giving rise to
FPD and PE signals, respectively. Another investigatio41

exposed a deviation of the PE behavior but no clear F
signal in the time-resolved FWM measurements that w
carried out in~↑,↑! configuration. Corresponding TI FWM
however, reveals a fast initial decay similar to our obser
tions, which can be modeled by the simultaneous influe
of disorder and Coulomb interactions. Furthermore combi
tions of other exciton-exciton interaction effects as excitat
induced dephasing42 and biexciton formation,43,44 as well as
the influence of intersite disorder45 also can lead to a two
component behavior under certain conditions.

Since all our measurements are based on time integr
FWM experiments it is difficult to conclude which of th
effects are dominating the prompt signature in the~↑,↑! con-
figuration. Due to the fast decay, it is more likely th

FIG. 4. TI FWM spectra excited resonantly to theXh in sample
8/10 for ~↑,↑!, ~↑,→!, and (s1,s1) polarization at a delay time o
~a! 0 ps and~b! 1 ps. The thin full lines show the correspondin
calculated spectra obtained from the optical Bloch equations.
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exciton-exciton interaction effects are responsible for the
served behavior41–44 than a FPD of extended excitons pr
posed by Refs. 37–40. Future time-resolved measurem
will provide more information about the complex nature
the two-component behavior in the FWM spectra.

C. Exciton-exciton scattering

In order to investigate the exciton scattering rate with
coherent excitons, intensity dependent measurements
performed. For this purpose, an incoherent background d
sity of Xh excitons is created by a prepump pulse applied
ps before the first FWM pulse. The average prepump exc
densitynX in the quasi-3D sample was determined using
relation

nX5
Nhv~12e~2OD!!w~12R!

pa2d
. ~2!

Here Nhv is the total number of photons of the prepum
pulse,w is the ratio of theXh absorption linewidth to the
spectral width of the laser pulse, andR accounts for reflec-
tion losses. OD is the peak optical density of theXh transi-
tion, d is the ZnSe layer thickness anda is the 1/e2 focus
diameter of the pulses on the sample.

Figure 5 shows the intensity dependent FWM in the~↑,↑!
configuration on sample 80/5, using an excitation cente
below theXh transition. With increasing exciton density, th
FWM intensity decreases, which is attributed to the blea
ing of theXh . Furthermore, the delay of the PE maximum
reduced, since the ratio between inhomogeneous to hom

FIG. 5. TI FWM traces at theXh energy in sample 80/5 a
various incoherent exciton densities, as given.



-
itie

y

a

in
s

e

s-

en
rv

r

a
s
id
t

i

on

are
ith

n if

As
er

n
in

n
red
ed
lsive

en

g

ters

nd
ce

56 12 585COHERENT OPTICAL NONLINEARITIES AND PHASE . . .
neous broadeningr 5GXh /gXh decreases. However, it re
mains larger than six even for the highest excitation dens
used. The extracted homogeneous linewidthsghom
5h/(pT2) are plotted in Fig. 6~a! as a function of the exci-
ton density. The linear increase ofghom is due to an exciton-
exciton collision broadening,46,47 which can be described b

ghom~nX!5ghom~0!1bXX
~mD!aB*

mEBnx . ~3!

Here,aB* is the exciton Bohr radius,EB is the exciton bind-
ing energy,m is the dimensionality~m53 for bulk crystals!,
and bXX

(mD) is a dimensionless exciton-exciton scattering p
rameter. The homogeneous line widthghom(0) is extrapo-
lated to 0.9 meV in this sample. It includes all residual
trinsic and extrinsic interactions of excitons with phonon
stacking faults, interfaces, and impurities at a temperatur
T510 K. The value of the interaction parameterbXX

(3D) is
fitted to 1968, where the error is given mainly by the sy
tematic experimental uncertainty of the exciton density.

Also for the quasi-2D structures, a linear density dep
dence of the determined homogeneous widths is obse
@Fig. 6~b!#. It is fitted by Eq.~3!, with the two-dimensional
interaction parameterbXX

(2D) . The mean exciton densities pe
QW are determined according to Eq.~2!, where the excita-
tion volumeV5pa2d is substituted by the excitation are
A5pa2 multiplied by the number of QW’s present. It i
conspicuous that the background homogeneous w
ghom(nX50)'0.9 meV of all ZnS0.05Se0.95 samples is abou
three times larger than in the ZnS0.1Se0.9 sample 8/10. We
attribute this to the higher concentration of stacking faults

FIG. 6. Homogeneous linewidth as a function of the incoher
exciton density for the~a! quasi-3D exciton system and~b!
quasi-2D exciton systems. The dashed curves are fits accordin
Eq. ~3!.
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the ZnS0.05Se0.95 structures. As expected, the exciton-excit
scattering parameter, which has a value ofbXX

(2D)'5 for all
QW samples, is not affected by their structural quality.

All determined exciton-exciton scattering parameters
summarized in Table II. The values are in agreement w
previous measurements using a two-beam configuratio
the inhomogeneous broadening is considered.11,24 They are
somewhat larger than values found in bulk GaAs and Ga
QW’s,6,13but are by more than one order of magnitude larg
than values obtained in CdTe/CdxMn12xTe QW’s ~Ref. 10!
and ZnxCd12xSe/ZnSe QW’s.12

A comparison of the collision broadeningDG
5ghom(nX)2ghom(0) in the quasi-3D and quasi-2D excito
systems is available using the exciton-exciton distance
units of the exciton Bohr radiusaB* instead of the excitation
density,13 shown in Fig. 7. In these units, the exciton-excito
scattering is stronger for the quasi-2D excitons as compa
with the quasi-3D excitons. This is explained by the reduc
phase space in a 2D system, causing an increased repu
interaction between excitons due to the Pauli blocking.

t

to

TABLE II. Exciton-exciton collision parametersbXX
(mD) ,

exciton-acoustic and exciton-optical phonon scattering parame
bac,bLO, and background homogeneous linewidthsghom(0) of all
investigated samples.

Structure bXX
(mD)

bac

~meV/K!
bLO

~meV!
ghom(0)
~meV!

80 nm/5% 1966 9.561.5 75621 0.85
8 nm/5% 561.6 10.261.5 114613 0.8
4 nm/5% 5.161.7 15.261 118615 0.75
8 nm/10% 4.761.5 7.561 8767 0.2

FIG. 7. Exciton-exciton collision broadening for quasi-3D a
quasi-2DXh excitons vs the normalized exciton-exciton distan
r X . The dashed curves are fits according to Eq.~3!.
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12 586 56WAGNER, SCHÄTZ, MAIER, LANGBEIN, AND HVAM
D. Exciton-phonon scattering

Since the density of acoustic and optical phonons
creases with increasing temperature, the temperature de
dence of the homogeneous linewidth can be used to de
mine the exciton-phonon scattering strength. In deriving
homogeneous line widthghom(T,nX) as a function of tem-
perature from the FWM decay, a strongly inhomogeneou
broadened exciton system is assumed, which is valid in
considered temperature range. Figure 8 shows the resu
linewidth for all investigated samples. Its temperature dep
dence exhibits two different temperature regimes. At te
peratures below 40 K, the linewidth is increasing linea
with increasing temperature due to the acoustic-phonon
citon interaction. At higher temperatures, the slope increa
indicating the onset of the optical-phonon scattering. T
larger homogeneous linewidth in sample 80/5 compared
other samples is due to a higher excitation intensity use
the measurements. The temperature dependence is fitte
ing the acoustic phonon scattering parameterbac and the
optical-phonon scattering parameterbLO according to the
following relation expected in first-order perturbatio
theory:48,49

ghom~T,nx!5ghom~0,nx!1bacT1
bLO

exp~ELO /kBT!21
.

~4!

Here,ELO531.6 meV is the longitudinal-optical-phonon e
ergy,kB is the Boltzmann constant, andghom(0,nX) contains
the low-temperature homogeneous linewidth described in
last section. A temperature-dependent scattering of exci
at ionized impurities was not taken into account, since
increase of thermally created ionized chlorine donors
small compared to the background ionized-impurity conc

FIG. 8. Homogeneous linewidth of theXh excitons versus the
lattice temperature for the different samples as labeled. The da
curves are fits according to Eq.~4!.
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tration, due to the high compensation ratio. The obtain
values ofbac andbLO are collected in Table II.

The results show that the interaction strength of opti
phonons with quasi-2D excitons of the ZnS0.05Se0.95 samples
is somewhat larger compared to the interaction with b
excitons. In sample 8/10,bLO is found close to the value o
the quasi-3D system. In all samples the optical-phonon
ergy \vLO exceeds the exciton binding energyEbX

'20 meV. Therefore, after the phonon absorption, the ex
ton is either ionized, or the energy is transferred into cen
of-mass energy~intraband contribution!. The nearly constan
ratio of the exciton binding energy to the LO phonon ener
EbX /\vLO should lead to comparable exciton ionizatio
rates in all samples. Therefore, the similarity of the scatter
parameterbLO in samples 80/5 and 8/10 indicates that t
cross section due to intraband scattering is either small
mentioned in Ref. 50, or similar for quasi-3D or quasi-2
excitons. In the ZnS0.05Se0.95 samples,\vLO also exceeds the
hole ionization energy to the barrier, so that the confin
exciton can be scattered into the barrier. This additional s
tering channel might explain the slightly higher optica
phonon scattering parametersbLO in these structures. The
observedbLO'90 meV clearly exceeds the value of 10 me
obtained in GaAs QW’s,14 which is due to the higher polarity
of the II–VI material compared to the III–V compounds.

The acoustic-phonon exciton interactionbac shows an in-
crease from about 8meV/K in samples 80/5, 8/10, and 8/5 t
15 meV/K in the sample 4/5. This increase is attributed to
increasing deformation-potential scattering with decreas
well width.51 The value ofbac in the bulk sample 80/5 ex
ceeds that in GaAs by a factor of 2, due to the high
deformation-potential interaction in ZnSe.48 The observed
scattering parameters are in agreement with those obtaine
bulk ZnSe and ZnxCd12xSe/ZnSe QW’s~Ref. 12! and CdTe
QW’s.10

Finally, the extrapolated background homogeneous li
width ghom(0)5ghom ~T50 K, nX50! gives us a measure o
the structural quality. In all investigated samples, it is high
than reported for GaAs QW~Refs. 6 and 13! indicating a
lower structural quality. This is in agreement with the high
dislocation density and the high ionized-impurity concent
tion in the samples.

IV. SUMMARY

We have performed transient FWM at low temperatu
to study the dephasing of heavy-hole excitons in pseudom
phically grown ZnSxSe12x /ZnSe/GaAs structures containin
ZnSe QW’s of different thickness. The TI FWM indicate
the simultaneous appearance of a pronounced prompt si
ture and a delayed photon echo, showing different polar
tion dependencies and dephasing times. The rapid deca
~↑,→! polarized excitation is attributed to disorder induc
coupling of free excitons of different spin. The photon ec
signal is generated by the inhomogeneous distribution of
calized, noninteracting excitons.

Density-dependent measurements yield exciton-exc
interaction strengths that are comparable to those obta
in GaAs structures. This implies that the FWM sign
obtained from II-VI QW structures is strongly affecte

ed
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by excitation-induced dephasing.
The deduced acoustic phonon exciton interaction para

eter is two times higher compared to GaAs QW’s, due to
higher deformation potential in ZnSe. The optical phono
exciton interaction parameter is found to be strongly e
hanced compared to the less polar III-V semiconductors
to the stronger Fro¨hlich interaction in the II-VI material
ZnSe.
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