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Exciton dephasing in ZnSe quantum wires
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The homogeneous linewidths of excitons in wet-etched ZnSe quantum wires of lateral sizes down to 23 nm
are studied by transient four-wave mixing. The low-density dephasing time is found to increase with decreas-
ing wire width. This is attributed mainly to a reduction of electron-exciton scattering within the wire due to the
electron trapping in surface states and exciton localization. The exciton-exciton scattering efficiency, deter-
mined by the density dependence of the exciton dephasing, is found to increase with decreasing wire width.
This is assigned to the reduced phase space in a quasi-one-dimensional system, enhancing the repulsive
interaction between excitons due to Pauli blocking.
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Ultrafast degenerate four-wave mixing~FWM! techniques
have been successfully applied to study the fundamenta
herent processes in bulk and quasi-two-dimensional~2D!
structures of both III-V~Refs. 1–7! and II-VI compounds8–13

over the last decade. The investigation of the coherent p
nomena in quantum wires~QWR’s! has recently become
possible due to major improvements in patterning technol
and growth techniques. This development is driven by
supposed superiority of QWR’s for application in optoele
tronic devices, where improvements as the reduction of la
threshold or the decrease of scattering processes are exp
due to the modified density of states.14–18

Until recently, the efforts to fabricate low-dimension
structures by lateral patterning have focused on III
semiconductors,19–21 for which degenerate FWM exper
ments are reported on reactive-ion etched structures.22 Fol-
lowing the current search for blue-green laser structu
based on ZnSe and ZnxCd12xSe quantum wells~QW’s!,
high-quality II-VI structures are available for quantum wi
and dot fabrication.23,24 Since the wide-gap II-VI materials
have in general a much larger exciton oscillator strength
thus a higher third-order nonlinearity than III-V materials25

they are better suited for the study of coherent transient p
nomena in QWR’s, which in general suffer by a small act
volume.

In this paper, we report on subpicosecond FWM stud
on QWR’s prepared from asingle ZnSe/Zn12xMgxSe QW
~SQW!, thus avoiding propagation effects.26,27 These inves-
tigations are possible due to the high excitonic oscilla
strength in ZnSe. We investigate the low-density dephas
rate and the exciton-exciton scattering rate by dens
dependent FWM on QWR’s of lateral sizes down to 23 n

The QWR structures have been processed by elect
beam lithography and wet chemical etching from
Zn0.94Mg0.06Se/ZnSe SQW sample, which was pseudom
phically grown on~001! GaAs by molecular-beam epitaxy.28
570163-1829/98/57~3!/1797~4!/$15.00
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The active ZnSe layer of 16 nm thickness is sandwich
between two 25 nm-thick Zn0.94Mg0.06Se barriers, defining a
type-I QW.13,29 The patterned wire arrays have sizes of 1
3100mm2 and comprise wires from 500 down to 23 n
width at an area filling factor of 0.05–0.3. By aligning th
wires in the ^011& crystal orientation, steep sidewalls an
smooth surfaces in the region of the active ZnSe layer
obtained, as revealed by scanning electron microscopy
high photoluminescence quantum efficiency is obser
even in the narrow structures, implying a slow surface
combination rate. In addition to the QWR’s unpattern
1003100mm2 mesa structures are provided on the sam
as a quasi-2D reference. A detailed description of the fa
cation process is given in Ref. 23.

As excitation source for the experiments we used
frequency-doubled mode-locked Ti-sapphire laser, provid
100 fs pulses with a spectral width of 22 meV at a repetit
rate of 76 MHz. The two-pulse degenerate FWM expe
ments were performed in reflection geometry, applying c
linear polarized input fields. The 1/e2 focus diameter of the
pulses on the sample was measured with a charge-cou
device camera to 60mm. The density dependence was inve
tigated by a variation of the excitation intensity. The FW
signal was recorded time integrated and spectrally reso
by a combination of a spectrometer and an optical multich
nel analyzer, as a function of the time delayt between the
two incident pulses. The samples were kept in a helium c
ostat at a temperature of 5 K.

Measurements were made on the QWR arrays, on
mesa structures, and on the unpatterned SQW sample.
normalized FWM spectra at zero delay time are shown
Fig. 1 for the SQW, a mesa structure, and QWR arrays
132, 46, and 23 nm wire width. In all cases, the excitat
intensity was 280 kW/cm2 ~corresponding to a 2D exciton
density of 13109 cm22!, and the laser center waveleng
was set to the lowest excitonic transition, avoiding excitat
1797 © 1998 The American Physical Society
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of the excitonic continuum. In the SQW, the compress
biaxial strain and the quantum confinement lift the deg
eracy between the heavy hole (11h,13h) and light hole (11l )
1s exciton states, which are identified by comparison w
calculated exciton energies using the model of Mathi
Lefebvre, and Christol.30 In the etched wires, the structur
undergoes an elastic relaxation perpendicular to the w
~^011&! direction due to the free-standing sidewalls. Th
leads to a redshift of the exciton energies in the QW
structures.31,32 The strain-induced redshift of the light-ho
exciton is stronger than that of the heavy-hole exciton33

which show equal strain shifts. Even though the QWR ex
tons are not of pure heavy-hole or light-hole character du
the broken rotational symmetry along the growth directio
we denote them after their main component. In the inve
gated structures, both the SQW width and the wire width
larger than the bulk ZnSe exciton diameter~8.6 nm!, and
even for the smallest investigated wire width of 23 nm, t
lateral confinement energy is less than the strain-induced
fects. The exciton assignments given in Fig. 1 are made
cording to these considerations, and are supported by
tematic investigations on similar SQW structures.28

A small redshift of the transitions already occurs goi
from the unpatterned SQW to the mesa structure. This is
well understood, but is probably due to surface alterations
the patterning process, influencing the SQW states by sur
fields. The 132-nm QWR structure shows an inhomogene
broadening of about 2 meV due to strain fluctuations or s
face fields. The same holds for the 46 nm QWR structu
showing an equal broadening. Here, the strain shift is es
tially saturated, e.g., the structure is relaxed in the^011̄& di-
rection. In the 23 nm QWR, a quantization-induced blues
of the 11h transition is observed. Taking into account t
strain shift, the extracted lateral confinement energy is e

FIG. 1. FWM spectra at zero delay time of the as-grown Q
the QW mesa, and QWR’s of 132, 46, and 23 nm width.
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mated to be 2.5 meV, in agreement with effective-mass
culations and investigations on CdxZn12xSe/ZnSe quantum
wires.23 The lateral size fluctuations due to the fabricati
process can be estimated to about68 nm from scanning
electron microscopy data, which results in an inhomo
neous broadening of the transitions with decreasing w
sizes due to the fluctuation of the lateral quantization, e.g
the 23 nm QWR to a 11h transition broadening of about
meV. In addition, nonresolved higher quantum wire sta
join at the high-energy side of the fundamental 11h, 13h,
and 11l transitions.

The FWM signal for the different samples, recorded at
11h transition energy as a function of delay time, is shown
Fig. 2. The coherent excitation of the 11h, 13h, and 11l
excitons leads to quantum beats in the FWM trace, wh
become weaker with decreasing wire size. The Fourier tra
formed FWM traces, shown in Fig. 3, show the energies
the higher transitions relative to the 11h exciton. They are in
agreement with the energy splittings observed in the FW
spectra~Fig. 1!.

The 132-nm QWR shows a slightly higher FWM sign
decay rate gd52.5 ps21 compared to the mesa (gd
52.2 ps21) and to the as-grown layer@gd52.5 ps21 ~Ref.
13!#. The small decrease of the decay rate in the QWR str
ture is attributed to the introduction of sidewall defects a
small inhomogeneous broadening due to nonuniform dis
tion across the wire structure. The 46- and 23-nm QWR
show a decay rate ofgd52 ps21, which is even lower than
the value of the as-grown layer structure. Taking into a
count inhomogeneous broadening of the system, the ded
dephasing time amounts toT252 ps, which is more than
twice the value obtained from the mainly homogeneou
broadened mesa structure.

Despite the localization of excitons we find a clear m
noexponential decay and no redshift of the FWM sign
maximum with increasing delay time, showing that the sp

,

FIG. 2. FWM signal at the energetic position of the 11h exciton
transition vs delay time for the QW mesa and the QWR’s of 1
46, and 23 nm width.
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57 1799EXCITON DEPHASING IN ZnSe QUANTUM WIRES
tral relaxation time is long compared to the dephasing tim
This feature is not observed in QW structures and might
explained by the reduced acoustic-phonon scattering with
calized excitons in a 1D system.

Recent FWM experiments on unpatterned SQW’s indic
the presence of free electrons within the well.34 These elec-
trons originate from barrier impurities, which are excited
the pulses into the conduction band and captured into
QW. Here the free electrons act as charged scattering
ticles leading to a constant background dephasing. The
crease of the dephasing timeT2 in the narrow QWR struc-
tures might be therefore related to a reduction of
electron-exciton scattering by exciton localization or elect
trapping in surface states generated by the wire fabrica
process.

Furthermore, the reduction of the coherence volume
the 1D confined excitons leads to a decrease of the exc
photon coupling.35 However, the radiative lifetime of the
11h transition in the SQW can be estimated to about 3 p36

and is thus not the predominant dephasing mechanism
in the unpatterned structure. The influence of the decrea
exciton-phonon scattering due to the reduced dimensiona
predicted in Refs. 14 and 18, is estimated to be insignific
for the observed increase of the dephasing time.

The exciton-exciton scattering rate and the low-dens
dephasing times are determined using the density de
dence of the FWM decay, varying the intensity of the tw
FWM pulses equally. The obtained decay rates are plotte
Fig. 4 as a function of the total incident pulse intensity. T
decay ratesgd strongly increase with decreasing QWR siz
Up to intensities of 200 nJ/cm2, we observe a linear increas
of gd with increasing pulse intensity in all QWR structure
At higher intensities, we find a deviation from this behav
indicating the crossover from an inhomogeneously bro
ened system, giving a photon echo response, to a ma
homogeneously broadened system, showing a free induc
decay. This crossover appears at increasing intensities
decreasing QWR sizes, due to the different inhomogene
broadening, and is most distinctly observed in the 132

FIG. 3. Fourier transformed FWM traces of Fig. 2 for the Q
mesa and the QWR’s of 132 and 46 nm width.
.
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QWR. There is no deviation found in the mesa structu
which is a mainly homogeneously broadened system.
homogeneous linewidthsGhom5h/(pT2) of the QWR exci-
tons can be deduced for intensities below 200 nJ/cm2 in the
inhomogeneous broadening limit from the decay timeTd by
T254Td . The linear increase ofGhom with increasing exci-
ton density is described by

Ghom~nx!5G01bXX
~m!nX

~m! . ~1!

Here,bXX
(m) is the exciton-exciton scattering parameter of

mensionalitym and nX
(m) is the 2D or 1D exciton density

respectively, whileG0 is the low-density homogeneous lin
width. The 2D exciton density~see Fig. 4 top axis! is esti-
mated using the measured SQW absorption, and the m
sured excitation diameter and intensity.13 In calculating the
exciton densities in the wire structures, we take alteration
the absorption due to the wire structure into account.
already mentioned, the width of the investigated QWR’s e
ceed the exciton Bohr diameter considerably, so that no
nificant change of the electron-hole overlap is expected.
experiments were performed with linear polarizations pa
lel to the wire, giving an increase of the FWM signal b
about one order of magnitude compared to the linear po
ization perpendicular to the wires. The excitonic oscilla
strengths for the two polarizations thus differ by appro
mately a factor of 1.8. Assuming a conservation of the to
oscillator strength, we estimate a 30% increase of the Q
absorption in the parallel configuration compared to
SQW, which is considered in the determination of the ex
ton density. The obtained values forG0 and bXX

(2D) of the
different samples are given in Table I. We observe a cl
increase ofbXX

(2D) with decreasing QWR size. This is attrib
uted to the reduced phase space of the QWR’s, causin
increased repulsive interaction between excitons due to
Pauli exclusion principle. For the 23 nm wire, the use o

FIG. 4. Decay rates as a function of the total incident pu
intensities for the QW mesa and the QWR’s. The dashed curves
guides for the eye. The top axis gives the 2D exciton density
tained from the QW structure.
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1D exciton density seems more appropriate, since
level spacing supersedes the inhomogeneous broadening
estimate the 1D density by the relationnX

(1D)'nX
(2D)3W,

whereW is the wire width. Using Eq.~1!, we deduce a 1D

TABLE I. Low density dephasing timesG0 and exciton-exciton
scattering parametersbxx

(2D) of the investigated samples.

Wire width ~nm! G0 ~meV! bxx
(2D) (10210 meV cm2)

` 1.360.2 0.760.2
132 0.660.2 1.660.3
46 0.360.2 2.560.5
23 0.260.2 3.260.8
tt

B

.

pt

M.

in

B
h

.

.

E.
e
We

scattering parameter ofbXX
(1D)5(1.460.4)31024 meV cm

for the 23 nm QWR, which is close to the value
bXX

(1D)51.231024 meV cm found in GaAs QWR’s.22 The
extrapolated homogeneous linewidthG0 is given by the re-
maining background scattering with free electrons, phono
and photons~radiative damping!. It shows a decrease with
decreasing QWR size as already attributed to a redu
exciton-electron scattering due to localization and elect
trapping.
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