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It is generally accepted that so-called slow light, i.e. propagating modes having a 
group velocity (GV) significantly smaller than the phase velocity in the bulk material, 
can contribute to the enhancement of light-matter interaction1-3. Recently, 
experimental investigations of slow light have been performed by several groups4,5 
and the interest in utilizing slow light properties is constantly increasing. 

One of the main candidates for revealing slow light properties is a photonic crystal 
possessing strong nonlinear dispersion1-3. The optical modes of the photonic crystal 
are retarded in the regions of the flat dispersion bands causing a vanishing GV or – 
put in another way – boosting the group index to very high values.   

We have measured and calculated the GV dispersion in the proximity of the cutoff 
wavelength for the fundamental photonic bandgap mode in a 2D photonic crystal 
waveguide (PCW). The PCW is created by introducing a line defect in an otherwise 
perfect triangular lattice of air-holes in the 216-nm thick silicon layer in an SOI 
material. The silicon layer is covered with silica on top.  The lattice pitch Λ = 425 nm 
and the hole diameter d = 272 nm. Experimental transmission spectra show a mode 
cut-off around 1562.5 nm for the fundamental photonic bandgap mode. 

In order to measure and model the group index of modes in the PCW, a time-of-
flight (ToF) method is applied. 

The basic concept of measuring the change of the group index versus wavelength 
( )gn λ∆  using the ToF method is to measure the phase delay of a transmitted signal as 

a function of wavelength. The transmitted signal is an envelope function for the 
amplitude of the light, and the phase velocity of the signal is, hence, identical to the 
group index for the light. In the experiment, a network analyzer is utilized at 19 GHz 
to modulate the amplitude of an optical signal which is sent through a 20 µm long 
PCW, and to record the phase of the transmitted signal. The measured phase gives the 
dispersion of the whole experimental setup. To obtain the phase change caused by the 
PCW alone, the data is normalized to (a third-order polynomial fit of) a reference 
measurement for a buried silicon waveguide that is located on the same sample but 
containing no PCW.  

The measured change in group index as a function of wavelength is affected by 
traditional Fabry-Perot (F-P) cavities in the sample arising from, e.g., the sample 
facets and the interface between the PCW and the buried waveguides used for 
coupling light in and out of the PCW. To track down such F-P effects, a high-
resolution transmission spectrum was recorded and it revealed two main F-P cavities 
with periods of 0.14 nm and 0.7 nm. The contribution of the F-P cavities to the 
change in group index was removed by averaging the transmitted signal, taking the F-
P periods into account.  

The ToF method was applied in 3D finite-difference time-domain (FDTD) 
modeling using a spatial grid size d  = 27 nm. A TE-polarized pulse was launched 
from a ridge waveguide into the PCW. The pulse tracking was made by two detectors 
placed at the input and output ports of the PCW. By storing the fields in all time for 
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both detectors we can restore the dynamics of the pulse propagation through the 
detectors. Recording the moments where the top of the impulse passes the detectors 
we can calculate the time delay ∆t, which, together with the known distance between 
the detectors ∆L, is used for computing the group index.  

The experimental and calculated values of the group index are plotted in the figure. 
The calculated values have been shifted in wavelength to match the experimental 
curve. The deviation between the calculated and measured curve is due to 
uncertainties in the fundamental parameters of the fabricated sample and truncations 
of the structure needed in the modelling due to severe memory requirements of the 
method. However, it is evident that the calculated values of the group index are in 
very good agreement with the measured values. The FDTD calculation predicts not 
only the absolute level of the group index but also the index oscillations near the 
mode cutoff around 1562.5 nm. 

We obtained a large group index reaching 166 in 3D ToF modeling and up to 440 in 
2D modeling. The experiments showed values up to 215, which, to our best 
knowledge, are world-record values obtained by direct measurements. 
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Figure: Measured and calculated group index as a function of wavelength. 
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