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The stability of the hydroxylated „0001… surface of a-Al2O3

Z. Łodziana and J. K. Nørskov
Center for Atomic-scale Materials Physics, DTU, Building 307, DK-2800 Lyngby, Denmark

P. Stoltze
Department of Chemistry and Applied Engineering Science Aalborg University Esbjerg, Niels Bohr Vej 8,
DK-6700 Esbjerg, Denmark

~Received 6 January 2003; accepted 25 March 2003!

Self-consistent density functional calculations of the hydroxylated~0001! corundum surfaces are
presented. It is demonstrated that the hydroxylated surfaces are the most stable under most, but not
all, conditions. Hydroxylation significantly lowers the surface free energy ofa-alumina. The
stability of the hydrated surface resolves the discrepancies between the morphology of the
a-alumina~0001! surface observed under ultra-high vacuum, and at ambient conditions. A method
for the calculation of the equilibrium surface stoichiometry is proposed. The proposed approach
provides a valuable connection between theoretical calculations and experiments with metal
oxides. © 2003 American Institute of Physics.@DOI: 10.1063/1.1574798#
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I. INTRODUCTION

The properties of ceramic surfaces and the nature of
metal–ceramic interface have been the subject of grow
interest in recent years.1 In particular, the role of alumina is
important, since it is commonly used as a support materia
as a catalyst in its own right.2,3 Of the aluminas, the~0001!
surface of corundum has been the testing ground of mos
the new ideas.3–6 Only recently, experimental and theoretic
methods have established a relatively clear picture of
surface in ultra high vacuum.5,7–10 A full understanding of
the environment dependent structure and reactivity of
~0001! a-Al2O3 surface is hampered, however, by some d
crepancies between the experimental observations7–9 and
theoretical predictions.5,10 The discrepancies are believed
be related to the hydration of the surface.4

Several authors have pointed out that the surface st
ture of a densea-Al2O3 could be fairly different under ultra
high vacuum~UHV! and ambient conditions.4,10–14Ahn and
Rablais7 determined the structure of the (131) surface ter-
minated by Al under UHV. Barth and Reichling9 observed
the reconstructed (A313A31) surface also in UHV condi
tions. Both experiments observed hydroxylation of the s
face as the pressure of water was increased. On the o
hand, Enget al.,4 have shown that the structure of the~0001!
surface of densea-phase alumina exposed to water vapor
part way between that of stoichiometrica-Al2O3 and
g-Al(OH) 3 ~gibbsite, bayerite!, i.e., different to that ob-
served under UHV.7–9

Hydroxylation is of special importance for alumina,
surfaces of all phases of alumina are almost always cov
by water, either dissociated or molecular.6,11 McHale
et al.11,12showed that the amount of surface hydroxyl grou
varies from;15 OH/nm2 at a surface area of 150 m2/g and
600 K to;3 OH/nm2 at 30 m2/g and 1400 K for the porous
a phase. The composition and the relative stability of diff
ent hydrated surfaces is important, since the key propert
aluminas—the porosity—is strongly influenced by the s
11170021-9606/2003/118(24)/11179/10/$20.00
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face energy15 and the latter must depend on the degree
hydroxylation.

Only those selected examples show the need to de
mine the structure and composition of the surface as a fu
tion of temperature, pressure and environment. This requ
determination of the free energy and a proper description
the adsorption/desorption processes. The latter is crucia
determining the equilibrium OH coverage at a given (T,p).

Theoretical investigations have already tried to meet t
challenge for alumina. Wanget al.10 estimated the free en
ergy of thea-Al2O3 surface with respect to the chemic
potential of O2 and H2. They reported high stability of the
metal-terminated surface at large values of the oxyg
chemical potential. Additionally they showed that the ful
hydroxylated surface is always more stable than the m
terminated one. Another theoretical study6 of the water—
alumina interaction clarified the mechanism of H2O dissocia-
tion on the~0001! surface of corundum. There is, howeve
no understanding at present of the transition from the cl
to the fully hydroxylated state of the surface.

In the present paper, we address the problem of the
fluence of hydroxylation on the composition and stability
the ~0001! surface of corundum. To do this a new, gene
method for calculating surface phase diagrams is develo
Contrary to the standard approach,10 the possibility of a con-
tinuous variation of the surface composition, and entro
effect for the surface modes of hydroxyl groups, are
cluded. Using this method in conjunction with extensive de
sity functional calculations of both ground state energies
the vibrational properties, we determine the surface ph
diagram for the~0001! surface ofa-Al2O3 in a humid atmo-
sphere and show that hydroxylated surfaces, are gene
favored at most ambient conditions.

The paper is presented as follows: In the next section
model of a-Al2O3 and the details of the DFT calculation
are presented. Section III reviews the thermodynamic
proach pinpointing the important issues related to the s
9 © 2003 American Institute of Physics
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11180 J. Chem. Phys., Vol. 118, No. 24, 22 June 2003 Łodziana, Nørskov, and Stoltze
face. The extension of this method toward constructing
surface phase diagram is presented in Sec. IV. Sectio
contains the results of the present calculations.

II. METHOD OF CALCULATION

The calculations were performed using density fun
tional theory~DFT! with the ionic cores represented by u
trasoft pseudopotentials. The self-consistent gradient
rected GGA–PW9116 electron density was determined by th
iterative diagonalization of the Kohn–Sham Hamiltonian17

The Brillouin zone was sampled according to t
Monkhorst–Pack scheme with ak-point spacing of
;0.1 Å21 in reciprocal space.

a-Al2O3 has a rhombohedral symmetry (R3̄c) and the
primitive unit cell contains two formula units. In the first ste
of the calculations the internal degrees of freedom and
lattice parameters of the primitive unit cell were optimiz
within the DFT approach. The fully relaxed lattice param
eters area55.151 Å, a555.279°. The atomic positions ar
(x,x,x),x50.352 for aluminum and (0.52z,0.25,z),z
50.556 for oxygen. These values compare well to
experimental18,19 lattice parametersa55.128 Å, a555.28°
and the internal positions of oxygenx50.352 and aluminum
z50.556. A slight overestimate of the unit cell volume
typical for DFT calculations with the GGA exchange
correlation functional. The agreement with oth
calculations15 is very good.

The ~0001! surface of corundum was constructed in t
hexagonal setting and 15 Å of vacuum was added. The m
stable surface termination is a single Al layer.5,7,10 The pos-
sibility of spontaneous reconstruction was not taken into
count in the present studies, which are focused on the eff
related to the hydroxylation. The stoichiometry of the gib
site surface phase@Al(OH) 3# is limited to the topmost sur
face layer only, and the underlying bulk possesses corun
structure.

Slabs consisting of 4 to 6 oxygen layers were studi
One side of the slab was frozen in the bulk configuration a
the other surface was fully relaxed. Extensive tests show
this model accurately represents the~0001! surface of corun-
dum. The surface relaxation and the surface energy19 agrees
very well with those reported in the literature.6 Since we are
interested in studies of water adsorption at various covera
a larger than primitive supercell has to be used. For t
purpose a (232) supercell was constructed from the op
mized (131) geometry and the structural optimization w
repeated for this larger surface. Thek-point sampling was
reduced appropriately, which results in minor changes of
atomic positions at the relaxed surface. The majority of
present calculations were performed on large supercells
taining more than 80 atoms. The top view of the relaxed
32 supercell is presented in Fig. 1. The adsorption sites
the hydroxyl groups are marked and will be described in S
V.

III. THERMODYNAMIC MODEL

In this section the thermodynamical/statistical formalis
to describe the surface at equilibrium10,20–24is presented and
Downloaded 29 Mar 2010 to 192.38.67.112. Redistribution subject to AIP
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an appropriate extension is formulated. The reader fam
with these methods may skip the introductory review.

The Gibbs free energyG5H1pV2TS is the natural
choice of the thermodynamic potential to describe thermo
namic properties of the system at atmospheric conditi
@(N,p,T) ensemble#.

To describe the equilibrium composition of the hydrox
lated ~0001! surface ofa-Al2O3 consider a partially hy-
droxylated slab of alumina consisting ofNAl aluminum at-
oms, NO oxygen atoms, andNH hydrogen atoms. For the
formation of this slab from isolated atoms, we have t
Haber cycle shown in Fig. 2 and consequently

DG11DG21DG31DG45DG5 . ~3.1!

Below, each of the steps is considered individually.
Step 1:Is the formation of the Al2O3 crystal in the slab

geometry. The formation energy of alumina equals

DG15NGAl2O3

0 2~2NGAl
0 13NGO

0 !

1N~DHAl2O3

0 2TDSAl2O3
!. ~3.2!

FIG. 1. Top view of the~0001! surface of Al2O3 in the (232) supercell.
Large circles represent oxygen atoms. Small gray circles represent a
num ~top Al is marked as darker!. Small white circles with letters inside
represent hydrogen. Hydrogen~a! atom with the darker oxygen atom be
neath, are the OH groups on top of surface Al.a,b,c,d denote the possible
sites occupied by hydrogen after water dissociation. Only the topmost l
is shown for clarity.

FIG. 2. The Haber cycle used in the formation of the thermodynamic mo
Stoichiometric amounts of the elements are taken to form a slab ofN mo-
lecular units,NO2

oxygen moleculesNH2
hydrogen molecules, andNw mol-

ecules of water.nO5NO23N-2NO2
, n8O5NO23N22NO2

2Nw , nH5NH

22Nw .
 license or copyright; see http://jcp.aip.org/jcp/copyright.jsp
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11181J. Chem. Phys., Vol. 118, No. 24, 22 June 2003 Stability of the hydroxylated (0001) surface of a-Al2O3
The superscripts indicate that the species are in the stan
state (T5298.15 K, p5p*51 atm). The slab geometr
adds the excess energy related to the presence of a free
face

DGex5DG12DG185DG12N~DHAl2O3
2TDSAl2O3

!,
~3.3!

whereG1 is the free energy of the slab andG18 is the energy
of the same amount of the bulk. When the slab is symme
Gex equals the surface energy times the surface area. W
the two sides of the slab are differentGex gives the separa
tion energy~the sum of the surface energies of both sides
the slab!.

Step 2:Is the formation of oxygen and hydrogen mo
ecules in the gas phase

DG25NO2
DGO2

1NH2
DGH2

5NO2
S DHO2

2TDSO2
1RT lnS pO2

p* D D
1NH2

S DHH2
2TDSH2

1RT lnS pH2

p* D D . ~3.4!

This is a standard thermodynamic expression for
pressure/temperature dependence of the free energy. D
of the chemical potentials of gases and liquids are prese
in the Appendix.

Step 3:Is the formation of water

DG35Nw~DGO12DGH!

5NwS DHw2TDSw1RT lnS pW

p*D D . ~3.5!

This refers to water in the vapor state. In reality, the satura
vapor in equilibrium with the liquid shall be considered.
this casepW5gpsatfsat, where fsat is the fugacity of the
saturated vapor, andg is the chemical activity of the liquid
~see the Appendix!.

Step 4: Is the formation of the hydroxylated/oxidize
slab by adsorption of water, oxygen or hydrogen. Note t
the system is in equilibrium with Al2O3 , H2O(g), O2(g),
and H2(g) so thatDG450.

Step 5:Is the formation of the system from isolated a
oms

DG55N~DHS2TDSS!5GS ~3.6!

which expresses the free energy of the slab. Combining
the equations, the equilibrium reads

N~GAl2O3
2TDSAl2O3

!1NO2
S GO2

2TDSO2
1RT lnS pO2

p* D D
1NH2

S GH2
2TDSH2

1RT lnS pH2

p* D D
1NwS Gw2TDSw1RT lnS pW

p*D D5GS . ~3.7!

The Gibbs free energy of the pure elements can be expre
via the chemical potentialsm5(]G/]N)T,p5(]F/]N)T,V ,
Downloaded 29 Mar 2010 to 192.38.67.112. Redistribution subject to AIP
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with the appropriate (T,p) variation ofm taken into account.
The steady state of the equilibrium imposes some constra
on the chemical potential:mAl2O3

52mAl13mO8 , mH2O

5mH2
1 1

2mO2
, arising from the fact that both alumina an

water are in equilibrium, and there is enough of these spe
to consider them as a reservoir. The equilibrium also impo
specific boundaries to the allowed values of the chem
potential. Fora-Al2O3 they refer tomAl andmO. The lower
limit of mO is given by 1

3mAl2O3
22mAl

bulk,mO. If the chemi-
cal potential of oxygen falls below this limit the alumina
decomposed into metallic aluminum and gaseous oxyg
The upper limit is limited by the presence of the molecu
oxygenmO, 1

2mO2
. The same applies to the presence of H2O

in the system.
When Eq.~3.7! is applied toa-Al2O3 the chemical po-

tentials of oxygen and hydrogen are the only independ
variables. Assuming hydroxylation without oxidation the
NO5 3

2NAl2O3
1 1

2Nw and the dependence onmO can be elimi-
nated. If hydrogen is not initially present in the system, t
equilibrium equation simplifies to

GS5N~GAl2O3
2TDSAl2O3

!

1NH2S Gw2TDSw1kT lnS pw

p*D D . ~3.8!

The general Eq.~3.7! describes the surface at equilib
rium with the gaseous species. It has been very success
applied to Al2O3 ,10,22Fe2O3,21 RuO2,23 and other oxides. In
all cases a clear picture of the surface composition was
tained, but limited to the region of the chemical potential
from the phase boundary. Since the method can be gen
ized to any system it shows the predictive power of the t
oretical approach.

One should notice that Eq.~3.7! is simply a version of
the free energy method known also as the Ellingham diag
method.25 This approach is dedicated to the description
solid state chemical reactions at equilibrium. In particular
reaction

2Al2O3�4Al13O2 ~3.9!

@related to Eq.~3.2!# can be represented in this way and t
equilibrium conditions established constraining the chem
potentials of oxygen, aluminum, and corundum. Also mo
complicated reactions such as

2Al~OH!3�Al2O313H2O,

2AlOOH�Al2O31H2O,

can be described in this way. The method becomes very
ful in comparing the relative stability of different phase
even allowing different stoichiometry. In such a case ea
reaction is represented as a sum of elementary reactions~in-
cluding H2O�H21 1

2O2). By finding the equilibrium condi-
tions for each phase~reaction!, the relative stability between
different phases can be determined. This requires knowle
of the ground state energies only.

Phase diagrams~also called predominance diagrams! can
be constructed and the stability of different phases compa
 license or copyright; see http://jcp.aip.org/jcp/copyright.jsp
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as a function of the chemical potential of the constitu
elements. The chemical potential can be further transla
into experimentally accessible parameters such as (T,p).
The aforementioned studies of the surface stability foll
this approach.

However, this simple formalism does not provide info
mation on the properties related to the surface. Namely
the surface the adsorption and desorption processes are
cial in establishing the equilibrium and the underlying bu
may correspond even to the different phase.

Surface specific effects:An important point of the ap-
proach presented above is the assumption that the prope
of the surface are the same as the bulk, which is not alw
true.

From the thermodynamic point of view the adsorpti
energy plays the same role for the surface as the heat~en-
thalpy! of formation for the bulk phase. But, unlike the e
thalpy of formation, the adsorption energy, in the most cas
depends on the surface coverage,Q. This must be included
in the proper description of the surface at equilibrium.
there is no clear border between adsorption and formatio
a new phase, it is convenient to follow the suggestion26 that
at the coverage, at which the differential heat of adsorpt
becomes lower than the enthalpy of bulk formation, a n
compound is formed. ForQ above this limit the Ellingham
thermodynamic approach is fully justified irrespective
considering surface or bulk processes.

A second problem is related to the entropy~free energy!
of the bulk and the surface. As the vibrational and config
rational properties of the two cases are often different
description of the equilibrium must take this into accou
Reuter and Scheffler23 considered the change of the vibr
tional free energy between the bulk and the~110! surface of
RuO2 and have shown that the difference is very sm
However, their approach only applies to the stoichiome
surface, where a softening of the vibrational modes is usu
observed. For nonstoichiometric surfaces the vibrational
energy is different, especially for strongly adsorbed spec
For example, atomic or molecular adsorption results in fa
localized modes. This can be clearly observed for H2O dis-
sociation on thea-Al2O3 ~0001! surface. Resulting OH
groups exhibit a precisely defined high frequency mo6

around 3800 cm21, related to the O–H stretching vibration
This particular mode is a well established subject of infra
~IR! spectroscopy, and possesses a frequency much h
than the overall phonon spectrum of the substrate. In gen
vibrations of any chemisorbed species are stiffer than
bulk. The effect is spatially limited only to the atoms close
the surface.

The sharp distinction of the surface and bulk regio
suggest that the free energy,GS , of the system may be spli
into Gbulk , related to the underlying substrate andGsurf, re-
lated to the surface

GS5Gbulk1Gsurf. ~3.10!

Each part of the free energy can be further divided into e
trostatic and vibrational/configurational contributions:Gbulk

5EAl2O3
1Fvib and Gsurf5Esurf1Fvib . From this point of

view all effects which are specific to the surface beco
Downloaded 29 Mar 2010 to 192.38.67.112. Redistribution subject to AIP
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more transparent. In real systems one might expect a ra
smooth change of the free energy between the bulk and
surface.20 For the purpose of analysis the transition regi
between the surface and bulk is neglected. There are a
ety of methods to calculate the vibrational free energyFvibr

of solids. We refer to the quasiharmonic approximatio
where the free energy of the crystal is expressed as

F5kBTE
0

`

dv g~v!lnS 2 sinhS \v

2kBTD D , ~3.11!

whereg(v) is the phonon density of states. Calculations
this quantity are possible nowadays for the majority of cr
talline phases with the accuracy of anab initio approach.
Accurate calculations of the vibrational spectrum of comp
cated surfaces with high accuracy DFT methods are
problematic though usually rely on molecular dynam
~MD! simulations. The quasiharmonic approximation of fr
energy and MD simulations will be applied to corundu
later in this paper.

The simplest way to include surface effects is to calc
late the coverage dependence of the adsorption en
Hads(Q) of water. This can easily be done within the DF
approach, utilizing large supercells. Once the adsorption
ergy at several discrete coverages is known the differen
heat of adsorption can be approximated asq5E0

1Q]E/]Q. The analytical form ofq(Q) can be established
As the method of calculation gives freedom in the choice
the configuration of the adsorbed atoms at the surface, v
ous adsorption modes can be investigated. For examp
subsurface adsorption, a mixed surface–subsurface ads
tion or other adsorption modes can be examined, and
most stable adsorption geometry established with respec
the external conditions. The heat of water adsorption is p
sented in Sec. V.

A more accurate thermodynamic description of equil
rium at the surface requires further specification of t
model. We limit further consideration to surface adsorpti
only and assume thatM adsorption sites are available at th
surface.N adsorbed molecules occupy exactlyN<M sites.
Once they adsorb in the most stable site they do not diff
between the sites or interact with each other. These lim
tions simplify the problem without losing the generality.

The canonical partition function for the adsorbed m
ecules can be written as27

Zads5
M !

N! ~M2N!!
zads

N ,

where the first part is related to the configurational distrib
tion of the adsorbed species andzads is the vibrational parti-
tion function of each adsorbed molecule~atom!. zadsincludes
all harmonic degrees of freedom of the adsorbate. Thus
localized adsorption there are 3 degrees (x,y,z) per adsorbed
atom if kT!Eads. The harmonic partition function for the
adsorbed atom reads

zads5(
i

n

exp~2e i /kT!@12exp~2hv/kT!#
 license or copyright; see http://jcp.aip.org/jcp/copyright.jsp
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FIG. 3. ~a! The vibrational part of the surface free energy compared to the free energy of phonons in the bulk.Fvib is presented per one degree of freedo
Dot–dashed line is the bulk substrate, solid for the contribution from OH vibration (3800 cm21), dashed from the vibration of adsorbed oxygen (800 cm21)
and dotted results from the low frequency localized mode at (300 cm21). ~b! The configurational part of the free energy comes from the entropy of parti
adsorbed at the surface. Solid, dashed, and dotted lines are for temperatures of 273, 373, and 1073 K, respectively.
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ande i5(hv i /2), wherev i is the harmonic frequency of th
degree of freedom and the summation runs over all deg
of freedom per adsorption site.

The Helmholtz free energy related to the adsorbed s
cies can be written as

Fads5Eads1Fvib1Fconf

5Eads23NkT ln~Pza!2kT~M ln~M /~M2N!!

1N ln~~M2N!/N!!. ~3.12!

The contribution to the free energy coming from the s
face is presented in Fig. 3. The surface coverageQ5N/M is
introduced for the clarity of presentation. The vibration
part of the free energy is important over all temperat
ranges@Fig. 3~a!#. At low temperatures the zero point vibra
tions of the high frequency modes related to the OH gro
dominate over the lattice excitations. The configuratio
free energy is significantly lower as depicted on Fig. 3~b!. Its
significance increases with temperature. At coverages oQ
50 and Q51 the configurational part of the free energ
equals zero and at this limit reduces the problem to the
lingham method.

By including the free energy of the adsorbate, Eqs~3.7!
and ~3.10! can be complemented and the equilibrium b
comes

GS~T,p!5~EAl2O3
1Fvib!1Ggas,

~3.13!
GS~T,p!5Eslab1Fvib1Fads,

where Ggas represents the free energy of the gas phase
elements present in the system andEslab5EAl2O3

1Esurf. As-
suming now that~a! both clean and adsorbed surfaces
located on a stack of the same bulk material and~b! no
vacancies or other modifications are created in the bulk
to the surface adsorption, we can calculate the surface
energy and the equilibrium surface coverage. The surf
energy equalsDG(0,p*)/A5(EAl2O3

2Eslab)/A at T50 K.
Ex is the energy calculated by the DFT method and A is
surface area in the supercell. Taking into account~a! and~b!
Fvib is the same for both sides of the equilibrium equatio
So the vibrational properties of the bulk can be omitted.

The ground state electronic energy determines the ph
stability far from the phase boundary, while entropic con
Downloaded 29 Mar 2010 to 192.38.67.112. Redistribution subject to AIP
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butions become more important in close proximity to the t
different surface phases~coverages!. As shown by Wang
et al.,10 close to the standard thermodynamic conditions a
stoichiometric composition of the surface~with respect to
Al2O3 and H2O) the surface energy does not depend on
chemical potential of oxygen, and is determined only by
electronic energies in the ground state. This thermodyna
region is the most interesting and we focus in the followi
on the properties of the hydroxylateda-Al2O3 ~0001! sur-
face at close top*.

Knowing Fads @Eq. ~3.13!# provides the possibility of
determining the surface composition at equilibrium. The e
uity of the chemical potential of the water in the vapor a
adsorbed form leads to the the equation of state:F/kT
52 ln(12Q) and m/kT52 ln@Q/(12Q)z#, where the sur-
face coverage is introduced andF is the surface equivalen
of pressure~according todE5T dS2F dM1m dN, dM is
the variation of the number of adsorption sites!. As the ad-
sorbed phase is in equilibrium with the surrounding gas
have the chemical potential of vaporm5m0(T)1 ln(p/p*)
and the adsorption isotherm reads:

Q~T,p!5

z~T!exp~m0~T!/kT!
p

p*

11z~T!exp~m0~T!/kT!
p

p*

.

This is the well-known Langmuir adsorption isotherm.
gives the amount of the adsorbed gas at given (T,p) at equi-
librium.

The model can be easily extended, as more molec
can be adsorbed over each site. If the first adsorbed la
becomes a substrate for another layer and so on, this lea
the BET model for adsorption.25 To estimate the equilibrium
in such a system the adsorption energy and the parti
function of each layer must be known. Both quantities can
calculated, the calculations of the exact partition functionZ,
become very laborious for more than a monolayer of wa
due to configurational complexity which is coupled to t
dynamical part ofZ. We present an alternative, equivale
formulation of the above approach instead, which is simp
from a computational point of view, as it permits appropria
averaging without loss of accuracy.
 license or copyright; see http://jcp.aip.org/jcp/copyright.jsp
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IV. STATISTICAL MODEL OF SURFACE EQUILIBRIUM

We assume that chemisorption, dissociation and ph
isorption on the~0001! a-Al2O3 surface can be described b
an extension of the BET model.25 Transformation between
corundum and aluminum hydroxide is given by Al2O3

13H2O
2Al(OH)3 . Thus oxide sites can be described
an inert column of solid capped by 3 O atoms, while the
hydroxylated surface can be described as a column cap
by 6 OH groups. The mechanism is

A013W
B0 ,

An1W
An11 for n>1,

Bn1W
Bn11 for n>1,

whereW is water,An is an oxide site (a-Al2O3) covered by
n water molecules, andBn is a hydroxide site (Al(OH)3)
covered byn water molecules. Water is assumed to be p
sisorbed forn>2 on A and n>1 on B. The coverage is
normalized as(n50

` uAn
1(n50

` uBn
51. The number of phys-

isorbed molecules on anA site is sA5(n52
` niuAi

and may
be interpreted as a coverage. However, it has different m
ematical properties from the coverage,u. The equilibrium
equations are

K0uAS pw

p*D 3

5uB , ~4.1!

K1AuAS pw

p*D5uA1
, ~4.2!

KPuAnS pw

p*D5uAn11
for n>1, ~4.3!

KPuBnS pw

p*D5uBn11
for n>0. ~4.4!

For pw,KP
21p*, the solution is

uA0
5

1

11K1AS pw

p*D1K0S pw

p*D 2

1

K0KpS pw

p*D 4

12KpS pw

p*D
, ~4.5!

uA1
5K1AS pw

p*D uA , ~4.6!

uB0
5K0S pw

p*D 3

uA , ~4.7!

sA5

K1AKpS pw

p*D 2

S 12Kp

pw

p*D 2 uA , ~4.8!

sB5

K0KpS pw

p*D 4

S 12Kp

pw

p*D 2 uA . ~4.9!
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h- From this equation it is obvious that the number of a
sorbed layers becomes infinite whenpw→K1A

21p*, which
means thatK1A

21p* must be the vapor pressure,pv , of water
at the adsorption temperature. This provides both a recipe
the calculation ofK1A , and an explanation for the restrictio
pw,K1A

21p*. The vapor pressure,pv at the adsorption tem
perature, T, can be extrapolated@ ln(pv /p*) 5ln(p0 /p*)
1 (Hv /RT0

2) (T2T0)# from the known vapor pressurep0

5113.3 Pa at the temperatureT05255.85 K.
The equilibrium constantsK0 and K1a are calculated

from the properties ofA0 , A1 , B0 , andW by standard sta-
tistical thermodynamic equations. The application of o
model to other systems is straightforward. In addition to
calculated energies, we need characteristic vibrational
quencies. They can be calculated directly by anab initio
approach as presented below.

V. RESULTS

The coverage dependence of the water adsorption en
was studied using a 232 supercell~see Fig. 1!. H2O mol-
ecules were placed on the relaxed~0001! surface of corun-
dum. The adsorption energy is defined asEads5(Eslab

2EAl2O3
2NEH2O)/N, whereEslab is the energy of the slab

EAl2O3
is the energy of the clean relaxed surface, andEH2O is

the energy of an isolated water molecule in vacuum. T
dissociative and molecular adsorption energies were c
pared for coverages below 1 ML.

The size of the supercell allows four different coverag
below 1 ML. The 1/4 ML is the lowest coverage, modeled
placing one H2O molecule at the (232) surface. The differ-
ent adsorption geometries which are possible are depicte
Fig. 1. The most stable configurations are presented in F
4~a!–4~c!.

For coverages lower than 1 ML, water dissociates on
surface. The hydroxyl group binds to the surface cation a
distance of 1.7 Å. For all coverages these ad-OH groups
tilted from their ideal vertical position and theH–O–Al

FIG. 4. Surface of corundum at various water coverages considered in
text. ~a! 2.6 OH/nm2, ~b! 5 OH/nm2, ~c! 10.0 OH/nm2, ~d! gibbsite-like sur-
face terminated by hydrogen. Large spheres represent oxygen, small
are for aluminum, and dark gray are hydrogen. The darker large sph
represent adsorbed oxygen.
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angle ranges between 110° and 123°. The second hydr
from the dissociated water binds to oxygen at the surface
the most stable configurations always result from the larg
spacing between the ad-OH and surface OH groups as
served by Hasset al.6 At a coverage of 1 ML the H–H sepa
ration at the surface equals 3.12 Å, increasing to 4.90 Å
1/4 ML. Also at coverages below 1 ML, adsorption of wat
creates a large surface distortion accompanied by migra
of the cations into the subsurface region. At 1 ML eve
surface cation is already saturated with one OH group, wh
gives a total coverage of 10 OH/nm2. This surface is referred
to as fully hydroxylated. When more water is added to t
surface, it forms an H-bonded overlayer. Up to two ad
tional water overlayers were studied. A very stable confi
ration exists at a coverage of 2 ML, when one water m
ecule per unit surface area is added. This configura
consists of a plane hexagonal network, where water m
ecules lie flat at the distance of 2.2 Å above the surfa
Hydrogen is pointing toward the surface ad-OH group, wh
these OH groups are attached to the oxygen of the H2O. This
gives a very stable hydrogen bonded network. Addition o
second overlayer destroys this stable configuration, whic
reflected in a drop in the adsorption energy close to the h
of water vaporization.

The second type of surface used in the present study
the gibbsite-like surface. It was modeled by the same sla
the~0001! a-Al2O3 with the surface cation replaced by thre
hydrogen atoms.28 Formally this is equivalent to the adsorp
tion of three water molecules~donating six hydrogens! and
the creation of Al2O3 ~this utilizes two Al cations removed
from the surface!. Since two cations are involved, this pro
cess requires two surface area units, however the final re
gives the 131 structure. The gibbsite-like surface was op
mized, which gives two vertical OH groups and one hyd
gen involved in a H bond per unit surface area, similar to th
shown in Ref. 28. For this surface stoichiometry dissociat
adsorption is not energetically favorable at any covera
The first monolayer does not form as stable structure as
the fully hydroxylated surface, since there is an excess
hydrogen preventing the formation of stable bonds. At t
coverage H2O stands ‘‘vertically’’ pointing one hydrogen
atom toward the surface oxygen, while leaving the sec
hydrogen dangling free. Addition of the second monola
changes the situation, as a hexagonal overlayer, similar to
one at the fully hydroxylated surface is formed 2.5 Å abo
the surface. The enhanced stability of this hydrogen bon
network is reflected in an increased adsorption energy.

The calculated heat of adsorption of water on the~0001!
surface ofa-Al2O3 and Al(OH)3 is presented in Fig. 5. Fo
the ~0001! surface of corundum two distinct regions are o
served: below 1 ML, where water dissociates and form
strong bond with the surface, and above 1 ML, where a ra
drop of adsorption energy H reflects weakly physisorb
molecules. The numerical values of the adsorption ener
are presented in Table I.

The vibrational properties of adsorbed water were de
mined via molecular dynamics simulations. Two independ
sets of simulations were done, one for the corundum surf
another for the gibbsite-like surface. In each case the o
Downloaded 29 Mar 2010 to 192.38.67.112. Redistribution subject to AIP
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mized ground state was used as the starting configura
For the corundumlike surface, independent simulations w
done for the fully hydroxylated surface and the surface w
a water overlayer. The same was done for the gibbsite-
surface.

The temperature of the system was fixed toT5350 K by
a Nose–Hoover thermostat. The mass of hydrogen was
placed by that of deuterium, which gives the possibility
using an integration step of 0.5 fs. After each step the e
tronic structure was reoptimized and the Hellman–Feynm
forces utilized to perform the time evolution of the syste
The total time of the simulation was 1 ps.

During the simulation runs all structures were stable a
no desorption of water was observed. Proton transfer occ
especially for surfaces with an adsorbed overlayer of wa
Proton exchange takes place between the surface OH gr
and adsorbed water, indicating a rather dynamic hydro
bonding structure.

The characteristic frequencies of vibration were det
mined by the center of a Gaussian fitted to the power sp
trum. As anharmonic effects and mode coupling already p
an important role at the temperature of the simulations,
frequencies have to be considered as the average.

The most important surface modes are presented in
6 and compared to the phonon spectrum of the bulk.29 The
difference is striking, the OH stretching mode is located
above any lattice excitations. The second highest freque
belongs to the oxygen-cation stretching mode. The most
portant frequencies are 720 cm21 related to the surface cat
ions, and 485 cm21 for the anions. They are represented
the dotted lines in Fig. 6 and a slight stiffening is seen. T
stretching vibration of adsorbed OH is approximate
1050 cm21 for the Al–O bond. The principal O–H stretchin

FIG. 5. The differential heat of adsorption of water on the~0001! surface of
a-Al2O3 . Dissociative adsorption occurs at coverages from 0 to 10 OH/n2

~0 to 1 ML!; at higher coverages molecular adsorption is preferred. The
is drawn as a guide to the eyes.

TABLE I. The water adsorption energies~in kJ/mol! on the stoichiometric
and hydroxylated@Al(OH) 3# surfaces of~0001!a-alumina. Dissociative ad-
sorption is marked with (* ) and it is shown when preferred to molecula
adsorption.

Surface 1
4

1
2

3
4

1 2 3

Al2O3 133.1* 146.4* 150.5* 146.3* 75.3 47.7
Al(OH) 3 56.9 60.3 51.1
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frequency is observed at 3780 cm21 for the topmost hy-
droxyl group. The different nature of the hydroxyl group
the surface gives further splitting of this band. The format
of the hydrogen bond is indicated by the frequency
3300 cm21.

The surface modes important to our model for t
surface of corundum (A0) are the vibrations of the surfac
anions consisting of six frustrated horizontal translatio
(63), at 700 cm21 and the frustrated vertical translation
(33), at 600 cm21. For the gibbsite-like surface (B0): frus-
trated vertical translation (63), at 400 cm21; OH stretch
(63) at 3780 cm21; frustrated horizontal translation
(123), at 550 cm21; frustrated rotation (123), 400 cm21.
For chemisorbed water, frustrated translation (33), at
200 cm21; frustrated rotation (33), at 685 cm21; vibrations
(33), 3490 cm21. For water we assume three translatio
defined by the molar mass, 0.018 02 kg/mol, three rotatio
27.88, 14.52, 9.27 cm21, three vibrations, 3657.1, 1594.8
and 3755.8 cm21. In all cases for simplicity we have take
the average frequency of the OH stretching for adsorbed
ter. Other modes belong to the bulk and they do not cha
during any surface processes.

Combining all these results, the equilibrium surface co
erage of OH as a function of temperature and pressure ca
calculated. The results are summarized in Fig. 7. At l
temperatures the hydroxylated surface is favored and
surface is stable even at UHV conditions and room temp
ture. Dehydroxylation is very rapid as the temperature ris
especially at low pressures.

The boundary between the gray and black regions in F
7 divides the phase space into two different surface com
sitions: in the black region the Al(OH)3-like surface is the
most stable, while in the gray region water is dissociated
the Al2O3 surface.

In Fig. 8 the cross sections of Fig. 7 alongp5p* are
presented. At atmospheric pressure the surface dehydro
tion starts at around 700 K and the surface becomes fre
water at around 900 K. Below 400 K the gibbsite-like su
face appears, but as can be seen it is very rapidly covere
water.

FIG. 6. The comparison of the vibrational density of states for the b
a-Al2O3 and the localized modes related to adsorbed water. The solid b
line and shaded area represent the bulk properties, the dotted line is re
to the vibrational frequencies of surface aluminum and oxygen. Dashed
represent the frequency region of the hydroxyl group vibration.
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In comparison to the experiment, the fully hydrated s
face reported by Enget al.4 can be interpreted by our resul
as this type of surface is the most stable, or possesses
lowest free surface energy at room temperature. It w
suggested4 that an overlayer of water is present on this s
face, which is in agreement with our studies~Fig. 8!. The
single overlayer of water binds to the gibbsite-like surface
a distance of 2.5 Å above the surface oxygen.

Experiments investigating the adsorption13 and
desorption14 of water on single-crystala-Al2O3 reveal that
the hydroxyl coverage saturates at around 3 OH/nm2 at low
water vapor pressures. Such a hydroxylated surface is st
up to 350 K where rapid H2O desorption occurs under UHV
This is the temperature range at which the lowest surf
energy of hydrated alumina switches to the dehydrated ph
as shown in Fig. 7. Isotopic desorption experiment13

showed significant mixing of the oxygen between water a
surface oxygen. The process of hydroxylation was rece
imaged by AFM9 and revealed the very important role o
defects. Our model describes the terrace without defe
which are important centers of hydroxylation. We propo
that at low OH coverages the hydroxylation takes pla
mainly at surface imperfections and that explains both

k
ck
ted
es

FIG. 7. The phase diagram of thea-Al2O3 ~0001! surface with respect to
the pressure of water vapor and temperature. White region is a clean
terminated surface. The contours are plotted at every 1/5 ML. The b
region represents thermodynamic conditions where the Al(OH)3 surface is
dominating.

FIG. 8. The cross section of the equilibrium OH coverage~Fig. 7! of the
a-Al2O3 ~0001! surface atp51 atm. The thin solid black line represents th
clean surface, while the thin dashed line represents the hydroxylated sur
The thick solid line represents the region where Al(OH)3 appears, and the
thick dashed line represents the gibbsite-like surface with a water overla
 license or copyright; see http://jcp.aip.org/jcp/copyright.jsp
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observed broad range of desorption energies and the iso
scrambling.

Liu et al.30 found the water vapor threshold pressure
the total hydroxylation ofa-Al2O3 to be 133 Pa. Our calcu
lations yield a somewhat higher threshold~250 Pa!. The
threshold pressure is interpreted as evidence for a cross
from adsorption at defects to adsorption on terraces, w
the present study shows that the threshold relates to
change of surface stoichiometry. The agreement between
culated and experimental results could be accidental, as
do not expect such high accuracy, due to well known limi
tions of DFT methods.

For the systems where the influence of the hydrat
seem to be of high importance, McHaleet al.11 show that
porous a-alumina, obtained from diaspore, is highly h
drated. Heating above 600 K causes the loss of the sur
water accompanied by significant coarsening. The differ
tial heat of adsorption reaches a plateau at aroundn
55 – 10 OH/nm2, which in view of our results could be in
terpreted as a contribution from the hydroxyl group result
from the terraces.

Another set of studies investigated the surface in UH
Ahn and Rablais7 annealed the surface under UHV and
TOF–SARS were able to detect randomly distributed hyd
gen on the surface, up to 1100 °C. Also both oxygen a
aluminum terminations of the surface were found in UHV8

The oxygen termination of the surface has been previou
explained in Ref. 10. From our results the partially hydra
surface, terminated by a single aluminum layer is thermo
namically stable. It is thus easy to understand, that both o
gen~bayerite-like! and aluminum terminated surfaces are o
served experimentally. Again the role of defects in t
stabilization of the OH groups at the surface cannot be
glected.

To summarize, a method for determination of the surfa
phase diagram directly from the density functional calcu
tion was presented. As an example of the application
showed that at the low temperature and high pressure
water vapor, the fully hydroxylated, gibbsite-like surface
corundum is the thermodynamically most stable surfa
With increasing temperature and/or decreasing water p
sure first the hydroxylated~0001! surface ofa alumina and
later the stoichiometric surface becomes the most stable.
low energy of the hydroxylated surface compares with
experimental observation that the surfaces of alumina
inherently hydroxylated.
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APPENDIX: CHEMICAL POTENTIAL OF GASES
AND LIQUIDS

The temperature and pressure dependence of the ch
cal potential of gases and liquids is different.
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From the microscopic point of view the free energy
the ideal gas can be divided into contributions from trans
tional, rotational, vibrational and electronic degrees of fre
dom. All these quantities can be calculated and the free
ergy expressed as a sum:G5Gtrans1Grot1Gvib1Gelectr.
The energy scale related to these degrees of freedom v
over several orders of magnitude ranging from;10217 eV
for translational motion, through;0.0001 eV for rotational,
;0.1 eV for the vibrational and;1 eV for the electronic.
Only those contributions activated at the temperature of
terest (;0.03 eV) are of importance.

For an ideal gases the chemical potential can be
pressed as

m~T,p!5m~T,p*!1kBT lnS p

p*D
5H~T,p*!2TS~T,p*!1kBT lnS p

p*D ~A1!

and it is referenced to the standard state. The tempera
change of the enthalpyDH(T,p*)5H(T,p*)2H(0,p*)
and entropy DS(T,p*)5S(T,p*)2S(0,p*) gives the
variation of the chemical potential withT,

m~T,p!5DH~T,p*!1Egas2TDS~T,p*!1kBT lnS p

p*D .

~A2!

In this way, the chemical potential of the gas can be re
enced to the ground state energy calculated within the D
method.

In fact Egas also contains contributions from the ze
point vibrations, which are easy to estimate for simple gas
The quantitiesDH(T,p*) andS(T,p*) can be found in any
standard thermodynamic table.31

For liquids the situation is more complicated: one tak
advantage of the equity of the chemical potential of the sa
rated vapor and liquid under given thermodynamic con
tions. In this case one must go beyond the ideal gas appr
mation.
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