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In-Situ Investigation of Local Boundary Migration During
Recrystallization

YUBIN ZHANG, ANDY GODFREY, and DORTE JUUL JENSEN

A combination of electron channeling contrast (ECC) and electron backscatter diffraction
pattern (EBSP) techniques has been used to follow in situ the migration during annealing at
323 K (50 �C) of a recrystallizing boundary through the deformed matrix of high-purity alu-
minum rolled to 86 pct reduction in thickness. The combination of ECC and EBSP techniques
allows both detailed measurements of crystallographic orientations to be made, as well as
tracking of the boundary migration with good temporal resolution. The measured boundary
velocity and the local boundary morphology are analyzed based on calculations of local values
for the stored energy of deformation. It is found that the migration of the investigated boundary
is very complex with significant spatial and temporal variations in its movement, which cannot
directly be explained by the variations in stored energies, but that these variations relate closely
to local variations within the deformed microstructure ahead of the boundary, and are found
related to the local spatial arrangements and misorientations of the dislocation boundaries. The
results of the investigation suggest that local analysis, on the micrometer length scale, is nec-
essary for the further understanding of recrystallization boundary migration mechanisms.

DOI: 10.1007/s11661-014-2222-4
� The Author(s) 2014. This article is published with open access at Springerlink.com

I. INTRODUCTION

DURING recrystallization of deformed metals, new
nuclei form and grow by boundary migration through
the deformed matrix. The velocity, v, of a migrating
boundary in response to a driving force, F, is generally
expressed by Eq. [1]:

v ¼MF; ½1�

where M is the mobility of the boundary.[1] For
recrystallization, F is generally considered as the stored
energy in the deformed matrix. Many studies have
shown that deformation microstructures in most metals
are highly heterogeneous[2–4] and that they depend on
the crystallographic orientations of the grains present.[5–8]

Consequently, F may vary significantly on the local
scale. Moreover, the mobility, M, depends on many
parameters, including the misorientation of the bound-
ary,[9–11] the boundary plane,[12,13] and the magnitude of
the driving force.[14,15] Therefore, despite the simple
relationship expressed in Eq. [1], the heterogeneous
nature of deformed microstructures, and hence the wide
range of values of F and M, suggests that in reality the

migration of recrystallization boundaries is complex,
such that the migration possibilities of a recrystallization
boundary may vary significantly in space and time. For
example, in-situ three-dimensional X-ray diffraction
(3DXRD) observations of the growth of a grain during
recrystallization have shown that the migration of
recrystallization boundaries, even in weakly deformed
single crystals, is quite inhomogeneous.[16,17] These
measurements have revealed that the migration of
individual boundary segments occurs in a jerky stop–
go fashion, and that locally fairly large protrusions/
retrusions (i.e., where locally some parts of a boundary
segment migrate further/less than the neighboring parts)
form and evolve on many boundaries.[16] Recently,
ex-situ electron backscatter diffraction pattern (EBSP)
investigations have shown that even neighboring bound-
ary segments, with very similar misorientations to the
nearby deformed microstructure and with similar driv-
ing force (F) from the deformed matrix, can behave
quite differently.[18]

Subsequent to the publication of the 3DXRD results,
theoretical models, aiming at understanding the local
boundary migration in terms of the formation of pro-/
re-trusions, have been suggested by Godiksen et al.,[19,20]

Martorano et al.,[21,22] and Moelans et al.[23] None of
these models are, however, yet able to reproduce and
predict typical experimental observations of boundary
migration. Experimental ex-situ and in-situ electron
channeling contrast (ECC) studies on the migration of
recrystallizing boundaries have shown that both the
deformed microstructure and the formation of pro-/
re-trusions can affect the local boundary migration.[24,25]

However, key information, such as the local stored
energy in the deformed matrix ahead of the migrating
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boundary, and the misorientation angles across the
migrating boundary, cannot be obtained from ECC
images.

The aim of the present work is, therefore, to study the
migration of a recrystallizing boundary by in-situ
annealing using both the ECC and the EBSP techniques.
The benefit of this combination is that the EBSP maps
contain crystallographic information with a sufficient
angular resolution to be used for calculation of the local
stored energy, while the ECC images provide both a
higher spatial resolution as well as faster data acquisi-
tion than the EBSP maps. During annealing, the
boundary migration can, therefore, be tracked over a
large area using ECC images with a relatively high time
resolution (~1.5 minutes), which cannot be achieved by
EBSP investigations. Additionally, by following the
trace of the migrating boundary as seen in the ECC
images, and comparing this with the characteristics of
the deformed microstructures characterized by EBSP in
the same area before annealing, the migration of the
recrystallizing boundary can directly be related to the
deformed microstructure. The data thus allow a detailed
analysis of the effects of local variations in the deformed
microstructure on the boundary migration, as well as an
evaluation of Eq. [1] on the local scale.

II. EXPERIMENTAL

The material used for this investigation was 99.996 pct
pure aluminum, annealed at 823 K (550 �C) for
24 hours to obtain an initial grain size of several
millimeters. This initial material was cold rolled to 50
pct reduction in thickness at room temperature (RT)
and subsequently rolled further to a total reduction of
86 pct in thickness at liquid-nitrogen temperature to
avoid dynamic recrystallization during rolling. After
rolling, the material was stored in a freezer at 255 K
(�18 �C).

When the material was examined the first time after
storage, it was found to be already partially recrystal-
lized. The recrystallization may have taken place any
time during the post-deformation handling, for example,
during cutting or polishing. However, for the purposes
of the current investigation the fact that the material had
already partly recrystallized during preparation does not
in any way affect the analysis undertaken, as we relate
the migration of the recrystallization boundary directly
to the characteristics of the local deformation micro-
structure ahead of the boundary without assuming how
the microstructure looked just after deformation (which
is also irrelevant for an analysis of a recrystallizing
boundary at a given annealing stage). For simplicity,
however, the non-recrystallized parts of the microstruc-
ture are in the following referred to as the ‘‘deformed
microstructure,’’ although clearly some recovery has
taken place in the unrecrystallized parts of the sample.

The in-situ experiment was carried out using a heating
stage (DEBEN UK Ltd.) with a temperature range from
248 K to 323 K (�25 �C to 50 �C), in a Zeiss Supra 35
thermal field emission gun scanning electron microscope
(SEM). The sample of size ~2 9 2 9 6 mm3 was first

cooled from RT to 273 K (0 �C) inside the SEM to
stabilize the microstructure for the initial ECC exami-
nation and EBSP mapping of a selected area containing
both deformed matrix and a recrystallizing grain sepa-
rated by a long boundary (see Figures 1(a) and (b)). For
the EBSP measurements, an electron beam step size of
0.25 lm was used.
The sample was then heated to 323 K (50 �C) and the

migration of the recrystallizing boundary was recorded
using the ECC technique at intervals of 100 seconds. In
total 86 frames were recorded (the full set of the ECC
images can be found in the supplementary materials).
From the full set of ECC images the boundary position
was determined at every time step (100 seconds inter-
val), and these observations are used to prepare a sketch
of tracings showing the recrystallization boundary
position (see Figure 1(c)). A detailed description focus-
ing on the observation of surface grooving which is
observed in some places can be found in Reference 26.
No notable grooving is, however, observed in the area

Fig. 1—ECC image (a) and EBSP map (b) showing the microstruc-
ture of the initial partially recrystallized sample containing a recrys-
tallizing grain and deformed matrix. Black and white arrows point
out a large protrusion and retrusion, respectively. In the EBSP map,
the colors represent the crystallographic direction parallel to the roll-
ing direction. Thin black lines, thick aqua, blue, and black lines are
used to represent boundaries with misorientations >2, >5, >10, and
>15 deg, respectively. Black pixels are non-indexed. (c) Traces of the
position of the recrystallization boundary during the whole anneal-
ing duration, where for clarity only the position at every fifth time
step (500 s interval) is shown. A rectangle marks the area in which
the boundary migration is analyzed in the present work.
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marked by a rectangle in Figure 1(c) and in nearby
regions. The boundary migration in this area is inves-
tigated in detail and related to the deformed micro-
structure in the present work.

III. RESULTS

The ECC image and EBSP map of the selected area
(marked by a rectangle in Figure 1(c)) are shown in
Figures 2(a) and (b). The orientation of the recrystallized
grain is ~12 deg from the ideal Cube orientation,
{100}h001i, while the average orientation of the
deformed matrix calculated from the EBSP map is
rotated about 20 deg from the S, {123}h634i, orientation.
It can be seen from the ECC image that the deformation
microstructure is heterogeneous, and is subdivided by
two sets of extended dislocation boundaries. One set is
narrowly spaced with dislocation boundaries lying at
angles of �30 to �35 deg to RD, forming a microband
(MB) structure.[27] The other set is more irregularly
spaced, lying over a wider range of angles from 15 to
50 deg to RD. In some places the secondmore irregularly
spaced set has widened to form localized glide bands
(LGBs).[28] A sketch of the deformation microstructure
corresponding to the ECC image is shown in Figure 2(c),
where the two sets of dislocation boundaries are shown in
blue and green, respectively. In the sketch the remaining
boundaries, which are interconnecting boundaries, are
shown in dark gray. Dislocation boundaries containing
segments with misorientations>10 deg in the EBSP map
(as marked by a–f in Figure 2(b)) are highlighted by
thicker lines in the sketch. It can be seen that all these

boundaries are part of LGBs and thus are shown in green
in Figure 2(c). The deformed microstructure resembles
that seen in a S-orientation single crystal after channel-
die deformation to a medium–high strain,[28,29] though
the scale is coarser due to the occurrence of some
recovery.
The traces of the recrystallizing boundary position in

this area over the first seven 100 seconds time steps are
sketched in Figure 2(d). After the first time step the
recrystallizing boundary, shown by the purple line in
Figure 2(d), consists of a large retrusion and protrusion,
and most of the boundary segments are parallel to either
the MBs or one of the LGBs as marked by a-d in
Figure 2(c). After the second time step the two ends of
the boundary remain fixed, where long, flat boundary
segments develop, which do not migrate further during
the entire duration of the investigated annealing exper-
iment. In between these fixed points, the migration of
the recrystallizing boundary is quite heterogeneous
through all the observed time steps: many small pro-/
re-trusions form during the migration, and the migra-
tion velocity varies in space and time, with fast
migration observed in particular during time interval
#2 (i.e., between the second and third time steps, see
Figure 2(d)).
The migration velocity, v, of the interface can be

calculated using Eq. [2]:

v ¼ A=lt; ½2�

where A is the area through which a migrating
boundary of a length, l, migrates over a given annealing
time interval, t. The velocity can also be measured by a

Fig. 2—(a) ECC image showing the microstructure in the area marked in Fig. 1. A recrystallizing grain is seen in the top right corner. (b) EBSP
map showing the same microstructure as shown in (a), together with its {111} pole figure. The color coding for (b) is the same as that in
Fig. 1(b). (c) Sketch of the dislocation boundaries in the deformed matrix based on the ECC image in (a). Microbands and LGBs are shown by
blue and green lines, respectively. Dislocation cells are shown by dark gray lines. (d) Traces of the position of the recrystallizing boundary dur-
ing the first seven 100 s time steps. Box I and II mark local areas where detailed analysis is carried out. Letters A to J are used to identify pro-
trusions. (e) Non-colored image of the deformed microstructure (from (c)) superimposed with recrystallizing boundary traces shown color. In (c)
and (e) boundaries containing segments with misorientation >10 deg are highlighted by thicker lines and marked by a–f. The initial recrystalliz-
ing boundary position is shown by a dashed black line in (c) to (e).
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line-intersect method, i.e., by drawing a line across the
migrating boundary and measuring the migration dis-
tance during each time interval. In the present work, we
used Eq. [2] to calculate the average migration velocity
of the boundary during each time interval, and used a
line-intersect method (described below) to estimate the
local spread in the boundary velocity. For determination
of the local boundary velocity using the line-intersect
method, a series of lines were drawn across the whole
boundary length, with spacing of 0.5 lm, and parallel to
the long side of the box I in Figure 2(d). This line
direction was chosen as it corresponds to the overall
(average) boundary migration observed macroscopically
over the studied boundary length.

Figure 3 shows for each time interval the average
migration velocity, calculated over the entire investi-
gated length of the migrating boundary, against the
stored energy in the deformed matrix. The stored energy
in the deformed matrix consumed during migration of
the boundary between neighboring traces was calculated
based on the EBSP data using methods described in
Reference 30. In the calculation, all dislocation bound-
aries with misorientation >1.5 deg were taken into
account and the boundary energy was calculated based
on Read-Shockley equation with maximum boundary
energy of rmax = 0.324 J/m2[24] for boundaries with
misorientation>15 deg. A best line fit, weighted by the
standard deviation in calculated velocity, to the data is
shown in Figure 3, however, it is evident that this does
not fit the data well.

One reason for deviations from a single straight line in
Figure 3 could be a variation of the mobility with time,
as the boundary continually meets new parts of the
deformed matrix during migration. The misorientations
between the recrystallizing grain and the deformed
matrix in the consumed area at each time interval have,
therefore, been calculated, and are shown in Figure 4.
Except for a slight trend for the rotation axes to rotate
from [3 3 2] toward [1 1 0] with increasing annealing
time, the variation in misorientations over the observed
annealing time is only small, and may not explain the

large scatter in Figure 3. In particular, the fast boundary
movement in time interval #2 and the slow movement in
interval #6 cannot be attributed to big changes in the
misorientation distributions.

IV. DISCUSSION

The migration of boundaries during recrystallization
is generally described based on an overall characteriza-
tion of a given sample, by measuring the stored energy
over the whole sample and by averaging the boundary
velocity over many recrystallizing boundaries.[31,32] In
the present work we have analyzed the local boundary
migration following in situ the motion of a single
boundary segment and found that there are large
variations in the boundary velocity, which represent
deviations from a straight line relationship as described
in Eq. [1] (see Figure 3), and which cannot be explained
by changes in the misorientation characteristics during
boundary migration.
One may speculate whether the variation in Figure 3

may relate to inhomogeneity of the deformed micro-
structure, as variations exist even within the relatively
small area investigated in this study. Indeed it is
observed that part of the recrystallizing boundary in
box I (Figure 2(d)) does not migrate from the second
time step onwards, and that the boundary migration in
this region can be related to the dislocation boundary d.
Boundary segments within box I migrate quickly across
the dislocation boundary d in the time interval #1 (from
the purple line to the dark red line in Figures 2(d) and
(e)) but remain fixed once the higher stored energy
associated with the dislocation boundary d has been
consumed. Boundary segments adjacent to the part that
remains fixed can, however, still migrate along the
dislocation boundary d driven by the higher stored
energy, leading to formation of an even longer section of
flat stationary boundary (see Figure 2(d)). This process
leads to formation of protrusions H to J at the front end
of the long flat boundary. These protrusions, referred to
as sawtooth shaped because of their shape,[33] are
expected to maintain this shape as long as some length
of the recrystallizing boundary remains flat, following a
long dislocation boundary with high misorientations. In
a similar way, a long, flat non-migrating boundary
segment develops at the left side of Figure 2(d), asso-
ciated in this case with dislocation boundary a.
In between these flat stationary boundary segments,

local boundary migration with relatively high velocity is
generally accompanied by formation of protrusions,
e.g., protrusions A to G (because of their shape they are
classified as rounded protrusions[33]). These protrusions
can be related to dislocation boundaries b and c (see
Figure 2(e)). To investigate the detailed relationships
between the boundary shape and the dislocation bound-
aries in this area, the maximum curvature dragging force
(Fr,max) has been calculated for each of the protrusions,
and the resulting data are plotted as a function of the
local stored energy in Figure 5. The value of Fr,max was
calculated using equation, Fr,max = 2r/rmin, where r is
the grain boundary energy and rmin is the minimum

Fig. 3—Migration velocity measured using Eq. [2] as a function of
stored energy in the deformed matrix for each time interval averaged
over the whole boundary length studied. Numbers show the time
intervals. Error bars show standard deviations calculated based on
the velocities, which are measured by a line-intersect method. Solid
line represents a best fit, weighted by the standard deviation in cal-
culated velocity, to the data using Eq. [1].
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radius of the curvature of each protrusion. For calculation
of rmin, each protrusion was fitted with a third order
polynomial equation. A detailed description of the calcu-
lation procedure can be found inReferences 24, 25, 34. The
stored energy values are calculated based on EBSP data
within the area under each protrusion, which can be
considered as the driving force for the formation of the
protrusions. Figure 5 indicates a general tendency that
local high stored energy in the deformed microstructure
leads to protrusions with large values of Fr,max.

The formation of pro-/re-trusions in turn has effects
on the boundary migration. For example, for the local
boundary migration in box II (see Figure 2(d)), the
length of boundary covered by this box migrates with
increasing speed from protrusion A to B, driven by
removal of dislocation boundary b, which has an
increasing misorientation angle along its length (from
9 deg at protrusion A, to 14 deg in between protrusions
A and B, to 18 deg at protrusion B). However, even
though the dislocation boundary misorientation in front

of protrusion B is still higher (22 deg), the local
boundary migration velocity decreases after reaching
position B, due to the increased dragging force at B from
the increasing curvature at the tip of the protrusion.
This combined effect of local driving and dragging
forces on the local migration rates can also be seen in
Figure 5. For example, the value of Fr,max for protru-
sion C is significantly higher than the driving force from
the local stored energy, i.e., the dragging force of the tip
of protrusion C is much larger than the driving force,
suggesting that C should remain fixed during the next
time step, as in fact is observed (see Figure 2(d)).
Similarly, the values of Fr,max for protrusions B and D
are almost equal to the driving force from the local
stored energy, so the velocity of boundary segments at
protrusions B and D is expected to decrease or fall to
zero, which also agrees with the experimental results.
The driving force from the local stored energy is higher
than the values of Fr,max for protrusions A, F, G,
implying that all these protrusions could move during
next time step, which also agrees well with the exper-
imental observation. Note that protrusion E cannot be
evaluated because it is only observed to form the last
time step.
Based on the importance of local pro-/re-trusions on

boundary migration, it has been suggested that the
expression for migration velocity, v, can be modified
as[24,34]:

v ¼M Fs þ Frð Þ; ½3�

where Fs is local driving forces from the stored energy in
the deformed microstructure, and Fr is net dragging/
driving forces (calculated with a sign) from the curva-
ture of the pro-/re-trusions, integrated over the length,
Dl, of boundary segments within the area investigated,
i.e., Fr = �DlFr,i. Note Fr is generally smaller than
Fr,max in magnitude. Figure 6 plots the migration
velocity as a function of the total local driving forces,
F = Fs+Fr, for the boundary segments included in
box II in Figure 2(d). Compared to Figure 3, it is
evident that when the local migration within box II is

Fig. 4—(a) through (c) Misorientation distributions between the recrystallized grain and the consumed deformed matrix during time intervals #2,
#4, and #6, respectively. The histograms show the distribution of misorientation angles, and the inverse pole figures (insets) show the distribu-
tion of the misorientation rotation axes.
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considered, instead of the migration of the whole
boundary, the error bars (here given by the standard
deviation on the measurements) are significantly
reduced, which confirm the advantage of a local analysis
of boundary migration compared to an analysis based
on global (average) considerations. However, it should
be noted that the deviation from a best fit straight line
between velocity and net local driving force (not shown
in the figure) is even larger than seen in Figure 3 (where
only the force due to the local stored energy of
deformation is considered). This large deviation may
relate to several parameters including: (1) the average
net curvature dragging/driving forces from pro-/
re-trusions, Fr, is determined only based on the bound-
ary traces at the start of each time interval; (2) the
calculated stored energy and curvature of the protru-
sions are based on a 2D picture of the microstructure,
which may imperfectly represent the complete 3D
microstructure; (3) the mobility of individual boundary
segments may vary with boundary plane, and in general
the mobility may be more complex than hitherto consid-
ered, as discussed in Reference 12; and (4) the migra-
tion of individual recrystallization boundary segments
depends in concert on the motion of neighboring (and
beyond) segments (see, for example, a discussion on this
as related to grain growth[35]). Of these four parameters,
the first two are believed to be less important as (1) the
variation in stored energy during migration in the local
region over the short time intervals of 100 seconds is not
expected to be large and (2) the protrusions often form
ridges along TD (and are not sharp peaks) meaning that
the curvature contribution from the third dimension is
less important. Further clarification of the use of Eq. [3]
to account for local migration behavior will, however,
require detailed full 4D (i.e., [x, y, z, t]) experimental
characterizations with a spatial, angular, and temporal
resolutions that can resolve with sufficient accuracy the
deformation microstructure and boundary migration.
These requirements cannot be fully satisfied with existing
experimental techniques, but work is underway which
may ultimately lead to experiments of this type. Never-
theless, the present observations clearly demonstrate that
the geometry and stored energy distribution within the
deformation microstructure play a key role in the

formation of pro-/re-trusions and in the migration of
recrystallization grain boundaries.

V. CONCLUSIONS

A detailed study has been carried into boundary
migration during recrystallization by making use of
in-situ ECC observations of boundary movement cou-
pled with initial EBSP measurements of the crystal
orientations in the deformed matrix. The results of the
investigation highlight the complexity of boundary
migration during recrystallization. The following con-
clusions are obtained.

1. The migration of the recrystallizing boundary is
very irregular in both space and time: the migration
is sometimes held up, while fast at other times, and
is accompanied by formation of sawtooth shaped
and rounded pro-/re-trusions on the boundary.

2. The arrangement of dislocation boundaries in the
deformed microstructure defines the local boundary
migration such that qualitatively the migration is
well understood.

3. Quantitative understanding of migration is more
challenging, as a large deviation from a simple
straight line relationship between the boundary
velocity and local driving force is observed. It is
suggested that such a deviation may be related
mainly to uncertainties in knowledge about the
appropriate value of mobility, M, which may be
complex and may depend on many parameters, as
well to the fact that individual boundary segments
are strongly affected by the motion of neighboring
segments. Both very advanced modeling and experi-
mental tools are required to clarify these issues.
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