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Abstract: In order to fabricate a digital microfluidic (DMF) chip, which requires a patterned array of
electrodes coated with a dielectric film, we explored two simple methods: Ballpoint pen printing to
generate the electrodes, and wrapping of a dielectric plastic film to coat the electrodes. For precise
and programmable printing of the patterned electrodes, we used a digital plotter with a ballpoint
pen filled with a silver nanoparticle (AgNP) ink. Instead of using conventional material deposition
methods, such as chemical vapor deposition, printing, and spin coating, for fabricating the thin
dielectric layer, we used a simple method in which we prepared a thin dielectric layer using pre-made
linear, low-density polyethylene (LLDPE) plastic (17-µm thick) by simple wrapping. We then sealed
it tightly with thin silicone oil layers so that it could be used as a DMF chip. Such a treated dielectric
layer showed good electrowetting performance for a sessile drop without contact angle hysteresis
under an applied voltage of less than 170 V. By using this straightforward fabrication method, we
quickly and affordably fabricated a paper-based DMF chip and demonstrated the digital electrofluidic
actuation and manipulation of drops.

Keywords: dielectric film; plastic wrap; ballpoint pen printing; conductive electrode; digital
microfluidic chip; electrowetting

1. Introduction

A few decades ago, a digital microfluidic chip was introduced as a new type of lab-on-a-chip
(LOC) device [1–3]. The DMF chip manipulates droplets on the surface of a set of electrode arrays
coated with a dielectric film and actuated by applying an electrical potential. The actuation principle is
based on the so-called electrowetting on dielectric (EWOD) phenomena. EWOD is a very practical way
for fluidic manipulation in microfluidic devices. It has been used for creating an electrowetting valve
to control the flow of the fluid in a continuous-flow paper-based microfluidic device [4,5]. Moreover,
EWOD has been effectively used for the mixing, splitting, and transporting of aqueous samples, which
are essential characteristics for LOCs [6–8]. That type of LOC was a simplified and minimized device,
because many scalable components, such as complex pumps, guiding channels and valves, had been
removed and replaced with planar structures capable of actuating a DMF drop driven by the EWOD
phenomena [9–11].
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For the fabrication of a planar DMF chip, a set of patterned electrode arrays and a thin dielectric
layer must be fabricated [1–3]. Many deposition methods can be used to pattern electrodes, but
most rely on the phases of the deposited materials, such as metals with lithography and sputtering,
wet-based inks with inkjet printing, copper-based printed circuit boards with etching, and so
on [9,12,13]. Particularly, a paper-based DMF chip, which is much easier to implement for inkjet
printing of patterned electrodes than any other conventional substrates, such as wafers, glasses
and polychlorinated biphenyls (PCBs), was introduced, providing an easy and convenient means of
fabricating DMF LOCs [8,14–17]. Commonly, thin dielectric layers for DMF chips are generated by
using spin coating and chemical vapor deposition (CVD), which require a clean room facility [18,19].
These processes cause the fabrication of DMF chips to be expensive, even though the cost of LOC
devices for point-of-care (POC) applications should be inexpensive.

Here we introduce and exploit a simplified way of printing that uses a ballpoint pen filled with
ink made of a conductive material, as well as a digital plotter for printing electrode arrays on paper for
a DMF chip. Moreover, even though parylene-C has been widely used for the deposition of dielectric
films, especially when the CVD method is used, we attempted to devise a significantly simpler way to
fabricate dielectric films; to that end, we explored a wrapping method that uses a pre-made plastic
film. By combining the above two simplified deposition methods to deposit a double-layer, i.e., a
dielectric layer top-coated onto a conductive layer, we affordably fabricated a paper-based DMF chip
and successfully demonstrated its good electrofluidic performance and operation.

2. Materials and Methods

2.1. Chemicals and Materials

Silver nanoparticle ink was purchased from Advance Nano Products Co., Ltd (DGP 40LT-15C,
Sejong, Korea). The surface tension and the average particle size were 22 mN/m and less than 50 nm,
respectively. For the ink cartridge and the housing barrel of the ballpoint pen, we used the cartridge
from a ball pen (ball diameter of 1.0 mm, Zebra, Tokyo, Japan) and the barrel from a permanent marker
(Monami, Yongin-si, Korea), respectively. Inkjet photo paper (C13S042187, Epson, Tokyo, Japan) was
selected for the printing substrate because it is glossy and thermally stable up to a temperature of
200 ◦C. A digital plotter (Cricut Explore Air, Provo Craft & Novelty, Inc., South Jordan, UT, USA) with
software (Cricut Design Space, Ver. 3) was employed for the printing. The ballpoint pen used for the
printing with a digital plotter was prepared as reported previously [20]. After the original ink had been
removed, the empty cartridge was sonicated in an ethanol bath for a day, after which it was cleaned
with water. The cleaned cartridge was then filled by pipetting with 80 µL of AgNP ink. A plastic film,
which is used to wrap food in a home kitchen (thickness of ~17 µm, Cleanwrap, Seoul, Korea) and is
made of flexible, stretchable LLDPE was used. For both the lubricant and the adhesive filler, dielectric
silicone oil with a dynamic viscosity of 10 cP (Sigma-Aldrich, St. Louis, MO, USA) was used.

2.2. Printing of Electrode Arrays for Paper-Based DMF Chip

In the patterning of electrodes for the paper-based DMF chip, we used AgNP ink, which is a highly
conductive material, a ballpoint pen, and a digital plotter. The electrode arrays for the paper-based
DMF chips were designed using computer-aided design software (Adobe Illustrator CC 2015, Adobe,
San Jose, CA, USA) and then exported to an AutoCAD Interchange file (*.DXF). Before the printing,
the prepared ballpoint pen was inserted into clamp A of the digital plotter. Then the design file was
uploaded to an online design space of the digital plotter and set as the writing function. We set the
printing file as the writing function (Clamp A) with a printing speed of 5 cm/s. The printing speed
was fixed at 4.6 cm/s for a horizontal or vertical line and at 5.9 cm/s for a 45◦-tilted line. After the
printing, the AgNP electrode arrays were annealed at 170 ◦C for 30 min to reduce electrical resistance.
We characterized the printed patterns by using a field emission scanning electron microscope (FE-SEM)
(JSM-7100F, JEOL, Pleasanton, CA, USA).



Micromachines 2019, 10, 109 3 of 10

2.3. Preparation of Thin Dielectric Film for Paper-Based DMF Chip

The dielectric layer for the paper-based DMF chip was prepared using a commercial pre-made
plastic wrap (17 µm) made of LLDPE. It was prepared by fixing it to an adhesive plastic frame
to make it flat. We applied silicone oil (20 µL) to cover the entire surface of the LLDP-dielectric
layer to reduce the layer’s surface friction during the movement of a droplet on the surface. We
applied a thin layer of silicone oil to the printed electrodes and to the substrate to ensure that the
LLDPE-dielectric layer bonded to the printed electrodes and the substrate with no air bubbles at the
interface. The surface properties of the LLDPE-dielectric film were observed by using atomic force
microscopy (AFM) (NanoStation, Pucotech, Seoul, Korea) and Fourier-transform infrared spectroscopy
(FT-IR) (Agilent Technologies, Cray 640 FTIR, Santa Clara, CA, USA). The contact angles (CA) of
droplets were measured by using a freeware program (ImageJ, 1.51p, National Institutes of Health
(NIH), Bethesda, MD, USA) on images of water droplets captured by using a contact angle analyzer
(Phx 300, Image XP 5.6U, SEO, Seoul, Korea). The leakage of electrical current was measured by using
a source meter (Keithley, 2400, Keithley Instruments, Solon, OH, USA).

3. Results

3.1. Electrode Arrays of the Paper-Based DMF Chip

In the fabrication of the DMF chip, the electrode size and shape must be carefully designed and
depend on the sample volume and whether the system is closed or open. Obtaining a proper method
for printing a customized electrode is crucial. To that end, we explored a simple printing method
using a customized ballpoint pen [20–22] and a type of direct contact printing in which we simply
replaced the pigment ink in the stylus with conductive AgNP ink. After the ballpoint pen had been
prepared, we inserted it into a pen holder of the plotter for printing in a programmable manner [20].
The contact pressure and the lateral movement of the ballpoint pen controlled by the digital plotter
allowed the deposition gap of the ballpoint pen to open, and rotated the ballpoint of the ballpoint pen.
As a result, AgNP ink was deposited on the printing substrate. Figure 1 shows the printing setup for
patterning electrode arrays for a paper-based DMF by using a ballpoint pen and a plotter. With the
printing system, a layman can print a customized design on paper in minutes without the need for
expensive equipment (Video S1).

Micromachines 2019, 10, x 3 of 10 

 

2.3. Preparation of Thin Dielectric Film for Paper-Based DMF Chip 

The dielectric layer for the paper-based DMF chip was prepared using a commercial pre-made 
plastic wrap (17 μm) made of LLDPE. It was prepared by fixing it to an adhesive plastic frame to 
make it flat. We applied silicone oil (20 μL) to cover the entire surface of the LLDP-dielectric layer to 
reduce the layer’s surface friction during the movement of a droplet on the surface. We applied a 
thin layer of silicone oil to the printed electrodes and to the substrate to ensure that the 
LLDPE-dielectric layer bonded to the printed electrodes and the substrate with no air bubbles at the 
interface. The surface properties of the LLDPE-dielectric film were observed by using atomic force 
microscopy (AFM) (NanoStation, Pucotech, Seoul, Korea) and Fourier-transform infrared 
spectroscopy (FT-IR) (Agilent Technologies, Cray 640 FTIR, Santa Clara, CA, USA). The contact 
angles (CA) of droplets were measured by using a freeware program (ImageJ, 1.51p, National 
Institutes of Health (NIH), Bethesda, MD, USA) on images of water droplets captured by using a 
contact angle analyzer (Phx 300, Image XP 5.6U, SEO, Seoul, Korea). The leakage of electrical current 
was measured by using a source meter (Keithley, 2400, Keithley Instruments, Solon, OH, USA). 

3. Results 

3.1. Electrode Arrays of the Paper-Based DMF Chip 

In the fabrication of the DMF chip, the electrode size and shape must be carefully designed and 
depend on the sample volume and whether the system is closed or open. Obtaining a proper method 
for printing a customized electrode is crucial. To that end, we explored a simple printing method 
using a customized ballpoint pen [20–22] and a type of direct contact printing in which we simply 
replaced the pigment ink in the stylus with conductive AgNP ink. After the ballpoint pen had been 
prepared, we inserted it into a pen holder of the plotter for printing in a programmable manner [20]. 
The contact pressure and the lateral movement of the ballpoint pen controlled by the digital plotter 
allowed the deposition gap of the ballpoint pen to open, and rotated the ballpoint of the ballpoint 
pen. As a result, AgNP ink was deposited on the printing substrate. Figure 1 shows the printing 
setup for patterning electrode arrays for a paper-based DMF by using a ballpoint pen and a plotter. 
With the printing system, a layman can print a customized design on paper in minutes without the 
need for expensive equipment (Video S1). 

 
Figure 1. Printing setup for patterning electrode arrays on paper for the fabrication of a DMF chip by 
using a ballpoint pen and a digital plotter. 

In Figure 2a,b, we demonstrate the printing on paper of AgNP electrodes with the various sizes 
and shapes that are commonly used in DMF chips and with the desired designs. However, if a large 
electrode is to be printed, the printed electrode has to be designed as a group of lines [20]. The 
printed electrodes showed clean edges and good resolution, and by printing the AgNP electrodes 
using a 1-mm ballpoint-pen diameter, we were able to generate in a single printing an electrode with 
a minimum width and gap of 850 ± 50 μm and 200 ± 50 μm, respectively (Figure 2c). The SEM image 
shows that the printed electrode contained a high density of AgNPs connected to their neighbors 

Figure 1. Printing setup for patterning electrode arrays on paper for the fabrication of a DMF chip by
using a ballpoint pen and a digital plotter.

In Figure 2a,b, we demonstrate the printing on paper of AgNP electrodes with the various sizes
and shapes that are commonly used in DMF chips and with the desired designs. However, if a large
electrode is to be printed, the printed electrode has to be designed as a group of lines [20]. The printed
electrodes showed clean edges and good resolution, and by printing the AgNP electrodes using a 1-mm
ballpoint-pen diameter, we were able to generate in a single printing an electrode with a minimum
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width and gap of 850 ± 50 µm and 200 ± 50 µm, respectively (Figure 2c). The SEM image shows that
the printed electrode contained a high density of AgNPs connected to their neighbors (Figure 2d).
Moreover, the thickness of the printed electrode (single printing) was 450 ± 50 nm, which is suitable
for DMF use (Figure 2e).

Because the printed AgNPs are, manifestly, neither strongly metallic bonded nor perfectly
crystallized, but rather a grouped domain of aggregated nanoparticle grains, in order to enhance
the conductivity of the AgNP film and to make it more tightly bonded, we thermally annealed the
printed AgNPs at 170 ◦C for 30 min. This low-temperature annealing was selected in consideration of
the limited thermal resistance of the photo paper (210 ◦C) (Figure 2c). With our setup, the electrical
resistance of the AgNP pattern was about 16 Ω/cm for one printing, was reduced to about 7 Ω/cm
for two printings and was slightly less for three and four printings (Figure 2f). The slight reduction
in electrical resistance for three and four printings is because the first printed layer can be squeezed
by a ballpoint pen during the printing of a next printed layer. This is a limitation of the contact
printing technique in the printing of multi-layer patterns. Although increasing the number of printings
increased the electrical conductivity of the printed pattern, with our printing setup, one printing
was sufficient to generate a highly conductive electrode for a DMF chip. These results clearly show
that our printing method has the ability to fabricate electrodes in arbitrary patterns. Furthermore,
the deposition of a thin electrode is interesting because such an electrode has definite advantages in
many applications, including DMF chips.
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Figure 2. Printing AgNP electrodes on paper. (a) Electrode designs with various sizes and shapes,
(b) electrodes printed with the designs in (a) and (inset) an enlargement of one design, and (c) printed
AgNP lines. SEM images of the printed pattern: (d) top view and (e) cross-sectional view. (f) Surface
electrical resistance of the printed AgNP line versus the number of printings.

3.2. Dielectric Layer of the Paper-Based DMF Chip

Our easy printing of conductive materials to obtain precisely patterned electrodes meets the
challenge of being a simple coating process for achieving highly hydrophobic dielectric films and
offers an affordable way to fabricate paper-based DMF chips. The intervening dielectric thin film
allows the use of high voltages for inducing a stronger electrowetting force so that the shape of the
drop can be sufficiently deformed, and the drop can eventually move [3]. However, since Berge
introduced an excellent dielectric material, parylene-C, which has a very high electrical breakdown
voltage (200 V/µm), new attempts to obtain alternative dielectrics have been surprisingly rare, except
for a few materials, such as Teflon, SU-8, CYTOP, and polydimethylsiloxane (PDMS) [3,19,23–26]. Even
worse, most thin-film deposition methods, such as CVD for parylene-C and spin-coating for Teflon,
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require heavy instruments, including gas- and temperature-control systems on a lab-scale, which is a
severe obstacle to the affordable fabrication of DMF chips.

Because of the above factors, we explored a new approach, the hand-wrapping approach, to
fabricate a dielectric film for a paper-based DMF chip by using a commercially available plastic film
made of LLDPE. Originally, this method was developed by Gaudi Labs in 2017 and was then made
available to the public [24]. Even though commercial, pre-made LLDPE wrap is low-cost, the pristine
wrap cannot be used for the dielectric layer of a DMF chip without treatment. AFM data showed that
the surface of the pre-made LLDPE film contained some defects (Figure 3a,b). These defects may allow
electrical current leakage during the operation of a DMF chip under high voltage. Low hydrophobicity
(contact angle: ~93◦) is another drawback of the pre-made LLDPE film; this causes the surface friction
to increase, thereby impeding the movement of drops during DMF chip operation. To overcome these
limitations, we applied a thin layer of silicone oil on the LLDPE-dielectric film in order to make the
surface slippery, thus reducing the surface friction [27–29] (Figure 3c). For ease of handling and the
avoidance of wrinkles, we used an adhesive plastic frame, to which the LLDPE-dielectric film was
fixed to make it flat (Figure 3c). With the FT-IR spectrum, we confirmed the presence of a thin layer of
silicone oil on the LLDPE-dielectric film (Figure 4d). We believe that covering the LLDPE film with a
thin layer of silicone oil seals the surface defects on the surface of pre-made LLDPE, which should
minimize the leakage of electrical current during high-voltage DMF chip operation. We observed the
leakage current across the LLDPE-dielectric layer treated with silicone oil by applying various voltages
from 50 V to 200 V (Figure 4a). The leakage current density dramatically increased when 50 V to 175 V
were applied, and rapidly increased when a higher voltage was applied. However, this low leakage of
electrical current can be ignored if the operation voltage is lower than 200 V. With our method, we
were able to rapidly prepare and apply a dielectric layer for our fabricated paper-based DMF chip
without the need for any special tools or devices.
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Figure 3. Surface morphology of the commercial LLDPE film. (a) AFM image of the film and
(b) representative surface profile extracted from (a) at the dashed line. (c) Schematic structure of a dielectric
film prepared for the paper-based DMF chip and a photograph of the prepared dielectric film with three
colorful drops on it. (d) FT-IR spectrum of a LLDPE-dielectric film with and without a silicone oil coated.
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Figure 4. (a) Leakage current density across the LLDPE-dielectric film and its schematic measurement
(inset). Characterization of the EWOD experiment on the LLDPE-dielectric film: (b) EWOD setup, and
(c,d) the electro-spreading of the drop under applied voltages.

3.3. Droplet Actuation on the Paper-Based DMF Chip

For a sessile drop on the LLDPE-wrapped electrodes, we measured the CA as a function of the
applied voltage (Figure 4b) so as to investigate the dielectric properties of the LLDPE-dielectric film. As
shown in Figure 4c, the initial CA at no voltage was greater than 90◦, indicating that the hydrophobicity
of the film was sufficient for EWOD applications (black, Figure 4c). However, the CA response to
changes in the applied voltage was irregular, not smooth, the so-called CA hysteresis [3], mostly due
to the existence of an air gap under the LLDPE-dielectric film. In order to remove the air gap, we
coated the bottom side of the LLDPE-dielectric film with a dielectric liquid sealant, silicone oil, to a
thickness of roughly 200 nm [3,14,24]. After this sealant treatment, we obtained a much-improved CA
response (green in Figure 4c), and the variation in the CA with applied voltage was small, being only
∆θ = 93 − 68 = 25◦ for ∆V = 100 − 170 = −70 Vdc. Of course, we ignored both the initial inert wetting
region at low voltages < 100 Vdc (leftmost dashed line in Figure 4c), and the saturated CA region at
high voltages > 170 Vdc (middle dashed line in Figure 4c). To increase the differential CA, ∆θ(V), we
also coated the top of the wrapped film with silicone oil to lubricate the surface. As a result, ∆θ(V)
was doubled from 25◦ to 50◦ for ∆V = −40 Vdc (orange in Figure 4c). Figure 4d shows representative
images of sessile drops wetted on the surface of the LLDPE-dielectric films at zero and 170 V taken
from Figure 4c.

According to the Young-Lippmann equation describing the relationship between the Young and
the Lippmann contact angles, θY(0) and θL(V), for the equilibrium states of the drop,

cos θL(V) = cos θY(0) +
1

2γlv
CV2 (1)
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where γlv is the interfacial tension between the liquid and the vapor. A higher voltage is needed to
compensate for the excessive thickness of the plastic wrapped film, 17 µm, because of the capacitance
C = εA/d, where A, d and ε are the area, thickness, and permittivity of the capacitor [3,23,30].
Fortunately, however, due to the quadratic dependence on the voltage, the required voltage for
our excessively thickly wrapped film was still low in the range of less than 210 Vdc (rightmost dashed
line in Figure 4c), which can be provided by a small-size electronic power supply. If this were not the
case, electric breakdown might occur because the required voltage for a 17-µm thickness would be
425 V due to the relatively low dielectric strength of 25 V/µm of the LLDPE-dielectric film.

3.4. Operation of the Paper-Based DMF Chip

Finally, using the same multilayer configuration for the EWOD experiment (Figure 4b), except for
replacing the single electrode with a trail-patterned array of electrodes, we fabricated a paper-based
DMF chip easily, rapidly and affordably. The paper-based DMF chip (area 5 cm × 5 cm) demonstrated
in Figure 5a costs less than USD 1 to make with a setup that costs approximately USD 241. Because a
high voltage (Vdc > 170 V) caused the drop’s spread to reach sub-maximal CA saturation, we operated
our paper-based DMF chip at a voltage of 170 V. With the applied voltage, the electrode arrays (width:
800 µm, gap: 400 µm) could move a 5-µL drop along the activated electrode (yellow mark, inset
of Figure 5a). The drop was sufficiently deformed and touched the adjacent electrode, eventually
moving toward the activated electrode. The drop’s movement across the planar electrodes can be
attributed to the large differential variation of CA, ∆θ = 50 ◦C (orange, Figure 4c) because the actuation
EWOD force is proportional to ∆θ according to Furmidge’s equation [30,31]. Similarly, we successfully
demonstrated digital fluidic manipulation along the trail-patterned electrodes.
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Figure 5. Demonstration of drop actuation on an affordable paper-DMF chip: (a) a printed paper
chip and (inset) drop actuation scheme and (b) the chip connected to a power switching device.
(c) A smartphone App being run through wireless Bluetooth, and (d) three digital drops initially at rest
being simultaneously transported (top) to merge into one drop at the center and then being transported
to the left (bottom).
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A 15-µL drop was formed by transporting and merging three 5-µL drops along different paths
after the paper-based DMF chip had been connected to a custom designed control system (Figure 5d,
Video S2). The control system consists of a hardware prototype and a smartphone, as shown in
Figure 5b,c. The smartphone runs a custom-developed app that can send commands over a Bluetooth
link to the hardware prototype. The hardware prototype is based on the Stelaris LM4F120 Launchpad
(Texas Instruments, Dallas, TX, USA) development board, which is interfaced with a Bluetooth module,
a display, a custom-developed isolated flyback boost converter, and an electrode driver board based
on a commercially available integrated circuit (HV2201, Microchip, Chandler, AZ, USA). The control
system design is similar to that in our previous reports [8,32]. Our paper-based DMF chip can be used
more than 100 times without damage. In addition, it is a benefit of the design that the dielectric layer
can be substituted, which is different from the parylene coatings that are attached to the surface.

4. Conclusions

In conclusion, two affordable methods for generating both conductive electrode arrays and
dielectric layers for use in the fabrication of paper-based DMF chips were introduced. The conductive
electrode arrays for the DMF chips were printed according to a program on paper by using the prepared
ballpoint pen and a digital plotter. In the preparation of the dielectric layer for the paper-based DMF
chip, we used commercial food wrap made of LLDPE. We framed and treated the LLDPE-dielectric film
with a thin layer of silicone oil on both surfaces (front and back). The treatment provided a slippery
surface and covered the surface defects in the LLDPE-dielectric film, thereby preventing the leakage of
current during chip operation. We investigated the properties of the LLDPE-dielectric film, and the
results showed that the film sufficiently satisfied the dielectric requirements for a multilayer DMF chip.
This approach holds much promise as a simple, easy, and rapid way to fabricate paper-based DMF
chips affordably.

Supplementary Materials: The following are available online at http://www.mdpi.com/2072-666X/10/2/109/s1,
Video S1: Printing on paper the conductive electrode array for the DMP, Video S2: Operation of the DMF with a
smartphone App.

Author Contributions: Conceptualization: V.S.; data curation: Y.K., S.P., M.C. and S.H.L.; formal analysis: V.S.,
S.R.R. and O.-S.K.; methodology: V.S. and G.T.; resources: K.S.; software: G.T. and J.M.; supervision: K.S.;
validation: K.S.; visualization: Y.K., S.P., M.C. and S.H.L.; writing the original draft: O.-S.K.; writing, reviewing
and editing the final manuscript: V.S., J.M., O.-S.K. and K.S.

Funding: The authors gratefully acknowledge support from the Basic Science Research Program
(2017R1D1A1B03032095 and 2016R1A2B3015239) through the National Research Foundation of Korea (NRF)
funded by the Ministry of Science and ICT (MSIT).

Acknowledgments: We thank Rüdiger Trojok in Hackteria for technical comments.

Conflicts of Interest: The authors declare no conflicts of interest.

References

1. Pollack, M.G.; Fair, R.B.; Shenderov, A.D. Electrowetting-based actuation of liquid droplets for microfluidic
applications. Appl. Phys. Lett. 2000, 77, 1725–1726. [CrossRef]

2. Moon, H.; Cho, S.K.; Garrell, R.L.; Kim, C.J. Low voltage electrowetting-on-dielectric. J. Appl. Phys. 2002, 92,
4080–4087. [CrossRef]

3. Frieder, M.; Jean-Christophe, B. Electrowetting: From basics to applications. J. Phys. Condens. Matter 2005, 17,
R705.

4. Ainla, A.; Hamedi, M.M.; Guder, F.; Whitesides, G.M. Electrical Textile Valves for Paper Microfluidics.
Adv. Mater. 2017, 29, 1702894. [CrossRef] [PubMed]

5. Koo, C.K.; He, F.; Nugen, S.R. An inkjet-printed electrowetting valve for paper-fluidic sensors. Analyst 2013,
138, 4998–5004. [CrossRef] [PubMed]

6. Mugele, F.; Staicu, A.; Bakker, R.; van den Ende, D. Capillary Stokes drift: A new driving mechanism for
mixing in AC-electrowetting. Lab Chip 2011, 11, 2011–2016. [CrossRef] [PubMed]

http://www.mdpi.com/2072-666X/10/2/109/s1
http://dx.doi.org/10.1063/1.1308534
http://dx.doi.org/10.1063/1.1504171
http://dx.doi.org/10.1002/adma.201702894
http://www.ncbi.nlm.nih.gov/pubmed/28809064
http://dx.doi.org/10.1039/c3an01114c
http://www.ncbi.nlm.nih.gov/pubmed/23828822
http://dx.doi.org/10.1039/c0lc00702a
http://www.ncbi.nlm.nih.gov/pubmed/21526233


Micromachines 2019, 10, 109 9 of 10

7. Geng, H.; Feng, J.; Stabryla, L.M.; Cho, S.K. Dielectrowetting manipulation for digital microfluidics: Creating,
transporting, splitting, and merging of droplets. Lab Chip 2017, 17, 1060–1068. [CrossRef]

8. Ruecha, N.; Lee, J.; Chae, H.; Cheong, H.; Soum, V.; Preechakasedkit, P.; Chailapakul, O.; Tanev, G.; Madsen, J.;
Rodthongkum, N.; et al. Paper-Based Digital Microfluidic Chip for Multiple Electrochemical Assay Operated
by a Wireless Portable Control System. Adv. Mater. Technol. 2017, 2, 1600267. [CrossRef]

9. Samiei, E.; Tabrizian, M.; Hoorfar, M. A review of digital microfluidics as portable platforms for lab-on
a-chip applications. Lab Chip 2016, 16, 2376–2396. [CrossRef]

10. Wang, H.; Chen, L.; Sun, L. Digital microfluidics: A promising technique for biochemical applications.
Front. Mech. Eng. 2017, 12, 510–525. [CrossRef]

11. Malic, L.; Brassard, D.; Veres, T.; Tabrizian, M. Integration and detection of biochemical assays in digital
microfluidic LOC devices. Lab Chip 2010, 10, 418–431. [CrossRef] [PubMed]

12. Ehsan, S.; Mina, H. Systematic analysis of geometrical based unequal droplet splitting in digital microfluidics.
J. Micromech. Microeng. 2015, 25, 055008.

13. Sista, R.S.; Wang, T.; Wu, N.; Graham, C.; Eckhardt, A.; Winger, T.; Srinivasan, V.; Bali, D.; Millington, D.S.;
Pamula, V.K. Multiplex newborn screening for Pompe, Fabry, Hunter, Gaucher, and Hurler diseases using a
digital microfluidic platform. Clin. Chim. Acta 2013, 424, 12–18. [CrossRef] [PubMed]

14. Ko, H.; Lee, J.; Kim, Y.; Lee, B.; Jung, C.H.; Choi, J.H.; Kwon, O.S.; Shin, K. Active digital microfluidic paper
chips with inkjet-printed patterned electrodes. Adv. Mater. 2014, 26, 2335–2340. [CrossRef] [PubMed]

15. Fobel, R.; Kirby, A.E.; Ng, A.H.; Farnood, R.R.; Wheeler, A.R. Paper microfluidics goes digital. Adv. Mater.
2014, 26, 2838–2843. [CrossRef] [PubMed]

16. Jang, I.; Ko, H.; You, G.; Lee, H.; Paek, S.; Chae, H.; Lee, J.H.; Choi, S.; Kwon, O.S.; Shin, K.; et al. Application
of Paper EWOD (Electrowetting-on-Dielectrics) Chip: Protein Tryptic Digestion and its Detection Using
MALDI-TOF Mass Spectrometry. Biochip J. 2017, 11, 146–152. [CrossRef]

17. Jafry, A.T.; Lee, H.; Tenggara, A.P.; Lim, H.; Moon, Y.; Kim, S.H.; Lee, Y.; Kim, S.M.; Park, S.; Byun, D.; et al.
Double-sided electrohydrodynamic jet printing of two-dimensional electrode array in paper-based digital
microfluidics. Sens. Actuators B-Chem. 2019, 282, 831–837. [CrossRef]

18. Ng, A.H.; Choi, K.; Luoma, R.P.; Robinson, J.M.; Wheeler, A.R. Digital microfluidic magnetic separation for
particle-based immunoassays. Anal. Chem. 2012, 84, 8805–8812. [CrossRef]

19. Sathyanarayanan, G.; Haapala, M.; Sikanen, T. Interfacing Digital Microfluidics with Ambient Mass
Spectrometry Using SU-8 as Dielectric Layer. Micromachines 2018, 9, 649. [CrossRef]

20. Soum, V.; Cheong, H.; Kim, K.; Kim, Y.; Chuong, M.; Ryu, S.R.; Yuen, P.K.; Kwon, O.-S.; Shin, K.
Programmable Contact Printing Using Ballpoint Pens with a Digital Plotter for Patterning Electrodes
on Paper. ACS Omega 2018, 3, 16866–16873. [CrossRef]

21. Tai, Y.L.; Yang, Z.G. Fabrication of paper-based conductive patterns for flexible electronics by direct-writing.
J. Mater. Chem. 2011, 21, 5938–5943. [CrossRef]

22. Russo, A.; Ahn, B.Y.; Adams, J.J.; Duoss, E.B.; Bernhard, J.T.; Lewis, J.A. Pen-on-paper flexible electronics.
Adv. Mater. 2011, 23, 3426–3430. [CrossRef] [PubMed]

23. Fobel, R.; Fobel, C.; Wheeler, A.R. DropBot: An open-source digital microfluidic control system with precise
control of electrostatic driving force and instantaneous drop velocity measurement. Appl. Phys. Lett. 2013,
102, 193513. [CrossRef]

24. Alistar, M.; Gaudenz, U. OpenDrop: An Integrated Do-It-Yourself Platform for Personal Use of Biochips.
Bioengineering 2017, 4, 45. [CrossRef]

25. Dixon, C.; Ng, A.H.; Fobel, R.; Miltenburg, M.B.; Wheeler, A.R. An inkjet printed, roll-coated digital
microfluidic device for inexpensive, miniaturized diagnostic assays. Lab Chip 2016, 16, 4560–4568. [CrossRef]
[PubMed]

26. Abadian, A.; Sepehri Manesh, S.; Jafarabadi Ashtiani, S. Hybrid paper-based microfluidics: Combination
of paper-based analytical device (µPAD) and digital microfluidics (DMF) on a single substrate.
Microfluid. Nanofluid. 2017, 21, 65. [CrossRef]

27. Cheong, H.; Oh, H.; Kim, Y.; Kim, Y.; Soum, V.; Choi, J.H.; Kwon, O.S.; Shin, K. Effects of Silicone Oil on
Electrowetting to Actuate a Digital Microfluidic Drop on Paper. J. Nanosci. Nanotechnol. 2018, 18, 7147–7150.
[CrossRef]

28. Liu, Y.G.; Banerjee, A.; Papautsky, I. Precise droplet volume measurement and electrode-based volume
metering in digital microfluidics. Microfluid. Nanofluid. 2014, 17, 295–303. [CrossRef]

http://dx.doi.org/10.1039/C7LC00006E
http://dx.doi.org/10.1002/admt.201600267
http://dx.doi.org/10.1039/C6LC00387G
http://dx.doi.org/10.1007/s11465-017-0460-z
http://dx.doi.org/10.1039/B917668C
http://www.ncbi.nlm.nih.gov/pubmed/20126681
http://dx.doi.org/10.1016/j.cca.2013.05.001
http://www.ncbi.nlm.nih.gov/pubmed/23660237
http://dx.doi.org/10.1002/adma.201305014
http://www.ncbi.nlm.nih.gov/pubmed/24729060
http://dx.doi.org/10.1002/adma.201305168
http://www.ncbi.nlm.nih.gov/pubmed/24458780
http://dx.doi.org/10.1007/s13206-016-1208-2
http://dx.doi.org/10.1016/j.snb.2018.11.135
http://dx.doi.org/10.1021/ac3020627
http://dx.doi.org/10.3390/mi9120649
http://dx.doi.org/10.1021/acsomega.8b02592
http://dx.doi.org/10.1039/c0jm03065a
http://dx.doi.org/10.1002/adma.201101328
http://www.ncbi.nlm.nih.gov/pubmed/21688330
http://dx.doi.org/10.1063/1.4807118
http://dx.doi.org/10.3390/bioengineering4020045
http://dx.doi.org/10.1039/C6LC01064D
http://www.ncbi.nlm.nih.gov/pubmed/27801455
http://dx.doi.org/10.1007/s10404-017-1899-2
http://dx.doi.org/10.1166/jnn.2018.15500
http://dx.doi.org/10.1007/s10404-013-1318-2


Micromachines 2019, 10, 109 10 of 10

29. Banerjee, A.; Noh, J.H.; Liu, Y.G.; Rack, P.D.; Papautsky, I. Programmable Electrowetting with Channels and
Droplets. Micromachines 2015, 6, 172–185. [CrossRef]

30. Ko, H.; Lee, J.S.; Jung, C.H.; Choi, J.H.; Kwon, O.S.; Shin, K. Actuation of digital micro drops by electrowetting
on open microfluidic chips fabricated in photolithography. J. Nanosci. Nanotechnol. 2014, 14, 5894–5897.
[CrossRef]

31. Biole, D.; Bertola, V. The role of the microscale contact line dynamics in the wetting behaviour of complex
fluids. Arch. Mech. 2015, 67, 401–414.

32. Tanev, G.; Madsen, J. A correct-by-construction design and programming approach for open paper-based
digital microfluidics. In Proceedings of the 2017 Symposium on Design, Test, Integration and Packaging of
MEMS/MOEMS (DTIP), Bordeaux, France, 29 May–1 June 2017; pp. 1–6.

© 2019 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.3390/mi6020172
http://dx.doi.org/10.1166/jnn.2014.8440
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/.

	Introduction 
	Materials and Methods 
	Chemicals and Materials 
	Printing of Electrode Arrays for Paper-Based DMF Chip 
	Preparation of Thin Dielectric Film for Paper-Based DMF Chip 

	Results 
	Electrode Arrays of the Paper-Based DMF Chip 
	Dielectric Layer of the Paper-Based DMF Chip 
	Droplet Actuation on the Paper-Based DMF Chip 
	Operation of the Paper-Based DMF Chip 

	Conclusions 
	References

