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Microbending in photonic crystal fibres - An 
ultimate loss limit? 
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Knudsen, and Jes Broeng 

COM, Technical University of Denmark, DTU Building 345v, DK-2800 Kgs.Lyngby, Denmark, 
Tel. +4545253809, Fax: + 454593658 1 (ab@com.dtu.dk) 

Abstract: Microbending losses are .fiw the first time estimnted in index-guiding photonic crystul $bres, and 
comparisons with standard step-index,fibres are made. The resiilts indicate that tryical photonic cry.sfal fibres are 
significantly less sensitive (one order of rntrgnitirde smuller loss) towards microbending than .standad optica1,fibres. 

Introduction 

The research area of Photonic Crystal Fibres (PCFs) has 
since its appearance about five years ago [1,2] received a 
significant interest from the scientific community. One of 
the primary reasons for this interst is that these periodically 
microstructured optical fibres with a high-index contrast 
(they typically consists of air holes in a silica background 
material) provide properties that are unattainable by 
standard fibre technology. Among these new fibres are 
highly non-linear PCFs, which may be used for continuum 
generation [3], or large-mode-area (LMA) PCFs with high 
bending loss resistance [4]. The photonic crystal fibres may 
conveniently be divided into two very different groups. The 
first is fibres having a high-index core (typically solid 
silica) surrounded by a two-dimensional photonic-crystal 
cladding-structure. These fibres guide by a Total Internal 
Reflection (TIR) like principle [5]. Radically different to 
these TIR-PCFs are fibres, where the photonic-crystal- 
cladding structure is exhibiting the photonic bandgap 
(PBG) effect, and where this effect is utilised to confine 
light in the core region [ 6 ] .  Since the research on PCFs still 
represents a relatively young field, numerus questions 
concerning the fundamental properties and potential 
applications need to be answered. Among the central issues 
are naturally, what the ftmdamental loss limits for these 
microstructured fibres are - and whether or not they have a 
potential as transmission fibres for future optical 
communication systems. Concerning the transmission loss 
limits, it is noteworthy that PCFs may be fabricated by 
undoped (and very pure) silica glass - pointing towards 
potentially very low losses, but other fundamental sources 
of attenuation have not yet been addressed in much detail. 
Among the key questions that have not yet been answered 
is the microbending sensitivity of PCFs, which due to the 
high index contrast between air holes and silica may be 
expected to be significant in PCFs compared to standard 
optical tibres. In this paper, we will for the first tinie 
address this issue of microbending in PCFs. 

Microbending loss description 

It is well known from standard fibre theory that 
deformations along the longitudinal direction of a singie- 
mode fibre will cause power to be lost from the 
fundamental mode. This loss mechanism may generally be 
described by application of the perturbation theory [7,8] 
describing coupling between the guided mode and the 
cladding modes of a distorted single-mode fibre. 
The microbending power loss formula based on the 
coupled mode theory [7,8] may be expressed as 

In this expression CI, is the position independent coupling 
coeficient, which describes the coupling strength between 
the fundamental mode (the LPol mode in standard optical 
fibres) and the cladding mode (the LPI, mode). The 
formula shows furthermore that the size o f  each loss 
contribution cf, depends on the value of the deformation 
spectrum AD,, at the spatial frequency, which is the 
difference between the propagation constant of the guided 
mode and the actual cladding mode indicated by the 
parameter p. In the case of microbends, the coupling 
coefficients inay be written as [7,9] 

0 0 

where k=2n/h is the free space wavenumber. The electrical 
fields Eol corresponds to the fundamental mode, and ElP is 
the electrical field of cladding mode p. 'The parameter r is 
the radial integration parameter and nb is the index 
perturbation. In a step along the length of the fibre, the 
index perturbation may be seen as a small lateral movement 
one of two adjacent segments, which means that the only 
significant contribution to the integrals are to be found 
where the original index profile varies in lateral position. In 
the case of a PCF this corresponds to integrations around 
the air holes as indicated in Fig.1, and in a step-index fibre 
(SIF) the corc cladding interface will contribute to the 
coupling loss integral. 

t Y  

Figure 1: Pertnrbation of PCF index profile due to 
lateral microdeformation in the x-direction. Also 

indicated are the pitch A and the air-hole diameter d. 
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To descibe the mode fields in PCFs (and for comparison in 
standard SIFs), the mode fields have been calculated using 
a full vectorial mode solver. The cladding modes have been 
determined by a super-cell representation of the fibre 
structure, in which the outer fibre diameters have been 
truncated as indicated in Fig.2. This figure also illustrates 
examples of the mode fields guided by the core of a high- 
index PCF and one of the cladding mode fields. 

Figure 2: Fundamental mode (left) and cladding mode 
(corresponding to LPII mode of standard optical fibres) 

in truncated PFC fibre cross sections. 

Comparison of microbending loss in SIF and PCF 

ln order to evaluate the microdeformation loss in PCFs in 
an accurate manner, it will be necessary to perform several 
experiments concerning relations between surface 
deformations and core deformations, and a more 
complicated theory must be used compared to that of 
standard optical fibres 1101. Since it, however, at this point 
merely is the goal to make a first and relatively simple 
evaluation, it has been assumed that both SIF and PCF are 
exposed to the same deformation spectrum given by 
cP(C2)=AIs28 [ 1 1 1. 
The selected fibres for the comparison are given as follows: 
The SIF index profile is given by a radius of 2.25pm, and a 
core-cladding refractive index difference of An=0.008. The 
outer radius of the SIF is IOpm, the refractive index of the 
core is 1.45, and the refractive index of the material 
surrounding the fibres is 1.0. For the PCF, the pitch is 
A=3vm and the relative air hole dialneter is dlA=0.4. 
Furthermore, the PCF is described by a refractive index of 
silica of 1.45, and the outer truncation is at a radial value of 
10pm from the fibre centre. In both situations, super-cells 
are chosen with dimensions so that two (virtual) 
neighbouring fibres are spaced by 1 Km. 
Fig.3 illustrates the key results of our investigation. Each of 
the bars shown in Fig.3 indicate the relative magnitude of 
the coupling coefficient between the fundamental mode and 
each of the higher-order modes (or cladding modes) 
calculated for the SIF or the PCF structures, respectively. It 
should be noted that coupling coefficients due to 
perturbations as indicated in  Fig.1, give no practical 
coupling to even higher-order modes (of a type similar to 
those of LPQ, modes). Fig.3, however, shows the expected 
bars due to coupling to modes corresponding to LP,, 
modes, and we note that the coupling coefficients are 
placed in groups (with small Ap-distance), corresponding 
to different (non-degenerate) eigenvalues of modes of 
similar shapeltype. 
Comparing the coupling coeficients for the SIF and the 
PCF, we note that the SIF has significantly lower spatial 
frequency spacing between the guided and the lowest order 
cladding modes. This results in a much stronger loss 
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contribution in the SIF due to the strongly decreasing 
function describing the deformation spectrum. On the other 
hand, the very large refractive index gradient in silica-hole 
interface present in  the PCF leads to higher coupling 
coefficients compared to similar mode spacing in the SIF. 
Typical differences in coupling coefficient magnitudes of a 
factor of 5 are seen in Fig.3. However, when weighted by 
the deformation spectrum, the microbending loss in the 
PCF is about one order of magnitude smaller than in the 
standard SIF. 
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Figure 3: Coupling coefficients of standard step-index 
fibre (dotted bars) and of index guiding photonic crystal 
fibre (solid bars). Also shown is the shape of the 
deformation spectrum used for comparison of loss 
levels. Calculations are made at a wavelength of 
1 SSOnm. 

Summary 
We may as a guidline assume that typical microbending 
losses in standard optical fibres (i.e., induced through 
cabling) are about 0.1 dB1krn. These first comparisons 
between microbending losses in standard fibres and 
photonic crystal fibres indicate that we may expect 
microbending losses in the order of 0.01 dBlkm for a 
typical PCF design - primarily due to a stronger mode 
spacing between guided modes and cladding modes in 
PCFs. Although this conclusion naturally may vary 
strongly due to the far reaching possibilities for design 
variations allowed by the PCF technology, we believe that 
the results are very promising for the possible future 
applications of photonic crystal fibres. Further results on 
microbending sensitivity of PCFs will be presented. 
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