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A series of �pseudo�cubic perovskites, ABO3, have been investigated using density functional theory calcu-
lations. The structures have been optimized and thermodynamic properties and activation energies for the
relevant steps of the hydrogen/proton diffusion mechanism have been calculated using the nudged elastic band
path technique. We find a strong correlation between the O-H binding energy for hydrogen/proton uptake in
perovskites and the energy barriers involved in the observed Grotthuss-type diffusion process. We demonstrate
the possibility of estimating diffusion rates based on O-H binding energy and temperature only, without
determining transition states and vibrational frequencies. We determine the binding energy providing the
optimal tradeoff between occupation and diffusion rate at a given temperature, and finally we show how these
correlations can be used to suggest candidate materials with improved kinetic properties for potential applica-
tion as hydrogen permeable membranes and proton-conducting electrolytes.
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I. INTRODUCTION

The recent revival of interest in renewable energy has led
to increased interest in energy technologies based on hydro-
gen and fuel cells. Contaminants in the hydrogen gas is an
issue that needs to be dealt with since these degrade both
lifetime and performance of fuel cells by active site
poisoning.1 One way of purifying the feed gas is by diffusion
through a dense hydrogen separation membrane hereby pro-
ducing hydrogen virtually free of contaminants. Membranes
may also be applied in the separation of CO2 and H2 synthe-
sized from natural gas and potentially also as electrochemi-
cal sensors.

Typical membranes applied today are based on alloys of,
e.g., palladium, silver, or niobium but oxide-based ceramics,
e.g., perovskites �ABO3�, also exhibit hydrogen/proton per-
meability and offer potential savings compared to typical
metallic membranes.

The main obstacle for perovskite based membranes is the
low diffusivity of hydrogen in any pure perovskite. It has
been found that doping the perovskite with 5–25 % of a
lower valence element, such as yttrium or neodymium, on
the B site can increase the concentration of protons in the
membrane significantly and increase the hydrogen flux.2

Even though protons in perovskites have been studied exten-
sively, there are still considerable uncertainties and the opti-
mal membrane composition is yet to be determined. A com-
plete investigation of all possible combinations of
perovskite, dopant and dopant concentration is however
practically impossible. To address this issue, we have
searched for possible correlations between hydrogen flux,
protonic concentration in the material and structural proper-

ties, in order to find simple “descriptors” which can facilitate
a more efficient screening of candidate materials.3 Similar
investigations have previously been performed but no deci-
sive breakthrough has been made.

Ranløv et al.4 have investigated LnAl0.95Mn0.05O3−y,
Ln= �Y and lanthanides� and found that the ionic radius of
the Ln ion correlates with several structural and thermody-
namic properties of the material. Mitsui et al.5 were able to
link kinetic properties for proton diffusion in perovskites to
structural parameters, e.g., lattice constants. The existence of
a strong correlation between prefactors and activation barri-
ers has also been shown in the hydrogenation and dehydro-
genation processes of various metals and metal hydrides.6

Grain boundaries, defects, and dopants create irregulari-
ties in the lattice which increase the complexity of both the
thermodynamics and kinetics of the system.7 We have there-
fore undertaken a theoretical study of hydrogen/proton
�henceforth referred to as proton� diffusion in the undoped
pseudocubic and cubic perovskites listed in Table I.8 The
complexity of the diffusion mechanism is thereby reduced
due to the high-symmetry inherent in the investigated mate-
rials. In oxides and �pseudo�cubic perovskites, in particular,
the possible diffusion paths are limited since the proton in all
studied systems binds strongly to the lattice oxygen as shown
in Fig. 1. We present results for the Grotthuss diffusional
mechanism for individual protons where the host lattice dis-
torts due to the H/OH defect but remains unchanged with
respect to bonding at any time during the diffusion. This is
also referred to as “free proton migration” and is considered
the primary mechanism for protonic transport in oxides.19,20

Only two distinct diffusional steps are required, namely, the
transfer of a proton from one oxygen atom to another, termed

PHYSICAL REVIEW B 82, 014103 �2010�

1098-0121/2010/82�1�/014103�6� ©2010 The American Physical Society014103-1

http://dx.doi.org/10.1103/PhysRevB.82.014103


“H jump,” and the rotation of the OH bond around the oxy-
gen atom termed “OH rot.” These steps are sufficient to de-
scribe the macroscopic protonic transport.

In the theoretical approach described here, we are able to
treat each diffusional process separately and deduce informa-
tion of the individual processes at the atomic scale, in con-
trast to an experimental approach where data originating
from, e.g., impedance spectroscopy or the electromotive
force often reflect an average over several mechanisms and
effects.21 Atomic details can be extracted from neutron-
scattering experiments22,23 but the high cost of these, com-
bined with time consuming data analysis, makes this tech-
nique unsuitable for screening purposes.

II. METHODS AND COMPUTATIONAL DETAILS

The electronic-structure calculations have been performed
using density functional theory �DFT� implemented in the
DACAPO package24 developed at CAMD at the Technical
University of Denmark. The exchange-correlation functional
used is PW91.25 The electronic wave functions are expanded
in plane wave functions with a cutoff energy of 350 eV while
the electronic-density energy cutoff was 550 eV. The ion
cores are described by ultrasoft pseudopotentials.26

Periodic boundary conditions have been used in all calcu-
lations on �2�2�2� perovskite supercells of approximately
�8 Å�3 containing 40 atoms. The Brillouin zone has been
sampled by a �2�2�2� Monkhorst-Pack grid.27 Conver-
gence is reached when the maximum force acting on any
atom drops below 0.05 eV /Å and the optimization is per-
formed using the quasi-Newton algorithm.

The minimum-energy paths and energy barriers have been
determined using the nudged elastic band �NEB� method.28,29

Convergence criteria for the transition states are, as for opti-
mizations, 0.05 eV /Å.

Rate constants are calculated using transition state theory
in the harmonic approximation �hTST�.30 The pre-

exponential is, in the harmonic approximation, given as the
ratio between the products of vibrational frequencies of the
initial state, �initial, and the vibrational frequencies of transi-
tion state, �TS.31,32 The reaction rate is thus given as

k�T� =
� �initial

� �TS
‡

� exp�− Ea

kBT
� �1�

where ‡ indicates that the imaginary frequency is left out of
the equation, resulting in unit of s−1. The vibrational frequen-
cies of both optimized and transition states are calculated
using a finite-difference approximation with displacements
of 0.01 Å.

III. RESULTS AND DISCUSSION

The initial unit-cell optimization was performed while en-
forcing cubic P4mm symmetry. The optimized cell volumes
were in good agreement with experimentally obtained data,
given the simplified model �see Table I�. The largest devia-
tion in lattice volumes were found in the cases of BaNbO3,
CaTiO3, and CaZrO3 with deviations of 2.3%, 7.3%, and
7.6%, respectively. It should be noted that CaTiO3 and
CaZrO3 are found experimentally to prefer an orthorhombic
structure over the cubic in the relevant temperature
range.12,13 All other deviations were below 2%. Since not all
structures are perfectly cubic, the structures were internally
relaxed in the optimized cubic supercells to minimize any
structural inaccuracies from subsequent calculations. These
reoptimized structures were used as reference states.

A hydrogen atom was then introduced in the supercell and
all internal degrees of freedom were again optimized. Using
a Bader charge analysis,33 we found the local charge distri-
bution on the proton almost identical irrespective of whether
a proton or a neutral hydrogen atom is inserted. The
hydrogen/proton is in both cases best described as H+0.5,34

and the neutral hydrogen atom was therefore chosen for all
further calculations to utilize the more accurately determined
energies from neutrally charged systems. The O-H distance
was in all systems very close to 1.0 Å and the O-H bond

TABLE I. Calculated cubic unit-cell volumes compared to ex-
perimental data. † indicates that an orthorhombic structure is pre-
ferred at room temperature. �EOH form is the formation energy of a
hydrogen defect from reaction �2�.

Perovskite

Lattice volume �Å3�
�EOH form

�eV�Calc. Expt.

BaTiO3 62.1 63.59 1.40

BaZrO3 73.6 73.010 2.15

BaNbO3 67.4 65.911 2.14

CaMnO3 51.1 51.912† −1.92

CaTiO3 57.5 53.613† −1.32

CaZrO3 69.4 64.514† −2.66

PbTiO3 62.1 62.615 1.32

PbZrO3 72.0 73.015 1.61

SrNbO3 65.5 65.516 1.92

SrTiO3 59.8 59.317 1.40

SrZrO3 72.0 71.518 0.69

FIG. 1. �Color online� Conformation of most stable configura-
tion of a hydrogenated SrTiO3 supercell. �Sr: omitted for clarity, Ti:
gray �large�, O: red, and H: white.�
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was in all systems perpendicular to the B-B line and pointing
between the A cations �see Fig. 1� consistent with many pre-
vious studies, e.g., Björketun 35 The insertion of the hydro-
gen atom into the supercell correspond to the reaction

1/2H2�g� + OO
x → OHO

a• + ae�, 0 � a � 1 �2�

which is the first reaction of the hydrogen transport process,
here in Kröger-Vink notation. OO

x denotes a structural oxygen
with the “x” indicating neutral charge compared to normal
structural oxygen. OHO

a• denote a hydroxyl defect on an oxy-
gen site with charge “a” compared to OO

x and e� denotes an
electron. The free-energy differences associated with this re-
action will be denoted �EOH form and are listed in Table I.

Having located the optimal proton positions in the lattice,
we were able to identify reaction pathways using the NEB
method �see Sec. II� for both of the Grotthuss processes. The
reaction paths were in most cases symmetrical around the
transition state as demonstrated in Figs. 2 and 3. The values
of the activation barriers are listed in Table II.

In order to determine the diffusional rates using hTST, we
also calculated the vibrational frequencies for the optimized
structures and the transition states. Since an accurate deter-
mination of vibrational frequencies is a comparatively de-
manding task in terms of computational expense only the
atoms closest to the proton were free to move while the rest
of the atoms were fixed in space. We found that including the
four closest A ions, the two closest B ions and all oxygens
bonded to these B ions was sufficient. In all cases, we found
only positive frequencies for the optimized configurations
while the transition states each had exactly one imaginary
frequency corresponding to the reaction coordinate.

In order to compare the proton transport rate through the
membrane materials, we need to determine the protonic con-
centration and diffusion rate constant. Here, the protonic
concentration, �OHO�, �charge symbol is omitted for clarity�
is calculated by assuming equilibrium with gaseous hydro-
gen �pH2

=1 bar� while enforcing site conservation and elec-
troneutrality. From these standard assumptions, we obtain36

�OHO� =
K�T�

2
��1 +

4

K�T�V
− 1� , �3�

where K�T�=exp�−�G /kBT� is the equilibrium constant
of reaction �2�. V is the unit-cell volume and
�G=�EOH form−T�S is the change in Gibbs free energy.
The entropy of the gaseous hydrogen is determined by as-
suming a constant heat capacity in the temperature range of
interest �500–1500 K� while the entropy of the absorbed hy-
drogen atom can be determined by considering the OH pairs
as independent harmonic oscillators.

An effective rate constant for the two-step transport de-
fined as

kef f�T� = �kOH rot
−1 �T� + kH jump

−1 �T��−1 �4�

provides a simple way of comparing diffusional properties of
the different compounds. kef f�T� from Eq. �4� is thus an up-
per bound to the true rate constants. It should be emphasized
that the absolute rates obtained here are not expected to be
directly comparable to experimentally obtained data due to

TABLE II. Energy barriers and pre-exponential factors for the
two fundamental Grotthuss-type diffusion processes �H jump and
OH rot� calculated by the NEB method.

Perovskite

Barrier �eV� Pre-exponential �s−1�

H jump OH rot AH jump AOH rot

BaTiO3 0.18 0.16 1.6�1013 1.7�1013

BaZrO3 0.27 0.10 8.9�1012 9.6�1012

BaNbO3 0.12 0.12 1.4�1013 1.2�1013

CaMnO3 1.76 0.32 1.2�1015 1.4�1013

CaTiO3 1.68 0.28 1.2�1013 6.1�1014

CaZrO3 2.51 0.47 4.9�1014 3.2�1013

PbTiO3 0.30 0.13 1.2�1014 8.6�1012

PbZrO3 0.34 0.13 1.1�1013 4.0�1013

SrNbO3 0.26 0.11 1.3�1013 2.8�1013

SrTiO3 0.33 0.16 8.0�1013 7.9�1012

SrZrO3 0.80 0.22 3.9�1013 1.2�1013
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FIG. 2. �Color online� Illustration of potential energy surfaces of
the minimum-energy paths linking reactant and product in the Grot-
thuss processes in SrTiO3. Markers indicate the configurations in-
cluded in the actual NEB calculations.

FIG. 3. �Color online� Illustration of conformational changes in
SrTiO3 during �a� “H jump” and �b� “OH rot” diffusional processes.
Octahedra illustrate the transition state structure. �Sr: omitted for
clarity, Ti: gray �large�, O: red, and H: white�.
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the undoped and defect free nature of this model.
We note that most experimentally measurable properties

such as flux, diffusivity, and resistivity scale linearly with the
protonic concentration and approximately linear with the ef-
fective rate constant from Eq. �4�.30 Here we introduce the
“proton transport frequency” as the product of these

��T� = kef f�T��OHO� �5�

which is proportional to the hydrogen flux. The proton trans-
port frequencies are illustrated as a function of temperature
in Fig. 4.

By initially comparing the activation energies of the two
processes, we found a strong correlation. The two diffusional
steps seemed hindered or favored by an underlying property
of the material. We found a correlation of similar high qual-
ity between the diffusional barriers and �EOH form; the free-
energy difference of reaction �2�. See Fig. 5. It is clear that a
stable protonic defect implies large activation barriers for
both diffusional steps.

This inverse proportionality between mobility and con-
centration has been found in several other studies and is an
important point to emphasize. The task of optimizing the
overall protonic flux through the membrane is therefore a
task of finding the optimal tradeoff between mobility and
concentration. This is true for both pure and doped materials.
It is known that A-site doping can increase the protonic con-

centration dramatically2,37 but dopants can also have a trap-
ping effect on the protons and thereby lowering the
mobility.38

The correlation scaling factor is quite different for the two
Grotthuss processes investigated. While the OH rot barriers
depend weakly on �EOH form, the H jump barriers are
strongly dependent with a ratio of approximately 0.5 eV bar-
rier per eV �EOH form apparent from the slopes in Fig. 5. This
can be explained by the difference in the dynamics of the
processes. In the rotational process, the proton stays closely
bound to the oxygen and remains “shielded” by the oxygen.
It is thus expected that this activation barrier should be less
sensitive to the composition of the material. The opposite can
be stated for the H jump process. The proton has to leave the
parent oxygen by breaking the OH bond from where much of
the stabilization of the protonic defect stems.

It is interesting that the correlation is between these prop-
erties since it then is possible to determine the diffusion
“flux” via just the thermodynamics of reaction �2�, with only
T and �EOH form as variables, via the relations

Ea,OH rot = − 0.064�EOH form + 0.24 eV, �6�

Ea,H jump = − 0.46�EOH form + 1.09 eV �7�

apparent from Fig. 5. Hereby it is possible to estimate � as a
volcano curve as a function of �EOH form and temperature
with good accuracy. See Fig. 6.

We see that the maximum flux, for a pure and undoped
material, will be found at varying values of �EOH form depen-
dent on temperature, as a result of entropy. At temperatures
relevant for hydrogen permeable membranes �300–800 °C�,
the maximum is found around �EOH form=−0.5 eV and it is
noticeable that none of the materials investigated are found
in this desirable region. Even the closest materials, SrZrO3
and CaTiO3 with �EOH form of 0.69 and −1.32 eV, respec-
tively, are far from possessing this optimal tradeoff between
mobility and concentration. As can be seen from the loga-
rithmic scale of Fig. 6, even a slight improvement in
�EOH form could increase the flux significantly.
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FIG. 4. �Color online� Proton transport frequency, �, as a func-
tion of temperature.

FIG. 5. �Color online� Correlations between Ea,OH rot, Ea,H jump,
and �EOH form.

FIG. 6. �Color online� The proton transport frequency, �, in
mol cm−3 s−1 as a function of temperature and �EOH form.
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A method for designing membranes based on this seem
possible since we have demonstrated that the binding energy
and flux are correlated. Starting from a given material, e.g.,
CaTiO3, we now know that the main underlying problem is
that the proton binds too strongly to the lattice oxygen
��EOH form=−1.32 eV�, leading to too low a protonic mobil-
ity, which is not sufficiently compensated by the increased
protonic concentration. We also know that, e.g., SrTiO3 has
the opposite properties ��EOH form=1.40 eV�. It thus seems
possible that an alloy of these materials might have the de-
sired thermodynamic properties leading to an increased over-
all diffusion rate.

To test this hypothesis, we set up a cubic �2�2�2�
Sr0.5Ca0.5TiO3 supercell as for the undoped compounds. The
optimized cell constant of �3.908 Å�3 differ approximately
3% from the experimentally found value.16 Even though
Sr0.5Ca0.5TiO3 is structurally more complicated than a pure
perovskite we note that all oxygens and OH bonds are
equivalent when the material is assumed fully mixed. The
formation energy of the protonic defect was hereafter deter-
mined to 0.31 eV comparable to the average value of the two
pure compounds �approximately 0 eV�. When determining
the kinetic barriers we note that, as for the pure compounds,
only one proton jump is found but two different OH rotations
must be taken into consideration. Namely, one rotation past a
Sr ion and another rotation past a Ca ion both necessary for
diffusion through an entire unit cell. The energy barriers of
these three processes were determined to 0.26 eV, 0.32 eV,
and 0.30 eV with exponential prefactors of 5.2�1012 s−1,
1.9�1013 s−1, and 2.5�1013 s−1, respectively. The proton
transport frequency for Sr0.5Ca0.5TiO3 is plotted in Fig. 7 and
we see that the correlations seem to hold for this compound
as well. It is noteworthy that this mixed titanate is predicted
to have considerably higher proton flux than any of the pure
materials in the temperature range of interest—even the zir-
conates. The exact position of the top of the volcano is how-
ever sensitive to the limited number of data points on the

left-hand side of Fig. 7 but the material is potentially very
promising.

A similar approach to designing materials has already suc-
cessfully been applied for several metallic catalysts39 and
since experimentally determining the best level of doping
can be a highly time consuming and expensive task such
correlations can help to guide the experimentalist when se-
lecting dopants and dopant concentrations. This study reveal
that it may be possible to predict optimal doping levels using
correlation schemes determined by DFT.

Correlations between structural parameters, e.g., ionic ra-
dii and kinetic or thermodynamic properties are highly desir-
able since they could help to design materials from even
simpler and more readily available data. Correlations with
structural parameters of the same quality as the correlations
described so far were not found but we did however find
single logarithmic correlations of decent quality, R2=0.79
and 0.60, between the ionic radius of the A ion and the bar-
riers for H jump. and OH rot., respectively. In both cases, we
find that generally the larger A ion yield smaller barriers,
consistent with the findings by Mitsui et al.5 but this was not
explored further.

IV. CONCLUSIONS

We have investigated hydrogen/proton dynamics in a se-
ries of undoped perovskites using DFT. The preferred site for
protonic defects and the reaction paths in the Grotthuss-type
diffusion process have been determined. Transition states,
energy barriers, and proton transport frequencies have been
determined. We find a strong correlation between the barriers
of diffusion and the binding energy of the proton indicating
that the stronger the proton binds to the oxygen, the higher is
the energy barrier for diffusion.

We thus find that the proton concentration and proton mo-
bility are correlated properties and we deduce a direct rela-
tion between the proton transport and the binding energy.
This correlation is useful for screening candidate membrane
materials without performing expensive reaction path calcu-
lations; only calculating the binding energy, �EOH form. We
find no pure perovskites possessing the optimum thermody-
namics and by this we also stress the importance of acceptor
doping. Finally, we demonstrate the possibility of predicting
membrane materials with better tradeoffs between mobility
and concentration of protons in the membrane by utilizing
the correlations found.
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