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ABSTRACT   

The effect of different fillers on the mechanical and dielectric properties of soft elastomers has been investigated. It was 
found that the addition of a small amount of silica fillers would increase the Young’s modulus significantly but not 
simultaneously increase the tear strength sufficiently for processing as thin films.  Addition of nanoclay and barium 
titanate nanoparticles to the soft elastomers was shown to be very favorable for the enhancement of the dielectric 
properties without increasing the Young’s modulus significantly and could be used for DEAP material in e.g. micro-
processing where the tear strength is not crucial for processing. However, for elastomer film processing it is suggested 
that a combination of the nanoclay or barium titanate with either silica particles or bimodal networks would give the 
right tear strength together with the desired increased dielectric permittivity. 
 
Keywords: silicone EAP, fillers, rheology, dielectrical permittivity 
 

1. INTRODUCTION  
Silicones are widely used in electroactive polymers formulation due to their favorable electro-mechanical properties, but 
they do, however, posses low mechanical breakdown strength and hence the mechanical properties must be improved1 
both to ease the processing but also to optimize the performance of the EAP. A well-known technique to improve the 
tear strength of rubbers is to add micro- or nanofillers2.  

The effects of different micro- and nanofillers on the electro-mechanical behavior of silicone based dielectric elastomer 
are studied in this work. Several types of fillers and varied loadings are used to increase the permittivity of the silicone 
networks. The effect of micro- and nanoparticles on the electrical and viscoelastic properties of a model silicone system 
is investigated. The presence of fillers produces a highly inhomogeneous electric field in the materials and also 
influences the dielectric permittivity of the film, simultaneously with the enhancement of the mechanical breakdown.  

Dielectric electro-active polymers (DEAPs) which consist of an elastomer film with deposited electrodes on both sides 
have lately gained increased interest as materials for actuators, generators, and sensors. Most demonstrated actuators do, 
however, rely on commercially available materials such as VHB (3M), Sylgaard (Dow Corning) or Elastosil (Wacker 
Chemie) which haven’t been developed and optimized with the requirements of DEAPs in mind. Hence, it is obvious 
that material optimization is crucial - and possible - for better DEAP performance. One problem for DEAP is the driving 
voltage of the material. If we look at the relation between the strain (p) and the voltage (U) (eq 1):  
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we observe that a lowering of the required voltage for a given strain can be obtained if we either 1) increase the relative 
dielectric permittivity (εr), 2) decrease the Young’s modulus (Y) or 3) decrease the film thickness (d1). Current large-
scale processing of DEAP films do not allow for a further significant thickness reduction, so in this study we focus on 
the combined alternation of the relative dielectric permittivity (εr) and the Young’s modulus (Y). There are of course –
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and unfortunately- several other material parameters that need to be taken into account during the optimization such as 
actuation response (usually all silicone systems are sufficiently fast), tear strength, maximal extension, mechanical 
hysteresis, electric breakdown strength and ease of processing amongst many others. 

Since Y and εr are closely interrelated it is very important to do a combined optimization. Previous studies on the 
enhancement of εr have shown destruction of elasticity upon high loadings of filler particles either due to crystallinity 
effects3, 4 or solvent effects5. 

Lately, silicone based networks with improved electromechanical properties suitable for actuators applications have been 
prepared6. To improve the dielectric permittivity of the elastomers, different approaches have been investigated. Grafting 
of low molecular weight molecules with dipolar molecules onto silicone networks have been shown to give an improved 
permittivity. Presence of approximately 10% dipoles doubled the initial relative permittivity of the silicone networks 
(ε’=3.3) resulting in a final value of 6 while the Young’s modulus (Y) had an initial value of 340 kPa and the dipoles 
presence increased Y to 1700 kPa.3. Alternatively, adding encapsulated conductive fillers such as coated polyaniline 
(PANI) into silicone networks have also been shown to be an effective approach5. Encapsulated PANI (25%) in a 
hydroxyl end-functionalized silicone matrix resulted in a relative dielectrical permittivity of 4 and Y of 1770 kPa at 0.5% 
strain compared to the initial properties of the pure elastomer (ε’=3.2) and Y=1270 kPa at 0.5% strain5. As an alternative 
to enhancement of the tear strength by addition of silica particles, bimodal networks have also been investigated7. The 
idea behind the controlled heterogeneity in bimodal networks is that the densely crosslinked clusters within the network 
act in a way similar to filler particles, and easier handability of elastomer films due to the higher tear strength are 
obtained. Furthermore the elastic modulus is significantly reduced, and the extensibility greatly increased. 

The aim of the present research is the optimization of silicone networks loaded with fillers in different concentrations to 
finally achieve a soft network with low viscous dissipation and high electrical permittivity, suitable as materials for 
DEAPs. 

 

2. THEORY 
The mechanical properties of polymer networks may be tuned by changing the molecular weight of the polymer chains 
and by varying the stoichiometric imbalance given by the molar ratio between the reactive groups of the crosslinker and 
the vinyl groups of the PDMS8-13: 
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where f is the functionality of the crosslinker and […]0 is the initial concentration of the crosslinker (HMS) and polymer 
(PDMS), respectively. For a stoichiometric mixture r=1 and all reactive groups are involved in forming a so-called 
(ideal) model network. To prepare a soft network with excess of polymer, the stoichiometric imbalance needs to exceed 
the critical composition (the so-called gel point rc) which defines the change from liquid to solid: 

1
1cr f

=
−

   

                                                                             (3) 

The polydimethylsiloxane (PDMS) network can be regarded as model network and is prepared via a well-defined 
crosslinking reaction14, 15. Most model networks are prepared by a reaction between a multi-functional crosslinker and a 
linear polymer with reactive end-groups. At the end of reaction, as a result of either stoichiometrically imbalanced 
networks or due to incompleteness of reaction, there are different structures contributing to the elastic and viscous 
behaviors of the network: the elastically active chains, the dangling chains and substructures, the soluble chains and 
soluble substructures. Great effort was made to elucidate the influence of each type of polymer chains over the final 
properties of the system7, 11.  

The elastic properties of a polymer network are described in terms of the static shear modulus. Assuming 
incompressibility of the bulk phase of the network, which is a very reasonable assumption for silicone networks as the 
Poission’s ratio is usually of the order of 0.49, the relation between the Young’s modulus and the static shear modulus is: 
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3Y G=                                                                                              (4) 

The static shear modulus of a polymer network can be written as a weighted function of the phantom and the affine 
models: 

21c cG h RT
f

υ
⎛ ⎞

= −⎜ ⎟
⎝ ⎠     

                                                             (5) 

where h is a empirical parameter  that can vary between 0 (affine model) and 1 (phantom model), R is the gas constant, T 
is the absolute temperature and νc is the molar concentration of the crosslinks, which for the ideal network consisting of 
long elastically active chains only is given by: 

c
PDMSM
ρυ =

    

                                                                    (6) 

where ρ is the density of the polymer16. For stoichiometrically imbalanced networks the concentration of elastically 
active chains has to be calculated from probability theories. Langley and Graessley proposed the addition of the 
entrapped entanglements to the equilibrium modulus17, leading to: 

0
21c E c EG G G h RT T G
f

υ
⎛ ⎞

= + = − +⎜ ⎟
⎝ ⎠     

                                             (7) 

where TE is the trapping factor (calculated from statistics) and G0 is the entanglement modulus of long well-entangled 
chains with the same backbone structure as the elastic network chains18, 19. 

Mechanical reinforcement of networks is traditionally achieved by introducing fillers (micro- and nano-particles) in the 
elastomer base. Fillers in the network increase the contribution from trapped entanglement as the dynamics of the 
network becomes more restricted and a simple expression can be written as: 

0,
21c E c trappedG G G h RT G
f

υ
⎛ ⎞

= + = − +⎜ ⎟
⎝ ⎠     

                                             (8) 

where G0,trapped is the modulus arising from polymer chains being entrapped by filler particles. No precise expression for 
this modulus exists because the effect is very dependent on combination of fillers and network. 

 

3. EXPERIMENTAL 
Materials 

Silicone networks were prepared using α,ω-vinyl-poly(dimethyl siloxane) (V35, Mn=49500 g/mol) as the polymer and 
tetrakis(dimethyl siloxy)-silane with Mw=328 g/mol as crosslinker (4- functional). All the polymers were purchased from 
Gelest Inc. and the given molecular weights were supplied by the company. The catalyst (platinum cyclovinylmethyl 
siloxane complex (511)) was provided by Hanse Chemie.  

To reinforce the mechanical properties and increase the dielectric permittivity of the silicone networks simultaneously, 
different fillers were used: micro and nano-particles and nanoclays. The fillers were acquired from Sigma-Aldrich unless 
otherwise specified. Three types of silica particles were tested: amorphous hexamethyldisilazan treated silica particles 
(1-5 µm diameter) (denoted T-SiO2 in the following), untreated silica particles (1-5 µm) (U-SiO2) and fumed silica 
particles (14 nm diameter) (F-SiO2). Additionally, barium titanate particles (BaTiO3)(100 nm) and pristine nanoclay 
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(NC) montmorillonite were applied after freeze-drying from an aqueous dispersion and were used without further 
modification as fillers. 

A commercial elastomer was purchased from Wacker Chemie (ElastosilRT 625) for comparison. Premixes A and B are 
mixed in the recommended mass ratio of a 9:1. Fillers are already included in both premixes. 

Poly(tetrafluroethylene-co-hexafluorethylene) (FEP) foil with 100 µm thickness is purchased from DuPont and is used as 
release liner for the networks. 

Methods 

Preparation of different silicone networks 

ElastosilRT 625 samples were prepared from mixing of the A and B premixes at room temperature. The mixture was 
poured onto FEP foil and left to cure in a steel mould (Figure 1). The curing time at room temperature was determined to 
10 hours. 

Using the classical hydrosilylation reaction at room temperature (23°C) between the linear polymer with vinyl functional 
end groups (V35) and a 4-functional crosslinker, so-called unimodal networks were synthesized. Unimodal refers to the 
polymer used in the preparation, which has a unimodal molecular weight distribution ensuring homogeneous distribution 
of the crosslinks. Details of the unimodal networks synthesis procedure have been explained in details elsewhere20, 21.  

The PDMS networks loaded with fillers were prepared at room temperature using 3 premixes denoted A, B and C, 
respectively. A schematic conceptualization of the synthesis procedure of the silicone networks with fillers is presented 
in Figure 2. Premix A contained PDMS and crosslinker, premix B contained PDMS and catalyst, and premix C 
contained PDMS and fillers. The purpose of the premix preparation was to ensure long time storage of the premixes and 
sufficient mixing of crosslinker and polymer, catalyst and polymer, and a good dispersion of the fillers in the polymer 
before the crosslinking reaction took place. The fillers in premix C were dispersed beforehand in heptane by thorough 
mechanical mixing and ultrasonication (30 minutes).  The solvent was removed in vacuo, resulting in a premix with 
dispersed filler. Dispersion of fillers in solvent and further in the final mix is an important step for the homogeneity of 
the sample. The fillers in premix C were added in high concentration. Approximately 30wt% of particles or 5wt% of 
nanoclays allowed for mixing in the highly viscous polymer. When added to the final mix (A+B+C) the quantity of 
premix C was calculated to obtain the desired final concentration of filler particles. 

The 3 premixes were mixed in different ratios according to the final desired stoichiometric imbalance of the networks (r 
= 1 or 1.2) and the appropriate concentration of the fillers (1-5wt% or 10-12wt %)22, 23. The mixture was poured onto the 
release liner in the steel mould to prepare samples comparable to the Elastosil reference samples above.  

 

 

 

Figure 1. Picture of the steel squared mould and the FEP foil, 
used to form the networks with 25 cm length and 1 mm 

thickness.  

Figure 2. Conceptualization of the synthesis procedure of the 
silicone networks with fillers. The main principle is to keep the 
premixes inreactive by separating catalyst and crosslinker such 
that the 3 mixes can be mixed for long time to ensure dispersion 

and sufficient time for mixing. 

 

 

Premixes 

Final network 

PDMS+X-linker PDMS+catalyst  

Unimodal 
network 

A B 

PDMS+fillers
+ solvent

C 

A:B:C 
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Rheological characterization  

The rheological characterization was performed by a controlled stress rheometer (AR2000) from TA Instruments set to a 
controlled strain mode with 2% strain, which was ensured to be within the linear regime of the material based on an 
initial strain sweep. The applied geometry was parallel plates (25 mm) and the experiments were performed at 25°C.  
The LVE diagrams were obtained from frequency sweeps from 100 Hz to 0.001 Hz. 

Dielectric characterization  

Dielectric Relaxation Spectroscopy (DRS) was performed on a Novocontrol Alpha-A high performance frequency 
analyzer.  

Optical characterization 

Optical characterization was performed using an optical microscope (Leica DMLB) connected to a Highlight 2000 from 
Olympus. 

4. RESULTS AND DISCUSSION  
 
Networks without fillers and with different types of fillers and in different concentrations have been prepared in this 
study. Microparticles, nanoparticles and nanoclays are used to increase the dielectrical permittivity of the networks. 
Similar investigations have been performed by others 24-26, however here we have put the emphasis on the combination 
of the filler to increase the dielectric strength and on maintaining a hight flexible network. The presence of fillers causes 
modifications to both dielectric and mechanical properties of the elastomers.  

Rheological characterization 

The influence of the fillers on the linear viscoelastic properties of the silicone networks can be investigated in a linear 
viscoelastic diagram (LVE diagram). The elastic modulus is determined from G=G’(ω→0). The dynamic behavior in the 
frequency regime 0.01-100 Hz was investigated.  

In Figure 3 the viscoelastic behaviour as function of the applied frequency (LVE diagram) is shown for the commercial 
sample (ElastosilRT 625) and the experimental sample (V35-4f, r=1) loaded with 3wt% U-SiO2 and without fillers, 
respectively. A decrease of G’ with decreasing frequencies indicates viscous dissipation. No viscous dissipation can be 
observed for the commercial sample in the studied range of frequencies (0.001 and 100 Hz) and the elastic modulus of 
ElastosilRT 625 is a factor of approximately 10 higher than the V35-4f (r=1) network without fillers. The low elastic 
modulus of the unfilled V35-4f network is due to the high molecular weight of the PDMS as well as the low 
functionality of the crosslinker. Furthermore the very small 4-functional crosslinker is believed to cause steric hindrance 
such that r=1 is not the ideal stoichiometry. This can also be seen by the fact that the r=1.2 network has a significantly 
higher elastic modulus than the network with r=1.0. Addition of a relatively small amount (3wt%) of U-SiO2 particles 
causes an increase of the elastic modulus with a factor of 4 compared to the unfilled network, as the particles are acting 
as physical crosslinkers, which to a great deal stabilizes the material and makes it less prone to viscous dissipation.  

In figure 4 a LVE diagram for the V35-4f (r=1.2) network can be seen. Here the presence of different fillers in various 
concentrations in the nonstoichiometric networks also determines an increase in G’, but the increase seems to be rather 
insignificant independently of the type or the concentration of the filler. The difference in the small-concentration limit 
investigated within this work is due to the higher degree of crosslinking within this material such that the elasticity effect 
caused by the fillers is small relative to the effect from the chemical crosslinks (i.e. G0, trapped«Gc).  

The values of G for the investigated systems at 0.001 Hz and at 100Hz are summarized in Table 1. 
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Figure 3. The influence of the fillers presence on the viscoelastic 
behavior of silicone networks with r = 1 

Figure 4. The viscoelastic behavior of silicone networks (r=1.2) 
with different fillers in different concentrations  

Different viscoelastic behaviour is observed for V35-4f networks when loaded with different concentrations of fumed 
silica particles (0.5-3wt% F-SiO2). The influence of F-SiO2 concentrations on G’ for the r=1.2 network is shown in 
Figure 5. An increase as expected of the elastic modulus with the percentage of the particles is measured but the effect is 
much smaller than for r=1 network.  

 

  
Figure 5. The influence of F-SiO2concentration (wt%) on G’ for PDMS-V35 networks (r=1.2) 

From the results it is obvious that just an addition of a small amount of fumed silica particles has a tremendous effect on 
the elastic modulus of the very soft network (G=7kPa). The addition of 1wt% F-SiO2 leads to an increase of a factor of 
approximately 5. For larger amounts of F-SiO2 it seems that there are no big changes to the elastic modulus, and it 
becomes problematic to obtain a well-dispersed sample. It is, however, also found that even 3wt% of F-SiO2 -despite the 
strong mechanical reinforcement - does not give the desired tear strength for processing of thin films. 

Dielectric characterization 

The dielectric properties of networks with different types and amounts of fillers are investigated at room temperature as a 
function of frequency (0.1-105 Hz) (Figure 6).  
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believed to be due to the high surface area of the nanoclay, that supports a charge stabilization in the polymer network. 
The effect is increased with higher loading of nanoclay, though also here a substantial agglomeration is observed. 

 

Table1. Summary of samples characterized in this study (V35-4f) in absence or presence of fillers in different concentrations and their 
elastic modulus (at 0.001 and 100 Hz) and dielectrical permittivity at 1Hz 

Samples and  
type of particle 

wt% 
particle 

r G’  at 0.001Hz 
(kPa) 

G’ at 100 Hz 
(kPa) 

( ) ( )
( )

’ 100 ’ 0.01
’ 100

Hz Hz
Hz

−G G
G

 εr at 1Hz 

ElastosilRT 625 - - 76.6 99.3 0.228 3.2 
V35-4f - 1 6.74 84.2 0.919  

 1.2 26.7 63.6 0.579 
U-SiO2 3 1.2 68.4 93.5 0.268 2.3 

 5 1.2 66.5 97.1 0.315 2.6 
T-SiO2 11 1 25.3 71 0.643  

12 1 27 70.8 0.618 2.3 
 

F-SiO 
1 1.2 41.5 70.3 0.409 2.2 

1.5 1.2 48.4 81 0.402 1.9 
2 1.2 57.6 88.2 0.346 3.6 

BaTiO3 3 1.2 50.8 84 0.395 4.5 
5 1.2 24.2 49.4 0.510 3.8 

Nanoclays 1 1.2 44.1 77.3 0.429 3.9 
2 1.2 55.6 97.7 0.430 5.8 

 

Optical characterization 

 All the samples were investigated by optical microscopy in order to evaluate the dispersion of the particles as shown 
with two examples in Figure 8a and b for the reference sample and a sample containing nanoclay. 

 

a)  

 

b)  

Figure 8. Optical microscopy pictures with a magnification of 400 are taken for a) ElastosilRT 625 networks loaded with 
microparticles of 6µm and b) PDMS-V35 networks loaded with NC – pellets with 300x300x1 nm.   

 

As can clearly be seen from the Figure 8a the reference sample contains some large particles. This is expected as a size 
distribution investigation of the sample showed the presence of agglomerates in the premix. Similarly, relatively poor 
dispersion was observed for the nanoclay filled network in Figure 8b. Even though the sample shows the presence of 
some large agglomerates a substantially increased permittivity was observed for the sample as shown above.  

 

5. CONCLUSIONS 
The effects of different micro- and nanofillers on the electro-mechanical behavior of silicone based dielectric elastomer 
are studied in this work. Several types of fillers and varied loadings are used to increase the overall permittivity of the 
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silicone networks. Nanoclays and barium titanate seem to be good candidates for enhancement of the dielectric 
permittivity of the silicone networks, but they need to be combined with either other particles that enhance the tear 
strength of the material or bimodal networks. 
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